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Abstract
Mortars one of themost common constructionmaterials have not suffered any substantial
modification formany decades. This has changed in recent years; new compositions are now being
developed, with new properties, using nano-additives, fibres and capsules. In this work, surfaces with
new and innovative functionalities that promote energy savings and improve air quality have been
developed and studied. Incorporation of phase changematerials (PCM) and titaniumdioxide (TiO2)
nanoparticles in construction products is currently under study by different research groups.
However, these studies only address their incorporation separately. Adding new additives into the
mortar’smatrix can be complex—due tomicrostructuralmodifications that will influence both fresh
and hardened state properties.Moving from a single additive tomultiple additions, as in this study,
increases the system’s complexity. Only with a good understanding of themicrostructural properties,
it is possible to addmultiple additives (including nano andmicroparticles) tomortars, without
damaging itsfinal quality. This work demonstrates that a higher additive content is not always a
guarantee of better results; lower additions can often provide a better compromise between
performance andfinalmechanical properties. The results presented in this paper confirmed this and
show that combining PCMmicrocapsules andTiO2 nanoparticles open a newpath in the
development ofmortars withmultiple functionalities. In this study, a newmaterial with depolluting,
self-cleaning and heat storage was created. For the development of new and innovativemortars, a
proper balance ofmultiple additives, supported by the study ofmicrostructural changes, can lead to an
optimization of the compositions, ensuring that themortar’sfinal properties are not affected.

1. Introduction

Impact of poor indoor air quality on human health has gained interest after a clear correlation has been
established between both [1]. In theUnited Kingdom, high levels of air pollution become amatter of great
concernwith the government establishing lowering these levels as one of its top priorities [2, 3]. Quality of
indoor air and its perception by building’s occupants is however,more than just pollutants concentration. There
is a direct relationship between the perceived quality of indoor air and indoor comfort, which is strongly
dependent on thermal comfort [1, 4]. This work discusses the development and study of amaterial able to
simultaneously reduce pollutants concentration, self-clean and store/release heat.

1.1. Photocatalytic degradation of indoor pollutants
The photocatalytic effect of titaniumdioxide has been studied formore than 70 years [5]. Two different
catalysers are amongst themost investigated, zinc oxide (ZnO) and titaniumdioxide (TiO2) [6, 7]. TiO2 has been
applied in two different crystalline phases: rutile and anatase and has been by far, themost studied due to its high
chemical stability, good efficiency and relative low cost when comparedwith other catalysts [8]. The
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photocatalyst efficiency has improved considerably when it started to be produced in nano-sized particles [9].
Reducing the size of an additive to the nanometre scale increases its specific surface area, dramatically changing
the additive’s properties and reactivity [10]. Anatase, one of titaniumdioxidemineral forms, for its excellent
photocatalytic properties, is widely used in air andwater cleaning systems [11]. Titaniumdioxide has a band gap
energy of 3.2 eV, corresponding to awavelength of 385 nm.When titaniumdioxide is irradiatedwithin this
wavelength, electron–hole pairs are generated. Equations (1)–(4) describe the 4-step reaction process involved in
the photocatalytic process [12]:

+  + +- + ( )hf e hTiO TiO 12 2

+  ++ + ( )h H O OH H 22
•

+ - - ( )e O O 32 2

+ - + ( )O H HO 42 2
•

hf is the energy required tomove an electron to the conduction band, e− is the electron in the conduction band
and h+ is the electron–hole. The high oxidizing and reducing ability of TiO2makes it unique for photocatalytic
applications. It is commonly used for organic pollutants and aromatic compounds degradation [13, 14], solar
energy conversion [15], self-cleaning [16] and anti-fogging surfaces [17].

Titaniumdioxide has the ability to react with air pollutants commonly detected in urban areas, in external
and indoor air, such asVOC,NOx, CO and SOx; often present in concentrations as high as 1 ppm [18]. Surfaces
preparedwith this photocatalytic additive are able to degrade air pollutants and its application in construction
materials has been extensively explored in the last decades [19–21]. Nitrogen oxides (NOx), being common
pollutants in indoor air, are amongst the preferred contaminants for testing photocatalytic degradation [19, 22].
Tests using this pollutant have been performed for concentrations between 0.01 and 10 ppmv, but usually they
are conductedwith concentrations around 1 ppmv [13, 23].

The possibility of incorporating titaniumdioxide nanoparticles in constructionmaterials (cement, plaster,
concrete, etc) has been investigated and its feasibility has been demonstrated in previous researchworks [24].
The photocatalytic reaction takes place on the surface of thesematerials, where the adsorption of gaseous
pollutants occurs. On afinal stage, with the removal of the reaction products from the active sites, the catalyst
becomes active again,making it capable of accomplishing a newphotocatalytic cycle [25].

Equations (5)–(7) describe the degradation process, whereOH− and -O2 radicals created during the
photocatalytic activation, explained above, react withNO2 to produceHNO3 [26]. These reaction products are
environmentally benign substances, non-harmful to human health [12].

+  +- + ( )NO OH NO H 52

+ - ( )NO OH HNO 62 3

+ + - - ( )NO O NO . 72 3

1.2. Photocatalytic degradation of Rhodamine B (self-cleaning)
Wall coatings are especially prone to attack by algae,mould and pollutants, what contributes to an accelerated
degradation of historical buildings [27]. By gaining the ability to self-clean, themortar’s durability will be
improved, the buildingwill require fewermaintenance interventions, keeping a good aesthetic appearance for a
longer time. Besides reacting with indoor pollutants, titaniumdioxide nanoparticles also degrade organic paints,
mould and can kill bacteria [28].

N-[9-(2-Carboxyphenyl)-6-diethylamino-3-Hxanthen-3-ylidene]-N-ethyl-ethanaminium chloride, also
known as Rhodamine B (figure 1) is frequently used to test self-cleaning in photocatalytic surfaces. This organic
dye can realistically replicate the contamination effect of amortar’s surface and it constitutes an effectivemethod
to assess self-cleaning efficiency. Rhodamine B can undergo two different pathwayswhen reactingwith TiO2

[29]. Rhodamine B (RhB), when activated by visible light, undergoes a dye-sensitisation process that constitutes
a catalysed photoreaction (figure 2), where the organicmolecule absorbs visible light photons.

These photons do not have sufficient energy to activate TiO2 but their energy is enough tomove electrons to
the lowest unoccupiedmolecular orbital of the organic dye (reaction 8). These electrons can transfer to the
conduction band of TiO2 and a newmolecular ion radical will be adsorbed on the catalyst’s surface (reaction 9).
This electron is then transferred to the oxygen adsorbed on the TiO2 surface producing and oxygen radical
(reaction 10).

+  ( )hvRhB RhB 8•

+  + ++ - ( )eRhB TiO RhB TiO 9•
2 2

+  ++ - ( )RhB O RhB O . 10•
2 2

•
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Both radical species produced by this process are highly reactive and lead to a completemineralization of the
organicmolecule.

1.3. Using encapsulated paraffinwaxes as phase changematerials (PCM)
Besides air quality levels, other factors, for example temperature, can influence indoor comfort in buildings. To
maintain an adequate indoor temperature for human occupancy,HVAC systems for heating and/or cooling are
usually the easiest solution, but their high-energy demand has a strong environmental impact. Looking for new
and passivemethods to achieve thermal comfort can reduce the buildings carbon footprint without
compromising human levels of comfort.

The application ofmaterials that can reduce energy demand is considered one of the top priorities for both
new and renovated structures.Materials with latent heat storage capabilities contribute to save energy by
reducing the operation time of heating and cooling systems [30]. The PCMselected for this study, are formed by
a capsule of polymethylmethacrylate (PMMA) containing amix of paraffinwaxes [31].

These waxes are able to store and release heat when they undergo a phase transition from solid to liquid.
When the temperature inside the room is higher than the phase transition temperature (Tg) of the paraffin, an
endothermic reaction occurs and heat is stored. If the temperature decreases belowTg, the same amount of heat
will be released through an exothermic reaction.When the temperature rises, the PCMstores a certain amount
of heat that is able to release as soon as the temperature drops below the phase change point.When the capsules
aremixedwith amortar, the latent heat storage can be used to create walls capable of improving thermal indoor
comfort by releasing or storing heat, delaying the start of the heating/cooling systems [32].

PCMmay be applied as a passive storagemedia for heat and to prevent thermal damage in concrete exposed
to freeze/thaw cycle [33]. The latent heat transfer, caused by PCM’smelting, occurs at a temperature designated
as phase change temperature. Latent heat storage (ΔQ) is therefore dependent on the enthalpy change and can
be determined from equation (11):

D = ´ D ( )Q m H, 11

whereΔH is the enthalpy variation (J); andm thematerial’smass (g) [34].

Figure 1.Chemical structure for Rhodamine B dye, C28H31ClN2O3.

Figure 2.Reactionmechanism for the photocatalytic degradation of RhB.
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2. Ternary compositionsmortar+TiO2+PCM—combiningmultiple functionalities

Heat storage and photocatalysis have always been considered separately in building systems [35, 36].With the
increasing demand for new andmore innovativematerials, future solutionswill necessarily include several
functionalities in one single product [37]. In this work, amultifunctionalmortar combining energy storage,
depolluting and self-cleaning capabilities was developed.

Particular attention has been given to the study of themicrostructuralmodificationswith different amounts
of PCMand nanoparticles of titaniumdioxide. The paper demonstrates that with carefulmanipulation of the
mortars’ internal structure it is possible to develop new advancedmaterials for building applications,more
complex andwithmultiple functions. This opens a new field of opportunities for advanced buildingmaterials,
where several functional additives can be combined in one single product.

3. Experimental

3.1.Materials and formulations
Themortarmixture was prepared using hydrated lime as binder and sand as fine aggregate. The PCM (Micronal
DS 5008) comprises a paraffinmixture encapsulated in a PMMA shell, with an average particle size of 6 μm,
transition temperature of 23 °Cand enthalpy 135 kJ kg−1. The titaniumdioxide, a photocatalytic additive, is a
commercial product (Evonik P25), consisting of 85%of anatase and 15% rutile having a specific surface area of
50±15 m2 g−1. It was added to themixtures 1 wt%of a plasticizer (Glenium51), with a density around
1.067–1.107 g cm−3 and a total solid content of 28.5–31.5 wt%.

The ternary compositions were prepared using a hydrated lime and sand, with a 2:1 sand/binderweight ratio
and combined amounts of titaniumdioxide and PCMas described in table 1. Themortar’s workability was
controlled using theflow tablemethod. The amount of water added in relation to the total weight of solid
material was adjusted in order to keep the slump value constant for each composition. Lucas et al studied the
effect of PCMandTiO2 in lime, gypsum and cement basedmortars [38, 39]. Supported by this previous work the
compositions tested in this paper contain 20%–30%PCMand 2.5%–5%TiO2. Themortars have a constant
binder aggregate ratio of 1:2 (weight).

3.2. Tests
The samples for themechanical strength tests were prepared following the procedure described in the European
Standard EN1015-11. The tests were carried out after a curing time of 90 d under a controlled environment with
a temperature of 20 °C±2 °Cand 65%±5%of relative humidity. The pore size and pore distributionwere
determined using amercury intrusion porosimeter (AutoPore IVMicromeritics)working in the pressure range
of 4 kPa–228MPa and intrusion in pores between 6 nmand 360 μm.

The test developed to assess the thermal energy storage capability was designed to simulate service
conditions as closely as possible. Test cells placed inside a climatic chamberwere submitted to a pre-
programmed temperature cycle (figure 3(a)).

Theminimum temperature of 10 °Cwas the starting point and themaximumvalue of 40 °Cwas reached at a
constant rate of 0.5 °Cmin−1. The highest and lowest temperatures were kept constant for 10 min and this cycle
was repeated during 24 h. The test cells were blocksmadewith an insulatingmaterial (extruded polystyrene)
coated on the insidewith amortar layer of 3 mm.During the test, thermocouples placed inside the boxes,
monitored the temperature in the cells with PCMand the reference sample. The temperature cycle triggers the
PCM’s phase change (around 23 °C–25 °C)making it possible to assess the heat storage capability of these
mortars. Themultifunctionalmortars containing PCMandTiO2were submitted to the same thermal test, to
determine if the use ofmultiple additives will influence its thermal behaviour.

Table 1. Formulations for the TiO2 + PCMcompositions.

2.5%

TiO2

2.5%

TiO2

2.5%

TiO2

5%

TiO2

5%

TiO2

5%

TiO2

20%

PCM

25%

PCM

30%

PCM

20%

PCM

25%

PCM

30%

PCM

Lime 20 20 19 20 19 19

Sand 61 59 57 60 58 56

TiO2 2.0 2.0 1.9 4.0 3.8 3.7

PCM 16 20 23 16 19 22
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To conduct the photocatalytic test, was developed a specific setup usingNOx as the pollutant source. NOx is a
commonpollutant in urban areas; concentrations can vary from0.1 to 1 ppmv. This highest value was selected
as the initial concentration for the laboratory tests conducted in this study. Several authors also used this
concentration and this helps comparing results with related studies [40–42].

NOx at 10 ppmvwas diluted in standardized air to obtain the desired concentration. Gas inletmeasuredwith
massflow controllers was injected to the chamber at a constantflow rate of 1 l min−1 and the reaction takes place
inside the stainless-steel chamber. The cylinder with a 35 dm3 capacity is completely sealed and the glass window
on the top allowed the light from a 300W solar lamp (OSRAMUltraVitalux), placed 1 mabove the sample, to
irradiate themortar (figure 3(b)).

During the tests, a thermocouple and a humidity sensormonitored temperature and relative humidity and
values remained steady at 20 °Cand 40% respectively. Excessive temperature can affect the photocatalytic
measurementsmaking it difficult to distinguish the degradation effect from an overheating phenomena [43]. A
chemiluminescence analyser (AC-30M, Environment SA)measured the concentration of the outlet gas.

A blank reference and samples containing TiO2were tested according to the following process:

• Placement of the sample in the holder inside the chamberwith the glass window covered.

• The inlet gasmixture starts toflowuntil NOx reaches 1 ppmvmeasured by the analyser. This stabilization step
assures that sample is completely saturated, preventing an absorption effect from the sample and reactor walls.

• The solar lamp is turned on, the reactor glass is uncovered, and the reaction starts. During this phase, theNOx

concentration ismonitored continuously.When the concentration reaches a constantminimum level, it is
considered that the reaction stopped and the sample is unable to degrademore pollutant. The reaction is
completed.

The photocatalytic efficiencywas determined by equation (12):

=
-

´
[ ] [ ]

[ ]
( )NO

NO NO

NO
100, 12x

x x

x

TiO blank

TiO
removed

2

2

where, [ ]NOx TiO2
is the final pollutant concentration after the irradiation test and [NOx]blank is theNOx

concentration for the blank test (0%TiO2).
Self-cleaning properties have been assessed using a Rhodamine B degradation test [11, 44]. The samples were

contaminatedwith a solution of 0.05 g l−1 applied in a circle with 10 cmdiameter, corresponding to a pollutant
concentration of 0.6 μg cm−2. The samples were placed at 1 m from the light source, a 300W lamp from
OSRAM that replicates the solar light spectrum and corresponds to an intensity of 3700 Lux on the target.

* *

*
* =

-
´ ( )D

a a

a
% 100. 13a

f

f

0

The superficial decontamination has beenmeasured by the degradation rate of the dye according to
equation (13), where *D% a is the degradation rate for parameter a*, *a0 and *af are the initial and final
measurement for a*, respectively. Themeasurements were performed using aKonicaMinolta Chroma-meter
CR-400. Colorimetricmeasurements were taken until 3 h of exposure to the solar lamp for all compositions at
the same time.

Figure 3. Schematic layout for (a) thermal test and (b) photocatalytic test.
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4. Results and discussion

In this study, themechanical properties and functional performance of the TiO2-PCM-mortar composites were
comparedwith the single additive formulations.

As shown infigure 4, the highestmechanical strength—combined flexural and compression—was achieved
with the formulationwithmaximumcontent of PCM (30%) and 2.5%of titaniumdioxide.

Comparingwith results obtained for the pristine composition andwhen additives are used separately, it can
be concluded that combining both additives does not seriously compromise themechanical strength. There is a
filing action—a direct result of thefluidizing effect of the PCM—its spherical particles compensate thewater
reduction caused by the introduction of titaniumdioxide particles that have a very high surface area [45].
Because PCMcapsules aremadewith a shell of PMMA themortar can absorbmore energy during loading, this
also helps improving compression strength. Themicrostructure formortars combiningmicrocapsules (PCM)
and nanoparticles (TiO2) can be seen infigure 5. It is possible to see the PCMmicrocapsules aggregated in an
almost perfect spherical shape,filling the bigger pores, with the irregularly shaped nano-TiO2 agglomerates
filling smaller voids.

The analysis of pore size distribution contributes for a better understanding of the impact ofmultiple
additives in amortar’smicrostructure. For 2.5%of photocatalyticmaterial (figure 6), increasing the PCM

Figure 4.Mechanical strength of the compositions tested.

Figure 5. Internalmicrostructure of amortar containing PCMandTiO2.
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content reducesmacropores (above 5 μm) and led to an increase ofmicropores (0.5–5 μm) and nanopores
(below 0.1 μm), achieved by a better internal particle packing; Lucas et al also observed this effect in PCM
containingmortars [39]. It is noticeable in pore distribution of PCMmortars, infigure 7, how the internal pores
shifted from10–15 μmto the 1–5 μmrange. This is a clear evidence of how the PCMcan act as a compensation
for the detrimental effect of adding the TiO2 nanoparticles, increasing flexural and compression strength.

According tofigure 8, the compositions containing only titaniumdioxide show a high content of pores
above 10 μmbut alsomore pores below 0.1 μmwhat indicates an improved particle packingwhen compared
with compositions with PCMonly (figure 7), translated into higher flexural strength for compositions with 2.5%
of TiO2; this effect remains evenwhen PCM is added.

Figure 6.Porosity distribution of the 2.5%TiO2mortars combinedwith 20%–30%of PCM.

Figure 7.Pore distribution formortars with 0%–30%PCM.

Figure 8.Pore distribution formortars with 0%–5%TiO2.
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With 5%of TiO2, the buffering effect from the PCMmicrocapsules is still evident, though less effective due
to the excess of nanoparticles (figure 9), causing a reduction inmechanical strength. The high volume of
macropores present in the 20%PCM formulation disappears when the PCMcontent increases and the volume
of nanopores become higher.However, another effect occurs with 5% titaniumdioxide that was not detected
with 2.5%, the presence of high porosity, with pores above 8 μm.These pores reduce the overallmechanical
strength for the 5%TiO2mortars, especially when only 20%of PCM is added. These bigger pores can explain
why the compositionwith 2.5%TiO2 and 30%PCMperforms better under loading, when compared to the 5%
TiO2—30%PCMcombination, since total porosity and average pore size are similar for both.

Tables 2 and 3, confirm that pore size distribution plays amore important role inmechanical strength than
total porosity and average pore size.

As seen in table 3, adding 5%more of PCMreduces total porositymainly in the range 1–10 μmresulting also
in a reduction of the average pore size. Based on the analysis of themechanical strength, it can be concluded that
themortarwith 30%of PCMand 2.5%of titaniumdioxidewill be the one to achieve a better performance.

Figure 9.Porosity distribution of the 5%TiO2mortars combinedwith 20%–30%of PCM.

Table 2.Average pore size and total porosity for PCM/TiO2 compositions
with 2.5%TiO2.

Pore average

size (μm)
Standard

deviation

Total poros-

ity (%)

2.5%TiO2 0.2531 0.0041 29.6

0%PCM

2.5%TiO2 0.076 0.0053 31.6

20%PCM

2.5%TiO2 0.088 0.0058 36.3

25%PCM

2.5%TiO2 0.068 0.0054 31.6

30%PCM

Table 3.Average pore size and total porosity for PCM/TiO2 compositions
with 5%TiO2.

Pore average

size (μm)
Standard

deviation

Total poros-

ity (%)

5%TiO2 0.1284 0.0044 34.0

0%PCM

5%TiO2 0.0949 0.0069 39.0

20%PCM

5%TiO2 0.0944 0.0058 35.8

25%PCM

5%TiO2 0.0669 0.0055 33.8

30%PCM
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Figures 10 and 11 show the thermal performance of PCM/TiO2mortars when submitted to the climatic
chamber test. Formortars containing 2.5%of TiO2, when the temperature increases, the efficiency is similar for
20% and 30%of PCM, temperature reduction relative to the environmental temperature is almost the same for
both. During the cooling cycle, the compositionwith 30% is slightlymore effective. A change in the internal
porosity does not play an important role here, because the amount of nanopores (below 0.1 μm) is the same for
bothmortars. The porosity between 0.5 and 1 μmpresent in the 30%PCMmortar is high enough to assure an
effective heat exchange, since the critical limit to delay the heat transfer in PCMmortars is below 0.5 μm [39].

When the amount of titaniumdioxide nanoparticles increases to 5%, an interesting phenomenon can be
observed, themortar with 20%PCM ismore efficient than the onewith 30%. This result shows the importance
that internal pore distribution has in heat transfer. A strong reduction inmacropores for the 30%PCM-5%TiO2

composition, when the content of nanopores (<0.1 μm) andmicropores (0.5–5 μm) remains the same, explains
the discrepancies between this composition and the 30%PCM-2.5%TiO2 formulation.However, an
improvement in latent heat storage formortars with 5%of TiO2 is not enough to compensate the loss in
mechanical strength. For application in buildings, the coating needs to achieve a good compromise between
hardened state properties and heat transfer, so 20%PCMwill bemore beneficial for themortar’s durability. It
has been demonstrated that the presence of PCMcapsules inmortars [46], evenwith several cooling andmelting
cycles, does not affect its durability—it was not observed any cracking in themortars’ layers of the cells subject to
thermal cycling.

The photocatalytic tests (figure 12) demonstrate that an increase in titaniumdioxide does not necessarily
render an increase in efficiency [38]. Catalyst excess seems to be in fact a contributing factor to a decrease in
degradation rate for 5% compositions.While for the coatingwith 2.5%TiO2, an increase in PCMdoes not
compromise the overall photocatalytic efficiency, for coatings with 5%, an increase in PCMreduces the
degradation rate. The strong decrease in pores above 1 μmfor compositions with 30%of PCM lowers the

Figure 10.Thermal tests for the 2.5%TiO2mortars with 20%–30%PCM.

Figure 11.Thermal tests for the 5%TiO2mortars with 20%–30%of PCM.
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amount of catalyst exposed toNOx and explains the difference from20% to 30%PCM,when the TiO2 content
remains the same.

Self-cleaning efficiency is a separate process, assessed in this study by surface contaminationwith
Rhodamine B. Themechanism responsible by the degradation of organic surface contaminants is different from
the pollutants degradation process in photocatalysis, as it has been described in a previous section. Because
mortars are inherently porous, it was expected that the studywould be influenced by the absorption of dye at the
surface.Higher pores, particularly the ones above 1 μmandhigher porosity, can cause a higher absorption rate
of the RhB during contamination.With a lower concentration of dye exposed to radiation, the degradation rate
will be affected—less contaminant should lead to a faster degradation.

However, from the analysis of the results obtained for RhB after 3 h of irradiationwith a solar lamp
(figure 13), it became clear that is not possible to establish a direct correlation between degradation and pore
distribution. The 2.5%TiO2—25%PCMcomposition, with a very high amount of pores above 1 μm (figure 6),
shows the lowest amount of RhB degraded. At the same time, the compositionwith 5%TiO2—20%PCM,with
also a high volume of pores above 1 μm, is the second best result for RhB degradation. Themain difference
between these two compositions is the total porosity,much higher in the 5%TiO2—20%PCMwhat seems to
confirm that higher number of pores will keep less RhB at the surface, hence the higher degradation rate.
However, this observation is contradicted by the tests with 2.5%TiO2—30%PCM that shows the highest
degradationwhile having the lowest total porosity and a very low percentage of pores above 1 μm.

The immediate conclusionwill be that the adsorption phenomenon at the surface of themortar, caused by
its intrinsic porosity plays a very important role in the degradation process of the organic dye and it seems to
influence the results. Nonetheless, this apparent inconsistency observed for the composition 2.5%TiO2—30%
PCM is in linewith the results obtained for theNOx degradation so, it can be pointed out that the explanation
should be the same. Thismeans that the best composition for self-cleaning is also the best composition forNOx

Figure 12.Photocatalytic efficiency of the ternary compositionsmortar-TiO2-PCM.

Figure 13.Rhodamine B decomposition for the ternary compositionsmortar-TiO2-PCM.
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degradation, which is the one that combines the lowest total porosity, the lowest amount of pores above 1 μm
and enough catalyst to avoid partial deactivation caused by electron–hole recombination [38].

Although each composition shows a different degradation rate for the RhB after 3 h of exposure, all
compositions containing TiO2were completely clean, with all dye removed from the surface, after 8 h under the
solar lamp (figure 14). This shows thatmortars can be effective for self-cleaning evenwhen small amounts of
TiO2 are added and the presence of another additive, in this case a PCM for latent heat storage, does not affect its
ability to degrade the dye.

Surface contamination has been appliedwith success and it is considered an expedite and simplemethod to
assess self-cleaning inmortars.

These results show though, that further extensive study regarding the combined effect of surface adsorption,
microstructure and dye reaction pathway has to be conducted to have a comprehensive understanding of the
superficial decontamination in photocatalyticmortars.

5. Conclusions

The results presented in this work confirmed that combiningmicro-sized PCMand nano-sized TiO2 opens new
possibilities to developmortars withmultiple functionalities such as self-cleaning and heat storage. The
microstructuralmodifications do not necessarilymean that hardened state properties will be compromised.
Previous research demonstrated that both additives (PCMandTiO2)maintain their functionality for long
periods of time, compatible with the service life expectancy of the building inwhich theywill be applied. Good
understanding ofmicrostructural changes in new and innovativemortars can lead to an optimization of
compositions without compromising their functionality. This opens a new field of research in the development
ofmultifunctional advancedmaterials for construction.
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