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Abstract 

Lifetime predictions are a key-issue in the optimal design of a product in load-bearing ap

plications. In order to perform lifetime predictions, an accurate model of the deformation 
behaviour of the polymer is needed. Klompen et al. [1, 2] showed a modeHing approach capa
ble of lifetime predictions for polymers under static loads. From this work it can be concluded 

that lifetime of a polymer depends on accumulation of plastic strain. Three parameters have a 
strong influence on the rate of plastic strain accumulation: stress, temper at ure and processing 
history. This approach led to accurate predictions of the lifetime of glassy polymers under 

static loadings and isothermal conditions. A strength of the model is its implementation of 

the physical ageing kinetics . 

The approach of Klompen et al. is used in this study to predict the deformation behaviour 

and lifetime of glassy polymers under cyclic loading conditions. An analysis is performed to 
investigate the influence of stress, temperature and processing history on the fatigue lifetime 

predictions. 



Samenvatting 

De levensduur van een product is een belangrijke eis in het ontwerpen van nieuwe producten 

voor gebruik in aan belasting onderhevige toepassingen. Om uitspraken te kunnen doen over 

de levensduur van een product, moet het deformatie gedrag van het materiaal kunnen worden 

gemodelleerd. Klompen et al. [1, 2] tonen een constitutief model dat in staat is levensduur 

voorspellingen te verrichten voor polymeren onder constante belastingen. Het model voor

spelt de levensduur als functie van de geaccumuleerde plastische rek en toont tevens drie 
parameters die van invloed zijn op de snelheid van accumulatie van plastische rek: span

ning, temperatuur en de thermische geschiedenis van het materiaal. Deze aanpak bewijst 

in staat te zijn van het accuraat voorspellen van de levensduur van glasachtige polymeren 
onder constante belastingen en isotherme condities. Het model voorspelt tevens de invloed 

van veroudering van het materiaal op de levensduur. 

De aanpak zal in deze studie worden gebruikt om het deformatiegedrag en de levensduur van 

glasachtige polymeren te voorspellen onder cyclische belasting condities. Tevens zal worden 
geanalyseerd welke invloed de spanning, temperatuur en thermische geschiedenis van het 

materiaal hebben op de levensduur. 
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Chapter 1 

Introduetion 

A key-issue in the design of new products is their expected lifetime under specified loads. In order to 
be able to predict this, the deformation behaviour of the product material has to be understood and 
captured mathematically. For this purpose, several constitutive models have been developed around 
the world to describe the deformation behaviour of polymers, with varying success. 

The development of a constitutive model, accurately descrihing the deformation behaviour of poly
mers, is of importance for the engineering world. The combination of constitutive models and finite 
element packages, can save high costs in product design by cheap and fast , virtual prototyping. In 
virtual prototyping, in lieu of a physical prototype, products are virtually tested and evaluated on 
specific characteristics in the design of the product. 

Klompen et al. [1- 3] reported on a constitutive model developed in Eindhoven. It was shown [1 , 2] 
that the approach is capable of quantitative static loading lifetime predictions. The rationalisation is 
the lifetime of polymers to be determined by the softening of the material and as in a consequence 
is governed by the amount of in time accumulated plastic strain. The accumulation of plastic strain 
proved to be influenced by three parameters: stress, temperature and processing history of the mate
rial. The implementation of the constitutive model in a finite element package delivers a design tool 
that can be used for the virtual prototyping. 

In practise, however, products not only havetoendure static loadings, but also severe dynamic load
ings. Despite all progress made on constitutive modelling, until today a constitutive model descrihing 
deformation behaviour under cyclic loading and predicting the fatigue lifetime of polymers , has not yet 
been reported on. In this study the approach of Klompen et al. [1, 2] is used to predict the lifetime of 
glassy polymers under cyclic loadings. The applicability of the model are tested for dynamic conditions 
and the influence of stress, temperature and processing history on the fatigue life are analysed . 
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Chapter 2 

Background 

In the last decades a profound progress is made in the development of constitutive models. A number 
of 3D constitutive models have been developed and validated by several groups around the world, e.g 
the group of Mary Boyce at MIT [4- 6], Paul Buckley in Oxford [7] and our group at the TU/e in 
Eindhoven [8] . In the past few years important developments were reported by Klompen et al. [1, 2] 
from the group in Eindhoven. This approach distinguishes itself by the capabilities of the model to 
predict fast and accurate the time to failure of polymers under static loadings. The model is limited 
to isothermal conditions and is explained in more detail in this chapter. 

2.1 Intrinsic deformation of glassy polymers: phenomenology 

The intrinsic deformat ion behaviour is used for material rnadelling [8]. The intrinsic behaviour is 
defined as the true stress-strain behaviour of the material during homogeneaus deformation. In figure 
2.1 (a) a schematic representation is shown of the different intrinsic characteristics that can be witnessed 
in a compression test. 
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Figure 2.1: General representation ofthe intrinsic behaviour under constant strain 
{ay : yield stress){ a). Jnfiuence of ageing of the material in time (ta) on the yield 
stress (b). Figures adapted from Klompen et al. [9} 
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Polymers first show a linear viscoelastic relation between stress and strain, where deformation is fully 
reversible. At increasing strain, deformation becomes nonlinear viscoelastic up to the yield point. At 

the yield point the irreversible plastic flow sets in, induced by the stress . The strain build up from this 
point on is irreversible. With increasing deformation a decrease in stress is observed, strain softening, 
until molecular orientation of the material in the direction of loading increases the stress again, strain 
harden ing. 

In a tensile test the deformation is not homogeneaus and shows localisation phenomena at the moment 
of softening, that can be observed in the form of moderate localisation (necking or shear banding) and 
severe localisation (crazing). The localisation phenomena give an indication of the lifetime of t he 
material and are therefore taken as the time-to-failure . 

Deformation kinetics 

In the deformation behaviour of polymers, two time-depended processes have to be distinguished. The 
first time depending process relates to the deformation kinetics of the materiaL The deformation of 
a material depends on the mobility of the molecular chains or moreover the ability of chain segments 
to change their conformation by bond rotation. The mobility is impeded by the intramolecular and 
intermolecular interactions. Stress and temperature stimulate the mobility of the chains and therefore 
increase the rate of change in conformation. 

At the yield point, the stress induced segmental motion of the molecular chain results in a plastic flow 
rate that exactly balances the applied strain rate. Therefore, the material deforms at the yield point 
at constant stress and at constant strain rate equal to the prescribed strain rate. The deformation of 
polycarbonate is rate-dependent as is shown in figure 2.2(a). The relation between the constant strain 
rate and yield stress is shown in figure 2.2(b ) . 
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Figure 2.2: The infiuence of the strain ra te on a compression curve (a) and the 
relation between yield stress and the strain rate for polycarbonate {b). Figures 
adapted from Klompen et al. [1, 2} 
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The yield stress shows a linear dependency to the logarithm of the strain rate. The linear relation 
is two-directional. A prescribed strain rate gives a specific yield stress and the other way around an 
applied constant stress gives a constant characteristic strain rate at which the material will deform. 
The characteristic strain rate offers the possibility to predict the amount of accumulated plastic defor
mation in t ime for a prescribed stress . The flow after the yield point is not completely unrestricted, 
sirree during the flow the molecules orient, and at a certain point, increase the stress again as a func
tion of the strain. In this study solely the deformation behaviour up to the strain softerring is regarded. 

Ageing kinetics 

The second time-depending process that has to be regarded, relates to the ageing kinetics of the mate
rial. It is wel! documented in literature that polymers for mechanically unloaded conditions can show 
a decreasing molecular mobility termed physical ageing [10]. The infiuence of ageing on the material 
deformation behaviour is an increase of yield stress inducing a larger lifetime [1] and also the risk 
of brittie failure [1 , 11]. The infiuence of the physical ageing on the deformation behaviour is shown 
in figure 2.1(b). Hence, in ligure 2.3(a) the difference in yield stress induced by different processing 
histories is represented. 
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Figure 2.3: The influence of the initial age on the yield stress in a compression 
test (a) and on the relation between the yield stress and the strain rate {b) of 
polycarbonate. Figures adapted from Klompen et al. [1} 

The difference in yield stress as a result of different initia] ages shifts the relation between the log
arithm of the strain rate and the yield stress to lower strain rates for aged material, as shown in 
figure 2.3(b) . As can beseen in t he example, ageing is an important aspect in the lifetime prediction, 
since it has a profound infiuence on the rate of plastic deformation under given stress and temperature. 
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2.2 Intrinsic deformation of glassy polymers: modeHing ap
proach 

A model descrihing the deformation behaviour of polycarbonate, has to take into account the defor
mation and ageing kinetics as witnessed in the experimentsof Klompen et al. [1, 2]. In the approach 
the rate dependency was accurately captured by an Eyring flow rule. The softerring and ageing of the 
material were described as a function of the accumulated plastic strain. In the full 3D-constitutive 
representation of the model the softening, the harderring and the pressure dependenee are taken into 
account. The constitutive model is an elasto-viscoplastic model and is fully regarcled in this chapter. 

Gr 

Figure 2.4: General representation of the 3D constitutive model approach used by 
Klompen et al. (1, 2} 

The constitutive model 

The 3D constitutive model makes use of a total Cauchy stress tensor that is decomposed to a driving 
stress (u.) and a harderring stress (ur) basedon the approach ofHaward and Thackray [12]. 

The harderring stress is described by a simpte neo-Hookean relation 

- d 
Ur = GrB 

(2.1) 

(2.2) 

-d 
where Gris the harderring modulus and B is the isochoric left Cauchy Green deformation tensor. The 
driving stress is decomposed into a deviatoric stress (u~) and a hydrastatic stress (u~) contribution. 

h d -d u.= u.+ u.= K (J- 1) I+ GBe (2.3) 

-d 
where G is the shear modulus, B e the deviatoric part of the isochoric elastic left Cauchy-Green tensor, 
K the bulk modulus, J the volume change factor, and I t he unity tensor. The superscripts d and h 
denote the deviatoric and hydrastatic contributions. The bulk modulus and the shear modulus are 
functions of the Young's modulus (E) and the poisson ratio (v). 

K 

G = 

E 
3 (1 - 2v) 

E 

2 (1 + v) 

(2.4) 

(2.5) 

The elastic volume change is captured by j in relation with the volume change factor J and the 
deformation tensor D . 

j = Jtr (D) (2.6) 
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The Jaumann rate iJ e is determined by the isochoric elastic left Cauchy Green deformation tensor 
Be , the plastic deformation rate tensor Dp and the deviatoric part of the driving stress tensor Dd. 
The subscripts e and p denote the elastic and plastic contributions. 

~ (d )-- (d ) Be= D - Dp ·Be+ Be· D - Dp (2 .7) 

The plastic deformation tensor Dp and the driving stress u~ are related by a non-Newtonian flow rule. 
The viscosity is derived from an Eyring relation. 

O"d 
Dp= s 

27J (T,p, 7, S) 
(2.8) 

The model uses an equivalent stress. 

1 
- tr (ud · ud) 2 s s 

(2 .9) 7= 

The equivalent plastic strain rate is described by 

(2.10) 

The viscosity depends on the equivalent stress {7), pressure dependenc~ (lt), absolute temperature (T) 
and the intrinsic state ( S). 

The nonlinearity of the model is governed by a single stress-activated viscosity defined in equation 
2.11. The definition of the viscosity is of the sarne form as an Eyring viscosity, but next to a stress 
dependent shift factor (I), the contributions of hydrastatic pressure (11) and material state (111) are 
taken into account . The temperature dependency of the viscosity is governed in the definition of the 
initial viscosity and the characteristic stress. 

{7 /To) (/lP) TJ (T,p , 7, S) = 'f/O ,r (T) · .nh ( / ) exp - exp (S) 
Sl T To To '--v-" 

(2 .11) 

.,_,__.,..___..- I I I 
I II 

with ll the pressure dependency, To the characteristic stress defined in equation 2.13 and T is the 
absolute temperature. 

TJo,r (T) = Ao,rToexp ( !:>.:: (~- T:ef)) (2.12) 

In equation 2.12 the initial viscosity ( T}o ,r) is defined by the Arrhenius equation, where Tref is the 
absolute reference temperature at which the parameters in table 2.2 are determined, Ao,r is a constant 
concerning the jump-frequency at the reference temperature, R is the gas constant and !:>.U is the 
activation energy. The characteristic stress ( To) is given by 

kT 
To =V* (2.13) 

where k is the Boltzmann constant and V* is the activation volume. 

The 3D constitutive model is used for isothermal simulations and uses a single set of parameters to 
describe the deformation behaviour for all grades of polycarbonate, listed in table 2.2 [1 , 2]. 
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E 900 [MPa] To 0.7 [MPa] 
V 0.4 Sa 

Cr 26 [MPa] ta [s] 
!:lU 295 [kJ/mol/KJ J.L 0.08 
!':lUa 205 [kJjmol/K] ro 0.965 
V* 5.78 [nm3] r1 50 
V* a 2.21 [nm3] r2 -5 

'T/O,r 2.1 . 1011 [MPas] co -4.41 

Ao,r 3.0. 1011 [s] cl 3.3 

Table 2.1: Model parameters for polycarbonate at a reference temperature of 23° C 

The process of deformation is infl.uenced strongly by a constant competition between the ageing and 
the rejuvenation ofthe material [2] . In the model the competition is captured by the parameterS. The 
parameter S consistsof a contribution of the evolution of the material state (Sa) and the rejuvenation 
(Ry) of the material defined in equation 2.15. Figure 2.5(b) represents the infl.uence of the ageing and 
rejuvenation on the yield stress as function of the strain rate. 

(2.14) 

.!:2.-=-! 

- (1+(ro · exp('Yp)rl) rl 

R'"~ ('Yp) = .':2..::!. 
(1 + r(/) r l 

(2.15) 

where r 0 , r 1 and r 2 are model constants used to fit the function on experimental data [2] . The value of 
the softerring ( R'Y) is constant until a specific value for the accumulated plastic strain ( 'Y), after which 
Ry decreases with increasing plastic strain. 

The yield stress increases under infl.uence of ageing and can bedescribed as a function of the effective 
time, as was shown by Klompen et al. [2] . 

(
t eff + ta) uy(t)=uy,o+c·log to (2.16) 

where O"y ,o is 23.4 MPa and c is 3.82 MPa for a strain-rate of 10-3 s- 1 for polycarbonate concerning 
true stress. The effective time t ef f is defined in equation 2.18, ta is 1 s and ta is the duration of the 
ineffective time before the ageing of the material sets in and follows a master curve as shown in figure 
2.6(a) . 

(2 .17) 

where Sa (0) is the initial value of the state parameter defined in equation 2.22 indicating the processing 
history of the material used. 

The infl.uence of temperature and stress are captured in the definition of the effective time ( tef f). In 
analogy with the stress-dependent shift function defined by Leaderman [13] and as used by Klompen 
et al. [2] for the viscosity, acceleration factors were defined by Klompen et al. [2] for the infl.uence of 
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Figure 2.5: Schematic representations of the state parameter Sa (a} and the com
petition between the infiuences of ageing and rejuvenation on the yield stress as a 
function of the logarithm of the strain ra te (b) . Figures are adapted from Klompen 

et al. (2} 

the temperature and stress on the effective t ime. The effective time is used to accelerate the evolution 
of the state parameter under infiuence of temperature and stress. 

t 

tef f (T, f, t) I dÇ 
ar(T (Ç)) · aa (f (Ç)) 

(2 .18) 

0 

ar (T) exp ( ~Ua u-__ 1 ) ) 
RT T Tref 

(2.19) 

aa (f) 
(f/Ta) 

(2 .20) 
sinh (T/Ta) 
kT 

(2.21) Ta v· a 

where fis the equivalent stress, Ta is the characteristic stress for ageing and Va* is the ageing activation 
volume. 

The parameter Sa is used as an unique parameter in the model, descrihing the increase of the yield 
stress as aresult of ageing of the material, as shown in figure 2.5(a). The initia! value of t he parameter 
Sa is obtained by fitting the yield stress from a tensile test simulation on the yield stress obtained 
experimentally by solely adjusting the Sa-value. The ageing of the material, captured by the state 
parameter, evolves as a function of time as is described by equation 2.22. 

(
teff + ta) Sa(t)=co+cl·log to (2 .22) 

where Co and c1 are constants listed in table 2.2. 
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Figure 2.6: The quenched and torsion rejuvenated polycarbonate samples follow the 
same master curve for the evolution of the yield stress in time (a). Schematic rep
resentation of the influence of different processing histories on the state parameter 
evolution {b). Figures are adapted from Klompen et al. {1, 2} 

Application to polycarbonate 

As is shown in figure 2.7(a) the 3D constitutive model can accurately predict the deformation behaviour 
of polycarbonate. The pre-yield behaviour is described linear elastic instead of non-linear viscoelastic 
as can be seen in the simulation of a compression test in figure 2.7(a) . The elastic description is 
assumed not to influence the predictions for large deformations [9]. As shown in figure 2.7(a) the 
rate-dependency is accurate described by the model as wel! as the influence of the initia! age as is 
shown in fi.gure 2.7(b). 

As was shown by Klompen et al. [1], the postulated 3D constitutive model can accurately predict the 
accumulation of plastic strain of the material under static loadings. Hence, the yield stress is obtained 
from tensile tests at varying strain rates, as is shown in fi.gure 2.8(a) . 

The softerring as function of the accumulated plastic strain offers an indication of the moment of 
failure of the material and allows the prediction of the fatigue lifetime. The influence of different initia! 
age as well as the evolution of the yield stress is accurately predicted as shown for material of two 
different initia! ages in fi.gure 2.8(b). 

2.3 Fatigue failure: status quo 

Three parameters are taken into account as influence on the amount of accumulation of plastic strain 
and as a consequence the lifetime of the materiaL These three parameters are stress, temperature 
and processing history. The same list of parameters that influence the fatigue life can be made from 
literature, when reported experimental results are reviewed. 

Fatigue failure of polymers is an active field of research. Many experimental results have been pub
lished and relations have been found to predict material behavior under cyclic loading conditions. A 
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Figure 2.7: The experimental data and simulations of compression tests at different 
strain rates (a) and for different initial ages (b) for polycarbonate. Figures are 
adapted from Klompen et al. {1, 2} 
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Figure 2.8: Measurements of the yield stress at different strain rates (a). Pre
dictions of the lifetime of polycarbonate of different initial ages (b) . Figures are 
adapted from Klompen et al. {1, 2} 

variety of experimental methods is used in literature, differing in shape of the stress loading (sine, 
block) as well as the way the stress loading is altered e.g. changing the ratio between the maximum 
and minimum of the stress signal, different amplitudes around a constant mean stress or different 
in tensile, compression or tensile-compression tests. An extensive review on this subject is given by 
Lesser [14]. A short overview on the proceedings and conclusions in literature is given to indicate the 
premises of this thesis. 

The fatigue failure measurements in the workof Lesser [15 , 16] arebasedon nylon and polyacetal. In 
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this work a sine shaped stress signa! in tensile direction is used as shown in figure 3.1(a). Fatigue life 
measurements are typically plotted in cycles to failure as function of the applied stress, as is commonly 
accepted in metal studies and known as Wöhler curves. A distinction is made in the results of Lesser, 
shown in tigure 2.9, between high cycle and low cycle fatigue . Low cycle fatigue is dominated by 
overcritical (hysteretic) heating of the polymer, thermally dominated region, leading to a drop in the 
viscosity and inducing irreversible viscous flow. High cycle fatigue, mechanically dominated region, 
called the true fatigue response by Lesser, is explained by accumulated material damage or crack 
growth. Lesser noticed in between the low and high cycle fatigue a large plateau, where the mode of 
failure changed from ductile failure to brittie rupture. In chapter 4 the results of Lesser are discussed 
in more detail. 
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Figure 2.9: Fatigue life measurements on polyacetal (a) and hysteresis loops for 
two specific stresses (b) . Figures are adapted from Lesser et al. (15, 16}. 

More extensive work on the variables infiuencing the fatigue life measurements, is performed by Ben
ham and Crawford [17, 18] . Benham and Crawford performed measurements on a serie of polymers 
and reported on a transition stress equal to the transition stress observed by Lesser. At this specific 
stress Benham and Crawford notice a balance to exist between the increase of the temperature by 
hysteretic heating and the heat loss through convection as shown in figure 2.10(a) . The study focusses 
further on the frequency, the shape, the mean value and the amplitude of the stress. The temperature 
was stuclied during the fatigue loadings as shown in figure 2.10(b) . All variables are discussed in the 
results in chapter 4. 
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from Crawford and Benham [17}. 
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The change of material properties through ageing under infiuence of stress and temperature, is widely 
reported in literature [1, 2, 19-26]. A good overview on ageing is given by Hutchinson [10]. Ageing was 
reported by changes in for example density, relaxation modulus and a decrease of the loss tangent. 
Yee et al.[21] performed measurements on polycarbonate and reported that physical ageing and age
ing under fatigue loading show many similarities. Irrespective of the great resemblance in ageing, Yee 
considered them different since the physical ageing showed a decrease of average hole size and fatigue 
ageing showed an increase of the average hole size in the material. 

It can be concluded from literature that stress, temperature and processing history have all influence 
on the fatigue life of polycarbonate. These three parameters are individually discussed in the experi
mental results. 

2.4 Scope of thesis 

It was demonstrated in this chapter that a full 3D constitutive model is available to accurately de
scribe the deformation behaviour of polymers under short- and long-term constant loadings or strain 
rates. Klompen et al. [1, 2] pointed out that three parameters influenced the failure behaviour of 
polycarbonate: stress, temperature and processing history. All three are introduced as parameters on 
the viscosity. The infiuence of the stress and temperature are introduced as influences on the time 
of the evolution of the yield stress. The scope of this thesis is to study the possibilities to use the 
constitutive model to describe the deformation behaviour of polycarbonate under short- and long-term 
cyclic loadings. The approach of Klompen et al. [1, 2] is used to predict the fatigue life. 
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Chapter 3 

Materials and methods 

In this chapter the materials and experimental techniques used, are discussed. In this study polycar
bonate is used as material for the experiments and simulations. Tensile tests are used to deterrnine the 
thermal history of a material and to follow the evolution of the yields stress during the experiments. 
The temperature is measured by infrared temperature sensing techniques. 

3.1 Materials 

The materials used, are commercial grades of polycarbonate. Measurements were performed on Lexan 
101R, 141R and 161R supplied as granules by GE Plastics and Makrolon supplied as extruded plate 
by Bayer. The granules are dried for 24 hours at 80°C in an air circulated oven prior to processing 
to prevent degradation. The samples used to obtain experimental data are produced according to the 
ASTM D638 - 91 and ISO 527- 1B/ A norms. Makrolon samples obtained from extruded plates are 
machined into the ASTM D638- 91 norm. The samples of Lexan 101R, 161R and 141R are obtained 
from injection moulding and the norros used are listed in table 3.1. The molecular weight distributions 
are reported by Klompen [1, 2] and also listed in table 3.1. 

To study the effects on the fatigue lifetime of the material, samples with different t hermal histories 
are created. To achleve this, Lexan 141R is injection moulded at two different mould temperatures of 
30°C and 130°C. The Lexan 101R and 161R samples are all produced with a mould temperature of 
30°C and subsequently a selection is annealed at 120°C in an air circulated oven for over 72 hours. The 

Grade Thickness Mold temperature Annealing Sa[-] Mn [kg/mol] Mw [kg/mol] 

Lexan 101R 1 mm 30°C 27.3 12.7 28.9 

Lexan 101R 1 mm 30°C 29.7 12.7 28.9 

Lexan 101R 1 mm 30°C 72h 120°C 43.6 12.7 28.9 

Lexan 161R 1 mm 30°C 27.5 11.6 27.9 

Lexan 161R 1 mm 30°C 72h 120°C 42.2 11.6 27.9 

Lexan 141R 3mm 30°C 29.5 9.2 25.8 

Lexan 141R 3mm 130°C 33.8 9.2 25.8 

Makrolon 3mm 27.5 8.2 18.7 

Table 3.1: Overview of the properties of the polycarbonate grades used in this 
study. The molecular weights are adapted from Klompen et al. [1, 2}. 
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Lexan 101R samples keep the initial dimensions after the annealing treatment in contrast to Lexan 
161R samples that reduce in dimensions by less than 1%. 

3.2 Experimental techniques 

Tensile testing 

The tensile tests are performed on servo-hydraulic MTS Elastomer Testing Systems 810 and 831.10. 
The specimens are tested at constant linear strain rates of 10-2 , w-3 and w-4 s-1 at room temper
ature. Samples are acclimatised in the temperature chamber for at least 10 minutes. 

Creep and cyclic fatigue testing 

The creep and fatigue tests are performed on servo-hydraulic MTS Elastomer Testing Systems 810 
and 831.10. To exclude the effect of temperature changes, an air-temperature controlled chamber at a 
constant temperature of 23°C is used. Creep tests are performed on Lexan 161R and fatigue tests are 
performed on Lexan 101R, 141R, 161R and Makrolon. The moment of failure of the polycarbonate 
samples is defined as the moment in time, where necking or brittle failure is observed. 

time 

{a) 

1/) 
1/) 

~ 
(ij 

time 

{b) 

Figure 3.1: Three types of dynamic stress signals are used in this study: a dynamic 
stress signal with a variabie large, sine shaped stress amplitude (a), a fixed small 
amplitude {b) and a sawtooth shaped small amplitude (c). 

time 

(c) 

Three types of dynamic loading signals are used in the experiments. The sine shaped signal in figure 
3.1(a) is adapted from the work of Lesser [15 , 16] and will further be referred to as large amplitude 
stress signal. The maximum stress is variable, but the minimum stress is fixed at 2.2 MPa. A second 
dynamic stress signal shown in figure 3.1(b ), is used to validate predictions for small amplitudes and is 
in this study referred to as small amplitude stress signal. The mean stress is variable and the amplitude 
is taken constant at 5 MPa. Equal to figure 3.1(b) a sawtooth shaped stress signal, shown in figure 
3.1(c) , is used to investigate the ability of the model to predict different dynamic stress shapes. The 
stress signals are prescribed in the experiments in engineering stress. To study the infiuence of the 
frequency, Makrolon samples are subjected to the frequencies of 2 and 10 Hz. 
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Isothermal dynamic measurements 

An in-house designed and constructed set-up is built to approach isothermal conditions. The set-up 
is designed to be used in combination with the dynamica! testing systems. The set-up consists of 
cylindrical, plexiglas column with a diameter of 60 mm and is lilled with 900 ml water. The design 
allows the addition of an external waterpump to control waterflow and temperature. The column 
allows measurements on ASTM D638 - 91 samples, but was optimised and used for ISO 527- lB/ A 
samples. The pump used in fatigue life experiments has a maximum flow of 0.045m/s and pumps 
water from an open water container, without temperature controL Tap water is manually added to 
control the water temperature. The water pump is replaced in the fatigue ageing measurements by 
a M12 Lauda water container, with a M S/2 Lauda temperature controller and water pump. The 
temperature is controlled at 22°C. The water flow is kept constant at 0.045 mjs. The effect of the 
water in the column on the measurements was investigated. Measurements showed an influence of the 
water on the force registration with a maximum of approximately 0.5 N, which is negligible to the 
forces used in the experiments. The effect of the water in long term measurements on the properties 
of the polycarbonate, samples were placed in water for more than 72 hours at room temperature and 
afterwards the yield stress was measured . No influence of the water on the yield stress compared to 
the yield stress of dry samples, was observed. 

Figure 3.2: The in-house designed set-up used to approach isothermal conditions. 

Thermography 

The infrared measurements are performed with a ThermaCAM PM575 from FLIR Systems. The 
infrared temperature sensing technique uses the radiation of the sample to measure the temperature. 
The camera is calibrated on the intensity of the radiation of a black-body radiator. Since samples do 
not comply with a perfect black-body radiator, the camera has to be adjusted for the experimental 
set-up conditions. 
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Three factors influence the amount of radiation transmitted by a sample: the speetral absorptance (a), 
the speetral reflectance (p) and the speetral transmittance ( r) . Kirchhoff 's Law states the absorptance 
of the material to be equal to the emissivity (E) on every temperature and wavelength. The relation 
between the three contributions is given by equation 3.1 where the emissivity is used instead of the 
absorptance. 

(3.1) 

It is shown by Koerren [27] that the thermal intensity measured by the camera can be described 
as a function of a reference intensity from the black-body at a specific temperature and the three 
contributions as shown in equation 3.2. 

(3.2) 

where Im is the intensity of the material, h the intensity of the black-body, Tm the absolute temper
ature of the sample and Ts the absolute temperature of the surroundings. 
Using equation 3.1 and 3.2 leads to a definition for the intensity of a black-body at a temperature 
equal to the sample as shown in equation 3.3. 

(3.3) 

With the known relation between the intensity of the black-body and the temperature, from the cal
ibration, a material temperature can be derived. A calibrated K-thermocouple was used to obtain 
a value for the emissivity for the polycarbonate samples. The temperature measured by the camera 
was compared to the temperature of the thermocouple and the value of the emissivity was adapted 
until the temperatures were equal for all temperatures in the range of interest . The emissivity of the 
material is known to change as function of the temperature. At higher temperatures the emissivity of 
the material is lower. Within the measured temperature range the emissivity is assumed not to change 
significantly and is set on a constant value of 0.95. This value was also determined for polycarbonate 
at room temperature by Koerren [27) . 

Figure 3.3: Example of infrared measurements on Lexan 141R. 
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The ThermaCAM measures within the speetral of 7.5 and 13p.m, with an atmospheric filter cuttingat 
7.5p.m. Measurements are performed at a distance of 0.6 m to minimise atmospheric radiation. The 
humidity is set constant at 33% and measurements are performed at room temperature. The infrared 
temperature measurements have a stated accuracy of 0.1 °C. 

The infrared temperature sensing technique is chosen since the technique has the advantage of no 
interference with the sample during measurements. The technique provides a rapid measurement of 
the surface temperature. An alternate metbod would be the use of a thermocouple. Since the thermo
coupleis cooled by the surroundings, the measurements are slower and result in a lower temperature 
increase measurement. When samples are relatively thin, the infrared measurements give a better 
representation of the bulk temperature of the sample. Thicker samples have a temperature gradient 
over the thickness of the sample. R.abin and Rittel [28] showed that for the 3 mm thick ASTM-norm 
samples, the difference between core temperature and wall temperature is less than 5%. The difference 
between core and wal! temperature was determined to be less than 1% for the 1 mm thick ISO-norm 
samples. During fatigue loadings heat is generated within the sample and the percentages can in
crease. On the other hand, as shown in appendix A, both samples have a Biot number lower than 
0.1, suggesting an uniform temperature distribution between core and surface. The Biot number is a 
nondimensional parameter that gives a ratio between the convection and the conduction as shown in 
equation C.4. 
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Chapter 4 

Experimental results 

In this chapter the experimental results for fatigue failure are compared to the results and conclusions 
from literature [14-16, 20, 21]. Also the role of processing history, stress and temperature on the time 
to failure are discussed. 

General observations 

Conesponding to the experiments performed on polyacetal by Lesser [14-16] shown in figure 2.9, fa
tigue measurements on polycarbonate are performed with the stress signa! given in figure 3.1(a). The 
results in figure 4.1(a) show a clear similarity to the results ofLesser. A first characteristic observation 
is the distinct plateau at 57 MPa that indicates the transition between low and high cycle fatigue. 
The relation between the lifetime and the stress is determined by the material state as shown in figure 
4.1(b). The curve for annealed samples with a Sa-value of 33.8 shifts to higher stresses compared to 
the quenched samples with a Sa of 29.5. 

75 

70 

Cts a.. 65 
~ 

x 
ctS 60 E 

1:) 

55 

50 0 
10 

75 

70 

Cts 111! 

a.. IJ 
65 lli 

~ lli s = 33.8 
0 ~ 0 lli a 
0 

i 8 G ~ 
0 DID 

0 x 0 ID 
0 ~ ctS 60 0 c 

0 ü ' E 0 s = 29.5 
~ ~ ~ ~q ~. 1:) 0 a .. ~ ~ ~ ~ ~ ~~~ ~ -. r -

~n 
CJII) 

55 0~ 

mechanically 
w ;,_; 

dominaled 

102 10
4 

106 108 50 0 
10 102 104 106 

time-to-failure [s] time-to-failure [s] 

(a) (b) 

Figure 4.1: Fatigue life measurements on Lexan 141R with a Sa of29.5 {a). Fatigue 
failure measurements for Lexan 141R for two different thermal histories (b). 

The samples show around the stress level of the plateau also a clear transition from ductile failure 
(necking, low cycle) to brittie rupture (high cycle). The indications of thermally and mechanically 
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dominated regions in figure 4.1(a), as proposed by Lesser in figure 2.9 , are better understood when 
the results shown in figure 4.2 are taken into account which show the increasing temperature and the 
energy dissipation of the samples during fatigue. 

In figure 4.2(a) and 4.2(b) the evolution of the hysteresis loops are shown for two distinct situations. 
Figure 4.2(a) shows the hysteresis loopsfora maximum stress of 59 MPa, in the thermally dominated 
region. The loops for 59 MPa enclose large areas, indicating a constant and large energy dissipation 
during the fatigue loading. The energy dissipated leads to an increase of the temperature of the ma
terial and as a consequence shortens its fatigue life. In figure 4.2(b) the hysteresis loops are shown for 
the maximum stress of 56 MPa, from the mechanically dorninated region. Compared to the hysteresis 
loops of 59 MPa the loops of 56 MPa show the opposite. The enclosed area within the loops is not 
constant or increasing, but decreases with increasing time. The decrease of enclosed area indicates 
a decrease of energy dissipation and wil! not lead to a continuons increase of the temperature of the 
material as expected for 59 MPa. 

In figure 4.2(c) the dissipated energy is shown for all measurements presented in figure 4.1(a). The 
evolution of the hysteresis loops shown for 59 and 56 MPa can also be observed in figure 4.2(d). The 
energy dissipation for maximum stresses above 57 MPa show an almost constant energy dissipation, 
with a strong dissipation increase prior to failure induced by the softening of the material. The dissi
pated energy for samples of 57 MPa and lower show a continuons decrease. Remarkable is the change 
of slope for the dissipated energy at a time of approximately 100 seconds. A likely explanation is 
ageing of the material incorporating a decrease of the loss compliance and subsequently a decrease of 
the dissipated energy [20, 21, 25 , 26). The increase of age embrittles the polycarbonate and explains 
the transition in the type of failure from ductile to brittie rupture [11]. 

The temperature increase of the material is shown in figure 4.2(d). In this figure again the difference 
between the thermally and mechanically dominated regions is observed. The maximum stresses from 
the thermally dorninated region above 57 MP a show a continuons increase of temperature until failure, 
indicated by x in the figure. On the other hand, the maximum stresses of the mechanically dominated 
region show a balance between the increase of the temperature and the heat lost to the surroundings. 
To be noticed is the decrease directly after the balance point in the temperature. If a stabie balance 
was found between the heat generation and heat loss to the surroundings the temperature is expected 
to stay constant. The decrease of temperature is likely a consequence of the ageing of the material. 
The ageing increases the yield stress and as a consequence the energy dissipation wil! decrease. 
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Figure 4.2: Measurements are performed on Lexan 141R with a Sa of 29.5. Evo
lution of the hysteresis loops for a maximum stress of 59 MP a (a) and 56 MP a 
(b). Measured dissipated energy per cycle (c). Temperature measurements on the 
surface of the sample using infrared thermography (d). 
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Fatigue failure: frequency 

The influence of frequency is often said to be taken into account in experiments, but cxperimental 
evidence is seldom published. Crawford and Benham [17 , 18] state that the frequency influences the 
lifetime of the samples, when the results are shown in a Wöhler curve. In figure 4.3(a) the results for 
two frequencies are shown and a clear shift in the results is observed. On the other hand in figure 
4.3(b) where the same results are plotted as a function of time, no differcnce is found for the two 
frequencies. 
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Figure 4.3: Measurements are performed on Makrolon with a Sa of 27.5. Fatigue 
life measurements for two frequencies typically plotted against the cycles (a) and 
the time {b) . 

The time of failure of a material is determined by the accumulation of plastic strain. Ignoring for a first 
moment the effects of heating of the sample, over a second of time the amount of accumulated plastic 
strain for 2 and 10 Hz predicted by the model is equal. Therefore, under isothermal conditions the 
rcsults of 2 and 10Hz should overlap. Since figure 4.3 shows the results for the thermally dominated 
region, the temperature increase of the material has also to be taken into account. 

In literature [14, 29] the energy dissipation and the temperature increase are defined as a function of 
the frequency, the loss compliance and the stress amplitude. 

dQ 

dt 
dT 

dt 

jrrO"~D" (f, T, t) 

dQ 1 

dt epp 

(4.1 ) 

(4.2) 

where Q is the dissipated energy, f the frequency, O"d is the stress amplitude, D" the loss compliance, 
T the absolute temperature, Cp the heat capacity and p the material density. 
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If the loss compliance would have been constant, the temperature would increase with increasing fre
quency and lead to shorter a lifetime for higher frequencies. As can be seen in the results in figure 
4.3(b) the results overlap. This suggests that with increasing frequency the dissipated energy equally 
deercases or regarding equation 5.12 the loss compliance. The amount of energy dissipated is infiu
enced by more than one parameter and is therefore a complex subject. In this study the frequency is 
taken 2 Hz in all experiments and is not further investigated. 

The polycarbonate has a low heat conduction and in relative thick samples a temperature gradient 
can exist between the core and the surface of the sample. By reduction of the minimum distance of 
conduction in the sample, the temperature gradient between the core and the surface of the sample is 
rninirnised. Hence, in the results in the next sections, ISO-norm samples with a thickness of 1 mm are 
used insteadof the 3 mm thick AS TM-norm samples. 

Fatigue failure: quenched material 

In figure 4.4 the fatigue life measurements are shown for quenched Lexan lOlR samples. In figure 
4.4(a) a linear relation is found for low cycle fatigue. At a maximum stress of 55 MPa failure is no 
Jonger observed during the time of measurement. Consiclering the temperature increase measurements 
in figure 4.4(b), the observations are similar to the results earlier in figure 4.2(d). However, the results 
in figure 4.4(b) show a stronger increase and decrease of the temperature. The dissipated energy for 56 
and 55 MPa in figure 4.4(c) deercases after 50 seconds, again suggesting almost instant ageing of the 
material. To visualise the ageing of the material the evolution of the yield stress is measured during 
fatigue , since the ageing infiuences the yield stress as shown by equation 2.16. Samples are fatigued for 
specific numbers of cycles and afterwards, the yield stress is determined by tensile testing at a strain 
rate of 10-3s- 1 . The maximum stress is taken at 50 MPa to ensure that no failure occurs before 106 

s. The yield st ress increases as shown in figure 4.4( d), affirming the suggestion of ageing. 

Fatigue failure: annealed material 

The results for the annealed samples are shown in figure 4.5. It is striking that there is a linear rela
tion between maximum stress and the logarithm of the time to failure in figure 4.5(a) . The increase 
of temperature for the annealed samples in figure 4.5(b) is slower than observed for the quenched 
samples, but still reaches the samemaximum value of 4°K before failure, as the quenched samples in 
figure 4.4(b). For a maximum stress of 72 MP a, a point of stabilisation of the temperature is observed, 
indicating a balance between the heat generation and loss of heat to the surroundings. In the results 
for Lexan 101R in figure 4.4(c) a change of slope was observed in the dissipated energy explained by 
the ageing of the material. In figure 4.5(c) the dissipated energy for armealed Lexan 101R shows a 
constant deercase for all stresses, but no change of slope is observed indicating ageing. 

Fatigue failure: isothermal 

The results for the quenched samples in figure 4.4(a) and annealed samples in figure 4.5(a) are shown 
again in figure 4.6 and compared to the results of the samples loaded in water during the fatigue load
ing. The samples were loaded in water to increase the loss of heat to the surroundings. The results for 
the quenched samples in figure 4.6(a) show a large increase of the lifetime compared to the samples 
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Figure 4.4: Measurements are performed on quenched Lexan 101R with a Sa of 
27.3 . Fatigue lifetime {a) and infrared temperature measurements {b) . Measured 
energy dissipation (c) and the increase of the yield stress under cyclic loading {d). 
Run out: no fai lure during the time of measurement. 
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loaded in air. The results for the quenched samples loaded in water show an almost linear relation 
between the logarithm of the time to failure and the maximum stress applied. Regarding the annealed 
samples in figure 4.6(b) only a smal! difference between the measurements of samples loaded in air and 
in water is observed. However, the condusion can not be drawn that the samples do not heat at all , 
since the samples loaded in air showed heating in figure 4.5(b) and the dilierences in time to failure 
compared to the samples loaded in water, are smal!. Apparently, small temperature increases do not 
always visibly affect the lifetime of the annealed materiaL Unfortunately the used water column makes 
it impossible to use infrared temperature sensing to measure the temperature increase of the samples 
loaded in water. 
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Figure 4.6: Fatigue life measurements for quenched (Sa= 27.3 )(a) and annealed 
(Sa = 43.6 }(b} Lexan 101R loaded in air and water. Run out: no failure during 
the time of measurement. 

Summary experimental results 

The expcrimental results have shown the influence of three factors on the fatigue life of polycarbonate: 
stress, temperature and processing history. The experiments showed clear plateau's in the measure
ments for polycarbonate with a low Sa-value. The characteristics of fatigue lifetime measurements 
described in literature are also observed in the experiments on polycarbonate. Thermally and me
chanically dominated regions are present in the experimental results and a plateau in between the 
regions was noticed. The plateau is determined by the balance between heat generation in the sample 
and the heat loss to the surroundings. The transition in failure modes observed in the measurements 
is explained by ageing of the materiaL An influence of the frequency on the fatigue lifetime is not 
observed. 
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Chapter 5 

Numerical results 

5.1 Predictions on the fatigue lifetime 

The 3D-constitutive model as formulated by Klompen et al. [1, 2] is used in this study with the 
FEM-package MARC for isothermal simulations to predict creep and fatigue lifetimes. The fatigue 
simulations with MARC directly proved expensive in memory and CPU-time. On the other hand the 
simulations of static loading conditions proved to go relatively fast. Simulations of static loading con
ditions can be performed fast due to computation techniques such as adaptive time-stepping. Adaptive 
time-stepping allows variabie time-steps to be used in the simulations as long as corivergence criteria 
are reached. 
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Figure 5.1: Schematic representations of the time-steps taken in adaptive time
stepping for a static stress (a) and the constant, minimum time-steps for a cyclic 
stress {b). 

The adaptive time-stepping reduces computation time and makes fast creep simulations possible. In 
case of cyclic loadings or changes in temperature, the time of calculation increases rapidly in expense, 
since it is no langer possible to use techniques as adaptive time-stepping. Since at least 64 points are 
needed to describe e.g. a sine shaped stress signa!, this gives a time step of 7.8125 · 10-3 s at 2 Hz. 
Hence, fatigue simulations in MARC can only be performed until 103 seconds. All time-steps have 
to be predefined in the program as wel! as all cycles, · since MARC offers no possibilities to repeat 
prescribed stress cycles. The large amount of data points that has to be stored, becomes a problem 
for the memory, when simulations become larger than 103 s. For high cycle fatigue simulations of 104 

27 



cycles and more, a salution has to be found. The increase of the computation time in MARC is shown 
in figure 5.2. As example a MARC simulation for a sawtooth shaped stress signa! with two different 
amplitudes at a frequency of 1 Hz, is compared to a simulation of a static stress signa! using adaptive 
time-step ping. 
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Figure 5.2: Computation time against the predicted time of failure for simulations 
on polycarbonate in MARC with a 3D constitutive model. A sawtooth shaped stress 
signal at 1 Hz was prescribed to a I-element model. 

The current implementation in MARC is used for isothermal fatigue simulations. The experimental 
results for annealed Lexan lOlR shown in figure 4.6(b) are used to validate the isothermal simulations. 
These experimcntal results are used, since they showed no indications of infiuence of temperature or 
ageing on the time to failure . The simulations are performed in MARC at a reference temperature of 
22°C, while the fatigue life experiments were performed with samples loaded in tap water, with an 
initia! temperature of 21.5°C. The water used in these experiments was stared in an open container 
and exposed to a surrounding temperature of 22°C and an increase of 0.5°C was measured in the 
water temperature during the high cycle fatigue measurements of more than 104 s. 

In figure 5.3(a) t he results are shown for the prcdictions by the 3D-constitutive model in MARC. The 
relation observed shows similar linearity as the creep life predictions on annealed samples in figure 
2.8(b) . The predictions of the low cycle fatigue prove accurate compared to the experimental results 
shown in figure 5.3(a) . However the predict ions by MARC prove accurate, it has to be noticed that 
the predictions are not corrected for the difference in temperature of 0.5°C for the low cycle fatigue. 

The limitations of the current MARC implementation (isothermal and no infiuence of ageing) and the 
time needed for the computations, make it attractive to find an alternative for MARC to do the rest 
of the simulations. In the measurements performed in this study only uniaxial loading conditions are 
regarded. The mathematica! program Matlab is used to convert the code for uniaxial conditions and 
to perfarm simulations. Since the code is now manually adjustable, it can be adjusted to take into 
account ageing and temperature. 

The contributions of the hardening stress and driving stress were split in equation 2.1. The contribu
tion of the hardening stress on the total stress applied is approximately 1 MPa (±0.2 MPa) for the 
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Figure 5.3: Predictions in MARC {diamonds} and Matlab (solid line) compared 
with the experimental results { circles} of the fatigue life of Lexan 101 R, with a Sa of 
43.6, for a large stress amplitude signa[ (a) . Predictions {lines) and experimental 
results (symbols} for Lexan 161R, with a Sa of 42.4, for a small stress amplitude 
signa[ (b} . 

maximum stresses used in the experiments. The harderring stress is ignored in the simulations since 
the contribution is considered small and saves computation time. In the uniaxial modeHing only the 
accumulated plastic strain as a function of the viscosity and stress is taken into account. 

Ductile failure under constant loading was shown by Klompen et al. [2] to originate from the true 
strain softening. The softerring was defined as a function solely depending on the accumulated plastic 
strain. The viscosity is again defined in equation 5.1 and 5.2. 

ry(T,S,T,p) (7/To) (!LP) 
'T]o ,r (T) · . h ( / ) exp -::- exp (S) sm T To To 

'T]o ,r (T) Ao,rToexp (t:J.U (~ - -1 )) 
R T Tref 

In uniaxial tensile conditions the hydrastatic pressure (p) is defined by 

f 
p=--

V3 

(5 .1) 

(5.2) 

(5.3) 

In combination with the definition for the viscosity in equation 5.1 and the zero-viscosity in equation 
5.2, this equivalent plastic strain rate for uniaxial loading conditions can be written as 

. 1 ( J-Lf ) ( t:J.U ( 1 1 ) "((f ,T ,S) = Ao sinh(f/To)exp V3To exp -R T- Tref exp(-S)(5.4) 

The Sa-values used in the simulations in Matlab are adapted from the MARC simulations ofthe tensile 
tests and are not corrected for the negligence of the strain hardening. In figure 5.3(a) is shown that 
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even with the simplified uniax:ial model representation the predictions of the time to failure remain 
accurate. In figure 5.3(b) the results are shown foranother wave-form represented in figure 3.1(c), 
with a small stress amplitude of 5 MPa. As wel! for the large stress amplitude signa! as for the smal! 
stress amplitude signa! the predictions are accurate. A smal! overprediction for the long-term creep is 
observed in the results in figure 5.3(b) as was also observed in figure 5.3(a). 

The deviation on the short-term creep and fatigue is explained by the high stresses, close to the yield 
stress where heating of the sample has to be regarcled for the fatigue loadings. On the short- and 
long-term the deviation between fatigue life predictions and measurements is explained most probably 
by negligence of the strain hardening in the model. When the approximated influence of the strain 
hardening of approximately 1 MPa is taken into account, the predicted time to failure is again accurate 
compared to the experimental results. In the experimental results the influence of the temperature is 
rninimised, but can not be excluded completely for stresses close to the yield stress. 

5.2 Predictions on the ageing kinetics 

The ageing of the material has been shown to strongly influence the deformation behaviour of polycar
bonate. The decrease of dissipated energy, the increase of the yield stress and the transition of ductile 
failure to brittie failure of the samples are all observed in the experiments and induced by the ageing 
of the material [2 , 10, 11]. Klompen et al. [1 , 2] described the evolution of the yield stress in time as a 
function of the effective time as was also shown in section 2.2. 

(
teff + ta) ay (t) = ay ,o + c ·log to (5.5) 

where ay,o is 23.4 MPa and cis 3.82 MPa for polycarbonate. The influence of stress and temperature 
are captured in the effective time and influence the evolution of the yield stress by acceleration of the 
evolution time. 

t - I dÇ 
teff (T, T, t) = aT (T (Ç)). au (T (Ç)) (5.6) 

0 

The shift factors for the temperature (aT) and the stress (a") were defined in equation 2.18. 

The effective time uses a temperature and a stress activated shift factor to include the effect of tem
pcrature and stress in the model in analogy with the viscosity as shown in section 2.2. The definition 
of the evolution of the yield stress has not yet been validated for cyclic loading conditions. Yee et 
al. [21] stated physical ageing and fatigue ageing to be two individual processes. In this study the 
assumption is made that the physical ageing and fatigue ageing are a single proces and can be de
scribed by the relation as provided in equation 5.5. The integral in the definition of the effective time 
is approximated by a sum of smal! time-steps, with constant values for the temperature and the stress 
over a time period of one second. 

To investigate the ageing under dynamic stress loadings and to validate the prediction of the yield stress 
evolution, the yield stress is measured for samples after fatiguing them for a specific number of cycles 
as shown in figure 5.4. In figure 5.4(a) and figure 5.4(b) the results of the yield stress measurements 
are shown for a large amplitude stress signa! and smal! amplitude stress signal, respectively. Regarding 
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the temperature measurements in figure 4.4(b) the measurements in figure 5.4(a) and figure 5.4(b) are 
assumed not to be influence by heating ofthe sample. The yield stress measurements in figure 5.4(a) as 
well as in figure 5.4(b) are accurately predicted. In figure 5.4( c) a situation is considered where heating 
of the sample is expected when again the temperature measurements in figure 4.4(b) are taken into 
account. The prediction for the yield stress, performed for isothermal conditions, prediets an increase 
on larger times then measured in the experiments. The temperature data in figure 4.4(b) is used in the 
calculation of the effective time to take the heating of the sample into account. The prediction of the 
yield stress increase, corrected for the temperature increase, is shown in figure 5.4( d) . The prediction 
of the yield stress in figure 5.4(d) improves in accuracy when the temperature is included. However, 
the still existing deviation between the prediction and the measurements can induce large differences 
in the simulations. 

The relation descrihing the increase of the yield stress under influence of the ageing was derived by 
Klompen et al. [2] for low stresses. The relation is successfully used to describe the ageing under cyclic 
loading conditions, but has not been validated yet for use with high stresses. A study to validate the 
description of the ageing under high stresses is needed to further improve the description of ageing 
during fatigue . 

The prediction of the ageing is included to the simulation program in Matlab. Quenched samples of 
polycarbonate are used to validate the predicted ageing in fatigue lifetime predictions. In figure 5.5(a) 
the results are shown for measurements with a smal! amplitude stress signa!. 

Concerning only the fatigue lifetime predictions, the predictions in figure 5.5(a) for the amplitude of 
5 MPa shows a smal! deviation between experimental results and predictions. A part of the deviation 
is explained by neglecting the strain hardelling which shifts the prediction to shorter lifetimes. Also 
visible in figure 5.4(a) is that the prediction of ageing stays behind on the measurements. In figure 
5.5(b) the results for the large amplitude stress signa! show a smal! deviation for the short-term 
predictions, but the deviation increases for larger times. The large deviation between the prediction 
and the experiments can not be fully explained. The prediction of the lifetime in figure5.5(b) gives no 
evidence of a gradual slopes change that is usually observed for ageing [2] . The prediction shows only 
a slight tendency of ageing at 104 s. This is however in accordance with the results in figure 5.4(c) , 
where it was seen that the ageing started earlier in the experiments than predicted. The measured yield 
stress started to increase at 102 s while an increase was predicted to start at 104 s. The effect seems 
rather smal! in the prediction of the ageing, but has a large influence on the prediction of the fatigue 
lifetime. To see whether the difference in ageing predictions and measurements can fully explain the 
deviation in figure 5.5(b) , measurements and simulations have to be performed for lifetimes larger than 
106 s in order to see if the experiments and predictions comply again on larger time scales. An other 
solution is to redetermine the stress dependency of the ageing. Klompen et al. determined the stress 
dependency only for low stress up to 26 MPa while the stresses in the fatigue lifetime experiments 
reach up to 70 MPa and more. 

In figure 5.6 the measurements of Klompen et al for the stress dependency are shown. The a smal! 
change of slope has large influence on the predictions of evolution of the the yield stress and as can 
beseen in figure 5.6 the determined slopes are disputable. A more intensive study is needed on this 
subject. 
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Figure 5.4: Measurements are performed on quenched Lexan lOlR, with a Sa of 
27.3 (a,c,d} and quenched Lexan 161R, with a Sa of 27.2 (b). Predictions (lines} 
and experimental results (symbols) of the yield stress for Lexan lOlR with a large 
stress amplitude (a) and Lexan lOlR with a small stress amplitude (b) . Isothermal 
(c) and non-isothermal predictions (d} for Lexan 101Rfor a large stress amplitude. 

5.3 Hysteretic heating 

max 

10
8 

The effect of hysteretic heating on the fatigue life measurements is shown in the experimental results 
in chapter 4. It is widely accepted that the internal damping of the material is responsible for the 
temperature increase [14, 28- 34]. Hence, an estimate of the dissipated energy and the initia! tempera
ture increase can be obtained from the materials loss compliance as shown earlier. The work inserted 
to the material by subscribing a stress signa!, can be written as 

W = / CJdE (5.7) 
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using a sawtooth shaped stress signal with a small amplitude {a} and Lexan lOlR 
using a sine shaped stress signal with a large amplitude {b}. Run out: no failure 
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The strain is a function of the stress and the compliance of the material 

E: (t) =a (t) D(t) (5.8) 

It can be shown that the work inserted to the material per cycle for a sine shaped stress signal of the 
farm 

a (t) = CJm +ad· sin (wt) (5.9) 

where CJm is the static stress and ad is the stress amplitude, can be written as where Dd is the dynamic 
compliance of the material. 

l.!!C 

W =] (am +ad· sin (wt)) · (wDdadcos(wt- ó))dt 

0 

( 5.10) 

where wis the angular speed, Dd is the dynamic compliance of the materialand 6 is a shift in the phase 
taking into account the difference between the prescribed stress signal and the true strain respons. 
The equation can be rewritten to 

W = 1ra~D" (5.11) 

where D" is the loss compliance (D" = Dd sin(ö)) and the work per cycle is a function of the stress 
amplitude and the loss compliance. 

The rate of energy dissipation and temperature increase are now given by 

dQ 

dt 
dT 

dt 

j1ra~D" (! , T, t) 

dQ 1 

dt epp 

(5.12) 

(5.13) 

where Q is the dissipated energy, T the absolute temperature, D" the loss compliance, Cp the heat 
capacity, p the material density and f the frequency. 

The loss compliance is defined as a function of the angular speed, temperature and time. The retar
dation times used in the definition of the loss compliance must be obtained experimentally for every 
single condition. Klompen et al. [9] described the nonlinear viscoelastic behaviour of polycarbonate 
by a relaxation and retardation time spectrum, listed in appendix E. The relaxation and retardation 
time spectrum were obtained from measurements on Lexan 161R samples, with a Sa-value of 28.3. It 
should be stressed that the relaxation and retardation time spectra depend on the processing history 
and temperature [3, 35] . 

In this study the retardation time spectrum of Klompen et al. [9] is used to predict the initial temper
ature increase during fatigue . To adapt the retardation time spectrum from table E.2, the retardation 
times have to be adjusted for the processing history of the material simulated. 

A retardation time ( T) is generally defined as 

1 
T=-

'f}fl 
(5.14) 
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where D is the compliance and 7} is the viscosity. 

Polycarbonate only shows linear viscoelastic deformation behaviour for approximately the first per
centage of strain [35]. Therefore, the viscoelastic behaviour of polycarbonate is in this study described 
by nonlinear deformation behaviour. In chapter 2 is explained how the viscosity in the constitutive 
model is adjusted to describe deformation behaviour for different stresses, temperatures and process
ing histories. Hence, the assumption is made that the same shift factors can be used to adjust the 
viscosity in the definition of the retardation time for stress and temperatures during the simulation as 
shown in equation 5.15. 

sinh(o"/u0 ) (f:!..U ( 1 1 )) 
T; (u)= Ti(Sa ,r) (a/ao) exp R T- Tref exp (Sa) (5.15) 

where T; (Sa ,r ) is the retardation time corrected for the difference in age compared to the reference 
materiaL 
The stress dependent shift factor is defined with a different characteristic stress (a0 = 1.334 [MPa]). 
Only the state parameter is used for the viscosity since the rejuvenation is not taken into account 
by the model, but can be added under comparable assumptions. Also a factor is used to correct the 
initia! age of the material for differences in processing histories between the spectrum and the material 
simulated as shown in equation 5.16. 

T; (Sa ,r) = T;. exp(l!..Sa) (5.16) 

where l!..Sa is the difference in state parameters. The state parameter for the retardation time spectrum 
was determined with the yield stress information reported by Klompen et al. [9]. The retardation times 
are assumed to be equally infiuenced by temperature, stress and processing history.This is again an as
sumption, since it was shown by Venditti et al. [36] that local differences in the influence can be shown. 

(a) (b) 

Figure 5.7: Schematic representations of the generalized nonlinear Maxwell (a) 
and generalized Kelvin- Voigt model {b) . 

The constitutive model used for fatigue lifetime predictions uses a single mode representation of the 
pre-yield deformation behaviour. The pre-yield behaviour is described fully elastic and to describe 
nonlinear viscoelastic deformation behaviour a different model has to be used. The viscoelastic de
formation of polycarbonate is simulated by use of a Maxwell and Kelvin-Voigt modulation. The 
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schematic, general representations of the models are shown in figure 5.7. The Maxwell model is used 
to describe relaxation behaviour for prescribed strains and the Kelvin-Voigt model for retardation 
under prescribed stresses. The Maxwell model is only used in this study for validation of the model 
implementation by camparing experimental results of tensile tests adapted from Klompen et al. [9) 
with tensile test simulations. The Kelvin-Voigt model is used to perfarm temperature increase pre
dictions. The rnadelling is explained using the Kelvin-Voigt model as an example. The Boltzmann 
single integral representation in equation 5.17 is used for the description of the nonlinear viscoelastic 
deformation behaviour in the Kelvin-Voigt model. 

t 

t:(t)= J D(t-t')ir(t')dt' (5 .17) 

-oo 

where D(t) is the creep compliance defined by equation 5.18. 

D ( t) = Do + t D; [1 - exp (- ~)] + ~ 
i=l ' TJo 

(5.18) 

where D 0 is the initialelastic respons and T}o is the zero-flow viscosity. The index i refers to the number 
of the element as indexed in table E.2. 

To take into account the nonlinear behaviour, the creep compliance is rewritten as shown in equation 
5.19, to a stress dependent relation as was shown in chapter 2 for the viscosity. 

D(t) =Do+ tv; [1- exp (--t-)] + _t_ 
i= 1 T; ( 0") T} ( 0") 

(5 .19) 

where Ti ( O") ( T; ( O") = T; a., ( O")) is the stress dependent retardation time and TJ( O") ( TJ( O") = TJa a., ( O")) is 
the stress dependent viscosity. 

The Boltzmann integral calculations are expensive in computation time and memory. In accordance 
with the analogy of time-stress superposition [3, 13), a stress-reduced time is introduced in equation 
5.20. 

t 

J dt" 
1/J = ------,---,-...,.."..,. 

a., [O" (t")) 
(5 .20) 

-oo 

with the strain definition now rewritten to 

t 

t:(t)= J D(lj; - 1/J')ir(t')dt' ( 5.21) 

-oo 

The integrals over the stress rate is approximated by a sum of discrete time-steps. The accuracy of 
the implementation is checked by simulating tensile tests performed by Klompen et al. [9). Figure 5.8 
shows the simulations with the Maxwell model for four strain rates in comparison with experimental 
results. The simulations and experimental data correspond for all strain rates. 

The Kelvin-Voigt model is used to predict the nonlinear deformation behaviour of polycarbonate under 
isothermal conditions. The hysteresis loops predicted by the model for a prescribed stress signal are 
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Figure 5.8: Tensile tests on Lexan 161R for different strain rates. Model prediction 
{solid lines) compared to experimental results {symbols} (a). The hysteretic loops 
for polycarbonate with a Sa of 29.5 predicted by the Kelvin- Voigt model (b) 

used to calculate a temperature increase. The hysteresis loops in the simulation show a development 
of the hysteresis loops over the first cycles. When a steady state is reached in the size of the hysteresis 
loops, the dissipated energy is calculated and a temperature increase is determined. 

In figure 5.9 the results are presented for the initial temperature increase deducted from the simu
lations with the Kelvin-Voigt model and the results from infrared measurements. The temperature 
measurements are averaged values of the temperature increase over the first 20 seconds. In figure 
5.9(a) the rcsults are shown for 3 mm thick Lexan 141R samples for two different processing histo
ries. The simulations for both series of Lexan 141R samples, show a higher temperature increase than 
observed in the infrared temperature measurements. An likely explanation is the low conductance of 
the material retarding the temporature increase of the surface of the sample. Overall the differenccs 
between simulation and experimental results are relatively small. 

The shift in the two predictions of the temperature increase in figure 5.9(a) is solely determined by 
the way the state parameter is included in the model. By the addition of the state parameter in the 
definition of the viscosity contribution in the retardation time, the shift in the predictions camplies 
with the shift observed in the experimental results. 

In figure 5.9(b) the results of the temperature increase predictions and measurements are shown for 
the 1 mm thick Lexan 101R samples. The two series of Lexan 101R samples have different processing 
histories. A deviation between experimental results and predictions is observed. Noticeable is the 
under-prediction for the temperature increase of Lexan lOlR with a Sa of 27.3 compared to the exper- · 
imental results. The shift between the different processing histories is equal for as well the predictions 
as the experiments. 

Despite the relative small differenccs between temperature increase predictions and measuremcnts, the 
differences are to large for use in high cycle fatigue simulations. To improve the temperature increase 
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Figure 5.9: Predictions {lines) and infrared measurements (symbols) of the initial 
temperature increasefor Lexan 141R (a) and Lexan 101R {b) under cyclic loading. 

predictions, the description of viscoelastic deformation behaviour of polycarbonate has to be further 
developed. 

5.4 Non-isothermal fatigue lifetime predictions 

In review, it has been shown that the stress, temperature and processing history play an important 
role in the deterrnination of the fatigue lifetime. The influences have been regarcled individually in this 
study, but have not yet all three been combined in a fatigue lifetime prediction. On the other hand, 
the constitutive model is capable of combined predictions. Since temperature increase predictions are 
considered not accurate enough, the capabilities of the model are shown not on basis of a predicted 
temperature increase, but a temperature increase prescribed by infrared temperature measurements. 
A temperature profile is prescribed as function of time and kept constant at the last temperature 
value for the times longer than the time used to obtain infrared measurements. The simulations are 
performed for the isothermal and non-isothermal experiments for Lexan 101R, with Sa values of 43.6 
and 27.3, as the experimental results were shown in figure 4.G. 

In figure 5.10(a) the results are shown for the quenched polycarbonate. The non-isothermal fatigue 
lifetime predictions show equal trends compared to the experimental data, but the ageing of the ma
terial stays behind on the experimentsas was discussed earlier. In figure 5.10(b) the non-isotherrnal 
predictions for annealed polycarbonate are shown. The isothermal and non-isothermal predictions 
enclose accurately the area with as wel! the isothermal measurements as the non-isothermal measure
ments. The results show that taking into account the temperature in the simulations can provide 
accurate fatigue lifetime predictions. 
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Chapter 6 

CPU-time friendly method for 
fatigue lifetime prediction 

The goal of this study was to accurate predict the fatigue life of polycarbonate. As was shown in 
chapter 5 accurate fatigue life predictions were made for annealed polycarbonate under isothermal 
conditions. It was also observed that the simulations were consuming expensive memory and CPU
time. To reduce the CPU-time only uniaxialloading conditions were simulated. In this chapter a more 
efficient method is searched for to perform fast fatigue lifetime predictions in FEM-programs. 

Klompen et al. [2] proved the fatigue failure to be determined by the accumulation of plastic strain. 
The moment of failure is the moment the material shows catastrophic localisation due to softening. 
The softening is triggered by a critica! value of the accumulated plastic strain. Three parameters in
fiuence the accumulation of plastic strain: stress, temperature and processing history. When all three 
parameters are considered as a function of time, the prediction of the fatigue lifetime becomes very 
complex. Therefore, the conditions used in this chapter are again simplified conditions. Regarded are 
isothermal conditions and conditions where the ageing of the material does not have to be taken into 
account. Also only uniaxial loading conditions wil! be studied. 

The plastic strain rate and the lifetime under static loadings are infiuenced equally by the stress as 
is shown in figure 6.1. The relation between the yield stress and the strain rate in figure 6.1(a) has a 
slope ( C") that complies to the slope ( -C") of the relation between the applied stress and the time 
to failure in figure 6.1(b) . Hence, a shift in the relation between the yield stress and the plasticstrain 
rate wil! lead to an equal shift in the relation between the applied stress and the lifetime of t he materiaL 

In the previous chapter the plastic strain rate for uniaxial loadings was defined as 

*, (f, T, S) = Al sinh (f /To) exp ( ';; ) exp (~RU (.!_ - - 1
-)) exp ( -S) 

O,r V 3To T Tref 
(6.1) 

where J.l. is the pressure dependency, Ao,r is a constant concerning the jump-frequency, To is the char
acteristic stress , Ris the gas constant, T the absolute temperature and ~U the activation energy. 

The stress is at all times much larger compared to the characteristic stress. The hyperbalie sine in the 
definition of the plastic strain rate can therefore be approximated by an exponential function shown 
in equation 6.2. 

(f) 1 (f) sinh - ~ - exp -
To 2 To 

(6 .2) 
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Figure 6.1: The yield stress in relation to the strain rate (a) and the applied 
stress in relation to the time to failure {b) for annealed polycarbonate. Figures are 
adapted from Klompen et al. [2} 

The definition of the plastic strain rate is rewritten to equation 6.3. 

'Y (T) = _1_ exp ( (-/3 + p) T(t) -~u- s) 
2Ao,r -/3To RT 

(6.3) 

The lifetime is determined from the accumulation of plasticstrain per cycle. Fora static stress (Tm) 

the accumulated plasticstrain (~'Ys) can be defined as 

_ _ 1 ( (p + -/3) ·Tm ~U ) 
~'"Ys (Tm) = ~ · exp y3 + RT -S 

O,r 3To 
(6.4) 

with f the frequency. 

By use of equation 6.4 it is now easy to calculate the number of cycles needed to obtain a critica! value 
for the accumulated plastic at which the material will fail. The same can be done for a cyclic stress 
signal. An arbitrary stress signal can be written as a constant stress complemented with a dynamic 
stress contribution as shown in equation 6.5. 

(6.5) 

where Tm is the mean stress, Td is the stress amplitude of the dynamic stresssignaland (is a function 
of frequency and time, descrihing the shape of the dynamic stress contribution. 

The split in stress contributions in equation 6.5 allows equation 6.3 for a cyclic stress signal to be 
rewritten. In the new definition of the accumulated plastic strain per cycle for a cyclic stress signal 
(~'Ysd) a formulation is derived, where the static and dynamic contributions are taken apart as shown 
in equation 6.6. 
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Figure 6.2: Schematic representation of the stress signals used (a). The accumu
lation of plastic strain over the period of a single cycle for a static ( D.'y8 ) and a 
sine shaped, dynamic (ó'Ysd) stress signal {b}. 

(6.6) 

In equation 6.6 it becomes clear how the dynamic stress contribution can be regarcled as an accelera
tion factor on the accumulated plastic strain induced by the static stress contribution. The difference 
between the two accumulated plastic strains is for a single period schematically represented in figure 
6.2. In figure 6.2(b) the shape of the curve of Ó"fsd can change for differences in for example phase, 
frequency, amplitude and shape of the dynamic stress signa!. 

The dynamic stress contribution has been presented as an time-dependent factor on the plastic strain 
accumulated under static stress conditions. The suggesting is made that a fast creep lifetime prediction 
can be shifted to fatigue lifetime predictions by a single acceleration factor determined by the difference 
in accumulated plastic strain over the two stress signals. The acceleration factor will be defined as 
the rate between the accumulated plastic strains over a single cyclic stress period as represented by 
equation 6.7. 

t 
f)'(f(t))dt 

aud = .::.o_t ---- (6.7) 

J )' (fm) dt 
0 

The acceleration factor is defined such that it shifts the lifetime predictions of any shape of cyclic 
stress to predict any other shape of stress as long as isothermal conditions are considered and physical 
ageing does not play a role in the process. A sawtooth shaped stress signa! is used in appendix D as an 
example since it can be analytically solved. A relation for the shift of time to failure by the dynamic 
stress onset is derived. By working out the equation 6.7 as shown in appendix D, the acceleration 
factor for a sawtooth shaped stress signa! is defined by 
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(6.8) 

The acceleration factor for a block shaped stress signal can also be solved analytically and is defined 
by 

h 
( 

(!-L + J3) fd) 
a"d =cos M 

v3ro 
(6.9) 

A sine shaped stress signal can not be analytically solved and has to be approximated numerically. In 
figure 6.3 the numerical approximation for the sine shaped stress signal is compared to the two other 
stress signals. In figure 6.3(b) a schematic representation is shown for the effect of the acceleration 
factor. The acceleration factors for 5 and 10 MPa for a sine shaped stress signal from figure 6.3(a) 
shift the creep lifetime predictions to shorter times as shown in figure 6.3(b) . Predictions are found 
for fatigue lifetimes for a stress signal with the mean stress equal to the static stress used for the creep 
lifetime predictions and a sine shaped stress contribution around the static stress as shown for a large 
amplitude in figure 6.2(a). The same can be done for two complete different stress signals, but is not 
shown in this study. 
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Figure 6.3: Acceleration factors to shift creep lifetime predictions to fatigue lifetime 
predictions (a). A schematic representation of the effect of the acceleration factor 
on the creep lifetime predictions to obtain fatigue lifetime predictions (b) . 

The acceleration factor demands isothermal conditions and a constant material state. Thus a condition 
with a high Sa is most suitable for the validation of the acceleration factor. The use of the acceleration 
factor makes it also possible to shift arbitrary creep simulations to arbitrary fatigue predictions. Creep 
simulations are performed for annealed material and for a serie of mean stresses between 65 and 75 
MPa. The acceleration factor is used to predict the time to failure for the experimental data as 
shown in figure 4.5(a) . The results presented in figure 5.6(a) show conformity between prediction and 
experimental results. Under the stated conditions it is proven that a simple shift factor can be used 
to predict fatigue lifetimes from creep lifetime predictions. 
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Conclusions and Remarks 

This study concerned the fatigue failure behaviour of glassy polymers. Experiments were performed 
to determine the parameters that influence the fatigue life of polycarbonate. It was shown in the fa
tigue lifetime experiments that the fatigue failure is determined by the accumulation of plastic strain. 
Also three parameters wcrc shown to influence the fatigue lifetime: stress, temperature and processing 
history. 

The characteristics of fatigue lifetime measurements, as indicated by Lesser [14] for polyacetal, were 
observed in experiments on polycarbonate. The thermally and mechanically dominated regions were 
observed and a plateau in between the regions was noticed. The plateau was shown to be determined 
by the balance between heat generation in the sample and the heat loss to the surroundings. Also the 
transition in failure mode from necking tobrittie rupture was observed in the measurements and was 
explained by ageing of the material. The influence of the frequency on the fatigue lifetime, as stated 
in the literature [18], was not observed in the experiments. 

Ageing showed to increase the yield stress under fatigue loading conditions and shifted the fatigue life
time of the polymer to larger times. The ageing was shown to be predicted accurately by the relation 
derived by Klompen et al. [2] . The smal! deviation between the prediction and the measurements 
proved to strongly influence the fatigue lifetime predictions. The evolution of the yield stress through 
ageing must be re-evaluated for use in fatigue loading conditions, since the relation was only validated 
for use with lower stresses. 

The heating of the material was successfully measured by an infrared camera. The temperature of the 
material was related to the dissipated energy and was shown to be directly influenced by the increase 
of the yield stress through ageing. A nonlinear Kelvin-voigt model in combination with a retardation 
time spectrum, was used to successfully predict the rate of temperature increase of the sample during 
fatigue loading. The model accurately took in account the influence of the differences in processing 
history. 

The constitutive model, developed in Eindhoven and reported on by Klompen et al. [1, 2], was ap
plied to predict the fatigue lifetime for polycarbonate. The numerical predictions were accurate for 
annealed material under isothermal conditions. The predictions on quenched polycarbonate proved 
less accurate. Smal! differences between the predictions and measurements of the evolution of the yield 
stress due to ageing, proved to have large consequences on the fatigue lifetime predictions. A better 
description of the yield stress evolution can imprave the fatigue lifetime predictions. 

It was shown that an acceleration factor could be defined, that shifts fast creep lifetime predictions to 
fatigue lifetime predictions. The acceleration factor can only be defined for isothermal conditions and 
conditions where ageing does not occur. 
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Appendix A 

Dissipated energy per cycle 

The work inserted to the material by subscribing a stress signal, can be written as 

w = I CTdE = I CT~~ dt (A.l) 

In the experiments the material is subdued toa sine shaped stress signal that can be decomposed into 
a static (am) and a dynamic (ad) stress contribution 

a (t) = CTm + CTd ·sin (wt) (A.2) 

The strain is a function of the stress and the compliance of the material 

E (t) =CT (t) D(t) (A.3) 

where Dd is the dynamic compliance of the material. 

Assuming a nonlinear behaviour of the material a shift in the phase ( ó) takes into account the difference 
between prescribed stress signal and the true strain respons. 

The derivative becomes then 
dE 
dt = wDdad cos (wt- ó) 

Leading to a full representation of the work per cycle 

k 

W =] (am + CTd ·sin (wt)) · (wDdCTd cos (wt - ó)) dt 

0 

2~ 

W = CTmadDd [sin (wt) cos (6)- cos (wt) sin (6)]J' 
h 

+ a~Dd [~ sin2 (wt) cos (6)- ~cos (wt) sin (6) + ~wt]~ 

where D" = Dd sin (6) 

The dissipated energy per period becomes 

W = 1rCT~D" 

dQ rrCT2 D" 
-=f · -d-
dt Cpp 

(A.4) 

(A.5) 

(A.6) 

(A.7) 

(A.8) 

(A.9) 

where Q is the dissipated energy, f is the frequency, D" is the loss compliance of the material, cp is 
the specific heat coefficient and p is the density. 
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Appendix B 

Loss compliance 

The definition of the strain uses a Boltzmann single integral 

t 

t: (t) = J D (t - t')ä (t') dt' 

-oo 

The compliance is defined as a function of time. 

D (t) =Do+ tD; (1- exp( -+.-)) + _!_ 
i=l T/o 

The cyclic stress signa! and the derivative are defined as 

The strain becomes now 

o-(t) 

iJ (t) 

t 

am +ad sin (wt) 

wad cos (wt) 

E: (t) = j D(t- r)wad cos (wr) dr 

r=-oo 

The sine shaped stress signal starts at the moment of t = 0 

t 

E: (t) = j D(t- r)wad cos (wr) dr 

T=O 

Inserting the compliance function from equation B.2 gives 

This can be rewritten to 
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(B.l) 

(B.2) 

(B.3) 

(B.4) 

(B.5) 

(B.6) 



(B.8) 

Using a standard formulation 

E (t) = CldD' sin (wt)- CldD
11 cos (wt) + r (B.9) 

with r the rest term 
The linear loss compliance is now defined as 

D" = t ( D;WT; + _1 ) 
. 1 + w2r'f T}oW 
t=l • 

(B.10) 
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Appendix C 

Thermodynamics 

The standard heat transfer equation can be written as [28] 

dT dQ 
epp- - kb.T = -

dt dt 
(C.l) 

where cp is the specific heat coefficient, p the material density, T the absolute temperature, k the 
conduction constant and Q the dissipated energy. 

The boundary condition at the wal! of the sample is defined by 

dT 
kdt +he (T- To) = 0 (C.2) 

where he is the heat transfer coefficient and T0 is the temperature of the surroundings. 

The thermodynamics in this study are simplified with the assumption that conduction of heat in the 
sample is of no concern due to the smal! dimensions. The basic equation C.l is simplified to a 1D 
representation of the heat transfer of the sample 

dT dQ 
epp- + h (T- T0 ) = -

dt e dt 
(C.3) 

To predict the temperature increase for experiments performed in air-temperature controlled sur
roundings a value for the heat transfer coefficient was taken 13.86 [W K- 1 m-2], corresponding to 
the work of Koenen [27]. No specific value was found in literature for the heat transfer coefficient of 
polycarbonate in water, but an estimate was taken at the value of 100 [W K- 1 m- 2]. The figures in 
ligure 5.10 could be correctly reproduced using a constant initia! temperature increase of the polymer 
as determined by the infrared temperature measurements and postulated heat transfer coefficients. 

The temperature can be approximated as uniform in a sample when the Biot number is smaller 
enough. The Biot number is a nondimensional parameter that gives a ratio between the convection 
and the conduction as shown in equation C.4. A rule of thumb states a sample with a Biot number 

p 1.22e3 [kgjm3] 

k 0.21 [W K- 1 m-1] 

hair 13.86 [W K - 1 m-2] 

hwater 100 [W K-1 m-2] 

Cp 1.3 . 103 [Jjkg *KJ 
Table C.1: Overview of the properties used in the heat transfer equation {28}. 
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smaller than 0.1 to have a uniform temperature distribution was also shown by [28] 

B· _ hR 
'- k (C.4) 

where k is the heat conductivity, h is the heat transfer constant and R is the distance of conduction. 
The Biot number is smaller than 0.1 for samples with a thickness of less than 3 mm [28]. 
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Appendix D 

Analytica! solution accumulative 
plasticity 

This appendix discusses the derivation of the shift factor for a sawtooth shaped stress signal. Only 
the steps that are crucial for this derivation are shown. 

In chapter 6 the definition for the viscosity, equation D.1, was rewritten to relation for the equivalent 
plasticstrain rate, equation D.3. 

_ (T/To) (f.LP) (flU ( 1 1 )) 
7] (T, S, T,p) = Ao,rTo (T) · sinh (T /Ta) exp fo exp R T - Tref exp (S) (D.1) 

where p, is the pressure dependency, Ao,r is a constant concerning the jump-frequency at a reference 
temperature, To is the characteristic stress, p is the hydrastatic pressure, R is the gas constant , T the 
absolute temperature, S the softening and flU the activation energy. 

In this only study uniaxialloading conditions are regarded and the hydrastatic pressure (p) is therefore 
defined by 

T 
p=--

J3 

The equivalent plastic strain rate is defined for uniaxial conditions as 

~ _ 1 _ ( f.LT ) ( flU ( 1 1 ) ) 
"! (T , T, S) = 2Ao,r exp (T/To) exp J3To exp -R T- Tre f exp ( -S) 

(D.2) 

(D.3) 

The stress signal was decomposed to a static and a dynamic stress contribution as shown in equation 
D.4. 

T (t) =Tm+ Td · ( (!, t) (D.4) 

where Tm is the mean stress, Td is the stress amplitude of the dynamic stress signal and ( is a function 
of frequency (J) and time, descrihing the shape of the dynamic stress contribution. 

By integrating the function over the time an analytica! solution can be derived for the accumulated 
plastic strain for the static stress signal 

ll"fs (Tm)=-- ·exp -- ---- S (D.5) _ _ 1 ( (p, + J3) ·Tm flU ( 1 1 ) 
2Ao,r J3To R T Tref 
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and for a total stress signal. 

~'Ysd (f (t)) =~is (fm) · j exp ( (fl + V~;o· ( (!, t)) dt 

0 

(D.6) 

The acceleration factor is defined as the rate between the accumulated plastic strain under cyclic and 
static loading, equation D.7. 

t 

I 'Y (f (t)) dt 
aud = -"-0-:-t ---- (D.7) 

I "f (fm) dt 
0 

The analytica! solutions for the shift factor for a sawtooth shaped stress signal and a block shaped 
stress signal are given in equation 6.8 and 6.9. The derivation of the analytica! salution for the saw
tooth shaped signal is given below as example. 

To calculate the integral over the time of one period of the sawtooth shaped stress signal, the period 
is divided in three time parts . The integral over the whole period will be the same as the sum of the 
three parts. 

Time interval Definition of the stress signal ( T) 

0 :::; t < 4~ T =Tm+ 4fTdt 

4~ :::; t < 4
3! T = Tm+ 2Td- 4fTdt 

lr :::; t < 7 T =Tm- 4Td + 4fTdt 

For every time interval a contribution can be calculated. For the time interval 0 ~ t < 4
1
1 the integral 

can be written. 

(D.8) 

The salution for the time interval is then given by 

(D.9) 

In the same way a definition can be given for the time period 4
1
1 ~ t < 4

3
1 . 
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and the last time period 4
3
1 :::; t < y. 

_ _ _ ( _ (v'3+J.L)) ( v'3To ) ( ( _ (v'3+J.L)) ( _ (v'3+J.L))) !::./sd = !::.ls(Tm)·exp -4Td v'3To (J3 + J.L) 4 jfd · exp 4Td v'3To - exp 3Td v'3To 

(D.ll) 

The summation of the three parts will lead to 

(D.l2) 

Following the definition ofthe acceleration factor in equation D.7 the acceleration factorfora sawtooth 
shaped stress signal can be written as 

(D.l3) 

The equation shows resemblance with a hyperbolk sine and can therefor be reduced to 

(D.l4) 
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Appendix E 

Retardation time spectrum 

The retardation time spectrum is obtained from a fitting of a measured compliance curve using a 
Kelvin-Voigt model. The relaxation spectrum is obtained from fitting of a conversion of the linear 
compliance curve using a Maxwell model. The retardation time and relaxation time spectrum are 
adapted from the workof Klompen et al. [9]. 

Ti [s] Di [GPa-1] Ti [s] Ei [MPa] 
1 3.14 . 103 0.00878 1 1.08. 103 25.2 
2 3.59. 104 0.00485 2 1.12 . 104 42.1 
3 4.10. 105 0.00524 3 1.17·105 22.3 
4 4.68 . 106 0.00470 4 1.21. 106 23.8 
5 5.34 . 107 0.01283 5 1.26. 107 36.7 
6 6.10 . 108 0.01634 6 1.31. 108 70.5 
7 6.97. 109 0.02057 7 1.36. 109 76.1 
8 7.96 . 1010 0.02559 8 1.41. 1010 90.5 
9 9.09. 1011 0.03076 9 1.47. 1011 98.5 
10 1.04. 1013 0.04076 10 1.52 . 1012 109.5 
11 1.19·1014 0.04839 11 1.58. 1013 123.0 
12 1.35. 1015 0.06606 12 1.64 . 1014 128.4 
13 1.55. 1016 0.09883 13 1.71 . 1015 141.5 
14 1.77. 1017 0.04723 14 1.23 . 1016 33.8 

15 1.57 . 1016 124.7 

Do = 0.419 [GPa-1] 16 2.17. 1018 1173.0 

'TJo = 2.74. 1021 [MPas] 17 2.77. 1018 71.0 

Table E.l: Retardation times determined Table E.2: relaxation times determined 
for Lexan 161R at 23°C, with a Sa-value for Lexan 161R at 23°C, with a Sa-value 
of 28.3. of 28.3. 
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