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Theoretical and experimental magnetic specific heat of CsMnC1, 2H, O
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Department of Physics, Eindhoven University of Technology, Eindhoven, The Netherlands

(Received 16 September 1974)

Detailed specific-heat nieasurements between 1.1 and 52 K on the S = 5/2 Heisenberg linear-chain

system CsMnC1, 2H20 are reported. The results could be interpreted with the aid of newly developed

theoretical estimates for the magnetic contribution and a lattice contribution characteristic for a
chemically layered compound. A value of J/k = —3.3 + 0.3 K is obtained, which will be compared
with the results from other studies.

I. INTRODUCTION

Magnetically one-dimensional model systems
have attracted considerable attention of both theo-
reticians and experimentalists over the past decade.
In spite of the simplifications introduced by the low

dimensionality, reliable predictions for the behav-
ior of the thermodynamic properties of infinite en-
sembles of interacting spins are available only in a
few cases, mostly with 9= —,'. As there exists a
still-growing number of compounds reflecting
linear-chain characteristics with S & —„we thought
it worthwhile to try to obtain a reliable estimate of
the specific heat and the magnetic susceptibility of
these systems. This paper will deal with the theo-
retical and experimental specific heat of the /= —,

'
linear Heisenberg system CsMnCl3 ~ 2H20.

A considerable number of experimental investi-
gations have been devoted to this compound. "
These studies reveal that above &=9 K the magnetic
behavior can be very well described by a system of
isolated linear chains of S = —', ions with an antif er ro-
magnetic intrachain interaction of about 3 K. Rela-
tively small interchain interactions are present,
giving rise to a three-dimensional ordering at T~
=4. 89 K. The interchain interaction was esti-
mated by a Qreen's-function methods and has been
experimentally determined from neutron-diffrac-
tion and EPR linewidth studies. The available
evidence indicates that this interaction is smaller
by two orders of magnitude.

Up till now no detailed specific-heat measure-
ments have been reported. The main reason for
this may be found in the fact that no reliable esti-
mate was available for either the magnetic or the
lattice contribution to the specific heat. Fischer's
classical spin model, although satisfactorily used
in the interpretation of both paramagnetic suscepti-
bility' and neutron-diffraction experiments, fails
to give a correct description of the magnetic heat
capacity of systems with finite spins. The predicted
specific heat is nonphysical in the zero-temperature
limit, while the error at intermediate temperatures
[kT= JS(S+1)]may be rather large.

%geng obtained an estimate of t." for $'=-,' from in-

terpolation between $ = —,', $=-1, and $=~. ' How-

ever, the reliability of his results is not clear.
For the ferromagnetic case Qreen's-function calcu-
lations have been reported. ' To our knowledge no
predictions have been reported for the antiferro-
magnetic chain with a sufficient degree of accuracy
to enable a reliable separation of the magnetic and
the lattice contribution. On the other hand, an ac-
curate evaluation of the lattice contribution in this
compound was ruled out by the fact that all attempts
to grow a diamagnetic isomorph were unsuccessful.

In many cases the lattice contribution may be de-
termined independently from heat-capacity measure-
ments in an external magnetic field sufficiently large
to saturate the magnetic system. However, in view
of the reported values for the exchange interaction
in this compound, magnetic fields large compared
to 150 kOe would be required.

II. THEORY

At temperatures sufficiently large compared to
the ordering temperature the magnetic contribution
to the specific heat of this compound may most
likely be described by the heat capacity of a system
of isolated linear chains. The theoretical estimate
for the heat capacity of such a system was composed
from the results of different approximation proce-
dures. The heat capacity at high temperatures was
calculated from high-temperature series expansions
that were analyzed with a Pade-approximant method
giving a good convergence at temperatures down to
kT=JS(S+1). The relative error of our estimate
in this temperature region amounts to less than
0. 1/o, The heat capacity at intermediate tempera-
tures was obtained by extrapolation of the results
for finite chains; the accuracy of the limit for
N- ~ was estimated to be better than 1%. The
low-temperature behavior was approximated by
expanding the heat capacity in a series of the re-
duced temperature kT/Z. The coefficients were
obtained by matching the series to our estimate for
the specific heat at intermediate temperatures and
to the —independently determined —limiting behavior
at 7=0, with the condition that the total magnetic
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entropy gain should amount to Rln(2S+ 1). The
specific heat in the zero-temperature limit was
found to obey the relation C = n T. In general, the
constant a was obtained from extrapolation of the
results of finite rings and chains according to a
procedure described by Bonner and Fischer. '

The relative error in the low-temperature region
generally may amount to a few percent. Further
details of the calculation, including the computa-
tional methods and a justification of the extrapola-
tion procedures, will be presented elsewhere. '
We only mention that the results in the limit N- ~
for 9= —,

' ——,
' are tabulated and are available on re-

quest.

III. EXPERIMENTAL

Crystals of CsMnC13 ~ 2H~O were grown by slow
evaporation of an equimolar solution of CsCl and
MnC13 ~ 4H2O. They showed the morphology de-
scribed by Jensen et gl."

A specimen consisting of 38. II g of small crys-
tals was sealed inside a vacuum calorimeter of con-
ventional design, which was fitted with a tempera-
ture-controlled heat screen to enable very accurate
measurements at temperatures up to about 50 K.
Temperature readings were obtained from a cali-
brated germanium thermometer that was measured
with an ac resistance bridge operating at 175 cps.
The experimental data between 1.1 and 52 K are
shown in Fig. 1.

IV. INTERPRETATION

As already mentioned, the reported experimental
results on CsMnCl3 ~ 2H~O indicate that the inter-
chain interactions may most likely be neglected
above 9 K. The relative error of our theoretical
estimate for the heat capacity of an infinite S= p

antiferromagnetic chain amounts to less than l%
at temperatures above T=3J/k. Therefore this
estimate was used to describe the magneti. c contri-
bution to the specific heat above 12 K.

The rather low symmetry and the complexity of
the chemical structure of this compound precludes
a rigorous and meaningful calculation of the lattice
specific heat, given the large number of unknown
parameters involved. However, since lattice spe-
cific heats generally vary smoothly with tempera-
ture and are not influenced greatly by the details
of the structure, a description by relatively simple
models often appears to be very satisfactory.

As a first approximation, the lattice heat capac-
ity was described by the three-dimensional Debye
model. The number of "heavy" atoms in a formula
unit was assumed to be seven. A least-squares fit
of both J and the characteristic Debye temperature
63 to the experimental data between 12 and 52 K
yielded g/P= —2. 8+0. 7 K a.nd e~= 205+ 3 K. How-
ever, the fit revealed a large systematic error,
which gave rise to deviations that were nearly two
orders of magnitude larger than the scatter in the
experimental data points (0. 3'$).

A possible explanation for this may be found in
the typical chemical structure of CsMnCl3 ~ 2H, O.
In the c direction the chemical structure is held
together by hydrogen bonds. Since the pb plane
appears to be a perfect cleavage plane and no other
cleavage planes are present we assume that, from
a chemical point of view, this compound may be
described by a system of loosely coupled layers.
If the coupling between the layers is relatively
small, the latti. ce heat capacity might reflect some
characteristics of the two-dimensional Debye
model: This was checked by a least-squares fit of
both J and the characteristic Debye temperature
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8, to the data between 12 and 52 K. The fit yielded
j/k= —2. 95+0.25 K and 82=255+1. 5 K, and re-
sulted. in a systematic error that was about three
times smaller than the error in the "pure" three-
dimensional description.

In a more detailed description of the lattice sys-
tem, the modes of vibration parallel and perpendic-
ular to the layers should be treated separately,
since they give rise to rather different restoring
forces. As a first approximation one might assign
two different characteristic Debye temperatures
83 „and 0~, to the parallel and perpendicular
modes of vibration, respectively. This would give
the following expression for the lattice heat capac-
ity:

CI, =7[3D2(Oa, ii)+ 3'(B~ ~)~,

where D~ stands for the two-dimensional Debye
function. Despite the simplicity of this model, a
least-squares fit between 12 and 52 K of J, 8~ „
and 02, gave an excellent agreement with the ex-
perimental data, the maximum deviation being less
than 1.2'/l~. The parameter values obtained were
J/k= —3.32+0.02 K, B~ „= 391+1 K, and B2,
= 158.6 + 0. 2 K.

In the description so far, the coupling between the
layers has been neglected completely. As long as
this coupling is relatively small, the heat capacity
at higher temperatures may be satisfactorily de-
scribed by Eq. (1), but at lower temperatures the
predicted lattice heat capacity is too high". '
Therefore the inferred lattice contrj. bution cannot
safely be extrapolated below T=12 K. This may be
checked by a calculation of the experimental mag-
netic entropy increase between T=O and T=~.

The experimental magnetic specific heat was ob-
tained by subtracting the inferred lattice contribu-

tion from the experimental data. Below 1.1 K the
(rather small) entropy gain was estimated by ap-
proximating the magnetic heat capacity down to
T= 0 with the relation C~= nT~. At higher temper-
atures the entropy increase was obtained by nu-
merical integration of C„/ T, while the extrapola-
tion to T= ~ was performed using our estimate for
the heat capacity of an infinite 9= —,

' antiferromag-
netic chain. The total evaluated entropy increase
did amount to 1.69R, which is about 6% smaller
than the theoretical value Rln(2S+ 1) = l. 792R. This
discrepancy lies well outside the experimental
error.

A fairly simple model that takes into account the
coupling between the layers has been proposed by
Tarasov. '~ With some modifications to distinguish
between the modes of vibration parallel and per-
pendicular to the layers, the lattice heat capacity
can be written as

Cz = 7 ( D3(Ba, ) + 3 Da +k,.) +&~D8(B8) —D2(B8)D

(2)
with

In this expression 83 represents the coupling be-
tween the layers. We found that the introduction
of the parameter & did not significantly improve
the agreement with the experimental data, between
12 and 52 K. Since the four parameters (B, „,
B2, , Z and K) appeared to be more or less corre-
lated, the solution was obtained indirectly by mini-
mizing the error with the additional condition that
the total evaluated magnetic entropy increase
should amount to Pln6.

The fit that resulted from this procedure yielded
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FIG. 3. (a) Magnetic
specific heat of
CsMnC13 ~ 2H20 between
1.1 and 52 K. The circles
are the experimental data
points corrected for the
lattice contribution, while
the crosses represent
C(measured) —C~(calcu-
lated). The drawn curve
denotes our theoretical
estimate with J/k =-3.0

(b) Magnetic specific
heat of CsMnCl3'2H20
between l. 1 and 52 K.
The circles are the ex-
perimental data points
corrected for the lattice
contribution, while the
crosses represent C(mea-
sured) —CI.(calculated) .
The drawn curve denotes
our theoretical estimate
with J/k =-3.6 K.
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3 3O K O „=3g5 K, gz, = 156K, andK
=0.03. The inferred lattice contribution is shown
as a solid line in Fig. 1, while the magnetic contri-
bution resulting from the separation is shown in Fig.
2. In general, the magnetic contribution C„ is ob-
tained by subtracting the inferred lattice contribu-
tion from the experimental data. Since this pro-
cedure ascribes both the experimental uncertainty
in C(measured) and the total systematic error to
the magnetic contribution, the relative error in C„
at higher temperatures, where the lattice contribu-
tion C~ is very dominant, will be rather large.
This effect is shown by the crosses in Fig. 2, which
represent C(measured) —C~(calculated). The error
bars reflect the experimental uncertainty in C(mea-
sured). We feel that a more realistic picture of the
quality of the fit can be provided by ascribing the

TABLE I. Values for the intrachain exchange interac-
tion J in CsMnC13'2H20 obtained from several experi-
mental techniques.

I
II
III
IV
v
VI

Technique

Paramagnetic susceptibility
I +quantum corrections
Perpend icular susceptibility

Neutron scattering
EPR

Specific heat

30 12
—3. 00
—3.39
—3.53
-3.57

3 ~ 3

Reference

1
1
2

2, 4
20

present work

error at higher temperatures to C~ and C„ in pro-
portion to their relative value. This is shown by
the circles in Fig. 2. Since below T=20 K the
positions of the circles and the crosses are almost
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identical, they are not shown separately. The
drawn curve in Fig. 2 represents our limiting
specific heat for an infinite $'= —, chain with
J/k= —3. 3 K.

In the neighborhood of its minimum, the error of
the four-parameter fit described above varied rath-
er slowly with the magnitude of J. Since systemat-
ic errors of the same order of magnitude as the
scatter in the experimental data points are still
present, it may be incorrect to assume that the
right solution corresponds exactly with the mini-
mum error. To estimate the accuracy of the de-
termination of the value of the intrachain exchange
integral J, the fitting procedure was carried out
for several fixed J'values. In Figs. 3(a) and3(b) the
results are shown for J/k= —3, 0 K and J/k=- 3. 8

K, respectively. In view of these results we quote
as our estimate for the magnitude of the exchange
integral J/k = —3. 3+ 0. 3 K.

V. DISCUSSION

Although several simplifications were made in
the evaluation of the relatively large lattice contri-
bution to the specific heat, we feel confident to
state that, given the characteristic properties of
this compound, a fairly accurate determination of
the value of the intrachain exchange integral has
been possible. Some systematic errors in the de-
scription of the heat capacity are still present,
which will most likely arise from the rather crude
approximation of the lattice contribution. Apart
from this, the small difference between the experi-
mentally determined magnetic specific heat and the
calculated behavior below T= 20 K will probably
be caused by the fact that the present calculations
on C~ do not take into account the effect of anisot-
ropy. It was shown for' S= —,

' and' S= 1 that the
presence of either dipolar or single-ion anisotropy
will increase the magnitude of the specific-heat
maximum, while the heat capacity at lower tem-.

peratures will be smaller than the isotropic value.
'

A detailed specific-heat study of the effect of an-
isotropy inthis compound will be hampered by the
existence of interchain interactions. As can be

seen from Fig. 2 these interactions-although
rather small —give a significant contribution to the
heat capacity below T= 7 K. Since tetramethyl-
ammonium-manganese-trichloride (TMMC) has
been found to be more chainlike in character, '5 we
feel that an accurate determination of the magnetic
specific heat of this latter compound will very
likely provide more conclusive information.

As can be seen from Fig. 2, the maximum in the
experimental heat capacity in the paramagnetic
region occurs at T~ = 17 K, which may be com-
pared with the temperature that corresponds to
the maximum value of the paramagnetic suscepti--—25 K, giving Tx /Tz ——1.5. About
13% of the total magnetic entropy is removed below
the ordering temperature (T~ = 4. 885+ 0. 008 K).
The experimental magnetic energy gain amounts
to 398 J/mol, which lies well within the rigorous
bounds given by Anderson' for Z= 2 and our result
J/k=-3. 3 K.

In Table I several experimental techniques that
have been used to determine the magnitude of the
intrachain exchange interaction in CsMnCl3 ~ 2H~O
are briefly summarized. It appears that the value
of the exchange integral found in the present work
is in satisfactory agreement with the majority of
the reported experimental results. The magnitude
of the exchange integral obtained by interpreting
the susceptibility data in the paramagnetic region
with the classical spin model seems relatively
small. It should be noted that a similar effect does
occur in TMMC. ~' 7 The application of quantum
corrections" ' as proposed by geng and Griffiths
even decreases the value of the exchange integral,
although the fit to the experimental data is improved.
We feel that a series of calculations on the suscep-
tibility of linear chains of finite spins, according
to the procedure that has been outlined briefly in
the present work, might be necessary to clarify
this question.
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