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We have studied exciton unbinding in empty andp-doped quantum wells, using magnetophotoluminescence
excitation measurements. The use ofp-type quantum wells allows us to discriminate unambiguously between
exciton bleaching by Coulomb screening and by the Pauli exclusion principle. We found that the ground-state
heavy-hole exciton, which experiences both effects, is unbound at hole densities in the range (6 – 9)
31015 m22. In contrast, the ground-state light-hole and first excited heavy-hole excitons, which are only
screened by the Coulomb interaction, still have a finite binding energy at these densities. However, for both
bands, its value is far below what is found in an undoped well. Furthermore, we found a strong indication that,
in p-doped wells, the excitons of excited subbands are less efficiently screened than those of the light-hole
ground state, due to the lesser overlap of the screening ground-state heavy holes with the excited subbands than
with the ground-state light holes.@S0163-1829~97!07732-1#
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I. INTRODUCTION

The unbinding or bleaching of excitons in semiconduc
heterostructures has been the subject of numerous inves
tions during the past decade. Theoretically, exciton unbi
ing by interaction with either a sea of a single type of fr
carriers,1–4 or photocreated carriers or excitons5,6 has been
considered. Usually, a distinction is made between Coulo
screening and bleaching mechanisms that are related to
Pauli exclusion principle, i.e., phase-space filling and
change. Qualitatively, Coulomb screening can be though
as a rearrangement of free carriers in the presence of a
turbing electrostatic potential, e.g., of a photocreated elec
or hole, which compensates the disturbing potential. Blea
ing mechanisms that are due to the exclusion principle
based on the fermion character of electrons and holes: on
state is occupied by a particle, free or bound, it cannot
used to form an exciton. This mechanism is usually refer
to as phase-space filling. Furthermore, the presence of o
electrons or holes leads to a modification of the electron-h
interaction, which results in an enhancement of the exc
radius and hence a reduction of its binding energy, wh
mechanism is generally referred to as exchange. It is imp
tant to note that Coulomb screening affects excitons of
subbands, whereas, the other mechanisms are restrict
occupied subbands.
560163-1829/97/56~8!/4853~10!/$10.00
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In experiments on exciton bleaching by photocreated f
carriers or excitons contradictory results have been obta
regarding the relative importance of Coulomb screening
effects of the Pauli exclusion principle.7–11 Furthermore, the
bleaching effectiveness of various states of the photoge
ated carriers, i.e., hot or cold plasma or excitons, seems t
a source of disagreement between theory and exp
ment.10–12The study of exciton bleaching by a single type
carrier circumvents the latter problem, whereas the form
question concerning the relative importances of Coulo
screening and Pauli effects can be addressed by usingp-type
doping, since it allows us to discriminate unambiguously b
tween them, as will be shown below. Most authors deal
experimentally with exciton unbinding in doped system
have only shown qualitative effects.13–16 In particular, peaks
in optical-absorption spectra are usually taken as an ind
tion for the presence of excitons. This method can be m
leading due to the presence of Van Hove singularities17 or
due to carrier-induced broadening of absorption peaks.18

In this paper, we will quantify the effects of a sea of fre
heavy holes on the exciton binding energy of various s
bands in GaAs and InxGa12xAs quantum wells~QWs!. We
will show that excitons of occupied subbands are fully u
bound at hole densities in the range (6 – 9)31015 m22. Ex-
citons of unoccupied subbands, in contrast, will be shown
have a finite binding energy at these densities. However
4853 © 1997 The American Physical Society
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4854 56M. KEMERINK et al.
value is far below what is found in an undoped well. Fu
thermore, it seems likely that, inp-doped wells, the excitons
of excited subbands are less efficiently screened than t
of the light-hole ground state, due to the lesser overlap of
screening ground-state heavy holes with the excited s
bands than with the ground-state light holes.

The remainder of this paper will be organized as follow
In Sec. II we will outline the model that was used to interp
the magnetoabsorption spectra that are presented in Sec
The data will be discussed in Sec. IV. Section V will sum
marize our conclusions.

II. THEORETICAL

The total Hamiltonian describing the relative motion of
electron-hole pair in a confining electrostatic potential can
general be written asHex5Th1Te1Ue-h1Uv1Uc . The
first two terms on the right-hand side describe the kine
energy of the hole and electron, respectively. The third te
describes the screened Coulomb interaction and the last
terms describe the confining potentials of the valence
conduction band, respectively. The corresponding eigenv
problem has been solved by Bauer and Ando19 and Yang and
Sham20 for a quantum-well potential in a perpendicular ma
netic field. This is, however, an extremely laborious and
from trivial task. Therefore we simplify the problem by sol
a
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ing the hole and electron Hamiltonians, with inclusion
their respective electrostatic potentialsUv,c , separately, as a
function of magnetic field, and correct for the exciton bin
ing energy afterwards. Aposteriori exciton corrections to
free Landau levels have already successfully been used in
high-field limit.21,22 The price paid for this simplification
consists mainly of the fact that anticrossings between e
tonic states that are coupled by the Coulomb interaction c
not be reproduced. Despite this, the calculated exciton e
gies will be shown to match experimental data close
except in the vicinity of apparent anticrossings.

The hole Landau levels are calculated from the 434 Lut-

tinger Hamiltonian on the basismJz5( 3
2 ,2 1

2 , 1
2 ,2 3

2 ). The
magnetic fieldB is assumed to be parallel to the quantizati
axis z, i.e., perpendicular to the plane of the QW. Starti
from the matrix expression forB50,23,24we follow the usual
procedure25 of replacingkx andky by their operator expres
sions, written in terms of the standard raising and lower
operators. Making the eigenvector ansatz25

CN5„fN
h1~z!UN22 ,fN

I 2~z!UN ,fN
I 1~z!

3UN21 ,fN
h2~z!UN11…, ~1!

where theUN are the harmonic-oscillator eigenfunctions, w
arrive at the following Hamiltonian:
HN5
\2

m0 3
g11g2

Rc
2

2N23

2
1~g122g2!kz

2 2
A3

Rc
2 gA~N21!N 2

A6

Rc
g3AN21kz 0

2
A3

Rc
2 gA~N21!N

g12g2

Rc
2

2N11

2
1~g112g2!kz

2 0
A6

Rc
g3AN11kz

2
A6

Rc
g3AN21kz 0

g12g2

Rc
2

2N21

2
1~g112g2!kz

2 2
A3

Rc
2 gA~N11!N

0
A6

Rc
g3AN11kz 2

A3

Rc
2 gA~N11!N

g11g2

Rc
2

2N13

2
1~g122g2!kz

2

4 ,

~2!

whereRc is the classical cyclotron orbit (\/eB)1/2. We have neglected the bandwarping by takingg32g250 andg5(g2
1g3)/2. SinceUi50 for i ,0, the corresponding elements in Eq.~2! should be set to zero, and Eq.~2! is reduced to 333,
232, 131 for N51, 0, 21, respectively. The total eigenvalue equation for the holes now becomes

FHN1S \2k

Rc
2m0

S 3

2
,2

1

2
,
1

2
,2

3

2D1„Uv,h~z!,Uv,l~z!,Uv,l ,~z!,Uv,h~z!…D •I 4GCN5ENCN , ~3!
d
nt
whereI 4 in the 434 unit matrix andUv,h(z) andUv,l(z) are
the strain-dependent valence-band potentials for heavy
light holes, respectively, which also contain the electrost
potentials of the charged acceptors and the free holes.
second term in Eq.~3!, in which k is the holeg factor,
describes the Zeeman splitting of the holes.

Equation~3! is solved numerically, by the method ou
lined in an earlier publication.24 This method is numerically
exact but requires that Eq.~3! is transformed into a set o
coupled first-order real differential equations.26 Since Eq.~3!
is second order and complex, this would yield 16 equatio
nd
ic
he

s,

plus two for normalization and energy continuity. We foun
by observation thatCN can be decoupled in two independe
spinors, that both contain the same information asCN . The
two spinors are

CN
~ I !5S i Im„fN

h1~z!…UN22

i Im„fN
I 2~z!…UN

Re„fN
I 1~z!…UN21

Re„fN
h2~z!…UN11

D ,
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TABLE I. Parameters used in the numerical calculations. Where possible, low-temperature~4.2 K! values
are taken. For ternary compounds linear interpolation is used. The parameters are taken from Ref. 4
gaps from Refs. 47 and 48.

GaAs AlAs InAs

g1 6.85 3.45 20.4
g2 2.1 0.68 8.3
g3 2.9 1.29 9.1
k 1.2 0.12 7.68
e r 12.79 10.00 15.15
mel* 0.067 0.150 0.0239
DSO (meV) 340 280 380
Eg(Al xGa12xAs) 1519.211360x1220x2 ~meV!

Eg(InyGa12yAs) 1519.221583.7y1475y2 ~meV!
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CN
~ I !5S Re„fN

h1~z!…UN22

Re„fN
I 2~z!…UN

i Im„fN
I 1~z!…UN21

i Im„fN
h2~z!…UN11

D , CN5CN
~ I !1CN

~ II ! ,

~4!

Re~ ! and Im~ ! denote the real and imaginary parts of t
expression between brackets, respectively. Since any li
combination of these two spinors is a solution to Eq.~3!, we
can set one of these to zero, without changing the eig
value. By doing so, the number of first-order different
equations is reduced to 10. This set of equations is so
together with the Poisson equation to ensure self-consiste
of the wave functions and electrostatic potentials. The
rameters used in the calculations are listed in Table I.

Electron eigenvalues and eigenfunctions are calcula
from the standard one-dimensional~1D! Schrödinger equa-
tion, and corrected for nonparabolicity27 by the expression
EN5E(N,B,kz)@11(K2 /Eg)* E(N,B,kz)#, where E(N,B,
kz) is the expectation value of the kinetic energy of the el
tron. The nonparabolicity parameterK2 is calculated with the
expression derived by Lindemannet al.28 For GaAs and
In0.10Ga0.90As one obtainsK2520.83 and20.81, respec-
tively, using the parameters given in Table I.

The strain-dependent potentialsUv,h and Uv,l in Eq. ~3!
are calculated within the framework of the model-so
theory of Van de Walle.29 Deformation potentials and elast
moduli are also taken from Ref. 29. For the band offset ra
of unstrained GaAs/AlxGa12xAs, for which material system
reliable experimental data are available, we used the c
monly accepted value of 0.7/0.3.

The exciton binding energyEb was modeled using a
modified version of the 2D hydrogen model described
MacDonald and Ritchie:30

Eb~n,g!5E2D-H~n,m50,g!2g~2n11! Ryscale. ~5!

In Eq. ~5!, g[\vc/2 Ryscale, with Ryscale the exciton effec-
tive Rydberg, which is used as a scaling parameter, andvc

5eB/m* •m* is the effective exciton mass, (1/me*
11/mh* )21, with me* andmh* the effective in-plane electron
and hole masses, respectively.E2D2H (n,m50,g) is the en-
ergy of a two-dimensionaln-s exciton with a zero-field bind-
ing energy of 4 Ryscale. In Ref. 30, Ryscaleis equal to thebulk
ar

n-
l
d
cy
-

d

-

o

-

y

Rydberg, Ry* . In the high-field regime~g@1! Eq. ~5! re-
duces, for the 1s exciton (n50), to

Eb~B,Ryscale!52Fp Ryscale

\eB

m* G1/2

. ~6!

The effects of dimensionality and screening are accoun
for by using Ryscale as a free parameter. This scaling is e
sentially different from the one used in Refs. 21 and 2
where the high-field 2D result from Akimoto an
Hasegawa31 is scaled with a dimensionality parameterD1,

with D151 ( 1
4 ) for two, ~three! dimensions:

Eb~n,B,Ry* !523D1 Ry* F \eB

2~2n11!m* Ry* G1/2

. ~7!

The zero-field binding energy becomes 4D1 Ry* . It is obvi-
ous that Eqs.~6! and~7! are mathematically equivalent, apa
from a constant factor. As a result, different exciton bindi
energies will be found when experimental data are fitted w
either Eqs.~6! or ~7!. We will come back to this in Sec. III.

The question remains how Eq.~5! should be scaled in
arbitrary magnetic fields, i.e., whether a dimensionality p
factor, as in Eq.~7!, should be used, or if the effective Ryd
berg should be scaled, as in Eq.~6!. Belle32 has shown that
the exact 2D result is a very close approximation to
adiabatic33 3D result. The premise to this equality is that,
both limits, the magnetic field and energies are scaled
\vc /Ryscale(52g) and E/Ryscale, respectively. Ryscale
should be taken as Ry* in the 3D limit and 4 Ry* in the 2D
limit. As a consequence, the proper way to scale Eq.~5! is to
scale the effective Rydberg Ryscale.

It is worthwhile to point out that the basic assumption
our model is the following. Although it is known that th
valence-band nonparabolicity strongly effects the size of
exciton binding energy,3,34 the effect of nonparabolicity on
its field dependence will probably be much smaller. T
former effect can simply be compensated by adopting
appropriate value of Ryscale, which is the only free paramete
in our description of the field dependence of energy leve

In the above we have proposed that the dimensionality
the exciton can be accounted for by scaling the effect
Rydberg. It is, however, not obvious that the effects
screening and band filling on the exciton energy and its fi
dependence can be caught by such a simple scaling.
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example, Henriqueset al. have shown that the Coulom
screening of an exciton in an unoccupied subband is stro
reduced in high magnetic fields due to the shrinkage of
exciton wave function.35 In Sec. III we will show experimen-
tally that screened excitons can also be described by
‘‘scaled hydrogen model.’’

III. EXPERIMENT

A. Samples and setup

In this study, we will present results from twop-doped
Al xGa12xAs/InyGa12yAs single-quantum wells~SQW’s!,
with nominal indium concentrations of 0% and 10% and o
undoped GaAs/AlxGa12xAs 10-period multiple quantum
well ~MQW’s! structure. All samples were grown by con
ventional molecular beam epitaxy~MBE! techniques on
^100&-oriented GaAs substrates and were grown in differ
runs of the MBE machine. Thep-doped samples consist of
single quantum well, separated by a thin buffer layer from
short period superlattice. Both wells are nominally 95
wide, and symmetrically doped with Bed layers, which are
separated from the well by 250 Å spacer layers. The Ga
well is confined by Al0.45Ga0.55As barriers and grown a
690 °C. The In0.10Ga0.90As well is confined by Al0.25Ga0.75As
barriers and grown at 500 °C to avoid indium diffusion. T
MQW’s sample consists, nominally, of ten periods of a 1
Å GaAs SQW confined by 500 Å Al0.33Ga0.67As barriers.
Each period was separated from its neighbors by 100 Å A
layers. The whole MQW was grown at 800 °C, on top o
short period superlattice. All samples are capped by a 17
GaAs layer.

The MQW sample was characterized by high-resolut
roentgen diffraction measurements. The well width w
found to be 8062 Å and the Al content of the confining
barriers was found to be~3661!%. X-ray diffraction spectra
of the single QW samples turned out to be hardly affected
the actual parameters of the single well. This is due to
relative narrowness of the single well, compared to the thi
ness of the total structure. The carrier densities, as obta
by transport measurements at 1.4 K, are (9.060.1)310115

and (6.060.1)310115 m22 for the GaAs and InxGa12xAs
SQW samples, respectively. Transport mobilities for b
samples are typically around 10 m2/V s.

The magnetophotoluminescence and photoluminesce
excitation ~PL, PLE! spectra were measured at 4.2 K. T
samples were excited using normal incident light from a t
able Ti:sapphire laser, pumped by an argon-ion laser. In
der to assure that the optical spectra were not influence
heating effects, care was taken that no change in the sp
occurred upon a decrease of excitation power. All exp
ments were performed in the Faraday configuration, us
circular polarized light in excitation as well as in detectio
This allows us to separate the light- and heavy-hole com
nents to the total absorption by using either cross~s12 or
s21! or parallel~s11 or s22! polarizations.36

Part of the zero and low-field measurements were p
formed in a different setup, which was described in an ear
publication.17 Some PL~E! results on the single QW sample
were also presented in this publication.
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B. Experimental results

In Fig. 1~a! raw PLE spectra of the undoped GaAs MQ
sample are shown for zero and high magnetic field. In
zero-field traces the strong absorption peaks of theH0-E0
andL0-E0 excitons, at 1.57 and 1.59 eV, are clearly visib
@In our notation Hi~Li ! stands for a heavy-~light-! hole state
with quantum numberi , e.g.,H0 is the heavy-hole ground
state, andH1 the first excited heavy level.# Their relatively
large full width at half maximum~FWHM! is the result of
well width variations in the 10-period MQW structure. Th
also explains the absence of sharp absorption peaks fo
H1-E1 ~at 1.72 eV! andH2-E0 ~at 1.66 eV! excitons. Since
the binding energies of these excited subbands are more
sitive to well width fluctuations than those of the groun
states, the exciton absorption peak is also much stron
smeared out for these higher subbands. In the following,
will show that these transitions still are of excitonic natu
although the corresponding enhancement of oscilla
strength is blurred. The 16-T PLE traces in Fig. 1~a! show
pronounced, but again broadened, Landau levels.

The zero-field PLE spectra of both doped SQW’s quali
tively differ from the ones of the undoped MQW. In Fig
1~b! this is illustrated by the spectra of the InxGa12xAs
SQW. Both theH0-E0 andL0-E0 absorption onsets lac
the excitonic enhancement that is present in the spectr
Fig. 1~a!, whereas theH1-E1 onset still shows excitonic
effects. This already suggests that the Coulomb screenin
the sea of free (H0) holes is more efficient for theL0-E0

FIG. 1. Low-temperature~4.2 K! PL and PLE spectra at 0 an
16 T for the undoped GaAs MQW~a! and the doped InxGa12xAs
SQW ~b!. Solid ~dash-dotted! lines denote PLE spectra ins2

(s12) polarization. The dotted lines are PL spectra.
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exciton than for theH1-E1 exciton. Note that enhanceme
of the H1-E1 absorption onset cannot be due to a seco
order van Hove singularity, since theH1 mass differs sig-
nificantly from the electron mass.17

The summary of all magneto-PL~E! measurements in two
polarization configurations is displayed by the dots in Fi
2–4. The size of the dots is indicative of the strength of
absorption. Error bars are typically of the size of the smal
dots ~1–2 meV!, except for theH2-E0 andH1-E1 transi-
tions in the undoped GaAs MQW and for theH1-E1 tran-
sition in the doped GaAs SQW where the error bar is
proximately the size of the intermediate dot~4 meV!. The
lowest lines of the doped QW’s are taken from emiss
~PL! spectra, since absorption~PLE! is prohibited by the
occupation of the lowest Landau levels. Being due to em
sion, the detected PL line is selected by the detection po
ization, in contrast with the PLE lines, which are selected
the excitation polarization.

The lines in Figs. 2–4 are calculated using the mo
outlined in the previous section. The parameters used in
calculations are listed in Table II. In the numerical calcu

FIG. 2. Magnetic-field dependence of PLE maxima of the u
doped GaAs MQW, observed ins22 ~a! ands12 ~b! polarization.
The size of the dots is indicative of the absorption strength. T
lines are calculations, using the model outlined in the text. S
~dotted! lines denoteH↑ (H↓) to E↑ (E↓) transitions. Dashed
~dash-dotted! lines denoteL↑ (L↓) to E↑ (E↓) transitions. For
clarity, in the ground states only those transitions are depicted
at k50 andB50, can be excited by the incoming light, accordin
to the selection rules for circular polarized light.
-

.
e
st

-

n

-
r-
y

l
he
-

tions, the well width and, for the doped samples, the ba
gap renormalization~BGR! were used as free parameter
The BGR was incorporated as a rigid shift of all bands. R
cent local-density approximation~LDA ! calculations, in
which the complications due to the coexistence of b
heavy and light holes were taken into account, proved
assumption to be justified within a few meV.37 Therefore, the
well width was fully determined by the energetic separat
between theH0-E0, L0-E0, andH1-E1 transition onsets,
which were corrected for their respective exciton bindi
energies. These exciton binding energies, in turn, were
tained by minimizing the difference in magnetic-field depe
dence of the calculated and measured transition energ
The total procedure is, of course, a sort of self-consiste
problem, which was solved by iteration. Fortunately, the c
culated free Landau levels hardly depend on small chan
in well width, which effectively makes the exciton bindin
energy the only free parameter in describing the field dep
dence of the various levels. For the MQW, the well dime
sions could also be obtained from high-resolution x-ra
diffraction measurements. The value found was 8062 Å for
both methods. The BGR that was found for the GaAs SQ
was 1762 meV, where the calculations37 gave 20 meV.

The effective hole mass, needed in Eq.~5! for the calcu-
lation of the field dependence of the exciton binding ener
was taken as the average mass of the lowest calcul
Landau level, in the field range from 0–20 T,mav
51/2\eDB/DE. The used values are given in Table

-

e
d

at,

FIG. 3. Same as Fig. 3, for the doped GaAs SQW. The o
symbols are taken from PL maxima instead of PLE.
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These masses are only meant to characterize the lowest
dan level~LL ! of each subband and should not be confus
with the effective mass at the Fermi level, which is obtain
by, e.g., temperature-dependent Shubnikov–de Haas m
surements. It should be noted that the field dependence o
exciton binding energy is hardly dependent on the hole m
used in Eq.~5!. For a zero-field 1s binding energy of 10
meV and an electron mass of 0.067m0 the binding energy a
20 T is 22.6 meV for a hole mass of 0.3m0 and 21.8 meV for
a hole mass of 0.6m0 . For higher excitons the difference
even smaller.

FIG. 4. Same as Fig. 3, for the doped InxGa12xAs SQW. The
open symbols are taken from PL maxima instead of PLE.
gies
an-
d
d
ea-
he
ss

IV. DISCUSSION

A. Spectral features

The general agreement between the observed and c
lated magneto-optical fan charts, as depicted in Figs. 2–4
apparent. Several features, however, are worth some fur
discussion.

First, as was indicated in Sec. II A, our model does n
account for anticrossings that result from the Coulomb int
action between different excitons. In situations where
anticrossing is abrupt, i.e., has a small anticrossing gap,
is not troublesome for the present purposes. This can,
example, be illustrated by the level markedA in Fig. 2~b!,
which is the L0↓-E0↑ 1s exciton. Although Bauer and
Ando19 have shown that this state@l 1(1s) in their notation#
experiences a sharp anticrossing—withh1(3d)—in the low-
field region, the state that is optically active follows the fie
dependence of the nonanticrossingL0↓-E0↑ 1s exciton.
Only in very narrow QW’s, where this anticrossing gap
much larger, the actual anticrossing can be resolved.38 A
situation in which our model fails can be found in Fig. 2~a!,
at the level markedB. Here an anticrossing with, probably,
H1-E0 state is observed. This anticrossing was also
served by Rogerset al.22 Such a ‘‘missed anticrossing’
might also explain the deviation between calculation and
periment atA in Fig. 2~a!. In this polarization (s2) the
low-field anticrossing betweenl 1(1s) andh1(3d) is far less
abrupt then in s1 polarization.19 This enhances the
magnetic-field region where the anticrossing levels dev
from the nonanticrossing ones, which could cause the de
tion of our model from the experimental points. For the d
generate samples, ‘‘missed anticrossings’’ are irrelev
since the Coulomb interactions involved are much sma
due to the screening by the free holes.

Second, in the doped SQW’s only Landau levels that
above or at the Fermi energy are visible in absorption. As
example, the filling factor of the InxGa12xAs SQW is 6 at
4.1 T and 4 at 6.2 T, which corresponds quite closely to
visibility onsets of the correspondingH0-E0 absorption
lines in Fig. 4~a!. The lowestH0-E0 transition is, due to the
phase-space filling, only visible in PL. At the highest ma
netic fields a small, additional peak arises in the PLE spec
a few meV above the PL line, see Figs. 3~a! and 3~b!.39 We
attribute this to absorption in the high-energy tail of the lo
estH0, ↑ and↓ Landau levels. Therefore, these points sho
lay above the calculated transition energies. The PL ener
s for
TABLE II. Exciton binding energies, well widths, and hole effective masses used in the calculation
Figs. 3–5~see text!.

Binding energy~meV!
Width
~Å!

Hole masses

H0-E0 L0-E0 H1-E1 H0 L0 H1

GaAs MQW 861 961 862 8062 ↑:0.46 ↑:0.063 ↑:0.045
undoped ↓:0.19 ↓:20.19 ↓:0.19
GaAs SQW 0 161 261 8962 ↑:0.43 ↑:0.061 ↑:0.042
p5931015 m22 ↓:0.19 ↓:20.19 ↓:0.19
InxGa12xAs SQW 0 161 261 8362 ↑:0.10 ↑:0.083 ↑:0.15
p5631015 m22 ↓:0.19 ↓:0.14 ↓:0.19
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are redshifted with respect to the calculated energies du
the Stokes shift, which results from local variations in t
QW properties.

Third, the experimental Landau fans show several tra
tions that are forbidden by either parity or polarization, wh
the hole levels are considered parabolic, i.e., when the n
diagonal terms in Eq.~2! are neglected. These transition
can, however, be easily explained by nonparabolicity effe
Ancilotto, Fasolino, and Maan21 have discussed these effec
extensively for an empty SQW, so we will limit ourselves
two illustrative examples. The visibility of theH1-E0 tran-
sition in Figs. 3 and 4 may seem surprising, but it is a dir
consequence of admixture in nonzero fields of states w
quantum number 0 to theH1 state. This change of parity i
due tokz operators in nondiagonal elements of Eq.~2!. Ad-
mixture of states with the same parity as the original st
can explain the observation of transitions that are forbid
by the polarization selection rules. This is the case in F
4~b!, wereH0↑-E0↑ is observed ins12 polarization, due
to admixture ofL0↓ to H0↑. We would like to point out
that, although the strain in InxGa12xAs/GaAs QW’s en-
hances the parabolicity of the hole states in the sense tha
effective mass remains constant over a wider range of fi
and energies, the band mixing cannot be neglected
InxGa12xAs QW’s.

B. Exciton screening

TheH0-E0 transitions in the doped SQW’s can be acc
rately described by setting the exciton binding energy
zero, i.e., setting Ryscale to zero in our model. This is in
agreement with both theoretical1,3 calculations and other ex
perimental work.40 It could be suggested that the increase
field of the energetic separation between the PL line and
calculated lowest Landau level is an indication that a fin
binding energy still exists for theH0-E0 exciton. There are
however, several arguments against this hypothesis. Firs
higher Landau levels that are observed in absorption ins
of emission seem to lie at the correct energies. Second
small absorption peaks just above the PL lines are in ac
dance with the calculations, as argued above. Furtherm
Gravier et al.41 experimentally observe, for a simila
p-doped SQW, that the difference between the Stokes sh
PL line and the lowest PLE line increases with magne
field. Since PLE lines are generally regarded as a cor
measure for the ‘‘true’’ transition energy, the observation
Gravieret al. supports our argument.

For the L0-E0 and H1-E1 transitions, the correspon
dence between measurement and calculation is significa
better when a finite exciton binding energy is used than w
to
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it is omitted. This shows that a finite exciton binding ener
remains present up to very high free-carrier concentrati
when the screening is purely of Coulombic nature. This i
very strong confirmation of various theoretical works
which it was argued that 2D Coulomb screening cannot fu
destroy the exciton binding energy, and one bound state
mains at all densities.1,3,42However, the conclusion of Ref. 9
that ‘‘intersubband effects via Coulomb screening are ne
gible’’ in modulation doped QW’s seems unjustified. Th
fact that, in the doped wells, a smaller binding energy
found for theL0-E0 exciton than for theH1-E0 exciton is
in good qualitative agreement with the zero-field absorpt
spectra. As can been seen from Fig. 1~b!, an excitonic en-
hancement of theL0-E0 absorption is fully absent, wherea
it is clearly present forH1-E1.

The extremely small binding energy that is obtained
the L0-E0 excitons~161 meV! is in good agreement with
the results of Refs. 1 and 3 who find 0.2 and 0.5 meV,
spectively. In contrast, theH1-E1 binding energy seems t
be underestimated in the calculations of Ref. 3 by almos
full value: we find 261 meV, versus~almost! zero in Ref. 3.
This discrepancy is probably due to the purely 2D mode
which the screening was calculated. Although the finite
tent of the screening subband,H0, in thez direction is taken
into account by a form factor, only the average electrosta
potentials of the screened excitons and the average dens
the screening subband are used, as was pointed ou
Henriques.4 This leads to a dielectric constante~q! that is
independent ofz. Due to the fact that theH0 subband and
the H1-E1 exciton have their maximum charge densitie
@;uC(z)u2# at differentz values, this procedure results in a
overestimation of the screening efficiency and hence an
derestimation of the exciton binding energy. For theL0-E0
exciton this effect is of minor importance due to the simila
ity of the H0, L0, andE0 wave functions. It is important to
note that the InxGa12xAs H1-E1 exciton binding energy
found in this work, 261 meV, is consistent with the resu
from temperature-dependent absorption strength meas
ments on the same sample, which yielded anEb between 1.0
and 2.5 meV.17

The absence of exciton binding forH0-E0, and its pres-
ence forL0-E0, shows the effects of occupation, by phas
space filling and exchange, on the exciton bleaching. Si
theH0 andL0 wave functions are almost equal, the effect
Coulomb screening will be almost the same for theH0-E0
andL0-E0 excitons, as discussed above. Differences in
citon bleaching between these two subbands therefore,
essarily arise from the difference in occupation. Our resu
therefore, also confirm the theoretical claim that no excito
bound state exists for highly degenerate subbands.
urrent
.

TABLE III. Comparison between exciton binding energies in an undoped GaAs QW, found in the c
work and those found by Rogerset al. ~Ref. 22!. All values are in meV. See text for further explanation

width

This work Rogerset al. ~Ref. 22!

full model high field low-field extrapolation high-field fit

80 Å 80 Å 75 Å 100 Å 75 Å 100 Å

H0-E0 861 1061 10 8 1261 9.56.5
L0-E0 961 1461 11 9
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C. Comparison with other models

When we compare the exciton binding energies for
undoped MQW~Table II! with those found by other author
for similar QW’s—see e.g, Fig. 4 in Ref. 43 for a summa
of various experimental results—it appears that our val
for the H0 and L0 excitons are about 2 meV below th
average for 80 Å QW’s. TheH0 binding energy is, however
still somewhat above the value reported by Ossauet al.,44

who determinedEb from the diamagnetic shift of theH0
exciton. A comparison with the results of Rogerset al.,22

who determined the exciton binding energy ofH0-E0 both
from extrapolation of low-field data and from fitting high
field data, can easily be made. The high-field model use
Ref. 22 assumed linear Landau levels, which were corre
for electron nonparabolicity, and for excitonic effects. T
latter correction was made using Eq.~7!. Since the full ex-
pression~5! for Eb reduces to Eq.~6! in high fields, we can
convert ourEb’s to the binding energies that fitting with Eq
~7! would yield by demanding equality of Eqs.~6! and ~7!.
Table III summarizes all relevant binding energies. It is o
vious that our full results compare more favorable with t
binding energies obtained by low-field extrapolatio
whereas our results using Eq.~7! agree with the correspond
ing high-field values found by Rogerset al. Although the
latter values are somewhat closer to the values reporte
Ref. 43, we stick to our original values since we doubt
scaling used in Eq.~7!, for reasons pointed out in Sec. I
TheH1-E1 binding energy of 8 meV seems to be in reaso
able agreement with the theoretical results of Refs. 34 an
who report 9.2 meV for a 150 Å well with Al0.4Ga0.6As
barriers and 6.5 meV for a 100 Å well with Al0.25Ga0.75As
barriers, respectively.

As was discussed in the Introduction, various auth
have used a model in which the electron-hole pairs are
scribed in terms of a scaled 2D hydrogen model.38,40,41,45In
our model, this comes down to replacing the exact hole L
dau levels by their linear counterparts, and neglecting
electron nonparabolicity. When we fit to our experimen
fan charts in this model, we find, for the undoped Ga
MQW, Eb58 meV andmH050.6m0 for theH0-E0 exciton,
and Eb59 meV andmL0520.6m0 for the L0-E0 exciton.
Considering the extreme nonlinearity of theL0 Landau lev-
els it may seem surprising that theL0-E0 binding energy is
found to be the same as when the Luttinger model is use
calculate the hole energies. However, this corresponde
reflects the fact that, in undoped QW’s, the Coulomb ene
fully dominates over the nonlinearities in the light- an
heavy-hole Landau levels. Since the lowestH0 Landau lev-
els are almost linear, the agreement between the simple
the full model is less surprising in this case. Large deviatio
are found when the fan charts of the doped GaAs QW
fitted in the 2D hydrogenic model. Here, the exciton bindi
energy no longer dominates over the Landau level non
earities, which makes the approximation of the exact Lan
levels by their linear counterparts no longer valid. For t
H0 we find an effective mass of 0.6. TheL0-E0 could best
be fitted with aL0 mass of21.0, and a binding energy in th
range of 4–7 meV. This, of course, is in contradiction w
theoretical predictions, the result of the Luttinger model, a
earlier work on the same sample.17 It should be pointed ou
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that the agreement with the experimental points is, in
aforementioned cases, far better for our model than for
2D hydrogen model, particularly for theL0-E0 transition in
the doped GaAs SQW. Due to the strain-enhanced linea
of the hole Landau levels in the InxGa12xAs system, the 2D
hydrogen model works satisfactory for the InxGa12xAs
SQW.

D. Numerical results

The hole Landau levels that are used for the generatio
the lines in Figs. 2–4 are shown in Fig. 5. Figure 5~a! dis-
plays the fan diagram for the unstrained 80 Å GaAs we

FIG. 5. Valence-band Landau diagrams for~a! an unstrained 89
Å GaAs well, with Al0.45Ga0.55As barriers and a hole concentratio
of 9.031015 m22 and ~b! a strained 83 Å In0.10Ga0.90As well be-
tween Al0.25Ga0.75As barriers, with a hole concentration of 6.
31015 m22. For clarity, only Landau levels withN<4 are shown.
The solid ~dotted! lines areH↑ (H↓) Landau levels, the dashe
~dash-dotted! lines denoteL↑ (L↓) levels.
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embedded between two Al0.45Ga0.55As barriers, with a hole
concentration of 9.031015 m22. Figure 5~b! shows the same
for the strained 83 Å In0.10Ga0.90As well between
Al0.25Ga0.75As barriers, with a hole concentration of 6.
31015 m22. The doping was assumed to be symmetrica
distributed over twod-layers on the left- and right-hand sid
of the sample. Due to the axial component of the compr
sive strain in the InxGa12xAs QW, the light-hole levels are
shifted upward with respect to the heavy-hole levels. T
two most striking effects of this shift are the disappearan
of the negativeL0 mass and the decreasedH0 mass for
higher Landau levels. Since the negativeL0 mass in the
GaAs QW is the result of a strong repulsive interaction b
tweenH1 andL0,21 it changes sign as soon as theH1 level
drops belowL0. As this repulsive interaction is still presen
in the InxGa12xAs QW, theH1 mass is strongly increase
compared to theH1 mass in the GaAs SQW. The kink in th
L0 Landau levels at 87 meV, see Fig. 5~b!, is due to an
anticrossing with theH2 state. The disappearance of th
negativeLH0 mass is confirmed by the change in field d
pendence of the lowestL0-E0 transition in Figs. 3~b! and
4~b!. The decrease of theH0 mass, going from GaAs to
InxGa12xAs, is also a consequence of the shift in the posit
of theL0 level. Since the extreme bending of theH0 Landau
levels and its high effective mass are, in the GaAs Q
mainly caused by the anticrossing with theL0 level, the
‘‘removal’’ of the L0 level in the InxGa12xAs SQW results
in a smaller effective mass and a larger range in which
H0 Landau levels can be considered as linear.

The hole masses listed in Table II show, on first sig
remarkable constancy for the heavy holes with ‘‘spin’’ dow
(mJ52 3

2 ). For the GaAs wells, this can be understood
realizing that the masses listed are those of the lowest L
dau level of each state. For the heavy-hole down state,
lowest Landau level hasN521 and the Hamiltonian~2! is
reduced from 434 to 131. In other words, heavy-hole dow
states withN521 do not interact with other states and, co
sequently, their effective mass only depends on the Luttin
parameters. The constancy of the heavy-hole down mas
going from GaAs to InxGa12xAs is due to a cancellation of a
y
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decreasing in-plane mass@}1/(g11g2)# and an increasing
Zeeman energy49 @}~2k! for ‘‘spin’’ down states#.

V. CONCLUSION

We have shown that in degeneratep-type samples, both
theL0-E0 andH1-E1 excitons, which are only screened b
the Coulomb interaction with the free ground-state hea
holes, are strongly screened. However, a finite binding
ergy remains present up to very high free-carrier densi
(6 – 931015 m22), in agreement with 2D screening theor
The H0-E0 exciton, in contrast, is totally unbound at the
densities, due to the combined effects of Coulomb screen
and occupation related bleaching. Furthermore, we fou
strong experimental indications that the usual 2D rando
phase approximation screening theory overestimates
screening strength for excited subbands. This is due to
glecting thez dependence in the charge density of vario
subbands. Due to the similarity ofH0 andL0 wave func-
tions, the screening of theL0-E0 exciton is, for the studied
QW’s, predicted correctly by standard 2D screening theo

We have succesfully used a simplified model to descr
the excitonic transitions in III/V heterostructures, which
based upon a separation of the full Hamiltonian into par
which are solved separately. The extreme nonlinearity of
H0 andL0 Landau levels can be reduced by incorporati
compressive strain in the QW material, as was found fro
both the experimental and the numerical results. Howev
for high fields and high Landau indices band mixing rema
important, as was confirmed by experimental observatio
on an In0.10Ga0.90As QW.
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