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• Design and characterization of variable
stiffness structural joints to control the
dynamic response of frame structures.

• The joint consists of a shape memory
polymer (SMP) core and an SMP-aramid
composite skin.

• Stiffness reduction of the joint core
through resistive heating causes a shift
of the structure natural frequencies.

• The natural frequency shift significantly
reduces up to 84% of the maximum dis-
placement under resonance loading.

• The composite skin effectively restrains
the joint core deformation while having
a marginal effect on viscoelastic
damping.
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This paper presents design and characterization of a new type of structural joint which can vary its stiffness
through actuation. Stiffness variation is employed to control the dynamic response of frame structures equipped
with such joints. The joint ismade of a shapememory polymer (SMP) corewhich is reinforced by an SMP-aramid
composite skin. A controlled stiffness reduction of the joint corematerial, induced by resistive heating, results in a
shift of the structure natural frequencies. This work comprises two main parts: 1) characterization of material
thermomechanical properties and viscoelastic behavior; 2) numerical simulations of the dynamic response of a
one-story planar frame equipped with two such variable stiffness joints.
The experimental material model obtained through Dynamic Mechanical Analysis has been used to carry out
modal and non-linear transient analysis. However, control time delays due to heating and cooling as well as fa-
tigue are not considered in the numerical simulations. Results have shown that through joint stiffness control, the
fundamental frequency shifts up to 8.72% causing a drastic reduction of the dynamic response under resonance
loading. The SMP-aramid skin is effective to restrain the joint deformation in the activated state while maintain-
ing viscoelastic damping properties.

© 2019 The Authors. Published by Elsevier Ltd. This is an open access article under the CC BY license
(http://creativecommons.org/licenses/by/4.0/).
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1. Introduction

1.1. Adaptive structures

Structural control strategies have been classified broadly into four
types: active, semi-active, passive and hybrid [1,2]. Benchmark control
problems have been investigated for building structures under seismic
[3,4] and wind [5] excitations. It was shown that through active control
the structure response (e.g. displacement, acceleration, and inter-story
drift) reduced substantially with respect to the non-controlled case. Ac-
tive control systems are typically more effective to reduce the structure
response but they require larger power and might cause instability [6].
Active structural control has been successfully implemented for vibra-
tion suppression of structures subjected to wind and earthquake load-
ing [7–11]. Semi-active control systems, such as magnetorheological
(MR) dampers [12], have been tested on a 20-storey benchmark build-
ing under seismic loading. Experimental results have shown that,
within the context of vibration suppression, the MR damper required
less energy to achieve a similar response reduction compared to active
systems [13]. Passive control systems, such as base isolation, have lim-
ited capabilities compared to the other types but no power supply is re-
quired. A hybrid control system is a combination of passive, semi-active
and active devices [6,14]. Applications of active and hybrid control to
build structures, including high-rise buildings and bridge towers
equipped with active (AMDs) and hybrid (HMDs) mass dampers, have
been reviewed in Spencer & Sain [14].

Through integrated sensing and actuation, it is possible to modify
the state of stress and deformation caused by external loading. This
way, adaptive structures can be designed to operate closer to required
limits which results in a better material utilization and a lower
Fig. 1. Shape Memory Polymer joint connected to four aluminum tubes.

Fig. 2. (a) 3D printed layer pattern; (b) D
‘whole-life energy’. The whole-life energy is a new design criterion in-
troduced by Senatore et al. [15] which accounts for the energy embod-
ied in the material and the energy for control and actuation. Extensive
numerical simulations on high-rise structures, bridges and self-
supporting roof systems [16] have shown that well-designed adaptive
structures achieve energy saving as high as 70% compared to weight-
optimized passive structures. For stiffness governed problems (e.g. slen-
der structures and/or stringent serviceability requirements), adaptive
structures compete also inmonetary cost terms [17]. Experimental test-
ing has confirmed numerical predictions and the feasibility to apply this
method to real structures [18].

Structural adaptation through controlled large shape changes has
been employed to cause a significant stress redistribution. This way
the design is not governed by peak loads that occur rarely. In this case
the structure is designed to ‘morph’ into optimal shapes as the load
changes. Numerical results and experimental testing have shown that
control through large shape changes allows for a bettermaterial utiliza-
tion and thus a lower embodied energy with respect to adaptive struc-
tures limited to small shape changes as well as to passive structures
[19,20]. A change of geometry can also cause a significant shift of the
structure natural frequencies. This strategy has been studied numeri-
cally and experimentally tomitigate the dynamic response of tensegrity
structures [21,22] and for an underslung cable-stayed beam bridge
under pedestrian loading [23]. Shape control has also been studied to
maintain optimal performance during service. For example, shape con-
trol of aircraft wings has been implemented to reduce drag and improve
maneuverability during flight [24].

Shape control requires a significantflexibility of the jointswhosefix-
ity can cause stress concentration and thus it can increase control effort.
Previouswork has investigated the use of variable stiffness joints to pre-
vent stress build-up and to reduce actuation energy in order to control
the structure into optimal states [25]. During shape adaptation the
joints are actuated to a flexible state. After shape adaptation, the joints
recover rigidity. Fig. 1 shows one of the tested joints which was fabri-
cated using fused deposition. The joint is made of a polyurethane-
based shape memory polymer (SMP) which features a large stiffness
variation caused by a controlled stiffness reduction between a glassy
and a rubbery state. The joint was actuated through resistive heating.
Experimental testing has shown that stiffness variation under quasi-
static loading is feasible [25]. It was also shown through simulations
that by selectively actuating the joints of a planarWarren truss, the nat-
ural frequencies changed considerably [26]. Joint stiffness variation was
simulated by releasing the rotational degree of freedom of the truss
MA Q800; (c) specimen placement.



Fig. 3. Storage E′, loss E″ modulus, and tan δ vs temperature at 1 Hz, joint core material.
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nodes. This way the joints could switch from a “locked” (e.g. a moment
connection) to a “released” (e.g. pin) state.

1.2. Shape memory polymers (SMPs)

Shape memory polymers (SMPs) can recover their original shape in
stress-free conditions from a deformed state through thermal, electric
and magnetic actuation or by exposure to light as well as pH change
[27,28]. Themostwidely used actuationmethod for SMPs is thermal actu-
ation [29–31]. SMPs have been 3D printed through stereolithography
(SLA) [32] and fused deposition modelling (FDM) [25]. For SMPs that
are cross-linked, either covalently or physically, the glass transition is
driven by a dual-state mechanism. Crosslinks serve as an elastic energy-
storage element in the programming stage, which also drives shape re-
covery in the recovery stage [33]. The elastic modulus in the rubbery
state is determinedby the reductionof configurational entropy. Elongated
polymer chains tend to return to the un-stretched random coil configura-
tion. Above the glass transition temperature Tg, the polymer chain seg-
ments between crosslinks can deform freely which allows large
macroscopic strains (up to 400%) [31]. The elastic modulus from glassy
to rubbery state can reduce by up to a factor of 1000 [34–36].

SMPs composites have found several applications for the synthesis of
biomaterials, solid-state actuators and smart textiles [27] as well as in
aerospace engineering [37]. Actuation through shape memory alloy
(SMA) embedded into an SMP composite has also been investigated for
a wind-responsive façade system. The façade components change shape
Fig. 4. Master and shift factor curves (
in order to control ventilation for indoor climate optimization [38]. How-
ever, the low mechanical and recovery stress of SMPs has limited their
range of applications. To improve their mechanical properties, shape
memory polymer composites (SMPC) are often integrated with particles
(e.g., carbon nanotubes, Ni, Fe3O4, SiC), short fibers as well as continuous
fibers (e.g. carbon, glass and aramid) [27,39–41]. SMPCs with particles
and short fibers usually have limitedmechanical properties and therefore
cannot be employed for load-bearing applications. The use of continuous
fibers instead significantly increases themechanical strength and stiffness
of SMPCs in the fiber (axial) direction while the shape memory effect is
retained in the transverse direction [27,39,41,42]. Continuous fiber rein-
forced SMPCs are also more resistant to impact, crash and fatigue and
hence have potential to be used for structural applications [36,37].

To simulate the thermomechanical properties of SMPs, two main
models have been formulated: thermo-elastic and viscoelastic. In the
first model the SMP is treated as an elastic material with a temperature
dependent modulus which reduces significantly above the glass transi-
tion temperature (i.e. loss of stiffness). The second model, which is
based on viscoelasticity theory [43], takes into account time and fre-
quency dependent effects. Themodulus is assumed to be timedependent,
reflecting experimental records which show that in a polymer, stresses
increase rapidly after loading but decrease gradually with time. This phe-
nomenon is referred to as stress relaxation and is attributed to themolec-
ular process of chain slidingwhen thematerial is under loading. Note that
the material response under dynamic loading can be interpreted simi-
larly: in a material which is subjected to a high strain rate or a high
Tref = 50 ° C), joint core material.



Table 1
Williams–Landel–Ferry function constants for the 3D printed SMP joint core.

C1 C2 Tref Tg

14.6 24.2 50 °C 65 °C

Table 2
Stiffness properties of the SMP matrix and single layer SMP-aramid composite (SMPC).

Specimens SMP matrix 0°/90° SMPC ±45° SMPC

Eg (MPa) 1780 10400 1780
Er (MPa) 4.2 2630 84
Eg/Er 421 4 21
Tg 80 °C 88 °C 76 °C
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frequency load, the molecules have no time to slide, resulting in a higher
resistance to movement and thus a higher stiffness. Contrary, under low
frequency loading chain slippage occurs and therefore there is a lower
macroscopic stiffness. Material viscoelastic behavior can bemeasured ex-
perimentally through a series of time dependent (i.e. creep or relaxation)
tests carried out at different temperatures or by dynamic mechanical
analysis (DMA).
1.3. Outline

The variable stiffness joint presented in this work is made of a 3D
printed SMP core and an aramid fiber reinforced SMP skin. This work un-
folds in two main parts: 1) characterization of the thermomechanical
properties of the 3D-printed SMP core, and a single as well as multi-ply
composite laminate made of an SMP matrix reinforced by aramid fibers;
2) numerical simulations of the dynamic response of a one-story planar
frame equipped with two of such variable stiffness joints. Dynamic Me-
chanical Analysis (DMA) tests are carried for the 3D printed SMP core
and the SMP-aramid skin. Thematerial model obtained from experimen-
tal testing is employed to carry out modal and transient non-linear anal-
ysis of a one-story planar frame equipped under resonance loading.
Elastic and viscoelastic behavior are investigated. The joint is modelled
Fig. 5. (a) Aramid fabric impregnation in vacuum; (b)

Fig. 6. (a) Storage modulus (b) tan δ vs tem
with and without the reinforcement skin. Natural frequency shifts and
damping properties are compared between the elastic and viscoelastic
case as well between the non-reinforced and the reinforced case.
2. Characterization of the SMP core

2.1. Dynamic mechanical analysis

The joint core was made of a polyurethane-based shape memory
polymer filament made by SMP Technologies Inc. (Tokyo, Japan). The
SMP material MM-5520 is a pellet type for injection extrusion molding
with a transition temperature Tg= 55 °C. The specimens were fabricated
through fused deposition modelling (FDM) using a FlashForge Dreamer
printer. The printing temperatures for the extruder and platform were
set to 220 °C and 60 °C respectively. The specimen was printed in layers
to form a parallelepiped of dimensions 20 mm × 10 mm × 1 mm; one
of the layers is shown in Fig. 2(a). The infill pattern was oriented at 45°
and− 45° every other layer. Each layer had a thickness of 0.01 mm. Dy-
namic mechanical analysis (DMA) tests were performed using a Q800
satin weave aramid fabric; (c) cutting directions.

perature, SMP matrix without aramid.



Table 3
Williams–Landel–Ferry function constants, SMP-aramid composite (SMPC).

Specimens SMP matrix 0° SMPC 45° SMPC

C1 9.9 55.5 22.7
C2 56.9 384 89.7
Tr 80 °C 50 °C 50 °C

Table 4
SMP-aramid elastic modulus.

Elastic modulus (MPa)

Direction One-layer Three-layer Four-layer

0°/90° 13,200 14,200 8400
22.5° 3180 8500 8210
45° 863 8180 8350
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made by TA Instruments which is shown in Fig. 2b. Fig. 2(c) shows the
placement of the specimen.

DMAmeasures the complex modulus which comprises the storage E′
and the loss E″moduli. The storage modulus can be thought of as the en-
ergy stored in the elastic part while the loss modulus is the energy dissi-
pated through heat due to friction. A multi-frequency-strain test was
carried out with an oscillatory strain of 10 μm applied at frequency
range from 0.30 Hz to 32 Hz with a spacing of two points per decade. A
constant heating rate of 1 °C/min from 40 °C to 85 °C was applied during
each test. Fig. 3 shows the variation of E′, E″ and the ratio tan δ=E″/E′ ob-
tained from a DMA test carried out at 1 Hz [44]. The tan δ ratio (loss fac-
tor) is a measure of the material mechanical damping [45]. The storage
modulus was measured from 1340 MPa in the glassy state to 37 MPa in
Fig. 7. (a) Four-layer stacking

Fig. 8. (a) Instron tensile tester; (b) SM
the rubbery state. The lossmodulus reached amaximumof 200MPa dur-
ing transition from40 °C to 70 °C. The tan δ ratio, reached amaximumbe-
tween 60 °C to 70 °C.

Thismaterial is suitable to be part of the joint of lightweight structures
which are not subjected to heavy loads. For structural applications the 3D
printed SMP core requires reinforcement even in the glassy state. For this
reason, a reinforcement skin will be discussed in Section 3. The material
storagemodulus drops significantly from50°C. To prevent undesired stiff-
ness reduction, cooling systems are required in hot climate conditions. Al-
ternatively, SMPs with a higher transition temperature may be preferred.
Material damping could be improved bymeans of additions. For example,
it has been shown that adding polyamide nonwoven fabrics into a carbon
; (b) cutting directions.

P-aramid specimen under tension.



Table 5
Measured vs simulated elastic and shear modulus, four-layer SMP-aramid composite.

Elastic modulus E (MPa) Shear modulus G (MPa)

Experiment 8320 3150
Simulation 8370 2660

Table 6
Maximum deformation with (drf) and without (d) reinforcement skin.

25 °C 40 °C 45 °C 50 °C 55 °C 60 °C 65 °C

d (mm) 152 154 155 158 168 176 187
drf (mm) 137 139 140 142 149 156 161
Δd (mm) 14.3 15.0 15.2 16.2 18.8 20.1 25.4
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fiber reinforcedpolymer, causes a significant increase of the loss factor tan
δwhile maintaining the storage modulus unchanged. [46].

2.2. Elastic and viscoelastic material model

For the temperature dependent elastic model (thermoelastic model)
only the storagemodulus curve at 1 Hz is consideredwhile frequency de-
pendence aswell as damping (E″ and tan δ) are neglected.With regard to
the viscoelastic model instead, two curves are needed for a full character-
ization: the shift factor curve and themaster curvewhich are both shown
in Fig. 4 for the specimen under testing. The shift factor relates the change
Fig. 9. (a) SMP core connected to four aluminu

Fig. 10. (a) One-story planar frame equipped with
of stress relaxation ratewith temperature. Themaster curve expresses the
change of storagemodulus overmany frequency decades and at different
temperatures. In a viscoelastic material, temperature has the effect to
speed up the relaxation process without affecting the amount of relaxa-
tion. It is therefore common practice to model the storage modulus as:

E t; Tð Þ ¼ E tred; Tref
� �

; tred ¼ aT t; ð1Þ

where aT is the temperature dependent shift factor, tred is the reduced (or
shifted) time scale and Tref is an arbitrarily chosen reference temperature.
m tubes; (b) SMP-aramid reinforced skin.

two variable stiffness joints; (b) joint mesh.



Fig. 11. Equivalent strain (a) and stress (b) (von-Mises) vs temperature for the joint core.

7Q. Wang et al. / Materials and Design 187 (2020) 108353
For example, if aT=4when the temperature is 10 °C higher than the ref-
erence temperature, the stress relaxation will be 4 times faster. Note that
in some literature the reduced time is defined as tred = t/aT.

The dashed lines in Fig. 4 bound the storage moduli measured in the
frequency range 0.30 Hz to 32 Hz and temperature range 40 °C to 85 °C.
At the reference temperature 50°C, which is indicated by square
markers, the shift factor is 1. The moduli at a temperature and/or a fre-
quency different to those measured through DMA, are obtained by
shifting along the frequency axis using the shift factor curve. The mod-
ulus at a higher temperature with respect to the reference temperature
is shifted to the left while themodulus at a lower temperature is shifted
to the right. For example, at 60 °C the shift factor aT is approximately 104

whichmeans that stress relaxation is faster than that at 50 °C by a factor
of 104. Consequently, the storage modulus curve at 60 °C, which is indi-
cated by circle markers, shifts by a factor of 104 to the left thus forming
part of themaster curve. The reader is referred to the work of Ferry [43]
for more details to obtain a master curve.

In order to efficiently implement master and shift factor curves for
numerical simulation, both curves have been approximated though
fitting. Themaster curve is approximated by Prony series for the storage
E′ and loss modulus E″:

E0 ωð Þ ¼ Ee þ
Xm

i¼1

ω2ρi
2Ei

ω2ρi
2 þ 1

ð2Þ

E″ ωð Þ ¼
Xm

i¼1

ωρiEi
ω2ρi

2 þ 1
ð3Þ

where Ee, Ei and ρi are the equilibrium modulus, relaxation strengths,
and relaxation times, respectively. The coefficients used in this work
are obtained using a non-linear curve fit procedure. The shift factor
curve is approximated through the Williams–Landel–Ferry function
Table 7
1st natural frequency vs temperature.

25 °C 40 °C 45 °C 50 °C 55 °C 60 °C 65 °C

ω (Hz) 5.84 5.79 5.78 5.72 5.57 5.46 5.33
Sω (%) – 0.76 0.97 2.00 4.56 6.53 8.72
σ (MPa) 0.43 0.38 0.37 0.30 0.15 0.059 0.040
ε (%) 0.030 0.031 0.031 0.031 0.033 0.043 0.11
ωrf (Hz) 6.11 6.07 6.06 6.01 5.88 5.77 5.68
Sωrf (%) – 0.61 0.77 1.61 3.72 5.49 6.99
σrf (MPa) 0.38 0.34 0.33 0.27 0.13 0.053 0.024
εrf (%) 0.027 0.027 0.027 0.028 0.030 0.039 0.073
(WLF):

log aTð Þ ¼ −C1 T−Trð Þ
C2 þ T−Trð Þ ð4Þ

The fitting was limited to the temperature range of 40 °C to 85 °C
which covered most of the glass transition. The constants C1 and C2

are given in Table 1. Tref and Tg are the reference and glass transition
temperature, respectively.

3. Design and characterization of the SMP-aramid reinforcement
skin

The purpose of the reinforcement skin is to limit the deformation of
the SMP corewhen subjected to loading in its rubbery state. Often struc-
tural joints have complex geometries to connect many elements and
therefore are subjected to forces of different directions including bend-
ing and torsion. For this reason, a reinforcement skin should behave as
an isotropic material.

The skin tested in this studywasmade of an SMPmatrix impregnated
with an aramid fabric made by Easy Composites Ltd (Stoke-on-Trent, UK).
This aramid fabric is woven in a satin pattern (3HS) of Kevlar® 49 yarn
with a weight of 175 g/m2 and a thickness of 0.27 mm. The SMPmaterial
of the joint core was not suitable for impregnation of the aramid fabric
due to high viscosity. For this reason, a two component SMP resin was
employed – MP5510 SMP (potting type) made by SMP Technologies Inc
(Tokyo, Japan). The resin part (MP-5510A) and hardener (MP-5510B)
were mixed with a weight ratio of 2:3. The matrix so obtained was im-
pregnated with the aramid satin weave fabric in a vacuum bag as
shown in Fig. 5a. After impregnation, the SMP composite was cured at
70 °C for three hours. To characterize the mechanical properties of this
composite, rectangular specimens of dimension 20 mm × 5 mm were
cut from the composite at 0°/90° and ± 45° as indicated in the diagram
shown in Fig. 5c. For comparison, specimens of identical dimensions
were also cut from the SMP matrix (no aramid fabric). The SMP-aramid
Table 8
2nd natural frequency vs temperature.

25 °C 40 °C 45 °C 50 °C 55 °C 60 °C 65 °C

ω (Hz) 27.0 26.9 26.8 26.5 25.4 22.4 16.1
Sω (%) – 0.64 0.83 1.86 6.11 17.3 40.5
σ (MPa) 1.72 1.59 1.56 1.40 1.07 0.80 0.41
ε (%) 0.12 0.13 0.13 0.15 0.24 0.59 1.15
ωrf (Hz) 27.9 27.8 27.7 27.6 27.1 26.4 25.9
Sωrf (%) – 0.41 0.53 1.13 2.97 5.17 7.17
σrf (MPa) 1.42 1.28 1.24 1.06 0.62 0.29 0.13
εrf (%) 0.099 0.10 0.10 0.11 0.14 0.21 0.38



Fig. 12. (a) 1st modal shape; (b) 2nd modal shape.
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specimens were tested at a frequency of 1 Hz, 3 Hz, 10 Hz, 30 Hz and
60Hz throughDMAwhichwas carried out similarly to the test performed
for the joint core material.

3.1. SMP-aramid single layer composite

Fig. 6 shows theplot of storagemodulus and tan δ as a function of the
temperature for the SMP matrix (no aramid fabric). Comparing with
Fig. 3, it can be seen that for this type of SMP, the glassy modulus is
slightly higher (1780 MPa vs 1340 MPa) and that the glass transition
range is somewhat broader (40 °C to 75 °C). The tan δ reaches a maxi-
mum at a higher temperature (80 °C versus 68 °C). Similarly, this mate-
rial also features a drastic reduction of the storage modulus after mild
heating.

As predicted, after impregnation of the aramid fabric, the glassy
modulus increased drastically along the 0°/90° directions. The glass
transition temperature is 5 °C–10 °C higher and the tan δ is lower with
respect to the SMP matrix without aramid fabric. For the specimen cut
at ±45°, the aramid fibers do not contribute to increase the stiffness.
Glassymodulus, glass transition range and tan δ curves are almost iden-
tical to that of the matrix material. The storage modulus and tan δ as
function of temperature for the SMP-aramid specimens are reported
in the Appendix (Figs. A1 and A2).

As expected, the single layer composite features a directional depen-
dency of the stiffnesswhich is highwhen the load is applied along the 0°
and 90° directions aligned with the weft and warp of the aramid fabric
while it is low in the±45° directions. The glassy Eg and rubbery Er stor-
age moduli, which were measured at Tg - 40 °C and Tg + 40 °C respec-
tively, are given in Table 2.

Master and shift factor curves were obtained for the SMP-aramid
material from DMA tests. The curves for the 0°/90° type, ±45° type
and SMP matrix are given in the Appendix (Figs. A3, A4, A5). The WLF
constants for the shift factor curve are listed in Table 3.

3.2. Design of a quasi-isotropic SMP-aramid skin

To improve the mechanical properties along the ±45° directions, an-
other layer of aramid weave with fibers oriented at ±45°was added.
However, a two-layer laminate is not symmetric and it is likely to warp
after cooling hence a three and a four-layer stacking were tested. The
three-layer laminate had a [0F/45F/0F] stacking sequence where 0F
stands for the orthotropic 0°/90° aramid Fabric. The four-layer laminate
had a [0F/45F2/0F] stacking sequencewhich is shown in Fig. 7(a). Samples
for uniaxial tension testing were cut at 0°, 22.5°, and 45° as shown dia-
grammatically in Fig. 7(b). Tensile testing was carried on a 50 kN Instron
which was equipped with a non-contact video extensometer (AVE2)
(Fig. 8).
Table 4 gives the elastic modulusmeasured from the tensile tests. As
expected, compared to the one-layer composite, the three-layer one is
stiffer in the 45° direction. However, the stiffness is not equally distrib-
uted because the composite is made of two 0°/90° plies and only one±
45° ply. For the four-layer composite, however, the stiffness is almost in-
dependent from the direction of loading. The ultimate tensile stress and
strain (averaged over the three directions) are 107 MPa and 1.9%, re-
spectively. A Poisson's ratio of 0.32 was obtained through measure-
ments made by the video extensometer.

A model was setup in Ansys Composite PrepPost for validation of the
experimental testing. Using the elastic and in-plane shear modulus mea-
sured for the one-layer composite, which are 13.6 GPa and 100 MPa re-
spectively, the four-layer stacking sequence was simulated ([0F/45F2/
0F]). The measured elastic modulus (Table 4) was in good accordance to
that predicted from the model. Table 5 gives the elastic and shear modu-
lus obtained from simulations and experimental testing. The experimen-
tal shear stiffness is obtained as G = E/[2(1 + v)] where v is the above
mentioned Poisson ratio of 0.32. The shear stiffness obtained from the
model is 20% lower than the experimental value. This is likely to be caused
by inaccuracies with the determination of the Poisson's ratio through the
video extensometer. The transverse strain was very small thus causing
relatively large errors. In addition, the imperfect surfaces of the SMP-
aramid specimens and the cracks generated during testingmight have af-
fected the accuracy of the measurement.

3.3. Application of the SMP-aramid reinforcement skin

The variable stiffness joint described in previous sections has been
fabricated though fused deposition of the SMP core andmanual applica-
tion of the SMP-aramid skin. Fig. 9(a) shows the SMP core connected to
4 aluminum tubes and (b) the joint after application of the reinforce-
ment skin. This joint is part of a 650 mm × 650 mm × 1325 mm
multi-story frame which is currently being tested. Application of the
SMP-aramid skin was a challenging task. Due to the complex geometry
it was not possible to apply the reinforcement skin uniformly on the
joint surface so to cover all areas.

4. Numerical modelling

4.1. One-story planar frame equipped with two variable stiffness joints

The structure considered in this case study is a one-story planar frame
equipped with two variable stiffness joints. The structure is shown dia-
grammatically in Fig. 10(a). The height and width of the frame is 3 m.
The supports are fully fixed. The finite element model, implemented in
AnsysWorkbench, comprises beam elements for the frame and solid ele-
ments for the joints. The beam elements are of type BEAM188 and the



Fig. 13. (a)–(f) Average deformation vs. time at 25 °C, 45 °C, 50 °C, 55 °C, 60 °C and 65 °C; non-reinforced case, elastic material model.
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joint elements are of type SOLID186. The beam elements have an
80 mm × 80 mm square hollow section and a wall thickness of 10 mm.
Each joint has an 80 mm × 80 mm solid square section; 16 elements
are used tomesh each joint. The SMP-aramid skin ismodelled using “sur-
face coating” (SURF156) elements. This element is usually employed to
apply line pressure loads on structures.
Table 9
‘Beat’ vs temperature from single degree of freedom reduced model.

40 °C 45 °C 50 °C 55 °C 60 °C 65 °C

Tb (s) 22.5 17.7 8.5 3.7 2.6 1.9
Tb,rf (s) 26.8 21.1 10.2 4.4 2.9 2.3
The SMP has beenmodelled as a variable stiffness purely-elastic ma-
terial aswell as a viscoelasticmaterial. For the elasticmaterial definition,
the storage modulus is a function of the temperature but all other vis-
cous effects are ignored. Specifically, the storage modulus measured at
1 Hz (Fig. 3) was chosen for the elastic model. For the viscoelastic mate-
rial definition, the storagemodulus is a function of temperature and de-
formation frequency. Prony series are employed to approximate the
master curve while the shift factor curve is approximated by fitting a
WLF function to the measured data (Table 1).

The SMP core will be actuated through resistive heating in a tempera-
ture range between 25 °C to 65 °Cwhich is lower than the transition tem-
perature (Table 2). Since the skin is the outer layer, it is reasonable to
assume that the SMP matrix of the skin will always be in the glassy
state and thus its stiffness is temperature independent. It is expected



Fig. 14. Maximum deformation vs joint temperature; non-reinforced vs reinforced case,
elastic material model.

Table 10
damping effect for SMP joints vs. reinforced SMP joints.

T (°C) 25 °C 40 °C 45 °C 50 °C 55 °C 60 °C 65 °C

ζe (%) – 0.019 0.038 0.29 0.98 1.18 1.21
ζrf (%) – 0.017 0.032 0.22 0.68 0.87 1.16

10 Q. Wang et al. / Materials and Design 187 (2020) 108353
that the application of the SMP-aramid skinwill reduce the joint deforma-
tion when in the activated state (i.e. close to the transition temperature)
compared to the non-reinforced case. However, it is also expected that
the SMP-aramid skin will reduce viscoelastic damping. For this reason,
simulations are carried out with and without SMP-aramid skin applied
to the joints.

4.2. Static analysis

A linearly distributed load q of 15kN/m is applied to the left column
and the top beam. A linear static analysis is carried out with the joints ac-
tuated within temperature range 25 °C to 65 °C. Table 6 compares the
static deformation of the frame with and without reinforcement skin. As
expected, the deformation d when the joints are not reinforced is always
larger than the deformation drf when the joints are reinforced. The differ-
enceΔd=d− drf increases as the temperature increases, thus indicating
that the SMP-aramid skin is effective to reduce the deformationwhen the
joints are activated closer to the glass transition temperature.

Fig. 11 shows the plot of the equivalent (von-Mises) stress (a) and
strain (b) as a function of the actuation temperature for both the non-
reinforced and reinforced case. As expected, stress and strain are higher
over the whole temperature range for the non-reinforced case. When
the joint is heated up to 65 °C, the strain is reduced by approximately
20% for the reinforced case.

4.3. Modal analysis

Modal analysis is carriedout to evaluate the effect of joint stiffness var-
iation on the 1st and 2nd natural frequency of the structure when the
joints are actuated from ambient to transition temperature (25 °C to
Fig. 15. Average deformation vs time at 55 °C.
65 °C). The natural frequency is indicated by ωrf when the joint is rein-
forced with the SMP-aramid skin, and by ω for the non-reinforced case.

Table 7 and Table 8 give the variation of the 1st and 2nd natural fre-
quency with the temperature as well as the shift computed against the
frequency at ambient temperature, i.e. before joint actuation. The fre-
quency shift is indicated by Sω and Sωrf for the non-reinforced and re-
inforced case respectively. The tables also give the variation of the
average stress and strain in the joint with the temperature. As the tem-
perature increases, both 1st and 2nd natural frequency reduce substan-
tially. At the transition temperature the 1st natural frequency reduces
by 8.7% and 7.0% for the non-reinforced and reinforced case respec-
tively. As expected, when the SMP-aramid skin is applied to the joint,
the structure natural frequency reduces to a lesser degree as the tem-
perature increases towards the transition one.

This effect is substantial for the 2nd mode. The 2nd natural fre-
quency reduces by 40.5% and 7.2% for the non-reinforced and reinforced
case respectively. Compared to the 1st modal shape, the 2nd modal
shape causes a larger deformation in the joint core.

For the non-reinforced case, the average strain in the joint core at
25 °C for the 1st and2ndmode is 0.030% and0.12%, and the average stress
is 0.43 MPa and 1.72 MPa, respectively. At 65 °C, the average strain in-
creases to 0.11% and 1.15% while the average stress decreases to
0.040MPa and 0.41MPa for the 1st and 2ndmode respectively. The rein-
forced skin limits the joint deformation drastically. For the reinforced
case, the average strain in the joint core at 25 °C for the 1st and 2nd
mode is 0.027% and 0.099%, and the average stress is 0.38 MPa and
1.42 MPa, respectively. At 65 °C, the average strain increases to 0.073%
and 0.38% while the average stress reduces to 0.024 MPa and 0.13 MPa
for the 1st and 2nd mode respectively. The increase of strain due to
heating is much lower for the 2nd mode in the reinforced case (280%)
compared to the non-reinforced case (850%). Similar considerations
apply to the decrease of stress in the jointwhich ismuch larger for the re-
inforced case (91%) compared to the non-reinforced case (76%). This is
because the reinforcement skin takes most of the deformation. This re-
sults in a larger frequency shift in the non-reinforced joint for the 2nd
mode with respect to the non-reinforced case. The 1st and 2nd modal
shapes are shown in Fig. 12.
4.4. Mode superposition transient dynamic analysis

In this section, transient analysis is carried out to evaluatewhether the
frequency shift obtained through joint stiffness variation is effective to re-
duce the structure dynamic response. A linearly distributed sinusoidal
load qs = A sin (2πωTt) with amplitude A = 1kN/m is applied to the left
column of the frame in order to excite the 1st mode. The load frequency
is identical to the fundamental frequency which is 5.84 Hz for the non-
reinforced case and 6.11 Hz for the reinforced case at T = 25 °C. In this
study, transient analysis is carried out through mode-superposition. This
implies that the joint core (SMP) ismodelled as a thermo-elasticmaterial.
This is becausemode-superposition is a linear structural dynamic analysis
method and thus a viscoelastic material definition is not possible.

Fig. 13 shows the plot of the structure average deformation vs time
for the non-reinforced joints before actuation (T = 25 °C) and when
the joint is actuated close to the transition temperature (range 45 °C
to 65 °C). Without joint stiffness variation (25 °C), the deformation in-
creases steadily with time because of resonance. Through joint stiffness
variation instead, the dynamic response reduces substantially. From



Fig. 16. Average deformation vs time for elastic (a) and viscoelastic (b) case; T = 65 °C.
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T=50 °C resonance is avoided in less than 5 s. The average deformation
decreases from 700 mm at 25 °C to less than 100 mm at 65 °C.

If the frame is reduced to a single degree of freedom structure, as-
suming a zero initial displacement and velocity, the deformation as a
function of time can be estimated as:

u tð Þ ¼ p0
k

1

1−
ωe

ω

� �2 sinωet−
ωe

ω
sinωt

� �
ð5Þ

In Eq. (5) p0/k is the maximum static deformation caused by the ap-
plied load,ωe andω are the excitation and natural frequency respectively.
This model has been employed to verify the findings obtained through
transient analysis. From the reduced model, it is simple to compute the
single cyclic pulsation of u(t) – the so called “beat”. The frequency of the
beat is ωb = |ω − ωe| and its period is Tb = 1/ωb [47]. The variation of
Tb with the temperature computed for the reduced model is given in
Fig. 17. (a) Strain and (b) stress vs time, SMP core; (c) stra
Table 9. For comparison, the beat periods are also indicated by dashed
lines in Fig. 13. Comparison with simulation results show very good
accordance.

Similar results are obtainedwhen the joint is reinforcedwith the SMP-
aramid skin (Fig. A6). Also in this case the average deformation decreases
as the temperature increases. However, for a temperature above 55 °C,
the deformation amplitude reduces less for the reinforced case due to a
smaller frequency shift compared to the non-reinforced case.

Fig. 14 compares themaximum deformation component in the x-axis
over a period of 5 s. For both non-reinforced and reinforced case, the de-
formation decreases substantially as the joint stiffness decreases. In both
cases, the deformation reduces very rapidly between T = 45 °C and
T = 55 °C. In both cases, the frequency shifts at 55 °C (4.56% and 3.72%
for the non-reinforced and the reinforced case respectively) cause a sig-
nificant reduction of the deformation from approximately 700 mm to
200 mm. For this reason, the target actuation temperature is set to 55 °C
which is 10 °C lower than the glass transition temperature.
in and (d) stress vs time, SMP-aramid skin; T = 65 °C.



Fig. 18. (a) Stress vs strain SMP core; (b) Stress vs strain SMP-aramid skin.
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4.5. Non-linear transient dynamic analysis

In the simulation carried out so far, the SMP has been treated as an
elastic material with a temperature dependent modulus. Material stiff-
ness is dependent on the temperature but time and strain rate depen-
dency are neglected. This greatly simplifies transient analysis which can
be carried out though mode superposition. However, this way it is not
possible tomodel damping and energy dissipation caused by viscoelastic-
ity which is the subject of this section.

4.5.1. Dynamic analysis with a viscoelastic material model
An identical set of simulations to that described in Section 4.4 has

been carried out through non-linear transient dynamic analysis using
a viscoelastic material model. For brevity, only the reinforced case is
considered. Similar results are obtained compared to the elasticmaterial
model for the reinforced case. As before, actuation of the joints through
resistive heating is effective to cause a significant shift of the natural fre-
quency under resonance loading. The average deformation of the struc-
ture reduces substantially from 684 mm at ambient temperature to
211 mm when the joint core temperature reaches 55 °C. For brevity,
the plots of the structure average deformation as a function of time
over the considered temperature range (25 °C to 65 °C) and that of
the maximum deformation component along the x-axis over a period
of 5 s for the elastic and viscoelastic materialmodel, are given in Appen-
dix (Fig. A7). Simulation results confirm that a simplified model which
considers SMP as an elastic material with a temperature dependent
modulus is acceptable to quantify the structure deformation reduction
caused by the frequency shift (Fig. A8).

4.5.2. Damping and energy dissipation
The structure free vibration is simulated to quantify damping effects

caused by the viscoelastic joints. A 1 N/m impulse load is applied to the
left column of the frame. The plot of the free vibration obtained from
non-linear transient analysis is shown in Fig. 15 for both non-reinforced
and reinforced case. Note that no global damping coefficient is set. The de-
formation decay rate is emergent due to the viscoelastic effect.

The damping ratio ζ can be computed from the logarithmic decre-
ment Δ = ln (ut/ut+1) as:

ζ ¼ Δ=2πffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
1þ Δ=2πð Þ2

q ð6Þ

Table 10 gives the damping ratio at different temperatures for non-
reinforced ζe and reinforced case ζrf. As expected, since the SMP-
aramid reinforcement skin reduces the joint deformation, generally
the damping effect is also reduced with respect to the non-reinforced
case. However, this effect is small. The damping decreases by a
maximum of 30% with respect to the non-reinforced case at 55 °C. As
observed in Section 4.5.1, at 55 °C the deformation is drastically reduced
in either cases.

4.5.3. Joint behavior: elastic vs. viscoelastic
The mechanical behavior of the joint reinforced by the SMP-aramid

skin is taken under analysis in this section. Comparison between elastic
and viscoelastic material model is carried out when the joint is heated
to the transition temperature of 65 °C. The structure is subjected to the
same resonance loading qs (to excite the 1st mode) defined in
Section 4.4. The plot of the average deformation component in the x-
axis over a period of 10s as a function of the temperature for elastic and
viscoelastic cases are shown in Fig. 16(a) and (b) respectively. Note that
the average deformation for the viscoelastic case always lags behind
with respect to the elastic case because of the damping effect caused by
viscoelasticity. The beats of the viscoelastic case are damped out gradually
while the peaks of the elastic beats are constant over several periods.

The plot of the average strain and stress as a function of time for the
joint core and skin are shown in Fig. 17. As for the average deformation,
the strain and stress for the viscoelastic case always lag behind with re-
spect to the elastic case. The sameapplies to thebeats of the average strain
and stress for the viscoelastic case which are damped out gradually over
several periods. The stress for the viscoelastic case is higher with respect
to elastic case. Since a frequency independent modulus at 1 Hz was cho-
sen for the elasticmodel, at higher deformation frequencies the viscoelas-
tic material responds with a higher modulus (i.e. higher stresses).
However, over several periods, both stress and deformation for the visco-
elastic case are dampedout andeventually they reducebelow those of the
elastic case.

Fig. 18(a) shows the plot of the stress vs strain for the SMP core in the
elastic and viscoelastic case. In the elastic case the stress varies linearly
with the strain. The modulus (the slope in Fig. 18(a)) is approximately
33.2 MPa, which is close to the experimental value of 39 MPa. The strain
varies between 0 and 3% whereas the stress between 0 and 0.9 MPa. For
the viscoelastic case instead, the strain and stress are out of phase. In
this case, the stress vs. strain graph is a hysteresis curve showing the en-
ergy dissipated due to damping. The SMP-aramid skin is modelled as an
elasticmaterial and therefore the strain-stress curve is linear in the elastic
a well as viscoelastic case as shown in Fig. 18(b). Themodulus of the skin
material obtained through this simulation is approximately 7500MPa for
both cases, which is close to the experimental value 8320 MPa.

5. Conclusion

This paper has presented the design and characterization of a variable
stiffness structural joint which comprises a 3D printed shape memory
polymer core (SMP) and an SMP-aramid composite skin. The viscoelastic
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material behavior of the corewasmeasured throughDynamicMechanical
Analysis and it was modelled using Prony series. The reinforcement skin
has been applied to limit the joint deformation in the activated state
and consists of oriented aramid fibermats which have been impregnated
within an SMP matrix. The reinforcement skin has been designed to be
quasi isotropic. Dynamic mechanical simulations showed that the skin
layer mainly features elastic behavior.

The joint stiffness reduces through resistive heating. This effect has
been investigated as a control strategy to reduce the dynamic response
of a planar frame structure under resonance loading. The frame is as-
sumed to be equippedwith two variable stiffness joints. Numerical simu-
lations have shown that the joint stiffness reduction is able to cause a
significant shift of the structurenatural frequencieswhich results in a sub-
stantial decrease up to 84% of the maximum displacement under reso-
nance loading. The shift of the fundamental frequency is 8.7% and 7.0%
for the non-reinforced and reinforced case respectively when the joint is
actuated to the transition temperature of 65 °C. However, even when
the joints are actuated to a lower temperature of 55 °C the frequency
shift is sufficient to avoid resonance. The application of a reinforcement
skin has reduced the deformation without significantly affecting the fre-
quency shift caused by the joint stiffness variation. The reinforcement
skin is effective to limit the joint deformation while having only a limited
effect on the damping caused by the viscoelastic behavior of the corema-
terial. The damping decreases by amaximum of 30%when the joint is ac-
tuated to 55 °C with respect to the non-reinforced case. However,
Fig. A1. (a) Storage modulus and (b) ta

Fig. A2. (a) Storage modulus and (b) ta
vibration reduction is primarily caused by the frequency shift and thus
is not substantially affected.

This paper has shown that the integration of variable stiffness joints
in planar reticular structures could be an effectiveway to control the dy-
namic response. Control time delay due to heating and cooling, as well
as fatigue have not been considered in this work. Future work involves
other studies including the effect of control time delay and fatigue as
well as simulation and experimental testing on spatial structures with
complex layout in order to generalize the conclusions reached in this
work.
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Appendix A
n δ, SMP-aramid 0°/90° specimen

n δ, SMP-aramid ±45° specimen.



Fig. A3. Master and shift factor curves, SMP-aramid 0°/90° specimen (Tref = 50 ° C).

Fig. A4.Master and shift factor curves, SMP-aramid ±45° specimen (Tref = 50 ° C).
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Fig. A5.Master and shift factor curves, SMP m
atrix without aramid fabric(Tref = 80 ° C).



(a) 25°C (b) 45°C

(c) 50°C (d) 55°C

(e) 60°C (f) 65°C

Fig. A6. (a)–(f) Average deformation vs. time at 25 °C, 45 °C, 50 °C, 55 °C, 60 °C and 65 °C; reinforced case, elastic material model.
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(a) 25°C (b) 45°C

(c) 50°C (d) 55°C

(e) 60°C (f) 65°C

Fig. A7. (a)–(f) Deformation vs. time at 25 °C, 45 °C, 50 °C, 55 °C, 60 °C and 65 °C; reinforced case, viscoelastic material model.
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Fig. A8. Maximum deformation vs temperature; reinforced case, elastic vs viscoelastic material model
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Appendix B. Supplementary data

Supplementary data to this article can be found online at https://doi.
org/10.1016/j.matdes.2019.108353.
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