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1. Introduction

Liquid-crystalline elastomers (LCEs) are 
lightly crosslinked materials that com-
bine the properties of an elastomer 
(entropy elasticity) and a liquid crystal 
(self-organization). LCEs are appealing 
as stimuli responsive materials as they 
exhibit shape-changes upon exposure to 
external stimuli, such as temperature, 
light, or magnetic field.[1–3] Large shape-
changes occur when the LCE experiences 
a transition from an ordered liquid-crys-
talline phase to an isotropic phase. The 
magnitude and direction of this change 
mainly depends on the orientation of the 
liquid crystals and the degree of order.[4] 
Most studies are focused on LCE polymer 
films exhibiting for instance large shape-
changes of more than 100%.[5–7]

Recently, micrometer-sized LCE actua-
tors have received attention as they are interesting for novel appli-
cations, such as microfluidics[8] and dynamic surfaces.[9] In par-
ticular, colloid micrometer-sized systems are interesting because 
the alignment of liquid crystals  can be tuned, resulting in pro-
grammed shape-changes.[10] For example, Ohm et al.[11] showed 
LCE nematic particles possessing different internal liquid-crys-
talline alignments which were able to deform upon heating 
above the isotropic point toward an elongated ellipsoid shape and 
recover their initial spherical shape upon cooling. The response 
in most of the LCEs is commonly triggered by heat, while light 
as a trigger has been rarely reported.[12–15] Light actuation allows 
for spatial-temporal control and can be easily dosed by remote 
control. In a recent work, Zentel and co-workers[16] reported  
LCE nematic particles exhibiting controlled light actuation up to 
40% shape deformation due to the presence of a photoresponsive 
azobenzene dye anchored to the LCE polymer network.

Chiral nematic or cholesteric liquid-crystalline (CLC) parti-
cles are characterized by the presence of a helical twisting of 
the nematic director.[17] Such helical structure exhibits selective 
Bragg reflection of incident circularly polarized light with the 
same handedness and at a specific wavelength which depends 
on average refractive index of the material and the helical 
pitch, the distance over which a full rotation of the director is 
completed.[18,19] Helical twisting can be obtained and controlled 
by adding a specific concentration of a chiral dopant molecule to 
the nematic liquid crystal mixture. The confinement of CLCs in 
micrometer-sized particles leads to a wide variety of molecular 

Externally induced color- and shape-changes in micrometer-sized objects 
are of great interest in novel application fields such as optofluidics and 
microrobotics. In this work, light and temperature responsive micrometer-
sized structural color actuators based on cholesteric liquid-crystalline (CLC) 
polymer particles are presented. The particles are synthesized by suspension 
polymerization using a reactive CLC monomer mixture having a light responsive 
azobenzene dye. The particles exhibit anisotropic spot-like and arc-like 
reflective colored domains ranging from red to blue. Electron microscopy 
reveals a multidirectional asymmetric arrangement of the cholesteric layers 
in the particles and numerical simulations elucidate the anisotropic optical 
properties. Upon light exposure, the particles show reversible asymmetric shape 
deformations combined with structural color changes. When the temperature is 
increased above the liquid crystal-isotropic phase transition temperature of the 
particles, the deformation is followed by a reduction or disappearance of the 
reflection. Such dual light and temperature responsive structural color actuators 
are interesting for a variety of micrometer-sized devices.

© 2019 Eindhoven University of Technology. Published by WILEY-VCH 
Verlag GmbH & Co. KGaA, Weinheim. This is an open access article 
under the terms of the Creative Commons Attribution-NonCommercial-
NoDerivs License, which permits use and distribution in any medium, 
provided the original work is properly cited, the use is non-commercial 
and no modifications or adaptations are made.
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helical arrangements with particular reflection properties which 
are interesting in research areas, such as optical trapping[20,21] 
and manipulation,[22,23] optical sensors,[24,25] and lasing.[26,27] 
CLC particles exhibiting both shape and color changes have 
not been reported so far which can open the gate to a new gen-
eration of color- and shape-changing stimuli responsive micro-
meter-sized objects.

In this work, we fabricate cholesteric LCE micrometer-
sized polymer particles exhibiting reversible shape and optical 
changes[28,29] upon both, light exposure and temperature varia-
tions. We selected a CLC mixture containing a low amount of 
crosslinker and used suspension polymerization for the syn-
thesis of the particles. During emulsification an ionic surfactant 
was added to the water to impose homeotropic anchoring 
leading to a global anisotropic alignment of the helical struc-
ture. After UV-crosslinking, we obtained anisotropic, flexible, 
and light responsive structural color polymer particles that, 
upon light exposure and temperature increase, were able to 
combine asymmetric deformations with red-shifting of the 
reflection or disappearance of the reflection.

2. Results and Discussion

In order to fabricate dual light and temperature responsive 
micrometer-sized structural color actuators, suspension poly-
merization of a CLC monomer mixture containing a reactive light 
responsive crosslinker (1), a nonreactive nematic liquid-crystalline  
mixture known as E7 (2), a reactive monomer (3), a chiral 
dopant (4), a photoinitiator (5), and a thermal-inhibitor (6) was 
used (Figure 1a). The monomer droplets were formed at a tem-
perature above the isotropic point of the CLC mixture (T > 54 °C,  
Figure S2a, Supporting Information) by emulsification in 
water containing sodium dodecyl sulfate (7) as surfactant 
(Figure 1b, step 1). The emulsion was transferred to a thin 
glass container and cooled down slowly to room temperature 
to reach the CLC phase (Figure 1b, step 2). During this step, 
we followed the alignment process by optical microscopy in 
two monomer droplets having different size (Figure S3, Sup-
porting Information). The droplets undergo a transition from 
isotropic (black between crossed-polarizers) to the formation 
of one (small droplet) or multiple (big droplet) off-centered 
reflective domains suggesting a multimodal configuration of 
the cholesteric layers.[30,31] The CLC polymer particles were 
formed by UV-exposure through a UV-filter (>405 nm) to pre-
vent azobenzene isomerization (Figure 1b, step 3). Finally, by 
extracting (2), polymer elastomeric particles were obtained 
(Figure 1b, step 4) as deduced by the low glass transition tem-
perature (Tg ≈ 31 °C) and the presence of an isotropic transi-
tion temperature (Tiso) at ≈114 °C (Figure S4, Supporting 
Information). Note that a second transition takes place around 
60 °C (Ttrans), which might be related to a decrease in the liquid-
crystalline order. Scanning electron microscopy (SEM) image 
(Figure 1c) shows spherical shaped particles of different size 
with an average diameter of 7 ± 5 µm.

To investigate the optical properties of the particles, we 
fabricated particles with varying amount of chiral dopant 
(4) to shift the Bragg reflection band from blue (7 wt%) to 
infrared (IR) (3.5 wt%) region of the spectrum (Figure 1d; 
Figure S2b, Supporting Information). In Figure 1e, polarized 

optical microscopy (POM) images of the particles reveal spot-like 
and arc-like reflective colored domains[32] ranging from red to 
green (IR mixture) and green to blue (green mixture). The overall 
blue-shift of the Bragg reflection of the respective CLC mixtures 
(Figure S2b, Supporting Information) can be explained by the 
inherent shrinkage of the helical pitch caused by the extrac-
tion of 16.5 wt% of nonreactive monomer (Figure 1b, step 4).  
However, the presence of multiple colors (i.e., green-to-red 
in the IR mixture) points to viewing-angle dependency of the 
Bragg reflection within the particles.

Transmission electron microscopy (TEM) of the cross-section 
of the particles (Figure 2a) reveal layered patterns that corre-
spond to the cholesteric structures that are differently oriented. 
Note that the particles exhibit ellipsoidal shapes, which might 
be due to the deformation of the elastomeric particles during 
sample preparation. The images have been labeled according 
to the orientation of the particle. The “top” image reveals nearly 
parallel stacking of the cholesteric layers which confirms the 
formation of a bimodal configuration.[31] The helical pitch, P, 
can be estimated by measuring the distance between three con-
secutive white stripes, corresponding to 360° rotation of the 
helical structure, and applied to calculate the reflected wave-
length for normal incidence of light, λ0°, according to 0λ =° Pn,  
where n is the average refractive index (n = 1.6 for common 
liquid crystals). The calculated λ0° (647 ± 30 nm, red reflection) 
is in agreement with the red color that is observed. Both the 
“side” and “top” images show curvature of the cholesteric 
layers on one of the edges and planar stacking on the other  
edge pointing out a deviation with the classical bimodal 
configuration. The “bottom” image shows different types of 
cholesteric layer configurations. Here, the folding of the layers 
(1) is originated mostly at the surface during the relaxation of 
the cholesteric phase.[33] By contrast, the inclination (2) must be 
formed to solve the connection between the two different edges 
and the central part of the particle.

We decreased the amount of chiral dopant to 1 wt% 
(large helical pitch) in order to observe and confirm the align-
ment of the cholesteric layers by optical microscopy. Typical 
images taken in transmission and bright-field mode under 45° 
crossed-polarizers are presented in Figure 2b. The top/side image 
confirms the formation of two different edges showing a clear 
transition from planar to curved organization of the layers along 
the axis. Moreover, both edges (back and front images) exhibit dif-
ferent optical properties which is in agreement with the presence 
of a single reflective domain observed in the polymer particles 
with a reflection in the visible wavelength range (Figure 1e). The 
curvature of the cholesteric layers is attributed to the tendency 
of the mesogens to align homeotropically to minimize the sur-
face energy during the alignment formation in the presence of 
sodium dodecyl sulfate as surfactant. However, due to geomet-
rical restrictions of a spherical particle, there are regions in which 
energetically nonfavored planar stacking occurs.

To identify the origin of the bright reflective colored domains 
in the CLC polymer particles, we performed numerical simu-
lations on particles with a diameter of 10 µm, having planar 
(helical pitch = 400 nm) or curved (in the center helical 
pitch = 400 nm) cholesteric layers (a detailed description of 
the simulation is provided in the Supporting Information). 
The reflection for incident monochromatic, red (λ0° = 633 nm) 
and green (λ0° = 532 nm) beams along the symmetry axis, or 
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making an angle of 30° with the symmetry axis was simulated 
(Figure 3). For light incident along the symmetry axis onto the 
particle with planar configuration of the layers, a single beam of 
red light is reflected (left top image) whereas green light is fully 
transmitted (middle top image). By contrast, for particles with 
curved layers (right top image) red light is scattered in different 
directions and the wavelength range is broader. If the planar 
CLC particle is tilted over an angle of 30° with respect to the 
incident light, the intensity of the reflected red light drastically 

decreases (left bottom image) and a strong green reflection 
appears (middle bottom image) in accordance with the experi-
mentally observed blue-shift of the Bragg reflection. By contrast, 
for the particles with curved layers, the intensity of reflected red 
light is similar to the intensity for 0° incident angle.

Based on the experimental and simulation data, the aniso-
tropic structural and optical properties of the CLC polymer parti-
cles can be elucidated. The proposed configuration of the layers 
depicted in Figure 2c describes the angular-dependent color, 

Small 2020, 16, 1905219

Figure 1. a) Chemical structures of cholesteric liquid-crystalline (CLC) monomer mixture, b) scheme of the particles synthesis, c) scanning electron 
microscopy (SEM) image of the CLC polymer particles, d) composition of CLC monomer mixtures, and e) polarized optical microscopy (POM) images 
of the CLC polymer particles synthesized with the infrared (IR) mixture (left image) and green mixture (right image).
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Figure 3. Numerical simulations for CLC particles having planar (left and middle columns) or curved (right column) cholesteric layers: particle sym-
metry axis parallel to the incident light (top row), particle symmetry axis making an angle of 30° with the incident light (bottom row). The red striped 
circles depict the local director orientation in a section of the particle (the color represents the out of plane component of the director: red when pointing 
toward the viewer, white when pointing away from the viewer).

Figure 2. Analysis of the cholesteric alignment. a) Transmission electron microscopy (TEM) images of the cross-section of different particles 
(IR mixture), b) POM images of large-pitch particles, and c) scheme of the cholesteric layers configuration.
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spot-like reflection patterns of the particles. The reflection origi-
nates from the planar side, where an angular-dependent bright 
and narrow-band reflection has been observed in the simula-
tions (Figure 3). For arc-like reflective domains the cholesteric 
layers at the planar side adopt a deformed arc-like shape as 
observed in some of the TEM and POM images (Figure 2; 
Figure S6, Supporting Information). The formation of spot-like, 
arc-like or multireflective domains is caused by the homeotropic 
alignment of the mesogens. As proposed by Cipparrone et al.,[32] 
the origin of the helical structure is off-centered in such a case 
and the exact position of the origin and the size of the particle 
determine the final configuration of the layers. Spot-like reflec-
tive domains are expected for small particles because the origin 
is situated close to the edge. As the origin approaches the center 
of the particle, arc-like reflective domains prevail. For large par-
ticles, the helical structure grows most likely from more than 
one nucleus and is therefore difficult to predict.

The temperature and light responsive properties of the 
CLC polymer particles were studied by optical microscopy 
(Figure 4; Figure S7, Supporting Information). Particles were 
dispersed in a refractive index matching oil and first studied 
by changing the temperature. Upon increasing the temperature 
(Figure 4a), particles exhibiting spot-like and arc-like reflec-
tive domains at room temperature (≈25 °C) show a red-shift 
of the reflected color at T = 100 °C ≈ Tiso and the reflection 
is significantly reduced or disappears above Tiso (T = 120 °C) 
(see also Figure S8, Supporting Information). In addition to 
the color change, the particles show asymmetric deformations 
(Figure S9a, Supporting Information) and the maximum defor-
mation is observed at T > Tiso (120 °C). When the same particles 
are exposed to 365 nm UV light during 10 s at a temperature 
close to 60 °C, the particles exhibit a red-shift too (Figure 4b; 
Video S1, Supporting Information). Upon exposure to 450 nm 
or to normal light, the particles recover to their initial reflection 

state. Again, in addition to the red-shift the particles show 
asymmetric deformations upon light exposure (Figure S9a and 
Video S2, Supporting Information). It is worth noting that the 
temperature and light responsive optical and shape changes are 
fully reversible and can be performed several times.

The asymmetric deformation at T > Tiso is explained by the 
liquid-crystalline disorder and subsequent shape deformations. 
Most likely, the reduced order at the molecular level is accom-
modated by elongation in the helical direction (Figure S9b, 
Supporting Information). The deformation associated to the 
UV light exposure at Ttrans, by contrast, is related to a photo-
mechanical effect. The light responsive moieties absorb UV 
light inducing stress to the whole network structure due to the 
trans–cis isomerization. Such stress causes a disorder in the net-
work structure leading to an elongation in the helical direction 
(see scheme for the light actuation mechanism in Figure S9b, 
Supporting Information). To verify that the deformation upon 
UV light is the stress induced rather than the heat, we exposed 
the particles to 365 nm UV light for 10 s and took POM images 
after 0, 1, and 5 min (Figure S10, Supporting Information). 
After 5 min we only observe a minor shape recovery con-
firming that photothermal effects play a minor role. Elongation 
of the helical structure also explains the observed red-shift of  
the reflection color of the particles. In case of light as a stimulus 
the reflection color remains while in case of a temperature change 
the color disappears as the temperature is above the isotropic 
temperature where the cholesteric liquid crystal order is lost.

3. Conclusions

Dual light and temperature responsive micrometer-sized struc-
tural color actuators based on CLC polymer particles have 
been synthesized by suspension polymerization. By using a 
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Figure 4. a) Temperature and b) light response of particles exhibiting spot-like and arc-like reflective colored domains.
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low amount of a light responsive crosslinker and by imposing 
homeotropic anchoring conditions, anisotropic, flexible, and 
light responsive CLC particles have been fabricated. The par-
ticles exhibit anisotropic reflective colored domains caused 
by an asymmetric, nearly parallel configuration of the cho-
lesteric layers with curvature of the layers on one edge and 
planar arrangement on the other. The particles show revers-
ible deformations and structural color changes upon light 
exposure and temperature changes. This makes these particles 
attractive as remotely controlled responsive micrometer-sized 
devices in application such as optofluidics, optical sensor, and 
microrobotics.

4. Experimental Section
CLC Particles Synthesis: The CLC particles were synthesized by 

suspension polymerization (Figure S1, Supporting Information). The 
monomers mixture (Figure 1a) consists of photoresponsive diacrylate 
(1) (E)-((diazene-1,2-diylbis(4,1-phenylene))bis(oxy))bis(propane-3,1-
diyl) bis(2-methylacrylate) purchased from Syncom BV, nonreactive 
nematic mixture E7 (2) purchased from Merck Chemicals, reactive 
monoacrylate (3) 4-methoxyphenyl 4-((6-(acryloyloxy)hexyl)oxy)
benzoate purchased from Merck Chemicals, and chiral dopant (4) 
(3R,3aR,6S,6aR)-hexahydrofuro[3,2-b]furan-3,6-diyl bis(4-((4-(((4-
(acryloyloxy)butoxy)carbonyl)oxy)benzoyl)oxy)benzoate) purchased 
from BASF. Photoinitiator (5) Irgacure 819 (1% wt) was purchased from 
CIBA Inc. and thermal-inhibitor (6) (2,6-di-tert-butyl-4-methylphenol, 
0.5% wt) was purchased from Sigma-Aldrich. All compounds were 
used without any further purification. The aqueous phase was formed 
by dissolving sodium dodecyl sulfate (7) (Sigma-Aldrich) in deionized 
water (30 × 10−3 m). The synthesis was carried out in four steps: the 
formation of the monomer droplets (emulsification), the formation 
of the cholesteric alignment, the polymerization and the extraction 
of the nonreactive monomer. For the emulsification, the monomers 
mixture, photoinitiator, and thermal-inhibitor were first dissolved in 
dichloromethane and sonicated for 5 min. Then, the solvent was flushed 
with air and completely evaporated by increasing the temperature up 
to 80 °C and keeping it for 10 min. Afterward, the preheated aqueous 
phase (80 °C) was poured onto the melted monomers and the monomer 
droplets were formed by stirring with an IKA WERKE (Ultra-Turrax T8) at 
15 000 rpm for 15 min (Figure S1, step 1, Supporting Information). The 
emulsion was poured in a preheated glass container with continuous 
magnetic stirring (300 rpm) and the cholesteric alignment was induced 
by slowly cooling down to 25 °C (Figure S1, step 2, Supporting 
Information). Once the temperature was stabilized, the glass container 
with the emulsion of cholesteric droplets was placed inside a nitrogen 
box maintaining the stirring at 300 rpm. The polymerization was 
triggered by exposing the emulsion to UV light at maximum intensity 
with a mercury lamp (EXFO Omnicure S2000, λ = 350–450 nm) through 
a >405 nm UV filter for 30 min to ensure full conversion of the acrylate 
groups (Figure S1, step 3, Supporting Information). Note that the thin 
glass container helps the UV light to cross throughout the sample 
and the UV filter prevents the isomerization of the photo-responsive 
compound. After polymerization, the particles were washed first with 
ethanol and then twice with tetrahydrofuran to extract the nonreactive 
monomer (2) (Figure S1, step 4, Supporting Information).

Characterization Methods: Thermal transitions of the CLC mixtures 
and the CLC polymer particles were measured by differential scanning 
calorimetry using a TA Instruments Q2000 equipment under constant 
heating-cooling rates of 10 °C min−1. The reflection of the CLC 
mixtures was measured through UV–vis spectroscopy by using a Perkin 
Elmer Lambda 750 with a 150 mm integrating sphere over a range 
of 250–1000 nm (wavelength) at room temperature. Optical images 
of the CLC mixtures were taken by POM using a microscope (Leica 
DM2700M) equipped with a Leica MC170 HD high-resolution camera in 

reflection mode under crossed-polarizers. The particles size and shape 
were analyzed by SEM using a JEOL SEM JSM-IT100: the particles were 
dispersed in sticky conductive film and sputter-coated with a gold target 
at 60 mA during 30 s.

To follow the cholesteric alignment formation in the monomer 
droplets under the POM, a drop of the stable emulsion (Figure S1, after 
step 1, Supporting Information) was poured and spread on a preheated 
glass plate placed on a heating–cooling Linkam stage. Then, the 
temperature was slowly cooled down to room temperature (5 °C min−1) 
and images were taken in reflection mode under crossed-polarizers.

The alignment of the cholesteric layers was investigated under TEM 
of the polymer particles cross-section using a Tecnai 20 (type Sphera) 
by FEI operating with a LaB6 filament at 200 kV under slight under-
focus conditions. Particles were embedded in an EPOFIX epoxy 
media. Cross-sections were cut at room temperature using an ultra-
microtome (Reichert-Jung Ultracut E) with 60 nm setting thickness. 
The obtained cross-sections were transferred to a carbon film covered 
grid (Electron Microscopy Sciences, CF200-CU). The alignment for the 
large-pitch particles was investigated by POM using a microscope (Leica 
DM6000M) equipped with a Leica DFC420C high-resolution camera 
in transmission and reflection mode: the particles were dispersed in a 
high refractive index-matching oil (poly(methylphenyl)siloxane, PMPS, 
refractive index ≈ 1.53) and confined between glass plates leaving 30 µm 
gap.

To investigate the light and temperature response of the particles, 
the particles were dispersed in refractive-index matching oil, PMPS, 
and confined between glass plates as explained above. Then, the cell 
was placed onto a heating–cooling Linkam stage and the particles were 
observed by POM at different temperature and light exposure conditions 
(scheme of the setup is provided in Figure S7).

Supporting Information
Supporting Information is available from the Wiley Online Library or 
from the author.
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