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ABSTRACT

The macroscopic friction behavior of water-swollen cross-linked poly(ethylene

glycol)-based polyurethane coatings (PEG-based PU coatings) with varying PEG

precursor mass is measured against a glass counter surface. Experimental data

such as the water uptake and the indentation modulus are used to calculate an

accurate value for the molar mass between cross-links Mc, which, in turn, is

used for the estimation of the actual coating mesh size n. The friction, swelling

and indentation data obtained are used to successfully deduce an empirical

model for the quantitative description of the aqueous friction behavior of these

coatings depending on the mesh size of the coatings and the sliding velocity

only.

Introduction

Hydrophilic polymeric coatings are applied to sub-

strates and devices to reduce protein adhesion and to

minimize drag resistance and friction arising upon

moving such a surface through an aqueous medium

or against an immersed counter surface. Hereby,

these coatings provide the substrate or device with

lubricity [1, 2]. This lubricity is particularly important

for bio-medical devices in dynamic contact with the

human body, in order to increase the patient’s com-

fort and to reduce the risk of device-associated

infections due to tissue damage and protein adhesion

[3–5].

The type of hydrophilic coating to coat bio-medical

devices, such as catheters, is often a highly hydrated

hydrogel coating, either covalently or non-covalently

bonded to the substrate [1, 6]. A vast variety of

hydrophilic polymers is available for the design of

hydrogels [7, 8], of which the most commonly ones
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used are poly(vinylpyrrolidone) (PVP) [9–12], poly(-

ethylene glycol) (PEG) [13–15], polysaccharides

[16, 17] and co-polymers thereof [18–20]. These

coatings are often applied via dip coating processes,

with a subsequent polymerization step to graft the

polymer layer to the substrate (or to a primer layer)

or solely to increase the cross-link density of the

polymer coating [1, 12, 13, 16]. Although it is known

that highly hydrated hydrogel coatings exhibit

lubricity in an aqueous environment due to the

hydrophilic nature of the polymer network, the fric-

tion behavior of these coatings is rather complex and

still poorly understood. In particular, knowledge on

the relation between the polymer network structure

and the resulting lubricity is still largely lacking.

Apart from the friction behavior of thin lubricious

coatings, the description of the friction behavior of

hydrogels in general is already challenging per se

[21–23]. In 1998, Gong and Osada proposed a friction

mechanism for hydrogels based on repulsion and

attraction of polymer chains against a smooth counter

surface [24]. In the case of repulsion between the gel

and the counter surface, the friction force is governed

by the lubricious properties of the hydrated water

layer at the interface and should be proportional to

the sliding velocity. In the case of attraction, however,

the friction behavior of the hydrogel originates from

two different contributions: (1) lubrication of the

hydrated water layer of the network and (2) elastic

deformation of polymer chains adsorbed to the

counter surface (as sketched in Fig. 1). The latter

contribution is similar to the adhesive friction of

rubbers described by Schallamach [25] and is based

on the adsorption life-time and re-adsorption time of

polymer chains to a counter surface. Their model

makes use of polymer scaling relations [26] for

describing a gel as a collection of adjacent blobs

(spheres) with a relaxation time which is related to

their radius. Next to the development of a hydrogel

friction model, Gong and coworkers studied, among

others, the normal load dependency [27], the effect of

the hydrophobicity [28] and roughness [29] of the

counter surface, the effect of the preparation condi-

tions [30], the effect of the addition of charged bru-

shes and the use of interpenetrated networks [31] on

the friction behavior of various hydrogels. Although

the trends observed could be explained qualitatively,

quantitative descriptions remain challenging.

The hydrogel friction model of Gong and Osada

shows a dependency on the cross-link density of the

hydrogels (via the modulus of elasticity E) at sliding

velocities dominated by the elastic friction contribu-

tion [24]. This cross-link density dependency for the

friction behavior of gels has also been shown by

others [32, 33], and especially by Sawyer and

coworkers for both hydrogel-hydrogel friction and

hydrogel-solid friction [34–36]. For the former sys-

tem, they report the existence of a so-called Gemini

hydrogel interface for which the friction response at

low velocities, in contrast to the adsorption-repulsion

model, is independent of sliding speed or contact

time [37, 38].

In order to increase the knowledge on the struc-

ture–friction relation of lubricious coatings, the aim

of this work is to quantitatively relate the mesh size

of water-swollen chemically cross-linked hydrophilic

polymer coatings with the resulting macroscopic

friction response against a rigid counter surface.

Since a well-defined network architecture is required

in such a study, the use of an end-linking step growth

polymerization chemistry is preferred over free rad-

ical initiated chain growth polymerization chemis-

tries [39, 40]. Next to the wide acceptance of PEG in

the bio-medical field for its biocompatibility and anti-

protein fouling properties [1, 7, 41], PEG is relatively

easy available in a range of well-defined molar

masses with low dispersity. Therefore, chemically

cross-linked hydrophilic coatings composed of a

PEG-diol and a tri-isocyanate cross-linker were

selected as model system. The effect of the PEG-diol

precursor mass on water uptake, indentation modu-

lus, surface hydrophilicity and macroscopic aqueous

friction behavior of the water-swollen hydrophilic PU

coatings against a glass counter surface was studied.

For the latter, a custom-made tribology setup was

used. Based on the calculated mesh size (taking into

Interaction 
regime

Hydrodynamic 
regime

Figure 1 Schematic of the friction curve for a gel with attractive

interaction between gel and counter surface in a liquid as a

function of sliding velocity as proposed by Gong and Osada [24]

(adapted from Kurokawa et al. [23]).
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account corrections for network defects and a prop-

erly constrained coating network deformation during

swelling) and measured friction behavior, an empir-

ical model for the description of the obtained friction

data is deduced.

Materials and methods

Materials

Poly(ethylene glycol) (PEG) with varying molar mass

(Mn = 1000, 2000, 4000, 6000 and 10000 g mol-1)

(Sigma-Aldrich) (all PDI\ 1.04 (SEC)) was dried

before use, at room temperature in a desiccator with

P2O5 as desiccant for at least 72 h. Further purifica-

tion of PEG via azeotropic distillation did not sig-

nificantly improve the purity of the compounds, as

shown by NMR. Trimerized hexamethylene diiso-

cyanate (tHDI) (equivalent functional weight of

183 g mol-1 NCO (manufacturer value)) was kindly

provided by Perstorp as tolonate HDT-LV2 and used

as received. Cyclohexanone (99.8%) (Sigma-Aldrich)

was dried over molecular sieves before use. Dibu-

tyltin dilaurate (95%) (DBTDL) and (3-amino-

propyl)triethoxysilane ([ 98%) (APTES) were

purchased from Sigma-Aldrich and used as received.

Coating preparation

The coating preparation procedure was optimized to

yield PEG-based PU coatings with sufficient adhesion

to a glass substrate when immersed in water. Contact

of oxygen with the network precursors was mini-

mized as much as possible to prevent possible

degradation of the polymers during network prepa-

ration. Therefore, every time a vial was opened dur-

ing the whole preparation procedure, it was

thoroughly flushed with argon after opening and

before closure. Moreover, the lid was wrapped with

parafilm tape after closure. All glassware was dried

in an oven at 100 �C for at least 14 h prior to use. The

coatings were applied on soda-lime glass substrates

(extra low iron content, 49 9 49 9 1 mm3) provided

with a primer layer.

Primer precursor stock solutions (typically 10 ml)

of PEG 6000 g mol-1 (10 wt%) and of tHDI (50 wt%)

were made by dissolving PEG and tHDI in cyclo-

hexanone at 55 �C and room temperature, respec-

tively. This was done in closed glass vials under an

argon blanket and continuous stirring. The primer

formulation solutions (typically 10 ml) were pre-

pared in a glass vial by mixing the primer precursor

stock solutions at 55 �C under an argon blanket after

which APTES was added in a NCO/OH/NH2 molar

ratio of 1.3:1:0.3 and stirred for 1 h before application.

The glass substrates were cleaned by rubbing with a

tissue embedded with ethanol and dried in an oven

at 100 �C for at least 14 h. Prior to use, they were

given a UV-ozone treatment (Novascan PSD-UVT)

for 10 min and preheated at 65 �C after which the

primer solution (0.4 ml) was spin-coated (Laurell

WS-650SX-6NPP/LITE) for 15 s at 1000 rpm. The

coated substrates were positioned on top of a pre-

heated (65 �C) heating element placed in a chamber

(with a volume of approximately 1.5 dm3), which

after closure was continuously flushed with dry N2

(± 150 l h-1 at 1 bar). The primers were formed by a

solvent evaporation step of 90 min at 65 �C to remove

both the solvent as well as the oxygen present, fol-

lowed by a final cure step of 14 h at 150 �C under a

dry N2 flow (± 150 l h-1 at 1 bar). The cured primers

were immersed in demineralized water for at least

14 h to extract the extractable components. The

extracted primers were dried at ambient conditions

and further dried at 20 mbar at 40 �C for at least 2 h

before applying the coatings.

For the coatings, coating precursor stock solutions

(typically 10 ml) of PEG (10–15 wt%) and of tHDI

(50 wt%) in cyclohexanone were made by dissolving

PEG and tHDI in cyclohexanone at 55 �C and room

temperature, respectively. This was done in closed

glass vials under an argon blanket and continuous

stirring. The coating formulation solutions (typically

3 ml) were prepared in a glass vial by mixing the

coating precursor stock solutions at 55 �C under an

argon blanket. The NCO/OH molar ratio of each

formulation was kept at 1.1 to ensure full conversion

of the OH-groups. Just before application, the coating

solutions were heated to 65 �C and were mixed with

a 10 mg ml-1 DBTDL solution in cyclohexanone

(approximately 0.2 wt% DBTDL, with respect to the

weight of the coating precursors). Prior to the coating

application, the extracted and dried primed sub-

strates received a UV-ozone treatment (Novascan

PSD-UVT) for 12 s and were put on a preheated

(65 �C) coating stage. The coating solutions (0.25 ml)

were barcoated by hand using a spiral wire bar

resulting in a wet-film thickness of approximately

40 lm. The wet coatings were positioned on top of a

J Mater Sci (2021) 56:4485–4499 4487



preheated (65 �C) heating element placed in a

chamber (with a volume of approximately 1.5 dm3),

which after closure was continuously flushed with

dry N2 (± 150 l h-1 at 1 bar). Subsequently, the

coatings were formed by a solvent evaporation step

of 90 min at 65 �C to remove both the solvent as well

as the oxygen present, followed by a final cure step of

4 h at 125 �C under a dry N2 flow (± 150 l h-1 at

1 bar). The cured coatings were immersed in dem-

ineralized water for at least 14 h to extract the

extractable components. Thereafter, the extracted

coatings were dried at ambient conditions and fur-

ther dried at 20 mbar at 40 �C for at least 2 h and

stored in a moisture-free desiccator. From here

onward, purely PEG-diol-based PU coatings will be

named PUPEG(Mn of used PEG).

Coating characterization

Attenuated total reflection Fourier transform infrared

spectroscopy (ATR-FTIR)

Fourier transform infrared spectroscopy (FTIR)

absorbance spectra of cured networks were recorded

in attenuated total reflection (ATR) mode using a

Varian Excalibur FTIR-3100 equipped with a dia-

mond Specac Golden Gate ATR stage. Given the large

overlap of the C=O urethane stretch vibration

(1720 cm-1) and the isocyanurate C=O stretch

vibration (1675 cm-1) present in the networks, and

moreover the C–N urethane stretch vibration band

(1550 cm-1) being located in the fingerprint region, a

reliable quantitative analysis of NCO to urethane

conversion from the IR absorbance spectra is

impracticable. Therefore, only the disappearance of

the N=C=O asymmetric stretch vibration at

2270 cm-1 was used to analyze the NCO conversion

of the cured networks at the surface.

Coating thickness

A Bruker Veeco Dektak 150 profilometer was used to

measure the dry thickness of a coating. A scratch was

made to completely remove a small part of the coat-

ing, after which the height profile across the interface

of the exposed substrate and the coating was mea-

sured at four random locations.

Static captive air bubble contact angle measurements

in water

The hydrophilicity of the coatings was evaluated by

static captive air bubble contact angle CAair mea-

surements in water using a Data Physics OCA 30

goniometer. A coating, swollen to equilibrium for at

least 14 h, was placed upside-down in a glass con-

tainer filled with demineralized water. An air bubble

with a volume of approximately 4 ll was placed on

the coating surface after which the static air contact

angle was measured. The static CAair was measured

at five different locations per sample, and the contact

angles presented are the average value for the sample

and their mean absolute deviation for each coating

type. The mean absolute deviation for each coating

was of the same order as the mean absolute deviation

between means of samples of coatings (of the same

type).

Experimental network swelling characterization

The weights of the substrate, the primer and the

coating were measured before and after each appli-

cation, curing and extraction step. The amount of

extractable material L is calculated via

L ¼ ðmi �m0Þ=mið Þ � 100%, where mi and m0 are the

initial weights of a coating after curing and of an

extracted dry coating, respectively. Any extracted

coating was immersed in demineralized water again

to swell to equilibrium for at least 14 h. The swollen

weight of the coating meq was measured directly after

the coating was taken out of the water and after

gentle removal of all excess water with absorbing lint

free paper. Based on the water uptake, the polymer

network volume fraction un in a swollen coating was

calculated using

un ¼ Vn=V ¼ V0=V ¼ 1=Q ð1Þ

where V is the total volume of the swollen coating, Vn

the dry volume of the coating, and V0 the initial

volume of the coating before swelling. Here, we

equated Vn and V0 since the coating is cross-linked in

the absence of a solvent. The volumetric equilibrium

swelling ratio Q is calculated from the measured

water uptake via

Q ¼ V

V0
¼ 1 þ qn

qH2O

meq

m0
� 1

� �
ð2Þ

where qH2O
is the density of water (1 g cm-3) and qn

4488 J Mater Sci (2021) 56:4485–4499



the density of the dry coating. Values for qn slightly

differ for different network formulations, given the

different overall network composition. Therefore, the

value for qn of each different dry network is esti-

mated via qn ¼ qPEG � uvol
EG þ qtHDI 1 � uvol

EG

� �
, assuming

no excess volume upon mixing and polymerization,

where qPEG (= 1.2025) and qtHDI (= 1.3349) are the

densities of the PEG network precursors and tHDI in

the network, respectively. Both were calculated with

Molecular Modeling Pro software [42] using the

molecular volumes [43]. The quantity uvol
EG is the vol-

ume fraction of ethylene glycol (EG) units in the dry

network and is calculated from the mass ratio of the

network precursors via their densities by

1

uvol
EG

¼ 1 þ qPEG
qtHDI

� 1

uEG

� 1

� �
ð3Þ

where uEG = mPEG=ðmPEG þmtHDIÞ is the initial weight

fraction of EG units in the dry network with mPEG

and mtHDI the masses of the precursors in the coating

formulation.

Mechanical characterization: immersed nano-indentation

Nano-indentation measurements on completely

immersed and swollen coatings were taken using an

optical interferometer-based Piuma Nanoindenter

(Optics11 B.V. Amsterdam (NL)). Two different

probes (Optics11 B.V.) were used throughout the

measurements of the whole dataset. The probes were

equipped with a spherical glass tip (with a radius of

19.0 and 19.5 lm, respectively) connected to a can-

tilever (with a stiffness of 17.3 and 18.9 N m-1,

respectively). An Optics11 OP1550 interferometer

(laser wavelength of 1550 nm) was used to detect the

sample deformations by detecting the cantilever

deflections completely immersed in water. Each

coating, swollen to equilibrium for at least 14 h, was

immersed in a petri dish filled with demineralized

water after which the indentation modulus was

measured at 5 random locations. Generally, each

indentation was done by a piezoelectrical controlled

downward movement of the indenter head of

18.6 lm at a velocity of 1.86 lm s-1. The probe was

held at the maximum depth for 5 s after which it was

withdrawn within 1 to 2 s. The load–displacement

curve of each indentation was recorded, and the

effective indentation modulus E* was calculated

using standard Hertzian contact mechanics for a rigid

indenter and an elastic half space [44, 45] as given by

a3 ¼ 3

4

PR

E� and d ¼ a2

R
ð4Þ

where a is the radius of the circle of contact, P the

applied load, R the radius of the indenter, and d the

indentation depth. For the calculation of the inden-

tation modulus of the top surface of the coating E, the

value of E* was taken at 5% of the total load to ensure

an indentation depth to film thickness ratio d/

h\ 0.05, in order to minimize the effect of the mod-

ulus of the substrate on the measured coating

response [46]. Since the indenter is position con-

trolled with a fixed cantilever stiffness, the absolute

depth of the indentation into the coating surface

varied for all coatings. Nevertheless, even for the

coatings with the lowest E, the absolute indentation

depth at 5% of the maximum load did not exceed a

depth of 1300 nm. The indentation modulus E is

calculated from the measured E* via

1=E� ¼ 1 � m2
� �

=E
� �

þ 1 � m2
ind

� �
=Eind

� �
ð5Þ

where Eind & 70 GPa is the modulus of the glass

indenter, mind & 0.25 is Poisson’s ratio of the indenter

and m is Poisson’s ratio of the coating, taken as 0.5 as

for an ideal rubber. The second term on the right

hand side of Eq. (5) can actually be neglected since

1 � m2
� �

=E[ [ 1 � m2
ind

� �
=Eind because E is in the

order of 1–10 MPa.

Mechanical characterization: immersed tribology

An AR-1000 N Rheometer (TA Instruments) was

adapted to be able to use it as a tribology setup for the

measurement of the macroscopic friction response of

the coatings immersed in water. An overview of the

used equipment is shown in Fig. 2. The indenter head

contains three spherical optical grade N-BK7 glass

lenses (Borosilicate Crown glass), with a large radius

of curvature (R = 0.25 m) and a diameter of 0.025 m,

mounted with the centers of the lenses located in a

triangular arrangement, at 0.0145 m out of the center

of the indenter head. This shallow curvature is cho-

sen to ensure a large contact area between the

indenters and the coating (in the order of mm2 per

lens), thereby minimizing the contact pressure (in the

order of 50–150 kPa) and ensuring a close-to-homo-

geneous stress distribution in the deformed coatings.

The indenter head is mounted to the rotating shaft of
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the rheometer via a single, specially designed leaf

spring (with a spring compliance of 1000 lm N-1) for

making each of the lenses carefully follow the surface

of the coating with equal contact forces, while

assuring that the triangle center is kept at the shaft

axis. A cup which can contain the measurement

medium (typically, demineralized water), and the

immersed coating was mounted on the bottom plate

of the rheometer.

The tribometer can be operated in a velocity win-

dow between 10-3 to 70 rad s-1 and up to a normal

load of 20 N, with a bandwidth of 0.1 N around the

set-point at a constant longitudinal position of the

rotating shaft. Forces are recorded with a normal

force resolution of 0.0057 N and a torque resolution

of 0.01 lN m. All series of measurements were taken

in demineralized water at approximately 20 �C.

Coatings, swollen to equilibrium for at least 14 h,

were immersed and equilibrated in the setup at a

normal load of 0.5 N for 30 min prior to the mea-

surements. Each measurement was divided stepwise

into different constant velocity segments (ranging

from 10-3 to 30 rad s-1). Depending on the rotation

speed in a velocity segment test, a full circular path at

the sample surface was probed either once (at very

low speeds) or more often (at high speeds) (See

Supporting Information (SI) SI-1 for an overview of

the length of each selected velocity segment). A sta-

tionary equilibration time of 1 min, at the set normal

load, was allowed between each velocity step. If a

sample was measured at different normal loads, the

velocity segments at the lowest load were pro-

grammed first, after which the same run at a higher

load was programmed with 30 min of stationary

equilibration, at the subsequent normal load, in

between. The absolute applied normal load and

measured torque were averaged over the total seg-

ment time, with the first 30 s excluded. From the

resulting average torque Tx and normal load FN, the

coefficient of friction (CoF) was calculated via

CoF ¼ ðTx=rÞ=FN ð6Þ

where r = 0.0145 m is the distance between the center

of the indenter head and the center of a lens. For an

example of raw data of a typical measured friction

response, see SI-2.

Figure 2 Overview of the custom-made tribology setup used in

this work. a Front view of the adapted rheometer. b and c Bottom

view of the indenter head showing the three spherical lenses used

as indenters. Radius of curvature of the lenses is 0.25 m. The

center of the lenses is placed 0.0145 m out of the center of the

indenter head. d Top view of the cup mounted on the bottom plate

of the rheometer containing the water and immersed sample. e Top

view of the indenter head which shows the single leaf spring

connection (spring compliance is 1000 lm N-1) between the

indenter head and the rotating shaft of the rheometer.

4490 J Mater Sci (2021) 56:4485–4499



Theory

Mesh size calculation

In order to relate the network architecture to the

friction behavior of the swollen coatings, an accurate

calculation of the molar mass between cross-links Mc

is needed for an estimation of the absolute mesh size

n of the coatings. The mesh size n of a network is a

structure parameter which gives the average distance

between two neighboring cross-links (see Fig. 3).

Once the average molar mass between cross-link-

ing points in the structure is known, the mesh size of

the structure can be calculated using the intrinsic

characteristics of the polymer between the cross-links

[47]. The parameter n in the swollen network is cal-

culated from the root-mean-square end-to-end dis-

tance between the cross-links ðr2
0Þ

1=2 via

n ¼ u�1=3
n ðr2

0Þ
1=2 ð7Þ

where ðr2
0Þ

1=2 is given by

ðr2
0Þ

1=2 ¼ l NbMc=Mmð Þ1=2C1=2
1 ð8Þ

with l the average bond length of the PEG backbone

taken as 1.464 Å [48, 49], C? the characteristic ratio of

PEG (typically 4.0) [48, 50], Nb the number of bonds

per ethylene glycol unit in the backbone (3), and Mm

the molar mass of the ethylene glycol unit

(44 g mol-1).

Calculation of Mc assuming in-plane
constrained swelling

The Mc of a swollen polymer network can be calcu-

lated via water uptake (swelling) experiments as well

as from mechanical data [51]. Various network

models have been developed to relate topological

molecular interpretations of the network structure to

the (swelling) deformation behavior of elastomeric

networks [51–53]. Of all models available, the

mechanical behavior of highly swollen polymer net-

works is shown to be best described by the phantom

model [51, 54–58]. Classically, the phantom network

model does not take into account the presence of

imperfections in the network structure. Our previous

work [59] has shown an effective method to obtain

correction factors to the ideal network parameter

relations [51] which are used in the phantom model

to obtain an accurate value for Mc of PEG-based PU

networks. The proposed correction factors are calcu-

lated using the Miller–Macosko–Vallés (MMV)

approach [60–62]. The aspect ratio h/l of the coatings

is in the order of 10-4, and since the coatings are

adhering to the substrate, they are limited to swell

out-of-plane only and are constrained in-plane (i.e.,

the x-y plane). By making use of the proper swelling

deformation and the use of corrections for network

imperfections, the expression for the average Mc

based on swelling experiments for an in-plane con-

strained swelling deformation Mswell; con
c is given as

(see SI-3 for a derivation)

Mswell; con
c ¼ �

qn a� 2
f

� 	
b

� 	
Vs

un

un0

� 	�1

ln(1 � unÞ þ un þ vu2
n

ð9Þ

where qn is the dry network density, Vs the molar

volume of the solvent (18.0685 cm3 for water), un the

polymer volume fraction in the swollen network,un0

the polymer volume fraction during the network

formation (which is unity in this work since the net-

works are formed after evaporation of the solvent), f

the functionality of the network junctions, v the

Flory–Huggins water–polymer interaction parame-

ter, a the fraction of elastically active network chains

in the network and b the fraction of elastically active

cross-link molecules. Both correction factors are cal-

culated using the Miller–Macosko–Vallés (MMV)

approach for an A5A3B2 system (see SI-4), in which

allophanate formation has been taken into account

(see SI-5). The parameter v is taken as a linear

Figure 3 Schematic depiction of a cross-linked network with

mesh size n. The average mesh size of a network is based on the

root-mean-square end-to-end distance between two neighboring

cross-links and the polymer volume fraction of the swollen

network.
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function of un (v ¼ 0:46034 þ 0:4195un) based on data

of Gnanou et al. [63] (see SI-6).

In a similar fashion, the average Mc based on

indentation experiments for an in-plane constrained

swelling deformation Mindent; con
c can be derived and is

given by

Mindent; con
c ¼ 3RTqn a� 2

f

� �
b

� �
un

un0

� ��1

=E ð10Þ

where R, T and E are the gas constant, the tempera-

ture and the indentation modulus, respectively. See

SI-7 for a derivation of Eq. (10).

Results and discussion

Coating preparation and network properties

PEG-based PU coatings with an average dry film

thickness of 6–7 lm were studied in this work as

model systems (see SI-8 for pictures of coatings). It is

of crucial importance for a reliable comparison of the

lubricity of coatings to ensure a reliable and compa-

rable network formation for the coatings. IR absorp-

tion spectra of several coatings taken showed a

complete absence of the NCO band at 2270 cm-1 after

cross-linking (see SI-9 for several typical spectra).

This absence of NCO proves complete NCO conver-

sion. Nevertheless, the prepared coatings contained a

small fraction of extractable material as given in

Table 1. Although not completely negligible, the

weight fractions of extractable material are small

enough to conclude that qualitatively good and

similar coating network structures were formed. This

is confirmed by the significant differences and clear

trends observed for the measured network properties

conform expectation, such as water uptake,

indentation modulus E and surface hydrophilicity.

The latter is assessed via the static air contact angle in

water CAair. See Table 1 and Fig. 4 for the data and

SI-10 for typical indentation curves as obtained by

immersed nano-indentation of the swollen coating

surface. The amount of extractable material was

taken into account in the calculations of the molar

mass Mc between cross-links in the next section.

The measured trends of increasing volumetric

swelling ratio Q and decreasing indentation modulus

E for the coatings with increasing Mn of the PEG

network precursor, as shown in Fig. 4a, are consistent

with each other and conform expectation upon

decreasing the cross-link density of the coating net-

works. Furthermore, although the differences in

CAair are small (Fig. 4b), an increase is observed for

coatings prepared with larger Mn value precursors

(thus larger uEG), indicating a somewhat larger

hydrophilicity. Note that a higher air bubble contact

angle in water means a lower water contact angle,

CAwater = 180� - CAair.

Both the swelling and the indentation data were

used to calculate the molar mass between cross-links

Mc of the coatings, taking into account in-plane con-

strained swelling deformation (see ‘‘Calculation of Mc

assuming in-plane constrained swelling’’ section).

Both sets of values for Mc are given in Table 2 and

Fig. 5 and show that the data from swelling and

indentation data are similar. Moreover, the slope of

the Mn versus Mc is close to unity, as expected for

networks prepared via an end-linking reaction of the

polymer precursors with multifunctional cross-link-

ers. This confirms that the relation between the net-

work parameters and the swelling deformation is

well described theoretically by an elastic in-plane

constrained deformation. Assuming isotropic

Table 1 Amount of extractable material L, mass ratio meq/m0,
ethylene glycol fraction in dry network uEG, dry network density qn,
volumetric swelling ratio Q, indentation modulus E and static captive
air bubble contact angle in water CAair of the prepared PUPEG-based

coatings. Number of samples per coating type varies between 4 and 6.
The dry thickness of the coatings is 6–7 lm. The error shows the mean
absolute deviation from the mean value

PUPEG L (%) meq/m0 (g/g) uEG (-) qn (g cm-3) Q (V/V0) E (MPa) CAair (�)

PEG1000 2.5 ± 1.3 1.80 ± 0.07 0.713 1.238 1.96 ± 0.12 6.2 ± 0.8 142 ± 1

PEG2000 0.8 ± 0.4 2.28 ± 0.15 0.833 1.223 2.57 ± 0.18 3.8 ± 0.1 146 ± 1

PEG4000 1.4 ± 0.4 2.78 ± 0.24 0.908 1.214 3.16 ± 0.29 2.3 ± 0.2 147 ± 1

PEG6000 2.6 ± 1.2 3.12 ± 0.12 0.937 1.210 3.45 ± 0.31 1.9 ± 0.2 148 ± 1

PEG10000 5.1 ± 1.3 3.53 ± 0.35 0.961 1.207 4.05 ± 0.42 1.1 ± 0.1 150 ± 1
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swelling of the coatings would severely underesti-

mate the Mc-values by a factor of 2–4 (see SI-11).

The errors on the mean values for Mc are signifi-

cantly larger for Mswell; con
c compared to those for

Mindent; con
c , especially for the coatings which contain

higher Mn precursors. This is most likely due to the

high sensitivity of Mswell; con
c on the polymer–water

interaction parameter v. Since v is a function of the

polymer volume fraction un, Mindent; con
c is less sensi-

tive toward deviations in the measured water uptake

compared to Mswell; con
c . Therefore, the values for

Mindent; con
c were used to calculate the mesh size n of

the PEG-based PU coatings (Table 3).

Friction behavior of water-swollen PEG-
based PU coatings

The lubricity of the coatings was measured with our

custom-made immersed tribology setup (see ‘‘Me-

chanical characterization: immersed tribology’’ sec-

tion). The calculated average CoFs for a normal load

of 0.5 N for each velocity are given in Fig. 6. The

global trend shows a lower CoF at higher loads, as
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Figure 4 Experimental values for properties of the PEG-based PU

coatings swollen to equilibrium in water. a Mean volumetric

swelling ratio Q and indentation modulus E. b Mean air contact

angle measured using a captive air bubble in water. The error bars

show the mean absolute deviation.

Table 2 Calculated mean Mswell
c and Mindent

c for the swollen PEG-

based PU coatings assuming in-plane constrained swelling using

Eqs. (9) and (10) with f = 3.75. The error shows the mean

absolute deviation

PUPEG Mswell; con
c (g mol-1) Mindent; con

c (g mol-1)

PEG1000 659 ± 201 1098 ± 216

PEG2000 2573 ± 623 2514 ± 62

PEG4000 6183 ± 2319 4889 ± 170

PEG6000 9559 ± 1690 6537 ± 405

PEG10000 13644 ± 4813 10969 ± 896

0 2000 4000 6000 8000 10000
0
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20000
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c

M indent
c

M
c [

g⋅
m

ol
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1

Figure 5 Calculated mean Mswell
c and Mindent

c for the swollen

PEG-based PU coatings for in-plane constrained swelling (e.g., in

the x-y plane) using Eqs. (9) and (10) with f = 3.75. The error bars

show the mean absolute deviation.
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expected for swollen hydrophilic networks [21]. Most

coatings could be measured at a normal load of 0.5 N

without being damaged, whereas experiments at

higher loads often ruptured the coatings during the

measurement, resulting in visible damage and (par-

tial) removal of material in the sliding path. Since

shear stresses in the coating are higher at higher

loads, this is most likely the cause of the rupture.

Given the limited amount of data at higher loads, we

focus our study on the lubricating properties of the

coatings at a normal load of 0.5 N.

Two different friction regimes can be clearly iden-

tified in Fig. 6. At velocities above the transition at

3 rad s-1, the hydrodynamic regime, the friction

response of all networks is independent of the

network architecture as the indenters lose contact

with the coating surface and the friction response is

governed by the viscosity of the medium in the gap

[21, 64]. Below the transition, the interaction regime,

the indenters make actual contact with the coating

and differences in network architecture give rise to a

difference in friction response of the coating. A clear

trend of a decreasing CoF upon increasing the PEG-

diol precursor Mn can be observed. This behavior

agrees well with the work of Sawyer and coworkers

on hydrogel-hydrogel friction which shows a

decreasing CoF upon increasing mesh size of their

prepared polyacrylamide gels [34, 35]. Moreover, the

network mesh size is known to influence the friction

behavior of gels, as described by the attraction–ad-

sorption model of Gong and Osada [24]. As stated in

Introduction, in the interaction regime using the

proposed mechanism, friction originates from a con-

tribution of the elastic deformation of the adsorbed

polymer chains to the surface and a contribution of

the lubrication of the hydrated layer of the polymer

network. The former is similar to the adhesive fric-

tion of rubbers described by Schallamach [25], in

which the peak stress increases with increasing

modulus of elastomers [65]. If one compares the

overall friction behavior of the studied coatings with

these theories of rubber friction and gel friction,

qualitatively similar behavior is observed.

Mesh size–friction behavior relation
of PEG-based PU coatings

The PEG-based PU coatings vary in absolute PEG

content. Under the assumption that the aqueous

friction behavior of the coatings is governed by the

hydrophilic part of the flexible chains between the

more rigid cross-linker molecules, the actual calcu-

lated mesh size n should be scaled by the overall PEG

fraction of the polymer network uEG (see SI-12 for a

depiction). The empirical or descriptive model, as

elucidated in this section, indeed turns out to give the

best fit with the measured CoF when developed

based on n uEG instead of n. Therefore, only the

model development based on n uEG is presented.

Once the mesh size is known, it can be related to

the measured friction response. The measured CoF is

plotted against the calculated mesh size n uEG in

Fig. 7 for various sliding velocities. An approxi-

mately linear relation between the log(CoF) and

log(n uEG) values is observed, suggesting power law

Table 3 Mean mass between cross-links Mindent; con
c and

corresponding mean mesh size n of the PEG-based PU coatings.

The error shows the mean absolute deviation from the mean value

PUPEG Mindent; con
c (g mol-1) n (nm)

PEG1000 1098 ± 216 3.2 ± 0.3

PEG2000 2514 ± 62 5.3 ± 0.1

PEG4000 4889 ± 170 8.0 ± 0.4

PEG6000 6537 ± 405 10.1 ± 0.3

PEG10000 10969 ± 896 13.7 ± 0.9
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Figure 6 Mean coefficient of friction (CoF) versus angular

velocity v of water-swollen PEG-based PU coatings with varying

precursor Mn, immersed in demineralized water against a glass

counter surface measured at a normal load of 0.5 N. 1 rad

s-1 = 0.0145 m s-1. The error bars show the mean absolute

deviation.
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scaling between n uEG and the CoF. The fitting

parameters (A,k) and the value of the adjusted R2

(Adj. R2) of these linear fits are given in Table 4. The

Adj. R2 values indicate that the fit describes the

relation reasonably well, especially for velocities

below 0.3 rad s-1, which is, as noted, the transition

point to the hydrodynamic regime. The data were

also plotted in a semi-log plot to assess whether the

friction behavior would be better described by an

exponential relation, but the associated Adj. R2 values

(see SI-13) are significantly lower. Therefore, we

conclude that power law scaling CoF = 10A(n uEG)k

describes the relation best.

When analyzing these results, it turned out that

there is a strong correlation between the values of the

parameter k in CoF = 10A(n uEG)k (i.e., the slope of

the fits in Fig. 7) and the sliding velocity v (Fig. 8a).

This relation between k and log[v] can be described

with a parabolic function (B0 = 1.16 ± 0.16,

B1 = 1.04 ± 0.12, B2 = 0.130 ± 0.018, Adj. R2 = 0.969).

The fitting parameter 10A (the (fictitious) intercepts of

the fits in Fig. 7) was also found to strongly correlate

with k (Fig. 8b): a clear linear relation between A and

k is observed (C0 = - 0.883 ± 0.052,

C1 = - 1.906 ± 0.064, Adj. R2 = 0.992).

Given these strong correlations, an empirical

descriptive model for these PEG-based PU coatings is

given, using B0 = 1.16, B1 = 1.04, B2 = 0.13,

C0 = - 0.883 and C1 = - 1.906, by

CoF ¼ 10A n � uEGð Þk with 10A ¼ 10C0þC1�k and k

¼ B0 þ B1 log½v� þ B2 log½v�2 ð11Þ

This equation for the description of the friction

behavior only depends on the corrected mesh size

and the sliding velocity for this type of PEG-based

PU coating. To assess this empirical model, Fig. 9

shows the fit curves up to 4 rad s-1 together with the

measured data. We conclude that the model succeeds

in describing the decreasing of CoF with increasing

polymer mesh size rather quantitatively up to the

transition to the hydrodynamic lubrication regime.

The largest deviation seems to exist at the lowest

velocity measured, 14.5 lm s-1. This velocity is close

to the operating limit of the tribometer used. Fur-

thermore, the whole sliding path of each coating is

measured only once during a tribology measurement

at this velocity. Therefore, the deviation at this

velocity is believed to be due to experimental limi-

tation and increased experimental error.

As stated before, the fitting procedures were also

done for the uncorrected mesh size n. The resulting

total residual sum of squares (RSS) for the empirical

model CoF(n) turns out to be larger than the total RSS

for the model CoF(n uEG) (see SI-14). A further

extension of the k versus log[v] relationship to a third-

order polynomial function also does not yield an

improved empirical model (see SI-14). Both facts

indicate that the presented empirical model provides

the best description so far.

Although being frankly empirical, the obtained

model is, to the best knowledge of the authors, the

first model describing the friction behavior of chem-

ically cross-linked hydrophilic lubricious coatings

quantitatively. As indicated before, given the data,

50 100 150 200

0.1

1

CoF=10A⋅ (ξ· ϕEG) k

C
oF

 [-
]

ξ· ϕEG [Å]

 0.001 rad·s–1  fit Adj. R2 = 0.91
 0.01   rad·s–1  fit Adj. R2 = 0.98
 0.1     rad·s–1  fit Adj. R2 = 0.95

Figure 7 Mean coefficient of friction (CoF) at different sliding

velocities versus calculated mesh size n•uEG of the water-swollen

PEG-based PU coatings. CoF measured at a normal load of 0.5 N.

Table 4 The values for A and k of the fits of log[CoF] versus

log[n�uEG] at various sliding velocities v for the PEG-based PU

coatings and the adjusted R2 value for the weighted linear fit. 1 rad

s-1 = 0.0145 m s-1

Velocity [rad•s-1] A k Adj. R2

0.001 0.73 ± 0.19 - 0.80 ± 0.12 0.91

0.003 0.87 ± 0.18 - 0.91 ± 0.12 0.94

0.01 1.02 ± 0.10 - 1.02 ± 0.07 0.98

0.03 0.77 ± 0.12 - 0.89 ± 0.07 0.97

0.1 0.54 ± 0.14 - 0.77 ± 0.09 0.95

0.3 0.07 ± 0.25 - 0.51 ± 0.14 0.74

1 - 0.42 ± 0.15 - 0.27 ± 0.09 0.69

3 - 0.84 ± 0.23 - 0.06 ± 0.13 - 0.25
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the shape of the k versus log[v] curves seems to be

symmetric. This symmetric shape of behavior versus

log[v] is also seen in the adhesive friction and shear

stress of rubbers [25, 65–67] as well as in the elastic

adhesive friction dominated regime in the gel-friction

mechanism [21, 24]. This indicates that information

about the intrinsic polymer (structure) relaxation

times and surface adsorption/desorption times is

included in the fitted parameters. Furthermore, it is

expected that performing a similar study on well-

defined polymer coatings prepared from different

cross-linkers and/or polymer precursors will yield

different values for the fitted parameters. In turn,

these values could be correlated to yield a structure-

parameter relation for a more generic empirical

model for the structure–friction behavior relation of

hydrophilic cross-linked polymer coatings in general.

Conclusions

The coating network properties and aqueous friction

behavior of swollen PEG-based PU network coatings

with varying network precursor molar masses Mn

were studied. The water uptake and hydrophilicity of

the surface increase upon increasing the Mn of the

precursor, whereas the indentation modulus of the

swollen immersed coatings decreases, as expected.

The molar mass between cross-links Mc is calculated

based on water uptake as well as on indentation data

assuming an in-plane constrained swelling deforma-

tion, as expected for coatings with a very small aspect

ratio adhering to a stiff (glass) substrate. These cal-

culations are based on the phantom network model,

taking into account network imperfections.

The friction behavior of the swollen coatings was

measured using a custom-made immersed tribology

setup, designed for measuring the macroscopic
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Figure 8 a Plot of fitting parameter k (from the slope of the fits of log[CoF] versus log[n�uEG]) versus the sliding velocity v and the

associated parabolic fit. b Semi-log plot of 10A versus k and the associated linear fit. The error bars show the mean absolute deviation.

Figure 9 Measured mean coefficient of friction (CoF) (symbols)

versus the sliding velocity v of the water-swollen PEG-based PU

coatings with varying Mn precursors, measured in demineralized

water against a glass counter surface at a normal load of 0.5 N and

empirical predictions (solid lines) based on the calculated mesh

size n from the obtained indentation modulus E. The error bars

show the mean absolute deviation.
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aqueous friction response of swollen hydrophilic

coatings against a glass counter surface when

immersed in water. This tribometer is sensitive

enough to measure significant differences in friction

response for coatings prepared from precursor with

different Mn for a velocity range over 5 orders of

magnitude. A clear transition is observed from the

regime in which the indenter head contacts the

coatings to the hydrodynamic lubrication regime

where contact is lost. Moreover, as expected, a

decrease in overall friction response upon increase of

the network mesh size is observed in the interaction

regime where the indenter actually makes contact.

The obtained friction, swelling and indentation

data were used to successfully deduce an empirical

model for the quantitative description of the friction

behavior of the PEG-based PU coatings against a

glass counter surface. This empirical model only

depends on the mesh size of the coatings and the

sliding velocity, thereby providing the first model of

its kind for the description of the friction behavior of

chemically cross-linked hydrophilic polymer

coatings.
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