
 

The drawing behavior of polyvinylalcohol fibers

Citation for published version (APA):
Schellekens, R., & Bastiaansen, C. W. M. (1991). The drawing behavior of polyvinylalcohol fibers. Journal of
Applied Polymer Science, 43(12), 2311-2315. https://doi.org/10.1002/app.1991.070431221

DOI:
10.1002/app.1991.070431221

Document status and date:
Published: 01/01/1991

Document Version:
Publisher’s PDF, also known as Version of Record (includes final page, issue and volume numbers)

Please check the document version of this publication:

• A submitted manuscript is the version of the article upon submission and before peer-review. There can be
important differences between the submitted version and the official published version of record. People
interested in the research are advised to contact the author for the final version of the publication, or visit the
DOI to the publisher's website.
• The final author version and the galley proof are versions of the publication after peer review.
• The final published version features the final layout of the paper including the volume, issue and page
numbers.
Link to publication

General rights
Copyright and moral rights for the publications made accessible in the public portal are retained by the authors and/or other copyright owners
and it is a condition of accessing publications that users recognise and abide by the legal requirements associated with these rights.

            • Users may download and print one copy of any publication from the public portal for the purpose of private study or research.
            • You may not further distribute the material or use it for any profit-making activity or commercial gain
            • You may freely distribute the URL identifying the publication in the public portal.

If the publication is distributed under the terms of Article 25fa of the Dutch Copyright Act, indicated by the “Taverne” license above, please
follow below link for the End User Agreement:
www.tue.nl/taverne

Take down policy
If you believe that this document breaches copyright please contact us at:
openaccess@tue.nl
providing details and we will investigate your claim.

Download date: 24. May. 2023

https://doi.org/10.1002/app.1991.070431221
https://doi.org/10.1002/app.1991.070431221
https://research.tue.nl/en/publications/7dc22ddf-b383-4e67-9c1a-826050a26d78


The Drawing Behavior of Polyvinylalcohol Fibers 

R. SCHELLEKENS" and C. BASTIAANSEN 

DSM Research, P.O. Box 18, 61 60 MD, Geleen, The Netherlands 

SYNOPSIS 

The solid-state drawing behavior and properties of solution-spun polyvinylalcohol fibers 
were investigated. A comparison was made with solution-spun, ultra-drawn polyethylene 
fibers. The maximum attainable draw ratio of polyvinylalcohol fibers is low ( - 20) , even 
at optimized conditions with respect to polymer concentration in solution. In contrast to 
polyethylene, the maximum attainable draw ratio hardly increases with increasing molecular 
weight. However, high modulus ( -  70 GPa) and strength ( -  2.3 GPa) polyvinylalcohol 
fibers can be produced, despite the low maximum attainable draw ratio. It is suggested that 
the observed phenomena, with respect to both the drawing behavior and properties of 
polyvinylalcohol fibers, originate from intermolecular hydrogen bonds in the polymer. 

INTRODUCTION 

The solid-state drawing behavior of semicrystalline, 
flexible polymers has been investigated extensively 
in the past.'-'' The main objective of these studies 
was to produce structures with a high level of chain 
orientation and extension in order to approach the 
theoretical modulus and strength of polymers. 

Most studies on the drawing behavior of semi- 
crystalline polymers focused on linear polyethyl- 
enes. Experimental procedures to produce structures 
with Young's moduli and tensile strengths which 
approach the theoretical values have been con- 
ducted.1-10~13-16 For instance, with the so-called "gel- 
spinning process," polyethylene structures can be 
produced with a Young's modulus and tensile 
strength of 100-150 GPa and 4-5 GPa,6-10 respec- 
tively. 

The drawing behavior of polar polymers, such as 
polyamides, polyacrylonitrile, polyethylene tere- 
pthlate, and polyvinylalcohol, has received relatively 
little attention in the past. As does polyethylene, 
these materials possess a high theoretical modulus 
in the chain dire~tion."*'~*~~ Moreover, high modulus 
and strength fibers produced from these materials 
might offer some advantages over polyethylene fi- 

* To whom correspondence should be addressed. 
Journal of Applied Polymer Science, Vol. 43,2311-2315 (1991) 
0 1991 John Wiley & Sons, Inc. CCC 0021-8995/91/122311-05$04.00 

bers, such as a higher melting point and less creep. 
Unfortunately, most attempts to produce strong and 
stiff fibers from these materials were rather unsuc- 
cessful. In most cases the maximum attainable 
Young's modulus (< 20 GPa) and tensile strength 
(< 1 GPa) were rather 10w.19-22 

Recently, it was shown that solution-spun, drawn 
polyvinylalcohol fibers can be produced possessing 
Young's moduli and tensile strengths up to 70 GPa 
and 2.3 GPa, r e s p e c t i ~ e l y . ~ ~ - ~ ~  In the present study, 
the solid-state drawing behavior of polyvinylalcohol 
fibers is investigated. A comparison is made between 
the properties of drawn polyethylene and polyvi- 
nylalcohol fibers. 

EXPERIMENTAL 

Several polyethylene and polyvinylalcohol grades 
were used in the spinning experiments. These poly- 
mers were synthesized at DSM Research. Some 
relevant characteristics of the polymers used in this 
study are listed in Table I. 

Polyethylene solutions were prepared by dissolv- 
ing the material in decalin a t  160OC. Prior to the 
dissolution procedure, an antioxidant ( di-butyl-p - 
cresol) was added to the polymer and the polymer- 
solvent mixtures were degassed at  room tempera- 
ture. After complete dissolution occurred, which 
took approximately two hours, the solutions were 
transferred to a fiber extrusion device and spun at 
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Table I Polyethylene and Polyvinylalcohol 
Grades Used in this Study 

PE: a 
b 

d 

PVAL: e 
f 
g 
h 

C 

3500 
14,500 
28,000 
60,000 

1300 
3400 

13,000 
29,000 

100 
400 
800 

2000 

57 
149 
572 

1270 

20 
8 
4 
1 

27 
15 
6 
4 

160°C. Subsequently, the fibers were quenched to 
room temperature and dried at  ambient conditions. 

In the case of polyvinylalcohol, ethylene glycol 
was used as a solvent and solutions were spun at  
160°C. After spinning, the fibers were quenched/ 
extracted in methanol and dried at ambient con- 
ditions. Special care was taken in these experiments 
to remove all residual traces of ethylene glycol. 

The minimum concentration from which coher- 
ent fibers can be spun was determined, by trial and 
error, for all the polymer grades used in this study. 
The polymer concentration was minimized in order 
to obtain optimum conditions for drawing.6-'0,'8 The 
polymer concentrations used in the spinning exper- 
iments are listed in Table I. 

Dry polyethylene and polyvinylalcohol fibers were 
drawn on thermostatistically-controlled, hot shoes 
at  100°C and 190°C, respectively. The draw ratio 
was determined by measuring the displacement of 
ink-marks. 

Stress-strain curves of drawn fibers were recorded 
on a Zwick Tensile Tester, equipped with fiber 
clamps. Prior to the tensile testing, polyvinylalcohol 
fibers were conditioned for 24 h at a relative hu- 
midity of 65%. The initial length of the fibers was 
0.2 m and a constant crosshead speed of 0.02 m/ 
min was used. 

RESULTS 

The minimum polymer concentration in solution 
from which coherent, drawable polyethylene and 
polyvinylalcohol fibers can be spun ( c *  ) was deter- 
mined experimentally in order to obtain optimum 
conditions for In Table I, it is shown 
that this optimum polymer concentration in solution 
decreases with increasing degree of polymerization. 

The maximum attainable draw ratio of semi- 

crystalline polymers increases with increasing 
drawing temperature.' However, relaxation phe- 
nomena start to occur a t  temperatures close to or 
above the melting temperature and, consequently, 
the drawing effectiveness decreases? In order to ob- 
tain optimum drawing conditions, both the polyeth- 
ylene and polyvinylalcohol fibers are drawn at ap- 
proximately 30-40°C below their respective melting 
temperatures (see Experimental). 

The maximum attainable draw ratio of linear 
polyethylenes increases rapidly with increasing mo- 
lecular weight at optimum conditions with respect 
to polymer concentration in solution" (Fig. 1 ) . 
However, the maximum attainable draw ratio of 
polyvinylalcohol fibers is low ( - 20) and hardly in- 
creases with increasing degree of polymerization 
(Fig. 1). 

In Figure 2, stress-strain curves of drawn poly- 
vinylalcohol and polyethylene fibers are shown. The 
fibers possess an identical degree of polymerization 
( - 3500) and draw ratio ( - 20). Nevertheless, large 
differences are observed in the stress-strain curves 
of the drawn fibers at room temperature. The 
Young's modulus of drawn polyvinylalcohol and 

6 0  

40 

20  

0 

t 

I 

1 10 100 

DPw/ l  0 0 0  [-I 
Figure 1 Maximum attainable draw ratio of polyeth- 
ylene ( 0 )  and polyvinylalcohol (0 )  fibers ( Td = 100°C 
and 190°C, respectively). 
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Figure 2 Stress-strain curves of drawn polyethylene 
( 0 )  and polyvinylalcohol(0) fibers (draw ratio = 20, DP, 
= 3500). 

polyethylene fibers is plotted in Figure 3 as a func- 
tion of the draw ratio. Compared with linear poly- 
ethylene, the Young’s modulus of polyvinylalcohol 
fibers increases rapidly with increasing draw ratio. 
Consequently, polyvinylalcohol fibers with a high 
Young’s modulus can be obtained despite the low 
maximum attainable draw ratio. The tensile 
strength of polyethylene and polyvinylalcohol fibers, 
with a degree of polymerization of approximately 
3500, is shown in Figure 4 as a function of draw 
ratio. This figure indicates that fibers with a high 
tensile strength can be obtained using a polyvinylal- 
coho1 grade with a low molecular weight. 

DISCUSSION 

In the case of high molecular weight polyethylenes 
(Mu > 5 X lo2 kg/mol) , the maximum attainable 
draw ratio can be enhanced drastically by spinning 
from semidilute solutions (Fig. 1 ) .G10,28 A pparently, 
the constraints that limit the maximum attainable 
draw ratio of meltcrystallized polyethylenes can be 
removed by using appropriate dissolution proce- 

0 
0 10 20 30 

Draw Ratio [-I 
Figure 3 Young’s modulus of polyethylene ( 0 )  and 
polyvinylalcohol(0) fibers as a function of the draw ratio. 

0 10 2 0  30  

Draw Ratio [-I 
Figure 4 
and polyvinylalcohol (0) fibers (DP, = 3500). 

Tensile strength of drawn polyethylene ( 0 )  
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dures. Moreover, the limited intermolecular inter- 
action within the polyethylene crystal lattice (Van 
der Waals forces) facilitates chain slippage and un- 
folding of lamellae during drawing at elevated tem- 
peratures. Consequently, fibers with a high degree 
of chain orientation and extension and with excel- 
lent mechanical properties can be obtained. 

In the polyvinylalcohol crystal lattice, hydrogen 
bonds are present, which resist shear deformation 
and intermolecular chain slippage. Consequently, 
the unfolding of lamellae during solid state drawing 
is restricted, which results in a low, and molecular 
weight independent, maximum attainable draw ratio 
(Fig. 1 ) . However, the limited maximum attainable 
draw ratio of polyvinylalcohol fibers does not result 
in poor mechanical properties after drawing. In Fig- 
ures 3 and 4 it is shown that the maximum attainable 
Young’s modulus ( - 70 GPa) and tensile strength 
( - 2.3 GPa) of polyvinylalcohol fibers are high, de- 
spite the low maximum attainable draw ratio. A 
substantial increase in tensile strength and Young’s 
modulus is observed in comparison with polyeth- 
ylene fibers with an identical draw ratio and degree 
of polymerization (DP, = 3500). 

Recently, a model was proposed by Smith et al. 
to describe the Young’s modulus vs. draw ratio 
curves of flexible polymers.29 In this model it is as- 
sumed that drawn fibers consist of a series connec- 
tion of high (“helix”) and low modulus (“coil”) ele- 
ments. The “helix” phase consists of perfectly ori- 
ented crystals. Misaligned crystals and (oriented) 
amorphous material are represented in this model 
by the “coil” elements. In the case of polyethylene 
and polyvinylalcohol, the modulus of the stiff “helix” 
phase is virtually identi~al.’~,’’ Apparently, the “coil” 
modulus of polyvinylalcohol is high in comparison 
with polyethylene. This increased “coil” modulus 
probably originates from intermolecular hydrogen 
bonds, which, for instance, enhance the shear mod- 
ulus of the misaligned  crystal^.'^ 

The degree of intermolecular interaction in drawn 
fibers also influences their large strain properties 
and fracture behavior (Figs. 2 and 4 ) .  In the stress- 
strain curve of polyethylene fibers a yield point is 
observed (Fig. 2) .  Such a yield point is usually cor- 
related with shear deformation and excessive inter- 
molecular chain slippage within the crystal lattice.” 
In the stress-strain curve of drawn polyvinylalcohol 
fibers an inflection point is observed at  a strain of 
approximately 0.5%. After the inflection point, the 
stress continues to increase with increasing strain. 
Apparently, at large strains (> 1% ) , the hydrogen 
bonds prevent excessive intermolecular chain slip- 
page in the crystal lattice. A pronounced yield point, 

comparable with polyethylene, is not observed and 
the fibers fracture in a brittle fashion. The high ten- 
sile strength of polyvinylalcohol fibers, in compar- 
ison with polyethylene, probably originates from a 
transition in fracture mechanism, from a chain slip- 
page to a chain scission-dominated failure process, 
which is caused by the increased intermolecular in- 
teraction. 

A few critical remarks are in order with respect 
to the experimental data reported in this study. In 
recent studies, 30,31 it was shown that polyvinylal- 
coho1 fibers with Young’s moduli and tensile 
strengths, which exceed the maximum values quoted 
in this study, can be produced. Unfortunately, rather 
exotic processing and/or drawing procedures were 
used in these studies, which severely limit their ap- 
plication. 

CONCLUSIONS 

In contrast to polyethylene, the solid-state drawing 
behavior of polyvinylalcohol fibers cannot be en- 
hanced drastically by spinning from semidilute so- 
lutions. However, despite the low maximum attain- 
able draw ratio, fibers with Young’s moduli of up to 
70 GPa and tensile strengths of over 2 GPa can be 
produced. It is suggested that the observed phenom- 
ena, with respect to the drawing behavior and prop- 
erties of polyvinylalcohol fibers, are related to the 
presence of intermolecular hydrogen bonds in the 
material. 
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