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Abstract
Background 95% Of all metals and alloys are processed using strip rolling, explaining the great number of existing strip 
rolling optimization models. Yet, an accurate in-situ full-field experimental measurement method of the deformation, velocity 
and strain fields of the strip in the deformation zone is lacking.
Objective Here, a novel time-Integrated Digital Image Correlation (t-IDIC) framework is proposed and validated that fully 
exploits the notion of continuous, recurring material motion during strip rolling.
Methods High strain accuracy and robustness against unavoidable light reflections and missing speckles is achieved by 
simultaneously correlating many (e.g. 200) image pairs in a single optimization step, i.e. each image pair is correlated with 
the same average global displacement field but is multiplied by a unique velocity corrector to account for differences in 
material velocity between image pairs.
Results Demonstration on two different strip rolling experiments revealed previously inaccessible subtle changes in the 
deformation and strain fields due to minor variations in pre-deformation, elastic recovery, and geometrical irregularities. 
The influence of the work roll force and entry/exit strip tension has been investigated for strip rolling with an industrial pilot 
mill, which revealed unexpected non-horizontal material feed. This asymmetry was reduced by increasing the entry strip 
tension and rolling force, resulting in a more symmetric strain distribution, while increased distance between the neutral and 
entry point was found for a larger rolling force.
Conclusions The proposed t-IDIC method allows for robust and accurate characterization of the strip’s full-field behavior 
of the deformation zone during rolling, revealing novel insights in the material behavior.

Keywords Digital Image Correlation (DIC) · Integrated Digital Image Correlation (IDIC) · Strip rolling · Strain field · 
Velocity field

Introduction

Cold rolling is the most important processes considering 
metal forming. Over 95% of non-ferrous/ ferrous metals and 
alloys are processed by strip rolling into different shapes, 

i.e. plates, strips, sheets, bars, rods, etc. During the rolling 
process, the material is heavily compressed by two rotat-
ing cylindrical rolls resulting in permanent deformation of 
the strip. The different-shaped end product can be used for, 
e.g. automotive parts, packaging, construction and yellow 
(construction)/ white (household-products) goods [1–3]. 
Furthermore, cold rolling allows to increase the strength 
of the metal up to 400% due to strain hardening, while it 
improves the surface finish and provides stricter dimensional 
tolerances [2, 4, 5].

Generally, a tandem mill consisting of several roll-
ing stands is used in strip rolling to achieve large thick-
ness reductions. In each stand, the thickness of the strip is 
reduced by a certain amount, depending on the processing 
conditions, i.e. the work roll force, the entry and exit strip 
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tension, the entrance velocity, etc. High industrial interest 
has led researchers to develop models that are used to bet-
ter predict, analyze and understand the rolling process [3, 
4, 6–11]. However, most of these models don’t take into 
account some key phenomena that are known to occur in 
the deformation zone: (i) pre-deformation in the material 
before it first touches the work roll, (ii) elastic recovery 
(spring-back) after the strip is processed, (iii) the gradient in 
strip velocity over the strip thickness. As a result these phe-
nomena are neglected in the prediction of some key output 
parameters of the models, i.e. the change in contact length, 
neutral point (i.e. the position at the edge where the strip 
velocity equals the work roll velocity) and entry and exit 
point (i.e. the point where the strip, respectively, first and 
last touches the work roll), each depicted, with some other 
significant rolling parameters, in Fig. 1. Without taking into 
account these phenomena, the strip rolling process in the 
deformation zone can never be fully understood, predicted 
and optimized. Therefore, there is a continuous demand to 
further improve existing models. To achieve this, it would be 
of great benefit if, by means of experiments, the full velocity 
and strain fields in the deformation zone between the work 
rolls could be accurately measured, which then could be 
studied as a function of the various input parameters, e.g., 
the rolling force and strip tension. Additionally, this data 
would allow direct identification of key strip rolling char-
acteristics, including the neutral, entry, and exit point, and 
volume contraction.

Efforts in direct acquisition of full-field data from the strip 
rolling process is, however, seriously obstructed by multiple 
factors: (i) the harsh environment in which the steel strip is 
processed, i.e. oil contamination and machine vibrations, (ii) 
the obstructed view and poor lightning conditions of the roll-
ing process due to very limited space to place cameras and 

illumination in between the rolls, (iii) the high material veloc-
ity requiring a short shutter time and hence increased acquisi-
tion noise, (iv) inevitable reflections of light on the surface 
of the rolls and the strip, combined with (v) the difficulty to 
apply even a reasonable quality speckle pattern, in combina-
tion with approximately periodic vertical grooves on the sides 
of the strip originating from the coil slitting process (cutting to 
specific width), thereby seriously hampering standard particle 
or pattern tracking methods. Figure 2, shows the (optimized) 
pattern quality of a steel strip processed in a large-scale pilot 
mill, where the above-mentioned complications can clearly be 
seen. As a result the image quality is much lower than typi-
cally used in full-field measurements. As these complications 
seem unavoidable, a highly stable method needs to be devel-
oped that is sufficiently robust to accurately correlate poor 
quality images, as shown in Fig. 2(b), to obtain meaningful 
full-field data of the deformation zone.

Over the years, various image processing methods have 
been developed to obtain full-field displacement, velocity 
and/or strain data. Particle tracking velocimetry (PTV) is 
a widely used method in fluid mechanics to measure, from 
consecutive images of a flow, the individual trajectory and 
velocity of small tracer particles that are assumed to per-
fectly follow the flow dynamics [12]. However, as the par-
ticle density is controlled by the flow and is thus typically 
(highly) in-homogenous, difficulties arise in converting the 
particle trajectories in a continuous velocity field. Therefore, 
nowadays, particle image velocimetry (PIV) is more widely 
employed for flow visualization (from an image series), with 
the difference being that the tracer particle density is sig-
nificantly increased to the point that tracing of individual 
particles is no longer possible. Instead, regions (interroga-
tion windows) containing many particles are being traced 
to obtain a full vector field [13]. In the field of hydrody-
namics, where displacements are large and the interest lies 
in the 2D or 3D velocity field, it is sufficiently accurate to 

Fig. 1  Schematic of the strip rolling process, with the significant 
rolling parameters: contact angle ( � ) and length (L), work roll radius 
( R

0
 ), inlet ( tin ), outlet ( tout ) and reduction thickness ( Δt ), and inlet 

( vin ) and outlet strip velocity ( vout)

Fig. 2  Image quality of a 2.4 mm thick steel strip processed through 
a pilot mill at a rolling velocity of 10 mm/s with zoomed view of 
the non-ideal pattern. Note that significant effort has been put in to 
optimizing the pattern quality, camera settings and illumination con-
ditions. The periodic vertical grooves originate from the coil slitting 
process during which the strip is cut to a specific width.
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trace the interrogation windows by optimizing only the rigid 
body displacement, while neglecting deformations inside the 
windows. In contrast, within the field of solid mechanics, 
the interest lies in determination of the full strain fields, with 
the strain magnitude often only a few percent, correspond-
ing to sub-pixel displacements in the consecutive images. In 
that case, it was found that not only the position but also the 
deformation of the interrogation windows should be opti-
mized, which is done in what has become known as local 
Digital Image Correlation (local DIC), for which many 
commercial software packages exist. This difference is, e.g., 
nicely illustrated in [14], where PIV was used to measure the 
hydrodynamic load on a flexible plate from the velocity field 
of the surrounding flow, while local DIC was used to measure 
the deformation of the flexible plate. In a way, the material 
kinetics in strip rolling can be regarded as in between a stiff 
island and its surrounding fluid flow, because the solid strip 
heavily deforms between the rolls exhibiting large plastic 
flow, but nevertheless highly accurate strain measurement is 
required to confront existing strip rolling models to (small) 
errors in, e.g., the volumetric change, neutral point and entry 
and exit points. As the accuracy of PTV and PIV is clearly 
insufficient for this purpose, Li et al. [15] used DIC to try to 
observe the complete rolling process and managed to obtain 
several rolling characteristics, particularly the forward and 
backward slip, neutral plane and neutral angle with reason-
able accuracy. However, the regular local DIC algorithm that 
was used must have been seriously challenged by the above-
mentioned five complication factors for in-situ full-field 
measurements of strip rolling, which may explain why only 
the displacement fields but no strain fields were reported. To 
the best of the authors’ knowledge no further study of DIC 
applied on a strip rolling process has been reported.

The first step to make the DIC algorithm more robust is by 
utilizing knowledge on the mechanics of the problem. Instead 
of separate correlation of many small interrogation windows, 
as done in local DIC, so-called “global DIC” (GDIC) [16] 
uses the fact that the material remains continuous (e.g. dur-
ing strip rolling) to correlate the complete region of interest 
(ROI). Continuity is imposed by describing the displacement 
field by means of a kinematic regularization (e.g. a polynomial 
basis) with a reduced amount of degrees of freedom (DOFs). 
The increased ratio of the number of measurements (i.e. the 
light intensity value at each pixel) to the number of variables 
(DOFs) makes a GDIC algorithm more robust against pattern 
degradation (e.g. due to surface reflections) and high acquisi-
tion noise [17–20], which are unavoidable in rolling processes 
as shown in Fig. 2. GDIC has been successfully applied to 
various micro-mechanical problems, each with their own chal-
lenges, by fine-tuning the choice of kinematic regularization to 
achieve optimal robustness and accuracy in the displacement 
and strain field [21–25]. Specifically note-worthy is the fine 
tuning done in [26–28], where time-Integrated Digital Image 

Correlation algorithms are proposed exploiting the periodicity 
of the deformation to simultaneously correlate all images at 
once to stabilize the correlation and identify material param-
eters with high sensitivity, by further increasing the ratio of 
measurement points to DOFs. Where in [27] this algorithm 
was only validated on synthetically generated images, the 
strength of this method was later demonstrated on experi-
mental images, for instance for the challenging test case of 
identifying insensitive mixed-mode interface adhesion proper-
ties [29, 30]. In [28], this concept was again proven to be valu-
able for vibrational analysis, while in an earlier more specific 
paper a time-integrated algorithm tuned to periodic motion 
has been validated for fatigue testing [26]. These works show 
that by significantly increasing amount of measured values for 
the same low amount of DOFs, the accuracy and stability is 
improved. Therefore, designing a time-integrated (global) DIC 
algorithm that is dedicated and fine-tuned to the strip rolling 
process seems to be the best candidate to achieve optimal accu-
racy in the velocity and strain fields in the deformation zone. In 
turn, this may enable successful identification of all key rolling 
parameters, i.e. the entry, exit, and neutral point, volumetric 
contraction/expansion, velocity gradients, etc. which would 
enable accurate validation of the analytical rolling models.

The goal of this work is to develop a complete methodol-
ogy to measure velocity and strain fields during strip roll-
ing by designing a time-integrated DIC framework that fully 
exploits the knowledge of recurring material motion (and 
material continuity) in a simultaneous correlation of many 
image pairs (Section 2). With this new t-DIC framework 
in place, a dedicated optical camera with lighting setup is 
developed to record images that are the least hampered by the 
obstructed view and the harsh environment (Section 3). With 
this setup, images have been recorded of two very different 
types of strip rolling processes: (i) an easy-accessible small-
scale hand mill in which a rubber strip is processed used for 
algorithm validation purposes and (ii) a large-scale ’pilot mill’ 
in which a steel strip is processed, for which the view is highly 
obstructed and the harsh environment applies. The results of 
a range of validation measurements are discussed in detail in 
Section 4. Two proof-of-principle test cases, i.e. (i) varying 
the work roll forces and (ii) varying entry and exit strip ten-
sions are presented and discussed in Section 5, after which 
the general conclusions are given (Section 6).

Derivation of a Time‑Integrated Digital 
Image Correlation Framework for Recurring 
Material Motion

The novel t-IDIC framework that is fine-tuned for recurring 
material motion during strip rolling and based on multiple 
image pairs is presented here. This method is based on global 
DIC (GDIC), therefore, first the general GDIC approach is 
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shortly explained. Subsequently, the adaptations are elaborated 
that enable robust and accurate correlation of recurring mate-
rial motion, which is done by extending the GDIC framework 
to make it time-integrated (t-IDIC). Finally, the associated 
post-processing steps are discussed. The complete rigorous 
derivation of the t-IDIC framework and its system of equa-
tions, following the one-step linearization of the brightness 
conservation equation as proposed by Neggers et al. [16], is 
presented in 7.

Global Digital Image Correlation

Contrary to local DIC in which multiple local ROIs (also 
named subsets or windows) are correlated independently, in 
GDIC a global ROI that is often (nearly) as large as the com-
plete field of view (FOV) is correlated in a single optimiza-
tion step. Moreover, in most experiments the material behaves 
as a continuum during deformation. Therefore, the condition 
of material continuity is intrinsically imposed in GDIC (over 
the global ROI), which makes the correlation problem more 
constrained and consequently more robust against acquisition 
noise compared to local DIC. As a result, GDIC has the poten-
tial to be more accurate, however, only under the condition that 
a kinematic basis is chosen that is sufficiently rich to be able to 
describe the true deformation field that occurs in the experi-
ment. Note that even for a rich kinematic basis the number of 
DOFs is much less than that of local DIC where many subsets 
are needed to cover the complete FOV [17, 18]. As a con-
sequence, global correlation is generally favorable when the 
material is known to behave as a continuum, especially when 
large localized gradients in the deformation are absent [31], as 
is precisely the case for strip rolling processes. Consequently, 
a global approach is chosen for the here-presented method.

As for all DIC approaches, GDIC is based on brightness 
conservation, i.e. the brightness of each material point should 
stay constant throughout the deformation process, leading to:

in which f and g are the image of, respectively, the refer-
ence and deformed state, which are gray-scale intensity 
fields, Φ(x) describes the mapping function for the trans-
formation of the reference coordinates x to the deformed 
coordinates based on the true displacement field U(x) , and 
the symbol ◦ denotes the composition of two functions, i.e. 
(g◦Φ)(x) = g(Φ(x)) . It should be noted that the pixel posi-
tions x are all fixed and refer back to the first reference 
image, as is the case for the displacement field, i.e. all fields 
are described in a Lagrangian frame of reference.

The problem of finding the true displacement field that 
satisfies equation (1) is impossible to solve, because this 
system is ill-posed with twice as much unknowns (DOFs) 

(1)
f (x) ≈ g◦Φ(x),

Φ(x) = x + U(x),

than knowns, i.e. two unknown displacement vector com-
ponents per pixel versus one known measured light inten-
sity value per pixel. To circumvent this issue, all DIC 
methods use some sort of approximation of the true dis-
placement field (in a process called ’regularization’) by 
describing the displacement field with a reduced number 
of DOFs,

in which u(x, �
∼
) is the approximated, parameterized displace-

ment field, �
∼

 is an array containing the DOFs, 
�
∼
= [�1, �2, ...., �n]

T , and �(x, �
∼
) is the approximated map-

ping function. Then the brightness conservation equation (1) 
can be approximated by,

Often the choice of regularization simply consists of 
parameterizating the displacement field with a linearly 
independent kinematic basis that is multiplied by the 
DOFs, �

∼
 . For instance, a basis of polynomial shape func-

tions could be used:

The larger the ratio of pixels per DOF, the more the 
detrimental effect of image noise is suppressed, therefore, 
the kinematic basis should be chosen sufficiently ’rich’ but 
not more than that.

The search for the displacement field then consists in 
finding the optimal DOFs, �

∼

opt , for which the approximated 
displacement field, u(x, �

∼

opt) , best satisfies the brightness 
conservation over the global ROI, here denoted with Ω . In 
practice, this problem is cast in terms of the minimization 
of a cost function, Ψ(�

∼
) , that describes the (spatially aver-

aged) brightness conservation violation:

where r(x, �
∼
) = f (x) − g◦�(x, �

∼
) is the image residual, which 

should ideally be zero for �
∼
= �

∼

opt in the absence of image 
acquisition noise and numerical errors, such as interpolation 
errors [32]. Therefore, �

∼

opt is found by minimization of Ψ(�
∼
):

(2)
U(x) ≈ u(x, �

∼
),

Φ(x) ≈ �(x, �
∼
),

(3)
f (x) ≈ g◦�(x, �

∼
),

�(x, �
∼
) = x + u(x, �

∼
).

(4)

u(x, �
∼
) = ux(x, �

∼
) ⋅ e

x
+ uy(x, �

∼
) ⋅ e

y

=

n
∑

i=0

m
∑

j=0

�xijx
iyje

x
+

n
∑

i=0

m
∑

j=0

�yijx
iyje

y
.

(5)

Ψ(�
∼
) = ∫Ω

1

2
[r(x, �

∼
)]2dx

≈

Npx
∑

Ωs

1

2
[f (x) − g◦�(x, �

∼
)]2,
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which completes the system of equations.
Finally, the solution to this non-linear minimization prob-

lem may be found by means of a (modified) Gauss-Newton 
iterative optimization scheme that can be easily solved 
numerically. A rigorous derivation of this (modified) Gauss-
Newton scheme, which follows from a one-step linearization 
of the non-linear brightness conservation equation, is given 
in the work of Neggers et al. [16]. The GDIC framework 
is summarized on the left hand side of Table 1, where it is 
compared to the t-IDIC framework that is discussed next.

Extension to a Novel Time‑Integrated Digital Image 
Correlation Framework

GDIC is based on correlating each deformed image to a 
single, undeformed reference image, which means that a 
separate correlation is performed for each image. However, 
the case of strip rolling is special as the flow of material 
is not only continuous but also recurring, therefore, the 
incremental deformation field between consecutive images 
should be constant over time. This provides us with the pos-
sibility to not correlate each image separately but, instead, 
correlate many pairs of consecutive images simultaneously, 
here called ’image pairs’, using a single parameterized incre-
mental displacement field, �u

av
 . In general, when physical 

knowledge of the deformation process is utilized in the 
image correlation operation, the correlation process is called 
integrated DIC. Here, the knowledge of recurring material 
motion during strip rolling is utilized in order to simulta-
neously correlate a set of multiple images, captured over 
time, therefore, this is best described as a time-integrated 
DIC (t-IDIC) framework. Important to realize is that the 
magnitude of the incremental deformation field between 
each image pair will never be exactly the same because of 
small variations in (i) the rolling velocity and (ii) the image 

(6)uopt(x) = u(x, �
∼

opt) with �
∼

opt = argmin
�
∼

{Ψ(�
∼
)}, capture time for a regular high-speed camera (i.e. one that 

is not triggered externally by means of a precise trigger). 
To cope with these variations, the averaged incremental 
deformation field, �u

av
 , is multiplied with a scalar ’velocity 

corrector’ �t that is unique for each image pair; this adds one 
extra DOF per image pair. Please note that the goal here is 
to find �u

av
 , the velocity corrector is only added to improve 

the correlation’s outcome. Consequently, the incremental 
displacement field for each image pair, �u

t
 , at time instance 

t can be written as,

and Equation (3) is adapted to

where the approximated mapping function, �
t
(x, �

∼s
, �t) , at 

each time instance, depends on all the spatial DOFs, �
∼s

 , and 
one unique time-related velocity corrector, �t . All DOFS are 
stacked together as �

∼n
= [ �

∼s
�
∼t

]T  , in which the relation 
between the spatial, temporal, and combined DOFs is 
defined by, respectively, set S = {n ∶ 1 ≤ n ≤ sDOF} , set 
T = {n ∶ sDOF + 1 ≤ n ≤ sDOF + tDOF} , and set N = {n ∶

1 ≤ n ≤ nDOF} = S ∪ T  , with sDOF , tDOF and nDOF being, 
respectively, the number of spatial, temporal, and combined 
DOFs. Please note that the for the first image pair, �t is set 
to 1, therefore, tDOF equals the number of image pairs minus 
1. The problem of finding the incremental displacement 
field, �u

av
(x, �

∼s
, �
∼t
) , is now cast as:

where the cost function, Ψ , of the non-linearized brightness 
conservation is given as,

(7)�u
t
(x, �

∼s
, �t) = �t�uav(x, �∼s

),

(8)
gt−1(x) ≈ gt(x)◦�t

(x, �
∼s
, �t),

�
t
(x, �

∼s
, �t) = x + �t�uav(x, �∼s

),

(9)

�uopt
av
(x) = �u

av
(x, �

∼

opt

n
) with �

∼

opt

n
= [�

∼

opt

s
�
∼

opt

t
] = argmin

�
∼n

{Ψ(�
∼n
)}

Table 1  the Global Digital Image Correlation (GDIC) framework compared to the here-proposed time-Integrated Digital Image Correlation 
(t-IDIC) framework for recurring material motion. For both frameworks, the system of equations is closed with the choice for kinematic regu-
larization (bottom row); as an example, here, a basis of polynomial shape functions is selected

GDIC t-IDIC for recurring material motion

�
∼

opt = argmin
�
∼

{Ψ(�
∼
)} �

∼

opt

n
= [ �

∼

opt

s
�
∼

opt

t
]T = argmin

�
∼n

{Ψ(�
∼n
)}

Ψ(�
∼
) =

∑Npx

Ωs

1

2
[f (x) − g◦�(x, �

∼
)]2 Ψ(�

∼n
) =

∑tdof

t=1

∑Npx

Ωs

1

2
[gt−1(x) − gt(x)◦�t

(x, �
∼s
, �t)]

2

�(x, �
∼
) = x + u(x, �

∼
) �

t
(x, �

∼s
, �t) = x + �t�uav(x, �∼s

)

e.g.: u =
∑2

�=1

∑n

i=0

∑m

j=0
�
� ijx

iyje
�

e.g.: �u
av
=
∑2

�=1

∑n

i=0

∑m

j=0
�s,� ijx

iyje
�
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The complete system of equations of the here-proposed 
novel t-IDIC framework for recurring material motion is 
summarized in Table 1.

As for the GDIC framework, the solution to the non-
linear minimization problem of this t-IDIC framework is 
found by means of a (modified) Gauss-Newton iterative 
optimization scheme that can be easily solved numerically. 
A rigorous derivation of this (modified) Gauss-Newton 
scheme, following a one-step linearization of the non-linear 
brightness conservation equation, is given in Appendix A. 
It is important to realize from equation (7) that, even when 
a linearly-independent kinematic basis is selected for �u

av
 , 

due to the addition of the velocity correctors, the kinematic 
basis of �u

t
 will never be linearly independent, which results 

in an additional term, Mc , in the tangent of the system of 
equations, as is shown in Appendix A. Note that for all of 
the following correlations, convergence is found when the 
change in the mean value of �uav is below 1 ⋅10-5 pixel.

Notice that the cost function, Ψ , includes the summation 
over all tDOF experimental images (which could be hundreds 
of images), which are all simultaneously correlated with a 
reduced amount of DOFs, �n , potentially providing a signifi-
cant improvement of the robustness and accuracy due to a 
heavy suppression of the image noise. For instance, in the 
pilot mill strip rolling example discussed below, a total of 200 
images ( gt ) are obtained over time and are subsequently cor-
related using an  8th  and  3rd  order polynomial basis in,  
respectively, the length and thickness of the processed strip 
(this choice is motivated in Section 4). This results in �

∼n
 con-

taining, respectively, 198 temporal and 60 spatial degrees of 
freedom. As will be shown below, for every image, the pro-
cessed strip is captured in a rectangle of ∼1200 × 110 pixels, 
resulting in a total of 1.32⋅105 pixels (measurement values) 
per image. Hence, for this specific example, a total of 2.64⋅
107 known values are used to determine the 258 unknowns, 
resulting in a ratio of 1 : 102326. Compare this to a typical 
ratio of 1 : 52 for local DIC (for a standard 25 × 25 subset 
size, correlated with recommended quadratic deformation of 
the subset based on 12 DOFs) and 1 : 2200 for regular GDIC 
(with the same polynomial basis as used above).

Post‑Processing and Interpretation

The t-IDIC framework produces the average incremental dis-
placement field, �u

av
(x) , as output. By dividing this vector 

(10)

Ψ(�
∼n
) =

tdof
∑

t=1
∫Ω

1

2
[rt(x, �

∼n
)]2dx

≈

tdof
∑

t=1

Npx
∑

Ωs

1

2
[gt−1(x) − gt(x)◦�t

(x, �
∼s
, �t)]

2.

field with the time increment between two images (camera’s 
shutter time), the velocity vector field, v(x) = vx(x) ⋅ ex + vy(x)

⋅e
y
 , is obtained, of which the horizontal velocity field, vx(x) , 

allows for identification of the neutral point i.e. the position 
where the strip velocity equals the work roll velocity.

Alternatively, from the average incremental displacement 
field, the (average) incremental deformation gradient tensor 
field between image pairs, �F2D(x, �

∼s
) , can easily be computed 

using

where �
av
(x, �

∼s
) is the deformation mapping function cor-

responding to �u
av
(x, �

∼s
) , and where the superscript “2D” 

has been added to emphasize that it reflects only the in-plane 
deformation, yielding a two-dimensional (incremental) 
deformation gradient tensor. In order to track the deforma-
tion of a material point as it passes through the rolls, the 
accumulated, total deformation gradient tensor should be 
computed. In general, the total deformation gradient tensor 
can be found as the product of the deformation gradient ten-
sor of individual deformation steps (e.g. F

tot
= F

2
⋅ F

1
 , 

where a first deformation step, dx
1
= F

1
⋅ dx

0
 , is followed by 

a second deformation step, dx
2
= F

2
⋅ dx

1
 , yielding 

dx
2
= F

tot
⋅ dx

0
 ). In our case, for each deformation step the 

same incremental deformation gradient tensor should be 
used, i.e F2D

1
(x) = F2D

2
(x) = ... = �F2D(x) , which is inhomo-

geneous, therefore, care should be taken to probe it at the 
correct, updated position after each deformation step. This 
results in the following nested multiplication:

where the incremental deformation gradient tensor field is 
iteratively probed each time at the new updated position 
(until the material point has passed outside the FOV), and 
the updated position � ◦ q

av
(x) = �

q

av
◦�

q−1

av
◦...◦�

2

av
◦�

1

av
(x) is 

found by q times iteratively probing the same mapping func-
tion �

av
(x) . The left hand side shows that the equation yields 

F2D

tot
 at deformed configuration � ◦ qtot

av
(x) . A continuous field 

of the total deformation gradient tensor over the complete 
FOV is obtained by tracking a sufficient number of initial 
material points (’seed points’) such that their updated posi-
tions, � ◦ qtot

av
(x) , cover each pixel position of the strip between 

the rolls, after which a regular grid of the total deformation 
gradient tensor at the pixel positions is obtained by (linear) 
interpolation.

(11)�F2D = I + grad(�u
av
)T = grad(�

av
)T ,

(12)F2D

tot
◦�

◦ qtot

av
(x) =

qtot
∏

q=1

(

�F2D
◦�

◦ q

av
(x)

)

,
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Subsequently, the strain tensor field is computed using the 
Green-Lagrange strain definition, i.e. �tot(x) = 1

2
(F2DT

tot
(x) ⋅ F2D

tot

(x) − I) , as this properly accounts for large strains and rota-
tions. The vertical strain field, �tot

yy
(x) = e

y
⋅ �tot(x) ⋅ e

y
 shows 

the magnitude of compression of the processed strip between 
the rolls, while the horizontal strain field, �tot

xx
(x) = e

x
⋅ �tot

(x) ⋅ e
x
 , denotes the elongation along the strip direction, and 

the shear strain field, �tot
xy
(x) = e

x
⋅ �tot(x) ⋅ e

y
 , provides quan-

titative information on the top/down (a)symmetry of the roll-
ing process. The above-given equations for the Green-
Lagrange strain can also be used to determine the incremental 
strain fields when �inc(x) = 1

2
(�F2DT

(x) ⋅ �F2D(x) − I) is used, 
which allows analysis of the deformation between two con-
secutive images.

FInally, (the field of) the determinant of the deformation 
gradient tensor, det(F2D

tot
(x)) , expresses the surface area ratio 

given as A∕A0 that occurs during the rolling process. As plastic 
deformation is ideally a volume-invariant deformation, 
det(F

tot
(x)) = V∕V0 should only show elastic deformation and 

thus should ideally be exactly equal to 1 after elastic unloading 
beyond the work roll’s exit, which can thus be used to validate 
the accuracy of the strain field measurement. Note, however, 
that A∕A0 only reflects the change in surface area and not the 
change in volume as a result for plastically deforming materi-
als A∕A0 , and therefore should be slightly smaller than 1 after 
elastic unloading because a limited amount of plastic cross-
expansion is expected to occur in the direction perpendicular 
to the FOV, as the compression state between the rolls will 
never be completely plane strain for the imaged side surface 
of the strip.

In reflection, all measurands of interest are derived in a large 
deformation consistent manner, i.e. the velocity vector field 
results directly from the average incremental displacement 
field through division by the average time between consecutive 
images, while the fields of the total strain tensor components 
and the surface area ratio are derived through the consistent 
composition of the incremental deformation gradient tensor 
into the total deformation gradient tensor. Note that the values 
of the velocity corrector for each image do not affect the aver-
age incremental displacement field and are, thus, not used to 
compute any of these measurands of interest, but they can still 
be used to monitor the temporal variation in the rolling speed.

Experimental Methodology

To validate the t-IDIC framework for its capability to produce 
accurate velocity and strain field of the rolling process, two 
very different rolling test cases are conducted: (i) a test case 
of a rubber strip processed with a small-scale hand mill and 
(ii) a test case of a steel strip processed with a large-scale 

pilot mill, both shown in Fig. 3. The zoomed views (espe-
cially of the pilot mill) clearly show severe image noise, low 
resolution, and poor contrast, even though the experimental 
conditions were extensively optimized. Therefore, the method 
will be first validated on test case (i), where the environment 
is less harsh, illumination is better, the strip velocity can be 
changed manually and the ROI of the hand mill has larger 
height/width ratio which is better suited for DIC. Afterwards 
the method will be applied to the industrial test case.

Hand Mill

A rubber strip is processed through a small-scale hand 
mill as shown in Fig. 3(a), by hand turning a lever con-
nected to the top axle. This mill is only suitable for soft 

Fig. 3  Experimental setups of the two validation test cases: (a) a 
lab-scale hand-driven mill with zoom showing the rather convenient 
optical access to the white rubber strip with speckle pattern and (b) 
a large-scale pilot mill with a zoomed in view of the processed steel 
strip with speckle pattern. Whereas the pattern quality, lighting condi-
tions and degree of surface reflection is still quite acceptable for the 
test case (a), it is clearly problematic for the harsh experimental con-
ditions of test case (b) even though much effort has been invested in 
optimizing the pattern and image quality (shown in the zoom of (b)) 
for this test case
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materials, such as ultra-pure, thin metals foils [33] or the 
2.5 mm thick rubber strip deformed in this work, because 
it is hand driven and the structure is not designed for large 
forces. Using graphite spray painting, a well-adhered black 
speckle pattern was applied on the white surface of a rubber 
strip with initial thickness of 2.5 mm, which was rolled using 
the hand mill with 40 mm diameter work rolls, yielding a 
reduced thickness of 1.87 mm (note that the rolling force 
could not be measured in the hand mill). The images were 
captured using an inexpensive dino-lite-AD7013MTL hand-
held-digital-microscope fixed and focused on the processed 
rubber strip. This camera has a 5MP sensor with a working 
distance of 150 mm, a resolution of 2592 × 1944. The frame 
rate was set to one image per second in according to the 
hand driving speed to have roughly the same displacement 
magnitude, in terms of pixels in the image, between two 
consecutive images as in test case (b). Two light sources are 
used to illuminate the strip from both sides of the camera, 
similar to the camera setup shown in Fig. 2(b), resulting in 
the image as shown in the zoomed view in Fig. 3(a).

Industrial Pilot Mill

An interstitial free steel strip is processed inside a large-
scale pilot mill with 393.4 mm diameter and 360 mm wide 
work rolls, at a Tata Steel (IJmuiden, The Netherlands), 
as shown in Fig. 3(b). The material can be cold rolled 
with varying entry and exit strip tension, velocity, fric-
tion or rolling force. Two continuous LED light sources 
(Scangrip Uniform 03.5407) located on both sides of the 
camera are pointed towards the steel strip, as can be seen 
in Fig. 3(b), which also shows an example of the obtained 
images. Due to limited accessibility, the camera and lights 
could only be placed outside the work rolls between the 
bearing chocks of the work rolls, therefore, significant 
effort was put in optimizing the illumination and camera 
settings. The images are captured using a Basler scout 
scA1400-30gm camera. This camera has a resolution of 
1392 × 1040 pixels, a working distance of 130 mm due 
to an additional lens (EDMUND Optics Techspec 50mm/
F2.0 59873) and a maximum frame rate of 25 fps, which 
was also the frame rate used in all pilot mill experiments. 
The steel strip has a thickness and width of, respectively, 
2.96 mm and 100 mm and, again, a speckle pattern was 
created using graphite spray paint. The large exerted ver-
tical force between the rolls deforms the steel strip, by 
means of cross-expansion, in out-of-plane direction, which 
results in a change of reflection in horizontal directions, 
therefore, reflection cannot be avoided in the images, as 
can be seen in the zoomed view in Fig. 3(b). Normally, 
during strip rolling, the strip is located in the center line 
of the rolls, however, because of the low working distance 

of the cameras, the strip is placed off-centric such that the 
monitored strip edge is located 30 mm away from the work  
rolls’ edges. The strips are processed using four different  
work roll forces (500, 750, 1000 and 1250 kN), three dif-
ferent entry strip tensions (10, 15, 20 kN), and four differ-
ent exit strip tensions (10, 15, 20, 30 kN), while the pro-
cessing velocity is fixed at 10 mm/s, which is much larger 
than regular DIC experiments. Therefore, the exposure 
time of the camera becomes important. It has been opti-
mized to a short exposure time of 0.6 ms, because a higher  
exposure time results in blurred images, whereas for an 
even shorter exposure time insufficient light is captured 
for the camera-lighting setup used. With this choice, the  
image blur remains limited to 0.6 pixel. For (much) higher  
strip speeds, one should realize that the accuracy 
of DIC in general start to significantly deteriorate 
from an image blur of three pixels [34]. The method  
validation was performed using the images obtained for  
the 500 kN work roll force and an entry and exit strip ten-
sion of 10 and 20 kN.

It can directly be seen that the quality of the images 
obtained from the hand mill setup is significantly better 
than that obtained from the pilot mill setup due to the sig-
nificantly larger exposure time and less restricted view. In 
addition, the deformation zone is longer for the pilot mill, 
Therefore, the number of pixels over the thickness of the 
steel strip is lower compared to the hand mill (1392 pixels 
vs 2592 pixels).

Method Optimization and Validation

First, an analysis is conducted to select the optimum kin-
ematic regularization that is rich enough to accurately 
describe the displacement field between the work rolls, 
but with as few as possible DOFs for maximum correlation 
robustness. Subsequently, the robustness of the method 
is tested by omitting a random image in the deformation 
sequence, thus requiring the algorithm to automatically 
find a twice as large displacement field by doubling the 
value for the velocity corrector, after which the uncertainty 
in the velocity corrector is analyzed. Finally, the absolute 
deviation of the horizontal and vertical displacement fields 
for increasing number of images is demonstrated.

Optimization of the Kinematic Regularization

A polynomial basis for the kinematic regularization is cho-
sen over for example a B-spline grid, because for a reason-
ably high polynomial order, the kinematic freedom should 
be sufficiently rich to properly capture the global deforma-
tion phenomena that are expected to occur in the 
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deformation zone. As visible in Fig. 3, the ROI is a long thin 
strip, therefore, from a mechanics point of view, it is obvi-
ous that the kinematic regularization does not need to be 
equally rich in thickness and length direction. In thickness 
direction, a  1st order polynomial in y (with much higher 
order in x) would capture the major deformation modes, i.e. 
compression that is uniform over the thickness but varying 
along the strip length ( �

�yy
(x)y�y ), cross-expansion along the 

length that is uniform over the thickness ( �
�xx
(x)�x ), and 

out-of-strip-plane bending around the work rolls ( �
�b
(x)y�x ), 

where the dependence of the DOFs on x (but not on y) 
shows that the magnitude of these deformation modes 
change along the strip length. This can also describe other 
possible minor deformation modes, such as rotation of the 
strip edge towards the camera. Yet, the in-plane shear strain 
may perhaps be larger close to the work rolls compared to 
the center line of the sheet, which would require (if present) 
a  2nd order polynomial description in y; this would also 
capture out-of-image-plane bulging of the strip edge. There-
fore, even though the shear strains are small, as will be 
shown below, in this work a  3rd order polynomial in thick-
ness direction is selected to be on the safe side. This also 
allows to capture unknown effects due to possible asym-
metric feed of the strip into the work rolls. On the other 
hand, in the length direction of the strip a much higher order 
regularization is required since the pressure underneath the 
work rolls varies strongly along the strip length. A higher 
order is required particularly for the hand mill because the 
rubber will elastically spring back to its “initial” thickness. 
Yet, the optimal polynomial order in length direction is not 
known a priori, therefore the effect of the polynomial order 
in x-direction is investigated, similar to what was done in 
[22, 25]. To this end, polynomials with order 4 to 12 and 
order 3 in, respectively, strip length and thickness direction 
were used to correlate the obtained images for both mills 
(60 images for the hand mill and 200 images for the pilot 
mill). Each correlation yields a full �tot

xx
 , �tot

yy
 and �tot

xy
 strain 

field (and a full vx and vy velocity field), as explained in 
Subsection 2.3 and which will be shown in Section 5. Note 
that, because it is known that a polynomial description tends 
to be less accurate at the borders of the field of view, as 
analysed in [22], a narrow border of ten pixels is removed 
from the FOV for all presented data.

To assess the effect of the polynomial order on the 
strain fields, the thickness-averaged total strain profile 
( ̄𝜖tot

xx
 , 𝜖tot

xy
 , and 𝜖tot

yy
 ) over the length of the strip for both 

mills are presented in Fig. 4.
Of course, the true strain field is not known, yet care-

ful analysis of the strain fields shows that, for both mills, a 
minimal polynomials order of 8 in length direction should 
suffice, since the solution saturates for the  8th,  9th, and  
 10th polynomial order showing an absolute difference in 

strain that is (much) less than 1%, for all strain components, 
anywhere along the strip. Interestingly, the solution starts 
to significantly deviate again for an order above 10, show-
ing physical phenomena that are highly unexpected, as can 
be seen, e.g., for the thickness-averaged total shear strain 
( ̄𝜖tot

xy
 ) of the hand mill correlated using an  11th or  12th order 

polynomial. Moreover, the magnitude and frequency of such 
unexpected, nonphysical fluctuations further increases for 
even higher polynomial degrees (not shown). This demon-
strates the importance of selecting a rich, but not too rich 
kinematic description to maximize correlation robustness. 
Therefore, a polynomial with  8th order in length direction 
seems to be the optimal choice, and is used for all the follow-
ing correlations. Hence, for both mills, a polynomial with, 
respectively,  8th and  3rd order in length and thickness direc-
tion is chosen, resulting in 60 spatial DOFs. Furthermore, 
the (field averaged) residual has been studied as a function of 
the polynomial order and shows, as expected, a continuous 
decrease up to  8th order, after which it stagnates until the 
 10th order. From  11th order and higher, the residual starts to 
increase slightly, while the number of iterations to find the 
optimal solution increases drastically. Therefore, this trend 
in the (field averaged) residual provides additional support 
to the conclusion that an  8th order polynomial in strip length 
direction appears to be optimal. Note that in a future publica-
tion [35] (where the here-proposed methodology is used as 
an established method to resolve some of the intricate details 
of the cold strip rolling process) a  4th order polynomial in 
strip length direction is used because in that work pre-rolled 
steel strips are tested, resulting in nearly perfect horizontal 
material feed and hence a more homogeneous and symmet-
ric strain field, thus requiring a lower kinematic description. 
In general, please note that the choice of the basis is not a 
critical part of the proposed methodology, and a preliminairy 
test (not shown) indicates that a set of harmonic basic func-
tions could also be made to work. However, a set of smooth 
global basis functions should be selected, because even a 
grid of (rather smooth)  6th-order B-spline basis functions 
introduced insufficient kinematic regularization for the chal-
lenging case of image correlation of strip rolling.

Robustness Analysis

With the order of the polynomial kinematic basis optimized, 
the precision and robustness with which the velocity correc-
tor, �t , can be identified is unknown. Therefore, additional 
correlations are performed in which, respectively, the 60 
and 200 images are again correlated for the hand mill and 
pilot mill case, however, for both cases the fifth image has 
been removed. Removing one of the images results in an 
approximately twice as large displacement difference for 
the image pair containing image four and six. Since the 
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velocity corrector is multiplied with the average displace-
ment field, the value of factor �4−6

t
 between image pair four 

and six should be equal to the value of �4−5
t

 plus �5−6
t

 , i.e. 
the value of �4−6

t
 in the solution should be twice that of its 

initial guess. It was found that, for both the hand and pilot 
mill image series, the solution algorithm has no problem at 
all in finding this global minimum starting from a distant 
initial guess, demonstrating the robustness of the t-IDIC 
framework.

It is also interesting to investigate the accuracy of the final 
displacement field with the fifth image omitted for the cor-
relation. The results from both mills are shown in Table 2, 
resulting in a difference of, respectively, 0.25% and 0.28% 
with or without the fifth image. Please note that the differ-
ence between �4−5

t
 and �5−6

t
 for the different image pairs of 

the hand mill is larger than the pilot mill because of the large 
variability due to manual operation.

It must be taken into account that removing one image 
changes the average deformation field as well, hence a 
small deviation will be present for all the other �t factors. 
The mean absolute difference of all �t values for the two 
correlations when the  5th image is taken out equals, 0.09% 
and 0.004% for, respectively, the hand and pilot mill. These 
small values imply that the above-mentioned difference 
between �4−5

t
+ �

5−6
t

 and �4−6
t

 corresponds to an error level 
similar to if there would only be image noise, although other 

(a) (b)

Fig. 4  Thickness averaged total strain profiles ( ̄𝜖tot
xx

 , 𝜖tot
xy

 , and 𝜖tot
yy

 ) over 
the length of the strip of, respectively, the hand mill and pilot mill 
for polynomials with orders 4 to 12 in length and order 3 in thick-
ness direction. The solution has saturated after a  8th order polynomial 

in length direction, therefore, an  8th order polynomial is used in this 
work. Note that choosing a too large order (i.e. 11 or 12) results in 
deviations from the solution

Table 2  Results from correlating 60 and 200 images for respectively, 
the hand and pilot mill, using (i) all images are used to find conver-
gence and (ii) the  5th image is taken out and convergence is again 
found. A difference of 0.25% and 0.28% is found for, respectively, the 
hand mill and pilot mill, when comparing �4−5

t
+ �

5−6
t

 versus �4−6
t

 , 
where it is noted that it remains unknown which of the two is more 
accurate. The mean absolute difference found in all the values of �t 
for the hand and pilot mill when the  5th image is taken out equals, 
respectively, 0.09% and 0.004%, which are of negligible magnitude

Hand Mill 60 images

�
4−5 = 0.767

�
5−6 = 0.821

�
4−5 + �5−6 = 1.588

5th image removed 59 images
�
4−6 = 1.585

Difference �4−5 + �5−6 and �4−6 = 0.25%
Mean difference on all �t values = 0.09%

Pilot Mill 200 images
�
4−5 = 0.959

�
5−6 = 0.959

�
4−5 + �5−6 = 1.918

5th image removed 199 images
�
4−6 = 1.923

Difference �4−5 + �5−6 and �4−6 = 0.28%
Mean difference on all �t values = 0.004%

Experimental Mechanics (2022) 62:603–625612



minor error sources may still exist. Note that the effect on 
the finally identified displacement field, i.e. �̄�tuav , will be 
much smaller as the uncertainty on �̄�t averages out with the 
square root of the amount of images are considered (e.g. for 
200 images, the uncertainty in the displacement field will be 
0.004%∕

√

200 ≈ 0.0003% ). The average deviation of 0.09% 
for the hand mill will most likely come closer to zero if an 
increased number of images were correlated, as was done 
for the pilot mill.

Accuracy Analysis

To further investigate the accuracy and robustness of the 
proposed t-IDIC method, the images obtained from both test 
cases are correlated with increasing number of images. For 
the hand mill, a total of 60 images were considered, while 
200 images were considered for the pilot mill because of the 
lower image quality. For both cases, the kinematic regulari-
zation proposed in Subsection 4.1 is used to correlate the 
obtained images. The thickness-averaged absolute average 
displacement ( uav ) deviation in x- and y-direction along the 
length of the strip for both mills are given in Fig. 5, where 
the reference trends (deviation of zero) were taken as the 
correlation with the maximum amount of images. Figure 5 
shows, for both mills, a converging trend towards a high 
accuracy solution when more images are used in the correla-
tion. For the hand mill and pilot mill the solution converges 
after, respectively, using 30 images and 100 images, hence 
a highly accurate solution is found when using, respectively, 
60 and 200 images. Note that the order of magnitude differ-
ence in the deviation between the hand and pilot mill can 
be attributed to (i) the increased pattern quality, which was 

meticulously optimized, and (ii) the much better camera 
and lens setup used during the pilot mill case (resulting in 
an increased DIC accuracy), see Fig. 3. Finally, Fig. 5(b) 
also shows that the displacement accuracy for the pilot mill 
case when correlating a 200 images series appears to be 
below 0.01 pixel, which can be considered as very good, 
considering the highly challenging imaging conditions, even 
though the spatial resolution of the strain field is (on pur-
pose) limited.

Proof‑of‑Principle Demonstrations

First the richness of the full-field results generated by the 
proposed t-IDIC methodology, i.e. the obtained residual, 
velocity fields, strain fields and surface area ratio field is 
demonstrated for the hand mill and pilot mill. Then two spe-
cific test cases are elaborated for the pilot mill by (i) varying 
the work roll pressure and (ii) the entry and exit strip ten-
sion. At last, an extension of the novel method is proposed 
in which two parallel FOVs of the deformation zone are 
correlated simultaneously, to further increase the accuracy 
of the correlation’s outcome.

Demonstration of the Richness of the Full‑Field 
Results

Hand Mill

The results from correlating 60 deformed images obtained 
using the hand mill are given in Fig. 6, with (a) showing 
the first of 60 images. The averaged residual field (r) for all 

Fig. 5  The thickness-averaged absolute average displacement ( uav ) 
deviation in x- and y-direction along the strip, where the deviation is 
assumed zero for the correlation which used the maximum number 
of images, with (a) the hand mill and (b) the pilot mill for increas-
ing amount of images used. The solution found after correlating the 

maximum number of images is chosen as a reference. A converging 
trend of the solution is visible for both mills, clearly showing that an 
increased amount of images results in a lower deviation and hence 
higher accuracy. *Note that using only two images corresponds to 
regular GDIC
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the correlated images is given in Fig. 6(b), where a pattern 
of low and high residual is found between 2 < x < 6 mm, 
which remains visible for higher order polynomials (even 
up to  12th order), hence it can be concluded that this pat-
tern results from unavoidable light reflections. Note that all 
images could be combined to create a “background image” 
in which the speckle pattern has dissapeared due to averag-
ing, thus only showing the consistently overexposed regions 
caused by reflections, while subtracting this background 
image results in background-corrected images from which 
the reflections have been mostly removed (but not com-
pletely as the reflections vary between images). However, 
using these background-corrected images does not at all 
improve the quality of the DIC correlation or the accuracy 
of the strain and velocity fields (as is logical from a theoreti-
cal point of view as background subtraction results in the 
subtraction of the same quantity on both sides of equation 
(3), thus having no effect on the correlation), whereas it does 
make the residual field more difficult to interpret. Therefore, 
the uncorrected images are used in this work.

Most excitingly, while the roll velocity of the hand-driven 
mill is fluctuating heavily, shown by the velocity corrector 

( �t ) for every image pair in Fig. 6(c), the method is still 
robust enough to properly capture the strip’s kinematics. The 
�t factor fluctuates between 0.5 and 1.5, where an �t of 0.5 
practically means that the average velocity for this image 
pair is 0.5 times the average velocity of the first image pair 
(which by default is assigned a value of �t = 1).

The average horizontal and vertical velocity fields given 
in Fig. 6(d-e) show that after the mill, the material recovers 
to its initial configuration (the horizontal velocity before and 
after the work rolls are equal). However, this doesn’t hap-
pen in a symmetric manner because the material, before and 
after rolling, is not kept horizontally by means of any strip 
tension, see Fig. 6(e), where applying a entry and exit strip 
tension is normal practice in strip rolling. It can be seen that 
the strip velocity over the thickness is not constant, which is 
attributed to the strip not being under tension, allowing the 
top half to deform more than the lower half. Processing rub-
ber strips is a special case, because of its (an-) elastic behav-
ior and spring back after the work roll, which is why there 
are two neutral points where the strip velocity equals the 
work roll velocity (upstream and downstream), see Fig. 6(d). 
Note, however, that the work roll velocity is not known for 

Fig. 6  Results for the hand mill case processing a rubber strip with 
(a) the first of 60 images, (b) the residual (r), (c) the velocity correc-
tor ( �t ) for every image pair, (d) the average horizontal velocity 
( vx =

�̄�t𝛿uav(x)⋅ex

𝛿t
 ) with the time between two images being �t ≈ 1 s, (e) 

the average vertical velocity ( vy ), (f) the incremental horizontal strain 

( �inc
xx

 ), (g) the incremental vertical strain ( �inc
yy

 ), (h) the total horizontal 
strain ( �tot

xx
 ), (i) the total vertical strain ( �tot

yy
 ), (j) the total shear strain 

( �tot
xy

= �
tot
yx

 ), and (k) the surface area ratio A∕A
0
 (i.e. determinant of 

the total 2D deformation gradient tensor F2D

tot
)
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the hand mill, therefore the precise position of the neutral 
points cannot be displayed in Fig. 6.

The incremental horizontal and vertical strain given in 
Fig. 6(f-g), very prominently show the potential of the pro-
posed method. Both the horizontal and vertical incremental 
strain are almost symmetrical in x, which can be expected 
for (an-) elastic material, even though the strains are quite 
small. This directly shows that the accuracy of the strain 
components lies far below 1%. Furthermore, the elastic 
recovery after the strip is released from the work rolls is 
clearly visible.

The total horizontal and vertical strain fields can be 
obtained since the displacement fields are known during the 
whole process (as explained in Subsection 2.3) and are given 
in Fig. 6(h-i). The �tot

xx
 field shows, as expected, an increase 

when the material is pushed through the mill, reaching a 
maximum strain of ∼25% after which the strip return to its 
initial state (i.e. �tot

xx
≈ 0 ). The fact that �tot

xx
 goes indeed back 

to zero after the rolls shows the accuracy of the method. Also 
interesting to observe is that the vertical strain is maximum 
at the contact where the pressure is applied and decreases 
towards the center where the material is able to “escape” in 
horizontal direction, therefore reducing the vertical strain. In 
contrast, the horizontal strain has its peak at the center line 
because the horizontal displacement is constrained at the top 
and bottom of the strip due to friction with the work rolls. 
The �tot

yy
 field shows that the downward bending, due to grav-

ity, of the material has a significant influence on the obtained 
field, which shows that the methodology is sensitive to strip 
tension. The total shear strain ( �tot

xy
 or �tot

yx
 ) in Fig. 6(j) shows a 

negative shear magnitude in the bottom of the material after 
the mill, which is attributed to the fact that the material is 
hanging due to gravity.

The surface area ratio A∕A0 (determinant of the total 2D 
deformation gradient tensor F2D

tot
 ) is given in Fig. 6(k). Even 

though the magnitude of �tot
xx

 , �tot
xx

 and �tot
xx

 are large, A∕A0 
remains very close to 1, as it should, which is a further con-
firmation that the method is reliable and accurate and yields 
physically correct fields. The minor fluctuations from 1 are 
attributed to the (an-)elastic out-of-plane deformation which 
of course cannot be captured with this 2D method, as 
explained in Subsection 2.3.

To conclude, for this hand mill, which lacks standard 
sensors to measure i.e. roll pressure, these results nicely 
demonstrate that the richness of the full-field data provides 
clear insights in the deformation process that far exceeds 
that of standard sensor readings. The non-ideal processing 
conditions in the experiment are even useful to show how 
complicated the (elastic) strip rolling process can be and 
how well the proposed t-IDIC method performs under such 
non-ideal conditions.

Industrial Pilot Mill

The results from correlating 200 deformed images obtained 
using the industrial pilot mill with a work roll force of 500 
kN and an exit and entry strip tension of, respectively, 10 
and 20 kN are given in Fig. 7, with (a) the first image, in 
which the entry and exit point have been identified using 
image processing, which is explained in a future publication 
[35]. The averaged residual field (r) is given in Fig. 7(b) 
and shows a region of high residual caused by unavoidable 
light reflections, which can be corrected for using the above-
proposed background correction method, but is not imple-
mented here.

The velocity corrector ( �t ) of every simultaneously cor-
related image pair is given in Fig. 7 c), showing fluctuations 
between 0.95 and 1.05, thus the pilot mills test case is clearly 
more constant than the hand mill test case. Although these 
fluctuations are smaller than the hand mill case, they are 
by no means insignificant and mainly result from camera 
timing and work roll velocity variations. Interestingly, four 
image pairs (out of 200) found velocity corrector values 
which were far outside the 0.95 < 𝛼t < 1.05 bounds due to a 
locally poor pattern quality, and were automatically removed 
from the correlation (indicated by the red crosses at value 
�t = 1.) The method is robust enough to still obtain a proper 
solution for all other images, due to the strong kinematic 
regularization (the same lower order displacement field for 
all images) that is at the heart of the correlation framework.

Figure 7(d-e) presents the average velocity fields of the 
processed steel strip. In Fig. 7(a, d, e), the neutral point has 
been identified and indicated. These velocity fields clearly 
show the compression that happens in between the work 
rolls. Interestingly, Fig. 7(e) shows that the strip first deforms 
on the top side because it is slightly pre-bent upwards result-
ing from the fact that the strip is stored on coils which is sub-
sequently guided over guiding rolls where plastic bending 
occurs. Hence the material is first pushed down by the top 
work roll until it touches the bottom roll, which is in good 
agreement with the different locations of the entry points 
of the top and bottom work roll, see Fig. 7(e). Please note 
that even though the strip is subjected to a relatively high 
entry and exit strip tension, the material is still fed under an 
angle, which was unexpected and has been very well visu-
alized by the novel proposed t-IDIC method. Additionally, 
the diameters of the used work rolls are 393.36 and 393.38 
mm, hence this minor difference could also not explain the 
non-horizontal material feed.

The incremental horizontal and vertical strain are given in 
Fig. 7(f-g), in which the asymmetry due to a non-horizontal 
material feed is clearly visible (especially in Fig. 7(g)). Both 
incremental strain fields show that the main compression 
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part occurs in between both entry points, even though the 
strains are low, providing direct evidence of the method 
accuracy. To further show the method capabilities applied 
to an industrial pilot mill, the (positive) elastic recovery 
(which is known to be small) of the strip after the exit point 
is clearly visible in Fig. 7(g).

The horizontal and vertical total strain fields are shown 
in Fig. 7(h-i). These strain fields clearly show vertical 
compression of the strip during rolling, resulting in a 
significant decrease in �tot

yy
 below 0 and an almost equally 

large increase in �tot
xx

 , corresponding to a strain state of the 
image side surface of the strip that is nearly plane strain, 
as expected. The slightly larger magnitude of �tot

yy
 on the top 

side of the strip, just after the top entry point, is attributed 
to the off-centric alignment due to non-horizontal material 
feed. In [35], the here-proposed method is employed on 
a large set of (different) pilot mill experiments, where it 
will be shown that the asymmetry can be remedied by pre-
rolling the strip to minimize the bend (without passing the 

strip and guiding roll), which confirms the validity of the 
current measurements and statements. In Subsections 5.2 
and 5.3 below, the work roll force and the entry strip ten-
sion is increased, which results in a more horizontal mate-
rial feed and hence more symmetrical strain fields, provid-
ing further confirmation. In Fig. 7(j), the shear strain ( �tot

xy
 

= �tot
yx

 ) field shows that positive and negative values are 
found for, respectively, the top and bottom half of the strip 
and approximately zero in the center. The found shear field 
is as expected, while the rolls pull the strip through the 
mill having almost symmetric shear with a zero line at the 
center of the strip.

Figure 7(k) shows the surface area ratio A∕A0 (det(F2D

tot
 )) 

which remains close to 1, resulting in a value just below 1 
downstream due to out-of-plane deformations which are not 
captured by the proposed t-IDIC method. This expected 
behavior from a mechanics point of view is further evidence 
that the method is reliable, robust and accurate enough to 
properly capture the strip’s kinematics.

Fig. 7  Results for the pilot mill case, processing a steel strip with 
a work roll force of 500 kN and an exit and entry strip tension of, 
respectively, 10 and 20 kN, with (a) the first image with the entry 
and exit points given, (b) the residual (r), (c) the velocity correc-
tor ( �t ) for every image pair, (d) the average horizontal velocity 
( vx =

�̄�t𝛿uav(x)⋅ex

𝛿t
 ) with the time between images, being �t ≈ 1

25
 s, (e) 

the average vertical velocity ( vy ), (f) the incremental horizontal strain 

( �inc
xx

 ), (g) the incremental vertical strain ( �inc
yy

 ), (h) the total horizontal 
strain ( �tot

xx
 ), (i) the total vertical strain ( �tot

yy
 ), (j) the total shear strain 

( �tot
xy

 = �tot
yx

 ), and (k) the surface area ratio A∕A
0
 (determinant of the 

deformation total 2D gradient tensor F2D
tot

 ) with the red crosses indi-
cating falsely converged images due too poor image quality or pattern 
degradation which are removed from the total correlation. The entry, 
exit and neutral points are also added
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The proposed t-IDIC methodology allows comparison 
of all the rich data fields to study the strip roll process in 
detail. For instance, investigation of the velocity and strain 
fields with respect to the position of the entry/ exit point and 
neutral point can show pre-deformation before the mate-
rial enters the work rolls. Combining this with the observed 
strip velocity gradient over the thickness, it is clear that 
the proposed t-IDIC methodology provides valuable novel 
insights of processes occurring in the deformation zone, as 
is exploited, e.g., in [35].

Case Study I: Variation of the Work Roll Force

It has been demonstrated that the proposed t-IDIC method 
allows identification of the most significant deformation 
fields and rolling parameters of a strip rolling process. The 
potential of the methodology is further demonstrated on two 
case studies. In the first case study (CS I), the work roll 
force is varied (500, 750, 1000, 1250 kN), while keeping the 
strip tension constant at 10kN and 20 kN for, respectively, 
the entry and exit strip tension and the rolling velocity is 
kept at 10 mm/s. All used and obtained processing condi-
tions and parameters are given in Table 3, in which the entry 
( vin ), the work roll ( vroll ), and the exit velocity ( vexit ), each 
logged using an in-built velocity sensors are given. The exit 
thickness is determined using (i) the mass flow equation, i.e. 
vintin = vouttout ( tMF ) and (ii) the average vertical strain after 
the exit point ( tDIC ) and applied to the initial strip thickness 
(2.96 mm). Table 3 also shows the surface area ratio with 
standard deviation considering all data points after the exit 
point ( A∕A0 ), and the horizontal position of the neutral point 
with respect to the exit point position ( xnp).

The difference between tMF and tDIC can be explained by 
the possibility that the strip already deforms before the FOV, 

implying that capturing the strip before the deformation zone 
may be significant, as is done in Section 5.4. Table 3 shows 
that, as expected, a larger work roll force results in a larger 
reduction in exit thickness, a reduction in vin , and the neutral 
and exit point shift closer to each other, all of which show 
an expected monotonic trend, confirming the reliability of the 
method. Furthermore, the surface area ratio after the exit point 
is just below 1 for each work roll force, further supporting the 
reliability of the obtained data. The full-field results for the dif-
ferent work roll forces are given in Fig. 8. An increased work 
roll force results in a larger thickness reduction (see Table 3), 
which subsequently results in a larger contact area and lower 
entry velocity and slightly higher exit velocity, as can be seen 
in the horizontal velocity ( vx ) fields presented in Fig. 8(a).

For each work roll force, the entry and exit points and 
neutral point are computed and shown. An increasing work 
roll force results in a larger distance between the neutral 
point and the entry point, which is expected because the 
larger thickness reduction, a larger torque must be transmit-
ted through the interface, leading to an increased backward 
slip zone. Furthermore, the vertical velocity ( vy ) fields 
show a larger negative velocity after the first entry point 
for an increased work roll force, which results in a more 
horizontal material feed. This can also be seen in the strains 
fields given in Fig. 8(c-e). The gradient in the low total 
vertical strain ( �tot

yy
 ) over the thickness of the strip, which is 

caused by the pre-bending prior to rolling disappears for an 
increasing work roll force, as this pre-bending occurs more 
outside the FOV and can thus not be taken into account 
in the total strain calculation. Furthermore, an increase in 
the magnitude of the total horizontal strain ( �tot

xx
 ) and total 

vertical strain ( �tot
yy

 ) is visible for increasing work roll force 
as expected. The total shear strain ( �tot

xy
 ) shows that the pro-

cess becomes more homogeneous throughout the FOV for 
increasing work roll force, i.e. the strain gradients reduce. 

Table 3  Processing settings along with obtained properties and 
parameters for case study I (variation of the work roll force) and case 
study II (variation of the strip tension). The entry ( vin ), work roll ( vroll 
and exit velocity ( vexit ) are measured using built-in velocity sensors. 
The exit thickness is determined by means of mass flow conserva-
tion, i.e. vintin = vouttout ( tMF ) and by using the average total vertical 

strain after the exit point to the initial thickness ( tDIC ). The average 
surface area ratio after the exit point ( A∕A

0
 ), and the horizontal posi-

tion of the neutral point with respect to the exit point ( xnp ) are given. 
The standard deviation of A∕A

0
 is determined by considering all data 

points to the right of the exit point

Fentry - Fexit [kN] Froll [kN] vin [mm/s] vroll [mm/s] vexit [mm/s] tMF [mm] tDIC [mm] A∕A
0
 [-] xnp [mm]

CS I 10 - 20 500 8.875 9.93 10.367 2.534 2.535 0.9995 ± 0.0017 5.37
10 - 20 750 8.466 10.01 10.589 2.367 2.466 0.9981 ± 0.0016 5.27
10 - 20 1000 7.940 9.89 10.500 2.238 2.396 0.9975 ± 0.0025 5.15
10 - 20 1250 7.680 9.94 10.629 2.139 2.214 0.9970 ± 0.0032 5.01

CS II 10 - 10 750 8.458 9.97 10.449 2.396 2.561 0.9961 ± 0.0027 6.06
10 - 20 750 8.335 9.90 10.398 2.373 2.560 0.9961 ± 0.0026 5.92
10 - 30 750 8.387 9.95 10.514 2.361 2.493 0.9958 ±0.0030 5.85
15 - 15 750 8.340 9.86 10.363 2.382 2.565 0.9980 ± 0.0024 6.02
20 - 10 750 8.470 9.95 10.417 2.407 2.525 0.9972 ±0.0022 5.89
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Finally, the surface area ratio ( A∕A0 ) is very close to 1 for 
all tests, clearly showing that the results are reliable.

Case Study II: Variation of the Strip Tension

In the second case study (CS II), the influence of the entry 
and exit strip tension is investigated. Controlling the strip 
tension during cold rolling is important to achieve stable 
rolling, reduce work roll force and ensure strip quality. The 
entry and exit strip tension ( Fentry and Fexit ) is varied to 10 
- 10, 10 - 20, 10 - 30, 15 - 15 and 20 - 10 kN, while the 
work roll force and velocity is kept constant at, respectively, 
750 kN and 10 mm/s. All used and obtained processing 

conditions and parameters are given in the bottom of 
Table 3. Table 3 shows that an increase of the exit and entry 
tension results in, respectively, a decrease and increase of the 
thickness reduction according to the values of tMF and tDIC.

The full-field results for the different strip tension combi-
nations are given in Fig. 9. Increasing the tension at the exit 
results in a larger strip velocity at the entrance and therefore 
the neutral point, indicated in Fig. 9(a-b), shifts towards 
the entry. For increasing entry tension the opposite holds, 
i.e. the strip velocity decreases and the neutral point shifts 
towards the exit. When increasing both strip tensions in the 
fourth test (of CS II), the neutral point stays approximately 
at the same position compared to the first test. The average 

Fig. 8  Results for the pilot mill case using different work roll forces 
(500, 750, 1000, 1250 kN) and constant strip tension (10 - 20 kN), 
with (a) the average horizontal velocity ( vx ), (b) the average verti-
cal velocity ( vy ), (c) the total horizontal strain ( �tot

xx
 ), (d) the vertical 

strain ( �tot
yy

 ), (e) the shear strain ( �tot
xy

 ) and (f) the the surface area ratio 
( A∕A

0
 ). Significant rolling parameters, notably the entry, exit and 

neutral point, are indicated in (a-b), showing that their location shifts 
towards the entry for increasing work roll force
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vertical velocity given in Fig. 9(b) can reveal novel insights 
on the symmetry of the rolling process and the influence of 
the entry and exit tension. For an entry tension of 10 kN, 
the strip first touches the top work roll, resulting in a slight 
downwards bending before rolling (as seen previously), 
this downwards bending was also visible for the tests with 
increasing exit strip tension. When increasing the entry 

tension (to 15 or 20 kN), a more horizontal material feed 
is realized, resulting in a decreased vertical velocity gradi-
ent, as shown in Fig. 9(b), which in turn results in a more 
symmetrical total vertical strain ( �tot

yy
 ) as shown in Fig. 9(d). 

Furthermore, as expected, an increase in entry and/or exit 
strip tension results in a larger total horizontal strain ( �tot

xx
 ) 

as shown in Fig. 9(c). The total shear strain fields given in 

Fig. 9  Results for the pilot mill case using different strip tension com-
binations ( Fentry − Fexit : 10 - 10, 10 - 20, 10 - 30, 15 - 15, 20 - 10 kN), 
with (a) the average horizontal velocity ( vx ), (b) the average vertical 
velocity ( vy ), (c) the total horizontal strain ( �tot

xx
 ), (d) the total vertical 

strain ( �tot
yy

 ), (e) the total shear strain ( �tot
xy

 ) and (f) surface area ratio 
( A∕A

0
 ). An increase in exit strip tension results in the neutral point 

shifting towards the entry, an increase in entry tension shifts the neu-
tral point to the exit. A larger entry strip tension promotes a more 
horizontal feed of the material, resulting in a more symmetric rolling 
process. Note that the images in this case study (CS II) were captured 
approximately 4.5 mm to the left than CS I
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Fig. 9(e) show that increasing the tension at the entry results 
in straightening the material which decreases the bending 
and shear magnitude in the material. Therefore, all these rich 
data fields show the expected physical behavior, which is 
supported by the surface are ratio ( A∕A0 ) given in Fig. 9(f), 
which remains very close to 1 over all five ROIs. This data 
can now be used to quantitatively investigate the strip rolling 
process in more detail than was ever possible before.

Further Improving the Resolution

From the above analysis, it can be seen that the proposed 
camera setup is not completely ideal, as the deformation 
zone is much longer than high and pre-bending already (par-
tially) occurs outside of the FOV. For DIC, sufficient pixels 
are required in the thickness direction, however, due to the 
rectangular pixel grid of the camera (1394 × 1040), this will 
result in a FOV that does not include the complete length of 

the deformation zone. Hence, here, an extension of the above 
proposed t-IDIC methodology is explored in which the full 
deformation zone is split in multiple side-by-side images 
captured consecutively with a single camera. Of course, 
it is possible to correlate these side-by-side image series 
separately and afterwards combine them into one deforma-
tion field, but this will give significant errors at the stitching 
line(s) because the continuity of the deformation field is not 
enforced. It is, therefore, preferred to correlate the side-by-
side images simultaneously to obtain one continuous wide-
field displacement field with a higher spatial resolution. A 
significant obstacle is that the rolling velocity is (slightly) 
different for each image and the pattern can not precisely be 
traced by just stitching the images.

However, these two obstacles can be avoided in the pro-
posed t-IDIC framework by using a separate velocity cor-
rector for each side-by-side image pair while connecting 
them to one wide-field deformation field for the different 

Fig. 10  Improved results for the pilot mill case with (a) the original 
image reconstructed from two overlapping images with entry and 
exit points given, (b) the residual field of the front image and (c) the 
residual field of the back image, (d) the average horizontal velocity 

( vx ), (e) the average vertical velocity ( vy ), (f) the incremental horizon-
tal strain ( �inc

xx
 ), (g) the incremental vertical strain ( �inc

yy
 ), (h) the total 

horizontal strain ( �tot
xx

 ), (i) the total vertical strain ( �tot
yy

 ), (j) the total 
shear strain ( �tot

xy
= �

tot
yx

 ), and (k) the surface area ratio A∕A
0

Experimental Mechanics (2022) 62:603–625620



side-by-side image sets. This is studied by capturing the 
complete ROI using one image series (left ROI) to capture 
the front and one image series (right ROI) to capture the 
back of the deformation zone, as shown in Fig. 10(a-c). 
During the computation of the single deformation field, two 
residual fields exist, each with their own velocity corrector. 
If these two sets are correlated by simply adding the extra 
images, the residual in the overlap region is doubled, giv-
ing this area twice the weight, which is unwanted. To solve 
this issue, in the overlap area, the effect of the residual from 
the front image is scaled gradually to 0 (i.e. linear in space) 
while the opposite linear scaling from 0 to 1 is used for 
the residual of the back image, in the spirit of partition of 
unity. With this new formulation only the overlap area in the 
images is needed as input to the extended t-IDIC algorithm 
to correlate all (e.g. 200) front and back images simultane-
ously resulting in one wide-field deformation field for the 
whole process zone. Note that this concept does not need to 
be limited to two images (i.e. one front and one back image), 
but can be extended to as many ROIs as deemed necessary, 
and these ROIs could also be stacked vertically if required.

This novel idea is tested using a work roll force of 750 kN 
and 10 and 20 kN entry and exit strip tension. In Fig. 10 the 
results from the correlation are shown. Careful inspection 
shows that both the average horizontal and vertical velocity 
field can be slightly better captured than before by taking 
advantage of the resolution in the strip thickness direction. 
In comparison to the standard case in Fig. 7, the neutral 
point stays at virtually the same position, however, since 
the exit side has been captured more accurately with less 
acquisition noise present, a more evenly distributed total 
horizontal and vertical strain fields at the exit are revealed.

Conclusion

Conventional image correlation algorithms fail at the task 
of accurate full-field characterization of the velocity and 
especially the strain fields in the deformation zone during 
the strip rolling process, due to a combination of harsh 
environment, non-ideal imaging conditions, high strain 
rate, poor speckle pattern for image correlation algorithms 
and unavoidable light reflections. Therefore, in this paper, 
a novel time-Integrated Digital Image Correlation (t-IDIC) 
framework has been derived that can handle the above-
mentioned challenging processing and imaging conditions. 
The method allows robust and accurate identification of 
the most important rolling parameters, including, e.g., 

the neutral point, entry and exit point, and, most impor-
tantly, generates high-quality full-field velocity ( vx and 
vy ) and strain ( �xx , �xy and �yy ) maps of the deformation 
zone between the work rolls, as well as important deriva-
tives such as the determinant of the deformation gradient 
tensor. Therefore, this method enables the validation and 
falsification of current strip roll models and simulations 
by analysis of the velocity and strain fields as a function 
of key input parameters, such as work roll velocity, work 
roll force and entry and exit strip tension.

The novel t-IDIC algorithm is significantly more accu-
rate and robust than other image correlation algorithms 
by fully utilizing the knowledge of continuous recurring 
material motion and by simultaneously correlating mul-
tiple (even hundreds) image pairs to obtain one averaged 
deformation field. Correlation robustness and accuracy is 
further increased by correcting the deviations in the defor-
mation field between the consecutive images by introduc-
ing a unique velocity corrector for each image pair.

The method has been demonstrated on two very dif-
ferent strip rolling cases, i.e. processing of a rubber strip 
using a small-scale hand-driven mill and a steel strip rolled 
in a large-scale pilot mill. A validation was done by first 
determining the best order of the kinematic regularization 
used to describe the true displacement field, after which 
the high robustness has been proven by taking out a ran-
dom image from the image sequence resulting in a negligi-
ble error. At last, it was demonstrated that a large number 
of images is crucial to achieve the very high accuracy in 
the determination of the displacement fields.

The influence of the work roll force and the strip ten-
sion on the obtained full-field data for the pilot mill was 
then investigated on two proof-of-principle case studies. 
The velocity fields clearly showed that the rolling process 
occurs in an asymmetric manner, while the three strain 
fields provide great quantitative insight into the degree 
and character of this asymmetry, which was attributed to 
a non-horizontal feed of the material to the work rolls, 
because the strip was stored on coils. This was a surpris-
ing result, while multiple practical consideration were 
taken into account, i.e. increased entry and exit strip ten-
sion, to realize a horizontal material feed. Additionally, it 
was found that asymmetric feed can be partially remedied 
by increasing the entry strip tension and work roll force, 
resulting in alignment of the strip towards the horizontal 
axis. Hence, the proposed t-IDIC method was found to 
be highly sensitive measurement tool for detecting non- 
symmetrical deformations. At last, a clear increase in 
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distance between the neutral and entry point was found 
for increasing work roll force.

Finally, as the obtained images in the deformation zone 
are far from ideal, an improved version of the method is 
proposed in which the deformation zone is captured using 
multiple separate (larger magnification) images next to 
each other instead of one image that covers the complete 
work roll width, to increase the number of pixels in thick-
ness and width direction. These partial images series are 
subsequently simultaneously correlated to obtain a con-
tinuous deformation field over a larger (high resolution) 
FOV. A preliminary test revealed that this extension to 
the t-IDIC would further improve the quality and spatial 
resolution of the velocity and strain field. In all conclu-
sion, the proposed t-IDIC method enables highly robust 
and accurate measurement of the full-field behavior of a 
strip during rolling processes which reveals novel insights 
in the material behavior and, additionally, the method 
can easily be adapted and applied to other material flow 
problems.

Appendix A: One‑Step Linearization 
of the Time‑Integrated DIC Framework 
for Recurring Material Motion

In this appendix, the minimization of the non-linear brightness 
conservation equation of the here-proposed time-integrated 
IDIC framework is derived in a consistent mathematical set-
ting, through a one-step linearization following the work of 
Neggers et al. [16], in order to arrive at a (modified) Gauss-
Newton iterative optimization scheme that can be easily solved 
numerically.

The derivation starts from the minimizing (with respect to 
the DOFs, �

∼n
 ) of the object function, Ψ(�

∼n
) , in which the 

L2(Ω)-norm of the image residual, rt(x) , is summed over each 
of the Npx pixels in the region of interest, Ωs , of each of the tdof  
images that are simultaneously correlated: 

where the image residual is the violation of the brightness 
conservation, which is a function of the position vector x:

(13)�
∼

opt

n
= argmin

�
∼n

{Ψ(�
∼n
)}

(14)Ψ(�
∼n
) =

tdof
∑

t=1

Npx
∑

Ωs

1

2
(rt(x))

2,

(15)rt(x, �
∼n
) = gt−1(x) − gt(x)◦�t

(x, �
∼n
).

Here, �
t
(x, �

∼n
) is the approximate, regularized mapping 

function of the incremental deformation between consecu-
tive images. As motivated in Sec. 2, the magnitude of the 
incremental deformation will never be exactly the same for 
each image pair. Therefore, in the t-IDIC framework, the 
averaged incremental displacement vector field, �u

av
(x) , 

which is defined to be equal for all image pairs, is multiplied 
with a scalar ‘velocity corrector’, �t , that is unique for each 
image pair, constituting to:

The object function is minimized with respect to all 
DOFs, �

∼n
= [ �

∼s
�
∼t

]T , which contains the spatial DOFs, �
∼s

 , 
and temporal DOFs, �t . The relation between the spatial, 
temporal, and combined DOFs is defined by, respectively, 
set S = {n ∶ 1 ≤ n ≤ sDOF} , set T = {n ∶ sDOF + 1 ≤ n ≤
sDOF + tDOF} , and set N = {n ∶ 1 ≤ n ≤ nDOF} = S ∪ T  , 
with sDOF , tDOF and nDOF being, respectively, the number of 
spatial, temporal, and combined DOFs. The system of equa-
tions is closed by the choice for a spatial regularization of 
the averages incremental displacement vector field, e.g. the 
user may choose a polynomial basis:

Minimization of object function, Ψ(�
∼n
) , corresponds to 

equating its derivative with respect to the DOFs, Γn(�
∼n
) , to 

zero:

This non-linear system of equations is linearized and 
solved using a Gauss-Newton algorithm. During each itera-
tion, i, the new DOFs, �

∼

i+1

n
 , is predicted from of the current 

DOFs, �
∼

i

n
 , and the iterative update, ��

∼n
 , i.e.

resulting in,

which can be written in matrix form as,

(16)�
t
(x, �

∼n
) = �

t
(x, �

∼s
, �t) = x + �t�uav(x, �∼s

).

(17)�u
av
(x, �

∼n
) =

2
∑

�=1

n
∑

i=0

m
∑

j=0

�s,� ijx
iyje

�
.

(18)∀n ∈ [N], Γn(�
∼

opt

n
) =

�Ψ

��n

(�
∼

opt

n
) = 0.

(19)�
∼

i+1

n
= �

∼

i

n
+ ��

∼n
,

(20)

∀n ∈ [N], Γn(�
∼

i+1

n
) = 0 ⇒ Γn(�

∼

i

n
) +

�Γn

��
∼n

(�
∼

i

n
)��

∼n

= Γn(�
∼

i

n
) +

nDOF
∑

m=1

�Γn

��m

(�
∼

i

n
)��m = 0,
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The so-called ’right-hand member’, b
∼
 , is given as, ∀n ∈ [N]

,

where the chain rule has been applied. The last term can be 
found by applying the chain rule again:

Here G
t
 is the (true) image gradient of the deformed image, 

which is often approximated in the literature by the image 
gradient of the reference image at the expense for correlation 
robustness, as discussed in detail in Ref. [16], however, here, 
the (true) image gradient computed at the deformed posi-
tions, grad(gt)◦�t

(x, �
∼

i

n
) , is used. The second term on the 

right is the derivative of the mapping function, �
t
 , to the 

DOFs, which constitutes the set of basis functions, �
n
 , the 

form of which depends on whether �
t
 is derived to �t or �s . 

Therefore, the basis functions are displayed with superscript 
’st’, i.e. �st

n
 , to emphasize the possible spatial or temporal 

character of the basis functions, i.e.:

where �s

n
 are the spatial basis functions (e.g. polynomial 

functions), resulting in matrix b
∼
 being written as,

(21)� ⋅ ��
∼n

= b
∼

with

⎧

⎪

⎪

⎪

⎨

⎪

⎪

⎪

⎩

� =

⎡

⎢

⎢

⎢

⎢

⎢

⎣

M11 ⋯ M1n ⋯ M1nDOF

⋮ ⋮ ⋮

Mm1 ⋯ Mmn ⋯ MmnDOF

⋮ ⋮ ⋮

MnDOF1
⋯ MnDOFn

⋯ MnDOFnDOF

⎤

⎥

⎥

⎥

⎥

⎥

⎦

and Mmn =
�Γn

��m

(�
∼

i

n
),

b
∼
= [b1, b1, ..., bnDOF ]

T and bn = −Γn(�
∼

i

n
).

(22)

bn = −Γn(�
∼

i

n
) = −

�Ψ

��n

(�
∼

i

n
),

= −

tDOF
∑

t=1

Npx
∑

Ωs

2

rt(x,�
∼

i

n
)

⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞⏞

[gt−1(x) − gt(x)◦�t
(x, �

∼

i

n
)]

�[gt◦�t
]

��n

(x, �
∼

i

n
),

(23)
∀n ∈ [N],

�[g◦�
t
]

��n

= grad(gt)◦�t
⏟⏞⏞⏞⏞⏟⏞⏞⏞⏞⏟

G
t

⋅

��
t

��n
⏟⏟⏟

=�st

n

.

(24)
∀n ∈ [S], �st

n
=

��
t

��n

=
��

t

��s

= �t

�(�u
av
)

��s

= �t�
s

n
,

∀n ∈ [T], �st

n
=

��
t

��n

=
��

t

��t

=

{

�u
av
for n = t,

0 for n ≠ t,

(25)

∀n ∈ [N], bn = −2

tDOF
∑

t=1

Npx
∑

Ωs

rt(x, �
∼

i

n
) G

t
(x, �

∼

i

n
) ⋅ �st

n
(x, �

∼

i

n
).

Matrix � is the derivative of matrix b
∼
 to �

∼n
 , i.e. � =

�b
∼

��
∼n

 

with Mmn =
�bn

��m

 , this results into the three separate matri-
ces, written as,

which can be rewritten as: ∀(m, n) ∈ [N]2,

Expanding �a in the same way as b
∼
 , yields

In the second term, �b , the derivative of G
t
 with respect 

to the DOFs changes to, ∀m ∈ [N],

resulting in Mb
mn

 as,

In contrast to a Global Digital Image Correlation frame-
work with a choice for a standard orthogonal kinematic 
basis, in the t-IDIC framework the shape functions are 
not linearly independent, therefore, matrix �c cannot be 
neglected. This results in the following four cases for the 
double derivative of the mapping function that is inserted 
in �c:

(26)� = �
a +�

b +�
c,

(27)Ma
mn

= −2

tDOF
∑

t=1

Npx
∑

Ωs

�rt

��m

(x, �
∼

i

n
) G

t
(x, �

∼

i

n
) ⋅

��
t

��n

(x, �
∼

i

n
),

(28)Mb
mn

= −2

tDOF
∑

t=1

Npx
∑

Ωs

rt(x, �
∼

i

n
)

�G
t

��m

(x, �
∼

i

n
) ⋅

��
t

��n

(x, �
∼

i

n
),

(29)Mc
mn

= −2

tDOF
∑

t=1

Npx
∑

Ωs

rt(x, �
∼

i

n
) G

t
(x, �

∼

i

n
) ⋅

�
2
�
t

��m��n

(x, �
∼

i

n
)

(30)

Ma
mn

= −2

tDOF
∑

t=1

Npx
∑

Ωs

�
st

m
(x, �

∼n
) ⋅ G

t
(x, �

∼n
) G

t
(x, �

∼n
) ⋅ �st

n
(x, �

∼n
).

(31)
�G

t

��m

= grad(grad(gt))◦�t
⋅

��
t

��m

= G
t

⋅

��
t

��m

,

(32)

Mb
mn

= −2

tDOF
∑

t=1

Npx
∑

Ωs

rt(x, �
∼n
) G

t

(x, �
∼n
) ⋅ �st

m
(x, �

∼n
) ⋅ �st

n
(x, �

∼n
).

Experimental Mechanics (2022) 62:603–625 623



which concludes the derivation of the iterative Gauss- 
Newton optimization scheme for the minimization of the 
non-linear brightness conservation [16]. Solving Eq. 21 
yields the update of ��

∼n
 for each iteration i and, consequently 

at convergence, the optimal (average) incremental displace-
ment field.

In summary, in the here-proposed t-IDIC framework, both 
matrices � and b

∼
 have been extended to include the added 

DOFs from the velocity corrector. If, however, only one image 
pair is correlated, then the t-IDIC framework converges to (the 
one-step linearized) GDIC framework derived in [16].

Practical considerations:
First, �b contains the second gradient of the image, which 

is highly sensitive to noise, thereby increasing the possibil-
ity that the correlation converges at a local minima instead 
of the global minimum. Therefore, to improve correlation 
robustness, the choice is made to neglect �b , resulting in a 
modified Gauss-Newton iterative scheme:

Second, during strip rolling processes, large deformations 
are expected, while severe noise is unavoidable due to the pro-
cessing environment. For similar challenging conditions in 
terms of convergence, it was demonstrated in [16] that the cor-
relation robustness can be improved by mixing the true image 
gradient, grad(gt)◦�t

(x, �
∼

i

n
) , with the image gradient of the 

reference image. The rational behind this alteration to the 
Gauss-Newton framework is that (i) the true image gradient can 
be written in terms of the back-deformed image, g̃i

t
(x, 𝜆

∼

i

n
) , and 

the incremental deformation gradient tensor, �F(x, �
∼

i

n
) , yielding 

grad(gt)◦𝜙t
(x, 𝜆

∼

i

n
) = grad(g̃t) ⋅ 𝛿F

−T and (ii), at each iteration, 
the back-deformed image converges to the reference image and, 
therefore, at the converged solution the image gradient of the 
back-deformed image, grad(g̃i

t
) , should be equal to the image 

gradient of the reference image, grad(gt−1) . By combining the 
true image gradient with the final image gradient at the solution, 
the truncation error of the linearization of the pattern is reduced, 
while the noise is further attenuated by the averaging of both 
image gradients. For this reason, in the here-proposed t-IDIC 
framework this mixed image gradient is used:

(33)

�
2
�
t

��n��m

= 0, ∀m ∈ [S],∀n ∈ [S],

=

{

�
s

m
for n = t,

0 for n ≠ t
, ∀m ∈ [S],∀n ∈ [T],

=

{

�
s

n
for m = t,

0 for m ≠ t
, ∀m ∈ [T],∀n ∈ [S],

= 0, ∀m ∈ [T],∀n ∈ [T],

(34)� = �
a +�

c.
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