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Mass transfer at gas evolving electrodes* 

L. J. J. J A N S S E N ,  E. B A R E N D R E C H T  

Department of Chemistry, Laboratory for Electrochemistry, Eindhoven University of Technology, 
PO Box 513, 5600 MB Eindhoven, The Netherlands 

Received 24 September 1984 

A new convection-penetrat ion model for mass transfer of  indicator ions to a gas-evolving electrode 
with forced convection of  solution is described theoretically. It has been found that the mass transfer 
of  indicator ions to a gas-evolving electrode can be described well by the new model. The contribution 
of  an oxygen bubble departing from the electrode surface to the mass transfer is much greater than the 
contribution of  a departing hydrogen bubble. 
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ion i (m s -I ) Rd, m 

mass transfer coefficient of  the indicator 
ion i obtained by extrapolation of  ki/i RS, d 
curve (m s - I )  
mass transfer coefficient of  the indicator s 
ion i at forced convection in absence of  
gas bubble evolution (m s -1 ) 
mass transfer coefficient of  the indicator t 
ion i in convectionless conditions for the td 
part of  electrode surface from which a tl 
bubble had departed (m s  -1 ) T 
average value of  k[ for period t d (m s -1 ) vg 
mass transfer coefficient of  the indicator Vg,b 
ion i at forced convection for the part 
of  electrode surface from which a bubble v ~ 

had departed (m s -1) 
average value of  k), i for period tl (m s -1 ) 
average value of  k'f, i for period td (m s -1 ) 
mass flux density of  the indicator ion i 
(mol m -2 s) 
number of  detached bubbles per unit 
surface area and time (cm -2 s -1) 
number of  bubbles on a picture or on a 
part of  a moving film (1) 
number of  electrons, involved in the 
reaction to form one molecule of  a 
species (1) 
a proportionality factor 
average radius of  departed bubbles; 
bubble radius (m) 
radius of  the departed bubble i (m) 
maximum radius of  departed bubble 
m (m) 
Sauter bubble radius; Rs,  d = 3Vd/4A d 
(m) 
fraction of  electrode surface coming into 
contact with fresh bulk electrolyte in 
period td (1) 
time (s) 
bubble cycle time (s) 
time Difirk2f, i (s) 
temperature (K) 
volumetric gas production rate (m s -1) 
volumetric production rate of  gas bubbles 
(m s -1 ) 

volumetric production rate of  gas bubbles 
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when all the gas is evolved as bubbles 
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average volume of  departed bubbles; 

Subscripts 
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fi 
fo 

average value 
bubbles 
detached bubble 
electrode; extrapolated 
forced convection 
ferricyanide ion 
ferrocyanide ion 

1. Introduction 

The mass transfer of  indicator ions to a gas- 
evolving electrode in natural convection has 
been thoroughly investigated and various mass 
transfer models are available [1-6] .  However, 
only a few empirical correlations [7, 8] are 
available to calculate the mass transfer coefficient 
for a gas-evolving electrode with forced convection 
of  bulk solution. The main purpose o f  this study 
is to present a model to predict the mass transfer 
of  indicator ions to a gas-evolving electrode with 
superposition of  hydrodynamic flow of  the 
solution. The proposed model is a modification 
of  the coalescence model given by Janssen and 
van Stralen [4]. 

2. Theory 

The rate of  mass transfer of  indicator ions to a 
gas-evolving electrode is described by a new model 
in which only the detaching bubbles are taken 
into consideration. This means that the adhered 
bubbles have no influence upon the rate of  mass 
transfer. 

The formation, growth and detachment of  a 
bubble on a site of  the electrode surface requires 
a time t d. On the same site this phenomenon 
is constantly repeated. When a bubble departs 
from a site on the electrode surface it is assumed 
that an electrode surface area  adA d comes into 
contact with fresh bulk electrolyte having a bulk 
concentration of  indicator ions, el, where A d is 
the cross-section o f  a detached bubble and ad 
is a constant factor. To calculate the mass transfer 
coefficient the following additional simplifi- 

~Tg 

bubble volume (m 3 ) 
volume of  1 mol gas; 24.4 x 10 -3 m 3 
at 298 K(m 3 tool -1) 

efficiency of  gas bubble evolution (%) 

g gas 
H hydrogen 
i indicator ion i 
m maximum 
0 oxygen 
s solution 

cations are made: 

the radius, the cross-section and the volume of  
all detached bubbles are constant, 

the distribution of  the bubble-departure sites 
across the electrode surface is uniform, 

the bubble cycle time, ta, is equal for all 
electrode sites, 

the detaching and rising bubbles induce no 
solution flow except the flow necessary for 
refreshment of  solution at the electrode surface, 

no effect of  migration o f  indicator ions is 
considered. 

From the rate of  volumetric gas bubble formation 
per unit surface area, Vg, b , and the volume V d 
o f  a detached bubble it follows that the number 
of  detached bubbles per unit surface area and time 
is given by 

N = Vg, b/Vd (1) 

Since the density of  sites from which bubbles 
depart, d, is equal to Ntd,  the fraction of  electrode 
surface coming into contact with fresh bulk 
electrolyte in a period t d is given by 

s = NtdadAd (2) 

First, the effect of  forced convection on the mass 
transfer coefficient is discussed separately for 
a bubble-free surface and then an electrode surface 
from which bubbles detach is treated. 

For a bubble-free electrode surface under 
forced convection the mass transfer coefficient 
is given by k~, i. Consequently, for the fraction 
1 -- s of  the electrode surface not in contact 
with fresh bulk electrolyte the mass transfer 
coefficient is equal t o  kLi .  For the fraction s of  
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electrode surface in contact with fresh bulk 
solution, the calculation of  the average mass 
transfer coefficient is complicated. During the 
bubble cycle the mass transfer coefficient directly 
after bubble detachment is greater than kf, i and 
becomes equal to kf, i after a certain time h .  

The solution in the diffusion layer is regarded 
as convectionless. From the well-known Cotrell 
relation it follows that for semi-infinite linear 
diffusion the mass transfer coefficient, k[, is 
given by 

I t-,i/21 1/2-2/2 ki = L'i /Tr r (3) 

Since k '  i at t l  is also equal to kf, i, it can be shown 
that 

t 1 = Di/Trk2f,  i ( 4 )  

The bubble cycle time td is divided into two parts, 
namely, tl and td -- t l .  For the fraction s of  the 
electrode surface and assuming the bubble cycle 
time is greater than t l ,  the mass transfer coef- 
ficient during time t d -- tl is given by kf, i and 
the average mass transfer coefficient during time 
tt by  

k ~ , i , a  --- ~1, ' :  1 k~dt (5) 

By substitution of  k~, using Equation 3, into 
Equation 5 and after integration it follows that 

k~,i, a = 2D~/Z/rrl/2tl/2 (6) 

The mass transfer coefficient averaged over one 
bubble cycle is given by 

k'~,i, ~ = kf'i 'ah + k~ ' i ( ta- t l )  (7) 
td 

From Equations 4, 6 and 7 it is found that 

k ~ , i , a  * = k f , i  + D ~  (8) 
7rkf,itd 

The total mass transfer coefficient for a gas- 
evolving electrode under forced convection is 

k i = k f , i ( 1 - - s ) + k f , i , a  * s  (9) 

From Equations 8 and 9 it follows that 

Dis 
k i = kf, i T  - -  (10) 

7rkLitd 

and from Equations 1,2 and 9 that 

ki = kf, i -} DiadAdVg'b (11) 
lrkf,iVd 

The first term of  Equation 11 incorporates the 
mass transfer in forced convection and in the 
absence of  gas bubble formation;the second term 
gives the contribution caused by detached bubbles. 

3. Results 

3.1. Parameters characterizing the behaviour of 
bubbles and efficiency of gas bubble formation 

In order to characterize the bubble behaviour 
the following parameters have been determined 
from pictures of  a certain region just above the 
top of  the working electrode: radius of  bubble 
i, Rd,i, average bubble radius, Rd, average bubble 
cross-section, Ad, average bubble volume, Va, 
and Sauter bubble radius, Rs ,  d = 3Vd/4A a. 
The experimental details are given in a paper 
by Janssen and Barendrecht [9]. 

For oxygen bubbles the Sauter bubble radius 
determined using high speed cine photography 
is shown as a function of  current density io at 
various bulk solution flow velocities in Fig. 1. 
From high speed films also the volumetric rate 
Vg,b of  gas bubble evolution has been determined. 
From this rate and the theoretical one, namely, 
v ~ = nFigVM where VM is the volume of  1 tool 
of  gas (V M = 24.4 x 10 -a m a mo1-1 at 298K),  the 
efficiency of gas bubble evolution r?g = 100 Vg,b/V~ 
is calculated. 
In Fig. 1 rTg is presented as a function of  current 
density io at various bulk solution flow velocities. 
The results of  Fig. 1 are remarkable; only about 
one half of  the oxygen formed is evolved in the 
form of  bubbles and the rest is transported in 
the dissolved condition from the electrode surface. 

For hydrogen bubbles the Sauter bubble radius 
is plotted as a function of  current density iH for 
a bulk solution flow velocity of  0.12 m s -1 in 
Fig. 2. This figure shows the efficiency of  gas 
evolution as a function o f  current density iH at 
v s = 0.12 m s -~ . Taking into account the experi- 
mental inaccuracy, it is assumed that z/g is practi- 
cally constant, namely, 75%, in the current density 
range from 0.05 to 1.0 kA m -2. From Figs. 1 
and 2 it follows that r/g for hydrogen is clearly 
higher than r/g for oxygen. 
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Fig. 1. Sauter bubble radius, Rs,d, and 
efficiency of gas bubble formation, n, 
both determined by the high speed 
film method, as a function of current 
density for oxygen evolution on a 
nickel electrode in 1 M KOH and at 
298 K and various bulk solution flow 
velocities v s. 

3.2. Mass transfer coefficient 

The redox couple Fe(CN)~-/Fe(CN) 4- is very 

useful in determining the mass transfer coefficient 

kt  for the hydrogen-evolving electrode at iH > ~- 
0 m A c m  -2 as well as for the oxygen-evolving 

electrode at io  > ~- 1 0 m A  cm -2 [10], since 
under  these condi t ions  the concent ra t ion  of  the 

indicator  ion at the surface of  the gas-evolving 

electrode is practically zero. The mass transfer 

coefficient k i o f  indicator  ion i to a gas-evoMng 

electrode is calculated with the well k n o wn  

equat ion  

k i = n l i M e C  i (12) 

where rn i is the rate of  oxidat ion or reduct ion 
of  indicator  ions, Ae is the electrode surface 
area and ei is the concent ra t ion  of  the indicator  

ion in the bulk  o f  the solution.  In the calculation 
of  ki, the average concen t ra t ion  of  the indicator  

ion during the exper iment  was used. 

The current  for format ion  o f  oxygen or hydro-  

gen i o or iR = i - -  il where i is the adjusted current  
density and i i is the current  density for the oxi- 
dat ion or reduct ion of  indicator  ions. The current  

density i t = nFm i. 

3.2.1. Oxygen-evolving electrode. To determine 

the dependence of  kgo on io ,  mass transfer experi- 
ments  were carried ou t  over a wide range of  
current  density,  from 0.1 to l O k A  m -2.  It was 
found that  k~o = ke, fo +Po i~ for v s f rom 0.04 

to 0.12 m s -1 and that  ke,fo is higher than  kf,~o, 
where k~, fo is the mass transfer coefficient for 
Fe(CN)~- at forced convect ion and in the absence 

o f  gas evolution.  Moreover, P o  decreases wi th  

increasing v s . 
The mass transfer coefficient kfo is given in 

Fig. 3 as a funct ion  of i~  "Ss for an oxygen-evolving 

nickel electrode in 1 M KOH as the support ing elec- 

rolyte,  at 298 K and various v s. Linear extrapolat ion 
of  a kfo/i~ ss curve gives kfo at io  = 0 kA m -2 , 

denoted by  ke, go. 

0,5 
0 0 0 5  

5 ~ 
RS, d xl0 , m  a 

6 0  

k 
i ~ i i i , i i J E i , ~ ] i i j , j 0 

0 ,01  0 . 0 5  0.1 0 . 5  1.0 
iH,kA m-2 

Fig. 2. Sauter bubble radius, 
RS, d, and efficiency of gas 
bubble formation ~, both deter- 
mined by the high speed film 
method, as a function of current 
density for hydrogen evolution 
on a nickel electrode in 
1M KOH and at 298K and at 
a bulk solution flow velocity 
of 0.12 m s -2. 
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Fig. 3. Mass transfer coefficient for 
Fe(CN)~- to an oxygen-evolving nickel 
electrode in 1 M KOH and at 298 K 
and three different bulk solution vel- 
ocities plotted versus the current density 
of oxygen evolution. 

The mass transfer coefficient k~,fo with forced 
convection and in the absence of  gas evolution 
was obtained from experiments by  measuring the 
limiting current of  Fe(CN)~- oxidation at a poten- 
tial of 450 mV vs SCE and results are given in 
Fig. 3. This figure shows that  ke, to is larger than 

kf,fo.  

3.2.2. Hydrogen-evolving electrode. Fig. 4 shows 
the mass transfer coefficient kfi  as a function of  

in  for a hydrogen-evolving electrode in 1 M KOH 
as the supporting electrolyte,  at 298 K and two 
different flow velocities. The mass transfer coef- 
ficient kf, fi was determined by  measuring the 
limiting current at a working electrode potential  
of  - -  0.5 V. From Fig. 4 it follows that  the slight 
increase in k f i  is proport ional  to in .  Linear extra- 
polat ion of  the straight lines of  Fig. 4 gives ke, ft. 
Fig. 4 shows that for both  velocities o f  solution 

flow ke, fi are clearly higher than k~, ft. To check 
the relation between kfi and in ,  represented in 
Fig. 4, mass transfer experiments were also carried 
out  at up to an iH of  about 10kA m -2. It was 

found that  kfi = ke,fi 4- pHiH and Pn decreases 
with increasing iu .  

4. Discussion 

It can be argued that the bubble size determined 
in this investigation is almost equal to that for the 
bubbles departing from the electrode surface. 
Obviously, coalescence of  at tached bubbles can 
affect the experimental  results strongly. It was 
found that  the average radii for oxygen as well 
as hydrogen detached bubbles are proport ional  
to i~i 44 and ig.27, respectively. 

The oxygen bubbles, formed by  coalescence 
of  bubbles which had adhered to the electrode 

kf i  x10 5,ms-1 

o 

rt . - -  J k _ _ ~  

0:2 o:6 0:8 
i H ,kA m -2 

0.30 ms - I  

0.12 ms -1 

1:0 

Fig. 4. Mass transfer coef- 
ficient for Fe(CN)~- to a hydro- 
gen-evolving nickel electrode in 
1 M KOH and at 298 K and two 
different bulk solution flow 
velocities v s plotted versus the 
current density of hydrogen 
evolution. 
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surface, jumped perpendicularly from the elec- 
trode surface [4]. 

The density of  rising oxygen bubbles in the 
solution near the electrode surface is relatively 
low, since no layer of  free oxygen bubbles glides 
over the layer of  attached oxygen bubbles [11]. 
At the hydrogen-evolving electrode bubbles glide 
over the layer of  attached bubbles. It is well 
known, that in alkaline solution, hydrogen bubbles 
do not coalesce as easily as oxygen bubbles. 

4.1. Efficiency o f  gas evolution 

The efficiency of  gas evolution is much greater 
for the hydrogen-evolving electrode than for 
the oxygen-evolving electrode (Figs. 1 and 2). 
The calculated efficiency of  gas evolution given 
in [12] is very much less than the experimental 
results given in Fig. 2. It is likely that the efficiency 
of  gas evolution determined from pictures just 
above the top of  the working electrode is higher 
than that for the working electrode because of  
gas absorption by bubbles rising in the super- 
saturated solution near the gas-evolving electrode. 
Because of  the small height of  the working elec- 
trode, 5.45 ram, it is likely that the difference in 
both efficiencies is negligible. 

4.2. Mass transfer at a gas-evolving electrode 

Gas bubble evolution at an electrode causes 
solution flow near the electrode surface. It is likely 
that the effect of  the solution flow induced by 
bubbles is reduced with increasing forced convec- 6 
tion. Gas bubbles formed at an electrode block 
the current passage for a part of  the electrode 
surface during their attachment and impede 
the mass transfer of  indicator ions to the electrode 4- 
surface. After detachment, the space which had 
been occupied by the detached bubbles is filled 
by solution. The solution flow needed to fill the 2- 
space occupied by detached bubbles is considered 
as a solution flow, the velocity of  which has no 
direct effect on the calculated rate o f  mass trans- 
fer. o 

From the theoretical description of  the con- 
vection-migration model it follows that the 
t 1/t d ratio is very important. To calculate t d ,  the 
bubble density d has to be used. Unfortunately, 
this factor is unknown. For the sake of  reliability 

it is assumed that tl < td at k < 3 k e. Conse- 
quently, Equation 11 is only used at relatively 
low values of  k, namely k < 3 ke. 

4.2.1. Oxygen-evolving electrode. From Fig. 1, 
the factor DfoAdVg,b/TrV d at v s = 0.12 m s -1 
and at various io can be determined considering 
that Rs,  d = 3Va/4Ao, Vg,b = ~gV ~ and v ~ ---: 
io VM/4F. 

Since V M = 24.5 x 10 -3 m 3 it follows that  
at 298K v g ~ 2 1 5  m s -1 where 
io is given in kA m -2 . It has been found that for 
the oxygen-evolving electrode at v s = 0.06 and 
0.12 m s -1 , ke,fo is slightly higher than kf, fo. 
This means that the effect of  the hydrodynamic 
convection of  solution which occurs at very 10w 
current densities, < 0.05 kA m -2, has to be 
taken into account. To verify the proposed model, 
ke, fo has to be used. 

For an oxygen-evolving electrode the factor 
(kfo - -  k e ,  fo )  ke, fo is plotted v e r s u s  DfoAdVg,b / 
7r V d in Fig. 5. The experimental results are scat- 
tered around astraight line with a slope a d ,  0 of  
1.7. This means that the refreshment mechanism 
is very effective in enhancing the mass transfer 
of  indicator ions to the surface of  an oxygen- 
evolving electrode. For the oxygen-evolving 
electrode, the hydrodynamic .mechanism is of  still 
less importance in this case, because of  the behav- 
ior of  detaching oxygen bubbles. These bubbles 
jump perpendicularly from the electrode surface 
and cause only a weak vertical hydrodynamic 

{kfo-ke ,fo )ke,fo x1010 'm2s-2 a ~ o 

A o 0.12 ms -I 

iOfoAdVg,b/~V d ) x10 I0 , m2s -2 

Fig. 5. The factor ( k f o - - k e , f o ) k e , f o  plot ted versus 
DfoAdVglb/TrV d for an oxygen-evolving nickel electrode 
in 1 M KOH and at 298 K and two different buIk sol- 
u t ion flow velocities. 
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0.5' 

(kfi-ke'fi)ke'fixl010 'm2s-2 o ~ / /  

o 

( Dfi A d Vg,b / n V d I x 1010 ,m2s "2 

flow of  solut ion near the electrode surface. The 

detached rising oxygen bubbles  do no t  form a 
cur ta in  near the electrode surface as the detached 

rising hydrogen bubbles  do. 

4.2 .2  Hydrogen-evolving electrode. For hydrogen-  

evolving electrodes it has been  found  that  ke, fi is 
clearly higher than ke, fi in the investigated range 
of  solut ion flow velocities. This result can be 

explained by  the format ion  of  a curtain of rising 

bubbles  near the electrode surface and by  slipping 
bubbles  at tached to the electrode surface. Both 
phenomena  cause a hydrodynamic  flow of  the 

solut ion enhancing the mass transfer near the 
electrode surface part icularly in the range of  

very low current  densities. To elucidate the 
con t r ibu t ion  of  the refreshment  mechanism to 

mass transfer it is preferred to use k e rather than 

kf. 
In Fig. 6 the difference kfike,,i - -  k2e, fi is 

plot ted versus D f i A d V g , b / n V  d for a hydrogen-  
evolving electrode at vs = 0.12 m s -1 , where 
R s ,  a = 3 V a / 4 A  a (Fig. 2), Vg,b =~gV ~ where 
r?~is given in Fig. 2 and vg at 298 K is 1.268 x 10 .4 
i n  m s -1 where iH is given in kA m -2 . The slope 
of  the straight line drawn in Fig. 6 is equal to 

ad, H = 0.14.  This value ofad,~t  is low and indi- 
cates the low effectiveness of the refreshment  

Fig. 6. The factor (kfi -- ke, fi)ke, fi 
plotted versus DfiAdVg,b/nV d for a 
hydrogen-evolving nickel electrode in 
1 M KOH and at 298 K and a bulk sol- 
ution flow velocity of 0.12 m s -1 . 

mechanism for the hydrogen-evolving electrode. 

If  the hydrodynamic  mechanism also contr ibutes  
to the increment  of  the mass transfer coefficient 

at v s = 0.12 m s -1 , the factor ad,H has then  
to be smaller than  0.14. In this case, the effec- 

tiveness of  the refreshment mechanism becomes 
still lower. 
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