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Validation of models for charge transport in organic transistors is fundamentally important for their techno-
logical use. Usually current-voltage measurements are performed to investigate organic transistors. In situ
scanning Kelvin probe microscopy measurements provide a powerful complementary technique to distinguish
between models based on band and hopping transports. We perform combined current-voltage and Kelvin
probe microscopy measurements on unipolar and ambipolar organic field-effect transistors. We demonstrate
that by this combination we can stringently test these two different transport models and come up with a
unified description of charge transport in disordered organic semiconductors.

DOI: 10.1103/PhysRevB.76.125202 PACS number�s�: 73.50.Gr, 73.61.Ph

I. INTRODUCTION

Organic field-effect transistors �OFETs� have made tre-
mendous progress in performance and reliability. Integrated
circuits combining several thousands of transistors were
realized.1 The first active matrix displays2 and contactless rf
identification transponders have been demonstrated.3,4 These
devices are predominantly based on unipolar transistors. De-
sign of integrated circuits requires models describing unipo-
lar charge transport that can be introduced in circuit
simulators.5 Analytical models for the dc current-voltage
characteristics in accumulation have been reported.6 For dis-
ordered organic semiconductors, they are typically based on
a mobility that increases with charge-carrier density, as de-
rived from transport models based on variable-range hop-
ping, i.e., thermally activated tunneling between localized
states.7 Classical metal-oxide-semiconductor �MOS� models
with a constant mobility have also been presented.8–10 How-
ever, in that case, empirical fit constants of unknown origin
are required to describe charge transport.11–14

Charge transport models are also required for ambipolar
transistors, particularly in the case of ambipolar light emit-
ting transistors.15–18 Here, electrons and holes are injected
from opposite sides of the channel using a single type of
source and drain electrodes. When the recombination rate is
infinite, the device is described as a discrete p-type and
n-type transistor in series. For verification of the underlying
physics in both unipolar and ambipolar transistors, a comple-
mentary measuring method is needed.19

Noncontact or Kelvin probe potentiometry measures sur-
face potentials.20 For transistors based on unintentionally
doped semiconductors, this potential is a measure of the po-
tential at the semiconductor/gate-dielectric interface. This is
schematically depicted in Fig. 1. Scanning Kelvin probe mi-
croscopy �SKPM� can, therefore, be used to determine the
potential profile within the accumulation channel.21–23 For
unipolar transistors, SKPM has shown to be a powerful

method to characterize grain boundaries and contact resis-
tances.20,24,25 The potential profile is directly related to the
current-voltage characteristics. Therefore, SKPM is ideally
suited to determine the internal consistency of charge trans-
port models. Theoretical predictions of potential profiles,
however, are scarce. In this paper, we derive simultaneously
the current-voltage characteristics and the potential profiles
for both unipolar and ambipolar OFETs.

II. EXPERIMENT

OFETs were fabricated using heavily doped p-type Si wa-
fers as common gate electrode with a 200 nm thermally oxi-
dized SiO2 layer as gate dielectric. Using conventional pho-
tolithographic methods, gold source and drain electrodes
were defined in a bottom contact, circular transistor configu-
ration with channel width �W� and length �L� of 2500 and
10 �m, respectively. A 10 nm layer of titanium was used as
adhesion layer for the gold on SiO2. The SiO2 layer was
treated with the primer hexamethyldisilazane prior to semi-
conductor deposition in order to passivate its surface.26 For
unipolar transistors, films of poly�triarylamine� �PTAA� �Ref.
27� were spin coated from a toluene solution. As model com-
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FIG. 1. �Color online� Schematic cross section of a field-effect
transistor with gold source �S� and drain �D� electrodes. The SKPM
tip probes the potential V�x� at a specific position x parallel to the
channel. Unipolar p-type transistors were made from PTAA and
ambipolar transistors from the small band-gap molecule NiDT.
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pound to analyze charge transport in ambipolar field-effect
transistor, the small band-gap molecule nickel dithiolene
�NiDT� was used.28 The chemical formulas are presented in
Fig. 1. For NiDT in contact with Au electrodes, the injection
barriers for both electrons and holes are less than 0.5 eV and
can be disregarded.19 Film thicknesses were about 100 nm.

Scanning Kelvin probe microscopy measurements were
performed in situ with a Veeco Dimension 3100 atomic force
microscope �AFM� operated at ambient temperature in a dry
nitrogen environment. First, the height profile was recorded
in tapping mode. Then the potential profiles were measured
in noncontact lift mode at a distance of 20 nm from the sur-
face. The internal voltage sources of the AFM, coupled to a
voltage amplifier �HP 6826A�, were used to apply the biases
to the electrodes. The surface potential was probed with a
spatial resolution of about 100 nm.25 The absolute values for
the measured potentials depend on the type of tip used and
the device geometry due to capacitive coupling. This leads
to a small offset at the reference source and drain contacts.
The effect is known in literature, and the potentials were
corrected by scaling accordingly.21 The accumulation layer
in OFETs is located directly at the gate-dielectric/
semiconductor interface.29 Although the potentials are
probed at a distance of 120 nm, viz., the film thickness plus
the lift height, the potentials measured with SKPM are rep-
resentative of the potentials in the channel, as confirmed by
measuring at increased heights. Since the channel length is
much larger than the semiconductor layer thickness, the as-
sociated stray fields can be disregarded. An ampere meter
�Keithley 6485� was used to measure simultaneously the
source-drain current. The sensitivity for the current measure-
ments was a few picoamperes.

III. UNIPOLAR POTENTIAL PROFILES

The tip of the SKPM probes the local potential V�x� at a
certain position x in the channel parallel to the source-drain
contacts. The difference between the local potential V�x� and
the gate bias Vg yields the effective gate potential Vef f
=V�x�−Vg+Vt, where Vt is the threshold voltage. The
amount of locally induced charge is given by the product of
insulator capacitance Ci and effective gate bias. We assume
that the charge-carrier mobility depends on the induced aerial
charge density and, therefore, on the effective gate potential.
More specifically, we take �FET�Vef f�= f0Vef f

�−2, where f0 is a
prefactor. The classical constant MOS mobility is obtained
when � equals 2. For variable-range hopping, �=2T0 /T,
where T0 is a measure of the width of the exponential density
of states and T is the absolute temperature.7

For the derivation of the current-voltage �I-V� character-
istics, we consider long channels, so that short-channel ef-
fects and source and drain contact resistances can be disre-
garded. The gradual channel approximation can be used
because the electric field perpendicular to the film is much
larger than in the parallel �x� direction. First, we calculate the
sheet conductance for each position x as a function of effec-
tive gate potential. The source-drain current in accumulation
for a hole channel then follows from integration of the sheet
conductances over the channel potential:11–13,19

Ids = −
WCi

L�� − 1��0

Vd

�FETVef fdV�x�

= −
WCi

L

f0

��� − 1�
��− Vg + Vt�� − �Vd − Vg + Vt��� . �1�

The potential profile V�x� follows from current conservation.
The current at each point x, Ids�x�, is obtained by replacing in
Eq. �1� Vd with V�x� and L with x. Current conservation
implies Ids= Ids�x�, from which V�x� can be solved:

V�x� = Vg − Vt + ��− Vg + Vt��

−
x

L
��− Vg + Vt�� − �Vd − Vg + Vt����1/�

. �2�

Analysis of electrical transport, thus, yields values for � and
Vt that are directly linked to the potential profile. The pre-
factor f0 in Eq. �1� can be regarded as a scaling factor.

As a typical example, we characterized unipolar p-type
PTAA transistors by current-voltage and in situ SKPM mea-
surements. In Fig. 2�a�, the symbols show the potentials
measured in the channel as a function of applied gate bias.
Figure 2�b� shows the corresponding measured transfer
curve. The mobility is calculated to increase from 5
�10−5 cm2/V s at a gate bias of 0 V to 3�10−4 cm2/V s at
−18 V. The solid line in the inset is a fit to the experimental
transfer curve using Eq. �1�. A good fit was obtained for Vt
=7 V, �=2.7, and f0=3.5�10−5 cm2/V�2T0/T−1� s. The val-
ues of the fit constants are comparable to those reported in
literature for other organic semiconductors.26,29 With the
same values for Vt and �, we calculated the potential profiles
in Fig. 2�a� with Eq. �2�. The fits are presented as solid lines.
Without any additional parameter, excellent fits are obtained
for all applied gate biases. Similarly, we measured the poten-
tial profiles and output currents at a gate bias of −7 V by
sweeping the drain bias �Fig. 3�a��. The symbols show the
experimental data points. The solid lines are calculated using
the same values for Vt and � as used in Figs. 2�a� and 2�b�.
Again, an excellent fit is obtained. Hence, both the output
and transfer curves and the corresponding potential profiles
can simultaneously be fitted. We also tried to fit the data
using �=2, yielding the classical MOS equations.10 As a
typical example, we present the best fit for the potentials
with a drain bias of −7 V and a gate bias of −9 V in Fig. 3�a�
by the dashed line. No satisfying agreement could be ob-
tained.

Qualitatively, the potential profiles can be explained as
follows. In the linear regime when �Vd�� �Vg�, the charge
density is only determined by the applied gate bias. The
charge distribution, and hence the sheet conductance, is uni-
form over the channel. Therefore, the lateral field due to the
small drain bias is constant and the potential profile is a
straight line. When the drain bias cannot be neglected, the
charge-carrier density distribution is not uniform. The carrier
density depends on the effective gate potential and decreases
from source to drain. The sheet conductance increases with
carrier density. Hence the sheet conductance decreases from
source to drain, and the lateral electric field increases mono-
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tonically. Therefore, the potential profile is superlinear from
source to drain. This development in shape is clearly visible
in the output curves of Fig. 3�a�.

IV. AMBIPOLAR POTENTIAL PROFILES

A unipolar transistor operates in saturation when �Vd�
� �Vg−Vt�. The channel is pinched off and charge cannot
accumulate in the pinched-off part of the channel. However,
in an ambipolar transistor under these bias conditions, the
effective gate potential changes sign and gives rise to simul-
taneous injection of electrons and holes from opposite sides
of the channel. A transition region, which acts as a p-n junc-
tion, separates the accumulation channels. The width of the
junction depends on the recombination rate. For an infinitely
large recombination rate, the n- and p-type regions can be

seen as an abrupt p-n junction, resulting in a steplike in-
crease in the potential. For a low recombination rate, a first
order approximation of the junction is a linearly graded one.
The holes and electrons are not as well separated as in the
abrupt junction. Therefore, one can show that the steplike
increase of the potential broadens.30 A clear distinction be-
tween the low and high recombination rates cannot be made
with current-voltage measurements alone.19 We assume a
high recombination rate, leading to a junction that is much
narrower than the channel length. The center of the recom-
bination zone is located at x=x0, which is the position where
the effective gate potential is zero. The ambipolar transistor
is represented by a unipolar n-type transistor with channel
length x0 and a unipolar p-type transistor with channel length
L-x0. Current conservation then implies that the electron cur-
rent at x=0 is equal to the hole current injected at the other
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FIG. 2. �Color online� Transfer curves, together with the corre-
sponding potential profiles, as measured for a unipolar PTAA field-
effect transistor. Symbols and solid lines represent measured data
points and fits, respectively. �a� The potential profiles measured at
gate biases from −2 to −18 V in steps of −2 V and with a drain
bias of −7 V. For clarity, the profiles are shifted over the potential
axis. �b� The corresponding transfer curve measured.
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FIG. 3. �Color online� Output curves, together with the corre-
sponding potential profiles, as measured for a unipolar PTAA field-
effect transistor. Symbols and solid lines represent measured data
points and fits, respectively. �a� The potential profiles measured at a
drain bias from −1 to −9 V in steps of −1 V and with a gate bias
of −7 V. The dashed line represents the best possible fit at a drain
bias of −9 V with a constant mobility �MOS model�. �b� The cor-
responding output curve.
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electrode at x=L, and equal to the total device current. This
current is given by19

Ids =
WCi

L
	 f0,e

��e − 1��e
�Vg − Vt��e

+
f0,h

��h − 1��h
�Vd − Vg + Vt��h
 . �3�

The position of the recombination plane in the channel is
calculated as

x0 =

f0,e

��e − 1��e
�Vg − Vt��e

f0,h

��h − 1��h
�Vd − Vg + Vt��h +

f0,e

��e − 1��e
�Vg − Vt��e

L ,

�4�

where Vt is a single threshold voltage for both channels. The
material parameters � and f0 are defined separately for both
holes and electrons. The local potential V�x� can be calcu-
lated similarly as for the unipolar case discussed above by
noting that the current is constant at each point x in the
channel:

V�x� = Vg − Vt − 	�Vg − Vt��e −
x

x0
�Vg − Vt��e
1/�e

for 0 � x � x0 �5�

and

V�x� = Vg − Vt + 	�Vd − Vg + Vt��h

−
L − x

L − x0
��Vd − Vg + Vt���h
1/�h

for x0 � x � L .

�6�

A transfer curve of our ambipolar transistor at a drain bias
of +9 V is presented in Fig. 4�a�. The transfer curve was
fitted to Eq. �3� to determine the parameters needed to cal-
culate the potential profiles and the position of the recombi-
nation zone. The threshold voltage Vt can be estimated from
the minimum current. When the parameters for holes and
electrons are similar, then Eq. �3� shows that a minimum in
the current is obtained when Vg−Vt is equal to Vd /2. From
Fig. 4�a�, a threshold voltage of about −6 V is then esti-
mated. When the gate bias is positive and larger than the
drain bias, the current is due to electrons. This part of the
transfer curve then yields the values for �e and f0,e. Simi-
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FIG. 4. �Color online� Transfer and output curves, together with the corresponding potential profiles, as measured for an ambipolar NiDT
field-effect transistor. Symbols show measured data points. The solid lines are calculated. �a� The transfer curve measured at a drain bias of
+9 V. �b� Corresponding potential profiles in electron and hole accumulation modes. �c� Schematic overview of the potential profile as
expected for a p-n junction. �d� Measured and calculated potential profiles in the ambipolar operating regime.
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larly, when the gate bias is more negative than the threshold
voltage, the current is carried by holes. That part of the trans-
fer curve yields the values for �h and f0,h. The fully drawn
curve in Fig. 4�a� presents the actual fit to the data. The
following parameters were found: Vt=−5.8 V, �h=4.1,
f0,h=1�10−7 cm2/V�2T0/T−1� s, �e=3.6, and f0,e=2
�10−8 cm2/V�2T0/T−1� s. The values are comparable to those
reported previously.19

The corresponding measured potential profiles at a drain
bias of +9 V are presented as symbols in Fig. 4�b�. The
potential profiles vary monotonically with position in the
channel, indicating that under those bias conditions the cur-
rent is carried by one type of carrier only. At high positive
gate biases, the potential is strongly curved near the drain.
This implies that the current is due to electrons that are being
injected from the source. Similarly, at high negative gate
bias, the potentials are strongly curved at the source. This
implies that the current is then due to holes that are being
injected from the drain. The potentials were calculated using
the same parameter values as derived from the transfer
curves. The solid lines in Fig. 4�b� present the calculated
potential profiles. Without any additional parameter, a fair
agreement is obtained.

When �Vd�� �Vg−Vt��0, electrons and holes are simulta-
neously injected from opposite sides of the channel. As de-
picted in Fig. 4�c�, one contact injects electrons and the
other, holes. At both contacts, the carrier densities are high
and, hence, the lateral electric fields are low. In the channel,
the electrons and holes recombine. Consequently, the carrier
density decreases and the lateral electric field increases. The
signature of recombination in the potential profile is, there-
fore, represented as a small curvature at both contacts and a
steep transition in the channel. The maximum in the first
derivative gives the position of the recombination plane, x0.

Experimental potentials are presented in Fig. 4�d�. The
solid lines are the potentials calculated using the same pa-
rameters as found above. Qualitatively, they demonstrate the
expected behavior. The discrepancy between predicted and
measured potentials is expected to be due to diffusion cur-
rents, electrostatics, and a finite recombination rate. The full
width at half maximum of the derivative of the experimental
potential profiles indicates a width of approximately 3 �m
for the p-n junction.

From the derivative of the experimental potential profiles
in Fig. 4�d�, the position of the recombination plane was
determined. This position x0 is presented as a function of
gate bias in Fig. 5. At a gate bias of −5 V, x0 is located at the
source contact, which implies that there is no electron chan-
nel. Similarly, at a gate bias larger than 3 V, there is no hole
channel. In between, the recombination zone can be tuned

along the channel. The solid line is calculated using Eq. �4�.
Good agreement is obtained.

V. CONCLUSION

In conclusion, we have measured charge transport in uni-
polar and ambipolar OFETs. The potential profiles have been
determined by in situ SKPM measurements. A model has
been derived that predicts simultaneously transport and po-
tentials as functions of gate and drain biases. Transport pa-
rameters have been obtained by fitting the transfer curves.
Subsequently, without any additional parameters, the poten-
tial profiles have been calculated. Good agreement between
measured and calculated potentials is obtained. For ambipo-
lar transistors, we find a p-n junction, the position of which
can be tuned along the channel by the gate bias. The good
agreement between measured and calculated data establishes
a unified description of charge transport and the complemen-
tary potential profiles in field-effect transistors made from
disordered organic semiconductors.
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