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lhbomtnry of Polymer Chemistry, Eindhoven University of Technology, P.O. Box 513, 56OOMB 
Eindhoven (The Netherlands) 

(Received May 18,1989; revised August 8,1989) 

Accumulation of hydrogen peroxide during the catalytic oxidation of 
2mercaptoethanol in the presence of CoPc(NaSOs).+/2,4-ionene was in- 
vestigated. It appeared to be the result of H.&, formation via the catalytic 
reaction step and subsequent de~om~sitio~ by further reaction with thiol. 

Tbe d~om~sition process was found to follow first-order kinetics in 
both Hz& and RS-, whereas the formation step could be described by a 
two-substrate Michaelis-Menten rate equation. Simulated accumulation 
profiles were in good agreement with experimental data and appeared to 
depend largely on Co catalyst, oxygen and initial thiol concentrations. 

It was shown that accumulation of HzOz causes a deviation of reaction 
stoichiometry from RSH: O2 = 4:l. Experimentally determined oxygen uptake 
rate curves could be satisfactorily predicted when HzOz accumulation effects 
were ~cluded in the ~c~ation model. 

In our laboratory, extensive research is being carried out on the effects 
exerted by polymers, in particular ionenes (11, on the cobalt phth~o~~~e 
(2) catalyzed tbiol autoxidation [l-51. Both by structural 11-31 and kinetic 
[4,5] investigations we have attempted to elucidate the mechanism of this 
polymer-catalyzed process. 

Our first detailed kinetic study 141 revealed that the process can be 
described neatly by the two-substrate Michaelis-Menten rate law, where the 
two substrates are thiol(2-mercaptoethanol) and oxygen. 

In order to obtain better insight into the process mechanism, it is 
necessary to study the effects of various reaction condition, such as pH, type 
of polymer and type of thiol, on the kinetic parameters. However, to carry out 

*part 5: see [ll. 
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these investigations successfully, we first need a complete understanding of 
side-reactions, since these can obviously disturb the reaction kinetics. 

It has been established previously [4,61 that, during the ionene- 
catalyzed thiol oxidation, predominantly one side-reaction occurs, viz. 
formation of hydrogen peroxide (Scheme 1). 

BRSH+O, --%- RSSR + Hz02 (la) 

2RSH + Hz02 % RSSR + 2H20 (lb) 

4RSH + O2 w BRSSR + 2Hz0 

Scheme 1. 

(lc) 

Accumulation of this product indeed was found to cause deviations of the 
experimental rate profiles from the curves predicted by the Michaelis- 
Menten model [4], especially at low substrate concentrations. Therefore, we 
here present a separate study of the hydrogen peroxide related reactions. 

Experimental 

Ionene synthesis 
2,CIonene (1) was synthesized according to the method of Brouwer et 

al. [6]; the M, value was 8600, determined by the titration method described 
in 173. 



Other materials 
CoPc(NaSO& (2) was kindly provided by Dr. T. P. M. Beelen and was 

prepared aecordiug to an adaptatibn by Zwart et al. [Sl of the method of 
Weber and Busch [91. 

Z-Mereapt~th~ol (Fluka) was distilled prior to use, all other chemi- 
cals were of analytical purity and used without further purification. 

Kinetic measurements of the reaction of HzO, -I- RSH 
The kinetics of reaction (lb) (or Scheme 2) were determined by 

investigating the absorbance increase at 280 nm with time (due to disulfide 
formation) as a fimction of thiol and hydrogen peroxide concentrations. The 
obtained absorbance versus time curves were analyzed by means of the 
~mputer program FORK (First Order Reaction Kinetics), a modified version 
of the non-linear least squares program LSG of Detar [lo]. 

When au fat least l&fold) excess of thiol was used, the order in 
hydrogen peroxide could be determined. Its value appeared to be equal to 1, 
the data fitting very well the equation 

- d[H,Ozl/& = k’[HzO,l (1) 

Using various excess concentrations of RS, a set of K ’ values vtras obtained, 
yielding the actual rate constant K aecordiug to: 

k’=k[RS-I (2) 

Analogously, k was determined by using various excess concentrations of 
H!20,. 

Absorbance measurements were performed with a Hewlett Packard 
8451A diode array s~~rophotometer. A 1.000 cm quartz cuvette was used, 
the~os~tt~ at 25.0 f 0.1 “C. Reactions were carried out under nitrogen 
atmosphere at pH 8, 8.3, 3.85 and 9, using TRIS-butTers 
(tris(hydroxymethyl)aminomethane) with an ionic strength of 0.1 mol dmi3. 

H,O, uccumulation mmsurernents 
During several catalytic oxidation experiments, HzOz accumulation 

was determined as a function of time. Samples of 0.5 ml were taken fern 
the reaction vessel by means of a syringe contaming 0.5 ml HCl (3 mol dmm3) 
in order to quench further reactions (see Discussion). The H202 content of 
the samples was measured spectrophotometrically using TX&-H202 as 
reagent [ill. 

Catalytic activity rneasummnts 
Catalytic oxidation experiments were petiormed as described 

previously [43. 

HzO, accumulation curves and oxygen uptake rate profiles were 
calculated numerically on the basis of eqns. (3) to 15), derived from 



Scheme 1: 

dtH&,l/dt = uf - &, (3) 

d[~Hl/~ = -Z(u,+ ua) (4) 

dEO,l/‘dt = -uf (5) 

where uf and ud are calculated according to eqns. (6 1 and (7) (see Results and 
discussion). Numeric integration was carried out over time steps of typically 
2 s (G2.5% of total reaction time). 

Results and discussion 

From Scheme 1, it is clear that accumulation of hydrogen peroxide can 
occur when its formation via step (la> proceeds at a higher rate than its 
decomposition via (lb). Therefore, kinetic data of both processes are desired 
as a function of reaction conditions, in order to be able to predict the peroxide 
acc~ulation under all conditions and the accomp~~ng deviation of the 
overall reaction stoichiometry. 

We will first discuss the second reaction step, (lb), which has been 
described [12 - 151 to follow an S,2-type mechanism according to Scheme 2. 

RS- + H,Oz w RSOH + OH- 

RS- + RSOH w RSSR -i- OH- 

2RS- + HzOz * RSSR f 20H- 

Scheme 2. 

Barton et al. Cl21 investigated the kinetics of the conversion of cystoine and 
cysteamine according to this process. They found a rate dependence that was 
first order in both E&O2 and thiolate anion. The reaction rate constants, 
calculated according to: 

ud = -d[H,O,l/& = k [RS-I IHzO,l (6) 

were reported to be 10 and 12.4 dm3 mol-’ s-l for cysteamine and cysteine, 
respectively. 

The same kinetic relationship was also mentioned for the conversion of 
n-propylthiol in a study of Giles et al. [14,151. They reported a rate constant 
of 7 dm3 mol-l s-l (at 25 “C). 

Since 2-mercapt~th~ol is the substrate used in our kinetic investigations, 
we examined the kinetics of the reaction of Scheme 2 for this thiol. The rate 
of the process was determined spectrophotometrically as a function of thiol 
and H,O, concentration, while the effects of CoPc(NaSU,), and 2,4-ionene 
were also studied. 
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The following results were obtained: 
-at pH-values above 9, the reaction rate was too high to study the 

kinetics of the process by our method, 
-for pH =G 9, the reaction appeared to be first order in H202 and 

thiolate anion; 
-the rate constant according to eqn. (6) was found to be 4.3 f 0.8 dm3 

mol-l s-’ when an excess of thiol was used, and 12 f 3 dm3 mol-’ s-l with an 
excess of hydrogen peroxide; the result obtained with excess of peroxide is 
though to be less reliable, since under these conditions a secondary reaction, 
probably photo-oxidation of the thiol 1161, was observed, seriously disturbing 
the kinetic measurements; in Fig. 1 the effect of the secondary process is 
illustrated; 

- addition of Co-phthalocyanine and/or ionene had no detectable effect 
on reaction rate. 

The latter finding in particular is very important: since the rate of 
formation of the peroxide (step (la), Scheme 1) depends on both the cobalt 
and the ionene con~nt~tions, whereas its d~omposition rate (Scheme 2 or 
step t lb) in Scheme 1) apparently does not, the amount of accumulated 
hydrogen peroxide will thus depend on these quantities. Moreover, ac- 
cumulation will of course depend on the initial concentrations of thiol and 
oxygen. 

Simulation of hydrogen peroxide accumulation 
In the preceding section it was shown that tbe kinetics of step (lb) of 

Scheme 1 can be described by eqn (6) with k =r: 4 dm3 mol-’ s-l. For step (la) 
it has been demonstrated [4,51 that the kinetics follow the two-substrate 
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Fig. i. Variation in absorbance at 280 nm with time, during the reaction of an excess of HsO, 
with 2-mercaptoethanol. Conditions: nitrogen atmosphere, [H[20210 = 0.11 mol dxK3, [RSH]O = 
4.7 x 10e3 mol dnY3, pH = 8.0. 



Michae~s-Men~n model, resulting in the rate equation: 

uf= dlfl,O,l/rft = 
WC01 

1+ %‘[OJ + CJERS-1 + C&$( IRS-1 [O,l) 
(7) 

where CL-C* are complex rate constants. (In order to facilitate comparison 
with [4,5], it must be noted that CL here equals ks, the rate constant for 
product formation from the ternary O,-Co-R% complex, since uf is expres- 
sed in moles of peroxide per liter per second instead of moles of thiol per liter 
per second as was done in [4,51.) 

Thus, for a given initial concentration of thiol, given concentrations of 
oxygen and CoPc(NaSOs)d and with values for Cl--CI at the applied pH, the 
accumulation of hydrogen peroxide can be calculated by combining both 
kinetic relationships. Using the values for C1-Cd previously determined [5] 
at pH 8.85 and following the numerical calculation procedure described in 
the 
(1) 

experimental section, the following results were obtained. 
Increasing the cobalt ~ncen~ation leads to an increase in peroxide 
accumulation, as depicted in Fig. 2. This is the consequence of the fact 
that H,O, formation (step (la)) is accelerated by the catalyst, whereas 
the decomposition rate (step (lb)) is not atl’ected. 
Analogously, increasing the oxygen concentration also causes enhance- 
ment of peroxide accumulation. 
Variation of the initial thiol concentration results in two types of H,O, 
accumulation curves, as can be seen in Fig. 3A and B. At low [PSH], 
(co.04 mol dmd3), the curve shows characteristics of pseudo-first order 

b 

0 100 200 300 400 500 

time (9) 

Fig. 2. Effixt of varying the CoPcfNaSO,), concentration on the simulated H,o2 accumulation 
curves. Simulationa based on eqns. (6) and G’f, with k = 4dm3 mol-' a-‘, C, = Ids-‘, 
C, = 3 x 1F4 dm’ mol-‘, C, = 9 x lo-’ dm’ mol-’ and C4 = 5 X lo-’ dm’ mol-I. Conditions: 
[O,] = O.OOO!% moi dm-‘, [RSHI, = 0.01 mol dme3, pH = 8.85; [Cof = IO-’ (a), 2 x lo-’ fb) and 
4 X low7 mol dm-’ cc). 
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Fig. 3. Effect of varying the initial thiol concentration on the simulated H,O, accumulation 
curves. Kinetic parameters as in Fig. 2. Conditions: [O,] = 0.00055 mol dme3, [Co1 = 2 x 10M7 
mol dn-‘, pH = 8.85. (A) Low [RSHI,: 0.005 (a), 0.01 (b) and 0.02 mol dmF3 cc). (B) High 
[RSH],: 0.04 (a), 0.08 (b) and 0.12 mol dm-’ cc). 

kinetics; increasing the thiol concentration in this region leads to an 
increase in peroxide accumulation. However, at high [RSHlo the shape of 
the curve changes: first, the hydrogen peroxide concentration rapidly 
increases (with an initial rate that is independent of thiol concentration); 
then, when a certain level is reached (which decreases as [RSHlo 
increases), the amount of accumulated HzOz remains almost constant for 
a period; finally, the hydrogen peroxide concentration starts to increase 
again but at a relatively low rate. 



These complicated accumulation profiles are due to the fact that the 
kinetics of the formation of Hz02 (step (la), eqn. (7)) change from zero to 
tist order in thiolate anion as thiol concentration decreases. The HzOz 
‘plateau’ at high thiol concentration and low conversion indicates that a 
steady state is reached, i.e. uf equals vd in this region. 

Accumulation measurements 
To verify if the kinetic theory described above is correct, H,O, 

accumulation curves were measured as a fur&on of thiol, oxygen and cobalt 
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Fig. 4. Comparison of experimentally determined (*I and simulated (-_) H,O, accumulation 
curves. Kinetic parameters aa in Fig. 2. Conditions: [O,] = 0.00055 mol ~II-~, [CO] = 2 x 10e7 
mol dm?, pH = 8.85; ERSHI,, = 0.0071 (A) and 0.071 mol dm-’ (B). 
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co~~n~at~ons~ by anaIyzing samples of the reaction mixtures during the 
catalytic conyeMion of thiol. 

It was found that, especially for low initial thiol concentrations, these 
experimental curves were in very good’ agroement with the simulated 
profiles; typical examples are shown in Fig. 4A and B. 

For high [RSH], at low conversions, the measured amounts of peroxide 
were often too low compared with the calculated values. ‘Ihis was found to be 
a result of inadequate mixing of the samples with the concentrated acid that 
was added in order to quench further reaction (see Experimental section). At 
the moment the sample is taken out of the reactor, the oxygen concentration 
immediately decreases to zero, stopping the H,Oz formation process. 
However, as long as the sample is not suffkiently mixed with the hydrochlo- 
ric acid, the decomposition reaction of peroxide still continues, at a relatively 
high rate due to the high thiol concentration. Therefore, the amount of HzUz 
that is measured will be too Iow. Nevertheless, the shape of the obtained 
experimtmtal curves is very similar to the shape of the calculated ones. It can 
thus be concluded that the kinetic model satisfactorily describes the Hz& 
side reactions. 

In our laboratory, the kinetics of catalytic thiol conversion are studied 
by measuring oxygen uptake rates. Since the overall stoichiometry of 
reaction (1~) will no longer be valid when peroxide is accumulated, the effects 
of accumulation on oxygen flow curves had to be studied. Figure 5 shows 
three of these curves, one experimentally det;ermined (a), the other two 
simulated, (b) without and (c) with a correction for H,O, accumulation. 

time W 

Fig. 5. Oxygen uptake rate curves aa exgaerimenMy determined (af and simulated (b, cl. 
~~~~t~~~ (b) is based on eqn. (7) and a eonetant &&hiometry of RsH:O, = 43, simulation Cc) 
is based on eqns. (61 and (71, Kinetic prsme&rs as in Fig, 2. Conditions: [OJ =O.oOll mol 

dm-3, [co] = 2 x IO-? mol dmw3, CRSEII, = 0,051 mol dm+, pH = 8.85. 



At the start of the reaction both simulations deviate largely from the 
experimental curve. This is due to the experimental procedure: the reaction 
is started by adding the thiol to the closed reaction vessel, which leads to a 
gas pressure increase; therefore, detection of oxygen consumption can only 
start after a volume of oxygen is consumed that equals the injected volume of 
thiol. After this point has been reached, the experimental curve reveals a 
profile similar to the simulated curves. 

Curve (5b) represents a calculation based on the assumption that no 
HzOz is accumulated, so that the stoichiometry of RSH:Oz = 4:l is main- 
tained during the entire process. It is evident that, at high conversions, the 
experimental curve (5a) shows a considerable deviation from this model 
curve, as was expected. This illustrates very well that, in general, kinetic 
studies are to be based on initial rates, in which the effect of by-products is 
not yet detectable. 

However, in this process it is now possible to obtain more kinetic data 
from one flow curve, since the complete curve can be analyzed by means of the 
kinetic model including peroxide accumulation effects. Figure 5 shows that 
the calculated curve according to this model (5~) is in good agreement with 
the experimental result (5a). 

Conclusions 

In order to describe complete oxygen uptake rate curves for the catalytic 
oxidation of thiol, it is necessary to include the Hz02 accumulation process in 
the kinetic equations. Formation of the peroxide can be described by the 
Michaelis-Menten rate eqn. (71, whereas the H202 decomposition reaction 
follows kinetics that are first order in both H,Oz and thiolate anion. 

Since, in contrast to the formation rate, the decomposition rate is 
independent of catalyst and oxygen concentrations, the degree of peroxide 
accumulation depends on these concentrations. Furthermore, accumulation 
largely depends on the initial thiol concentration. Accumulation curves can 
be very well predicted on the basis of the above-mentioned kinetic equations. 
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