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Introduetion 1 

Chapter 1 

Introduetion 

1.1 Ultimate Properties 

The main feature which sets polymers apart from other materials are the constituting 

elements: long chain macromolecules. The main characteristic of the macromolecular 

chain is that the chemical bonding is strong and directional along the chain whereas 

usually only weak secondary (e.g. Van der Waals) interactions exists between the 

ebains in the case of apolar polymers and occasionally hydrogen-bonding for example 

in polyamides. 

Polymerie materials were usually not associated with impressive mechanical properties 
for engineering purposes. In fact, the generic term "plastic" for (thermoplastic) 

polymerie materials is indicative for the generally expected mechanical performance. 

However, in the past two decades impressive progress bas been made in exploiting 

the intrinsic properties of the macromolecular chain in producing high-strength/high

stiffness structures viz. fibres and tapes. Amongst the various developments in the 

area of these so-called high-performance fibres, two major routes can be discerned 

which are completely different in respect of the base materials, respectively rigid 

chain molecules as opposed to flexible macromolecules. The prime examples of rigid 
chain polymers are the aromatic polyamides, notably poly(p-phenylene 

terephthalamide ), PPT A Fibres based on aligned PPT A macromolecules are 

produced by DuPont (Kevlarj and AKZO (Twaron®) with Young's moduli of 90 GPa 

and tensile strengtbs of 3 GPa. The prime example of a high-performance fibre based 

on flexible macromolecules is (high molecular weight) polyethylene. High-strength 

polyethylene fibres are produced by DSM (Dyneemae) via solution-spinning of ultra

high-molecular-weight polyethylene foliowed by an (ultra)drawing process. The 
paramount factors · controlling drawability and related tensite properties are 

understood in molecular terms. Upon dissolution of ultra-high-molecular weight 

polyethylene, the long chain macromolecules become disentangled and the 
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disentangled structure is retained upon quenchingfcrystallization in the gel or solid 

state. Ultra-drawing in the solid state, in a temperature range close to but below the 

melting point, is feasible since the polyethylene crystals do not resist deformation and 

the number of entanglements which act as physical crosslinks on the time scale of the 

drawing operation have been removed to a large extent during the dissalution 

procedure. The maximum draw ratio, l.l1llW is related to the square root of the 

molecular weight between entanglements Me, l.max "" Me 1/2, whereas Me is inversely 

proportional to the polymer volume fraction cp in solution, see equation (1.1) for the 

dependenee of l.max on Me and cp 1
• 

(1.1) 

In contrast with the ultimate properties like stiffness and strength, the nltimate 

toughness of polymerie materials, another important engineering property, is poorly 

understood as demonstrated by numerous papers with oonflicting views and often 

system related spedfic results which lack generality. 

Toughness can be considered, in a first approximation, as the work to break during 

( tensile) deformation viz. the area of the stress-strain curve during toading the 

specimen to failure. In this respect, toughness should be related to the deformation of 

an entanglement network rather similar to tensile drawing for obtaining high

strengtb/high-modulus oriented fibrous structures. 

In contrast with crystallizable polymers like polyethylene and polypropylene, the 

entanglement network in the case of amorphous polymers can not be changed via a 

dissolution procedure. Disentangling can be achieved by dissolving the amorphous 

polymer but the disentangled state cannot be made permanent via crystallization and, 

consequently, upon removal of solvent, re-entangling occurs. Hence, in the case of 

amorphous, glassy polymers, the entanglement network is dictated by the 

macromolecular chemical structure (see section 1.2). Information concerning the 

entanglement network structure in the solid state can be obtained via equilibrium 

rheological measurements since the molecular weight between entanglement nodes, 

Me, can be derived from the rubber plateau modulus in the melt 2 (see section 1.2). 

In this respect, polystyrene can be oonsidered as a rather loose network, the value for 

Me is appr. 20 kg mol"1 to be compared with polycarbonate and polyethylene, Me is 
appr. 2 kg moi·1 3

. 
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Transferring the basic principles of drawing (disentangled) semi-crystalline polymers 

(read: polyethylene) one would expect polystyrene to be a rather tough polymer in 

comparison with polycarbonate. The maximum or natural draw ratio can be 

estimated from Me and is expected to be appr. 4 or an elongation at break of about 

300% 4• In the early eighties, Kramer et al. 5 performed pioneering and elegant 

experiments which showed that the maximum extension ratios in craze fibrils and 

shear deformation zones in amorphous glassy polymers, including polystyrene and 

polycarbonate, corresponded with the natural draw ratio calculated from Me using 

equation (1.1), <p = 1. These important experiments demonstrate that the basic 

principles viz. the maximum draw ratio is determined by fully stretching the molecular 

strands between entanglement nodes, can be applied during deformation of glassy 

amorphous polymers. 

In actual practice, however, polystyrene is the paradigm of a brittie polymer with a 

macroscopie elongation at break of 1-3% whereas polycarbonate is considered to be a 

tough engineering plastic. This paradox initialed the present study and is the main 

issue for this thesis. 

1.2 Molecular Network Structure 

Using small-angle neutron scattering, Kirste et al. 6 demonstrated that the 

conformation of macromolecules of amorphous polymers in the glassy state is equal 

to its conformation in a Theta solvent (and in the melt), i.e. the so-called unperturbed 
chain. 

From viscosity measurements performed on melts of polystyrene it is known that 

above a certain critica} molecular weight of polystyrene the viscosity suddenly strongly 

increases: see figure 1.1 1
• 

This effect is attributed to entanglement coupling; above a certain critica} molecular 

weight (Mcr) entanglements are formed. The formation of entanglements above the 

critical molecular weight can also be notleed in an evaluation of the storage modulus, 

G', of narrow-distribution polystyrenes with varying molecular weight as a function of 

the reduced frequency (see figure 1.2) 8
• 
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Figure 1.1 

Figure 1.2 
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Log-log plot of reduced melt viscosity as a function of weight-average 

molar mass for polystyrene (reproduced with pennission from reference 7) 
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Storage modulus of nan-ow-distribution polystyrenes, plotted logarithmically 

against frequency reduced to 160°C as a function of the viscosity-average 

molecular weight: (A) 59; (B) 215; (C) 580 kg mot1 (reproduced with 

pennission from reference 8) 

The storage modulus reveals a plateau region above the glass transition. The so-called 

rubbecy plateau becomes more pronounced with an increasing molecul~ weight, i.e. 
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longer relaxation times of the polymer chains. However, the height of this plateau, 

GID remains unchanged upon increasing the molecular weight above the critical 

value. SimHar to the rheological behaviour of crosslinked rubbers above their glass 

transition temperature, GNo can be related to an average molecular weight between 

nodes of enhanced friction (i.e. entanglements in the case of thermoplastic polymers; 

and crosslinks for chemically cured thermosets ). 

Also in the glassy state the effect of entanglement coupling can be noticed. In figure 

1.3 the dependenee of the fracture stress upon molar mass is shown for poly(methyl 

methacrylate) according to Vincent 9
• 

Figure 1.3 
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50 • 
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Dependenee of fracture stress, a1 , of poly(methyl methacrylate) upon 

number-average molar mass measured at -196°C (reproduced with 

permission from reference 9) 

At a number-average molecular weight of approximately 50 kg mor1 a rather abrupt 

increase in fracture stress can be observed. The molecular weight at which this 

sudden increase in fracture stress occurs is experimentally found to be correlated with 

the value of Me 10
• 

Wu 3
•
11

•
12 proposed a correlation between chain stiffness ( characteristic ratio, C..,) and 

average molecular weight between entanglement nodes, Me. Although the theoretical 

evaluation and interpretation of the data is highly speculative with respect to the 
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physical reality ( especially the assumption of a binary hooking type of en tangtement 

nodes; see discussion in reference 13
), the experimentally determined correlation 

between the entanglement molecular weight, Me, and C... is clearly demonstrated. In 

Wu's analysis Me is expressed in terms of the number of real and virtual skeletal 

bonds within an entanglement strand (Nv). In figure 1.4 this number of statistkal units 

in an entanglement strand, Nvo is shown versus the characteristic ratio. 

3.50 

0 
3.00 

z 2.50 erazing 

"' 0 
...1 

2.00 

1.50 

1.00 
0.20 0.60 1.00 1.40 1.80 

Log Cco 

Figure 1.4 Log Nv versus log C", plot for 44 polymers (reproduced with pennission 

from reference 3) 

Nv and, consequently, also Me prove to be proportional to the square of the 

characteristic ratio: 

(1.2) 

and: 

(1.3) 

Polystyrene possesses a relatively stiff chain due to the presence of the large phenyl 

rings that hinder the rotational movement within the backbone of the polymer chain 

(C.., = 10.8) and, consequently, its molecular weight between entanglements is 

estimated to be 20 kg mot1
• Polycarbonate of bisphenol-A, on the other hand, has a 

very flexible backbone and possesses very low values of C.., (2.4) and ~ (2 kg mol-1
). 
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1.3 Natoral Draw Ratio 

In section 1.2 it bas been pointed out that the molecular conformation of amorphous 

glassy polymers cao be characterized by a eertaio average molecular weight between 

network nodes. These network nodes cao be both physical and chemica! of nature. 

Following the principles of network drawing, as discussed in section 1.1, a theoretica! 

maximum draw ratio of a single strand in the polymer network:, assuming no chain 

slippage or breakage takes place, cao be given by 4.5: 

l, 
À =
- d 

(1.4) 

where Ie is the chain contour length and d the root-meao-square end-to-end distance 

between junction points in the network (i.e. mesh size). According to Kramer 4.s the 

value of Ie is given by: 

l0 M, 
l = -
e M 

IJ 

(1.5) 

where ~ and M0 are the average projected length of a chain segment along the chain 

and its molecular weight respectively. The value of d is related to the polymer 

network structure via 4.5: 

(1.6) 

where k is a constant that cao be determined from neutron scattering measurements 

of the radius of gyration of molecular coils in the glass. 

Combining equations (1.4), (1.5) and (1.6) results in: 

1 
À = _o_ MI/2 

max kM e 
IJ 

which cao be related to the network density via: 

P NA 
V=-

e M 
e 

(1.7) 

(1.8) 
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resulting in: 

(1.9) 

in which p is the density and NA is Avogadro's number. Equation (1.7) is a more 

detailed version of equation (1.1). 

Typical values of the theoretica! draw ratio of amorphous glassy polymers vary from 

4.8 for poly(tert-butylstyrene) 14
, i.e. a elangation tobreakof 380%, to less than 1.2 15

, 

i.e. a elangation to break of 20%, for a densely crosslinked thermosetting polymer. 

For the latter type of amorphous polymers equations (1.7) and (1.9) are still 

applicable if 'Me' and 'v e' are replaced by 'Me' (i.e. the molecular weight between 

crosslinks) and 'vc' (i.e. crosslink density) respectively. 

1.4 Deformation Mechanisms 

The experimentally derived (macroscopie) elongation to break is often much lower 

than the theoretica! value, lmax· The macroscopie elongation to break of polystyrene 

for instanee is only 1-3% compared to the 300% as expected from its network density 

(see section 1.1). The reason for this contractietion is related to the fact that 

deformation is only occurring localized in the sample in the so-called deformation 

areas. Two types of localized deformation mechanisms are known for the group of 

amorphous glassy polymers: erazing and shear yielding (see section 1.4.3 for a 

classification). 

1.4.1 erazing 

A craze can be described as a micro-crack bridged by polymer fibrils. Within the 

craze structure many microvoids can be found. These microvoids develop in a plane 

perpendicular to the maximum principle stress. In contrast to a true crack, erazes are 

load hearing due to the preserree of bridging fibrils. The thickness of these fibrils 

strongly depends on the type of polymer, e.g. air grown erazes in PS have typical fibril 

diameters of 5 to 20 nm 16
• In figure 1.5 a transmission electron micrograph of a craze 

structure in styrene-acrylonitrile copolymer is shown. 
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Figure 1.5 Transmission electron micrograph of a craze in styrene-acrylonitrile 

copolymer (reproduced with permission from reference 17) 

The craze structure consists of numerous fibrils running across from one craze 

interface to the other. These main fibrils are interconnected by somewhat thinner, so

called cross-tie fibrils 18
• Since erazing involves the formation of microvoids, erazing is 

always accompanied by an increase in volume and is favoured by a large dilatational 

component of the stress tensor 19
• This latter condition can often be found ahead of a 

crack tip or in the vicinity of dust or other foreign particles, sharp edges and other 

types of inhomogeneities. Several types of erazes are reported in literature varying in 

coarseness of the microfibrillar structure, as reviewed extensively by Miehier 20-
22• In 

principle, the size of erazes is not limited since the growth of a craze occurs via 

drawing unfibrillated polymerie material from the bulk into the craze structure 4
• 

Therefore, a classification of erazes by length or thickness as proposed by 

Miehier 2
0-

22
, is irrelevant in retrospect. Only, in front of a crack tip the maximum 

thickness of a craze is limited due to the presence of cross-tie fibrils as explained by 

Brown 23
• 

Recently, several studies have been reported in literature on the prediction of the 
macroscopie G1c fracture toughness from a molecular point of view where localized 
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deCormation is considered 23•24• Brown 23 calculated the fracture toughness of polymers 

that tend to form erazes ahead of a crack tip. He derived an analytica! equation for 

the value of G1c that scales with the square of the breaking force of the chain 
molecules and the square of the density of entangled strands at the crack-tip 
interface. 

1.4.2 Shear Vielding 

Shear yielding involves plastic deformation that can be either in a very localized form, 

or in a homogeneous manner, and occurs without any volume change. Localized shear 

deformation arises from instahilities during homogeneous yielding that are induced by 

geometrie irregularities 25•27 (neck formation as a consequence of slight variadons in 

cross sectionat area) and/or the supposed intrinsic strain softening character of the 
polymerie materiaL Recently, new insights were obtained concerning the supposed 

intrinsic strain softening character of polymerie matenals and it was demonstrated 

that necking is caused by a mechanica! (and to a lesser extent: thermal) runaway of 

(initially) small instahilities due to the strong non-linear strain rate dependenee of the 

yield stress 28
• Shear yielding preferentially occurs in relatively densely entangled ( or: 

crosslinked) polymers (see section 1.4.3) and is favoured when conditions that tend to 
promote erazing are suppressed (e.g. appliance of hydrostatic pressure). Figure 1.6 

shows an optical micrograph of a polycarbonate sample viewed between crossed 

polars uniaxially deformed just past the yield point at room temperature. 

Figure 1.6 Microshear bands in a polycarbonate sample that has been uniaxially 

deformed just past yield at room temperature viewed between crossed 

polars (laad direction: horizontal) 
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At an angle of approximately 45°C (direction of maximum shear stress) sharp shear 

bands are visible. Various types of shear bands are listed in literature termed 

mieroshear bands or diffuse zones. According to Bowden et al. the differences in 

shear band structure mainly arise from their differences in growth speed 29
• 

1.4.3 Crazing versus Shear Vielding 

Wu proposed 11 that polymers that tend to deform by erazing possess network 

densities lower than 9xl<f5 ebains m·3 (or: values of C., ~ 7.5) and polymers that 

deform by shear yielding have network densities above the value of 9xlOZS ebains m·3 

(i.e. C., s 7.5; see vertical line in figure 1.4). This classification arises from a 

comparison of the craze initiation stress with the shear band initiation stress for a 

large number of amorphous glassy polymers. At a network density of approximately 

9xlOZS ebains m·3 the eraze initiation stress roughly equals the shear band initiation 

stress, below this network density the craze initiation stress is lower than the yield 

stress and erazing prevails. 

A physical explanation for this network density dependent transition in the 

deformation mechanism, occurring at a network density of 9xl<f5 ebains m·3, bas been 

proposed by Kramer et al. 4
• They aseribed this transition to the fact that an 

increasing network density results in a higher surface tension which hampers the void 

formation process of crazing. Henkee 15 confirmed this hypothesis by inducing a 

transition from erazing to shear yielding in polystyrene (PS; a typical craze deforming 

polymer) at room temperature as a result of electron beam irradiation of the 

materiaL The electron beam irradiation induces crosslinking (at very high irradiation 

doses because PS is relatively inert to electron beam irradiation) of the polystyrene 

resulting in an increased network density (i.e. the total of physical entanglements and 

cbemical crosslinks ). 

The experimental observations of a erazing-sbear yielding transition depending on the 

entanglement density of the amorphous glass are also, at least qualitatively, confirmed 

by calculations performed by Termonia and Walsh 30
• They modelled the deformation 

behaviour and mechanica! properties of polymerie glasses by taking into account the 

role of the interactive forces between macromolecular ebains as well as chain slippage 

through entanglements. The network structure can deform elastically (0 - 2% 

elongation) and plastically. Plastic deformation occurs via stretching or slippage 
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(disentanglement) of the entanglement strands, depending on the strain rate and local 

stress state. Via a two-dimensional Monte Carlo simulation the minimum energy state 

is retained after each increment in strain. These calculations clearly demonstrate a 
transition from a erazing to shearing mode of deformation with an increasing network 

density. This transition is visualized if the network structure is observed after a 

certain deformation. If erazing prevails 'holes' can be observed in the molecular 

network. These holes are either the result of disentanglement, or are due to chain 

breakage. At higher network densities, shear yielding is observed as indicated by the 

absence of 'holes' in the network structure, instead homogeneaus deformation is 

observed. It has to be noted that these model calculations have to be interpreted only 

qualitatively, since the thickness of the calculated fibrils differs considerably from the 
experimentally determined values. 

The applicability of the network density classification proposed for the transition from 

erazing to shear deformation according to Wu 11 is very limited since the transition is 

highly influenced by the testing conditions applied. For instance, straining of a typical 

shear deforming polymer like polycarbonate at elevated temperatures, instead of 

room temperature, results in a transition from shear yielding to crazing. This is 

explained by Donald 31 in terrns of disentanglement crazing: high temperatures 
enhance the disentanglement process during deformation resulting in a less densely 

entangled network structure that tends to deform by crazing. 

1.5 Natoral Draw Ratio versus Local Strain 

Kramer et al. compared the theoretica! extension ratio of the molecular network of a 

large group of amorphous polymers O·max; see equation (1.7) or (1.9)) with the local 

extension ratio in a craze or shear deformation zone 14
•
15

•
32

•
33 using the technique 

introduced by Lauterwasser and Kramer 16
• The extension ratios in a craze fibril or 

within a shear deformation zone can be determined from optical densitometry of 

transmission electron micrographs of these structures. Figure 1. 7 summarizes some of 

the results of their studies: the craze fibril extension ratio, Äcraw and the extension 

ratio in a shear deformation zone, Ä0 z, are plotted versus the natural draw ratio 

(which is a network characteristic fora polymer). 

In figures 1. 7a and 1. 7b data are presented obtained from measurements on entangled 

thermoplastic polymers. Similar results are publisbed by Kramer et aL on chemically 
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crosslinked polymers 15
• 

Figure 1.7 
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(a) Craze fibril extension ratio lcraze versus the maximum extension ratio of 

an ideal entanglement network, lmax (assuming no chain slippage or 

scission); and (b) extension ratio in a defonnation zone, lnz, versus lmax 

(reproduced with pennission from references 14,15,32,33) 

Independent of the type of network structure (entanglements or crosslinks), a clear 

correlation can be observed between the value of Àmav on one hand, and the value of 

Àcraze and Äoz, on the other hand. For the shear deforming polymers roughly 60% of 
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the theoretical draw ratio is measured inside a deformation zone. In the situation of 

craze deforming polymers a one-to-one correlation seems · plausible, however 

additional experiments revealed a large destruction of the original entanglement 

network during the craze formation 34
• Hence, the one-to-one correlation is somewhat 

misleading for the erazing situation since the actual (local) network structure 

possessed a higher value of Àmax after the craze formation (Àmax, arter)· Consequently, 

roughly the same discrepancy between the natural draw ratio (after craze formation) 

and the value of Àcraze (Àcraze / Àmax, after = 0.6) as found between the natura! draw 

ratio and Àoz results. 

1.6 Toughness Improvement in Practice 

To improve the macroscopie toughness of amorphous glassy polymers several 

approaches have been proposed in the literature. In principle, two possibilities exist to 

increase the macroscopie toughness: (i) addition of a plasticizer and (ii) initiation of 

multiple deformation mechanisrns in a large volume of the material induced by the 

presence of a low modulus dispersed phase. Both methods will be reviewed briefly. 

1.6.1 Plasticization 

The addition of a plasticizer is a relatively simple technique td improve the 

macroscopie toughness of the amorphous polymer 19
• The plasticizer lowers the yield 

stress of the polymer and can, consequently, increase the elongation at break of the 
polymer. The disadvantage of this approach is the (undesired) decrease in modulus, 

glass transition temperature and yield strength of the polymerie material. Recently, 

the concept of controlled local plasticization has been introduced by Argon et al. 35.36. 

This metbod is based on the principle of increased solubility under the influence of 

high negative pressures. Such high negative pressures are supposed to occur for 

instanee in the active zone of a widening craze. Hence, only local plasticization occurs 

in the region of the deformation mechanism. Therefore, the disadvantages of the 

addition of a 'traditional' plasticizer would be minimized to only a minor decrease of 

Young's modulus and tensile strength. Recently, however, it has been.shown for the 

model system polystyrene/polyisobutylene (PS/PIB) 37, where the solubility of the PIB 

can be increased in a controlled manner (by a decrease of the molecular weight as a 

consequence of electron beam irradiation), that a substantial change in solubility did 

not result in any change of the mechanica! properties of the blend. Therefore, the 
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applicability and practical relevanee of the rnechanisrn proposed by Argon to impact 

toughening of polymerie systerns must be questioned seriously. 

1.6.2 Rubber Moditication 

The most frequently applied metbod to imprave toughness of polymerie systerns in 

general is the addition of dispersed rubbery particles. The function of these particles 
is to generate nurnerous stress concentradons tbraughout the polymerie matrix 38

•
39

• 

As a result, multiple deforrnation rnechanisrns are initiated in the matrix and multiple 

erazing or multiple shear deformation is induced. The rubbery phase only marginally 

contributes to the toughness of the overall cornposite 40
• 

Multiple Crazing 

The influence of various parameters (like rubber-phase volurne fraction, rubber 

partiele size and degree of adhesion between the rubbery particles and the matrix) 

have been given a lot of consideration since the introduetion of the first commercial 

type of high impact polystyrene (HIPS) in 1948 38.4144
• The elangation to break of 

polystyrene can be increased by optirnizing the variables rnentioned above, up to a 

value of about 30%. Even if the testing conditions becorne more severe (i.e. high 

strain rates, notched impact testing at low ternperatures) the toughening effect of the 
dispersed rubbery particles remains 38.43

• 

Although an enorrnous amount of papers can be found in literature dealing with 

rubber-toughening of eraze-deforming polyrners, only a few systernatic studies reported 

on the influence of rubber-phase volurne fraction and partiele size on the rubber

toughening efficiency 4448
• Bucknall et al. studied the influence of rubber-phase 

volurne fraction on the notched Charpy impact strength of polystyrene by diluting a 

standard HIPS sample with pure PS 47
• A sharp decrease in impact strength is 

observed below a certain rubber-phase volurne fraction which was explained in terrns 

of an altered local stress state of the matrix phase. The same authors investigated the 

influence of partiele size on the notched Charpy impact strength of rubber-rnodified 

polystyrene, and the toughening efficiency of the rubbery particles is found to 

decrease below a diameter of 1 1-'ffi 48
• The explanation for this observation is given 

by Donald and Kramer 49.5° in a separate paper where the detailed rnechanisrns of 

craze initiation, growth and breakdown around rubbery particles in thin films of HIPS 
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and acrylonitrile-butadiene-styrene copolymer (ABS) were studied using transmission 

electron microscopy. They demonstrated that erazes are rarely irntiated in polystyrene 

by particles having a size below 1 #J.ID and it was suggested that the stress 

concentration induced by the rubbery partiele must act over a eertaio crideal distance 

in order to initiate crazes, since the distance over which the stress concentradon of a 

rubbery partiele acts is directly proportional its partiele size. This critica! size, below 

which the toughening efficiency decreases, depends on the type of polymerie matrix as 

clearly reported in a review paper of Wu 11
•
12

• The observation of a minimum partiele 

size to initiate erazes automatically explains the occurrence of an optimum partiele 

size for a given concentradon rubbery particles since this optimum partiele size is 

equal to the minimum partiele size below which erazes cannot be generated. So-called 

optimum partiele sizes are reported in literature varying from 2.5 #J.ID for polystyrene 

down to 0.25 #LID for poly(methyl methacrylate) 11• 

The influence of adhesion between the rubbery phase and the matrix on the Izod 

impact strengtll of rubber-toughened polystyrene bas been reported by Van Gisbergen 

et al. 51
-
53

• 1t was shown that the impact properties of polystyrene/Ethylene-Propylene

Diene Monoroer (EPDM) blends can be improved significantly with electron beam 

irradiation when a suitable compatibilizer is used (in their experiments a styrene

butadiene diblock copolymer). Differences in morphology and crosslinking of the 

dispersed phase could be eliminated as explanations for the observed phenomenon 

due to the experimental setup used. Hence, a change in interfacial adhesion is the 

most plausible explanation. 

Only recently, the precise function of the dispersed etastomer present in craze

deforming matrices has been ciarifled by Bubeck et al. 54 who performed reai-time 

small-angle X-ray scattering measurements on rubber-modified craze-deforming 

thermoplastics. These experiments unambiguously demonstrate the occurrence of two 

distinct events during loading of rubber-modified craze-deforming thermoplastics. The 

first step of plastic deformation is the internal cavitation of the rubbery particles 

teading to microvoids within the dispersed spheres. Subsequently, erazes are initiated 

at the equator of the rubbery particles while the microvoids within the rubbery phase 

are prevented from coalescence to farm larger voids (which could lead to premature 

crack initiation) as a result of a moderate degree of crosslinking of the rubbery phase. 
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Multiple Shear Deformation 

The influence of dispersed rubbery particles on the macroscopie toughness of shear

deforming thermoplastic polymers has been studied extensively by Wu 55,s6 and 

Borggreve 57 for the semi-crystalline Nylon-6/EPDM-rubber model system. For shear

deforming polymers it has been demonstraled that, independent of the rubber-phase 

volume fraction and partiele size, the maximum degree of toughness can be obtained 

on a macroscopie level if the polymerie material is made locally thin below the critical 

matrix ligament thickness (IDc). The value of the critical matrix ligament thickness is 

related to the testing temperature 57
• In figure 1.8 the value of IDc is shown as a 

function of testing temperature for Nylon-6. 

Figure 1.8 

1.00 

0.80 

Ê 
0.60 

3 
ë • 0.40 

0.20 

0.00 
·50 ·30 ·10 10 30 50 70 90 

Temperature (•C) 

Critical matrix ligament thickness !De versus temperafUre for 

Nylon-6/rubber blends (reproduced with permission from reference 57) 

Above a temperature of 50"C a steep increase in critical thickness is observed due to 

the approach of the glass transition temperature of Nylon-6 (60°C). Below this 

temperature the value of IDc only moderately increases with increasing temperature, 

independent of the glass transition temperature of the Nylon-6 matrix or the 

dispersed EPDM rubber-phase 57
• The physical explanation for this critical thickness, 

below which the polymer reveals this maximum degree of ductility, is not fully 

understood. Several explanations have been proposed by Margolina and Wu 58 and 

Sjoerdsma 59 based on percoladon of yielding ligaments, however, no convincing 
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experimental verification was given for any of the explanations proposed. 

An important feature of these rubber-modified shear-deforrning thermoplastic 

polymers bas been demonstrated by Borggreve et al. 60
•
61 who have shown a 

pronounced influence of the mechanica! properties of the dispersed elastomeric phase 

on the brittle-to-tough transition of Nylon-6 blends. Chou et al. 62
•
63 have 

demonstrated for the system polypropylene (PP) blended with Ethylene-Propylene 

rubber (EPR; dispersed phase) that a brittle-to-ductile transition can not only be 

realized by a change in testing temperature, but also by a change instrain rate. 

Thermosetting polymers also suffer from brittie fracture, especially under relatively 

severe testing conditions. Due to the high network density (i.e. crosslink density), 

thermosetting polymers deform by shear deformation, although very recently, Sue et 

aL reported the observation of erazes in a moderately crosslinked 

1,2-dihydrobenzocyclobutene-Maleirnide resin 64
• The high network density of these 

materials, lirnits their intrinsic toughness through their low natural draw ratio (see 

equation (1.9)). Therefore, rubber-modification in these systems can only result in a 

marginal toughness improvement. An excellent review on toughening mechanisms 

occurring in (rubber-modified) epoxides has been publisbed by Garg and Mai 65
• 

Several systematic studies on the influence of crosslink density on the toughen-ability 

of chernically crosslinked polymers are reported in literature where the influence of 

the dispersed toughening agent has been studied as well 66-68. Compared to 
I 

thermoplastic polymerie systems the toughening concepts . do not differ much for the 

thermosetting polymers with respect to the addition of a dispersed phase of lower 

modulus. However, also alternative toughening concepts are applied comprising crack

tip bifurcation, crack-tip bridging, etc. 69 that furthermore only result in a marginal 
toughness improvement. 

1. 7 Sc"Üpe of tbe Thesis 

The original experiments performed by Kramer et al. in the 1980's 4 resulted in a 

considerable progress in the understanding of toughness from a molecular point of 

view. However, the comparison of the local strain level within a deformation area 

with the theoretica! strain to break of stretching the molecular network structure to 

its full extension was, up to now, of no relevanee to the macroscopie toughness of 



Introduetion 19 

polymerie systems. Illustrative in this context is the paradox between the theoretical 

draw ratio of the entanglement network of polystyrene (300%) and the macroscopie 

elongation to break of only 3%: i.e. two orders of magnitude difference. Because, on 
a microscopie scale, the theoretica! draw ratio can be approached (inside erazes or 
shear bands), it can be expected that a transition from brittie to ductile deformation 

occurs upon changing the sample dimensions (from 'macroscopie' to 'microscopie'). 

Experiments performed by Wu 55.56 and Borggreve 57 with the Nylon-6/rubber system 

clearly revealed an influence of (local) dimension of the polymerie material (ligament 

thickness between rubbery particles) on the brittle-to-ductile transition of the blends. 

The physical explanation for this transition as well as the more general validity of this 
dimension-induced brittle-to-tough transition are not given. 

Since toughness on a microscopie scale (i.e. in the localized deformation zones) can 

be well understood from a molecular point of view (see section 1.5), the critical 

dimension below which amorphous glassy polymers macroscopically deform up to the 

theoretica! strain to break, is investigated. Basically, the concept of a critical thickness 

is introduced in chapters 2, 3, 4 and 5. In chapters 6 and 7 some refinements 

coneerDing the characteristics of the model systems are made, while in chapter 8 the 
concept is applied to some practical systems. 

For thermoplastic polymers having different entanglement densities (polystyrene: 

chapter 2; polystyrene-poly(2,6-dimethyl-1,4-phenylene ether) (PS-PPE) blends: 
chapter 3) and thermosetting polymers with varying crosslink densities (epoxides 

based on diglycidyl ether of bisphenol-A: chapter 4) the local dimensions are 

decreased in one (films) or two directions (ligaments between non-adbering rubbery 
particles) by a control of the microstructure. Below a crideal (local) size, the sample 
macroscopically demonstrates the maximum degree of ductility, oomparabie with the 

theoretica! strain to break. The occurrence, and network density dependence, of the 

critical dimension is modelled in terms of an energy based criterion (chapter 3). The 

influence of temperature and strain rate on the value of the critical thickness of the 

thermoplastic PS-PPE model system is studied in chapter 5 and relatively easily 

interpreted based on the model introduced. 

In chapter 6, the deformation behaviour of thin PS-PPE films is studied in more 
detail compared to chapters 2 and 3 and the existence of two, rather than one, critica! 
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thicknesses in multilayered films is explained. The influence of. the type of network 

structure on the critical matrix ligament thickness is studied for PS-PPE networks in 

chapter 7. High molecular weight PPE networks diluted with low and high molecular 

weight PS are compared at a constant value of the network density. 

Since in practice often a considerable degree of adhesion is present between the 
dispersed rubbery phase and the matrix (in order to obtain a fine dispersion in the 
compatibilized melt-mixing process), in cbapter 8 tbe influence of adhesion on tbe 

critical thickness is discussed. Polycarbonate blends containing rubbery particles that 

are adbering to tbe matrix and, consequently, can only generate a local thickness as a 

result of cavitation andjor detacbment of the rubbery particles, are compared with 

blends containing non-adbering rubbery particles. The superiority of 'holes' is clearly 

demonstrated. 

Finally, in cbapter 9 some general conclusions are made with respect to tbe ultimate 
toughness of amorpbous glassy polymers and directions are marked for a further 

development of the understanding of toughness of polymerie structures (controlled 

toughness combined with a manageable decrease in stiffness and strength). 

Unambiguous explanations can easily be given for (apparently) Contradietory 

conclusions that arose in this introductory chapter 1, based on the general insights 

obtained in the ultimate toughness of amorphous glassy polymers. As an example the 

'primus inter pares' of a tough amorphous glassy polymer is presented: a polystyrene 

foam-like structure. Preliminary results on the preparation of high-density ( -0.7 

g cm-3) foams are presented containing sub-micron cell-wall dimensions. 

The thesis is based on a coneetion of papers which have been publisbed in, or have 

been submitted to, various joumals m-78
• Furthermore the author bas contributed to 

some papers on related subjects which are not presented in this thesis 79
-85. 
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Chapter 2"' 

The Concept of a Critical Thiclmess 

2.1 Introduetion 

The toughness of polymerie systems bas been studied extensively in the past. The 

paramount factors governing fracture, deformation and ultimate ductility, however, 

are still a matter of debate t-6. Toughness is determined by extrinsic variables such as 

sample dimensions, notch geometries, testing speed and temperature, and intrinsic 

parameters such as the molecular structure and microstructure or morphology of the 

specimen onder investigation. 

Recently, important contributions have been made towards a better onderstanding of 

the relationship between (ultimate) toughness and molecular structure, or micro

structure, of polymer blends 7
-
11

• In the case of glassy, amorphous polymers, the basic 

approach is that the entanglement net-work is retained upon quenching in the glassy 

state. The characteristics of the entanglement network, like the molecular weight 

between entanglements, Me, can he estimated in the melt from the apparent rubber 

plateau modulus. Based on this analysis, one could distinguish between loosely and 

highly entangled glassy, amorphous polymers. Applying the classical concept of rubber 

elasticity, the maximum draw ratio of a network, lmax• scales with M/12
• Since the 

yield stress of glassy polymers only varles within the range of 50-80 MPa, the 

toughness, i.e. the work to break, is mainly determined by the strain at break of 

stretching the entanglement network to its maximum elongation. Following this simple 

analysis, which bas been used before in drawing semi-crystalline polymers in the solid 

state 12
, one easily derives that polystyrene (PS) possesses a lmax of 4.2 (320%) and 

polycarbonate (PC) a lmax of 2.5 ( 150% ). In this perspective, PS is more ductile than 

• This chapter is reproduced, in part, from: 

1. Van der Sanden, M.C.M., Meijer, H.E.H. and Lemstra, PJ. Polymer 1993, 34, 
2148 
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PC. 

In actual practice, however, one observes experimentally that PS is macroscopically 

brittie with a strain at break of less than 5%, whereas PC possesses a strain at break 

of approximately 100%, hence close to the theoretica! limit. The premature fracture 

of PS is related to the uncontrolled erazing process. Upon deformation, erazing occurs 

random and locally, i.e. only the fibrils bridging the erazes are elongated. Kramer and 

Donald 8
•
9 have shown that locally, inside a craze fibril or inside a plane-stress 

deformation zone O·craze• and Änz• respectively), the extension ratio correlates very 

well with the theoretica! value (ÄmaJ· 

A well known technique to control the local deformation mechanism is to add a 

second phase in the form of dispersed rubbery particles 1
•
13

• An important parameter 

in these systems is the 'Interparticle Distance' (ID) as demonstrated by Wu 10
•
11 and 

Borggreve 14-16• 

In this chapter, we wish to introduce the concept of a critica} thickness below which 

brittie samples become ductile. PS is taken as the model system. Tapes consisting of 
alternating layers of polystyrene and polyethylene (PE) were prepared in order to 

investigate the influence of the PS layer thickness on the tensile deformation process. 

The concept of a minimum thickness is also transformed to a standard (3 mm thick) 

PS system in which the crideal thickness is achieved locally by introducing non

adbering rubbery particles, i.e. the equivalence of holes. 

2.2 Experimental 

2.2.1 Sample preparation 

PS and PE were coextruded using a Multiflux static mixer 17
•
18

, into thin laminated tapes possessing a 

total thickness of appr. 0.3 mm, a width of 10 mm and infmite lengtb, containing a varying number of 

layers (from 8 up to 1024). PS and PE were used in five different proportions: PS/PE: 100/0, 75/25, 

50/50, 25/75 and 0/100. Tbe principle of the static mixer is outlined in figure 1. 1. Starting witb parallel 

layers of botb polymers (stage A, figure 1.1) tbe layers are split up and compressed vertically in opposite 

directions (stage B, figure 1.1). Subsequently, an extension in horizontal direction results in double the 

number of layers (stage C, figure 1.1). If the number of elements is increased, so too is the total number 

of layers (power of 2). 
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Figure 1.1 

3 

A 

B 

c 

Principle of the Akzo MultiJlux static mixer. One element is shown. In the te:xt, 1 is refe"ed 

to as the vertical direction, 2 the horizontal direction and 3 the direction of flow 

The extrusion temperature was 2oo•c and the total fdm thickness was kept constant (0.3 mm). The PS 

was of commercial grade (DOW, Styron 638) with a molecular weight of 70 lçg mol"1 and a polydispersity 

index of 2.85. The polyethylene was a general-purpose type supplied by DSM (LDPE 1808 AN). Small 

dumb-bell shaped tensile specimens were machined parallel to the direction of extrusion according to 

ASTM D 1708. In order to exclude any influence of orientation on the mechanica! properties, the tapes 

were annealed at so•c during at least 24 hours. 

Moulded PS samples, containing varying amounts of oore-sheli rubber (10-60 wt%) in order to obtain a 

small ligament thickness between the particles, were prepared in a co-rotating twin screw extruder 

(Werner and Pfleiderer ZSK 25) with a standard screw geometry, at an average barrel temperature of 

125•c. In order to investigate the influence of adhesion between the rubbery particles and the matrix on 

the tensile properties of rubber-modified PS, two different types of oore-sheli rubber were used: a non

adbering type-I and an adhering type-U. Type-I core-shell rubber was a commercial grade supplied by 

Rohm and Haas Co. (Paraloid EXL 3647: styrene-butadiene core and a poly(methyl methacrylate) 

(PMMA) shell). The adhering rubbery particles (type-U) consisled of a styrene-butadiene core and a 

polystyrene shell, and were an experimental type of core-shell rubber kindly supplied by the General 

Electric Company. The size of the particles was in the range of 0.1-0.3 f.JID. Extruded strands were 

quenched, pelletized and subsequently injection-moulded (Arburg Allrounder 220-75-250) into dumb-bell 

shaped tensile bars (DIN 53 455) at a temperature of zoo•c. In order to perform dilatometric 

measurements, a fraction of the pelletized matenals was compression-moulded into sheets, possessing a 

thickness of 3 mm. These sheets were machined into reetangolar shaped specimens with a length of 100 

mm and cross-sectional dimensions of 3 mm x 10 mm. 
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2.2.2. Mecbanical testing 

Before mechanical testing, both the injection-moulded and the compression-moulded tensile bars were 

annealed at SO"C for 24 hours. Both the dumb-beU shaped layered samples of PS and PE and the dumb

beU shaped rubber-modified PS samples were strained at room temperature at a cross-head speed of 5 

mm min·' on a Frank (type: 81565 IV) tensile machine. Extensometers were used in the latter case to 

obtain accurate data concerning the stress-strain curves of the samples. Al least five specimens were 

fractured for each blend composition. 

The dilatometric experiments were performed on a Instron (type: TTBM) tensile machine, equipped with 

a dilatometer filled with water. A detailed description of this metbod has been publisbed elsewhere 19
, 

but some general aspects will be given here. Dilatometry allows measurement of the volume change 

(AV /V0 ) of the specimen during longitudinal straining. This is important with respect to the 

determination of the type of deformation mechanism occurring in the sample. Crazing wiJl be 

accompanied by an increase in volume (void formation) of the specimen during longitudinal elongation 13
• 

In the case of shearing longitudinal straining will nol result in an increase in volume-strain. Por rubber

modified matcrials it is nol always dear whether a volume increase during straining is the consequence of 

dilatation of the rubbery particles or the result of the erazing mechanism initialed at the rubbery 

particles. The strain rate applied in the dilatomeler was 5 mm min·' and the span was 50 mm, resulting 

in a V0 of 1500 mm3
• The accuracy of the dilalometer was 1-2 mm3

• 

2.2.3 Scanning electron microsoopy 

Scanning electron microscopy (SEM; Cambridge Stereo Scan 200) was applied to investigate (i) the 

continuity and the thickness of the thin layers of PS and PE in the coextruded tapes, and (ii) the 

morpbologies of the injection- moulded PSfrubber blends, to check tbe homogencity of the distribution 

of the particles. In both cases, samples were cut parallel to the direction of extrusion at the centre of the 

specimen and subsequently sectioned at liquid-nitrogen temperature with a glass knife, etched in an 

oxygen plasma and finally covered with a gold layer. 

2.3 Results and Discussion 

2.3.1 The structure or multilayered tapes of PS/PE 

Figure 2.2a is a SEM micrograph of an altemating PS/PE 50/50 w/w tape (3 mixing 

elements), possessing both PS and PE layers of 10 ~-tm thickness. It is clear from this 

micrograph that the adhesion between the PS and PE layers is poor, due to the fact 

that PE crystallizes (causing shrinkage) during cooling from the melt to room 

temperature. Consequently, PE serves as a perfect laminator for the thin stratified PS 

structures. 
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Figure 2.2 SEM micrographs of a PS/PE 50/50 wjw tape with three mixing elements 

(a); PS/PE 25/75 tapes with six mixing elements (b) and nine mixing 

elements (c) 
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Figure 2.2b represents the minimum PS layer thickness attainable with this static 

mixing equipment: 0.8 JLm (PS/PE: 25/75 wJw; 6 mixing elements). Upon further 
increasing the number of elements, the tapes contain a lot of discontinuities due to 

ropture of the layers (figure 22c: PS/PE: 25/75 wJw; 9 mixing elements). 

2.3.2 Mechanical properties of PS tapes 

Figure 23 shows the stress-straio curves of pure PS and PE tapes with a total tape 

thickness of about 0.3 mm. Curve A represents the typical stress-straio curve of PS: a 

breaking stress of 40 MPa and a strain at break of 1.5%. PE, on the other hand 

(figure 2.3, curve B), is a very ductile polymer with a strain at break of about 225% 

under the same testing conditions. 
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Figure 23 Stress-strain curves of the reference materials: A, PS; B, PE 

Ioftgure 2.4, a stress-strain curve of a multilayered tape (PS/PE 25/75 wJw, 6 mixing 

elements) is shown. The sharp decrease in stress at 33% strain is the result of ropture 

of the PS layers. After passing this strong decrease in stress the measurement is 

stopped, with the PE layers unbroken, as indicated by the constant level of stress after 

passing 33% strain. If we assume that the stress-straio behaviour of PE is not 

influenced by a change in absolute thickness 20 we can (corresponding to the volume 

fraction of PE present in the total composite) subtract the stress-strain curve of PE 

from the stress-strain curve of the multilayered composite. The stress-straio trace of 



a Critica/ Thickness 29 

the thin PS component results. In figure 2.5, these traces are shown for four different 

tapes, with different PS/PE compositions and number of layers. 

Figure 2.4 

Figure 2.5 
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Stress-strain trace of a PS/PE 25/75 wjw multilayered tape (six mixing 

elements) 
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Stress-strain curves for pure PS tapes with varying PS layer thickness: A, 35 

}J.m; B, 4.5 }J.m; C, 1.5 }J.m; D, 0.8 }J.m 

Curve A corresponds with a PS layer thickness of 35 }J.m (PS/PE: 50/50 wjw) and 



30 2 

resembles the ordinary stress-strain behaviour of PS as observed in figure 2.3, curve A 

lf the layer thickness of PS is decreased to 4.5 !Lm (PS/PE: 25/75 wjw) the maximum 
stress is raised to 70 MPa and the strain at break is increased to a value of 5% (figure 

25, curve B). Further decreasing the PS layer thickness results in a shift of the strain 

at break to a value of more than 30% (jigure 2.5, curve D, thickness of PS layers is 

0.8 ILm; PS/PE: 25/75 w/w). In figure 26 the strain at break of PS is plotted as a 

function of the absolute PS layer thickness as obtained from data of three different 

PS/PE ratios. 
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Figure 2.6 Strain at break of PS tapes as a function of PS layer thickness 

As can be inferred from this figure, the 'critical thickness' for PS is below 1 ILm for 
the given testing conditions. However, due to limitations in the minimum continuons 

PS layer thickness that could be achieved, the exact value of the crideal PS layer 
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thickness cannot be determined. Kramer and co-workers 21
,22 have also noticed a 

change in craze structure if the thickness of a PS film (free surface, exposed to air) 

was below 0.15 p.m. Clearly, there is a close correspondence with the critical thickness 

of PS reported bere. 

A similar size effect in multilayered structures bas been observed by Ma et al. 23
• 

Their explanation for the strong increase in strain at break of multilayered composites 

upon decreasing the layer thickness, based on polycarbonate (PC) and styrene

acrylonitrile copolymer (SAN), was related to the micromechanics of these 

multilayered structures. In the PC/SAN system, analyzed by Ma et al., a considerable 

level of adhesion is present between the two constituents of the composite, while in 

the case of the PS/PE system the level of adhesion is negligible 24• Hence, the size 

effects observed in the non-adhesive PS/PE multilayered structures are probably not 

induced by complex micromechanics that strongly depend on the precise level of 

adhesion. 

In our PS/PE multilayered system, where adhesion is negligible, the explanation of an 

increase in drawability below a certain minimum thickness is straightforward. The 

process of deformation can only be sustained if the stress in the oriented parts is 

below the breaking stress, while the stress in the undeformed connected matrix 

surpasses the yield stress (analogous to the necking phenomenon in amorphous 

polymers 25
). This principle can be generally applied to polymer systems provided that 

initiation of tieformation always starts locally. By lowering the PS layer thickness ( < 1 

p.m) these conditions are approximated, resulting in a continuation of the process of 
deformation. 

2.3.3 Rubber-modified PS 

The principle of a critical thickness, as approximated for thin layers of PS ( < 1 p.m), 

should also exist in a standard PS sample if the local thickness inside the sample is 

below the critical value. In order to test this hypothesis, 'holes' were introduced to 

create multiple thin PS ligaments inside the material. Holes were generated by the 

introduetion of rubbery particles, which should not be attached to the PS matrix. For 

this purpose core-shell rubbers were used possessing a PMMA shell (type-I): the . 

PMMA does not adhere to the PS matrix 24 and, as a consequence of thermal 

shrinkage, the rubbery domains easily become detached from the PS matrix upon, or 
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even before, mechanical deformation. In figure 2. 7 SEM micrographs of both types of 

core-shell rubber-modified PS samples are shown, containing different weight 

fractions rubber ( 40, 50 and 60 wt% ). The samples are cut from injection-moulded 

tensite bars parallel to the direction of extrusion. In all cases, discrete rubbery 

particles are observed without any significant agglomeration. 

Figure 2 7 SEM micrographs of core-shell rubber-modified PS: (a) 40 wt% type-I; (b) 

50 wt% type-I; (c) 60 wt% type-I; (d) 60 wt% type-IJ 

In figure 2.8 the stress-strain curves of PS containing various amounts of type-I core

shell rubber are shown ( 40, 50 and 60 wt% ). Lower weight fractions rubber are 

omitted for the sake of simplicity (these samples are all brittle, possessing a strain at 

break not exceeding 10% ). Curve A corresponds to a blend containing 40 wt% core

shell rubber. The strain to break is rather low taking the high weight fraetion rubber 

into account. Increasing the rubber weight fraction to 50 wt% results in an increase in 

strain to break to 25%, comparable with the strain to break of commercially available 

high impact polystyrene, containing a rubber weight fraction of only about 25%, but 
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with a different microstructure. However, upon adding 60 wt% core-shell rubber a 

sharp increase in strain to break is observed clearly related to this critica! ligament 

thickness below which a sharp increase in ductility is obtained. 

Figure 2.8 
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Stress-strain curves of type-I core-shell rubber-modified PS (A, 40 wt%; B, 

50 wt%; C, 60 wt% rubber) and type-I/ core-shell rubber-modified PS (D, 

60 wt% rubber) 

Clearly, local deformation can be initiated at stress concentrations near defects 

('holes') and more or less controlled by the introduetion of a second, low modulus 
phase; however, deformation, i.e. stretching of the entanglement network, can only be 

sustained if the sample as a whole follows this deformation process. If the average 

distance between the rubber particles is calculated 16 (ID) (due to the high rubber 

volume fraction a body-centred cubic lattice is assumed) it can be stated that the 

critica! interpartiele distance (IDc) for PS is located at 0.05 J.Lm. The PS modified with 

50 wt% rubber contains ligaments of a thickness of about 0.06 J.Lm, which is clearly 

above the critical thickness, while the 60 wt% rubber-modified sample contains matrix 

ligaments of a thickness of about 0.04 JLID, which is obviously just below the critica! 

ligament thickness. 

To check the importance of the absence of adhesion in obtaining locally thin PS 

ligaments which can easily be stretched to a macroscopie strain of 200%, also core

shell rubbers were also applied having a polystyrene shell (type-11; perfect adhesion to 
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the PS matrix). Even if 60 wt% of the adhering core-shell rubber is present in the PS 

matrix. only a strain at break of about 6% is measured (figure 2.8, curve D). 

To gain more insight into the type of deformation mechanism of blends containing 

polystyrene and the non-adbering (type-I) core-shell rubber, tensile tests have been 

performed with simultaneons volume measurements. Figure 2.9 shows the results of 

these measurements for PS blends containing 40 wt% (curve A), 50 wt% (curve B) 

and 60 wt% (curve C) type-I core-shell rubber (the volume-strain curves for the 

blends containing 10, 20 and 30 wt% rubber are omitted for the sake of simplicity). 

Figure 2.9 
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Volume-strain cuiVes of type-I core-shell rubber-modified PS: A, 40 wt%; 

B, 50 wt%; C, 60 wt% rubber 

For the blend containing 40 wt% core-shell rubber, the (A. V /V
0

) curve increases 

slightly in the region of elastic behaviour (0-1.5% longitudinal strain). At a 

longitudinal strain of about 2.5% the slope of the curve increases sharply. This may 

result from either of two processes: (1) the core-shell rubber becomes more detached 
from the PS matrix; or (2) the erazing mechanism is operative in this material 13• The 

slope of the volume-strain curve goes asymptotically to unity, inqicating an 

equilibrium between the increase in volume-strain (void content) and the increase in 

elongational strain. If the rubber concentration is increased to 50 wt%, 'almost the 

same behaviour is observed for the volume-strain curve, except that in this case the 

slope of the curve is less than unity, after passing the elastic region. This implies that 
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the increase in void content is lower than the increase in longitudinal elongation. This 

can only be explained by a contribution of shear deforrnation to the total deformation 

behaviour of the sample 13, since it is known that the mechanism of shear deformation 

occurs without an increase in sample volume. Finally, curve C clearly confirms this 

statement: in this case the slope of the (A V /V 0 ) curve decreases to zero and remains 

at zero until the maximum strain of 200% is reached, indicating that under these 

conditions the sample deforms purely by shear deformation. Hence, a transition from 

erazing to shear deformation occurs if the interpartiele distance is decreased from 

0.06 f.'m (50 wt% rubber) to 0.04 f,'m (60 wt% rubber), which correlates well with the 

sharp increase in strain to break, shown in figure 2.8. 

The value of IDc obtained for type-I core-shell rubber-modified PS is more accurate 

than the value obtained from the multilayer composites. This is due to the limitations 

in PS layer thickness obtainable for the PS/PE system. At a layer thickness of 0.8 f.'m, 

only the onset of a sharp increase of the strain to break is measured and the critica! 

layer thickness is obviously not yet reached. A further reduction of layer thickness 

should lead to a strain to break comparable with the value obtained with type-I core

shell rubber-modified PS (200%). Additional experiments with a newly designed 

multiflux mixer revealed that, if the viscosities of the two polymers are closely 

matebed such as for the model system PS/PMMA, the minimum thickness of still 

continuous layers, can be reduced to 80 nm. However, for the system PS/PE these 

low values could not be reached. 

2.4 Conclusions 

2.4.1 Local thickness 

lt was shown that brittie polymers become ductile below a critica! thickness, as 

demonstrated for isotropie tapes of polystyrene. The onset of a sharp increase in 

strain to break of polystyrene was found if the thickness was reduced below 1 f.'m. 

The exact value of the critica! thickness could not be determined using layered 

structures, because the minimum continuous PS layer thickness that could be achieved 

was restricted to 0.8 f.'m. The true yield stress of PS was found to be about 70 MPa. 

For rubber-modified polystyrene, the influence of the localligament thickness on the 

mechanica! response was investigated, and the exact value of the critica! surface-to-
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surface interpartiele distance (i.e. ligament thickness) was determined to be 0.05 1-4m. 

Below this critical value the material demonstrates a remarkable ductile behaviour. 

2.4.2 lnfluence of network density 

Our research is aimed at an overall investigation of the ultimate toughness of 

polymerie systems, by varying systematically the intrinsic network (entanglement 

andfor crosslink) density and the local thickness of the system (see figure 2.10). 
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Figure 2.10 Strain at break versus network (entanglement and/or crosslink) density. 

The full cwve represents the theoretica! strain at break of the polymer 

network. See text for details 

The full curve in figure 2.10 corresponds to the theoretica! strain at break based on 

the intrinsic network structure O.·max>· For polycarbonate the macroscopie strain at 

break is close to the theoretica! value (jigure 2.10, filled circle). For polystyrene 

however, the macroscopie strain at break of a standard sample (jigute 2.10, open 

square), is far below the theoretica! value. However, if the (local) thickness of PS is 

below its critical value, the macroscopie strain at break (jigure 2.10, filled square) 

approximates the expected value rather well (as shown in this chapter). 

In two subsequent chapters ( chapter 3: Influence of entanglement density 26, and 

chapter 4: Influence of crosslink density 27
) the critica! (ligament) thickness between 
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non-adbering ( or cavitated) rubbery particles will be investigated for other polymer 

systems, with different network density. In particular, the relationship between the 

absolute value of this critical thickness and the intrinsic molecular network structure 

will be emphasized. In chapter 3, entangled structures will be dealt with using the 

model system PS-poly(2,6-dimethyl-1,4-phenylene ether) in order to set the entangle

ment density. Chapter 4 will focus on different thermoset systems which can be 

considered as rather 'densely' crosslinked structures in terms of network density, 

compared with thermoplastic polymers. 
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Chapter 3* 

loftuenee of Entanglement Density 

3.1 Introduetion 

In chapter 2 1 it was shown that the macroscopie deformation and toughness of 

amorphous polymers, which are prone to catastrophic strain localizations, can be 

controlled by changing the microstructure. The concept of a material-specific crideal 

thickness, either in the form of thin sheets in stratified structures (with a non

adbering polymer acting as a spacer) or as ligaments separated by 'holes', was verified 

for polystyrene (PS). For PS, with ligaments of a (local) thickness of 0.05 11-m. the 

maximum macroscopie strain at break was found to be 200%, about 60% of the 

theoretica! maximum strain at break (320%). Kramer et al. 2
•
3 observed the same 

deviation between the (maximum) natural draw ratio (Àmax) of a shear deforming 

polymer and the local strain level inside a plane-stress deformation zone (À0 z). They 

analyzed a large number of amorphous polymers ( classified by entanglement 

molecular weight, Me) and found in all cases a constant ratio Àoz/ Àmax: 0.6. Their 

explanation for the discrepancy between the expected and the experimentally 

determined value is associated with the rather naive character of the model 2
•
3
, which 

is based on the maximum extension of a single entanglement strand only. 

In order to transfer the maximum strains from the distinct localizations in erazes and 

shear bands to the macroscopie level, the stress in the deformed regions should not 

surpass the breaking stress, while the stress in the connected undeformed material 

should be higher than the yield stress. From this qualitative explanation for the 

existence of a critical material thickness, a dependenee of this thickness on the 

maximum extension ratio and thus on the network or entanglement density is to be 

* This chapter is reproduced, in part, from: 

1. Van der Sanden, M.C.M., Meijer, H.E.H. and Te1Voort, T.A. Polymer 1993 34, 
2961 
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expected. This aspect of the deformation behaviour of polymers was investigated in 

this chapter, combined with the influence of entanglement density on the final 

macroscopie strain to break. 

The system polystyrene-poly(2,6-dimethyl-1,4-phenylene ether) (PS-PPE) was chosen 

as a model system because for this miscible pair of amorphous · polymers 4
•
5 the 

entanglement density can be varied by adjusting the relative volume fractions of both 

constituents 6• Results of both multilayered tapes of PS-PPE/PE (thin films of PS

PPE alternating with polyethylene (PE)) as well as non-adbering core-shell rubber

modified materials (thin matrix ligaments) will be discussed, although the detailed 

analysis of multilayered PS-PPE/PE tapes is postponed to chapter 6 7
• Via 

dilatometry, the competition between erazing and shear deCormation was investigated 

and, finally, a simple model will be proposed to explain the relationship between the 

critica! thickness and the entanglement density. 

3.2 Experimental 

3.2.1 Materials 

The matcrials used were polystyrene (DOW, Styron 638), poly(2,6-dimethyl-1,4-phenylene ether) 

(General Electric Co., PPE-803), low-density polyethylene (DSM, LDPE 1808 AN) and a core-shell 

rubber possessing a poly(methyl methacrylate) shell and a styrene-butadiene core (Rohm and Haas Co., 

Paraloid EXL 3647). The PS was a general-purpose extrusion grade: d.s.c., Tg = 88"C; g.p.c. (CHC13), 

Mn = 70 kg moJ·1 and M.. = 200 kg mol·'. The PPE was used as received: d.s.c., Tg = 215°C; I.V. = 
0.37 dl g·' (CHC13, zs•c); g.p.c. (CHC13), M. = 14.3 kg mol'1 and M.. 31.5 kg mo1'1• The PE was an 

injection- moulding type possessing a melt flow index of 7.5 dg min·1
• The core-shell rubber was an 

extrusion grade and the size of the rubbery particles was in the range of 0.1-0.3 J.lm. 

3.2.2 Sample preparatioo 

PS and PPE were compounded in various weight fractions (PS-PPE 80-20, 60-40, 40-60 and 20-80) in 

order to obtain blends with various entanglement densities. Extrusion was carried out on a co-rotating 

twin screw extruder (Wemer and Pfleiderer ZSK 25) with a standard screw geometry. A master batch of 

PS-PPE 50-50 was preparedat 290"C. This master batch was used toprepare the PS-PPE 80-20 and 60-

40 blends during a second extrusion cycle, at respectively 2SOOC and 2700C (the extrusion temperature 

was kepi as low as possible in order to avoid (any) degradation of the PPE). The PS-PPE 40-60 and 20-

80 blends were prepared during a double extrusion-cycle at 290"C. 

Multilayered PS-PPE/PE samples were prepared using a Multillux static mixer 8.~>. The principle of this 
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mixer was described in chapter 2 1
; however, in this study an improved version of the previously 

introduced Multiflux mixer was used. Thin laminated tapes consisting of alternating layers of PS-PPE and 

PE were prepared at respectively 220"C (PS-PPE: 80-20), 225•c (PS-PPE: 60-40) and 230•c (PS-PPE: 

40-60) and contained a varying number of layers: from 128 (6 mixing elements) up to 4096 (11 mixing 

elements). PS-PPE and PE were applied in three different proportions: 75/25, 50/50 and 25/75 wjw. 

Small dumb-bell shaped tensile specimens were machined from these tapes parallel to the direction of 

extrusion according to ASTM D 1708 (the thickness was kept constant around 0.3 mm). 

Core-shell rubber-modified PS-PPE blends containing 10, 20, 30, 40, 50 and 60 wt% rubber were 

prepared in a two-step compounding process, as described above. During the second extrusion step the 

core-shell rubber was added (processing temperatures are shown in table 3.1). 

Table 3.1 Processing temperatures for the various neat and rnbber-modified PS-PPE blends 

Blend composition• 

80-20/Xb 

60-40/X 

40-60/X 

20-80/X 

Processing temperature ("C) 

250 

270 

290 

290 

• The blend composition is indicated with a three number code: 

'weight fraction PS present in the matrix' - 'weight fraction PPE 

present in the matrix' I 'weight fraction core-shell rubber present 

in the total blend (=X)'. 

b The processing temperature was, independently of the rubber 

concentration, only determined by the matrix composition 

Extruded strands were quenched and pelletized subsequently. Both the neat and the rubber-modified PS

PPE blends were injection-moulded (Arburg Allrounder 220-75-250) into dog-bone shaped tensile bars 

(DIN 53 455, sample thickness: 3 mm). The temperature at which the injection moulding was carried out 

dependedon the blend composition and is listed in table 3.1 for the various PS-PPE blends. 

3.2.3 Mechanical testing 

Prior to mechanical testing, the layered samples as well as the injection-moulded tensile bars were 

annealed at a temperature zo•c below the glass transition temperature of the matrix for at least 24 

hours. 

The layered samples and the core-shell rubber-modified tensile specimens were uniaxially strained on a 
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Frank tensile machine (type: 81565 IV) at a cross-head speed of 5 mm min-1 at room temperature. To 

obtain accurate data concerning the longitudinal strain level of the specimens, extensometers were used 

in the latter case. At least five specimens were fractured for each testing condition. 

In order to obtain data on the relative volume change (I! V fVo) of a ( oore-sheli rubber-modified) PS

PPE blend during tensile loading, tensite ditatometry was used 10
• This technique not only allows 

determination of the mechanica! characteristics of a material (e.g. Poisson's ratio), but can also be used 

to obtain information on the type of deformation mechanism. Tensile dilatometry, as applied in this 

investigation, is extensively described in ref. 1. 

3.2.4 Dynamic mechanica! thennal analysis 

The slorage shear modulus of neat PS-PPE blends was determined in the melt as a function of the 

angular frequency (10-2 
- 1ü2 rad s-1

) for at least five different temperatures over a range of 50°C, using a 

Rheometrics RDS 11 spectrometer. A plate-plate geometry was used (diameter 25 mm) at a maximum 

strain of 2%. The thickness of the samples was 1 mm. Shifting of the G' versus w curves to a reference 

temperature, approximately 40"C above the glass transition temperature, resulted in a master curve. The 

rubber plateau modulus GNo is equal to the slorage modulus G' at the frequency where tan6 is at its 

minimum in the plateau zone of themaster curve 1
1.12. Applying the classica! concept of rubber elasticity 

theory, the molecular weight between entanglement nodes, M., could be calculated 13
: 

(3.1) 

where p is the density, R is the gas constant and T is the reference temperature. 

3.2.5 Scanning electron microscopy 

Scanning electron microscopy (SEM; Cambridge Stereo Scan 200) was applied to check the continuity of 

the layers in PS-PPE/PE tapes and the homogeneity of the rubber partiele distribution in core-shell 

rubber-modified PS-PPE blends. Specimens were cut from respectively the centre of the layered 

specimen, parallel to the direction of extrusion and perpendicular to the layers, and from the centre of 

the injection-moulded tensite bar, again parallel to the direction of extrusion. The surface of the samples 

was microtomed using a glass knife at liquid-nitrogen temperature, in order to avoid any deformation 

during sample preparation. After microtoming, the sample was etched in an oxygen plasma to remove 

the polyethylene, respectively the rubbery particles, and to gain more contrast. Finally, the samples were 

covered with a conducting gold layer. 

In order to investigate the deformation and fracture characteristics of the core-shell rubber-modilied 

tensite specimens, post-mortem fracture surface analysis was carried out using SEM. Por this purpose, 

the specimens were not etched in an oxygen plasma, but directly covered with a gold layer. 
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3.2.6 D.s.c. measurements 

Glass transition temperatures of extruded neat PS-PPE blends were recorded using a Perkin-Elmer DSC-

7 differential scanning calorimeter. The samples were first heated to 250"C, quenched from the melt to 

ambient temperature and then scanned at a standard heating rate of ZOOC min·1
• Indium was used for 

temperature calibration (Tm,on.et = 156.6"C). The glass transition temperatures (TJ were determined 

using the intercept of the tangent at the point of maximum slope and the extrapolated baseline on the 

low temperature side of the transition. 

3.3 Results and Discussion 

3.3.1 Characterization of layered PS-PPE/PE tapes and (rubber-modified) 

PS-PPE blends 

Table 3.2 shows Tg valnes of PS-PPE blends after extrusion and injection moutding as 

revealed by d.s.c .. For all blend compositions only a single Tg value is observed, 

clearly confirming the miscibility of PS and PPE on a molecular scale 4.s. 

Table 3.2 Glass transition temperatures for neat PS-PPE blends 

Blend composition 

80-20 

60-40 

40-60 

20-80 

Glass transition temperature eq 

105 

123 

144 

174 

The master curves of the PS-PPE 100-0, 80-20 and 6040 blends as obtained from 

dynamic mechanica! thermal analysis are shown in figure 3.1. 

The rnaster curves for the PS-PPE 40-60 and 20-80 blends are omitted because these 

samples showed void formation during measuring at the required high temperatures, 

indicating thermal degradation of the samples. The temperatures to which the master 

curves are shifted are respectively 130, 145 and 160"C (Tg + 40°C) for the PS-PPE 

100-0, 80-20 and 60-40 blends. 
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Figure 3.1 
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Master cutves of PS-PPE blends ((A) 100-0, (B) 80-20 and (C) 60-40) as 

obtained from dynamic mechanica/ thennal analysis (reference 

temperatures are respectively 130, 145 and 160°C) 

It is clear from figure 3.1 that an increase of the PPE content in the PS-PPE blends 

results in a shift of the G' curve to higher values. The rubber plateau modulus is 

determined at the minimum of tanó in the plateau region and is used to calculate the 

molecular weight between entanglement nodes using equation (3.1). The 

entanglement density ( v .) can be calculated using 3
: 

p NA 
V=--

e Me 
(3.2) 

where NA is Avogadeo's number. 

In figure 3.2 the value of the entanglement density is plotted versus the PS-PPE 

composition (filled squares). Prest and Porter 6 have determined the entanglement 

density for several PS-PPE blends as well. They experimentally derived an equation to 

describe the entanglement molecular weight as a function of the blend composition: 

(3.3) 

where x is the weight fraction of PPE in the blend and Me(PS) is the entanglement 

molecular weight of polystyrene 14
, Me(PS) = 19.1 kg mol-1

• Although Prest and Porter 
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derived this equation for a limited range of blend compositions (0 < x < 0.4) tbe 

equation is assumed to be valid up to x = 0.8. 
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Figure 3.2 Entanglement density versus PPE content in PS-PPE blends. The full curve 

is according to Prest and Porter 6 

Values of ve for tbe various PS-PPE compositions are calculated by combining 

equations (3.2) and (3.3). The results of these calculations arealso sbown infigure 3.1 

(full curve). As can be inferred from this figure tbe entanglement density as obtained 

from our rbeological measurements corresponds well with the values as obtained from 

data of Prestand Porter. The entanglement density varles linearly between tbe values 

of pure PS (3.2x1025 ebains m·3) and of pure PPE (13.2xl~ ebains m"3
). 

In figure 3.3 SEM micrographs are sbown of various microtomed multilayered PS

PPE/PE tapes. The continuity of the layers is clear for figures 3.3a and 3.3c and only 

a small varlation in layer thidmèss can be observed. For the PS-PPE/PE 25/75 w/w 

tape (PS-PPE 80-20; 11 mixing elements; figure 3.3b) bowever, tbe layer continuity is 

clearly absent. Obviously, .the PS-PPE composition (read: viscosîty ratio of PS

PPE/PE) bas a large înfluence on tbe maximum number of mixing elements possible 

to apply in tbe Multiflux mixer before layer discontinuity occurs ( oompare figures 3.3b 

and 3.3c). (For pure PS\ tapes consisting of continuons layers could only be obtained 

if tbe number of mixing elements in tbe previously used Multiflux static mixer did not 

exceed 6.) 



Figure 3.3 SEM micrographs of multilayered PS-PPE/PE tapes: (a) PS-PPE/PE 

75/25 (PS-PPE 80-20), 6 mixing elements, (b) PS-PPE/PE 25/75 (PS

PPE 80-20), 11 mixing elements and (c) PS-PPE/PE 25/75 (PS-PPE 60-

40 ), 1 J mixing elements 
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A selection of various microtomed injection-moulded rubber-modified PS-PPE blends 

is shown in figure 3.4. 

Figure 3.4 SEM micrographs of microtomed core-shell rubber-modified PS-PPE 

blends: (a) 80-20/20, (b) 80-20/40, (c) 80-20/60, (d) 20-80/10 and (e) 

20-80/20 
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For the lower rubber concentrations (figure 3.4a, PS-PPE/rubber 80-20/20 blend) the 

partiele distribution shows a moderate degree of orientation of the particles parallel 

to the direction of mould flow during the injection moutding step. However, for the 

higher-weight-fraction core-shell rubber the partiele distribution is fairly homogeneaus 

(figures 3.4b and 3.4c). If the matrix consists of PS-PPE 20-80 however, a 

homogeneaus partiele distribution is already obtained for the 'lower rubber 

concentrations (see figures 3.4d and 3.4e). However, the particles seem to be 

coagulated toa smallextent for the PS-PPE 20-80 blends. 

3.3.2 Mechanical properties of multilayered PS-PPE/PE tapes 

In chapter 6 a more extended discussion of the deformation behaviour and 

mechanica! properties of PS-PPE/PE tapes will be given 7
• Here, only a few results of 

the multilayered systems will be presented in order to campare these with data 

obtained from core-shell rubber-modified PS-PPE blends. 

In figure 3.5 the strain to break of stratified tapes is plotted versus the PS-PPE layer 

thickness for PS-PPE 60-40 and 40-60 blends. 

Figure 3.5 
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Strain at break of PS-PPE/PE tapes as a function of PS-PPE layer 

thickness 

As can be inferred from figure 3.5 (PS-PPE 60-40), the strain to brea~ increases with 
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decreasing layer thickness. The experimentally achievable maximum strain at break 

(about 70%) is observed for the thinnest PS-PPE layers (PS-PPE/PE 25/75, 11 

mixing elements). A further decrease in layer thickness, by an increase in number of 

mixing elements, results in a discontinuous layer structure. 

For PS-PPE 40-60 (figure 3.5) the thickness below which an increase instrain at break 

is observed is located at a higher level (~0.25 1-'m) compared to PS-PPE 60-40 (~0.06 

1-'m). Thus, a pronounced influence of the entanglement density is found. For the PS

PPE 40-60 blend, the maximum level of strain at break attainable in the ductile 

region can be estimated to be 70%. 

In contrast to pure PS \ which only showed the onset of an increase in strain at break 

with stratified structures, the PS-PPE 40-60 blend seems to reach its maximum 

macroscopie strain, and thus the true critical thickness is found. It is, therefore, even 

more interesting to compare these data with the more practical 'holey' structures 

obtained by adding non-adbering core-shell rubbers. 

3.3.3 Mechanical properties of rubber-modilied PS-PPE blends 

1) Strain to break 

Strain-to-break data, obtained from slow-speed (5 mm min-1
) tensite tests of various 

rubber-modified PS-PPE blends, are shown in figure 3.6. The data for PS 1 (figure 3.6, 

curve A) are taken as a reference. If 20 wt% PPE is added to PS, the strain to break 

as a function of the rubber concentration (figure 3.6, curve B) shows, analogous to PS, 

a steep increase with increasing rubber weight fraction. However, in this case the 

transition already occurs at a lower rubber concentration (50 wt% ), i.e. a higher 

ligament thickness compared to PS. The maximum value of the strain to break in the 

'tough region' is about 100% and considerably lower than the value for core-shell 

rubber-modified blends having a pure PS matrix (strain at break of approximately 

200%). 

Curves C and D in figure 3.6 clearly confirm this trend. With an increasing PPE 

content in the matrix, two phenomena are observed: (i) the critical ligament thickness 

is positioned at a lower rubber concentration and (ii) the maximum value of the 

strain to break in the ductile region decreases (for curves C and D the levels of strain 
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to break in the tough region are equal). 

Figure 3.6 

250~----------------------------. 

200 

Rubber concentration (wt%) 

Strain at break of TUbber-modified PS-PPE blends versus rubber 

concentration with parameter the matrix composition (PS-PPE): (A) 100-0, 

(B) 80-20, (C) 6()..40, (D) 40-60 and (E) 20-80 

Notice that the strain to break in the ductile region of the core-shell rubber-modified 

PS-PPE 6()..40 and 4()..60 blends coincides with the maximum strain to break observed 

for the corresponding PS-PPE/PE tapes. Por the PS-PPE 20-80 blend all samples 

show a macroscopie strain to break of about 65%, independently of the rubber weight 
fraction (figure 3.6, curve E). Clearly, no brittle-to-ductile transition is found in the 

given test range. As will be shown in chapter 5, PS-PPE 20..80 blends can demonstrate 

a brittle-to-ductile transition under more extreme testing conditions (tensile speed: 
1 m s·1; notched) 15• 

2) Tensile dilatometry 

To analyze the type of deformation mechanism operative in the various core-shell 

rubber-modified PS-PPE blends, slow-speed tensite dilatometry is carried out ifigures 

3.7, 3.8 and 3.9). If PS-PPE 80-20 forms the matrix phase the slope of the 4 V /V0 

curve goes to unity if the rubber concentration is 20 wt% or less (figure 3. 7), 

indicating a process of void formation during elongation. 
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Figure 3.7 Stress-strain and volume-strain curves of rubber-modified PS-PPE 80-20 

blends, with parameter the rubber content 
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Figure 3.8 As figure 3. 7, for PS-PPE 60-40 blends 

Void formation can be eitber the result of the continuation of ftuther detachment of 

the rubbery particles from the matrix phase or the result of the erazing mechanism 

normally operative in this blend 16
• However, if tbe rubber weight fraction is increased 

to 50 wt% (see figure 3.7) the slope decreases to zero after passing theelastic region 

(0-1.5% strain). This clearly indicates a shear deforming mechanism to be operative 
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in the blend during longitudinal elongation. The transition from a deformation 

mechanism accompanied by void formation to a shear deforming mechanism occurs at 

the same rubber concentradon (50 wt%) as the sudden increase instrain tobreakas 

shown in figure 3.6, curve B. 

The results of the dilatometry experiments for PS-PPE 60-40 core-shell rubber
modified blends are shown in figure 3.8. If the rubber concentration is below the 

criticallevel (see figure 3.6, curve C: 20, 30 and 40 wt% rubber) deforniation is always 

accompanied by an increase in volume-strain, while in the ductile region pure shear 

deformation is observed. Analogous to the PS-PPE 80-20 blend the transition from 

brittie to ductile deformation behaviour occurs simultaneously with. the transition 

from a deformation mechanism accompanied by void formation to a shearing type of 

deformation. 

For the neat PS-PPE 20-80 blend the slope of the !i V /V0 curve (figure 3.9, 0 wt% 

core-shell rubber) decreases to zero after passing the elastic region, confirming that 

shear deformation occurs in this blend during longitudinal elongation, as also 

reported in literature 17
•
18

• 
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Figure 3.9 As figure 3.7, for PS-PPE 20-80 blends 

If 10 wt% core-shell rubber is present, the 4 V /Vo curve shows a moderate increase in 
slope after exceeding 4% longitudinal strain. This is probably the consequence of 
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detachment of the rubbery particles upon an increase in strain level since even in the 

neat blend shear deformation was demonstrated to occur. The slope of the A V /V o 

curve corresponding to 40 wt% rubber (figure 3.9) decreases to zero after passing the 

elastic region, again demonstrating the shear deformation mechanism to be operative. 

3.3.4 Fracture surfaces 

Figure 3.10 shows SEM micrographs of fracture surfaces of various PS-PPE 80-20 and 

20-80 blends, uniaxially strained at 5 mm min-1
• For the 80-20/20 mixture a brittie 

fracture surface is observed (figure 3.10a). Clearly, the fracture surface is influenced 

by the presence of the non-adbering rubbery particles, which act as potentia1 crack 

initiators. 

Figure 3.10 SEM micrographs of fracture surfaces of rubber-modified PS-PPE blencls: 

(a) 80-20/20, (b) 80-20/60, (c) 20-80/0 and (d) 20-80/20 
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If 60 wt% core-shell rubber is added to the PS-PPE 80-20 matrix, extensive ductility 

can be observed on the fracture surface (jigure 3.10b). The PS-PPE 20-80 blend, on 

the other hand, shows even ductility on the fracture surface without rubber 

toughening (jigure 3.10c). Addition of 20 wt% rubbery particles does not change the 

fracture surface considerably: the level of ductility remains about the same (jigure 

3.10d). 

3.4 Theoretical Considerations 

3.4.1 Macroscopie strain 

The maximum extension ratio of an entanglement network can be calculated using 

the classical theory of rubber elasticity 19
• In figure 3.11 the experimentally detennined 

maximum macroscopie strain to break (Ämacr) of the various multilayered and rubber

modified PS-PPE blends is shown as a function of the theoretical maximum extension 

ratio (Ämax) of the entanglement networkof the PS-PPE phase. 

-• -
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4 

2 

2 3 4 5 6 

Figure 3.11 Maximum macroscopie draw ratio (1macrJ versus the natura! draw ratio 

( 1maJ for stratified and core-shell rubber-modified PS-PPE blends 

As can be inferred. from figure 3.11, the experimentally detennined valnes correlate 

well with results of Kramer et al. on strain levels determined locally inside a 

deformation zone 2
•
3 (l.0 z = 0.6 * l.max). The reason for the discrepancy between the 
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theoretica! value, lmax• and l 0 z ( or lmacr) must be related to the non-ideal character 

of the entanglement network and the assumption of taking one single entanglement 

strand in order to estimate the theoretica! extension ratio of a three-dimensional 

entanglement network, as already discussed in the 'Introduction' of this chapter. 

The macroscopie strain-to-break data of figure 3.11 can be presented as a function of 

the entanglement density (see figure 3.12) to yield the overall picture of deformation 

and toughness of amorphous polymers. The filled squares correspond to data 

obtained from multilayered and rubber-modified PS-PPE blends, and the open square 

corresponds to PS 1• In chapter 4 20 the right hand side of this figure will be 

investigated, using thermosets of varying crosslink density. 
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Figure 3.12 Draw ratio versus network density (entanglement andjor crosslink density). 

For details, see text 

3.4.2 Critical microscopie thickness 

The rubber weight fraction at which a sharp increase in strain to break is observed 

for rubber-modified PS-PPE blends (figure 3.6) corresponds to a certain average 

surface-to-surface interpartiele distance, ID (read: ligament thickness), which can be 

calculated from the rubber partiele size and volume fraction (assuming a body

centred-cubic lattice) 21-23• It can be inferred from figure 3.6 that the critica! ligament 

thickness increases with increasing PPE content present in the matrix (analogous to 
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multilayered PS-PPE/PE tapes; see figure 3.5). In order to derive a simple first-order 

model describing the phenomenon of the thickness-dependent brittle-to-ductile 

transition, the conditions have to be investigated that allow for a continuation of local 

deformation without fatal fracture. A lattice of holes, which is a schematic 

representation of non-adbering rubbery particles in a PS-PPE matrix, creates thin 

ligaments of polymerie material, i.e. potential initiation places of deformation. The 

smallest size of a fracture surface is the stretched fibril originating from the matrix 

ligament between two neighbouring particles. Brittie fracture can only occur if the 

stared elastic energy per matrix ligament is larger than the energy required to create 

a brittie fracture of this fibril. The stared elastic energy per ligament can be 

considered to be correlated with the volume of matrix material that is relieved from 

elastic stress if a brittie fracture were to occur in the connecting fibril. Although only 

detailed micromechanical analysis in a substantial volume around a matrix filament 

could give conclusive answers on the elastic energy stared in the volume that is 

released after the ropture of the fibril, a rough first approximation could be the 

matrix volume between two holes: see the shaded area in figure 3.13a ( direction 1 is 

the direction of the applied stress). This volume can be estimated to be a sphere, 

having a diameter of d1 ( = h). The maximum average stress in this volume is 

estimated to be the yield stress, aY' since higher stresses would result in ductile plastic 

deformation of the ligament. The available elastic energy, uav> per ligament is 

therefore: 

2 

u = 1t (d)3 2 
av 6 1 2E 

I 

where E1 is the Y oung's modulus of the PS-PPE blend. 

The energy required to create a brittie fracture, Ureo can be estimated to be: 

u = 2 ..!!. (A \2 r re 4 ~ 

(3.4) 

(3.5) 

where r is the surface energy ·of the polymerie matrix materiaL The size of a possible 

fractU.re surface (diameter d2; figure 3.13b) is proportional to original cross-sectional 

area of the matrix ligament divided by Àmax• since this is the most critica! condition, 
analogous to the use of the yield stress in equation (3.4 ). 
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The surface energy is given by 3: 

(3.6) 

where y is the Van der Waals surface energy, d is the root-meao-square end-to-end 

distance between junction points in the network and U is the polymer backbone bond 

energy (the influence of the moderate degree of molecular orientation on the value of 

the surface energy is neglected). 

a 

0
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2 

Figure 3.13 Schematic view of a matrix ligament between two holes, representing non

adhering rubbery particles: (a) before plastic deformation and (b) during 

plastic deformation. The shaded area represents the elastically deformed 

volume that is relieved from elastic stress once the fibril breaks 

According to Kramer et al. 3
, ve d scales roughly as v//2 (the polymer backbone bond 

energy is roughly equal for all amorphous polymers). 

Combining equations (3.4), (3.5) and (3.6) results in an energy criterion for the 
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brittle-to-ductile transition: 

6 (y + kl V ~'1 El dl = IDC = ___ ....:;__2 _ __;;, 

Àmax a Y 

(3.7) 

If the value of ID is larger than IDc ('critical interpartiele distance'), brittie fracture of 

the ligament is possible (Uav > U,..,) and therefore will occur. If, on the other hand, 

ID < IDc, brittie fracture cannot occur (Uav < U,..,) and complete deformation of the 

ligament will take place, eventually teading to a fully ductile macroscopie fracture 

behaviour. 

Taking for PS, y = 40 mJ m·2, k1 = 7.13xl0.15 J chain·1/ 2 m·112 (ref. 3), E1 = 3.28X109 

Pa (ref. 24), Àmax = 4.2 and ay = 82.8 MPa (ref. 24), results in IDc = 0.055 ~m 

(equation (3.7)), which is surprisingly close to the experimentally determined value 1 

(0.05 ~m) given the simplicity of the model and the assumptions made of the volume 

of matrix material released after ropture of the fibril. 

Extending the model by introducing the ve dependenee of A.max (A.max 

constant k2 = 2.36xl013 chainsl/2 m·3/
2 (ref. 3)) results in: 

k V ·l/2. 
2 e ' 

(3.8) 

In figure 3.14 the calculated value of IDc is plotted as a function of the entanglement 

density for several PS-PPE blends. The full curve is drawn according to equation (3.8) 

taking for the yield stress a constant value of 70 MPa; the broken curve is also drawn 

according to equation (3.8), but taking for the yield stress data publisbed by 

Kambour 24• The Young's modulus of the PS-PPE phase is a.ssumed to be 

independently of the entanglement density (E1 = 3.28x109 Pa). In figure 3.14 the 

experimentally determined values of IDc for various core-shell rubber-modified PS

PPE blends are given as well (filled squares). The value of IDc for the PS-PPE 20-80 

blend is taken from ref. 15 (high-speed tensile tests). Not only is the slope 

representing the entanglement density dependenee of the critical thickness predicted 

well by both curves, but also the absolute values of the critical thickness are 

surprisingly correct taking into account the simplicity of the model and the serious 

assumptions that have been made. 
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Figure 3.14 Critica/ material thickness (/De) versus the matrix entanglement density 

( v.) for the various PS-PPE blends. The curves are according to the model. 

For details, see text 

In figure 3.14 also two data points are shown obtained from multilayered PS-PPE 

blends (open squares). As already discussed, these data compare well to those 

obtained from core-shell rubber-modified PS-PPE blends but, surprisingly, they are 

also close to the predicted values. In the stratified structures the estimation of the 

volume of matrix material containing elastic energy to create a brittie fracture is 

much more complicated and, moreover, requires a number of assumptions to be 

made on the development of the deforming parts. 

Although the model presented needs refinements in, for instance, the estimation of 

the released volume containing stored elastic energy, the results are promising 

towards an understanding of the phenomenon of a brittle-to-ductile transition. 

Moreover, the influence of testing temperature and testing speed can be incorporated 

relatively easily via the temperature and strain rate dependenee of the yield stress and 

Young's modulus of the matrix. 
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3.5 Conclusions 

The critica! thickness below which brittie amorphous glassy polymers become ductile 

is deterrnined for thin films of PS-PPE (alternating with PE) and for non-adbering 

core-shell rubber-modified PS-PPE blends in the composition range of 80-20 to 20-80. 

For the multilayered PS-PPE/PE tapes brittle-to-ductile transitions occurred at 0.06 

t~-m and 0.3 t~-m for PS-PPE 60..40 and 40-60 blends respectively. The value of the 
critica! ligament thickness as obtained from core-shell rubber-modified PS-PPE blends 

varies between 0.06 t~-m (PS-PPE 80-20) and 0.18 t~-m (PS-PPE 40-60) for slow-speed 

tensite testing (5 mm rnin'1). Under these relatively mild testing conditions the PS

PPE 20-80 blend did not show a brittle-to-ductile transition: the strain to break of this 

blend was independent of the rubber concentration (::::: 65%). The strain to break and 

the critica! material thickness as obtained from the multilayered PS-PPE/PE tapes 

and core-shell rubber-modified PS-PPE blends coincide (at least for the PS-PPE 40..60 

blend). 

The maximurn macroscopie strain to break ( Àmacr) in the ductile region correlates well 

with the natura! draw ratio ( Àmax) of the arnorphous glass based on its intrinsic 

entanglement network structure: Àmacr = 0.6 Àmax· 

The transition from a brittie to a ductile fracture type of core-shell rubber-modified 

PS-PPE blends coincides with a transition from a deformation mechanism 

accompanied by void formation to a shearing type of deformation mechanism for the 
PS-PPE 80-20 and 60-40 blends, as revealed by tensite dilatometry. 

An explanation for the existence of a critica! material thickness for 'holey' modified 

PS-PPE blends is given, based on an energy criterion. This first-order model is 

verified by the experimental results. Given the simplicity of the model, not only is the 

qualitative dependenee of the critica! thickness on network density satisfying, but even 

the quantitative agreement is surprisingly good. Only a more extended 

rnicromechanical stress state analysis around a localized deformed ligament will 

provide a more solid basis especially for the estimation of the volume that is released 

upon break-up of the extended fibril. This aspect is still under investigation in our 

laboratory. 
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Chapter 4* 

IDftuence of Crosslink Density 

4.1 Introduetion 

In our previous studies 1•2 we have investigated the macroscopie toughness (read: 

strain to break) of neat and core-shell mbber-modified polystyrene and polystyrene

poly(2,6-dimethyl-1,4-phenylene ether) (PS-PPE) blends. Core-shell mbber-modified 

PS demonstraled the highest macroscopie draw ratio (A.macr) within the investigated 

composition range: 3 (200% ). lncreasing the entanglement density (PPE content) of 

the matrix material resulted in a continuous decrease of Àmacr to a final value of 1.7 

(70% ). According to classical rubber elasticity theory 3
, the maximum draw ratio of a 

network (A.max) is proportional to the molecular weight between entanglements (Me): 

(4.1) 

Comparing the experimentally determined values of Àmacr with the theoretical natural 

draw ratio of a network resulted in the following correlation: 

A.m«r / A.max = 0.6 (4.2) 

In order to obtain these high strain values on a macroscopie level, the polymerie 

material had to be made very thin locally by the introduetion of non-adbering mbbery 

particles ('holes'). The critical thickness below which the polymerie material 

demonstrates the maximum ductility is called the criticalligament thickness (IDc) and 
depends strongly on the network density 2• In chapter 3 a simple model was presented 

that quantitatively describes the existence of the critical ligament thickness based on 

an energy criterion 2
• The available elastic energy (Uav) stared in a matrix ligament 

between two non-adbering mbbery particles is compared with the required surface 

* This chopter is reproduced, in part, from: 

1. Van der Sanden, M.C.M. and Meijer, H.E.H. Polymer 1993, accepted for 
publication 
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energy (Ure) of a potential brittie fracture of the matrix ligament. Equating Uav with 

Ure resulted in an expression of the critical ligament thickness, IDc, in dependenee on 

several material parameters, i.e. network density (v; entanglement and/or crosslink 

density), Young's modulus (E1) and yield stress (oy) of the matrix material: 

(4.3) 

where y is the Van der Waals surface energy and k1 and k2 are constants (k1 = 
7.13x1o-15 J chain·112 m·112 and k2 = 2.36x1013 chains1f2 m·3f2) 4• 

In this study, the concept of a material-specific criticalligament thickness is extended 
to thermosetting polymers. Compared with thermoplastic polymers, the class of 

thermosets camprises values of network density ( crosslink density, v c) camparabie 

with, up to values much higher than, the entanglement density of most thermoplastic 

polymers: 9x1(f5 ~ v c ~ 250x:l(f5 ebains m·3• Hence, the theoretica! maximum strain to 

break for this class of amorphous polymers is rather low compared with the 

thermoplastic polymers, since the natural draw ratio is inversely proportional to the 

square root of the networkdensity (see equation (4.1)) 3
• 

The thermosetting model system consists of epoxides based on diglycidyl ether of 

bisphenol A (DGEBA), stoichiometrically cured with 4,4'-diamino diphenyl sulfone 

(DDS). The macroscopie toughness was investigated nat only by slow-speed uniaxial 

tensile testing (J..macr) but also by measuring the resistance to crack growth. For low 

testing rates (10 mm min-1
), the G1c fracture toughness was determined at room 

temperature. In order to investigate the toughness of the epoxides under ~ery extreme 

testing conditions, notched high-speed (1 m s·1) tensile tests were performed at 

various temperatures. The local thickness was set by changing the volume fraction of 
the previously introduced type of non-adbering core-shell rubbery particles 1• The 

critica! ligament thickness data obtained from this study will be verified with 

predictions based on the simple first-order model introduced in the previous 

chapter 2
• 
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4.2 Experimental 

4.2.1 Materials 

Various epoxides were used, all based on diglycidyl ether of bisphenol A (DGEBA), produced by the 

SheU Chemical Co. (trade name Epikote). Curing was performed using stoichiometrie amounts of 

4,4'-diamino diphenyl sulfone (DOS; Aldrich Chemical Co.). A non-adbering oore-sbeU rubber with a 

poly( methyl methacrylate) shell and a styrene-butadiene core was used as impact modifier in 

concentrations of 5, 10, 15 and 20 wt% (Paraloid EXL 2600; powder form, produced by Rohm & Haas 

Co.). The size of the rubbery particles was in the range 0.1-0.3 ~o~m. Table 4.1 lists the properties of the 

epoxides. 

Table 4.1 Properties of Epikote as supplied by the Shell Chemica/ Co. 

DGEBA type Code Epoxide equivalent Physical appearance 

weight (kg eq:1
) at room temperature 

Epikote 1009 A 2.400-4.000 (3.200t solid 

Epikote 1007 B 1.550-2.000 (1.775)" solid 

Epikote 1004 c 0.850-0.940 (0.895)" solid 

Epikote 1001 D 0.450-0.500 (0.475)" solid 

Epikote 828 E 0.182-0.194 (0.188)" liquid 

• Average value of the epoxide equivalent weight (kg eq:1
), used to calculate the stoichiometrie amount 

of DOS. The number-average molecular weight between crosslinks equals two times the· epoxide 

equivalent weight in kg mot-1. 

4.2.2 Sample preparation 

Neat epoxide resins were stirred mechanically with the DOS curing agent at different temperatures (see 

table 4.2). For the rubber-modified matenals the epoxide resins were premixed with the core-shell rubber 

in a Brabender mixer (Model GNF 106/2), with the exception of the Epikote 828, which could be stirred 

mechanically because of its low viscosity at room temperature. After premixing, the DOS was added and 

the mixing was continued for at least 30 minutes (see table 4.2: mixing step). 

The blended materials were compression-moulded at a pressure of 40 MPa. Curing and post-curing were 

carried out according to table 4.2. 
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Table 4.2 Preparation of neat and rubber-modijied epoxide plaques 

DGEBA type Kneading step• Mixing step Curing step Post-curing step 

("C) (min) ("C) (min) ("C) (h) (•c) (h) 

Epikote 1009 160 30 160 30 180 16 200 2 

Epikote 1007 140 30 140 60 160 16 200 2 

Epikote 1004 140 30 140 60 160 16 200 2 

Epikote 1001 120 30 120 90 140 16 200 2 

Epikote 828 120 30 120 45 120 16 220 2 

• Only in the presence of oore-sheli rubber. 

4.2.3 Crosslink · density 

Two methodswere used todetermine the crosslink density (vc) of the cured samples. The frrst metbod is 

based on the theory of rubber elasticity 5• The number-average molecular weight between crosslinks (Me) 

is .correlated with the rubber plateau modulus (GNo): 

where p is the density at temperature T and R is the universal gas constant 5
• 

The crosslink density ("J can be calculated using equation (4.4) 4 since 

wbere NA is Avogadro's number. 

V = c 

(4.4) 

(4.5) 

The rubber. plateau modulus was measured using a Rheometrics RDSII dynamic mechanicai 

spectrometer operated at an oscillating torsion frequency of 1 Hz. The rubber plateau modulus is defined 

as the value of the storage shear modulus measured at 400C above the glass transition temperature. 

Storage shear moduli were measured witb a maximum strain amplitude ranging from 0.4% to 5% (0.4% 

in the glassy state and 5% in tbe rubbery region). Tbe sample heating rate was 2•c min·1 with a 

stabilization time of 1 minute before mcasurement. All measurements were performed within tbe range 

of 25"C to 250"C using rectangular-shaped samples (size: 50 mm x 12.5 mm x 2.9 mm). 
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A second metbod used to determine the number-average molecular weight between crosslinks (M.) of a 

crosslinked epoxide resin was based on an empirica] relationship described by Nietsen 6
: 

(4.6) 

where T1 is the glass transition temperature of the crosslinked epoxide resin and Tgo is the glass 

transition temperature of the corresponding linear polymer. According to Bellenger et al. 7
, the value of 

TJ!O is 91°C for the DGEBA/DDS system. Glass transition temperatures were determined as being the 

maximum in tan 6, as obtained from dynamic mechanica] data. 

4.2.4 Medlankal properties 

1) Strain to break 

The post-cured samples were machined into dog-bone shaped tensile bars (DIN 53 455, sample thickness 

7.5 mm) and then carefully polisbed using fme sand-paper to remove any irregularities introduced by the 

machining step. The polisbed samples were uniaxially strained on a Frank tensile machine (type: 81565 

IV) at a crosshead speed of 5 mm min'1 at room temperature. To eosure accurate data concerning the 

longitudinal strain level of the samples, extensometers were used. At least five specimens were fractured 

for each testing condition. 

2) Fracture toughness 

Fracture toughness ( criticaJ strain energy release rate; G0 was measured according to the protocol of 

the European Group on Fracture of Polymers 8
• All measurements were performed on a single-edge 

notched (razor-blade tapped) three-point bending specimen. The specimens were machined to 50 mm x 

10.35 mm x 7.5 mm (length x width x thickness). The span was approximately 42 mm. A crosshead rate 

of 10 mm min·1 was used. All fracture toughness measÓrements \vere performed at room temperature 

using a Zwick hydraulic tensile machine (typt\ Rel SB 3122). At least 5 specimens were fractured to 

obtain an average value of G1.,. 

3) Impact toughness 

The high-speed notched impact toughness (Gh; 1 m s·1
) is defined as the energy absorbtion during 

fracture of a single-edge notched (razor-blade tapped) tensile specimen divided by the original area 

bebind the crack-tip of the specimen: 

u 
G" = --

t (w-a) 
(4.7) 

where U is the absorbed energy during fracture (integrated area under the recorded stress-strain curve), 
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t is the specimen tbickness, w is the specimen width and a is the initia! crack-length. The sample 

geometry was according to the Izod impaçt test protocol (ASTM D256). The specimen dimensions were: 

55 mm x 12.5 mm x 2.9 mm. The free sample length between the clamps was 20 mm. All impact 

measurements were performed within the range -50°C to + 1500C on a Zwick Rel SB 3122 tensite 

machine equipped with a elimate chamber. At least 5 specimens were fractured for each testing 

condition. 

4.2.5 Mlcroscopy 

Scanning electron microscopy (SEM) was applied to investigate the morphology (i.e. homogeneity of the 

partiele distribution) of the rubber-modified epoxides. Samples were fractured in Iiquid uittogen and 

subsequently coated with a Au/Pd film. A Cambridge Stereo Scan 200 apparatus was used. 

Visualization of the size of the whitened area (deformed region) of the fractured samples was carried out 

using reflection optica! microscopy (ROM). After fracture, the specimen were embedded in a polyester 

matrix and polisbed to a thin shéet, perpendicular to the growth direction of the crack tip. Thin sections 

were then examined by applying reflected light. 

4.3 · Results and Discussion 

4.3.1 Crosslink density 

In figure 4.1 the storage shear modulus (G') and tan 6 of the stoichiometrically cured 

neat epoxide resins are plotted as a function of temperature. Me is calculated from 

the rubber plateau modulus via equation (4.4) (see table 4.3; a density of 1 g cm·3 is 

assumed). For comparison also the ~ values determined from the glass transition 

temperature (equation (4.6)) are also listed in table 4.3. The values of Me obtained 

via the rubber elasticity theory agree well witb the data of the epoxide monomer 

molecular weight supplied by the manufacturer (see table 4.3). The values of Me 

deduced from the empirical relationship described by Nielsen (equation (4.6)), on the 

other hand, demonstrate a deviation especially at high values of the epoxide 

monomer molecular weight. Clearly, the value of Me increases with an increasing 

value of the epoxide monomer molecular weight. In the region of high values of ,the 

epoxide monomer molecular weight, the value of Me cannot be set very accurately 

because of the small number of reactive epoxide groups per volume. In addition, the 

polydispersity of the epoxide system increases strongly at high values of the epoxide 

monomer molecular weight. Nevertheless, these materials are still suitable for the 

present investigation: ~ can be varled over a wide range; 0.26 ~ Me~ 6.79 kg mol"1
• 
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Further in the discussion, only the Me valnes obtained from the rubber plateau 

modulus will be referred to. 
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Table 4.3 Epoxide molecular weight between crosslinks 

Code Epoxide molecular Me from GNo Tg Me from T, 

weight (kg mor1) a (kg mot1) eq (kg mo1"1
) 

A 4.8()..8.00 6.79 95 9.30 

B 3.10-4.00 4.38 109 2.23 

c 1.7()..1.88 1.64 122 1.25 

D 0.90-1.00 0.88 140 0.80 

E 0.36-0.39 0.26 213 0.32 

a Data supplied by the manufacturer. 

Table 4.4 lists the values for the epoxide molecular weight between crosslinks (Me) 

and the crosslink density (ve; see equation (4.5)) determined from GNo· 

Table 4.4 Me and v c as determined from the rubber plateau modulus 

DGEBA type Code Me Vc 

(kg mol"1
) ( ebains m"3) 

Epikote 1009 A 6.79 9x1<f5 

Epikote 1007 B 4.38 14x1<f5 

Epikote 1004 c 1.64 37x1025 

Epikote 1001 D 0.88 68x1<f5 

Epikote 828 E 0.26 230xl<f5 

The epoxide having an Me value of 6.79 kg mol-1 behaves like a real thermoplastic 

polymer as can be seen in figure 4.1. The storage shear modulus versus temperature 

curve does not clearly show a rubber plateau; instead only a small change in slope is 

observed analogous to thermoplastics possessing a low molecular weight (see figure 

4.1, curve A). Also the tan ó curve does not reach the value of zero after passing 
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through the glass transition. The other epoxides clearly demonstrate a rubbery plateau 

after passing the glass transition temperature. 

4.3.2 Morphology 

As described in the experimental section, different volume fractions of non-adbering 

core-shell rubbers are added to the neat epoxide system. Scanning electron 

microscopy (SEM) is used to study the surfaces of liquid-nitrogen fractured samples 

in order to check the homogeneity of the partiele distribution. Figure 4.2 shows two 

SEM micrographs of fracture surfaces of rubber-modified epoxides fractured in liquid 

nitrogen. It is clear that the rubber partiele distribution is fairly homogeneaus for 

both epoxides used despite the large differences in matrix viscosity. 

Figure 4.2 SEM micrographs of liquid-nitrogen fractured core-shell rubber

modified epoxides (10 wt%): (a) 0.26 kg mot1; (b) 6.79 kg mot1 

4.3.3 Strain to break 

The strain to break of the core-shell rubber-modified epoxides determined by uniaxial 

slow-speed tensile testing, is shown in jigure 4.3. The Strain to break data of the neat 

epoxides are omitted because of the large scattering in these data caused by the high 

defect sensitivity of these samples. The epoxide with an Me of 0.26 kg mol"1 is not 

analyzed with respect to its slow-speed uniaxial tensile properties. In contrast with 

most of the core-shell rubber-modified PS-PPE blends 1
•2, the strain to break of all of 

the rubber-modified epoxides is constant, independent of the amount of core-shell 

rubber present. Clearly, no brittle-to-ductile transitions are detectable within the 
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investigated range of testing speed and temperature. With an increasing molecular 

weight between crosslinks, the strain to break increases. Increasing the Me of the 

epoxy matrix from 0.88 kg mor1 (curve D) to 6.79 kg mol·1 (curve A) leads to an 

increase in maximum strain to break from 12% to 70%. 

Figure 4.3 

100~--------------------------~ 

80 
t:. + 

§: 
-"' 60 .. 

A, B 

+ + 
., 
ii 
Oi 
c 40 'f 
iii 

0 -------0 
0 

20 
--o-o 

0 
0 5 10 15 20 25 

Rubber concentration (wt%) 

Strain at break of core-sheU rnbber-modified epoxides versus rubber 

concentration as a function of the epoxide molecular weight between 

crosslinks: M, = (A) 6.79; (B) 4.38; (C) 1.64; (D) 0.88 kg moz-1 

The maximum strain to break level of the epoxide with an Me of 6.79 kg mol-1 agrees 
well with that of a core-shell rubber-modified PS-PPE 20-80 blend (Me = 5.5 kg 

mot·\ see ref. 2). In accordance with the findings here, this PS-PPE 20-80 w-w 

composition also did not show a brittle-to-ductile transition in uniaxial slow-speed 

tensile. testing. 

In figure 4.4 the macroscopie draw ratio of core-shell rubber-modified epoxides is 

plotted vers:us tbe network density (filled circles). For comparison, the strain to break 
data of core-shell rubber-modified PS-PPE blends are incorporated in the same figure 

(open circles) 1
•
2
• The full curve in figure 4.4 (indicated by 'lmax') is according to the 

maximum draw ratio of a single network strand (see equation (4.1)). As can be seen 

in figure 4.4, the experimental data are all situated systematically below the full curve. 

The broken curve, on the other hand, shows a close agreement with the 

experimentally deterrnined (maximum) macroscopie draw ratios. 
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The broken curve is according to equation (4.2), a relationship shown to be valid for 

the maximum macroscopie draw ratio of core-shell rubber-modified thermoplastic PS

PPE blends 2• Clearly, the experimental data obtained from the crosslinked epoxides 

coincide with the broken curve. 

The physieal origin of the lower value found for the maximum attainable macroscopie 

strain to break is related to the difference between the idealization of a 

representative single network strand and a fully three-dimensional structure of strands 

with a distribtition in molecular weight between network nodes 1·2.4·9• 

Figure 4.5 confinns the statements made above; the maximum macroscopie draw ratio 

is plotted versus the theoretica! natural draw ratio, lmax. The data obtained from the 

core-shell rubber-modified epoxides showsome overlap with the data extracted from 

the thermoplastic PS-PPE system 1
•
2
, clearly demonstrating the principle similarity of 

the influence of a chemica! crosslink- and a physical entanglement-network on the 

deformation behaviour of polymer systems. 
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Figure 4.5 
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4.3.4 Fracture toughness 

As mentioned, the low entaugled thermoplastic PS-PPE blends already show a brittle

to-ductile transition with increasing core-shell rubber content in slow-speed tensile 

testing at room temperature. For the PS-PPE 20-80 w-w composition, more extreme 

testing conditions are required, e.g. notched tensile testing at high speed and/ or Iow 

temperature 10
• (For a more detailed analysis of the influence of testing speed and 

temperature on the value of the critical ligament thickness of thermoplastic PS-PPE 

systerns the reader is referred to chapter 5 10
.) By definition, the criticai ligament 

thickness is the materiai-specific thickness beiow which the polymer network can be 

stretched to its theoretica! extension ratio. Hence, in order to obtain more 

information on thermosets concerning the phenomenon of a brittie-to-ductile 

transition in relation with a critical ligament thickness between rubbery particles, the 

mode-I fracture toughness and high-speed tensile toughness of neat and core-shell 

rubber~modified epoxides was investigated. Due to the introduetion of a crack in the 

samples (G1c fracture toughness; notched high-speed tensile toughness) stabie versus 

instabie crack growth bas to be considered. However, in the case of rubber-toughened 
polymers, where the rubbery particles are non-adbering to the matrix ('holes'), the 
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introduetion of a crack only results in an increase of the local strain rate in the matrix 

ligaments. The stress-state in the ligaments will always be one- or two-dimensional. 

Hence, a macroscopie ductile fracture behaviour can be directly correlated with a 

local ductile deformation behaviour (ID s IDc)· In figure 4.6, the G1c fracture 

toughness data for the neat and rubber-toughened epoxides are shown as a function 

of the epoxide monomer molecular weight (Me)· 

Figure 4.6 
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G1c fracture toughness versus rubber concentration for neat and 

rubber-modified epoxides as a function of the epoxide molecular 

weight between crosslinks: Me = (A) 6. 79; (B) 4.38; (C) 1.64; (D) 

0.88; (E) 0.26 kg mot1 

The G1c fracture toughness of the neat epoxides (O wt% rubber) is rather sensitive 

towards changes in the epoxide monomer molecular weight. G1c increases from 0.15 

kJ m·2 (Me 0.26 kg mo1"1
) to approximately 4.5 kJ m·2 (Me = 6.79 kg mol-1

). The 

latter G1e value is still within the validity limits of the G1c test. Comparing the G1c data 

of the neat epoxides with data publisbed by Pearson and Yee 11
, it can be concluded 

that our G1c values are considerably higher than those listed in ref. 11. This may be 

due to differences in epoxide monomer molecular weight used; Pearson et al. used 

molecular weights in the range of 0.34-3.6 kg mol"1 while in this investigation up to 

6.8 kg mol·1 was used. The rather high Gic values of the neat epoxides could also 

partly originate from plastic deformation occurring at the crack tip. It would be more 

convenient to compare the G1c value of the epoxide possessing a Me value of 6.79 
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kg moi·1 with toughness data of neat thermoplastics having a molecular weight 

between entanglements of approxirnately 6.5 kg mor1
• This topic will be discussed in 

more detail in chapter 5 10
• 

Adding 5 wt% core-shell rubbery particles to the epoxides results in a strong increase 

in fracture toughness, except for the epoxide having the lowest Me (0.26 kg mol"1
). 

Forther increasing the rubber concentration does not result in a forther increase in 

G1c. Although the G1c values of the core-shell rubber-modified epoxides do not meet 

the requirements imposed by the validity criteria of the protocol of the European 

Group on Fracture of Polymers 8, a. quantitative comparison can still be made 

between the various rubber-modified epoxides. Clearly, the fracture toughness value 

of the .rubber-modified epoxides depends on the epoxide monomer molecular weight: 

G1c increases from 0.4 kJ m·2 (Me = 0.26 kg mol"1
; 5 wt% rubber) to 14 kJ m·2 (Me = 

6.79 kg mofc1
; 5 wt% rubber). Hence, the fracture toughness values of the core-shell 

rubber-modified epoxides display the same trend as already observed for the 

maximum strain to break of these materials ( campare figure 4.3), confirming the 

statement that toughness is mainly dictated by the strain to break and to a lesser 

extent by the yield stress 1
• 

Clearly, a brittle-to-ductile transition is observed between 0 and 5 Wt% core-shell 

rubber for all epoxides shown infigure4.6 (excluding the epoxide with an Me value of 

0.26 kg mol'1). However, the exact determination of the critica! ligament thickness 

(IDc) cannot be done. The calculated IDc is located between 0.35 J.'m (based on 5 
vol% rubbery particles having a diameter of 0.2 J.'m and assuming a body-centred 

lattice 12
•
13

) and infinity. Moreover, no distinction can be made between the IDc values 

for the various epoxides, so no Me dependenee can be extracted from these 

experiments. In order to determine the values of the criticalligament thickness more 

accurately, small weight fractions (::::: 0.5-5 wt%) of larger (non-adhering to the matrix) 

rubbery particles should be used or more extreme testing conditions should be chosen 

(e.g. notched high-speed impact testing at low temperatures ). 

4.3.5 Impact touglmess 

For the semi-crystalline thermoplastic system polyamide-6 I (easy cavitating) rubber, 

Borggreve et al. 13
•
14 have shown that a brittle-to-ductile transition can be observed 

not only as a consequence of a change in matrix ligament thickness but also by 
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increasing the testing temperature at a constant value of the matrix ligament 

thickness. The authors 13
•
14 have also shown that the temperature at which the brittle· 

to·ductile transition occurred was independent of the glass transition temperature of 

the matrix and of the dispersed rubbery phase 13
•
14

• Because brittle-to·ductile 

transitions for the epoxides studied in this investigation are not observed during slow· 

speed uniaxial tensile testing and cannot be very accurately analyzed with respect to 

their Me dependenee using (slow·speed) fracture toughness measurements, notched 

high·speed tensile measurements (Gh) were performed within the temperature range 

·50°C to lSOOC. lnfigure 4.7 the Gh values of the neat and rubber·modified epoxides 

are displayed as a function of testing temperature. 
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Figure 4.7 Notched tensile toughness (G") of neat and mbber·modified epoxides 

versus temperature as a function of the epoxide molecular weight between 

crosslinks: Me = (A) 6.79; (B) 4.38; (C) 1.64; (D) 0.88; (E) 0.26 kg mot1: 

(a) 0 wt%; (b) 5 wt%; (c) JO wt%; (d) 15 wt% mbber 
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Figure 4.7a shows that the neat epoxides demonstrate brittle fracture behaviour over 

the entire temperature range investigated. Although there is some scattering in the 

data, there seems to be no correlation between the epoxide monomer molecular 

weight and the energy absorbtion. 

If 5 wt% core-shell rubber is added, the energy absorption during fast tensite fracture 

depends strongly on both the testing temperature and the epoxide monomer 

molecular weight (see figure 4.7b). The highly crosslinked epoxides (curves D and E, 

Me = 0.88 kg mort and Me = 0.26 kg mort, respectively) still behave 'brittle' at 
temperatures up to 150"C. The epoxides corresponding to curves A, B and C (Me = 

6.79 kg mol-t, Me = 4.38 kg mot1 and Me = 1.64 kg mol-I, respectively) already 

demonstrate the characteristics of a brittle-to-ductile transition with increasing 

temperature. The epoxide with an Me of 438 kg mor1 (curve B) possesses the most 
pronounced transition with increasing temperature. Clearly, the brittle-tó-tough 

transition temperature (TBT) is located at 35°C for this epoxide with a ligament 

thickness of 0.35 p.m (corresponding to 5 wt% core-shell rubber). Surprisingly, the 

epoxide ha ving the highest molecular weight between crosslinks (curve A) does not 

possess the highest degree of ductility. Apparently, for this epoxide the critica! 

ligament thickness is not yet reached under the given testing conditions, within the 

temperature range investigated, with the addition of 5 wt% rubber. 

If the concentration of the core-shell rubber is raised to 10 wt%, stronger 

dependendes of Gh on Me are observed, as shown infigure 4.7c. The epoxides having 
a rather densely crosslinked network structure (curves C, D and E) still respond in a 
rather brittie manner over the entire temperature range investigated analogous to the 

5 wt% core-shell rubber-modified epoxides ( compare figures 4. 7b and 4. 7c ). The 

epoxide having an Me of 4.38 kg mot1 (curve B), on the other hand, shows a 
pronounced increase in ductility compared to the 5 wt% rubber-modified epoxide; the 
maximum level of toughness, Gh, is increased and the brittle-to-ductile transition 

temperature is lowered by l5°C. Hence, the critica! ligament thickness of this epoxide 

is located at 0.24 p.m (corresponding to 10 wt% rubber) at l5°C under the given 
circumstances. The epoxide corresponding to curve A demonstrales a strong increase 

in ductility due to the. increased rubber concentradon ( campare curve A in figures 

4. 7b and 4. 7c) and a sharp transition is observed at 30"C. 

Further increasing the rubber concentration to 15 . wt% confirms the trends as 



Crosslink Density 79 

described above; see figure 4.7d. The tensile toughness ofepoxides corresponding to 

curves C and D (epoxide Eis omitted for the sake of simplicity) is not influenced by 

an increase in rubber concentration. Also the maximum level of tensile toughness of 

the epoxide with an Me of 4.38 kg mol"1 (curve B) remains unchanged, only the value 

of TBT is decreased by an extra 5°C compared to the 10 wt% rubber-modified 

epoxide. Obviously, the maximum degree of ductility is obtained for this epoxide in 

the tough region. The shift of TaT to lower temperatures because of the increased 

rubber concentration, confirms that the brittle-to-ductile transition is independent of 

the glass transition of the matrix 13
•
14

• The level of tensile toughness of the epoxide 

corresponding to curve A is increased considerably (:::: 20 kJ m'2) due to the decrease 

in ligament thickness ( compare curve A in figures 4. 7c and 4. 7d). Hence, this epoxide 

with the highest molecular weight between crosslinks also possesses the highest 

degree of ductility confrrming the conclusions made during the discussion of the slow

speed uniaxial tensile testing and the (slow-speed) fracture toughness measurements. 

In the literature 15
'
17 several studies reported a maximum toughness value at a certain 

crosslink density for neat and rubber-modified epoxides; however, the authors did not 

realize the importance of the critical ligament thickness. Conclusions with respect to 

the Me dependency of toughness can only be made if the polymer under investigation 

is toughened to its maximum extent. 
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Figure 4.8 Force-time traces of rubber-modified epoxides recorded at 70°C 

In figure 4.8 the recorded force-time traces of two rubber-modified epoxides (5 wt% 
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rubber: Me = 0.26 kg mol"1 and Me = 4.38 kg mol-1
) are shown measured at 70°C 

during a notched high-speed tensile test. The striking difference between the Gh 

values forthese two epoxides (curve A: 5 kJ m·2 and curve B: 85 kJ m·2) is elucidated 

in this figure; the maximum force and the strain to break differ considerably. for A 

and B. For the densely crosslinked epoxide (curve A) a brittie fracture is observed; 

the material is already broken in the elastic region. The fracture process of the less 

densely crosslinked epoxide clearly corresponds to a ductile failure; after the elastic 

region a true ductile deformation behaviour occurs indicated by the decreasing slope 

of the force-time trace which even becomes negative at higher strains. 

4.3.6 Optical microscopy 

In figure 4.9 optical micrographs are shown of several high-speed fractured rubber

toughened epoxides (neat epoxides do notshow a whitened region and are therefore 

not analyzed). 

Figure 4.9 Optica! micrographs of high-speed fractured rnbber-modified epoxides (10 

wt%): Me = (a) 0.88; (b) 1.64; (c) 4.38; (d) 6. 79 kg mot1 (reference 

temperature 70°C) 
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The micrographs reveal the whitened areas below the fracture surface. Whitening is 

the result of void formation (particle-matrix interface detachment) and/or 

deformation 1s.22• All the micrographs shown in figure 4.9 are taken from fractured 

samples measured at 70°C as a reference temperature. Micrographs conesponding to 

the epoxides coded as A, B, C and D (see table 4.4) are shown in figures 4.9d, 4.9c, 

4.9b and 4.9a, respectively, (all 10 wt% rubber). Clearly, an increase in Me results in 

an increase in whitened volume. Qualitatively, the whitened volume corresponds to 

the Gb value as given in figure 4. 7c (70°C). 

4.3. 7 Critical ligament thickness 

Infigure 4.10 a cross-section offigure 4.7 at room temperature is shown, yielding the 

values of Gb as a function of the core-shell rubber concentration. 
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Figure 4.10 Notched tensile toughness of rubber-modified epoxides versus rubber 

concentration as a function of the epoxide molecular weight: Me = (A) 

6.79; (B) 4.38; (C) 1.64; (D) 0.88 kg mot1 

The brittle-to-ductile transition of the epoxides corresponding to curves C and D is 

located between 0 wt% and 5 wt% core-shell rubber, hence the corresponding critical 

matrix ligament thickness is positioned above 0.35 JLm for the given testing conditions 

and cannot be determined accurately. For the epoxides having an Me of 4.38 kg mot·1 

(curve B) and Me of 6.79 kg mot·1 (curve A), the brittle-to-ductile transition is located 
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between 5 and 10 wt% rubber, and between 10 and 15 wt% rubber, respectively. If a 

body-centred lattice is assumed and the average rubber partiele diameter is set at 0.2 

pm, the corresponding criticalligament thickness can be estimated to be 0.29 ~-&m and 

0.21 ~-&m, respectively. 

In figure 4.11 the critical ligament thicknesses for these two epoxides (Me = 4.38 kg 

moi·1 and Me = 6.79 kg moi·1; both indicated by a filled circle) are compared with 

those of the thermoplastic PS-PPE system (indicated by the open circles) as discussed 

in chapter 3 2
• 
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Figure 4.11 Critical ligament thickness versus network density (entanglement andjor 

crosslink density). The full curves are according to the model. For details, 

see text 

Although the data of the thermosetting system are determined during notched high

speed tensile measurements, the order of magnitude of the value of IDc is the same 

as the values displayed for the thermoplastic system determined during slow-speed 

uniaxial tensile testing. Moreover, there is some overlap between the values of IDc for 

both systems at a network density of 9x1cf5 ebains m·3• 

The full curve in figure 4.11 indicated by aY = 70 MPa is according to the simple, 

first-order model presented in chapter 3 2
, assuming a constant value of the yield 

stress of 70 MPa. Clearly, the model predictions agree closely with the experimental 
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valnes despite the simplicity of the model. 1t is worth noting that the model 

predictions even seem to be valid for high-speed tensile testing indicating the 

insensitivity of the valne of the critica! matrix ligament thickness to the testing speed 

applied. The testing speed and temperature dependency of the critica! matrix 

ligament thickness can be nnderstood in terms of the strain rate and temperatnre 

dependency of the yield stress, aY (see eqnation (4.3)). Increasing the strain rate 

and/or decreasing the temperatnre resnlts in a decrease of IDc via an increased yield 

stress of the matrix material. The a{sensitivity of the critical matrix ligament 

thickness is shown in figure 4.11: three different curves are drawn corresponding to 

the model prediedons of IDc assnrning different valnes for the yield stress. From the 

slow-speed fractnre tonghness data it conld be inferred that IDc for the epoxides 

coded A and B was positioned above 0.35 J.tm. High-speed tensile testing, however, 

resulted in IDc's of 0.21 J.tm and 0.29 J.tm, respectively. The lower values of IDc 

determined during a high-speed test can be explained in terrus of the strain rate 

dependency of the yield stress. In chapter 5 10 the influence of temperatnre (and 

testing speed) on the value of IDc will be discussed more extensively. 

In figure 4.12 the critica! matrix ligament thickness is plotted versus the network 

density on a different scale, allowing for the incorporation of the critical ligament 

thickness of polycarbonate (PC; determined via a notched Izod impact test 23
). 
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Figure 4.12 Critical ligament thickness versus network density. The full curve is 
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The comparison of polycarbonate with the other systems displayed in Figure 12 is of 

interest since PC represents one of the most densely entaugled thermoplastic 
polymers, having an IOc of approximately 3 J1m. The valnes of lOc for thermosetting 

polymers possessing network densities in the range 15x1025 
- 235x1~ ebains m·3 are 

not incorporated in figure 4.12 since it was impossible to determine the value of IOc 

using rubbery particles having a diameter of 0.2 11m (in this study the same core-shell 

rubber was used in all systems investigated in order to eliminate the influence of 
rubber type and partiele size). Nevertheless, the prediction of the critica} ligament 

thickness for these densely crosslinked polymers ( coded C, 0 and E) can be estimated 

to be in the range 1-10 11m indicating that the maximum level of toughness is already 

obtained after adding just a few percent (non-adhering) rubbery particles. The 

absolute value of toughness for these densely crosslinked epoxides, however, will be 

rather low (see figures 4.3 and 4.10). Extrapolation (broken curve) to the usually 

applied highly crosslinked epoxides (with a crosslink density around 200x1~ 

ebains m-3
) indicates that not much can be expected from rubber-modification, since 

the critica} matrix ligament thickness is to be in the order of a few microns. These 

aspects are the subject of the current research at our laboratory. The full curve in 

figure 4.12 is according to the simple model assuming a constant value of the yield 

stress of 70 MPa. The model prediedon of the criticalligament thickness levels off at 

high values of the network density and starts to deviate from the experimental trend. 

This is possibly due to an overestimation of the elastic energy available to generate a 

brittie fracture. Only a more detailed numerical analysis in a rather large area around 

the strain localization will probably give conclusive answers concerning this aspect. 
This is currently one of the topics of study in our laboratory. 

4.4 Conclusions 

Three series of tests were performed on neat and rubber-toughened epoxides: slow

speed tensile testing, slow-speed (G1c) fracture toughness testing and notched high

speed tensile toughness (Gh) testing. The maximum strain to break of rubber

toughened epoxides (containing non-adbering core-shell particles) increases with an 
increasing molecular weight between crosslinks (Me) from 12% (Me = 0.88 kg mo1'1) 

up to 70% (Me = 6.79 kg mor1
) independent of the volume fraction rubber dispersed 

in the system. The same deviation between the macroscopie draw ratio O·macr) and the 
theoretica! draw ratio of a single network strand O·max) as already observed for the 

thermoplastic PS-PPE system, is found: A.maer / A.max = 0.6. No brittle-to-ductile 
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transition could be observed with slow-speed uniaxial tensile testing. 

Slow-speed (10 mm mié) fracture toughness measurements (G1c) reveal that the 

absolute value of G1c of both neat and rubber-toughened epoxides increases with an 

increasing molecular weight between crosslinks. For neat epoxides G1c ranges from 

0.15 kJ m·2 (Me = 0.26 kg mol"1
) to 4.5 kJ m·2 (Me = 6.79 kg mol"1

), while for the 

rubber-toughened epoxides G1c varles from 0.4 kJ m·2 (Me = 0.26 kg mol"1
) to 14 

kJ m·2 (Me = 6.79 kg moi-1
), independent of the rubber concentration. For all 

epoxides investigated (9x10ZS s v e s 235xlOZS ebains m·3) in these tests, a brittle-to

ductile transition was observed between 0 and 5 wt% core-shell rubber. Hence, the 

critical ligament thickness is positioned above 0.35 ~-&m ( corresponding to 5 wt% 

rubber) under these relatively mild testing conditions of a fracture toughness test. 

Since the concept of a real criticalligament thickness should be valid under all testing 

conditions applied, notched high-speed tensile testing (Gh) at various temperatures 

was carried out. Analogous to the results obtained from the slow-speed uniaxial 

tensite testing and the (slow-speed) fracture toughness measurements, the value of Gh 

of the rubber.toughened epoxides uniquely increases with an increasing molecular 

weight between crosslinks: Gh varies from 2 kJ m·2 (Me = 0.26 kg mol"1) up to 120 kJ 

m·2 (Me = 6.79 kg mol-1
). The critical matrix ligament thickness of two relatively loose 

crosslinked epoxides were determined to be 0.21 ~-&m (Me = 6.79 kg mol-1
) and 0.29 

~-&m (Me = 4.38 kg mol-1
) under these severe testing conditions at room temperature. 

The values of IDe for the more densely crosslinked epoxides could not be determined 

due to the inaccuracy introduced by the low rubber volume fraction at which the 

brittle-to-ductile transition occurred. The values of IDc of the epoxides, determined by 

notched high-speed tensile testing, correlate well with the values shown in the 

previous chapter for the thermoplastic PS-PPE model system determined via slow

speed uniaxial tensile testing clearly indicating the relative insensitivity of the real 

critical ligament thickness to the testing conditions applied and the nature of the 

network loci (physical entanglements andjor chemical crosslinks). The experimentally 

derived values of the critical ligament thickness correlate well with the values 

predicted by the simple first-order model presented in the previous chapter 2• The 

slight dependency of the critical matrix ligament thickness on the testing conditions 

applied can be understood in terros of the strain rate and temperature dependency of 

the yield stress and Young's modulus. 
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Chapter 5* 

InDoence of Strain rate and Tempenture 

5.1 Introduetion 

In chapter 2 1 the concept of a material-specific critical thickness (IDc) was 
introduced using (macroscopically) brittie polystyrene (PS). It was demonstraled that 

a control of the microstructure allowed for an increase of the macroscopie draw ratio 

O•macr) from 1 o/o to 60% of the theoretica! natura! draw ratio ( l.max) based on the 
maximum extension of a single strand of the molecular network structure. In chapter 

3 2 the influence of the physical network structure of the polymerie material on the 

value of IDc was investigated using the homogeneously miscible system polystyrene

poly(2,6-dimethyl-1,4-phenylene ether) (PS-PPE), while in chapter 4 3 crosslinked 

epoxides were used to extend the concept to chemical networks. 

In the systems with a high network density, notably all chemica! networks of chapter 

4, the critical ligament thickness could only be determined using relatively extreme 

testing conditions: i.e. notched high-speed (1 m s'1) tensite testing at different 

temperatures. Due to the introduetion of a crack in the samples stabie versus instabie 

crack growth has to be considered. In the case of rubber-toughened polymers, where 

the rubbery particles are non-adbering to the matrix ('holes'), the introduetion of a 

crack only results in an increase of the local strain rate in the matrix ligaments (see 

chapter 4). Nevertheless, all data conceming the critical thickness, IDco obtained 

under different testing conditions were plotted in one graph and compared with the 

predictions derived from the simple, energy based, model as proposed in chapter 3. In 

this study we try to find experimental evidence for this generalization of the basic 

concept. Especially the influence of testing speed and temperature on the absolute 

value of the critica! matrix ligament thickness will be studied. 

* This chapter is reproduced, in part, from: 

1. Van der Sanden, M.C.M. and Meijer, H.E.H. Polymer, submitted for publication 
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The expression for the value of the critical matrix ligament thickness in dependenee 

of the relevant material parameters, i.e. network density (v; entanglement and/or 

crosslink density), Young's modulus (E1) and yield stress (ay), is given in equation 

(5.1) 2: 

(5.1) 

where y is the Van der Waals surface energy and k1 and k2 are constants (k1 = 

7.13x10"15 J chain·112 m·112 and k2 = 2.36x1013 chains112 m·312) (ref. 2). Inspeetion of 

equation (5.1) reveals that in first approximation the yield stress is the only parameter 

demonstrating a strong strain rate and temperature dependenee below the glass 

transition temperature of the polymer. (The temperature and strain rate dependenee 

of the Young's modulus is neglected in a first approximation, although its temperature 

and strain rate dependenee is in general comparable with temperature and strain rate 

dependenee of the yield stress. However the yield stress is more dominant in equation 
(5.1).) Applying the Eyring theory of viscosity 4 the strain rate and temperature 

dependenee of the yield stress can be described as: 

. { (AE* - v* loyl) } e = AE exp - ___ R_T _ _.::..;... (5.2) 

where Ê is the strain rate, AE is a constant, AB. the activadon energy, v • the 

activation volume, R the gas constant and T the absolute temperature. Equation (5.2) 

suggests a linear relationship between yield stress and absolute temperature and a 

logarithmic dependenee of the yield stress on the strain rate. CombiDing equations 

(5.1) and (5.2) results in a description of the strain rate and temperature dependenee 

of the critical matrix ligament thickness. In figure 5.1 the predicted values of the 

critical matrix ligament thickness are shown as a function of temperature, strain rate 

and network density. The constants in equation (5.2) are extracted from literature 

data 5 of the yield stress at very low strain rates at room temperature combined with 

data determined in our laboratory 6
• For simplification it is assumed that the strain 

rate dependenee of the yield stress is independent of the PS-PPE composition and 

that the temperature dependence, (Tg - T), of the yield stress is independent of the 

network density. From figure 5.1a it is clear that the critical thickness (for PS-PPE 

100-0 as well as for 20-80) increases with a decreasing strain rate and increasing 
temperature. 
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Figure 5.1 (Continued) 

The planes shown in figure 5.1a interseet at higher temperatures due to the fact that 

the glass transition temperature of PS (88°C) is much lower than the one of the 20-80 

blend (174°C). Figure 5.1b clearly reveals the influence of temperatur~ of the value of 

the critical thickness: slightly dependent on the strain rate applied, the value of IDc 

strongly increases, within the region of 0 < (Tg - T) < 25°C, if the glass transition is 

approached. From figure 5.1c, finally, it can be inferred that the strain rate 

dependenee of IDc is only significant if the material is strained close to the glass 
transition temperature. The network density dependenee as already extensively 

discussed in chapter 3 2 is obvious in both figures 5.1b and 5.lc. 

This study provides the experimental verification of the strain rate and temperature 

dependenee of IDc using the PS.PPE model system. The values. of the critica! 

ligament thickness as determined by uniaxial slow-speed tensile testing at room 

temperature (see reference 2) are compared with those obtained by notched high

speed tensile testing (1 m s"1
) at different temperatures. In order to complete the 

analysis, high-speed dilatometry (1 m s"1) is used to reveal the change in deformation 

mechanism from (multiple) erazing to shear deformation at the critical matrix 

ligament thickness. 
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5.2 Experimental 

5.2.1 Materials 

The materials used were (identical to reference 2) polystyrene (DOW, Styron 638), poly(2,6-dimethyl-1,4-

phenylene ether) (Genera! Electric Co., PPE-803) and the oore-sheli rubber with a poly(methyl 

methacrylate) shell and a styrene-butadiene core (Rohm and Haas Co., Paraloid EXL 3647). The oore

sheli rubber was an extrusion grade and contained 11 wt% poly(methyl methacrylate). The oore-sheli 

rubber partiele size was in the range of 0.1-0.3 !Jm. 

5.2.2 Sample preparation 

The PS-PPE oompounding was carried out as extensively described in chapter 3 2
• Neat PS-PPE blends 

were prepared via a double extrusion cycle either by diluting a PS-PPE 50-50 master-batch with PS (PS

PPE 80-20 and 60-40 blends) or by direct mixing PS and PPE (100-0, 40-60 and 20-80 blends). Rubber

modilied PS-PPE blends with different compositions: 10, 20, 30, 40, 50 and 60 wt% non-adbering core

shell rubber were prepared via the same two step compounding process with the addition of the oore

sheli rubber in the second extrusion step (processing temperatures: see reference 2). Blend oompositions 

are indicated with a three number code: A-B/C; A: weight fraction PS present in the matrix; B: weight 

fraction PPE present in the matrix; C: weight fraction core-shell rubber present in the total blend. 

Extruded strands were quenched in a water bath and pelletized subsequently. High-speed dilatometry 

specimens were prepared by injection moulding (Arburg Allrounder 220-75-250) the blends into dog

bone-shaped tensile bars (DIN 53 455, sample thickness: 3 mm). Square plates (length x width x 

thickness: 60 x 60 x 3 mm) were injection-moulded at temperatures depending on the blend composition 

(see reference 2). Parallel to the direction of injection moulding specimens were machined with 

dimensions: length x width x thickness: 60 x 10 x 3 mm. Analogous to the lzod impact test protocol 

(ASTM 0256) the bars were V-shaped single.edge notched in the centre (notched high-speed tensile 

specimens). 

5.2.3 Mecbanical testing 

Prior to mechanical testing the injection-moulded and machined specimens were annealed at a 

temperature 20°C below the glass transition temperature of the matrix during 24 hours. 

In chapter 2 1 tensile dilatometry has revealed its use to determine the deformation mechanisms of 

polystyrene. Here, tensile dilatometry has been carried out at 1 m s·' on the unnotched samples using two 

contactless electro optical displacement transducers (EODT: Zimmer type lOOD; Lenses: model 100-02, 2 

mm range). The EODT converts the motion of a black and white edge (target) into a voltage 

proportional to the displacement in the frequency range from 0 to 400 kHz. Using two EODT's 

positioned at the edges of the white-painted rectangular part (middle section) of the dog-bone-shaped 

sample, the absolute displacements of the two edges of the sample could be registered. Assuming that 
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the relative displacement of the sample in both directions perpendicular to the load direction is equal, 

the transversal change in cross sectionat area could be recorded. The longitudinal strain was obtained 

from the cross-head displacement of the tensite machine (type Zwick Rel SB 3122). Hence, the volume

strain could be obtained from these measurements as a function of the Iongitudinal strain. 

High-speed notched impact toughness (Gb; 1 m s-1
) is defined as: the energy absorbed during fracture of 

a single-edge notched (razor-blade tapped) tensite specimen over the original area bebind the crack-tip 

(see reference 3 for a detailed description of the test)_ The free sample length between the clamps was 

20 mm. Impact testing was performed within the range of -75°C to 80°C on a Zwick Rel SB 3122 tensite 

machine equipped with a elimate chamber. At least 5 specimens were fractured for each testing condition 

in order to obtain an average value of Gb. 

5.3 Results and Discussion 

The determination of the molecular weight between entanglements (Me) and 
entanglement density ( v e) of the various PS-PPE blends from dynamic mechanical 

thermal analysis has already been described in chapter 3 2
• In table 5.1 the values of 

Me and v e are recapitulated: 

Table 5.1 Entanglement molecular weight (M,J and entanglement density (v,J of neat 
PS-PPE blends 

Blend composition ~ ve 
(PS-PPE) (kg mol"1) (xlOZ.S ebains m·3) 

100-0 20 3 
80-20 12 5 

60-40 8.6 7 
40-60 6.7 9 
20-80 5.5 11 

5.3.1 Unnotched samples 

In figure 5.2 the true stress and relative volume change of core-shell rubber-modified 

pure polystyrene as measured at 1 m s·1 (10 s-1
) is shown as a tunetion of the 
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longitudinal strain. 
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Figure 5.2 Stress-stram and volume-strain curves of rubber-modified PS blends tested 

at 1 m s-1
• Parameter the rubber content 

SimHar to the slow-speed tensile dilatometry results \ polystyrene containing up to 50 

wt% non-adbering core-shell rubber demonstrales a typically brittie deformation 

behaviour although the stresses are somewhat increased due to the higher strain rates 

applied. The slope of the relative volume change versus strain curve is close to unity, 

indicating a deformation process accompanied by void formation. This void formation 

can be contributed either to erazing or to the process of partiele/interface 

detachment. Tensile dilatometry can not distinguish between those two processes. If, 

however, the rubber content is increased to 60 wt% the true stress-strain curve shows 

the characteristics of a true yield point followed by a constant stress level. Also the 

slope of the relative volume change versus strain curve deviates from unity and 

decreases to zero. This latter implies that a shear deformation process occurs in this 
system. SimHar to the slow-speed tensile dilatometry results on core-shell rubber

modified PS the brittle-to-ductile transition is located between 50 and 60 wt% rubber 
(thus IDc - 0.05 JLm) for pure PS. At this transition the deformation mechanism 

changes from erazing to shearing apparently irrespective of the strain rate applied, 

illustrating the strain rate insensitivity of the v11;lue of the critical matrix ligament 

thickness in the region of low network (entanglement) densities within the 

investigated strain rate range. However, the macroscopie strain to break of the shear 
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deforming PS system is only about 80% (not shown in figure 5.2), compared to 200% 

for the slow-speed analysis 1, indicating that the critical matrix ligament thickness bas 

just been surpassed by the addition of 60 wt% core-shell rubber. Apparently, the local 

strain rate in the matrix ligament is only slightly influenced by the macroscopically 

applied strain rate. Since, increasing the macroscopically applied strain rate from 

8.3x104 s·1 (i.e. 5 mm min"1) up to 10 s·1 (i.e. 1 m s"1) does not result in a complete 

brittie fracture of the material as expected from the decrease of IDc from 0.05 p.m to 

0.025 p.m (based onfigure 5.la, T = 298 K, or see equations (5.1) and (5.2)). 

5.3.2 Notched samples 

1) Tensile toughness data 

In figure 5.3 the influence of temperature on the value of the critical matrix ligament 

thickness at notched high-speed tensile testing conditions is shown for' the various PS

PPE blends filled with different amounts of non-adbering core-shell rubber. As can be 

inferred from figure 5.3a in the range of rubber concentradons tested (0-60 wt%) 

rubber-modified PS only demonstrales a brittle-to-ductile transition at 60 wt% rubber 

close to the glass transition temperature of the PS matrix (88°C). Analogous to the 

crideal value of ID as found in slow-speed 1 and high-speed unnotcheq uniaxial tensile 

testing at room temperature (see figure 5.2) the brittle-to-tough transition of core-shell 

rubber-modified PS is found to be at 0.05 p.m for notched high-speed impact testing 

but now at a temperature of 700C. Apparently, the introduetion of a notch bas 

increased the local strain rate (and, consequently, the value of the yield stress) such 

that an increase in temperature to 700C is required to keep IDc 1'1:1 0.05 p.m (see figure 

5.4). 

In figure 5.3b the notched high-speed impact toughness of the PS-PPE 80-20/X blends 

is shown. Blends containing less than 20 wt% core-shell rubber are omitted for the 

sake of simplicity; these materials demonstrate a brittie fracture behaviour in the 

entire temperature range investigated. Taking 75°C as a reference temperature it can 

be concluded that upon increasing the rubber concentradon the tensile toughness 

increases. However, increasing the rubber content from 50 to 60 wt% does not result 

in a further increase of the absorbed energy during notched high-speed fracturing of 

the sample. Hence, the brittle-to-tough transition of the PS-PPE 80-20 blend at 75°C 

is located at 0.06 p.m. Slow-speed uniaxial tensile testing resulted in the same value of 
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the critica! matrix ligament thickness at room temperature 2• 
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Figure 5.3 Notched tensile toughness of neat and rubber-modified PS-PPE blends VS 

temperature: (a) 100-0, (b) 80-20, (c) 60-40, (d) 40-60 and (e) 20-80 
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Figure 5.4 Schematic representation of the influence of temperature and strain rateon 

the critica/ matrix ligament thickness 

As expected (see introduction: figure 5.lb and the discussion of figure 5.3a), the 

increase of the yield stress as a consequence of the high speed occurring locally at the 

noteh-tip is counteracted by the increased temperature at which the brittle-to-ductile 

transition is observed. With increasing temperature the tensile toughness of the 80-

20/60 blend increases continuously within the temperature range investigated. This is 

also reflected in the increased size of the whitened area above and below the fracture 

surface of the 80-20/X blends with increasing testing temperature (not shown bere). 

Increasing the PPE content of the matrix (jigure 5.3c) results in a confirmation of the 

trends discussed above. For the PS-PPE 60-40 blend the value of the critica! matrix 

ligament thickness at 75°C is positioned around 0.07 ~-&m ( corresponding to 50 wt% 

core-shell rubber). At lower temperatures a brittle-to-ductile transition can not he 

determined due to the fact that no significant distinction can he made between the 

different levels of tensile toughness. 

Figure 5.3d shows the results of the PS-PPE 40-60/X blends. At 75°C the brittle-to

tough transition is located between 10 and 20 wt% core-shell rubber ( -0.17 ~-&m. 

assuming that the critica! concentration is close to 20 wt% core-shell rubber) since an 

increase of the rubber concentration (up to 50 wt%) does not result in, a higher value 

of the tensile toughness. Inspeetion of figure 5.lb reveals that a brittle-to-ductile 

transition can also he observed as a function of temperature at a co:ostant value of 
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the matrix ligament thickness (i.e. rubber concentration). For example the 50 wt% 

core-shell rubber-modified PS-PPE blend (40-60/50) shows a brittle-to-tough 

transition temperature (TBT) of about -50"C (see figure 5.3d). lncreasing the average 

matrix ligament thickness, by decreasing the rubber content, results in an increase of 

the brittle-to-ductile transition temperature. 

The PS-PPE 20-80/X blends demonstrate a clear deviation from the general aspects 

as discussed above (figure 5.3e ). At 75°C the brittle-to-ductile transition is located 

between 10 and 20 wt% core-shell rubber (IDc = 0.22 1-'ffi, assuming that the critical 

condition is located close to the 10 wt% rubber-modified PS-PPE blend). Increasing 

the rubber content above 20 wt% results in a decrease of the tensile toughness at this 

temperature. Hence, the level of tensile toughness decreases after passing the brittle

to-tough transition. The origin of this decrease is illustrated in figure 5.5 which shows 

the recorded force-time traces of the various PS-PPE 20-80/X blends at 75°C. 

2r---------------------------------~ 

PS-PPE 20·80 W·W 

T • 76"C 

0 2 3 

Time (ms} 

Figure 5.5 Force-time traces of rubber-modified 20-80 blends recorded at 75°C 

Clearly the time-to-fallure (read: strain to break) continuously increases with an 

increasing rubber content. The maximum stress on the other hand increases only if 

the rubber concentration is increased from 0 to 10 wt%, but decreases upon extra 

rubber addition. Since the tensile toughness shown in figures 5.3a up to 5.3e is 

correlated with the surface area under the recorded force-time traces (energy), it is 
clear that the decrease in maximum force upon increasing the rubber content after 
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passing the TBD is not fully compensated for by the increased time-to-failure (read: 

strain). A higher rubber concentration at the brittle-to-tough transition automatically 

results in a decrease of the macroscopie force of the recorded force-time trace since 
more 'holes' are present in the material. Consequently, with an increasing rubber 

concentration an optimum can be observed for the tensite toughness value after 

passing the brittle-to-tough transition, partly due to an overlap of stress fields 7
•
8
• 

Macroscopically, this results in a decrease of the recorded farces (stresses). In 

conclusion, the simple network density dependent strain-to-break argument postulated 

in chapter 2 results in conclusive data with respect to the value of the critical 

interpartiele distance but can not fully account for the network density dependenee of 

the measured value of the notched tensile toughness. Only detailed micromechanical 
modelling can provide quantitative answers. This aspect is one of the topics of the 

present research at our laboratory. 

In figure 5.6 the temperature dependenee of the critical matrix ligament thickness is 

shown for the PS-PPE 40-60 and 20-80 blends ( compare with figures 5.3d and 5.3e ). 

The theoretical curves of the critica! ligament thickness are calculated using yield 

stress data at room temperature 5 (irrespective of the different strain rates applied) 

and assuming a linear relationship with temperature to a final value of zero at the 
glass transition temperature. 
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Figure 5.6 Critica! matrix ligament thickness vs temperature for two rubber- modified 

PS-PPE blends: 40-60 and 20-80. The curves are according to the model 



Strain rate and TemperafUre 99 

The full curves in figure 5.6, consequently, represent a cross section in Figure JB at 

constant strain rate (of lOZ s-1
). Fromfigure 5.6 it can be inferred that the temperature 

dependenee of IDc can be predicted satisfactory in a quantitative manner applying the 

simple model presented in chapter 3 2 in combination with an Eyring activated flow 

process despite the fact that the local yield stress in a matrix ligament can not be 

simply related to a macroscopie yield stress due to the presence of a notch (see 

discussion of figure 5.3a ). 

2) Vzsualization of the deformation process 

To gain more insight in the deformation process occurring in front of the crack-tip 

during notched tensile testing in the ductile region pictures were taken at several 

stages of the process. Since the PS-PPE 20-80/X (for X > 10) blends already 

demonstrate the characteristics of a ductile fracture during notched high-speed tensile 

testing at room temperature (see figure 5.3e) these blends will certainly reveal ductile 

fracture during slow-speed notched tensile testing (compare figure 5.la). 

In figure 5. 7 the deformation process of a PS-PPE 20-80/30 blend is illustrated as 

observed in the ductile region during a slow-speed notched tensile test (5 mm min-1) 

at room temperature. The optical micrographs are taken at several stages during the 

tensile test. Following the deformation process (figures 5.7a up to 5.7d) the size of the 

deformed region (whitened area) increases to a constant value ahead of the crack-tip. 

The whitened volume corresponds to the tensile toughness value as already discussed 

in reference 3. 

3) Brittle-to-ductile transitions 

In figure 5.3 brittle-to-tough transitions are clearly visible with increasing temperature 

or, at a constant temperature, with an increasing rubber concentration. The 

occurrence of a transition is indicated by a sudden increase of the notched tensile 

toughness. Inspeetion of the fractured samples provides an alternative independent 

determimition of the critical situation. 

In figures 5.8a and 5.8b micrographs of high-speed fractured notched tensile specimens 

are shown as observed in the ductile region. 
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Figure 5. 7 Optical micrographs of slow-speed single·edge notched rubber-modijied 

PS-PPE 20-80 blends taken at several stages of deformation (a up tod) 
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Figure 5.8 Micrographs of a high-speed fractured notched PS-PPE/X blend in the 

ductile region: (a) side view and (b) on-edge view 

In principle the tensile specimens form a neck just below the fracture surface. The 

dimensions of the neck can be indicated by the values of d1 and d2 (see figure 5.8b ). 

In particular the ratio dd d2 represents the strain level locally at the fracture surface. 
Hence, via a comparison of the ratio difd2 of the various PS..PPE blends in the 
ductile region a qualitative insight can be obtaîned with respect to the infiuence of 
network de~ity on· thë strain level just below the fracture surface of core-shèll 

iubber-modified PS-PPE blends. 

lnftgure 5.9 the ratio difd2 is plotted versus the rubber concentration for the various 

PS..PPE blends investigated at 75°C as a reference temperature because most data are 
present at this (high) temperature in the range of core-shell rubber percentages 
investigated. 

The brittle-to-ductile transitions are revealed by a rather abrupt increase of the ratio 
dd d2• If the matrix ligament thickness is below the cri ti cal value, the strain to break 

of the material increases. Interesting to notice is that the strain level at the fracture 
surface (qualitatively) demonstrates the same network density dependenee as the 
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maximum macroscopie strain to break listed in reference 2. Polystyrene (figure 5.9, 

curve A) demonstrales the maximum ratio dtfd2 in the tough region, i.e. the highest 

strain level locally at the fracture surface similar to the highest strain to break level 

for PS reported in reference 2 during slow-speed uniaxial tensite testing of core-shell 

rubber-modified P5-PPE blends at room temperature. The addition of PPE results in 

a shift of the brittle-to-ductile transition to lower rubber concentrations, again, 

analogous to the conclusions derived during the discussion of the unnotched slow

speed measurements presenled in chapter 3 2
• 
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Figure 5.9 DeformaJion (dlf'd2Y of high-speed fractured notched PS-PPE blends versus 

rubber concentranon with parameter the matrix. composition (PS-PPE): 

(A) 100-0, (B) 8().20, (C) 60-40, (D) 40-60 and (E) 20-80 (reference 

temperaJure 75°C} 

In order to compare the brittle-to-ductile transitions of the various PS-PPE blends as 

observed in figure 5.3 in a more convenient way, in figure 5.10 the normalized 

(relatively to .the value in the tough region) value of the tensile toughness is shown 

versus the rubber concentration at two reference temperatures: 25°C and 75°C. 

Only for the PS-PPE 40-60 and 20-80 blends the brittle-to-ductile transitions can be 

determined at 25°C as a reference temperature. From figure 5.10 (or equally well 

from figure 5.9) the critica! matrix ligament thickness can be determined for the 

various PS-PPE blends assuming a body-centred-cubic lattice 9•11• 
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Figure 5.10 Normalized notched tensile toughness versus lUbber concentration with 

parameter the matrix composition (PS-PPE): (A) 100-0, (B) 80-20, (C) 

60-40, (D) 40-60 and (E) 20-80: (a) reference temperature 75"C and (b) 

reference temperature 25°C 

In figure 5.11 these values of the critîcal matrix ligament thickness as determined from 

a notched tensile test are shown as a function of the network density for the two 

different reference temperatures (25°C and 75°C). 
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Figure 5.11 Critica/ matrix ligament thickness versus network density. The full curves 

are according to the modeL For details, see text 

For comparison also the critical matrix ligament thicknesses, as determined during 

slow-speed uniaxial tensile testing at room temperature 2
, are incorporated in figure 

5.11. The values of IDc determined via slow-speed uniaxial tensile testing compare 

well with the !De data extracted from notched high-speed tensile test~ng. Apparently, 

within the investigated strain rate and temperature range the value ?f IDc is rather 
insensitive to changes in testing speed and temperature as could be expected, see 

figure 5.1. The full curves in figure 5.11 represent the value of !De in, dependenee of 

the network density as predicted by the simple model (see equation (5.1)), calculated 

for three different values of the yield stress: 60, 70 and 90 MPa. These values of the 

yield stress are chosen rather arbitrary since the yield stress in the ligament can not 

simply be converted into a macroscopie yield stress due to the presence of the notch 

(see discussion after figure 5.3). Especially in the region of low network densities, !De 

proves to be rather insensitive to changes in the yield stress, thus, it is relatively 

insensitive to changes in the testing speed or temperature. 

The absolute value of the notched tensile toughness is not simply governed by the 

maximum strain to break but depends on the geometry of the specimen 12
'
17 and the 

quasi macroscopie effective yield stress (related to the volume fractio:n of holes). A 

quantitative prediction in the ductile region can only be made if the stress-state 

bebind the noteh-tip is fully understood. A multi-level finite element modeHing of the 
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test sample can result in a more quantitative description of the network density 

dependenee of the value of the notched tensile toughness in the ductile region. This 

aspect is a major topic of the present research in our laboratory. 

5.4 Conclusions 

Tensile dilatometry at testing speeds of 1 m s·1 reveal that the deformation 

mechanism of polystyrene in the duetile region (ID :s; IDc) is shear deformation. The 

critical matrix ligament thiekness of polystyrene as determined with uniaxial slow

speed tensile testing at room temperature proves to be valid up to testing speeds of 1 

m s·1• A further increase of the local strain rate by the introduetion of a razor-blade 

tapped noteh results in a brittie fraeture of the 60 wt% rubber-modified polystyrene 

unless the inerease in strain rate is eompensated for by an inerease in testing 
temperature to 700C. 

The influenee of testing speed and temperature on the value of the eritieal matrix 

ligament thickness ean be quantitatively understood in terms of the strain rate and 

temperature dependenee of the yield stress (neglecting the strain rate and 

temperature dependenee of the Young's modulus) using the simple model introduced 

in chapter 3, eombined with an Eyring type of strain rate and temperature 

dependenee of the yield stress. 

Notehed high-speed tensile testing of eore-shell rubber-modified PS-PPE blends 
demonstrates that brittle-to-duetile transitions occur at about the same eritieal matrix 

ligament thieknesses as already determined during slow-speed uniaxial tensile testing 

at room temperature (see referenee 2) provided that the testing temperature is 

inereased. Apparently, the inerease in yield stress, due to the local high strain rate as 

a eonsequenee of the introduetion of a noteh, is eounteraeted by the inereased 

temperature. The temperature dependenee of ID c aceording to the model is 
experimentally verified for PS-PPE 40-60 and 20-80 blends in a temperature range of 

50 to 150°C below the glass transition temperature of the polymerie materiaL 
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Chapter 6* 

A Critical Examinatioo of Multilayered StnJctures 

6.1 Introduetion 

In chapters 2 and 3 3
•
4 the concept of a material-specific thickness, below which 

brittle, amorphous glassy polymers become ductile, was introduced. lt was shown that 

the value of the critical thickness as well as the maximum level of ductility are both 

determined by the molecular (network) structure of the polymer. Using thin sheets in 

stratified structures (with a non-adbering polymer as a spacer) the onset to the 

sudden increase in macroscopie strain to break was demonstrated while for thin 

ligaments in between 'holes' (i.e. non-adbering core-shell rubbery particles) it was 
shown that the macroscopie strain to break of brittle, amorphous polymers can be 

increased to 60% of the theoretica! strain to break based on the stretching of a single 

entanglement strand of the network structure to its full extension. 

Since in chapter 3 attention was focused on the understanding of the phenomenon of 

the material-specific critica! thickness, mainly the core-shell rubber-modified 

structures were discussed. In this chapter, the deformation behaviour of multilayered 

tapes based on polystyrene-poly(2,6-dimethyl-1,4-phenylene ether) (PS-PPE) layers 

alternaring with polyethylene (PE) is studied in more detail. Polyethylene is used as a 
non-adbering spaeer possessing a constant high level of ductility at all layer 

thicknesses 3
• The number of layers in the tape (and thus the PS-PPE layer thickness, 

d) can be set by changing the number of mixing elements in the Multiflux static mixer 

used 3 at a constant total tape thickness. However, the viscosity ratio of both 

components proves to determine the maximum number of elements and thus the 

limiting layer thicknesses since, finally, viscosity and normal stress difference driven 

* This chapter is reproduced, in part, from: 

1. Van der Sanden, M.C.M., Buijs L.G.C., De Bie, F.O. and Meijer, H.E.H. Polymer, 
submitted for publication 
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interfacial instahilities render layer break-up and ropture 5-
7
• As an example, for the 

system polystyrene/poly(methyl methacrylate) (PS/PMMA) 50/50, with fairly 

matching flow curves within the shear rate and temperature rarige applied, a 

spectacular minimum layer thickness of 40 nm could be achieved: see figure 6.1. 

Figure 6.1 SEM micrographof a multilayered PS/PMMA 50/50 tape: layer thickness: 

40nm 

In the PS-PPE/PE systems it was not tried to properly optimize the. viscosity ratio 

(e.g. by choosing different PE types for the different PS-PPE compositions) since 

attention is focused on the micromechanical explanation of the deformation 
behaviour found for the different network structures and test geometries. 

The motivation for this more detailed investigation on especially the multilayered 

tapes originated from some stimulating criticism met in the early stage of our 

research: When we first presented the striking experimental findings coneerDing the 

material-dependent crideal thickness (read: thinness) in a fast visiting tour in January 

1992 to some experts in the area of micromechanics of polymers, both Ed Kramer of 

Comell University and Eric Baer of Case Western Reserve University noticed the 
possible importance of a small level of adhesion that is always present in thin 

multilayered structures even if immiscible polymer pairs (like PS and PE) are used. 

This especially could be of influence in the interpretation of the re:sults on the 

stratified structures. The convincing results of the extremely different macroscopie 

deformation behaviour of 60 wt% adhering (PS-shell) and non-adbering (PMMA 

shell) oore-sheli rubber-modified PS, see reference 3, made the interpretation of the 
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experimental findings in these systems less ambiguous and, finally, resulted in the 

simple energy based model that is capable of descrihing the criterion for macroscopie 

ductility in erazing and shear deforming polymers (including thermosets!), see 

chapters 3, 4 and 5 4
•
8
•
9

• Tbe application of this model to predict the change in strain 

to break of the continuous thin stratified multilayered structures is, however, not that 

straightforward and needs some additional assumptions. Both aspects are dealt with in 

this chapter: Using the micromechanical facilities in Case Western Reserve 

University, the details of the deformation behaviour of our tapes were revealed, while 

Ed Kramer reworked, after a number of subsequent discussions also at our 

laboratory, bis existing model (Kramer and Berger 2
, that is focused especially on the 

transition from erazing to shearing) to include the network density effect as found in 

our previous experiments and is easily applicable to thin films as well. 

Several studies have been reported on microlayered structures focusing on unique 

properties with respect to their optical, harrier and mechanical properties 10'12• Tbe 

strain to break of multilayered systems containing at least one ductile component can 

be improved via three routes: (i) A decrease of the layer thickness of the brittie 

component; this finally results in an elimination of the Iimiting effect to the overall 

strain to break 3
•
4 while, (ii) the introduetion of a considerable degree of adhesion 

between the layers of the brittie and ductile component can result in a mutual 

induction of deformation mechanisms in both types of layers 13
•14 and, (iii) also can 

allow for multiple fracture of each separate brittie layer 15
• 

In this study the adhesion (G1c) between the PS-PPE and PE layers is investigated by 

applying a double cantilever beam peel test as described by Bazhenov et al. 16 and 

optical light microscopy during uniaxial tensile testing is applied to elucidate the 

deformation mechanism of the PS-PPE/PE tapes. In order togainsome more insight 

in the phenomenon of interlayer adhesion, a third component (a diblock copolymer) 

between every individual PS-PPE and PE layer bas been introduced to influence the 

adhesion in a rather extreme and precise marmer. 

6.2 Experimental 

6.2.1 Materials 

The materials used were polystyrene (DOW Styron 638), poly(2,6-dimethyl-1,4-phenylene ether) (Genera! 

Electric Co., PPE-803), low-density polyethylene (PE; DSM, LDPE 1808 AN) and a diblock copolymer 
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based on polystyrene and hydrogenated isoprene rubber (Shell, Kraton G-1701 X). PS and PPE were 

mixed in various proportions (100-0, 80-20, 60-40 and 40-60) to set the entanglement density of the PS

PPE blend (see referenee 4 for a detailed description of the mixing procedure). The diblock copolymer 

used (Mn 82 kg mort, Mw = 88 kg mol'') contains about 37 wt% polystyrene. 

6.2.2 Sample preparatioo 

PS-PPE and PE were multilayered in different compositions (100/0, 75/25, 50/50, 25/75 and 0/100) 

using the Multiflux mixer that renders the most perfect baker's transformation of all mixers 17
• Laminated 

tapes with different spacing PE layers were prepared at 200°C (PS-PPE: 100-0), 220°C (PS-PPE: 80-20), 

225°C (PS-PPE: 60-40) and no"C (PS-PPE: 40-60). The total number of continuous layers that could be 

obtained in a tape varled between 128 (6 mixing elements) and 4096 (11 mixing elements; see comments 

on the influence of the viscosity ratio in the introduction) while the total tape thickness was kept constant 

around 0.3 mm. Multilayered tapes wiil be indicated with a three number code: A-B/C: A-B: PS-PPE 

composition of the tape; C: weight fraction PE in the tape. 

Multilayered tapes containing the diblock copolymer (BC) as a third component were prepared at WOOC 

for the pure PS/PE system only. Four ingoing layers are required in this case, stacked as: 

PS/BC/PE/BC. Three different PS/PE ratios were chosen: 75/25, 50/50 and 25/75, while the total 

amount of block copolymer was 1 wt%. 

Small dumb-bell-shaped tensile specimens were machined from the multilayered tapes parallel to the 

direction of extrusion according to ASTM D 1708. 

To avoid any unwanted orientation effects, prior to mechanica! analysis all machined tapes were annealed 

during 24 hours at a temperature 20°C below the glass transition temperature of the PS-PPE phase. 

Heating of the samples at a temperature of 100C above the glass transition temperature of the PS-PPE 

phase revealed a shrinkage of approximately 4%. This value should not have a noticeable influence on 

the mechanical properties of the tapes 18
•
19

• 

6.2.3 Interlayer adhesion 

The intedayer adhesion of several tapes was measured using a (modified) double cantilever beam (DCB) 

peel test as described by Bazhenov et al. 16
• The conventional DCB test could not be used because this 

test does not allow for a substantial bending of the beams, which occurred in our situation. Adhesion in 

the modified DCB test 16 is characterized by the fracture toughness (G1c), i.e. the energy dissipated during 

the formation of new surface, given by: 

(6.1) 

where F is the peel force, e, and e2 are the angles between the cantilever beam ends and the direction 
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of the force applied (see figure 6.2) and Wis the width of the sample (5 mm). 

Sample 

Figure 6.2 Schematic representation of the modified double cantilever beam peel test 

Specimens were cut from the extruded tapes with a diamond saw into the desired dimensions: length x 
width: 90 mm x 10 mm. An initial crack (depth: 10 mm) was made as close as possible to the middle 

level of the sample using a fresh razor-blade. Subsequently, tabs were glued on the end of both cantilever 

beams and force was applied (see figure 6.2) using an Instron tensite testing machine equipped with a 5 N 

load cell at a loading rate of 10 mm min·'. The cantilever beam end angles during crack propagation 

were determined by taking photographs periodically. Three samples (of the same composition) were 

tested in order to obtain an average value of G10• 

6.2.4 Microscopy 

Optical reflecting light microscopy (Olympus BH equipped with a C-35 AD-2 Olympus camera) was 

applied to investigate the fracture surface after measuring the interlayer adhesion in order to verify the 

crack propagation path. 

Scanning Electron Microscopy (SEM) was applied to check the thickness and homogeneity of the PS

PPE layers. Specimens were cut from the centre of the layered specimen, parallel to the direction of 

extrusion and perpendicular to the layers. The surface was microtomed using a glass knife at liquid

nitrogen temperature, subsequently etched in an oxygen plasma to remove the polyethylene (and rubber

phase of the diblock copolymer) and fmally covered with a conducting gold layer. 

6.2.5 Mechanica! testing 

Multilayered tapes were uniaxially strained on a Frank tensile machine (type: 81565 IV) at a cross-head 

speed of 5 mm min·' (!., = 20 mm). In order to obtain representative data, all experiments were carried 

out in five-fold for each testing condition. 
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6.2.6 Mkroscopy durlog tensile testlog 

To visualize the deformation behaviour, deformation was realized using a Minimat (Polymer 

Laboratories; distance between clamps: 15 mm) mounted on an optical transmission microscope 

(Olympus BH2). Durnb-bell-shaped tensile specimens were viewed in transmission perpendicular to the 

tape surface at a low testing speed (5 mm min"1
) at Case Western Reserve University (Cleveland). Before 

testing the top and bottom layers were peeled off (an easy job in the poorly adhering PS-PPE/PE 

systems) to remove any irregularities and to eosure that all tapes had the same thickness (0.3 mm). 

During toading pictures were taken at distinct stages of the deformation using an Olympus C-35 AD-2 

camera mounted on the microscope. Plastic (shear) deformation, if present, could be visualized with a 

polarizing fdter added to improve the colour contrast. 

6.3 Results and Discussion 

6.3.1 Interfacial adhesion 

Figure 6.3 demonstrates the interlayer adhesion as determined using the (modified) 

double cantilever beam test of several PS-PPE/PE tapes: 100-0/75, 60-40/75 and 60-

40/50 versus the PS-PPE layer thickness'. 

Figure 6.3 
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of the tape; C: weight fraction PE in the tape. 
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From figure 6.3 it cao be inferred that tbe G1c value for all PS-PPE layer thicknesses 

is very low (5-25 J m·2) compared witb tbe valnes publisbed for tbe PC/SAN system: 

100-1200 J m·2 (ref. 16 and 20) and independent of the ratio PS-PPE/PE. The amount 

of PPE present in tbe PS-PPE pbase does oot influence tbe interlayer adhesion but, 

surprisingly, the PS-PPE layer tbickness bas a pronounced influence on the G1c value: 

witb a decreasing PS-PPE layer thickness the interlayer adbesion increases 

significantly. Examination of tbe fracture surfaces of the delaminated samples 

elucidates the increasing G1c valnes with a decreasing PS-PPE layer thickness (see 

figure 6.4; crack path direction: borizontal). 

Infigure 6.4a (100-0/75; PS-PPE layer thickness: 1 J.&ID) a clear fracture surface cao be 

observed. Decreasing the PS-PPE layer tbickness results in a fracture surface tbat is 

covered with torn layers (see figure 6.4b) or even demonstrates a large amount of 

plastic deformation (see ftgUre 6.4c). Hence, tbe increased G1c interlayer adhesion 

valnes are caused by a multiple crack propagation path. Consequently, the G1c 

interlayer adhesion obtained from a 100-0/75 tape with a PS-PPE layer thickness of 

approximately 1 J.&ID (corresponding to tbe delaminated fracture surface offigure 6.4a) 

is tbe most representative value: 5 J m·2, whicb is a very low value as already stated 

above. 

6.3.2 Mechanical testing 

Figure 6.5 shows tbe strain to break of several multilayered PS-PPE/PE tapes (100-

0/X., 80-20/X., 60-40/X and 40-60/X) versus the PS-PPE layer thickness. The strain to 

break of the tape is defined as tbe strain at which a sbarp decrease in stress is 

observed (see figure 2.4 of chapter 2) corresponding to tbe breakage of the PS-PPE 

layers. In figure 6.5 only samples witb continuons stratified structures are dealt with as 

verified using scanning electron microscopy. 

As cao be inferred from figure 6.5a (PS-PPE/PE 100-0/X), tbe strain to break shows 

an initia! upswing at about 1 J,&m and increases with a decreasing PS-PPE layer 

thickness. The maximum strain to break is 100% and is observed for tbe 100-0/75 

tape at a tbickness of 0.4 J,&m. Tapes containing less than 75 wt% PE have a strain to 

break of less than 10% (more elementsin the mixer resulted in discontinuons layers). 



Figure 6.4 Optica/ micrographs of delaminated PS-PPE/PE tapes: (a) 100-0/75, PS

PPE layer thickness: 1 IJ.m, (b) 60-40/75, PS-PPE layer thickness: 0.5 /J.m 

and (c) 60-40/75, PS-PPE layer thickness: 0.04 /J.m 
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Figure 6.5 Strain at break of several PS-PPE/PE tapes versus the PS-PPE layer 

thickness: (a) 100-0/X, (b) 80-20/X, (c) 60-40/X and (d) 40-60/X 

Adding 20 wt% PPE to the PS phase (PS-PPE/PE 80-20/X; see figure 6.5b) gives 
ronghly the same resnlts (npswing at ~ 1 f'm) with the exception that the maximum 

strain to break of the tape is about 130% for the 80-20/75 tape with a PS-PPE layer 

thickness of 0.5 f'm. (For the 80-20/X tapes the experimentally achievable minimum 

continuons PS-PPE layer thickness without the occurrence of ropture equals this 

0.5 f'm.) 

Only increasing the PPE content of the PS-PPE phase above 40 wt% allows for a 

substantial increase of the maximum number of mixing elements applicable in the 
static mixer before layer ropture occurs dnring processing. Conseqnently, the 
minimum attainable continuons PS-PPE layer thickness is significantly decreased to 
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approximately 0.05 J,&m. Figure 6.5c shows the strain to break of the 60-40/X tapes 

versus the PS-PPE layer thickness. The 60-40/75 tape demonstrates initially the same 

behaviour as already described for 100-0/X and 80-20/X tapes: an initial upswing at 

about 1 J,&m. However, now also a maximum strain to break (Rl125 %) is observed for 

a layer thickness of approximately 0.4 J,&m. Below this value the strain to break 

decreases to 70% at a layer thickness of 0.04 J,&m (i.e. the minimum achievable 

experimental PS-PPE layer thickness). The strain to break of the 60-40/50 and 

60-40/25 tapes now can be measured up to very thin layers and shows a significant 

increase if the PS-PPE layer thickness is below 0.1 J,&m. From the optical micrographs 

taken during deformation (see figure 6.6) and the discussion bere, it can be stated that 

there is a distinct difference in the two transitions found for this PS-PPE composition. 

The apparent brittle-to-ductile transition at the layer thickness of approximately 1 J.&m, 

as found for the 60-40/75 tape (and the 100-0/75 and 80-20/75 tapes as well), is 

correlated with the stress transfer mechanism, while the second transition (at Rl 

0.1 J,&m for the 60-40/X tapes only) coincides with a change in deformation 

mechanism. Moreover, both the value of the critical thickness and the strain to break 

below the second transition excellently agree with the data extracted from the core

shell rubber-modified PS-PPE 60-40 blends 4
• 

Finally, for the PS-PPE/PE 40-60/X tapes only a single transition is found for all PS

PPE/PE compositions (see figure 6.5d) at a PS-PPE thickness of approximately 

0.3 J,&m: a (critical) thickness that again correlates well with the critical matrix 

ligament thickness as already reported for the 40-60 blend determined with stress

straiD measurements of core-shell rubber-modified 40-60 blends 4
• Also the maximum 

level of strain to break in the ductile region, i.e. below the critical. layer /ligament 

thickness, . agrees perfectly with the maximum macroscopie strain to break of core

shell rubber-modified 40-60 blends (70%) 4
• 

6.3.3 Microseopy during tensite testing 

In order to investigate the various transitions observed in figure 6.5, ,uniaxial tensile 

testing is performed on the 60-40/75 tape at several PS-PPE layer thicknesses on a 

tensile stage mounted under an optical microscope (Minimat). Figures 6.6a - 6.6c 

show polarized optical transmission micrographs of a 60-40/75 tape having a PS-PPE 

layer thickness of 1.5 J,&m taken at distinct strain levels ( direction of load is 

horizontally ). 



Figure 6. 6 Polarized optica[ micrographs of strained PS-PPEIPE 60-40175 tapes for several PS- PPE layer tlzicknesses and strain levels: 
(a) 1.5 JJ.m, 0% strain, (b) 1.5 JJ.m, 4% strain, (c) 1.5 JJ.m, 8% strain, (d) 0.5 JJ.m, 0% strain, (e) 0.5 JJ.m, 4% strain, (j) 0.5 
JJ.m, 8% strain, (g) 0.04 JJ.m, 0% strain, (h) 0.04 JJ.m, 4% strain and (i) 0.04 JJ.m, 13% strain 
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At 4% strain thin lines are visible perpendicu\ar to the direction of load (see figure 

6. 6b ). The black thin !i nes probably correspond to smal! cracks preceded by crazes. 

Increasing the strain results in a strong increase in the number of cracks 

perpendicular to the load direction (see figure 6.6c, 8% strain). Decreasing the PS

PPE layer thickness to 0.5 J.Lm (see figures 6.6d - 6.6f, conesponding to the tape 

possessing a maximum strain to break of approximately 125%) results at the same 

strain level (e.g. 8%) in: (i) an increase of the number of cracks visible and (ii) a 

more pronounced visibility of the cracks. A further decrease of the PS-PPE layer 

thickhess (0.04 J,.Lm, figures 6.6g - 6.6i, below the critica! thickness demonstrated in 

reference 4) drastically changes the optica! observations: at any stage during the 

deformation no cracks can be detected. Moreover, the bright colours that are visible 

during the deformation under the optica! microscope indicate massive plastic (shear) 

deformation. These microscopie observations demonstrate that a transition occurs 

from a crack-like deformation (preceded by crazes) at approximately 1 J.Lm to a 

shearing type of deformation mechanism if the PS-PPE layer thickness is decreased 

below 0.05 J.Lm. 

Figure 6. 7 shows the stress-strain curves of two 60-40/75 tapes possessing a PS-PPE 

layer thickness of 0.29 J.Lm (curve A) and 0.04 J.Lm (curve iB), respectively. 

Figure 6.7 
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Comparing both stress-strain curves confirms the two different deformation 

mechanisms occurring in both tapes as determined with the optica! microscope 

observations of figure 6.6: curve A corresponds to the typical curve of a craze 

deforming polymer 21 (a constant stress level after the yield point; e.g. rubber

tongherred polystyrene 22
), while curve B shows the characteristics of a true shear 

deforming polymer ('strain hardening') 21
• 

6.3.4 Modelling of the first transition 

For PS-PPE layer thicknesses comparable with or larger than 0.5 l'm cracks are 

already visible at low strains for the PS-PPE/PE 60-40/75 tape (see figures 6.6c and 

6.6/) without causing a fatal macroscopie failure of the tape (see figure 6.5c). Sirnilar 

observations are made in the area of fibre reinforeed composites, where a rather stiff 

(low strain to break) fibre is embedded in a ductile polymerie matrix possessing a 

strain to break considerably higher than the fibre 23
•
24

• The observation that a fibre 

embedded in a polymerie matrix can be fractured several times along the fibre before 

final failure of the COJllposite occurs is explained by the stress transfer 

mechanism 23
•
24

• This mechariism becomes operative if there is a substantial level of 

adhesion present between the fibre and the polymerie matrix, expressed by the matrix 

shear strength or interfacial shear strength (.,. m) whichever is smaller. After breakage 

of the fibre stress can be build up by stress transfer from the matrix. The process of 

breakage continnes until the transferred stress beoomes lower than the strengthof the 

fibre (F max>· A simple force balance results in a correlation between r m and F max on 

one hand and the critica! transfer length (Ie) and the fibre diameter ( dr) on the other 

hand: 

(6.2) 

Baer and Moet 15 carried out a sirnilar analysis for rnicrolayered composites which 

resulted in a relationship between .,. m• F max> Ie and t: 

(6.3) 

where t is the layer thickness of the brittie component (i.e. the component possessing 

the lowest strain to break). Equation (6.3) implies that a decrease of the PS-PPE 

layer thickness (i.e. the 'brittle' component) by a factor two upon the addition of one 
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extra mixing element in the static mixer results in a decrease of the critica! transfer 

length lc with the same factor two and, consequently, in an increase of the 

macroscopie strain to break if it is assumed that the macroscopie strain to break of 

the multilayered tape is directly correlated with the number of breakages along the 

length of the tape. Inspeetion of the transitions at approximately 1 Mm observed for 

both the 100-0/75, 80-20/75 and 60-40/75 tapes (see figures 6.5a, 6.5b and 6.5c) 

experimentally verifies equation (63): for PS-PPE layer thicknesses below 10 Mm an 

increasing strain tobreakis observed with a decreasing PS-PPE layer thickness. The 

ad dition of an extra mixing element results in a rednetion of the PS-PPE layer 

thickness by half and, consequently, in an increase of the strain to break of the tape 

roughly by a factor two. For PS-PPE layer thicknesses below 0.5 Mm ( only 

experimentally achievable for the 60-40/75 tape) the strain to break of the 

multilayered tape decreases with a decreasing layer thickness. This can be explained 

by the fact that the deformation mechanism of the PS-PPE layers starts to change 

from a craze-like de formation into a shearing type of deformation ( compare figures 

6.6/ and 6.6i). The crack-like deformation does not occur for layer thicknesses below 

0.05 J,'m. Instead the PS-PPE/PE tape fails after complete homogeneons shear 

deformation of the PS-PPE phase up to the theoretica! strain to break (70% for the 

60-40 blend 4
). 

For PS-PPE/50 and PS-PPE/25 tapes' the stress transfer mechanism as described 

above seems to be absent (see figure 6.5). This can be subsenbed tothefact that upon 

decreasing the PE content of the tape, fracture of a PS-PPE layer will result in a 

higher stress level in the neigbbouring PE layers. Hence, a fracture of the PE layers is 

likely to occur immediately after the frrst fracture of a PS-PPE layer resulting in a 

fatal failure of the whole tape. 

Inspeetion of figure 6.5d only reveals a single brittle-to-ductile transition at 

approximately 0.25 Mm. obviously the stress transfer mechanism is not operative in 

these tapes or coincides with the brittle-to-ductile transition induced by the change in 

deformation mechanism 4
• 

6.3.5 Increase in interlayer adhesion 

Exploiting the stress transfer mechanism (by increasing the interlayer adhesion 

between PS-PPE and PE) should, finally, result in a PS-PPE/PE tape possessing the 
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strain to break of pure PE. This hypothesis is verified by the introduetion of a third 

component in the multilayered PS-PPE/PE tapes: a diblock copolymer based on 

styrene and hydrogenated isoprene rubber. In figure 6.8 a SEM micrograph is shown 

of a PS/PE/BC 25/74/1 wfwfw tape having a PS layer thickness of approximately 1 

#-'fiL 

Figure 6.8 SEM micrograph of a multilayered PS/PE/BC 25/74/1 wjwjw tape 

possessing a PS layer thickness of 1 ~ 

The diblock copolymer is not detectable on the SEM micrograph ( only 1 wt% is 

present) but it is most likely positioned at the interface with the styrene part of the 

diblock copolymer positioned in the PS layers and the hydrogenated isoprene rubber 

block in the PE layers. The presence of the diblock copolymer should increase the 

interlayer adhesion (and therefore also the interfacial shear strength, 1 rn) significantly 
25

•
26

• Examinadon of equation (6.3) reveals that an increase in 1 rn results in a decrease 

of the critica! transfer length (Ie) at a constant layer thickness. Stress-straio analysis of 

the tape shown in figure 6.8 results in a strain to break of 230% (i.e. the strain at 

break of pure PE) which is considerably higher than the strain to break of the 

corresponding PS/PE 25/75 tape (no diblock copolymer present) having the same PS 

layer thickness: 30% ( cómpare figure 6.5a ). 

6.3.6 Modelling of the second transition 

In conclusion: generally two transitions are found in the multilayered tapes. The first 

transition only occurs at a PS-PPE layer thickness of roughly 1 #-'ID if relatively thick 

PE spacing layers are present. This transition is due to the stress transfer between the 
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(slightly) adhering layers. The second transition is found if the layers can be made 

thin enough (which is dependent on the viscosity ratio) and coincides with a change in 

deformation mechanism from erazing to shearing. 

Thus, after a careful and critical evaluation of the results obtained with the stratified 

structures it can be stated that the concept of a critical thickness, below which brittie 

polymers beoome ductile, is not only valid for thin matrix ligaments 3.4 but is also 

applicable to thin films (see figure 6.5c, transition at 0.05 ",.m, and figure 6.5d with a 

transition at 0.25 ~J.m). The maximum strain to break in the ductile region could be 

explained by the theoretica! maximum elongation of the polymer network ( Ämax) and 

the absolute value of the critical thickness could be quantitatively understood from a 

simpte energy based model (see chapters 3 and 5 4
•
9
). This model is, however, only 

applicable to the thin film experiments if additional assumptions with respect to the 

volume stored elastic energy are made. lt is therefore interesting to reproduce an 

alternative explanation for the thickness transition in thin films that is focused on the 

change in deformation mechanism and is derived from the established theory of 

Kramer for craze growth 1
•
2

• 

lf it is postulated that a craze structure should contain at least two craze fibrils, this 

minimum thickness (l;run), in which the craze structure just can fit, can be calculated 

from the fastest growing fibril spacing 0 0 • (see Appendix 6.A): 

Lmlà = 16r + 2h 
o

1
(1 -A.~) 

(6.4) 

where r is the surface energy involving the breakage of chains, oy is the yield stress, 

A.max the theoretica! maximum extension ratio of the entanglement network and h the 

thickness of the active zone layer at the eraze/bulk interface. Taking for PS: r = 0.08 

J m-2 (ref. 2), oy = 82.8 MPa (ref. 27), Àmax = 4.2 (ref. 1) and h = 25 nm (ref. 28) 

results in a value of Lmïn of 80 nm, a value that is rather close to the value derived 

from the energy based model that resulted in 55 nm. 

As Kramer suggested 29
, a better approximation can be made if not the fastest 

growing fibril spacing is considered but the fibril spacing less than the fastest growing 

one to widen at a reduced rate. The transition from erazing to shearing occurs if the 

craze widening velocity is equal to the velocity of widening a shear deformation zone. 
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Combining the estimated fibril spacing (00 , tr) at which the transition occurs from 

erazing to shear deformation with the assumption that this minimum thickness 

contains just two craze fibrils results in a somewhat different expression for Lmin, tr: 

L = 4h - h 4 - 32r 
Mm,w o

1
h(l - 1~) 

(6.5) 

(see again Appendix 6.A for the derivation). Using the same data for PS as used 

above, results in a value of !;run, tr = 69 nm, a value that is even closer to the one 

calculated with the energy based model. The critical thickness for the other PS-PPE 

blends analyzed in this study according to equations (6.4) (Lmin) and (6.5) (Lmin, tr) is 

shown infigure 6.9 (broken curves; the value of h is assumed to be independent of the 

P$-PPE composition, which might be incorrect). 

Figure 6.9 
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Por comparison the critical thickness according to the energy based model of chapter 

3 is also incorporated in this figure (full curve) 4
• Experimentally, the critica! thickness 

associated with a change in deformation mechanism could only be determined for the 

6()...40/X and 40-60/X tapes (open squares). The crideal matrix ligament thickness 
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determined via core-shell rubber-modification of the PS-PPE 100-0, 80-20, 60-40 and 

40-60 blends is also shown in figure 6.9: illled squares. Inspeetion of figure 6.9 reveals 

that all three models result in a satisfying prediction of the critica! thickness for the 

several PS-PPE blends. However, the validity of the model predictions of the critica! 

thickness via equations (6.4) and (6.5) is only limited to polymerie systems where the 

critica! thickness is clearly associated with a change in deformation mechanism. For 

the epoxide systems discussed in chapter 4 8
, only the energy based model for the 

critica! thickness can be used. 

Apparently, the low value of the interlayer adhesion can clearly be noticed with 

respect to the stress transfer mechanism. However, for the change in deformation 

mechanism upon decreasing the PS-PPE layer thickness the low level of interlayer 

adhesion seems to have no profound influence since the critica! matrix ligament 

thickness reported for the non-adbering core-shell rubber-modified 60-40 and 40-60 

blends 4 coincides with the critica! PS-PPE layer thickness observed in this study. 

6.4 Conclusions 

The strain to break of PS-PPE/PE 100-0/75, 80-20/75 and 60-40/75 tapes can be 

increased significantly by a decrease of the PS-PPE layer thickness (d) to d ~ 1 p.m. 

The origin of the increased strain to break of these tapes is explained by a stress 

transfer mechanism as revealed by optical light microscopy during tensile testing, i.e. 
PE locally inhibits crack growth after the PS-PPE layer breakage ànd allows for a 

multiple fracture of each single PS-PPE layer as a result of the (low) level of 

interlayer adhesion between PS-PPE and PE (G~.c ~ 5 J m-2). A further decrease of d 

results (only for the 60-40/75 tape, where the layer thickness can be decreased further 

without layer ropture) in a maximum strain to break at a layer thickness of 0.4 p.m. 

foliowed by a decrease of the strain to break, finally, to a value of 70% at a layer 

thickness of 0.04 p.m. The latter transition coincides with a change in deformation 

mechanism (optical light microscopy) and corresponds to the crideal thickness as 

already reported in chapter 3 4 for the non-adbering core-shell rubber-modified PS

PPE 60-40 blend. 

For the PS-PPE/PE 60-40/50, 60-40/25 and 40-60/X tapes only one transition, 
induced by a change in layer thickness, could be detected that is correlated with a 

change in deforrnation mechanism. Again, this transition coincides With a change in 
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deformation mechanism from multiple cracking (preceded by crazing) to shear 

deformation as demonstrated for rubber-modified PS-PPE blends where the (local) 

thickness is controlled by the ligament thickness between the non-adbering rubbery 

particles. The critical thickness for transitloos associated with a change in deformation 

mechanism is not only predicted satisfactory by the previously introduced energy 

based model 4 but can also be understood from the well established theory of Kramer 

for craze growth 1
•
2
• 

The introduetion of a diblock copolymer between the PS and PE layers enables a 

practical exploitation of the stress transfer mechanism: the stress transfer mechanism 

already becomes maximum operative at PS-PPE layer thicknesses of approximately 

1 J,&m. This results in a (quasi) macroscopie strain to break of a PS/PE/BC 74/25/1 

tape of 230%, i.e. the strain to break of pure PE, where the individual PS layers are 

fragmented many times along the length of the tape without initiaring a fatal 

macroscopie failure. 
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Appendix 6.A 

6.A.l The denvation of the critical thickness in films from craze growth analysis 
according to Kramer {private communications) 

The following expression for the fastest growing fibril spacing (D0 "), that dominates at 
any tensile stress, S, and maximizes the pressure gradient (áa), can be derived from 
an updated version of the original model of EJ. Kramer 1

•
2
: 

D* = sr 
D p S{l - l-:!;) 

(6.A1) 

where r is the surface energy of the polymerie material, 6 a constant of the order one 
(see equation (11) of reference 2), S the average tensite stress on the craze interface 
and Àmax the natural draw ratio of the polymer (compare with equation (13) of 
reference 2 where it was assumed that r ::::; D0 /2 and the factor 1/(1 - lma/12

) was 
ignored). 

If we assume that it takes about one active zone thickness (h) to build up the 
hydrostatic tension necessary to stabilize the small radius of curvature on the outsirles 
of the fibrils and that the minimum thickness (Lmin) into which the fibril structure fits 
contains two fibrils, Lmin can be expressed in D0 and h: 

Lilfin = 2{DD + h) (6.A2) 

Combination of equations (6A1) and (6.A2) finally results in: 

L . = 16r + 2h 
""" pso - l~) 

(6.A3) 

which can be rewritten to equation (6.4) if we take 6 to be 1 and assume the tensite 
stress S to be equal to the lower yield stress ( ay) of the polymer. 

A better estimation of Lmin can be made if at the thickness transition not the craze 
fibril spacing is considered that growths the fastest, but the craze fibril spacing Do, tr 

that grows at a reduced rate (v), equal to the wirlening velocity of a shear 
deformation zone (v0 z). For the craze widening velocity, v, we can write that it scales 
as (see equation (9) of reference 2): 

(6.A4) 

where a re is a flow stress of the material in the active zone at a certain reference 
strain rate and nis an exponent ( > >1) which describes the stress dependenee in the 
active zone. 
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The widening velocity of a shear deformation zone is assumed to possess the same 
power law: 

(6.A5) 

where S is the average stress on the bulk/deformation zone interface and oy is the 
yield stress at the same reference strain rate as above. Assuming that the two 
exponents n are equal the transition occurs if v = v0 z: 

0 s 
ll. a = __/!__ 

a,h 
(6.A6) 

At the transition we assume that S ~ oY' which with equations (6.A2) and (6.10), 
(6.11) and (6.12) (where r ~ D

0
/2 is replaced by r ~ 0

0
/(2*(1 - Àmax-I/

2
)) analogous to 

the additional factor introduced in equation (6.A1)) of reference 2, leads to the 
following quadratic equation: 

L"'ïn z Lmin 
(- - 1) - B(- - 1) + C = 0 

2h 2h 
(6.A7) 

where B and C are the following dimensionless parameters: 

2Po, 
B=-- (6.A8) 

afc 

and 

C= 
sr 

(6.A9) 
afch(l - À~) 

The smallest solution of equation (6.A7) corresponds to the material thickness 
(Lmin, tr) smaller than the one that contains two craze fibrils and giows the fastest 
(equation (6.A3)). If it is assumed that ace~ oy this solution can be written as: 

L . = 4h - h 4 - 32r 
mm,u 1(2 

a,h(l - À~) 
(6.A10) 

which is equation ( 6.5). 
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Chapter 7* 

Critical Thickness of Diluted Entanglement Networ.ks 

7.1 Introduetion 

The phenomenon of a critical thickness (IDc), below which brittie amorphous glassy 

polymers become ductile, has been extensively discussed in previous chapters 2, 3 and 

5 for thermoplastic s-to, and chapter 4 for thermosetting 11 polymers, respectively. 

Below IDc a maximum macroscopie strain to break can be observed comparable with 

the theoretica! strain to break of stretching the molecular (entanglement and/or 

crosslink) network to its full extension (- Àmax). Via an energy based criterion 9 the 

absolute value of IDc could be predicted and expressed in terms of entanglement 

density (ve) and natoral draw ratio (lmax): 

6(y + k1 vlf)E1 ID c = -------':....._"-...:. 
ÀmaxCJ Y 

(7.1) 

where y is the Van der Waals surface energy, k1 a constant (k1 = 7.13x1(J15 

J chain·112 m·112
, ref. 9), E1 the Young's modulus and ar the true yield stress. 

In chapter 3 9
, equation (7.1) is simplified by introducing the most elementary form of 

the network density dependency of the maximum network draw ratio: Àmax = k2 v e-t/2, 

where k2 is a constant. A somewhat more detailed analysis of this dependency reveals 

that 2: 

(7.2) 

where ~ is the chain contour length and d is the entanglement mesh size while both Ie 

* This chapter is reproduced, in pwt, from: 

1. Van der Sanden, M.C.M. and Meijer, H.E.H. Polymer, submitted for publication 
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and d can be expressed in terms of entanglement density 2
: 

(7.3) 

(7.4) 

where p is the density, NA Avogadro's number, Io the lengthof a fully extended chain 

unit of molecular weight MO and k3 a constant which is polymer dependent 2
• Since 

equations (7.3) and (7.4) contain constants that are polymer dependent (lo, MO and 

k3), a given value of v e as measured via the plateau modulus in the melt 9 does not 

automatically correspond with a unique value of Àmax• 

In this study, the validity of equation (7.1) will be experimentally verified using 

physical entanglement networks based on different types of polystyrene (PS) and 

poly(2,6-dimethyl-1,4-phenylene ether (PPE). PS and PPE form a homogeneously 

miscible system, where PPE possesses a relatively high network density, ve = 

13.2x1<f5 ebains m·3, and PS a relatively low value of v e: 3.2x1025 ebains m·3• At the 

same value of v e• networks will be compared that consist of PPE and P~ (where PS1 

can not participate in the network structure due to the fact that the molecular weight 

falls well below the entanglement molecular weight) with networks that are based 

PPE and PSh where PSh can be part of the entanglement network structure. The 

previously introduced core~shell rubber (non-adhering to the PS-PPE matrix) is 

applied in order to set the local average ligament thickness 8
• 

7.2 Experimental 

7 .2.1 Materials 

The materials used were poly(2,6-dimethyl-1,4-phenylene ether) (PPE; polymerized as described in ref. 

12 using toluene as a solvent), high molecular weight polydisperse polystyrene (PSh; DOW), low 

molecular weight polystyrene (PS1; radically polymerized) and the oore-sheli rubber (poly(methyl 

methacrylate) shell, styrene-butadiene oore, Rohm and Haas Co., Paraloid EXL 3647) that was used 

throughout this series. The weight-average molar mass of PPE was verified with g.p.c. (CHCI3): 

M,. ~ 120 kg mol'1 and the glass transition temperature was checked with d.s.c.: Tg 220°C, I.V.: 0.86 

dl g·1 (CHCI:J, 25°C). PSh was an experimental type oontaining no additives with a T
8 

lOOOC (d.s.c.) and 

a M,. 200 kg mol'1 (g.p.c.: CHCI3). The low molecular weight PS1 was prepared according to the 
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metbod described by Rempp and Merrill (so•c) and subsequently characterized by g.p.c.: M.. = 3.5 

kg mot1 (well below the entanglement molecular weight of both PSh, 19.1 kg mot\ ref. 5 and 9, and 

PPE, 4.5 kg mol"\ ref. 5 and 9) and d.s.c.: T, = so•c. 

7 .l.l Sample preparatioo 

Two series of PSb-PPE aod PScPPE blends containing different amounts of core-shell rubbers (0 - 60 

wt%) were prepared by casting mixtures of the three polymerie components dissolved in cbloroform (10 

wt% solutions). Subsequently, the films (with a fmal average thickness of 0.3 mm) were dried under 

vacuum conditions at a temperature of 1oo•c during 48 hrs. Small dmnb-bell shaped tensile specimens 

were machined from the films according to ASTM D 1708. 

7 .2.3 Scanning Electron Microscopy 

Scanning Electron Microscopy (SEM; Cambridge Stereo Scan 200) was applied in order to check the 

rubber partiele distribution in tbe prepared PS-PPE blends. Specimens were prepared by fracturing the 

samples at liquid-nitrogen temperature. Subsequently, the samples were coated with a conducting gold 

layer. 

7 .2.4 Mecbanical testing 

Slow-speed tensite testing was performed on a Frank tensile machine (type 81565) at a cross-head speed 

of 5 mm min"1 at room temperature. All mcasurements were carried out in five-fold. 

7.3 Results and Discussion 

7.3.1 Network density and natoral draw ratio 

In order to compare rubber-modified blends based on PSh-PPE with blends having a 

PS1-PPE matrix at the same entanglement density, the correlation between network 

density and concentration PPE must be determined for both dilution methods. The 

experimental determination of the network density of blends based on PSh and PPE 

bas already been described in chapter 3 9
• Prest and Porter 13 have derived an 

empirical relationship between the weight fraction PPE (x) in the PSh-PPE blend and 

the network density of the miscible blend: 

V e(X) = V e(PS) ( 1 + 3.2x) (7.5) 

where v e(PS) is the network density of PSh: 3.2x1if5 ebains m·3 (ref. 9). This correlation . 

is illustrated infigure 7.1 (full curve). 
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Network density versus concentration PPE for PSh·PPE and PSrPPE 

blends. For details, see text 

If the entanglement network of PPE is diluted by the addition of low molecular 

weight PS, the latter component can not participate in the entanglement network 

since the molecular weight is lower than the Me of neat PPE ( 4.5 kg mol-1
). Hence, 

the entanglement density of the blend can simply be described as: 

(7.6) 

where ve(x=t) is the network density of neat PPE: 13.2x1Q25 ebains m·3• The value of 

v e as a function of the concentradon PPE (=x) is shown in figure Zl for the PScPPE 

blend (broken curve). 

As already demonstrated by Donald and Kramer 5
, the value of the natural draw ratio 

of a PS-PPE blend does not only depend on the network density of the system but 

also on the 'dilution method'. Therefore, it is interesting to compare the values of 

Àmax of the PSh-PPE system with the values of Àmax of PS.-PPE blends as a function of 

the concentration PPE (i.e. x). For both types of blends values of Àmax(X) can be 

obtained from data reported by Donald and Kramer 5 using equations (7.2), (7.3) and 

(7.4) where the corresponding values of ve can be obtained from equations (7.5) and 

(7.6). In figure Z2 the Àmax(X) values extracted from these literature data are shown 

for both types of blends: the full curve corresponds to the PSh-PPE blends, the broken 

curve represents the v e -dependency of the natural draw ratio for the PSr PPE system. 
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For two different blends possessing the same network density (9xl!f5 ebains m·3, 

chosen arbitrary but within the realisable range) but with a different value of i..max> the 

critical thickness is determined and verified with equation (7.1). The blend 

compositions corresponding to this network density of 9xl!f5 ebains m·3 can be 

determined from figure 7.1 and result in: PSh-PPE: 40-60 and PS.-PPE: 30-70. The 

corresponding valnes of i..max are: 2.9 and 3.5, respectively, see figure 7.2. 

Befare mechanical analysis the homogeneity of the spatial rubber partiele distribution 

for both types of core-shell rubber-modilied PS-PPE blends is verified, see figure 7.3. 

For both dilution methods the rubber partiele distribution proves to be rather 

homogeneous, independent of the rubber concentration. 

7 .3.2 Slow-speed tensile testing 

The critical thickness of PS-PPE blends is indicated by a sudden increase in strain to 

break on a macroscopie scale for slow-speed uniaxial tensile testing (see ref. 8). In 

figure 7.4 the macroscopie strain to break of the two blends is demonstrated as a 

function of the rubber concentration. 
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Figure 7.3 

Figure 7.4 

7 

SEM micrographs of (a): a 40 wt% core-shell rubber-modified PSh-PPE 

40-60 blend; and (b): a 60 wt% core-sheU rubber-modified PSrPPE 30-70 

blend 

Strain to break of core-shell rubber-modified PSh-PPE 40-60 and PSrPPE 

30-70 blends 

For the PSh·PPE 40-60 blend a sudden increase in strain to break is observed at a 

rubber concentration of 20 wt% (see figure 7.4). Assuming a body-centred-cubic 

lattice 8 for the spatial rubber partiele distribution the critical average surface-to

surface interpartiele distance (IDc) can be calculated from the critical rubber 
concentration (20 wt%) and average rubber partiele size (i.e. 0.2 J.Lill) and equals 
0.15 J.Lm. As expected, this value agrees well with the value of lOc already reported in 
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chapter 3 9 for the extruded PS-PPE 40-60 blend: IDc = 0.18 J.'m. However, for the 

PPE network diluted by the addition of low molecular weight PS the brittle-to-ductile 

transition occurs at a significantly higher rubber concentration (35 wt% ), i.e. a lower 

value of IDc (0.09 .1-'m). In table 7.1 the values IDc as predicted by the energy based 

model (equation (7.1)), using y = 40 mJ m·2 (ref. 2) and assurning a constant yield 

stress of 70 MPa and a Young's modulus of 3 GPa) are listed for both PSh-PPE 40-60 

and PS1-PPE 30-70 blends and compared with the experimentally deterrnined values. 

Table 7.1 Predicted and experimental values of ID c and the macroscopie draw ratio 

for PS-PPE blends (ve = 9x](f5 chains m·3) 

Blend composition IDc (model) IDc (exp.) 0.6 Àmax Àmacr 
(.1-'m) (.1-'m) (-) (-) 

PSh-PPE: 40-60 0.14 0.15 1.74 1.75 

PScPPE: 30-70 0.11 0.09 2.1 2 

Clearly, the model prediedons show not only a qualitative but also a quantitative 

agreement with the experimentally deterrnined values of IDc. 

The macroscopie strain to break in the ductile region (lmacr), below the ctitical 

thickness, bas been demonstrated to correlate with the natural draw ratio via: 

Àmacr = 0.6 Ämax (ref. 8, 9 and 11). In table 7.1 the values of Ämacr and of 0.6 Ämax are 

listed. These data clearly confirm the previously found relationship between the 

macroscopie maximum draw ratio and the molecular network structure. 

7.4 Conclusions 

Two different dilution methods of a high molecular weight PPE entanglement 

network are compared. The critical thicknesses (below which polymers become 

macroscopically tough) of PSh-PPE 40-60 and PSrPPE 30-70 blends, with a constant 

network density of 9x10ZS ebains m·3 but with different values of the natural draw 

ratio (2.9 and 3.5, respectively), have been experimentally deterrnined to be 0.15 J.'ID 

and 0.09 .1-'ID, respectively. The energy based criterion for the explanation of the 
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phenomenon of the critical thickness as introduced in chapter 3 9 results in a 

satisfying quantitative agreement with the experimentally determined values of IDc. 

The values of the maximum macroscopie strain correspond to the maximum network 

strain in a similar way as found for all polymer systems previously stuclied within this 

thesis: Àmacr / Àmax = 0.6. 
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Chapter 8* 

InDuence of Dispersed Rubbery Phase 

8.1 Introduetion 

In the previous chapters t-<; the ultimate toughness of amorphous glassy polymers has 

been discussed extensively in terms of a network density. Below a critical thickness of 

the polymerie material (IDc), the maximum degree of ductility (as dictated by the 

network structure) can be obtained on a macroscopie scale. The local thickness of the 

polymerie material was controlled by the use of thin films separated by sheets of a 

non-adbering (ductile) polymerie spaeer or via the· use of a non-adbering core-shell 

rubber (i.e. 'holes'). However, in practice often a compatibilized system (that 

automatically results in a significant degree of adhesion between the rubbery particles 
and the matrix) is applied in order to obtain a fine dispersion of the rubbery phase 

(via a lowering of the interfacial tension) 7
•
9

• Small particles (size d) result in a more 

efficient decrease of the average distance between the particles (ID) at a dispersed 

phase volume fraction ( tflr), since: 

I 

ID = d { k 'lt ) 3 - l } 
6 ~r 

(8.1) 

where k is a constant depending on the spatial rubber partiele dis tribution (e.g. k = 2 
fora body-centred cubic lattice) and the rubber partiele size distribution. 

The energy based model, introduced in chapter 3 1 and extended in chapter 5 3
, 

descrihing the phenomenon of a critical thickness was derived for non-adbering 

rubbery particles yielding a 'holey' system. If the rubbery particles were firmly 

• This chapter is reproduced, in part, from: 

1. Van der Sanden, M.C.M., De Kok, !.M.M. and Meijer, H.E.H Polymer, submitted 
for publication 
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attached to the matrix, a pronounced influence was found experimentally 5: PS filled 

with 60 vol% of non-adbering rubbery particles (poly(methyl methacrylate) shell) 

revealed a ductile deformation behaviour with a macroscopie strain at break of 200%, 

while upon replacing the non-adbering particles by 60 vol% adbering particles 

(polystyrene shell) a brittie fracture with a strain at break < 5% was found. No 

explanations were sought up to now in the previous chapters, e.g. using the above 

mentioned simple model. However, the energy available for a local brittie 

catastrophic fracture will certainly be influenced by the presence of an interaction 

between the rubbery phase and the matrix. In literature several studies have been 

reported on the influence of the mechanical properties of the elastomeric filler on the 

occurrence and/or shift of brittle-to-ductile transitions 10
-
17

• However, in most of these 

studies more than one parameter was changed at the same time resulting in less 

unambiguous conclusions. 

This study aims at providing a better understanding of the influence of the properties 

of the dispersed rubbery phase on the critical thickness. Polycarbonate (PC) was 

chosen as a model matrix, filled with non-adbering core-shell rubbers as a reference 

while furthermore spherical Ethylene-Propylene-Diene Monoroer (EPDM) rubber 

particles were used. The EPDM rubber contains a low amount of maleic anhydride 

groups providing a certain degree of adhesion with the PC matrix. The mechanica! 

properties of the dispersed rubbery phase can be controlled independently by the use 

of Electron Beam (EB) irradiation after manufacturing the specimens. EB irradiation 

strongly induces crosslinking of the EPDM phase 18 while the PC matrix remains 

virtually unaffected (at least up to irradiation doses not exceeding 400 kGy). Slow

speed uniaxial tensile testing combined with tensile dilatometry and notched high

speed impact testing are used to reveal the influence of the mechanica! properties of 

the EPDM phase on the critica! thickness of polycarbonate. Finally, the influence of 

adhesion between the etastomer and the matrix on the value of the critical thickness 

will be discussed in terros of the energy based model. 

8.2 Experimental 

S.Z.l Matelials 

The matcrials used were polycarbonate (PC; General Electric Co., Lexan 141), Ethylene-Propylene

Diene Monomerrubber (EPDM; Exxon, Exxelor VA 1801) and a core-shell rubber (CS) with a styrene

butadiene core and a poly(methyl methacrylate) (PMMA) shell and a constant average partiele size of 
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0.2 iJm (Robm and Haas Co.; Paraloid EXL 3647; d.s.c., T1 = -78"C). The polycarbonate was a general

purpose grade: d.s.c., T8 = 150°C; g.p.c. (THF), Mn 18.5 kg mol'' and Mw = 45.5 kg mot'. The EPDM 

rubber contains 50-60 wt% ethylene, 50-40 wt% propylene and 0.2-2 wt% maleic anhydride (substituted 

at the diene monomer functionality). 

8.2.2 Sample preparadon 

Before blending, the PC granules were dried at a temperature of 100"C during 36 hours under vacuum 

conditions. Blends of PC and EPDM rubber were prepared in a double-cycle extrusion process in 

compositions varying from 5, 10, 15 and 25 wt% EPDM on a 25 mm co-rotating twin-screw extruder 

(Wemer and Pfleiderer ZSK 25) with a standard screw geometry at an average barrel temperature of 

260"C. A master-batch of PC/EPDM 75/25 w/w was prepared in the first extrusion step and the desired 

PC/EPDM ratio was set in the second step by the addition of pure PC. Blends of PC and CS rubber 

were prepared using the same processing conditions in three different compositions (5, 10 and 15 wt% 

rubber) in a double-cycle extrusion process, where the CS rubber is already added in the frrst process 

step. Tensile specimens (DIN 53 455) were injection-moulded at a temperature of 260"C on a Stubbe 

SKM 75-80 injection moulding machine. Notched high-speed tensile samples were machined from 

injection-moulded plates (301)"C, Arburg Allrounder 220-75-250; length x width x thickness: 60 x 12 x 

3 mm) and subsequently V-shaped single-edge notched in the centre of the bar according to the lzod 

impact protocol (ASTM D256). 

8.2.3 Microscopy 

Scanning Electron Microscopy (SEM; Cambridge Stereoscan 200) was applied to investigate the 

morphology of the injection-moulded specimens. Specimens were cut at the centre of the injection

moulded tensile bars parallel to the direction of extrusion. Subsequently, the surface of the specimens 

was microtomed using a glass knife at liquid-nitrogen temperature. After microtoming, the sample was 

etched in an oxygen plasma to remove the rubbery phase and, subsequently, coated with a conducting 

gold layer. 

8.2.4 lrradiation 

Slow-speed tensile specimens and notched high-speed tensile specimens were irradiated to various doses: 

0, 25, 50, 100 and 200 kGy. lrradiation was carried out with a 3 MeV 'van de Graaff' electron beam 

accelerator at the lnterfaculty Reactor lnstitute (IRI, Delft), in air at room temperature. In order to 

investigate the influence of EB irradiation on the mechanical properties of the EPDM elastomer, 

governed by the crosslink density, also compression-moulded plates of EPDM rubber (thickness: 3 mm) 

were irradiated to the same doses and under the same ciccumstances as the tensile specimens. Sbielding 

effects due to the presence of the PC matrix in the blends are neglected. Consequently it is assumed that 

the EPDM rubber in the blends will possess the same mechanica! properties as the neat (irradiated) 

EPDM rubber. 
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8.2.5 Dynamic meclutnical thermal analysis 

Dyoamic sbear moduli of the irradiated EPDM rubber plates were measured in torsion using 

rectangular-shaped specimens (length x widtb x tbickness: 60 x 10 x 3 mm) in the temperature range of 

-90"C up to +40"C. A Rbeometrics RDS 11 spectrometer was used at a constant frequency of 10 rad s·1 

and a maximum strain of 0.5%. 

8.2.6 Molar mass measurements 

Gel permeation cbromatography (g.p.c.) was used to determined the relative number-average molar mass 

(M.) and the mass-average molar mass (M,.,) of irradiated PC samples. G.p.c. was performed on a 

Waters apparatus consisting of a 510 pump, a wisp 712 injector and a differential refractometer. Three 

columns were used: lOS, 10" and 10' 1-1-Styragel (40•q, calibrated witb monodisperse polystyrene 

standards using tetrabydrofuran (THF; 0.6 mi min'1) as the eluent. Irradiated PC was dissolved in THF, 

filtered and injected in the columns. 

8.2.7 MecbaDical testing 

Before meehamcal testing tensile specintens were annealed at lOO"C during 24 hours under vacuum 

conditions to remove any unwanted traces of water. 

Slow-speed tensile testing was performed on a Frank tensile machine (type 81565) at a strain rate of 

8xlO"' s·1 at room temperature. All measurements were carried out in five-fold, Slow-speed tensite 

dilatometry as applied intbis investigation, is described in cbapter 2 5
• 

Notched high-speed tensite testing has been performed on a Zwick Rel SB 3122 tensite machine 

equipped with a elimate chamber in the temperature range of -750C up to SO"C at a cross-head speed of 

1 m é (free sample length: 20 mm). The tensile toughness (GJ is defined as the integrated area under 

the recorded force-displacement curve of a high-speed fractured single-edge notched (razor-blade 

tapped) specimen divided by the original area behind the notch tip 2
• 

F'mally, in order to visualize the influence of spatial partiele (or: hole) distribution on the deformation 

behaviour of PC, thin PC fû.ms (tbickness: 7 J.lm) were used containing spatially random distributed 

pores of a diameter of 3 1-1m (14 vol%) running, perpendicular to the surface of the fû.m, through the 

film (Cycloporej. The Cyclopore• films were strained using a Minimat (Polymer Laboratories; distance 

between clamps: 15 mm) mounted on an optical transmission microscope (Olympus BH2). Rectangu]ar

shaped specimens were viewed in transmission perpendicular to the fû.m surface at a test speed of 

5 mm min'1• During toading pictures were taken at distinct stages of the deformation using an Olympus 

C-35 AD-2 camera mounted on the microscope. Plastic deformation was visualized with a polarizing 

filter added to improve the colour contrast. 
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8.3 Results 

The critical thickness of polycarbonate (IDc) can be calculated using the expression 

that was introduced and verified in chapter 3 1 for physical networks and in chapter 4 

for chemical networks 2, that was extended in chapter 5 3 to include temperature and 

strain rate effects and, finally, was investigated in chapter 7 4 for two different types 

of physical networks: 

(8.2) 

where y is the Van der Waals surface energy, k1 and k2 are constants (k1 = 7.13xl0"15 

J chain·112 m·112 and k2 = 2.36x1013 chains112 m·312 (ref. 19)), E1 is the Young's 

modulus, v is the network density (entanglement and/or crosslink density) and ay is 

the yield stress. The strain rate and temperature dependenee of IDc can be predicted 
via the strain rate and temperature dependenee of the yield stress using the well 

known Eyring theory of viscosity 20
: 

. { (AE· - V. I (j y D } 
e = AE exp ----KI'-~.;_ (8.3) 

where é is the strain rate, AE is a constant, AE" the activation energy, v • the 

activation volume, R the gas constant and T the absolute temperature. The 
temperature and strain rate dependenee of the Young's modulus, E1 is neglected in 
first approximation (which might be incorrect).(The temperature dependenee of the 

Y oung's modulus can be estimated from a strict harmonie approximation of an elastic 

solid 21.22
, resulting in roughly the same temperature dependenee as found for the 

yield stress.) For polycarbonate all constants of equations (8.2) and (8.3) are known 
from literature: v = 30x1<f5 ebains m·3 (ref. 23,24), E1 = 2300 MPa, y = 40 mJ m·2 

(ref. 19), ln(AE) = 8.95x10"5 (ref. 25), AE* = 335 kJ mol·1 (ref. 25) and v • = 1.69x1W 

m3 mol-1 (ref. 25). In figure 8.1 the calculated critical thickness of polycarbonate is 

plotted as a function of temperature and strain rate (combination of equations (8.2) 

and (8.3)). 

Increasing the temperature or decreasing the strain rate results in an increase of the 

critica! thickness as already discussed for the polystyrene-poly(2,6-dimethyl-1,4-

phenylene ether) model system in chapter 5 3• 
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Figure 8.1 
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Model predictions of the critica! ligament thickness of polycarbonate as a 

function of temperature and strain rate 

However, if adhesion prevails a considerable influence of the mechanica! properties 

of the elastomer on IDe is to be expected because the matrix ligaments are separated 
by adhering rubbery particles that can transfer stress from the surroundings to the 
ligament under consideration. As a result, the stored elastic energy 1 can change due 

to (i) a change in matrix volume supplying the energy, (ü) a contribution of elastic 

energy stored in the rubbery particles and (iii) a change in strain energy density 
within the matrix ligament as a consequence of the altered stress state. Before 

investigating the influence of adhesion between the elastomer and the matrix, and/or 

the cavitation stress of the elastomer, on the critica! thick.ness of polycarbonate, the 

uniaxial tensile testing results will be discussed briefly. 

8.3.1 Slow-speed tensile testing 

Slow-speed uniaxial tensile tests were performed on pure PC and EPDM rubber

modified polycarbonate blends. In figure 8.2 some typical results are given, showing 

only the initial part of the curves of pure PC (100/0) and PC/EPDM 90/10. 

As expected, since pure PC is a tough polymer under these relatively mild testing 

conditions (unnotched, strain rate: 8xl04 s·1) and in accordance with the other results 
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of this test on the more dense networks (PS-PPE 20-80 1 and epoxides 2
), no ductile

to-brittle transitions (i.e. abrupt changes in the strain to break) can be detected. 

70 4 

60 100/0 

3 

§: 50 <E--

G> 
CD 
c: .. 

2 J::. 
() 

OI 
a. 40 
~ 
<I) 
<I) 

G> 
E g 30 

f/) :1 ____,.. ö 
> 20 

10 

3 9 12 

Longitudinal strain (%) 

Figure 8.2 Initial stress-strain and volume-strain curves for PC/EPDM 100/0 and 

90/10 

Neat PC and PC/EPDM 90/10 both reveal a ductile deformation behaviour with a 

strain at break that equals 80% (not indicated in figure 8.2) which is again about 60% 

of the theoretica! draw ratio ( campare ref. 2,3,5). 

The volume change as a function of strain reveals for neat PC a deformation 

mechanism that, after passing the elastic region, occurs at a constant volume. This can 

most certainly be ascribed to the shear deformation mechanism well known to be 

operative in polycarbonate 13
• Adding 10 wt% EPDM rubber to PC only results in a 

slight deviation of the fl V /Vo curve above a strain level of 3% (see figure 8.2) 
probably due to the cavitation andfor detachment of the rubbery particles. 

8.3.2 Notched, high-speed tensile testing 

1) Uni"adiated blends 

The notched, high-speed tensile test results of PC/EPDM blends are displayed in 
figure 8.3a. For comparison also the notched tensile toughness data of the PC/CS 
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rubber blends are shown in figure 8.3b. 

,_E 

150 .----------------..., 
0 Owt% 
+ Swt% 
1:;. 10wt% 
0 15 wt% 

a 

~ 100 0 .. .. ... c: 
.c: a 
:I .e 
~ 50 
c: • 1-

.. ·e 

0 ~~~~-~-~--~-~-~~ 
-20 -10 0 10 20 

Temperature ("C) 

150.-----------------~ 

0 Owt% 
+ Swt% 
t::. 10 wt% 
0 15 wt% 

b 

~ 100 

r~-6--,---"----~ 

/. .. .. 
! 
.c: go 
.e 
~ 50 j)o ++ c: 
[!?. -+-+-

-~ ;o, 
-o--o---0-

o~~-~~-~~-~~-~~-~ 

-80 -80 -40 -20 0 20 

Temperature (°C) 

8 

Figure 8.3 Notched tensite toughness (G") of neat and rubber-modified PC blends vs 

temperature, parameter: rubber content: (a) PC/EP DM; and (b) PC/CS 

Neat PC reveals a brittie fracture over the entire temperature range investigated with 

a value of the notched tensite toughness (Gb) of approximately 10 kJ m·2• In contrast 

with the slow-speed results, brittle-to-ductile transitions can clearly be observed under 

notched high-speed testing conditions for both types of PC/rubber blends. As can be 

inferred from figures 8.3a and 8.3b, the level of ductility in both the brittie and the 
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tough region -if present- are roughly independent of the rubber concentradon or type 
of rubber (adhering EPDM rubber or non-adbering CS rubber), while with an 
increasing rubber content the brittle-to-ductile transition temperature (T BT) shifts to 
lower temperatures, from +2°C to -13°C for 5 wt% to 25 wt% EPDM rubber and 
from -16°C to -50"C for 5 wt% to 10 wt% core-shell rubber. Adding more than 

10 wt% core-shell rubber does not result in a further significant lowering of the 
brittle-to-ductile transition temperature since the glass transition temperature of the 
core-shell rubbery particles is approached. Clearly, the holes from the core-shell 
rubbers are much more effective in impact modifying PC than the EPDM spheres 
added. This can be due to their smaller partiele size (roughly two times smaller than 
the EPDM rubber particles, see figure 8.4 and table 8.1) and to the absence of 
adhesion in the PC/Core-shell rubber system. 

The values of the (critical) interpartiele distance that correspond to the transitions 
observed in figures 8.3a and 8.3b can be calculated from the rubber volume fraction 
and the average partiele size (see equation (8.1)). Infigure 8.4 SEM micrographs are 
shown of microtomed surfaces of the four different PC/EPDM blends. 

Figure 8.4 Morphology PC/EPDM blends: (a) 95/5; (b) 90/10; (c) 85/15; (d) 75/25 
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The average partiele size is fairly constant over all compositions. This is probably due 

to the double-cycle extrusion process used that only dilutes the same 75/25 blend. 

Apparently, in this second step the average partiele size hardly changes. The 

estimated weight-average partiele sizes (d,." obtained from SEM micrographs) of the 

various PC/CS and PC/EPDM blends are listed in table 8.1 combined with the 

corresponding valnes of ID, calculated using equation (8.1). 

Table 8.1 Weight-average partiele size (d .. ) and ID of the various PC/robber blends 

Blend composition l1w (J.Im) ID (J.Im) 

(PC/rubber) 

PC/EPDM: 95/5 0.38 0.67 
PC/EPDM: 90/10 0.36 0.43 

PC/EPDM: 85/15 0.38 0.35 

PC/EPDM: 75/25 0.42 0.26 

PC/CS: 95/5 0.2 0.35 

PC/CS: 90/10 0.2 0.24 

PC/CS: 85/15 0.2 0.18 

In figure 8.5 the brittle-to-ductile transition temperature is plotted as a nmction of the 

value of the critical thickness of polycarbonate thus determined (i.e. a cross section of 

figures 8.3a and 8.3b) and is compared with the predicted valnes according to the 

model: broken curve (i.e. a crosssectionat a strain rate of 10 s·1 infigure 8.1). 

Compared to the PC/EPDM blends, the PC/CS blends have a larger criticalligament 

thickness at a constant temperature (e.g. 0.24 1-1m versus 0.35 1-1m at -10"C) or, 
alternatively, shift the T BT to lower temperatures at a constant value of the 

interpartiele distance (e.g. -10"C versus -50°C at 0.24 1-1m). Hence, analogous to the PS 
results 5

, adhesion between the rubbery phase and the matrix influences the critical 

thickness of PC in a negative sense. aearly, the model predictions strongly deviate 

from the experimentally determined valnes of IDc, especially at higher temperatures 

(i.e. high valnes of IDc). This can be ascribed to the fact that the validity of the 
simple model is restricted to valnes of IDc camparabie with or lower than the hole 
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diameter (see figure 7 of ref. 26). (For tbe basic model the stored elastic energy is 

assumed to be correlated witb a spberical volume (- (1Dc)3
). This is a too naive 

assumption, especially if tbe distance between particles is higher tban. tbe partiele size 

applied or if adhesion between matrix and dispersed pbase is present.) 
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2) Imxiiated blends 

To explore the infl.uence of the mecbanical properties of the etastomer on the brittle
:to-ductile transition of polycarbonate in a controlled manner, electron beam 
irradiation of the PC/EPDM blends bas been performed. EB irradiation induces 
crosslinks in tbe EPDM rubber, as reflected in tbe dynarnic sbear modulus of neat 

EPDM rubber, see figure 8.6. 

EPDM rubber bas a glass transition temperature of -40"C, above wbicb a rubbery 

plateau is found (figure 8.6, curve A). Irradiation of EPDM rubber results in an 

increase in beight of tbis plateau. 

The plateau modulus (GNo) can be correlated with tbe average molecular weight 
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between crosslinks (Me) using classical rubber elasticity theory 27: 

(8.4) 

where p is the density, R the gas constant and T the · reference temperature. Hence, 

an increasing value of GNo with increasing irradiation dose corresponds to a 

decreasing value of ~· 
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Figure 8.6 Dynamic shear modulus, o·, of in-adiated EPDM rubber versus 

temperature for three different irradiation doses 

According to Gent and Tompkins 28 the Young's modulus (or: shear modulus) of a 

rubber is directly correlated with the cavitation stress. Thus EB irradiation results in 

an increasing cavitation stress of the rubber, which will certainly influence the brittle

to-ductile transition of the blend provided that the adhesion remains unchanged. 

The influence of EB irradiation on neat polycarbonate bas been verified via g.p.c. 

measurements, see table 8.2, and notched high-speed tensile toughness measurements, 

see figure 8. 7a. Clearly, within the range of irradiation doses applied (0 ~ dose ~ 200 

kGy) the molecular weight of PC and the value of the notched tensile toughness are 

hardly influenced by irradiation since the Gh value of all PC samples roughly equals 

10 kJ m·2• 
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Table 8.2 G.p.c. data of irradiated polycarbonate samples 

Irradiation dose (kay) ~(kg mol-1) Mw (kg mol-1) 

0 19 48 

50 19 46 

100 17 45 

200 18 43 

In figures 8. 7b to 8. 7e the notched high-speed tensile toughness of the irradiated 

PC/EPDM blends is demonstraled as a function of temperature for various 

irradiation doses. The unirradiated PC/EPDM 95/5 blend (figure 8. 7b) reveals a 

brittle-to-ductile transition temperature, T BT> of approximately 2"C, while irradiation 
results in a shift to higher values, finally, up to + 13"C for an irradiation dose of 
200 kay. The value of ah in both the brittie and the ductile region is independent of 

the irradiation dose applied, similar to the independency of the value of ah in the 

brittie or tough region with a varying rubber concentration ( campare with figures 8.3a 

and 8.3b). 

The notched high-speed tensile data of the other PC/EPDM rubber blends all show 

roughly this same trend ( oompare figures 8. 7b, 8. 7c, 8. 7d and 8. 7e ): irradiation results 

in a shift of TBT to higher temperatures (ATBT ~ 15"C) independent of the absolute 
value of T BT and the rubber concentration present in the blend. Besides, the values of 
ah in both the brittie and the ductile regions remain unaffected by the irradiation 

dose applied. To illustrate these effects, the values of TBT are plotted versus the 

dynamic shear modulus, a·, of the EPDM rubber-phase infigure 8.8a. 

Clearly, TBT increases with an increasing a· and the slopes of the TBT versus a· 
curves are apparently independent of the rubber concentration. At a constant a·, TBT 

decreases with increasing rubber concentradon (i.e. a decreasing ID, see figure 8.8b) 

similar to the conclusion arrived at during the discussion of figures 8.3a, 8.3b and 8.5. 
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Figure 8.7 Notched tensite toughness of PC/EPDM blends versus temperafUre with 

parameter the irradiation dose: (a) 100/0; (b) 95/5; (c) 90/10; (d) 85/15; 

and (e) 75/25 
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Figure 8.8 
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Figure 8.& contains the same data as shown in figure 8.8b plotted on a different scale 

allowing for the incorporation of TBT- IDc data for the PC/CS blends extracted from 
figure 8.5 (G. = 0 MPa). According to Morbitzer and Grigo 29

, the high degree of 

ductility of PC is related to its low y-relaxation temperature (-lOO"C). Hence, it would 

be interesting to check this hypothesis using PC fitled with real holes (foam) 

generating an average ligament thickness corresponding to a TBT below ·-lOO"C .(s; 

0.1 ~m; extrapolation of figure 8.&). 

8.4 Discussion 

In this thesis attention bas mainly be focused on the understanding of the ultimate 

toughness of polymerie materials. Most conclusive evidence resulted from influencing 

the microstructure of amorphous polymers -given their molecular network structure

by the addition of holes using non-adbering core-shell rubber of a well-defined small 

size (0.2 ~m). From the PS/CS systems we already know how dramatic a small 
change of adhesion can be 5

, therefore this aspect bas been chosen as the main issue 
bere. Moreover, the PC/EPDM blends investigated are somewhat more directly 

related to practical blend systems that usually include adhesion between the two 

distinct phases. One of the reasons for this -ultimately undesired- adhesion is that 

small particles of a dispersed phase obviously only can be obtairted during melt 
mixing if the two fluids are compatibilized by the addition of (block) copolymers or 
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by their in-situ formation 30• For the PC/EPDM blends the resulting partiele size 

proved to be fairly constant and of the order of 0.4 ,um. 

Following Borggreve et al. 10
, who investigated the toughness of the polyamide-6/ 

EPDM system thoroughly, results of different systems can be easily compared if 

partiele size and volume fraction are combined and converted into the interpartiele 

distance, using equation (8.1). Camparing figures 8.3 and 8.5 it is clear that, after 

correcting for their partiele size, pronounced differences between the holey, non

adhering, systerns (PC/CS) and adhering systerns (PC/EPDM) exist, in favour of the 

holes. This trend is in accordance with the early PS/CS results and is subsequently 

confirmed by the irradiation experiments where selectively the cavitation strength of 

the dispersed EPDM phase is influenced without changing the morphology of the 

blend investigated (see figure 8.8). 

The question arises whether the .simple universal (but, consequently, naive) model at 

least qualitatively can deal with ,these findings. As was elearly shown, the model 

predictions for the critica! .thickness of polycarbonate are considerably lower than the 

experimentally determined values alreadyfor the PC/CS system and did notshow the 

pronounced temperature 'influence for the .PC/EPDM system (see figure 8.5). Apart 

from these appru::ent defe.cts, the inttroduction of adhesion and the subsequent increase 

of ,the cavitation stress systematically decreased the experimental critical thickness, 

see figures 8.5 .and cl3.8. lt is assumed that rubber partiele cavitation andfor 

detachment occur during or after the initiation of (localized) deformation. Since, if 

cavitation and/or :detaehment ·af the particles were to occur before initiation of 

(localized) deformation, the stress state at the onset of plastic deformation would not 

be influenced by the partiele cavitation and/or partiele/matrix detachment stress and, 

consequently, the stored elastic energy would be equal to the stored elastic energy of 

a ligament hordered by holes and, therefore, no in:fluence of partiele/matrix 

detachment and/or partiele cavitation stress should be observed on the value of the 

critical matrix ligament thickness. As mentioned, adhesion in:fluences the volume of 

stared elastic energy, adds the energy stored in the dispersed phase and, finally, 

influences the local stress state in the matrix ligament. Since only detailed 

micromechanical analyses can deal with the first two aspects (which is a topic of 

current research at our Iabaratory) bere only the last aspect will be discussed 

qualitatively focusing on the experimental trends found. Replacing a hole by an 

adhering rubbery partiele and, subsequently, increasing the cavitation and/or 
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detachment stress of the rubbery phase results in a more pronounced triaxial stress 

state in the matrix ligament. Hence the available stored elastic energy (Uav) will be 

directly influenced while the energy required to create a potential brittie fracture 

surface in the highly strained fibrils (Ure) is not changed. The strain energy density in 

the matrix (W5) is given by 31
: 

where a 1, a2 and a 3 are the three principle stresses and vm is the Poisson's ratio of 

the polymerie matrix (vm = 0.4 for polycarbonate). For the uniaxial stress situation 

where the matrix ligaments are hordered by holes it was in frrst order assumed that 

the strain energy density in the volume concerned ((11"/6)*(ID)3
) is equal tothestrain 

energy density at the equator of the hole at the matrix/hole interface: 

0'2 

w =-' a,~w~~ 2E 
1 

(8.6) 

where ay is the uniaxial yield stress of the matrix. In the case of adhering rubbery 

particles (where it is assumed that cavitation andjor detachment occur after yielding 

of the matrix) it can be assumed that two of the three principle stresses are equal but 

not zero: a2 = a 3 = k a 1 and constant throughout the matrix volume supplying the 

stored elastic energy. In order to express the three principle stresses (a1, a2 and a 3) in 

termsof the uniaxial yield stress (ay), a Von Mises yield criterion 31 is taken: 

0' = 
)' 

( 0'1 0'2)'· + ( 0'3 - 0'1 )
2 

2 
(8.7) 

Hence, the value of Ws (equation (8.5)) can be expressed in the ratio of 

a2ja1 = a3ja1 = k (with 0 :s; k :s; 1) and normalized with the strain energy density of 

a matrix ligament hordered by holes, Ws, hole (k = 0), see figure 8.9. 

Clearly, the strain energy density strongly increases with an increasing degree of 

triaxiality, i.e. with an increasing cavitation stress (that is proportional to the shear 

modulus 28
) andjor partiele/matrix interface detachment stress. Consequently, a lower 

value of the cridealligament thickness results. 
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Figure 8.9 Nonnalized strain energy density of a matrix ligament bordered by adhering 

rubbery particles versus the degree of triaxiality, a2 I a1 = a3 I a1 = k 

Combined with the increasing matrix volume supplying stored elastic energy and the 

(small) contribution of the elastic energy stored in the dispersed phase, that also both 

result in a lower value of the critica) thickness, now, qualitatively the influence of the 

changing properties of the adhering dispersed elastomer on the brittle-to-ductile 

transition can be justified. However, in order to derive a more quantitative prediction 

of the strain energy density and, consequently, also the critica) thickness, the local 

stress state within the matrix ligament should be clarified more completely. This will 

also result in a more funded estimation of the matrix volume that is supposed to 

supply the available stored elastic energy in dependenee of both the level of 

interaction between the elastomer and the matrix and the properties of the elastomer. 

Eventually, these (so-called multi-level finite element, MLFE) calculations could 

result in predicted values of the notched tensile toughness in both the brittie and 

ductile region. 

8.4.1 An illustrative example 

The complexity of the probierus to be solved using the necessary non-uniform stress 

and strain fields in these calculations are illustrated in figure 8.10 where thin 

polycarbonate films containing pores running perpendicular to the film surface 

throughout the complete film, are viewed under an optica! microscope during 

straining ( direction of load: horizon tal). 



Figure 8. 10 Polarized optica! micrographs of strained porous PC films: (a) 0% strain; (b) 10% strain 
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The bright spots visible in figure 8.10a correspond to the holes that are aligned 

parallel to the direction of observation. Since the pores in these films are randomly 

distributed, regions with a higher pore density can be easily recognized. Straining the 

PC film up to 10% (see figure 8.10b) results in the development of a shear band type 

of deformation pattern. The initiadon and development of these deformation bands is 

clearly correlated with the inhomogeneous distribution of the pores: a higher pore 

density results in a higher probability of a deformation band to be initiated from this 

position. 

8.5 Conclusions 

Neat and EPDM rubber-modified polycarbonate (PC) deform via shear deformation 

up to 60% of the theoretical draw ratio (i.e. a strain to break of 80% ). Notched high

speed tensite testing of rubber-modified PC as a function of temperature reveals the 

occurrence of a brittle-to-ductile transition with increasing temperature. At a constant 

ligament thickness, T BT increases upon replacing holes (i.e. non-adbering oore-sheli 

rubbery particles) by adhering EPDM rubbery particles. The model predictions of the 

brittle-to-tough transitions of polycarbonate are,much lower than the experimentally 

deterrnined values, especially in the region of high.IDc values (i.e. high temperatures). 

Electron Beam (EB) irradiation of the PC/EPDM blends results in a controlled 

crosslinking of the dispersed EPDM rubber-phase while the PC matrix remains 

unaffected. The crosslinking of the rubbery phase results in a shift of T BT to higher 

temperatures. A maximum shift of the brittle-to-ductile transition temperature 

( + 15°C) is observed for the highest irradiation dose applied (200 kay) independent 

of the rubber concentradon present in the polycarbonate matrix (5 - 25 wt%). A clear 

correlation is established between the rubber cavitation stress (proportional to the 

dynarnic shear modulus, a·) and the observed TBT: with increasing a· the brittle-to

tough transition temperature increases. 

Only qualitatively, the observed dependenee of the brittle-to-tough transition 

temperature ( or: cri ti cal thickness) on the rubber cavitation and/ or partiele interface 

detachment stress can be understood in terms of an increased strain energy density in 

the matrix ligament as a result of an increased triaxiality of the local stress state due 

to the presence of adhering rubbery particles compared to the situation where the 

matrix ligament is hordered by holes. Moreover, the matrix volume containing the 
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stored elastic energy is most likely to be influenced by the reptacement of holes (e.g. 

non-adbering rubbery particles) by adhering rubbery particles. The results clearly 

demonstrate the necessity to comprehend the local stress state around matrix 
ligaments hordered by adhering elastomeric particles which can result from (multi

level) finite element calculations. 
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Chapter 9* 

The loftuenee of Network and Microscopie Stroctore 

9.1 Introduetion 

As demonstraled by Kramer et al. (see section 1.5), a systematic investigation on a 

wide variety of different types of polymers can result in a clear understanding of the 

strain to break (read: toughness) of amorphous glassy polymers from a molecular 

point of view, on at least a microscopie scale such as the craze extension ratio and the 
draw ratio in a shear deformation zone. The network density is the key parameter in 

these investigations since with a decreasing network (entanglement and/or crosslink) 

density both the theoretica! and the experimental microscopie draw ratio strongly 

increase. Intriguing in this context is that routes towards other ultimate properties like 

stiffness and strength, at least for flexible semi-crystalline polymers like polyethylene, 

also fully depend on the on the drawability of the network. Analogously, in the search 

for the ultimate toughness the maximum attainable draw ratio can be chosen as a 

discriminating parameter since toughness can be roughly defined as the product of 
deformation stress and strain to break.. The first parameter is relatively constant 

within the class of amorphous glassy polymers, while the latter shows some apparent 
contradictions; since on a macroscopie scale the experimental strain to break is in 

most cases more than two decades lower than the maximum strain of the molecular 

network. Strikingly in this context is the theoretica} draw ratio of polystyrene (PS) 

that equals 320% and is experimentally verified by Kramer et al. on a microscopie 

scale to be 300% (see section 1.6), while macroscopically the strain to break of 
polystyrene roughly equals only 1-3%. 

This chapter is reproduced, in part, from: 

1. Van der Sanden, MC.M., Meijer, H.E.H. and Lemstra, P J. 1 ColL Pol. Sci. 1993 
in press 

2. Van der Sanden, M.C.M, Moonen, H.H.P., lansen, BJ.P. and Meijer, H.E.H. 
Polymer 1993, in preparation 



164 Chapter 9 

In the research discussed in this thesis these discrepancies were investigated and a 

universa! approach for the macroscopie toughness of amorphous polymerie systems 

was aimed at using a systematic experimental approach covering the complete class of 

polymerie networks. This approach bas resulted in a possibility to estimate the 

ultimate toughness of polymerie systems and a theory that is capable of defining 
directloos for further research in the development of controlled toughness. 

9.2 The Phenomenon of a Material-Specific Critical Thickness 

While the large microscopie draw ratio is found on the scale of local deformation 

mechanisms such as craze fibrils or shear deformation zones, the low macroscopie 

draw ratio is operative on a scale of a few millimetres. Hence, a decrease of the 

macroscopie sample dimensions should eventually result in an increase of the 

macroscopie strain to break. In chapter 2 of this thesis, the macroscopie dimensions of 
PS have been decreased in one (thin films) or two dimensions (ligaments). Both 

approaches finally resulted in a sharp increase of the macroscopie strain to break at a 

certain critica! thickness of less than 1 ~Lm. Below this critica! size, either given by the 

film thickness or by the average distance between the added non-adbering rubbery 

particles, the macroscopie draw ratio reaches values comparable with the theoretica! 

strain to break (see figure 9.1, network density of 3x1<f5 ebains m·3). 

In chapters 3 and 4 of this thesis both the network density dependenee of the critical 
thickness and the maximum macroscopie tougbness (strain to break) were investigated 

for the class of thermoplastic and thermosetting polymers, respectively. The results of 
these experiments and the corresponding theoretica! curves are summarized in figures 

9.1 and 9.2. 

The macroscopie draw ratios below the material-specific crideal thickness clearly fit 

the broken curve given by 60% of the theoretica! draw ratio (see figure 9.1). 

Obviously, the maximum macroscopie toughness is influenced by the existence of a 

distribution in network densities (any other network arguments only would lead to 

higher predicted values). For a given network density, the maximum draw ratio is 

independent of the type of network as physical entanglements and chemica! crosslinks 

both act as 'nodes of enhanced friction' on the time scale of a deformation process 

(typically a few seconds or less), and no chain slippage and/or disentanglement can 
occur at the testing temperatures applied. 
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Figure 9.1 

Figure 9.2 
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Similar to the maximum macroscopie draw ratio, the critica} thickness is dependent 

on the network density of the polymer. With an increasing network density the critical 

thickness, below which the maximum degree of macroscopie ductility is observed, 

increases (see figure 9.2). Given the intrinsically time- and temperature-dependent 
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response of polymerie materials, for all thermosetting and for some of the more 

densely entangled thermoplastic polymers this critical thickness could only be 

determined under severe testing conditions like a notched high-speed impact test 

conducted at low temperatures. 

The physical explanation for the occurrence and network density dependenee of a 

critical dimension was given in chapter 3 and originates from an energy based 

criterion for brittie fracture assuming that deformation will always be initiated locally. 

The stared elastic energy within a matrix ligament is compared with the required 
fracture surface energy to generate a brittie fracture of this ligament. If the stored 

elastic energy equals, or is higher than, the fracture surface energy required, brittie 

fracture will occur locally and extend tbraughout the complete sample; if the storèd 

elastic energy is lower than the fracture surface energy, a macroscopie ductile fracture 

behaviour occurs. The results of the most simplilled calculations concerning this 

fracture criterion were already shown in figure 9.2: full curve. Given the simplicity of 

the model a surprisingly good correlation is observed between the predicted values 

and the experimental data. Extrapolation of the predicted curve to network densities 
of 200xltfS ebains m·3 (typical for standard crosslinked thermosetting polymers) 
reveals that the critical thickness of these samples is of the order of a few micron. 

Hence, the addition of only a few percent of rubber to these systems already results 

in their maximum macroscopie toughness. However, the absolute toughness of this 

class of matenals is of course limited. 

The influence of extrinsic parameters on the value of the critical thickness could be 

relatively well understood on basis of the energy based criterion proposed. Via the 
well-known temperature and strain rate dependenee of (mainly) the yield stress, the 

critical thickness could be predicted (see chapters 5 and 8). As an example, in figure 

9.3 the temperature and strain rate dependenee of the critical thickness is shown for 

various polymers with a different network density ( v ). 

With an increasing temperature and a decreasing strain rate the critical thickness 
strongly increases. This is experimentally verified for the thermoplastic polystyrene
poly(2,6-dimethyl-1,4-phenylene ether) (chapter 5) and polycarbonate (chapter 8) 

model systems. Polymers with a network density higher than llxltfS ebains m·3 only 

reveal a brittle-to-ductile transition under relatively severe testing conditions. 
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In practice, the final local ligament thickness is often the result of a ( compatibilized) 

melt-mixing process resulting in adhesion between the two distinct phases. The 

presence of adhesion between the dispersed rubbery phase and the matrix influences 

the local stress state in the ligament. Therefore, a significant influence of the degree 

of adhesion andjor cavitation stress of the rubbery partiele on the value of the critical 

thickness was found, see figure 9.4. The decreased cavitation stress as indicated by the 

dynamic shear modulus of the rubbery phase results in an increase of the crideal 

thickness at a given temperature or, altematively, for a given ligament thickness, in a 

decrease of the brittle-to-tough transition temperature. Qualitatively, the influence of 

partiele/matrix interface detachment, and/or partiele cavitation, stress could be 

understood on basis of the naive energy based mode~ although only a detailed 

micromechanical analysis can result in a more quantitative prediction of the critical 

thickness for these situations. 

These experiments clearly demonstrate the positive influence of a decreased 

cavitation stress of the elastomeric filler and the beneficia! absence of adhesion 

between the elastomer and the matrix in obtaining the ultimate toughness. This in 

clear contrast with earlier findings (see section 1.7.2) if only an intermediate 

toughness is pursued, e.g. via the introduetion of a multiple erazing mechanism, where 
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improved adhesion can influence the macroscopie toughness in a favourable manner. 

The optimal partiele sizes reported for craze-deforming materials (see section 1.7.2) 

are not relevant with respect to the ultimate toughness of amorphous polymers, since 

in principle no limitations exist for a minimum hole size in the ultimate toughening 

concepts presented bere. 
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Figure 9.4 Brittle-to-tough transition ternperature (ToT) of PC/lUbber blenás versus the 

critica/ thickness of PC (parameter: the dylU.llnic shear modulus of the 

dipersed IUbbery phase) 

9.3 Polystyrene Sub-micron Engineering Foam 

Based on the above understanding of ultimate macroscopie toughness the elegance of 

developing sub-micron, or even nano-sized, polymerie structures emerges. One of the 

most brittie of all amorphous polymers, polystyrene, manifests itse1f as a very ductile 

polymer below a local thickness of 0.05 ~~om (see figure.s 9.1 and 9.2). This offers a 

challenging perspective in developing macroscopically tough polystyrene by adding 

holes in order to create the required (local) critical thickness. Generally foarns are 

materials with low stiffness and strength that are not very tough. This is due to the 

too large cell diameters used. In figure 9.5 the foam density of polymers is plotted 

versus the cell diameter for different values of the (cri ti cal) intercellular distance. 
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Figure 9.5 
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Traditional PS foams possess typical cell diameters of 50 JLifl, gas volume fractions of 

95 vol%, consequently densities of 0.05 g cm·3 (50 kg m"3
), and therefore wall 

thicknesses of a few micron or larger. Consequently, they do not show any ductile 

macroscopie properties knowing that the critical thickness for PS is 0.05 JLm (see 

figure 9.5). Only the development of PS faam with cell diameters smaller than 0.1 JLm 

can result in extremely ductile foam-like structures, without a considerable loss of 

stiffness (i.e. concentrations of gas lower than 30 vol%). Logically, a lower limit exists 

in the cell size that can he applied, since, finally, on a molecular scale also density 

fluctuations exist while most amorphous glassy polymers do not reveal a macroscopie 

ductile fracture behaviour as a consequence of these (locally) thin ligaments. The 

curve corresponding to a wall thickness of 0.5 JLm (figure 9.5) is valid for the typical 

critical thickness of polycarbonate at low temperatures under notched high-speed 

impact conditions (see chapters 3 and 8), while the 5 JLm curve corresponds to 

relatively densely crosslinked thermosets. 

In order to investigate toughness of these sub-micron foams, e.g. for PS, a new 

methad to produce these foams has been explored based on the use of a physical 

blowing agent (glycerol) that (i) can he very finely distributed in the PS matrix with 

the aid of a compatibilizer (maleic anhydride modified ethylene-propylene/ 
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polystyrene block copolymer) and (ii) can be subsequently selectively evaporated 

using microwave irradiation (1 minute, at a microwave souree of 500 Watt). The cell 

sizes and wall thicknesses are manageable via an independent and accurate control of 

the temperature of the PS matrix close to the glass transition temperature, thus 

allowing the necessary flow but preventing unwanted coalescence. Figure 9. 6 shows 
some preliminary results using this method. 

Figure 9.6 Scanning electron micrograph of a cryogenically fractured, foamed PS 

sample (using glycerol as a blowing agent) foaming time: 1 minute 

The process is not yet fully optimized and the fracture surface reveals a too large 

distribution in cell sizes (see figure 9.6). Consequently, these structures do not reveal 

the maximum macroscopie ductile fracture behaviour yet. However, this technique 

provides a first step in the development of sub-micron foam-like structures and 

further research in our Iabaratory is aimed at its improvement. 
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Summary 

Ultimate properties of polymerie matenals ( stîffness, strength and toughness) are 

major topics of research. Nowadays, ultimate stiffness and strength can be directly 

related to the structure and arrangement of molecular ebains and are experimentally 
confirmed for a selected range of polymers. 

A thorough understanding of the parameters governing the ultimate macroscopie 

toughness of amorphous glassy polymers, however, was still lacking. 

Toughness is, in a first approximation, proportional to the total energy involved in 

deformation up to fracture, i.e. the area under the stress-strain curve. Since the stress 

at which amorphous glassy polymers deform is within the limited range of 50-80 MPa 
and the strain to break varies in a much wider range (1-150%), the strain to break 

can be used as a discriminating parameter. On a microscopie level (i.e. inside 

deformation areas) a satisfying correlation has been established between the local 

strain and the strain to break based on stretching the molecular network to its full 

extension. The molecular network is characterized by the molecular weight between 

nodes of enhanced friction, i.e. entanglements for thermoplastic polymers and 

crosslinks for thermosetting polymers. On a macroscopie scale the strain to break is 
often two decades below the expected strain to break. This paradox is the issue for 

this thesis. 

In this study, the concept of a critica/ thickness is introduced below which amorphous 

glassy polymers deform up to their maximum draw ratio (read: toughness) given by 
their equilibrium polymer-specific molecular network density. A decrease of the 

sample dimensions in one (thin films) or two (thin ligaments) dimensions results in a 

sharp increase of the macroscopie strain to break up to a value comparable with the 

draw ratio ( Àmax) of the molecular network. For example, the strain to break of 
polystyrene (PS) can be increased from 1% up to 200% by decreasing the (local) 

specimen size below 0.05 j.'m. The (local) specimen dimensions can be easily 

controlled via the use of thin films (separated by non-adbering spacers) or by the 
introduetion of (preferably) non-adbering rubbery particles. The average distance 
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between the rubbery particles determines the local thickness in the latter case. Below 

the critical thickness, all amorphous glassy polymers deform via shear yielding, as 

demonstrated with tensile dilatometry. 

An explanation for the phenomenon of a critical thickness is postulated based on an 

energy criterion for brittie fracture. If deformation is initiated locally, deformation 

will continue throughout the complete sample only if catastrophic fracture of 

fibrillated ligaments is prohibited anywhere in the sample. Decreasing the size of the 

sample finally results in an equilibrium between the stored elastic energy in the 

sample (i.e. ligament) and the (brittle fracture) surface energy of the fibrillated 

sample (ligament) which is deformed up to Àmax. A further decrease of the ligament 

thickness prohibits brittie fracture of the fibrillated ligament for the testing conditions 

applied. Hence, macroscopically ductile deformation behaviour prevails and ultimate 

toughness is obtained. 

The critical thickness (IDc) bas been experimentally determined for a wide range of 

thermoplastic and thermosetting polymers and proves to be highly dependent on the 

molecular network density showing no differences between the two types of networks, 

which can be understood from the typical time-scale of the experiments. IDc varies 

from 0.05 s.&m for polystyrene (low network density) up to a few micron for relatively 

densely crosslinked thermosets. This material-dependent critical thickness can be 

quantitatively understood from the energy-based criterion via the network density 

dependenee of (i) the natural draw ratio (Ämax) and (ii) the brittie fracture surface 

energy. 

The influence of extrinsic variables on the absolute value of the critical thickness can 

be predicted relatively easy via a strain rate and temperature dependenee of the yield 

stress and Young's modulus of the amorphous glassy polymer. 

Any adhesion between the matrix and the dispersed elastomer added to create the 

desired local thickness in most practical (melt-mixed) systems (lowering of interfacial 

adhesion), and any subsequent increase in the elastomer cavitation stress, influence 

the value of the critical thickness in an unfavourable manner: the critical thickness 

decreases with an increasing degree of adhesion and/or cavitation stress of the 

elastomer or, alternatively, the brittle-to-tough transition temperature shifts to higher 

temperatures at a constant ligament thickness. 
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Based on these findings one of the most ductile amorphous glassy polymers proves to 

be polystyrene that reveals its ultimate ductility in a non-adbering holey morphology 

only if the local thickness is below the critica! value of 0.05 J,Lm. Hence, the 

development of sub-micron foam-like structures based on PS offer a challenging 

prospect in confirming the findings in this thesis. An onset towards the development 

of these nano-sized structures bas been made. 
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Samenvatting 

De uiterste stijfheid, sterkte en taaiheid zijn al geruime tijd speerpunten in het 

onderzoek naar polymeren of polymere materialen. Terwijl experimenteel en 

modelmatig is aangetoond dat stijfheid en sterkte gekorreleerd kunnen worden aan de 

molekulaire struktuur en ordening van polymeerketens, ontbreekt een eenduidig 

begrip van de parameters die de uiterste taaiheid en slagvastheid van polymeren 

bepalen. 

De mate waarin materialen meer of minder taai zijn is in eerste benadering evenredig 

met de hoeveelheid opgenomen energie tijdens deformatie tot breuk, dus met het 

oppervlak onder de spannings-rek kurve. De spanning waarbij polymeren plastisch 

deformeren varieert slechts binnen een beperkt gebied van 50 tot 80 MPa, terwijl de 

rek-bij-breuk orden van grootte kan verschillen. Vandaar dat rek, in eerste instantie, 

als een indikatie voor taaiheid beschouwd kan worden. Op mikroskopische schaal is 

in de deformatiegebieden een opmerkelijk goede overeenkomst gevonden tussen de 

gemeten maximale rek en die gebaseerd op het volledig verstrekken van het 

molekulaire netwerk, gekarakteriseerd door het molekuulgewicht tussen 

netwerkknooppunten: fysische verstrengelingen voor thermoplasten en chemische 

verknopingen voor thermoharders. 

In dit onderzoek wordt het concept van een kritische dikte geïntroduceerd 

waarbeneden alle amorfe glasachtige polymeren maximaal deformeren tot hun 

natuurlijke verstrekgraad, gegeven door de polymeer-specifieke evenwichts

netwerkdichtheid, bereikt is. Een lokale verlaging van de afmetingen van de 

testmonsters in één (dunne films) of twee (ligamenten) dimensies resulteert in een 

scherpe toename van de makroskopische rek-bij-breuk tot een waarde welke 

vergelijkbaar is met de natuurlijke verstrekgraad van het polymere netwerk ('-maJ. Zo 

kan bijvoorbeeld de rek-bij-breuk van polystyreen (PS) verhoogd worden van 1% tot 

200% door een verlaging van de (lokale) monstergrootte tot beneden 0.05 tLm, 

gekontroleerd door het toepassen van dunne films (gescheiden door niet-hechtende 

tussenlagen) of door het inmengen van, bij voorkeur niet-hechtende, rubberdeeltjes 

(resulterend in dunne ligamenten). De gemiddelde afstand tussen de rubberdeeltjes 
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bepaalt in het laatste geval de lokale dikte. Beneden de kritische dikte, gaat de 

enorme rektoename gepaard met een verandering in deformatiemechanisme en 

deformeren alle amorfe glasachtige polymeren in afschuiving. Dit is aangetoond met 

metingen van de relatieve volumeverandering tijdens rekdeformatie. 

Een verklaring voor het bestaan van een kritische dikte is opgesteld gebaseerd op een 

energie-kriterium voor brosse breuk. Lokaal geïnitieerde deformatie kan alleen door 

het gehele monster plaatsvinden wanneer breuk in elk van de tot fibril gedeformeerde 

ligamenten wordt voorkomen. Een verlaging van de monsterdimensies resulteert 

uiteindelijk in een balans tussen de -lokaal- opgeslagen elastische energie in een 

ligament en de (brosse breuk) oppervlakte-energie in het reeds tot i..max-gerekte 

daarmee verbonden fibril. Een verdere verlaging van de ligamentdikte voorkomt 

brosse breuk van fibrillen onder alle experimenteel toegankelijke testomstandigheden. 

Hierdoor wordt er makroskopisch een duktiele deformatie waargenomen en wordt de 

ultieme taaiheid behaald. 

De kritische dikte (IDc), welke voor een groot aantal thermoplastische en 

thermohardende polymeren experimenteel is bepaald, is sterk afhankelijk van de 

netwerkdichtheid en onafhankelijk van het type netwerk. Dit laatste kan worden 

begrepen uit het feit dat op de typische tijdschaal van een deformatietest geen 

ontwarring van ketens kan plaatsvinden waardoor fysische verstrengelingen en 

chemische knooppunten in een netwerk zich identiek gedragen. IDc varieert van 

0.05 ILID voor polystyreen (lage· netwerkdichtheid) tot een aantal micrometers voor 

relatief hoogvernette thermoharders. De materiaalafhankelijkheid van de kritische 

dikte kan kwantitatief worden begrepen op basis van het energiekritenurn voor brosse 

breuk via een netwerkdichtheid-afhankelijkheid van (i) de natuurlijke verstrekgraad 

(i..max) en (ii) de oppervlakte-energie. 

De invloed van extrinsieke variabelen op de absolute waarde van de kritische dikte 

kunnen relatief eenvoudig· voorspeld worden via een reksnelheid- en temperatuur

afhankelijkheid van de vloeispanning en Y oung's modulus van het amorfe glasachtige 

polymeer. 

Bij blends die via een smeltmengproces worden gerealiseerd is voor een goede 

verdeling en verkleining van de (rubber)fase in de matrix, die wordt toegevoegd om 

(lokaal) de ligamentdikte in te stellen, een goede interaktie tussen disperse fase en 
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matrix wenselijk (verlaging grensvlakspanning). Echter, deze interaktie tussen de 

matrix en de disperse rubberfase, en een eventuele verhoogde cavitatiespanning van 

de rubberfase, beïnvloeden de waarde van de kritische dikte in ongunstige zin: de 

kritische dikte (IDc) neemt af bij gelijke bros-taai overgangstemperatuur (TBT) met 

een toenemende mate van hechtingen/of cavitatiespanning van de rubberfase (ofwel 

omgekeerd: TBT neemt toe bij een konstante ID). 

Op basis van dit onderzoek blijkt dat polystyreen intrinsiek een van de meest duktiele 

amorfe glasachtige polymeren is. De ultieme taaiheid van dit polymeer wordt echter 

op een makroskopisch niveau uitsluitend verkregen wanneer het materiaal gevuld is 

met een groot aantal niet-hechtende rubberdeeltjes, waarbij de gemiddelde lokale 

interdeeltjesafstand beneden de kritische waarde van 0.05 }.km is. In dit perspectief 

vormt de ontwikkeling van een fijncellige schuimstruktuur met celwanddikten kleiner 

dan 1 micrometer, een uitdaging teneinde de konklusies van dit onderzoek te 

bevestigen. De ontwikkeling van deze strukturen op nanometerschaal is geïnitieerd. 
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Ultimate Toughness of Amorphous Polymers 

van Marco van der Sanden 

1. De uiterste taaiheid van polymere materialen wordt slechts door twee parameters 
bepaald: de netwerkdichtheid en de kritische dikte. 
Dit proefschrift. 

2. Lucht is de optimale slagvastheidsverbeteraar voor polymeren. Voor dit type 
disperse fase geldt geen zogenaamde optimale deeltjesdiameter zoals 
gerapporteerd door Wu en Dijkstra et al. Derhalve kan met behoud van stijfheid 
en sterkte ultieme taaiheid worden verkregen op makroskopische schaal. 
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3. Een optimum in slagvastheid zoals waargenomen door Murakarni et al. voor 
rubber-gemodificeerde epoxiden is misleidend, omdat de afname in slagvastheid 
met een toenemend molekuulgewicht tussen ver knopingen veroorzaakt wordt door 
het feit dat het materiaallokaal niet beneden de kritische dikte is. Wanneer een 
amorf glasachtig polymeer (lokaal) beneden de kritische dikte is wordt een 
toenemende taaiheid waargenomen met een toenemend molekuulgewicht tussen 
netwerkverknopingen. 
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Wu, S. Polymer Intemational 1992, 21), 229 
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6. Bij het dispersief mengen van niet-mengbare vloeistof-vloeistof systemen zijn 
tijdschalen van essentieel belang. Quasi-evenwichtsbeschouwingen, zoals het 
kritisch capillair getal waarbij een gedispergeerde druppel juist breekt, zijn slechts 
van beperkte waarde. 
Grace, H.P. Chem. Eng. Comm. 1982,14,225 
Janssen, J.M.H. and Meijer, H.E.H. J. Rheol. 1993, 37 (4), 597 

7. Het optimum in rek-bij-breuk zoals waargenomen door Argon et al. voor 
polystyreen/polybutadieen-rubber blends bij 1.1 gew.% rubber komt, merkwaardig 
genoeg, niet overeen met later door dezelfde groep gepubliceerde data waar het 
optimum is verschoven naar 4 gew.% rubber. 
Gebizlioglu, O.S., Beckham, H.W., Argon, A.S., Co hen, R.E. and Brown, H.R. Macromolec1des 1990, 
23,3968 
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8. Omdat men in de literatuur kan vinden dat polystyreen onder invloed van 
elektronenbestraling kan vernetten, onveranderd blijven of zelfs degraderen, 
afhankelijk van de experimentele uitvoering is een uitgebreide en vooral volledige 
beschrijving van het experimentele gedeelte van een wetenschappelijke publikatie 
uitermate belangrijk. 
Henkee, C.S. and Kramer, E.J. J. Polym. Sci., Polym. Phys. Edn. 1984, 22, 721 
Van Gisbergen, J.G.M., Proefschrift Technische Universiteit Eindhoven, 1991 

9. De door Huang et al. gepresenteerde dynamisch mechanische thermische analyse 
van ionomeren gebaseerd op poly(2,6-dimethyl-1,4-phenyleen ether) is van 
twijfelachtige kwaliteit aangezien de pers-stap bij de monstervoorbereiding 
beneden de glasovergangstempertuur van het ionomeer plaatsvindt. 
Huang, Y., Cong, G. and MacKnight, W.J. Macromolecules 1986, 19, 2267 

10. Een vergelijking van het huidige maximale aantal netwerkpunten van kunstmatige 
neurale netwerken met het aantal cellen in de hersenen van een regenworm is 
typerend voor de lange weg welke de wetenschap nog heeft af te leggen voordat 
het menselijke niveau van intelligentie kunstmatig benaderd zal worden. 
Egberts, J., De Graaf, J. enRuigt, G. 01emisd1 Magazine 1993, 9, 387 

11. Door het toenemende gebruik van computers is de betekenis van het woord 
'experiment' in sterke mate uitgebreid. 
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