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CHAPTER ONE. INTRODUCTION 

1-1. OVERVIEW 

Materials are always the indispensable basis for any activity conducted by 

mankind. They are widely known to have characterized mankind's historie 

develpment -- from the Stone Age, to the Bronze Age, to the Iron Age. And 

now there is a worldwide ceramic fever due to the emergence of advanced 

ceramics in the last decades. 

The word "ceramic", which originated a long time ago from the Greek 

word "keramos", nowadays has been widely broadened being defined as an 

inorganic, nonmetallic material processed or solidated at high temperatures. 

Ceramic materials can be classified as traditional and advanced ceramics. 

Traditional ceramics are primarily clay-based materials such as brick, tile, 

sanitaryware, dinnerware, clay pipe and electrical porcelain. Based on their 

primary applications, advanced ceramics, also named as high-tech ceramics or fine 

ceramics, can be subdivided into functional and structural ceramics. An example 

of functional ceramics is high temperature superconductor. Examples of structural 

ceramics are silicon nitride, silicon carbide, toughened zirconia and fiber/whisker

reinforced ceramics. 

1-2. SILICON NITRIDE CERAMICS 

Silicon nitride and oxynitride ceramics have attracted interest for high 

temperature engineering applications for nearly forty years [1-4), because of their 

excellent properties: (1) high strength; (2) wear resistance; (3) high decomposition 

temperature; (4) oxidation resistance; (5) thermal shock resistance; (6) low 

coefficient of friction and (7) resistance to corrosive environments. 

The formation of silicon nitride (Si3N4) was reported approximately a 

century ago [5-7]. However, fully dense silicon nitride ceramics were only 

obtained by hot-pressing in 1961 (8). Huge efforts on the investigation of silicon 

nitride ceramics have been made in the last three decades, resulting in a 

tremendous progress [9-10]. 
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The properties mentioned above of silicon nitride ceramics are achieved 

only in fully dense materials. But as a highly covalent compound, silicon nitride 

exhibits a very low diffusivity [11-15] and therefore cannot be densified by using 

conventional sintering methods. This difficulty has been partly overcome by gas 

pressure sintering and hot isostatic pressing either with sintering additives or by 

using impure silicon nitride powders. The sintering additives are usually metal 

oxides, such as MgO, Al:z03, Y :z03 and Ln20 3 [16-23], but some metals, carbides 

and nitrides have been tried as well [24-27]. At high temperatures these additives 

will react with both the oxygen-rich layer, which is always present at the surface 

of each silicon nitride particle [28-29], and a small fraction of silicon nitride to 

form an oxynitride liquid phase. This allows densification by the mechanism of 

liquid phase sintering. However, the liquid cools to give glassy phases at the grain 

boundaries, of which only a part can be crystallized by carefully controlling the 

cooling process and/or by using post-sintering heat-treatment [30-32]. Thus these 

intergranular phases degrade the chemical and mechanical properties of the 

densified products at high temperatures. 

In the beginning of the 1970's, Oyama et al. [33-35] and Jack et al. [36-37] 

reported that Al3+ can enter the silicon nitride crystal lattice without changing the 

structure by replacing Si4+ if at the same time N3• is replaced by 0 2• as well. Such 

solid solutions have been named "Sialon" -- the acronym for these materials 

based on the abbreviation of these four elements [37]. The solid solutions above 

are called B' -sialons since they are derived from the structure of B-silicon nitride . 

.B-Si3N4 + AlN + Al203 --> B' -S~.zAl,O~s-z· 

As early as B' -sialons were reported, the formation of a-silicon nitride solid 

solutions with expanded a-structure by reaction of lithium silicon nitride with 

alumina [36] or of lithium aluminate with silicon nitride [38) was observed as well. 

So-called er' -sialons were found later not only in the Li-Si-Al-0-N system but also 

in Mg, Ca, Y~Si-Al-0-N systems [36,38-41]. The possible chemical reaction leading 

to these solid solutions is 

a-Si3N4 + AlN + MexOy --> a'-MexCSi,Al)12(0,N)16• 

Sialon ceramics not only maintain the excellent properties of silicon nitride 

or oxynitride but also promise better high temperature properties due to the 

incorporation of some constituents of the grain boundary phase into their crystal 



lattices. 

8'-sialon ceramics have been widely investigated [42-45], and some 

commercial products are available now, mainly as wear parts, extrusion dies, weld 

location pins and turbocharger rotors. However, research of ,a'-sialon ceramics is 

still in the early stage. Recently they have attracted more and more attention 

world-wide [42,46-:SO], because they promise excellent mechanica} properties and 

good thermal shock resistance. a'-sialons have the ex-silicon nitride type structure 

with two interstitial sites per unit cell, cations like Li, Ca, Y or rare-earth ions can 

be accommodated into the crystal lattice. Thus in principle the constituents of the 

liquid phase can be absorbed into the fmal ceramics. These materials therefore 

offer the possibility to develop nitrogen ceramics with clean grain boundaries. 

However, in practice, the high nitrogen content (see chapter two) results 

in a small amount of high viscosity oxynitride liquid. Furthermore, the liquid 

constituents are gradually absorbed into the crystal lattice of the fmal products 

during firing. Therefore the complete formation and full densification of a' -

sialons are very difficult to achieve. At this moment the complicated 

interrelationships between the fonnation sequence, fabrication conditions, 

properties, and microstructures are still insufficiently understood. Further 

systematical studies on a'-sialons therefore are necessary [51]. Furthermore, some 

advanced sintering techniques, such as gas pressure sintering and hot isostatic 

pressing, are considered to be methods to overcome the difficulty of the 

completion of the formation of a'-sialons [52]. 

1-3. OUTLINE OF THIS THESIS 

The primary objectives of the present investigation are twofold. Frrstly, to 

get a better understanding of the interrelationships among the chemica! 

compositions, powder characteristics, sintering parameters, microstructure and 

properties of yttrium-ex' -sialon ceramics. Secondly, to achieve fully dense a' -sialon 

ceramics by using optimized gas pressure sin tering parameters. Composite a '+ B'" 

sialon ceramics are also included in this thesis. 

Chapter two reviews the fundamentals of o:'-sialons, including the structure 

of silicon nitride, crystal chemistry and phase equilibria concerning o: '-sialons. 

Besides, the representation of sialon systems is described as well. 



Experimental procedures are outlined in chapter three, consisting of the 

composition and properties of the raw materials used, the preparation of 

specimens, the sintering set up, and the evaluation methods of the microstructure 

and properties of the sintered products. The variation of the oxygen impurity 

content in the silicon nitride starting powders during the powder processing is 

emphasized. 

In chapter four, the reaction sequences of the formation of ex' -sialon and 

the densification behaviour are followed by means of X-ray diffraction (XRD) and 

in-situ dilatometry, respectively. Also the microstructure evolution is studied. 

Further, the effects of the characteristics of the starting silicon nitride powders and 

the addition of some oxides to the mixtures are investigated as well. 

In chapter five, gas pressure sintering is employed as a method to achieve 

the completion of the formation and densification of ex' -sialon ceramics, and the 

process has been optimised by use of a statistica! evaluation method. The 

influences of high pressure nitrogen gas, crucibles and bed powders used on the 

composition and microstructure of the final products are discussed. 

The microstructure analysis, by using the XRD, the neutron powder 

diffraction, optical microscope (OM), scanning electron microscope (SEM) and 

transmission electron microscope (TEM), are presented in chapter six. The 

evaluation of both mechanica! properties, such as Vickers hardness, fracture 

toughness, baixial bending strength and wear resistance, and oxidation resistance 

of a' -sialon ceramics at various oxidation conditions are followed. 

Fmal surnmary and conclusions are presented in chapter seven. 
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CHAPTER TWO. FUNDAMENTALS OF a'-SIALONS 

2-1. INTRODUCTION 

The fundamentals of a' -sialons has been extensively studied and are well 

documented in literature [1-4). The following summarizes the basic knowledge 

conceming a'-sialons, including the structure of silicon nitride, the crystal 

chemistry of sialons and the phase relationships in the various systems studied. 

However, the work on the preparation, microstructure, and properties of a'-sialon 

ceramics is very limited, and consequently excluded in this chapter. 

2-2. STRUCTURE OF a and 6-Si3N4 

Silicon nitride occurs in two modifications, known as a and 6. The 

structures of both a- and 6-Si3N4 have been reported in a number of papers [5-15]. 

The building units are SiN4 tetrahedra forming a corner shared three dimensional 

structure. The tetrahedra are linked with one edge parallel and one edge 

perpendicular to the (0001) plane of the hexagonal structures. Although the 

tetrahedra are slightly distorted, the Si3N groups perpendicular to the basal plane 

lie approximately in a plane. The B-structure as shown in Fig. 2-1 is obtained 

from an ABAB .... stacking of these planes. The resulting space group is P63/m, 

with a = 0.759-0.761 nm and c = 0.271-0.292 nm. In this structure there are 

continuous channels parallel to the c-direction. 

The a-structure is obtained from an ABCD stacking of the planes (Fig. 2-1). 

The resulting structure has space group P31c, with a = 0.775-0.777 nm and c = 

0.516-0.569 nm. Due to the c-glide plane connecting the AB layers with the CD 

layers the channels are closed. As a result there are, in each unit cell Si12N16, two 

large interstitial sites at 2/3,113,3/8 and 113,2/3,7/8. To form the a-structure the 

tetrahedra have to be distorted and tilted, producing some strain in the network. 

The characteristics of a and 8-silicon nitride have been discussed widely, 

yet some uncertainties have remained in literature: 

ex-silicon nitride was considered to be a silicon oxynitride with the formula 

Si11,sN15.sOo.s and with some special lattice sites for the oxygen atoms [9,10,16] . 
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Fig. 2-1: 
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AB and CD Si-N layers in silicon nitride. The stacking sequence 
in the et-modification is ABCD... and in the B-modification 
ABAB ... [3]. 

However, later chemica! analyses [17-18] and refined structural analyses [19-21] 

suggested that et-silicon nitride is a pure silicon nitride. Although this view bas 

been generally accepted some recent reports [22-23] revealed that oxygen 

împurities in silicon nitride powders, which consist mainly of et-silicon nitride, exist 

not only in the surface layer but also in the bulk of the particles. So whether et

silicon nitride is an oxynitride or a pure nitride is still uncertain. There is no 

doubt that B-silicon nitride is a pure nitride [18-19]. 

There is also some uncertainty about the stability of the two phases. 

According to [24-25] et-silicon nitride is a low temperature modification while B

silicon nitride is a high temperature one. Thermodynamic data [26-35] obtained 

so far are not sufficiently accurate to make a decision. Since the B-+et phase 

transformation is never observed, it is assumed that B-silicon nitride is more stable 

at all temperatures, while et-silicon nitride is only formed under special conditions 

for kinetic reasons during the nitridation of silicon. Tuis would also be in 

accordance with what one would expect on basis of the higher strain in the et-
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structure. 

The a to .6-phase transformation is a reconstructive transformation, which 

requires a considerable activation energy for the breaking of Si-N honds [25, 36-39]. 

A solution precipitation mechanism is suggested: Dissolution of a in a liquid phase 

and precipitation ofB from the liquid at elevated temperatures [40-44]. This a-+J3 

phase transformation starts very slowly at about 1400°C and completes close to 

1800°C only in the presence of a liquid phase. Earlier theories of transformation 

in the solid state as well as a desoxidation reaction are no longer considered [45-

46], and also a possible transformation via the gas phase is not observed. 

2-3. CRYSTAL CHEMISTRY OF a'-SIAWN 

Solid solutions with the B-type structure are formed only with aluminium 

and beryllium by a Iimited substitution of Si4+by AI3+ or Be2+ and of N3
• by 0 2

• [l-

4, 47-51). The cation to anion ratio remains constant at 3 to 4 and no 

constitutional vacancies are formed. The aluminium substitution leads to 

Si6_2Alp2N8.z with 0 ::; Z s 4.2. In the case of beryllium the formula is 

Si6.zBez02.zNa.2z with 0 s Z s 2. The B' -sialons can thus be described as solid 

solutions between Si3N4 and Al30 3N, the B'-sibeons between Si3N4 and BeiSi04• 

In contrast to the purely substitutional solubility in the 13'-phase, in the a

silicon nitride structure there are two interstitial sites per unit cell which can be 

occupied by cations (see Fig. 2-2). So the formation of solid solutions in the a

silicon nitride type structure occurs only in quinary Me-Si-Al-0-N systems where 

Me =Li, Mg, Ca, Y and rare-earth metals except La and Ce [1-4,52-57]. Fig. 2-3 

shows a schernatic phase diagram of the Me-Si-Al-0-N system with the plane 

containing the a'-sialon stability region [3]. 

The a'-sialon crystal structure is derived from a-Si12N16 by partial 

replacement of Si4+by Al3+ and stabilized by trapping "modifying" cations such as 

Li, Ca, Y in the interstices of the [Si,Al]-[0,N] network. In Y-a'-sialon, the 

coordination of the yJ+ cation is shown in Fig. 2-4. This figure indicates that the 

y 3+ atom is surrounded by seven (N,0)-atom sites with three different Y-(N,O) 

distances. A polar three-fold rotation axis exists in the [0001] direction, which is 

also the direction of the shortest Y-(N,O) distance [58-59]. 

If a'-sialon is synthesized entirely from nitrides the products should contain 
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Fig. 2-2: 

Fig. 2-3: 
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Projections of the a ' - and .B' -sial on crystal structure perpendicular 
to the c-axis [56]. 
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' {0001 l 

Fig. 2-4: The coordination of the y 3+ cation in a::'-sialon [58,59). 

no oxygen and thus valency compensation is due solely to the introduction of the 

modifier cations. Because there are only two sites per unit cell for these, the 

upper limiting compositions for a'-sialons with a v-valent metal ion are expected 

to be Me2Si12•2v~vN16, e.g. L~Si10Al2N16, C~Si8Al4N16 and Y2Si6Al6Nw These 

limits have not been reached, which may be due to the presence of oxygen in the 

silicon nitride particles. The highest solubility bas been reported to be 1.83 Ca2+ 

per cell in Ca-a'-sialon with a composition of Ca1•83Si8.34A13.66Nu1 [3] and 1.5 Li+ 

in Li-a::'-sialon on the line Si3N4-Li20:3AlN [60], respectively. The upper limits of 

the solubility in a::' -sialons generally decrease as the size of the modifying cations 

becomes larger, see Fig. 2-5 [61-62]. 

Earlier work on a' -sialons suggested a miscibility gap between a::-silicon 

nitride and the a' -phase, the a '-sialon compositions closest to Si,N4 being: 

Cao.sSi10.sA11.sOo.sN 15.S 

Reo.s3Si10.sA11.sOo.sN1s.s 

here Re can be all rare-earth elements except La and Ce. To stabilize the 

structure, the equivalent of not less than half a cationic valency <Cao.25 or Re0.16) 

was considered necessary in each of the two interstices [3, 5, 61-62]. However, 
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Fig. 2-5: 
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Solubility of some modifying cations in a' -sialon: 
Mex(Si,Al)12(0,N)1ó (61,62]. 

later experimental results reveal some exceptions. In the Li-a'-sialon system the 

a' -phase composition closest to ex-silicon nitride is Lio.25(Si,Al)12(0,N)16, which 

indicates that only 0.125 cationic valency for each of the two interstices is 

sufficient to stabilize the a' -structure [60]. Similar results have been observed in 

the Si3N4-AlN-Ca0 system [63]. 

Unlike in .B' -sialon, Si6_.AlpzNs-z• where the replacement without structure 

change is Si-N by Al-0, the replacement in a'-sialon is largely Si-N by Al-N. With 

bond lengths Si-N: 0.174 nm, Al-0: 0.175 nm and Al-N: 0.187 nm, the relative 

increases in unit cell dimensions for a->a' are much larger than for 6->B'. For a 

general composition: 

MexSi12-(m+n)Aiui+nOnN16-n 

m(Al-N) replaces m(Si-N) and n(Al-0) replaces n(Si-N). The change of the cell 

dimensions fit reasonably with the relationships [3, 5]: 

4a (pm) = 4.5m + 0.9n 

ác (pm) = 4.0m + O.Sn. 

Tuis suggests that the dimensional increase upon replacement of (Si-N) by (Al-N) 
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is about five times that for replacement by (Al-0). The size and solubility of the 

modifying cations does not influence the dimension expansion of a' -sialon. 

Possibly the interstitial holes are large enough to accommodate those cations. 

2-4. REPRESENTATION OF SIALON SYSTEMS 

Most sialons are quaternary or quinary systems due to the addition of 

oxides for both liquid phase sintering and structure modification. The study of 

phase relationships is very important to understand the reactions. Before we 

consider these, we will first discuss the representation of sialon systems, which was 

introduced first by Gauckler et al. [49,64] for the representation of the 

Si3N4-AIN-Si02-Al20 3 system and Huseby et al. [47]for the Si3N4-Si0z-B~N2-Be0 

system. A detailed discusssion is given by Jack [1]. 

The Si-Al-0-N system is an essential one for sialon systems. As a four 

component system it might be represented by a regular tetrahedron, each corner 

representing one atom of the elements. Although the bonding in the sialons is 

predominantly covalent, there is a great advantage in assuming normal charges for 

the elements and using charge equivalents. Using the tetrahedral representation 

as shown in Fig. 2-6, there are 12 charge equivalents along each side of the 

tetrahedron. The requirement of charge neutrality is obeyed only at the midpoints 

of each side of the tetrahedron. These four points, with composition Si30 6, Al40 6, 

Al4N4 and Si3N4, therefore lie at the corners of a square. All compositions of four 

valent silicon, three valent aluminium and nitrogen, and two valent oxygen lie on 

this plane. Fig. 2-7 shows the phase diagram of the Si3N4-Si02-AIN-Al:a03 system 

at 1700°C [65]. The B'-sialon compositions, which extend from the Si3N4 corner, 

are indicated in this diagram. 

Let us next look at the a'-sialon diagrams i.e. in the Me-Si-Al-0-N quinary 

systems. A simple representation is again obtained by using atom equivalents. 

This leads to the so-called Jänecke triangular prism (66-68], in which all edges, 

expressed in equivalent units, are equal. Fig. 2-8 shows the prism of the 

Si3N4-Si02-AIN-A120 3-YN-Y20 3 system. It is based on the usual square diagram 

of the Si3N4-Si02-AIN-A120 3 system extending to the third dimension by the 

addition of yttrium. Tuis forms two more squares of the AIN-A120 3-YN-Y 20 3 and 

Si3N4-Si0r YN-YP3 systems. The triangular face at the left-hand side is the 



Fig. 2-6: 

Fig. 2-7: 

4 Al 3+ 

3 Si 4+ 4 N3-

A regular tetrahedron representation of the Si-Al-0.N system; 
each corner represents 12 equivalent charges. The Si3N4-AlN
Si02-Al203 subsystem forms a two-dimensional square plane in 
this representation (see Fig. 2-7). 

Al~ 
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Si~4 

Fig. 2-8: The Jänecke prism for the Y-Si-Al-0-N system [4]. 
1: 2Y 20 3.Si2N20 6: Y 2Si05 
2: Y20 3.Si2N:.0 7: Y2Si20 7 
3: Y20 3.Si3N4 8: 3Y:a03.5Al20 3 
4: Y10(Si04) 6N2 9: Al30 3N 
5: Y 2SiAl05N 

nitride system and at the right-hand side the oxide system. 

Although the representation mentioned above has led to much better 

understanding and easier interpretation of experimental observations, phase 

relationships in Me-Si-Al-0-N quinary systems are very complicated and so most 

reports deal only with some triangular planes by cutting of the Jänecke prism, e.g. 

S4N20-Al20 3-Y20 3, Si3N4-Si02-Y20 3 planes [69-71). 

2·5. PHASE RELATIONSHIPS CONCERNING c'·SIALON 

When using phase diagrams for nitride and oxynitride systems some points 

should be kept in mind. In the first place one should be aware that most phase 

diagrams of nitride and oxynitride systems do not represent thermodynamica! 

equilibrium phase relationships. Due to the low self-diffusivity in silicon nitride, 

a small fraction of glassy grain-boundary phase is always present but is not 

considered in the phase diagrams. Furthermore, only major solid phases are 
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considered, while the presence and influence of vapour phases and a small 

amount of impurities are normally ignored. Also an accurate determination of the 

composition is difficult due to the presence of the light elements · oxygen and 

nitrogen. 

In spite of these limitations the knowledge of these diagrams is an essential 

basis for the fabrication of nitride and oxynitride ceramics. This is the more so 

since the presence of secondary phases influences the microstructûre, and the 

resulting properties of the final products. 

However, the number of phase equilibrium studies on a'-sialón systems is 

very limited. Some important diagrams will be discussed here. Several studies 

discuss the formation of a'-sialons along the Si3N4-M,.Oy:mA1Njoin. However, as 

early as the appearance of the phase diagram of the Si3N4-AlN-Y20 3 system [72], 

the existence of a two-dimensional region of a'-sialon stability was proposed (see 

Fig. 2-3) and a tentative .Ca-ex'-sialon phase diagram was reported by Jack in the 

Ca-Si-Al-0-N system [3]. 

We will first discuss the phase relationships in the Y-Si-Al-0-N system 

which is one of the most detailed a'-sialon system known so far (56,59,72-75]. The 

genera! formula for the Y-a'-sialons is YxSi12-(m+n)Alm+nOnNu1•8 ,where x =m/3, and 

mand nare independent parameters. The phase diagram of the Si3N4-AIN-Y20 3 

system is the first complete a'-sialon diagram studied (see Fig. 2-9) [72}, in which 

ex-silicon nitride forms a limited solid solution with a mixture of Y 20 3:9AlN. The 

solubility limits along this line are represented by 0.33 s x s 0.67. Silicon nitride 

also reacts with Y20 3 to form Si3N4·Y20 3 and Si2N2Q·2Y20 3, the Jatter of which 

does not lie on the plane of Si3N4-AlN-Y20 3• Five compatibility triangles 

containing ex' -sialon were observed: 

a'-sialon - Si3N4 - Si3N4·Y20 3 

a'-sialon - Si3N4·Y203 

a'-sialon • Si3N4·Y20 3 - AIN 

ex' -sialon - AIN 

a'-sialon - AlN - Si3N4 

More detailed phase relationships in the system were studied on the 

Si12N16·Y4Al12N16·Si4Al80 8N8 concentration plane at 1700°C, and the diagrams 

are shown in Figs. 2-10 and 2-11 [56,59,73-75]. According to the diagrams the 
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Fig. 2-9: 

Fig. 2-10: 

Si3N4 mole% AlN 

Subsolidus diagram of the Si3N4-AIN-Y203 system [72]. 

2 4 6 
Y equ.% 

\ 
\ 
\ 
\4/3[Yz03:9AlN) 
.... \, . . " ... \ 

\ 

B 

\ 
\ 

\ 

' 

Phase relations in the concentratfon plane 
Si12NwY4Al8N12-Si4Al80 8N8 at 1700°C [56,59]. 
1: B'-sialon 5: a:'-sialon + 12H 
2: a:'-sialon 6: a:'-sialon + 21R 
3: a' + B' -sialon 7: B' -sialon + 12H 
4: a' + 8'-sialon + 12H 
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Fig. 2-11: Phase relations 
A: Y6Si3N10 
C: AlN 
D: YSi3N5 
E: Y2Si3N6 

YN:3AlN 

in the Y-a'-sialon plane at 1750°C [74,75]. 
J:. Y4Siz07N2-Y4Alz09 ss 
L: Liquid 
M: Y2Si30 3N4 

boundaries of the single phase a'-sialon region are: 0.33 :S x :S 1 (Y) and 0.5 :S n 

:S 1.5 (0). A discussion is given in [75]. 

The Si3N4-AlN-Re20 3 systems exhibit phase diagrams similar to those 

shown in Fig. 2-9, when Re = Gd, Dy, Er and Yb [61-62]. The phase diagrams of 

the Si3N4-AlN-Ndz03 and Sffi:203 systems are slightly different, since AlN reacts 

with Ndz03 and S~03 to form Nd2Al03N and Sm2Al03N, respectively (see Fig. 

2-12). The solubility limits of a'-sialon in these systems have been plotted in Fig. 

2-5. The lower limits are the same as for yttrium while the upper limits increase 

when . the size of the modifier cations decreases. 

Two dimensional phase relationships on the Si12N16-(Nd/Sm)4Al12Nw 

Si4Al80 8N8 concentration plane were also studied [76]. Approximately the same 

phase relationships were reported as in Fig. 2-11. 

The phase diagram of the Si3N4-AlN-CaO system, shown in Fig. 2-13 [63], 

is very similar to that of the Si3N4-AlN-Y20 3 system. Silicon nitride reacts with 

the mixture of Ca0:3AlN to form solid solutions with compositions in the range 
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mole% AIN 

Fig. 2-12: Subsolidus diagram of the Si3N4-AIN-Sm:.03 system [61,62]. 

cao 

mote % 

Fig. 2-13: Subsolidus diagram of the Si3N4-AIN-Ca0 system [63]. 
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mole% AlN 

Fig. 2-14: Isothermal section at 1750°C of the Si3N4-AlN-Li20 system [60]. 

0.3 to 1.4 Ca per unit cell of a'-sialon. Silicon nitride also reacts with cao 

resulting in the formation of 2CaO·Sî3N4 and 3CaO·Si2N20. Besides, at 1450°C 

a metastable phase of 2CaO'Si3N4·AlN was found as well. 

The phase relationships of the Si3N4-AlN-UzO system have also been 

reported recently [60]. So far single phase Li-a'-sialon bas been found only on the 

line Si3N4-Lii0:3AIN (Fig. 2-14). Li-a'-sialon exhibits a large solubility range viz. 

from 0.25 Li to 1.50 Li per unit cell. The discrepancy here with previous work in 

literature has been discussed before. The composition 10Li20:Si3N4:AlN bas a 

liquidus temperature of only about 900°C. Some more detailed work is still 

required in this system. 

The phase diagram of the Si3N4-AlN-MgO system is another one studied 

recently [77]. However, in this system single phase Mg-a'-sialon bas not been 

obtained on the line Si3N4-Mg0:3AIN. The phase compositions along this line 

with increasing amount of Mg0:3AlN are mixtures of the phases fi' +a', a' +12H 

(AlN polytypoid) and a'+12H +AIN, respectively. It is suggested that the small 

Mg-a'-sialon region is located only at the nitrogen rich side [77], thus preparation 

of single phase Mg-a'-sialon might be possible by using Mg3N2• 
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The compatibility between a' - and 6' -sialon, indicates the possibilities for 

developing composite a'+B'-sialon ceramics with tailored properties byvarying the 

a '/.6' -ratio. 

2-6. SUMMARY 

In contrast to the well documented structure and crystal chemistry for a ' -

sialons, up to now only a very limited understanding of the preparation and 

characterization of a'-sialon ceramics has been achieved. For development of a'

sialon ceramics, it is essential to have a thorough understanding of the 

relationships among the material composition, microstructure and properties, since 

the mechanica! and chemica! properties, particularly the oxidation resistance, of 

nitrogen ceramics are microstructure sensitive. 
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CHAYI'ER THREE. EXPERIMENTAL PROCEDURES 

3-1. RAW MATERIALS 

For all experiment described in this thesis the following powders have been 

chosen as starting materials: Si3N4 (LC-12, Starck), AlN (Grade C, Starck), A120 3 

(99.99%, Baikalox CR 10), Yp3 (99.99%, Ventron) and ~03 (99.99%, Fluka 

AG). Their chemica! compositions and properties are given in Table 3-1. The 

silicon nitride and aluminium nitride are extra fine nitride powders with a very low 

content of metallic impurities, while the oxygen content in both silicon nitride and 

aluminium nitride is relatively high, i.e. 1.57 wt% and 1.80 wt%, respectively. 

Due to the relatively high free energy of formation of silica, silicon nitride 

will be oxidized to silica and/or silicon oxynitride in either ox.ygen or water

containing atmosphere. Surfaces of silicon nitride powders have been found to be 

covered with an oxygen-rich layer [14] (normally the thickness of this layer is less 

than 10 nm). Oxygen is also proposed to dissolve into the bulk of silicon nitride 

up to approximately 0.8 wt% content [2]. Therefore, the oxygen impurity in silicon 

nitride powders is always present, and in general, it increases with the particle 

surface area. Similar conclusions apply in the case of AlN powders [5-6]. 

For a better understanding of the influence of the starting silicon nitride 

powders on the formation and densification of a'-sialon ceramics, two other 

laboratory grade silicon nitride powders, DFV0014 and DFV0015 have been used, 

of which the chemica! compositions and properties are given in Table 3-2. 

DFV0015 powder has the lowest oxygen impurity content of 0.34 wt%, which is 

aproximately five times less than that of the LC-12 powder. The a-phase contents 

in both DFV0014 and DFV0015 powders are lower than that in LC-12 powder. 

Although the mean particle size of the three silicon nitride powders is quite 

similar, the particle size distribution exhibits some differences (see Fig. 3-1). In 

contrast to the silicon nitride powder from Bayer the LC-12 powder shows a 

relatively wide distribution in particle size. The morphology of the powders is 

shown in Fig. 3-2. 
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Table 3-1: Chemical compositions and properties of raw materials as given 
by the supplier 

Si3N4 LC-12, HCST, Starck Berlin 

N: 38.50 wt% Fe: 0.005 wt% 

C: 0.18 wt% Al: 0.044 wt% 

0: 1.90 wt% Ca: 0.004 wt% 

1.57 wt%* 

FSSS: 0.55 µm 

BET: 21.1 m''/g 

a/(a+B): >95% 

AlN Grade C, HCST, Starck Berlin 

Al: >64.0 wt% 0: 2.0 wt% 

N: 33.6 wt% 1.80 wt%* 

C: 0.007 wt% Fe: <0.008 wt% 

FSSS: 0.9µm 

BET: 5.2 m2/g 

Al203 Baikalox CR 10 

Purity: 99.99 % 

BET: 10 m2/g 

a:-Al203: >90% 

Y.p3 Ventron 

Purity: 99.99% 

L~03 Fluka AG 

Purity: 99.99% 

* : our analysis results 

FSSS: mean particle size as determined by using Fisher Subsieve 
Sizer 

BET: surface area as determined by N2 adsorption 
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Table 3-2: Comparison of the chemica! composition and properties of the 
starting silicon nitride powders * 

LC-12 DFV0014* DFV0015* 

0 1.57 wt% 1.10 wt% 0.34 wt% 

c 0.18 wt% 0.12 wt% 0.12 wt% 

Fe 50ppm 71 ppm 15 ppm 

Al 44ppm 12 ppm 8ppm 

Ca 4ppm_ 3 ppm 3 ppm 

a/(a+B) 95% 71% 73% 

FSSS 

#. 

*: 

0.55 µm 0.66 µm 

Data from suppliers. 

Laboratory grade, by courtesy of Dr. G. Wötting, 
Cremer Forschungsinstitut GmbH, Rödental, FRG. 
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Fig. 3-1: Particle size distribution of silicon nitride powders. 
Data from suppliers. 
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Fig. 3-2A: 

Fig. 3-2B: 

SEM micrograph of LC-12 silicon nitride powder. 
The bar is 2 J.Lm. 

SEM micrograph of DFVü014 silicon nitride powder. 
The bar is 2 J.Lm. 
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Fig.3-2C: SEM micrograph of DFVOO15 silicon nitride powder. 
The bar is 2 J.Lm. 

3-2. MIXTURE COMPOSITIONS 

The composition of the starting mixtures was, in general, restricted to the 

concentration plane SiJ2NW Al12012N4-Y4AlgN12' such that the final compositions 

would be either monolithic a' -sialon or composite a'+ fi' -sialons according to the 

phase diagram [7-10] (see Fig. 2-13). The specimen compositions used are given 

in Table 3-3 and also plotted in Fig . 3-3. 

The specimens can be classified into five groups: 

A) Specimens Al to A6 lie on the line Si3N4-Y20 3:9AlN, i.e. the ratio of 

Y 203 to AlN kept constant, while the Y 203:9AlN content gradually decreases as 

the specimen number increases. 

B) Specimens A2, A 7 and AS have the same composition parameter X=0.5, 

where X is from the fonnula Y x(Si,Al)12(0,N)16' i.e . the same yttrium content per 

unit cell, while the oxygen and aluminium content increases with the increasing 

specimen number through the addition of Al20 3 powder to the mixtures . Since 

their final composition would be monolithic a' -sialon ceramics, this series wiU gi ve 

information on the influence of various oxide contents as sintering additive on the 
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No. 

Al 

A2 

A3 

A4 

AS 

A6 

A7 

AS 

A9 

AlO 

B2 

C2 

L2 

#. 

*: 

+. 

Table 3-3: Specimen compositions# (wt%) 

X* Y* Si3N4 A1N Al203 Y203 

0.65 0.98 68.71 19.41 0 11.88 

0.50 0.75 75.41 15.25 0 9.34 

0.35 0.53 82.41 10.91 0 6.68 

0.25 0.37 87.37 7.83 0 4.80 

0.17 0.25 91.47 5.29 0 3.24 

0.08 0.12 95.68 2.68 0 1.64 

0.50 1.00 73.45 15.28 1.41 9.33 

0.50 1.20 72.08 16.03 2.53 9.36 

0.25 0.80 83.88 8.83 2.50 4.79 

0.25 1.20 80.62 9.76 4.83 4.79 

A2 with Bayer DFV0014 

A2 with Bayer DFV0015 

A2 + 5 wt% Laz03 

All samples specified as "A" series consist of LC-12 
silicon nitride powder. 

Here X and Y are independent cornposition parameters 
from the genera! formula: YxSi12_(3x+y)Al3x+y01N16-y-

Relative density of the green cornpacts. 

o+ 

0.65 

0.65 

0.64 

0.64 

0.63 

0.63 

0.63 

0.63 

0.62 

0.62 

0.57 

0.56 

0.66 

formation and densification of a' -sialon ceramics, although alumina will be 

incorporated into the lattice of the final products. 

C) Specimens A4, A9 and AlO will yield composite a'+ B'-sialon ceramics 

and show the differences of the forrnation, densification, microstructure and 

properties as a function of oxide content in the mixtures. 

D) Por specimens A2, B2 and C2, the composition of the mixtures are the 

same, but different types of silicon nitride powders are used as starting powders. 

E) Specimen L2 is derived from the specimen A2 with an extra addition of 

5 wt% of Laz03 powder. La20 3 does not enter the a'-sialon lattice due to the 

large size of La3+ [11]. 



Fig. 3-3: 

2 4 
Y{eq .0 /o) 

1: rl'·Sialon 

ll: a'-Sialon 

6 

Specimen composition spots in the phase diagram of the 
Y-Si-Al-0-N system. 

3-3. POWDER PROCESSING 

All mixtures were mixed and milled by nonnal ball milling for 50 hr. The 

milling balls (12 mm in diameter) are made of hot-pressed silicon nitride, a plastic 

bottle is used as the milling vessel, and the milling liquid is ethylalcohol, which is 

,'. vr\··.. better to disperse powders compared to hexane. During such a milling process, 

\i\
1 

the oxygen content in the silicon nitride powders is expected to increase. Hot 

extract chemica! analysis was used to measure the increase of oxygen content as 

shown in Fig. 3-4. These analyses show that the difference in oxygen content 

between the three silicon nitride powders becomes smaller. The oxygen content 

increases above 0.2 wt%, and no significant influence of the original oxygen 

content bas been observed. 

After the milling step, dried powders were pressed uniaxially (approximately 

1 MPa) and then isostatically under 250 MPa. The green density was about 63% 

theoretical density in the case of using LC-12 powder, while samples B2 and C2 

have reached only 57% and 56% theoretical density, respectively (see Table 3-3). 
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Fig. 3-4: Oxygen content in silicon nitride powders observed before and 
after powder processing. 

3-4. SINTERING PROCESSING 

Sintering was conducted in a gas pressure fumace capable of 2200°C under 

a nitrogen pressure up to 10 MPa equiped with a dilatometer. Three types of 

sintering powder beds are used: BN, AlN powder and a mixture composed of 

70 wt% Si3N4, 25 wt% AlN and 5 wt% Y20 3• Both graphite and BN crucibles 

were used in this investigation. 

The hearing cycle can be generally described as follows: the specimens were 

heated up to 900°C in vacuum and then to 1200°C in 0.1 MPa N2, at which the 

sintering was held 15 min to get a homogeneous temperature distribution. This --procedure was followed in all sintering e Various other sintering 

programs were used in the next step. In g eral, a heating rate of 10°C/min was 

used unless specified otherwise. 

More details will be specified in 
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3-5. CHARACTERIZA TION 

The theoretical densities are estimated from the constituent densities as 

follows: 

1/p = E n/P; 

where ni is the weight fraction of each constituent and Pi is th~ constituent 

theoretica! density. 

Density measurements were carried out by using a water displacement 

balance. A mercury porosimeter was used as well. 

The phase compositons were analysed mainly by using XRD. The fraction 

of o:'-or .6'-sialon was estimated byusing the intensities of the 101 and combined 

210 and 120 diffractlon peaks for the .6'-phase and those of the 102 and 210 peaks 

for the o:'-phase. We assume that the relation: 

.6'/a' = [18(101)+1 8(210)]/(Ia(IOl)+I a(210)] 

which is applicable to the case of pure B- and a-silicon nitride, is still valid [12,13]. 

The microstructure studies were carried out in TEM, SEM and optica! 

microscopes using standard techniques. The composition and crystallinity of the 

grain boundary phases were determined by using energy dispersive spectrometer 

(EOS) and select area electron diffraction technique. The neutron diffraction 

analyses were conducted in the Netherland Energy Foundation (ECN, Petten). 

Oxidation resistance experiments were conducted routinely by using a 

NETZSCH simultaneous thermal analyzer (STA 409). A heating rate of 10°C/min 

was used for all the experiments and an · atmosphere of nitrogen was used in prior 

to the desired temperatures. A flow rate of 100 ccm/min was selected for all 

experiments. 

The flexural strength at room temperature was determined by "ball-on-ring" 

testlng. In this method, a plate specimen with 20 mm diameter and 1 mm in 

thickness is supported on a ring and loaded centrally with a ball [14-17]. Fig. 3-5 

gives a schematic drawing of the "ball-on-ring" test. This method bas the 

significant advantage that there is minimum friction between the specimen and the 

jig during loading. Details were given by Kokmeijer [20]. 

The Vickers hardness was determined routinely with a load of 0.5 N. The 

fracture toughness was calculated from the equation [18,19]: 

K1c = O.Ol6(E/H)112p;c312 
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where E is Young's modulus which was taken from the literature [21], H is the 

hardness, P is the Vickers load and c is the radial crack length. The Vickers load 

for fracture toughness measurement was 15 N. 

Fig. 3-5: Schematic drawing of the "hall-on-ring" test [14]. 
A: centering device, D: support halls, 
B: loading hall, E: deflection sensor, 
C: specimens, F: base plate. 
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CHAPTER FOUR. FORMATION AND DENSIFICATIQN 

OF a'·SIALON CERAMICS 

4-1. INTRODUCTION 

Tuis chapter describes the study of formation and densification in a' -sialon 

ceramics as well as the microstructural development during the heating cycle. 

Por the study of formation of a'-sialon the reaction sequences were 

determined. The specimens of various mixtures, described in the previous chapter, 

were placed in a BN crucible embedded with the mixture bed powder and heated 

at a heating rate of 10°C/min in the gas pressure fumace up to the temperatures 

desired under a nitrogen pressure of 0.5 MPa, and then cooled down immediately, 

with a cooling rate 200 ° C/min at temperatures above 1200 ° C. After sintering 

the specimens were ground to remove the surface layer and analysed by XRD to 

determine the composition. The results of the crystalline phases were presented 

graphically. Although the analyses were done carefully, only approximate data 

(accuracy is about 5%) were obtained. Hence the data points for minor phases 

were omitted in the figures and the data are used only in a qualitative way. The 

density, weight loss, and linear shrinkage of the heat treated specimens were 

measured, too. The specimens were also used to follow the microstructural 

development by using SEM. 

The densification behaviour was followed byusing in-situ dilatometry. The 

specimens (of 5x4x15 mm) were embedded in BN powder and heated under a 

nitrogen pressure of 0.5 MPa with a heating rate of 10°C/min. Some other values 

for the heating rate were used in a number of cases to observe the influence of the 

heating rate. Since in the dilatometry experiments the samples cannot be covered 

with the powder bed, the weight loss is relatively high in this case, v· 4 wt<il No 

variation of the bulk composition was observed. the 

dilatometry experiments were not used for any further experiments. 

It is also noted here that the reaction sequence 

sample A6 are not included, since it does not sinter. 
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4-2. FORMA TION OF SIALONS 

A. Formation of a'-sialon 

Fig. 4-1 and Fig. 4-2 show the reaction sequences for the formation of a'

sialon during the healing cycle in samples Al and A2, respectively. The powder 

mixtures of both samples consisted of silicon nitride, aluminium nitride and yttria 

(see Table 3-3). The a-silicon nitride content in both samples is less than 80%, 

lower than that in the silicon nitride starting powder (see Table 3-1). The content 

of nitrides remains unchanged up till 1360°C, although the yttria content slightly 

declines as the temperature rises above 1300°C. At about 1360°C silicon nitride 

starts to react and the formation of a'-sialon as well as melilite Si3N4·Y20 3 begins. 

The content of the a'-sialon and melilite phases increases and that of silicon 

nitride decreases rapidly with rising temperature. The arnount of melilite increases 

to a maximum approximately at 1500°C and then decreases at higher 

temperatures, vanishing around 1600 ° C. It is seen that the decrease of melilite 

is accompanied by a slow decrease of silicon nitride, the latter is accelerated again 

only after all melilite disappeared. Although Y20 3 disappears at a temperature 

below 1500°C, and nitrides become undetectable at temperatures below 1750°C, 

the increase of a'-sialon continues approximately until 1800°C. 

In spite of the difference in starting compositions of mixtures Al and A2, 

the reaction sequences are quite similar and also the reaction temperatures are the 

same. The ratio of a to J3..silicon nitride also does not influence the formation of 

a:'-sialon. Melilite is the only intermediate compound during the heating cycles, 

it appears simultaneously with the a'-sialon. 

Due to the high energy needed to break the Si-N bond and the low 

diffusivity of silicon and nitrogen in the solid state [1-5], the decrease of silicon 

nitride and the formation of a '-sialon phase is proposed to occur via a liquid 

phase. Therefore our results imply the existence of a liquid phase at 1360°C. As 

the temperature increases above 1300°C, yttria reacts with the oxygen rich surface 

layer of the nitride particles [6-10] (see the previous chapter) and impurities to 

form an oxide eutectic liquid phase [11·12]. This allows the dissolution of silicon 

nitride and the precipitation of a '-sialon at higher temperatures starting 

approximately at 1360°C according to the present experiments. 

Once the dissolution of nitrides and precipitation of a '-sialon start the 

- 38 -



100 
A1 

~ 0 80 .... 
~ 
z 

60 a-Si3N4 0 ..... 
1--Vl 
0 a. 
:r 
0 
u 

20 

0 
1300 1400 1500 1600 1700 1800 

Fig. 4-1: 

100 

~ 80 ..... 
): -
~ 60 -1--Vl 
0 
~ 40 
0 
u 

20 

0 

TEMPERATURE 1°[ J 

Reaction sequence of the formation of a'-sialon in sample Al, 
heating rate 10°C/min. M = melilite. 

A2 

a.-Si3Nli 

1300 1400 1500 1600 1700 1800 

Fig. 4-2: 

TEMPERATURE ( 0 [ l 

Reaction sequence of the formation of a' -sialon in sample A2, 
heating rate 10°C/min. M = melilite. 
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reaction proceeds very quickly. Approximately 20 wt% a'-phase is formed at 

1400°C and 60 wt% at 1S00°C. The precipitation of melilite starts almost 

concurrently with that of a '-sialon and accelerates the dissolution of silicon nitride 

by consuming a lot of silicon nitride from the liquid. However, melilite dissolves 

again in the liquid at temperatures higher than 1S00°C and we havel seen that this 
1 

suppresses the dissolution of silicon nitride. · 

B. Formation of a'+B'-sialon 

The reaction sequences for the formation in composite a'+ B'-sialon 

ceramics are indicated in Fig. 4-3, Fig. 4-4 and Fig. 4-S, for samples A3, A4 and 

AS, respectively. The decrease of silicon nitride and the formation of a'-sialon 

occurred approximately at 1360°C just as in Figs. 4-1 and 4-2, while the formation 

of melilite was only observed in samples A3 and A4, but not in AS. As the 

temperature increased further to approximately 1460°C the formation of .B'-sialon 

started, and at 1S00°C about 10 wt% B'-phase was formed in samples A3 and A4 

and 20 wt% in AS. Also it was seen that melilite and the starting materials except 

a-silicon nitride became undetectable by using XRD at a temperature slightly 

below 1600°C, while the content of sialons increased further with temperatures 

rising to approximately 1800°C. 

The ratio of Y20 3 to AlN remained unchanged in samples Al to AS, while 

the amount of silicon nitride increased significantly from Al to AS (see Table 3-3). 

As a result the final product changed from monolithic a'-sialon, as in Al and A2, 

to composite a'+.B'-sialons in A3 to AS. In spite of these changes the dissolution 

of silicon nitride and the formation of a'-sialon were found to start approximately 

at the same temperature of 1360°C. It is seen that the dissolution of silicon 

nitride and the precipitation of sialons are closely correlated, although the 

different amount of yttria in the starting mixtures resulted in a different 

composition and quantity of the oxide liquid phase. 

It was also seen that the precipitation of .B'-sialon started at 1460°C, about 

100°C higher than that of the a'-phase. 

As decribed in the beginning of this chapter the reaction sequences for the 

formation of sialons only include the crystalline phases, while the amorphous 

phase is not included. At temperatures higher than 17S0°C, though almost all raw 
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Reaction sequence of the formation of a'-sialon in sample A5, 
heating rate 10°C/min. 

materials dissolved into the liquid, the precipitation of sialons went on by 

consuming the liquid phase. 

It also should be noted that the fmal product of sample A3 should yield 

monolithic a'-sialon according to the phase diagrams [13-16]. However, the 

experimental results presented in Fig. 3-3 indicate that almost 20 wt% B' -sialon 

was formed, which implies that only a part of the yttria was consumed to form a ' -

phase, while other part remained in the liquid phase, which cools to glass. 

Besides, a composition of mixed a' -sialon and B-silicon nitride was expected in the 

case of samples A4 and AS (see Figs. 2-13 and 3-4) [13-16]. The discrepancies 

observed here will be discussed in detail later in chapter six. 

C. Addition of A1&3 

The reaction sequences for the formation of a'-sialon in alumina containing 

mixtures (samples A7 and AS) (see Table 3-3) are shown in Figs. 4-6 and 4-7, 

respectively. YAG, 3Y20:i5Alz03, was found at a temperature as low as 1300°C, 

which was the lowest temperature used for the experiments described here. With 
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rising temperature the content of Y AG increased slightly till 1550 ° C and then 

gradually decreased at higher temperatures, disappearing below il650°C. The 

decrease of silicon nitride and the formation of a' -sialon occurred approximately 

at 1360°C just as in samples Al to AS. A significant difference was observed, i.e. 

no intermediate compound melilite was found, instead Y AG was formed. 

The effects on the a'+B'-sialon formation of the addition of .Ali03 (samples 

A9 and AlO) are given in Figs. 4-8 and 4-9, respectively. The formation of a'

sialon started at 1360°C just as discussed previously. The content of the a'-phase 

increased very rapidly with rising temperature and became approximately constant 

at 1500°C. The precipitation of B'-sialon occurred at a slightly higher temperature 

of 1480°C compared with that in Figs. 4-3 to 4-5. As the temperature was rising 

further the B'-phase increased, while the content of a'-phase decreased slightly and 

increased a little at temperatures above 1650 ° C, after Y AG vanished. 

The content of Y AG is relatively high, but this phase disappeared at a 

lower temperature of 1600°C, compared with that in Figs. 4-6 and 4-7. 

Although Al20 3 is expected to be incorporated into the sialon structures, 

it reacts with Y20 3 to form YAG, starting at 810°C [17] which is much lower than 

the eutectic temperature. Thus when the eutectic liquid phase appeared around 

1300 ° C, much of the Y 20 3 was trapped in Y AG and the yttrium content in the 

liquid was low. Consequently no Y-N-melilite was formed or the amount formed 

was so small that its presence could not be observed. 

Y AG starts to dissolve in to the liquid above 1500 ° C. At a temperature 

below 1600°C all YAG dissolved in the case of samples A7 and A8. However, in 

the case of composite a'+B'-sialon ceramics (see Figs. 4-8 and 4-9), the decrease 

of Y AG was accompanied by the decrease of the a '-phase with rising temperature, 

and the content of the a'-phase increased once again only at temperatures above 

1650°C after all YAG dissolved into the liquid. The dissolution ofYAG into the 

liquid increased the content of oxygen, aluminium and yttrium in the liquid. Thus 

a '-sialon, formed previously, is proposed to react with this oxygen rich liquid phase 

either to incorporate more oxygen, aluminium and yttrium into the lattice, and/or 

to form B'-sialon via the reaction of a'-sialon with oxides [18-21]. 
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D. Addition of L!&3 

Fig. 4-10 shows the reaction sequence of the formation of a'-sialon in the 

case of the addition of L8203 to the starting mixtures (see Table 3-3). The 

dissolution of silicon nitride into and the precipitation of a' -sialon from the liquid 

was approximately the same compared with that in samples A2 (see Fig. 4-2) and 

A8 (see Fig. 4-7). The precipitation of (Y,La)-melilite solid solutions [22], instead 

of Y-melilite, occurred. It started simultaneously with that of a' -phase 

approximately at 1370°C and dissolved into the liquid at 1620°C. Also the 

amount of this (Y,La)-melilite solid solution was much larger than .of Y-melilite 

observed in sample A2. 

The addition of L8203 is expected to lower the eutectic temperature and 

also increase the quantity and the oxygen content of the liquid phase, although 

some was consumed to react with yttria and silicon nitride to form (Y,La)-melilite. 

It also should be noted that L8203 is expected not to be incorporated into the a'

sialon lattice due to the large size of La3+ [18], and thus differs in this respect from 

alumina. Consequently this should result in the formation of two different 

intermediate compounds. However, no significant difference in the formation of 

a' -sialon in sample L2 has been observed compared with that in samples A2 and 

A8. 

E. Effect§ of the characteristics of the silicon nitride starting powders 

Samples A2, B2 and C2 possessed the "same" mixture composition but 

contained different types of silicon nitride powders as described in the previous 

chapter. The reaction sequences of the formation of a '-sial on in the three samples 

were the same as indicated in Fig. 4-2. 

The arnount of oxygen impurity in the silicon nitride starting powders 

increases from 0.61 wt% in sample C2, to 1.50 wt% in B2, and to 1.80 wt% in A2. 

Since the oxygen impurity is assumed to be present mainly as silica, the increasing 

oxygen content in silicon nitride powders thus results in an increased amount of 

oxides and shifts the oxide composition towards the silica rich side (see Fig. 4-11). 

Therefore, an increase in the amount and a decrease in the viscosity of the liquid 

phase is expected, possibly resulting in fast atom diffusion through thls liquid 

phase. 
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Also the difference of the a/B-silicon nitride ratio in the starting silicon 

nitride powders used for the three samples was considerable, and there were some 

differences in other impurities, too. The similar reaction sequences observed for 

the three specimens imply a very minor or no infl.uence of these impurities and a

phase content on the formation of a' -sialons. 

F. Isothermal fonnation of sialons 

The study of isothermal formation of sialons at various temperatures was 

conducted as well. The experimental results indicate that the formation of both 

a'- and 6'-sialon were complete at a temperature as low as 1600°C, although it 

took almost 1 hr. However, no further data analysis was conducted here due to 

the inaccuracy of the data obtained as stated previously. 

4-3. DENSIFICATION OF c'-SIALON CERAMICS 

A. Densification behaviour 

Fig. 4-12 and Fig. 4-13 show the densification behaviour of a'-sialon and 

composite a'+l3'-sialon ceramics in samples A2 and A4, respectively. Two peaks 

in the shrinkage rate versus temperature plot are visible. 

For sample A2, the shrinkage started approximately at 1360°C and 

accelerated with rising temperature. The shrinkage rate reaches the first maximum 

peak approximately at 1500°C and then decreases as the temperature rises further 

to 1600 ° C. The shrinkage rate then speeds up once again and reacbed the second 

shrinkage rate peak approximately at 1660°C. Above this temperature the 

shrinkage proceeds further with a continuous decrease of the shrinkage rate. 

Regarding to the reaction sequences in sample A2 (see Fig. 4-2), the shrinkage 

started approximately at 1360°C, at which the decrease of silicon nitride and the 

fonnation of a'-sialon occurred concurrently. The oxide eutectic liquid phase 

appears already slightly below this temperature. As discussed before, the 

fonnation of this liquid phase did not result in the occurrence of a shrinkage. The 

dissolution of nitrides into and precipitation of a'-sialon and melilite from the 

liquid occurred at about 1360°C and subsequently led to the start of the shrinkage. 

Also it is seen that the acceleration of the shrinkage speed corresponds well to the 

rapid dissolution of silicon nitride into the liquid. The increase of the shrinkage 
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rate stopped and the melilite content reached a maximum at 1500°C. Then the 

dissolution of melilite into the Iiquid, suppressing the dissolution of silicon nitride, 

was seen to be accompanied by a decrease of the shrinkage rate. When melilite 

disappeared approximately at 1600°C and the dissolution of silicon nitride was 

accelerated again, the shrinkage rate reached a second maximum. 

However, for sample A4, there are some differences. The shrinkage started 

at a temperature as low as 1300°C and reaches the first shrinkage rate maximum 

approximately at 1490°C. The shrinkage rate decreased with temperature rising 

up to 1570°C, and then increased again to the second peak at approximately 

1600°C. Both shrinkage rate peaks appeared at lower temperatures as compared 

with those of sample A2. The shrinkage started approximately at 1300°C, at 

which the oxide eutectic liquid phase was formed, but the dissolution of silicon 

nitride and precipitation of sialon bas not occurred with regard to the reaction 

sequences in A4. Tuis implies the occurrence of primary rearrangement, although 

the composition of the starting mixture of A4 contained less yttria and more 

silicon nitride (see Table 3-3). The occurrence of the precipitation of 6' -sialon at 

1560°C is expected to speed up the dissolution of silicon nitride into the liquid 

and therefore accelerate the shrinkage rate at 1570°C, prior to the disappearence 

of mellilite. 

It is noted that the reaction sequence and the shrinkage behaviour were 

followed in different experiments with different methods as described in the 

beginning of this chapter. The reaction and sintering process do not stop 

immediately during cooling, thus some dîscrepancies are possible, especially a 

slight shift of temperatures. Fig. 4-14 shows the density values measured from the 

specimens used to determine the reaction sequences. 

B. Addition of A120 3 

Fig. 4-15, as an example, gives the densification behaviour of sample AS. 

The difference compared to that of sample A2 in Fig. 4-13 is quite large. The 

densification process started at a temperature below 1250°C. For A8 the first 

shrinkage rate peak appeared at 1300 ° C and the second one approximately at 

1500°C. Above this temperature the shrinkage rate declined continuously and no 

shrinkage rate peak was observed around 1600°C, which appeared in the case of 
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samples A2 and A4. The occurrence of the shrinkage rate peak at approximately 

1240 ° C implies that the oxide eutectic liquid phase appeared at this temperature 

or lower than that, although there was a solid state reaction of the formation of 

Y AG. The addition of Alz03 powder to the mixture increased the amount of 

oxides and shifted the oxide composition closer to the eutectic composition (see 

Fig. 4-11), and subsequently increased the amount of the oxide liquid formed 

above the eutectic temperature. As a consequence, an extensive primary 

rearrangement occurred and led to the first shrinkage rate peak around 1300°C. 

The dissolution of silicon nitride and precipitation of a '-sialon started only when 

the temperature was above 1350°C, although there was a large amount of the 

oxide liquid phase. Tuis dissolution-precipitation process resulted in the 

acceleration of the shrinkage process with rising temperature and reached a 

second maximum at 1500°C. Above 1500°C YAG dissolves into the liquid 

gradually, resulting in an increase of the amount of the liquid and a decrease of 

its viscosity, thus the densification progressed smoothly with rising temperature. 

The shrinkage rate, of 40 µm/min around 1600°C, was larger than the maximum 

value, of 30 µm/min, observed in Fig. 4-12, although no shrinkage rate peak was 

observed. Tuis high shrinkage rate resulted in a quick densification. 

Approximately 90% of the theoretica! density bas been reached at about 1600°C, 

and then the densification proceeds slowly. 

The densification behaviour in other samples made from alumina 

containing mixtures was approximately the same as that in sample A8, even though 

the dissolution of a'-sialons into the liquid occurred above 1500°C in samples A9 

and AlO. The similarity in densification behaviour implies two possibilities. One 

is that the dissolution of the a'-phase above 1500°C exhibits no or little influence 

on the densification process; another is that the same dissolution process occurred 

in the case of samples A7 and A8. 

Fig. 4-16 shows the development of the density as a function of temperature 

for various samples with alumina. In genera!, the densities shown in this figure 

were higher than those calculated from the dilatometry data, which have been 

discussed before. 
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C. Addition of L~3 
The influence of the addition of Laz03 on the densification of a '-sialon 

ceramics has been studied as well (see Fig. 4-17). A considerable difference 

compared with that in the case of samples A2 and A8 was observed. The 

densification started approximately at 1210°C and proceeded continuously to the 

maximum in the shrinkage rate around 1420°C. Then the shrinkage rate 

decreased rapidly with rising temperature and only about one third of the 

maximum shrinkage rate remained at 1550°C. Above this temperature the 

shrinkage rate slightly increased with temperature to approach the second peak in 

the shrinkage rate at 1610°C. 

The addition of Laz03 powder to the starting mixture is expected to lower 

the eutectic temperature and to increase the amount of liquid during firing. The 

occurrence of the densification at 1210°C implies the existence of a liquid phase, 

since there was no solid state reaction observed, according to the XRD analyses 

(see Fig. 4-10). Extensive densification is proposed to start immediately after the 

formation of the oxide eutectic liquid phase probably due to the large quantity of 

- 53 -



1Z> ..--------------..-------.2. 4 

100 
ë 

~ 
:::i 80 
<U ..... 
~ 60 
<U en 

"' -2 40 
~ 
Vl 

20 

0 
1200 1400 1600 

TEMPERATURE (0
( l 

2.0 

1. 6 

e 
1.2 .5. 

(IJ 
c:n 
ro 

0.8 -2 
·c 
6i 

0.4 
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the liquid phase. Ata temperature of 1380°C the dissolution-precipitation process 

starts and also contributes to densification (see Fig. 4-10). Thus only one peak in 

the shrinkage rate is visible. A decrease of the shrinkage rate was observed above 

1420°C, although the amount of (Y,La)-melilite solid solutions continued to 

increase with rising temperature. Also the increase of the shrinkage rate at 

temperatures above 1500°C did not correspond to the dissolution of this solid 

solution. Tuis strongly suggests that the dissolution of the (Y,La)-melilite solid 

solution into the liquid plays an unimportant role for the densification, in contrast 

to that proposed previously to the case of A2 and A4. 

D. Effects of the characteristics of the silicon nitride starting powders 

Even though the characteristics of the silicon nitride starting powders have 

shown a minor influence on the formation of a '-sialon, the densification behaviour 

changes considerably with various silicon nitride powders used in the mixtures as 

can be seen from Figs. 4-18 and 4-19. These two figures also show the sintering 

behaviour of the three samples at higher sintering temperatures under a nitrogen 
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pressure of 10 MPa. This will be discussed later in chapter five. 

The figures show that the shrinkage in the three samples starts 

approximately at the same temperature of 1360°C. The absolute shrinkage and 

the shrinkage rate decrease in the order A2 > B2 > C2. There is also a slight shift 

of the peaks towards higher temperatures. The second shrinkage 1 peak was not 

observed in the case of C2. As the sintering temperature rised up to 1800°C, 

relative densities of only 75 % and 72 % were reached in samples B2 and C2, 

respectively. 

Since the reaction sequence was the same in the three samples, the 

difference observed in the densification process implies again that the dissolution 

of melilite at higher temperatures exhibits a very minor or no influence on the 

densification of sialon ceramics. Instead the characteristics of the silicon nitride 

starting powders have a considerable influence on the sintering process. The 

mixtures based on the silicon nitride starting powders with a small amount of 

oxygen impurity and a low a-phase content of samples B2 and C2 exhibited a very 

poor sinterability. 

E. Heating rate 

The heating rate is another important process parameter for the 

densification of sialon ceramics. Fig. 4-20 and Fig. 4-21 show the densification 

behaviour for various heating rates. The shrinkage rate peaks shift to higher 

temperature when the heating rate increases. The two peaks overlapped for the 

highest heating rates. At 1800°C a relative density not less than 90% can be 

achieved even though a very high heating rate of 120°C/min is employed. Some 

macrocracks were observed in the specimens sintered by using the heating rate 

120°C/min. 

The higher heating rate is expected to prevent the formation of the solid 

skeleton. Furthermore the high heating rate allows the reduction of the liquid 

quantity [23], i.e. less sintering additives are needed to achieve full densification, 

since the liquid constituents are absorbed gradually during firing. The high heating 

rate also resulted in a temperature gradient in the specimens, and consequently 

led to a high overlap of the different sintering processes due to the delay of the 

densification of the bulk of the specimen. This inhomogeneous sintering leads to 

- 56 -



stresses and microcracking. 

2.0 ..-------------------
- 1o·c1min 
--- 30°C/min 

1.5 -·-120"C/min 
E 
.§ 
1.1..J 
l:::J 

1.0 ;2 
z -0::: 
:::c 
Vl 

0.5 

0 
1300 1400 1500 1600 1700 1800 

TEMPERATURE (•(} 

Fig. 4-20: Shrinkage curves for the sintering of a' -sialon ceramics with 
various heating rates. 

500 
I \ c / :€ 400 \ 

e / \ .3 
/ 1.1..J 

1- 300 / ~ 
a:: 
1.1..J / 
1.:1 
<( 200 I ::.::: .,,--.., 
z 

/ / 
/ ' - ' er 

:::c / / ' Vl 100 ·/ ' ,,__,.r-- ............. // ..... 

""' 
0 
1300 1400 1500 1600 1700 1800 

TEMPERATURE (°Cl 

Fig. 4-21: Shrinkage rate curves for the sintering of a'-sialon ceramics 
with various heating rates as given in Fig. 4-20. 

- 57 -



F. Isothermal sintering 

Fig. 4-22 shows the isothermal sintering behaviour at 1600°C of a'-sialon 

ceramics with various starting compositions. It indicates that the densification 

followed the equation: àl/l.0 « t", where 10 is the original specimen length and àl 

the linear shrinkage at time t. It is seen that the parameter n varied considerably 

with the composition of the starting mixtures. Sample C2 exhib~ts the fastest 

densification rate with n = 1/3, while AS and L2 have the lowest sJuinkage rate 

with n = 1/11. This is just opposite to the behaviour observed for Sintering with 

a constant heating rate. 

To densify nitrogen ceramics under atmospheric nitrogen pressure, 1800°C 

is the highest sintering temperature; above this severe thermal decomposition 

results in a high weight loss and prevents densification. For a'-sialon ceramics, as 

the temperature rises up to 1800°C with a moderate heating rate of 10°C/min, a 

relative density above 90% t.d. has been reached for all these samples. The 

further densification needs isothermal sintering at 1800°C, which progresses very 

slowly; after 60 min sintering the densities of these samples have been enhanced 

to about 95%. To achieve fully dense a'-sialon ceramics, a much longer sintering 

time is required. 

The experimental results shown in this figure indicate that the densification 

of sialon ceramics is a mix of various processes, which vary with the composition 

of the mixtures and the sintering conditions. 

4-4. MICROSTRUCTURAL DEVELOPMENT 

Fig. 4-23 gives a series of fractographes of sample A2 as a function of the 

rising temperatures. Although the formation of an oxynitride liquid phase and the 

dissolution of nitrides as well as precipitation of o: '-sialon had occurred at 1400 ° C, 

the remained solid particles were not sufficiently repacked, many large voids still 

remain and nearly all particles had point-contact with each other. The large voids 

collapsed at higher temperatures, due to the continuous rearrangement of 

remaining solid particles resulting from the increasing amount of the liquid phase 

and the smoothing of the particle surface. Moreover, the contact between 

particles was considerably improved due to material transport away from the 

contact-point. 
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Fig. 4-23A: SEM micrographes of a'-sialon sample A2 after sintering 
at 1400°C. The bar is 10 µm. 
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Fig. 4-23B: SEM micrographes of a' -sialon sample A2 after sin tering 
at 1500°C. The bar is 10 µm. 

Fig . 4-23C: SEM micrographes of a ' -sialon sample A2 after sin tering 
at 1600°C. The bar is 10 µm . 
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Fig. 4-230: SEM micrographes of a ' -sialon sample A2 af ter sin tering 
at 1700°C. The bar is 10 µm. 

Fig. 4-23E: SEM micrographes of a' -sialon sample A2 af ter sin tering 
at 1800°C. The bar is 10 µm. 
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The coarsening of the microstructure, in the case of sample A2, was 

observed almost at the beginning of the densification process, but proceeded very 

slowly. At 1600°C an average grain size of only 1 µm was reached. However, the 

grain growth then progressed rapidly with rising temperature and the mean grain 

size reached approximately 2.5 µmat 1800°C. The mean grain size together with 

the density was plotted as a function of the rising temperature in Fig. 4-24. Also 

the data of sample AS are included in this figure. It is seen that the rapid grain 

growth observed in sample A2 above 1600°C corresponds well with the rapid 

increase of the density. However, the addition of Al20 3 powder tb the mixtures 

suppressed the rapid grain growth above 1600°C. It is also seen that there was 

no rapid increase of the density in case of AS (see Fig. 4-24). Tuis figure also 

shows that the density increases very slowly in the isothermal sintering at 1800 ° C, 

while, the grain size is seen to increase considerably as a function of the sintering 

time. 

The influence of the addition of Al20 3 powder was also followed in the 

case of the composite a'+ B'-sialon samples A4 and AlO. At 1400°C these two 

samples exhibited a minor difference in the microstructure, both with minor grain 

growth and point-contact among the solid particles, although a relatively extensive 
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particle rearrangement occurred in AlO just as in AS. For sample A4, the 

microstructural development was similar to Ûlat in sample A2. The formation of 

tlle 8'-sialon phase started approximately at 1480°C but Ûle elongated grains of 

tlle 8'-phase became visible only abovè 1600°C, probably due to tlle very small 

particles formed in tlle beginning. For sample AlO, Ûle coalescence of pores 

resulted in Ûle formation of some very large voids, which was seen to be 

accompanied by a rapid densification, when tlle temperature reached 1500°C. 

These large voids collapsed easily at higher temperatures and subsequently 

promoted Ûle densification. Thus a relative density higher Ûlan 90% was reached 

at 1600°C. The addîtion of Al:P3 powder to tlle starting mixtures greatly 

increases Ûle oxide content and tllus results in an increase of Ûle liquid amount 

and a decrease of Ûle Iiquid viscosity in Ûle early stage of densification. In 

general, tlle grain growtll of the B'-phase was observed to be much faster Ûlan Ûlat 

of Ûle a'-phase. 

The addition of La20 3 to the starting mixture exhibited a considerable 

influence on the grain growÛl, the rapid grain growth being suppressed. At 

1800°C Ûle mean grain size in sample L2 was smaller than 1.5 µm, while Ûlat in 

sample A2 was about 2.5 µ,m. A similar effect has been observed in Ûle sintering 

of metallic materials in the presence of impurities [24]. L~03 is expected not to 

be incorporated into the a'-sialon lattice, as discussed before, and thus to increase 

the Iiquid quantity during firing. As a consequence, the material diffusion distance 

through the liquid was enlarged, reducing the grain size in the fmal products. 

The powder characteristics of tlle silicon nitride starting powders strongly 

influenced the microstructural development, as was expected. In samples B2 and 

C2 very little grain growth was observed during sintering and many large voids 

formed in the early stage of the sintering, remained at higher temperatures. 

Consequently porous ceramic products were obtained after sintering. It also should 

be pointed out that no collapse of large voids at higher temperatures was seen 

(see Figs. 4-18 and 4-19). The difference in the oxygen impurity content and other 

powder characteristics is expected to alter Ûle quantity and Ûle composition of the 

liquid phase existing during sintering. The minor impurities present at the surface 

of the starting powders also are expected to influence the wetting properties, which 

probably have an important infl.uence on the microstructural development. 
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4·5. DISCUSSION AND SUMMARY 

A. The mechanism of the formation of et' -sialon 

The various cornpositions and arnounts of oxides including sintering 

additives and impurities in the starting mixtures give different amounts and 

compositions of the liquid phase as the temperature rises abov~ the eutectic 

temperature. As a consequence, the properties of the liquid phase, such as 

viscosity, spreading and wetting properties will vary and furthermore, the solubility 

of nitrides and oxides as well as the diffusivity in this liquid phase will change as 

well. In practice, however, the conversion rate frorn silicon nitride to sialons in 

both a'-sialon and a'+ B'-sialon ceramics is independent of the amount and 

composition of the liquid phase during firing. Therefore the formation of sialons 

is assumed to be a reaction controlled process [25]. 

The mechanism of the formation of B' -sialon from B-silicon nitride was 

reported as a reconstructive phase transformation, similar to the et-+8-phase 

transformation [26,27]. This phase transformation requires a liquid phase which 

allows the dissolution of silicon nitride and precipitation of B' -sialon. The 

similarity observed in the formation of et' - and B'-sialons, therefore, suggests that 

the mechanism of the phase transformation et-+et' could be a reconstructive phase 

transformation as well [28]. 

In this system thermodynamically seven chemica! reactions concerned with 

a(a'), B(B') phase transformations would occur: 

a-Si3N4 --> f3-Si3N4 (1) 

a-Si3N4 --> B'-sialon (2) 

B-Si3N4 --> 13'-sialon (3) 

a-Si3N4 --> a'-sialon (4) 

.B-Si3N4 --> a'-sialon (5) 

a'-sialon --> B'-sialon (6) 

B'-sialon --> a'-sialon (7) 

where reaction 1 is the a-B phase transformation which has been widely 

investigated [29-32] and bas been generally accepted as a reconstructlve 

transformation. It starts at about 1400°C and completes at 1800°C and occurs only 

in the presence of liquid or gas. 

The reactions 2 and 3 are the formation reactions of B' -sialons, while the 
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reactions 4 and 5 are those for a '-sialons. 

The reactions 6 and 7 indicate that the a', 8' could yield each other by 

chemical reactions [18-21], a'-sialon reacts with oxide giving B'-sialon, 8'-sialon 

reacts with nitride giving a'-sialon. These two reactions also require the presence 

of a liquid phase. The phase transformation of a'-+B' has been confinned in the 

present work. 

B. The mechanism of sintering of a'-sialon ceramics 

Silicon nitride, as a highly covalent compound, possesses very low diffusion 

coefficients for silicon and nitrogen [1-5] and therefore can be densified only in 

the presence of sintering additives via liquid phase sintering [34]. Liquid phase 

sintering for both metallic and ceramic materials can be generally described to 

proceed in three overlapping stages [35-40]: 

Stage 1: primary particle rearrangement, immediately following the 

formation of the liquid phase, is brought about by the remaining solid particles 

sliding over each other under the action of capillary forces. The rate and extent 

of shrinkage will depend upon the viscosity and quantity of the liquid and its 

wetting properties. 

Stage II: a solution-reprecipitation process will become operative if the 

solid particles have some solubility in the liquid phase. Tuis also leads to a 

secondary rearrangement. Since the solubility at the contact points of solid 

particles is greater than that of other solid surfaces, material transport away from 

the contact points will allow the "centre to centre" distance between particles to 

decrease. Besides this contact flattening mechanism, a shape accomodating 

Ostwald ripening plays an important role. 

Stage 111: coalescence and closed pore elimination, requires a solid state 

sintering mechanism. 

The densification of sialon ceramics certainly proceeds via the liquid phase, 

although it is more complicated than in the well known hard metals, since during 

the heating cycle, intermediate compounds form, phase transformations occur and 

some liquid constituents are incorporated into the structure. 

The primary rearrangement is strongly dependent upon the amount and 

composition of the liquid phase, which appears around the eutectic temperature. 
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A low fraction and a high viscosity of the liquid phase will not lead to the primary 

rearrangement. Besides, the particle characteristics such as surface roughness, 

particle shape and size distribution as well as the solid contacts will sensitively 

influence this process as well. 

The addition of Al20 3 or Laz03 powders to the starting mixtures increases 

the amount of oxides, and subsequently increases the amount of oxide liquid 

phase. Thus the primary rearrangement occurs immediately after the formation of 

the liquid phase. The composition of the liquid phase is another important factor 

for the primary rearrangement. Por instance, sample A2 contains more oxide, but 

the oxide composition in A4 is Si02-richer, and as a consequence, the primary 

rearrangement occurs in sample A4 as well. 

Following the pritnary rearrangement, the dissolution precipitation process 

starts as the temperature increases. In the early stage, the contact flattening 

mechanism is dominant due to a large amount of the liquid phase and a small 

contact area (23,41]. As the sintering process goes on, the amount of the liquid 

phase decreases due to the incorporation of some liquid constituents into the 

sialon crystal lattice and the contact area increases. The sintering via the contact 

flattening mechanism slows down dramatically. Experimental results indicate that 

shape accomodating Ostwald ripening plays an essential role for densification in 

the later stage. It is always accompanied by evident grain growth, white contact 

flattening plays an unimportant role. One example is the sintering of samples B2 

and C2, in which no evident grain growth is observed and consequently further 

densification is not successfully obtained. 

Furthermore, the formation and dissolution of some intermediate 

compounds exhibit some influence on the densification as well, hut they hardly 

influence the density and microstructure of the fmal ceramics. 

C. Summary 

In summary, it is seen that the preparation of a'-sialon ceramics with a 

direct formation method is a very complicated process. The formation of a'-sialon 

is a process which requires the presence of a liquid phase hut proceeds 

independent of the quantity and composition of this liquid phase. Thus the 

formation of a' -sialon is assumed to be a reaction controlled process. Furthermore 
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the similarity of the fonnation of a' -sialon and 6' -sialon suggests that the 

fonnation of a'-sialon occurs via a secondary reconstructive phase transfonnation, 

just as for 6'-sialon. In genera!, the fonnation of a'-sialon and a'+ 6'-sialons is 

complete as the temperature rises up to 1800 ° C, but can be reached also at lower 

temperatures, e.g. 1600°C for 1 hr. 

In contrast, the densification of a' -sialon ceramics is strongly affected by the 

addition of some oxides either as a modifier or an extra sintering additive. 

Furthennore, the characteristics of the silicon nitride starting powders also strongly 

influence the densification process. The experimental results indicate that in the 

early stage, contact flattening is very important for the densification. After the 

particle contact has improved and some liquid constituents have been incorporated 

into the a' -sialon lattice, thus the quantity of the Iiquid is decreased, the Ostwald 

ripening mechanism becomes dominant for the further densification. This is often 

accompanied by a rapid grain growth. 

Since the constituents of the liquid are gradually absorbed during sintering, 

the completion of the densification is rather difficult and proceeds mainly by solid 

state sintering. This often results in a coarsening of microstructure. To overcome 

this difficulty, we have used gas pressure sintering as described in the next chapter. 
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CHAPTER FIVE. GAS PRESSURE SINTERING 

OF q'-SIALON CERAMICS 

5-1. GAS PRESSURE SINTERING 

As has been discussed before, traditional methods of sintering ceramics 

cannot be used to densify nitrogen ceramics. Therefore some methods have been 

developed, which are decribed in literature as [1]: "reaction-bonding" [2-3], 

"sintering reaction bonding" [4-5], "pressureless sintering" (6-7] and "sintering 

under elevated pressures" [8-14]. 

To achieve fullydense a'-and mixed a'+S'-sialon ceramics, gas pressure 

sintering as an advanced sintering method was used. In this chapter, after a brief 

overview of the fundamentals of gas pressure sin tering, we will mainly focus on the 

investigation of the gas pressure sintering parameters. The two step sintering 

process will be discussed, and then the sintering parameters are to be optimized 

by using a statistic evaluation method. Some other variables for sintering are 

discussed, too. The discussion and summary is presented at the end of this chapter. 

Gas pressure sintering (GPS), in which an isostatic pressure is employed at 

high temperatures, was developed in recent years for densification of high purity 

silicon nitride powder with a small amount of additives, so that fully dense 

nitrogen ceramics with complex shapes and good mechanica! properties can be 

expected (11-14). High nitrogen gas pressure employed during sintering will hinder 

the thermal decomposition of nitrides and oxynitrides that occurs roughly above 

1850° C under one bar of nitrogen. Tuis higher sintering temperatures can be used 

in gas pressure sintering. 

The fundamentals of gas pressure sintering of silicon nitride based ceramics 

have been elaborated by Prochazka et al. [15-16). It is well known, that the basic 

problem in sintering nitrogen ceramics is the thermal decomposition of silicon 

nitride at high temperature: 

Si;N4(s) -> 3Si(l) + 2N2(g) .. ". AGt (1) 

Once the decomposition reaction occurs the equilibrium silicon partial pressure, 

P81, is built up: 
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Si(l) .s.;o Si(g) ... " AG
3 

(2) 

so the partial pressures over silicon nitride have to obey the following equation: 

p3Si x P2N2 = K 

where the equilibrium constant K at temperature T, is given by: 

K = exp {-(AGr + 3AGg)/RT] (3) 

From thermodynamic data the silicon vapour pressure in equilibrium with silicon 

nitride as a function of nitrogen pressure and temperature can be calculated as 

demonstrated in Fig. 5-1. The coexistence limit between silicon and silicon nitride 

runs from bottom left to top right. This figure shows that a certain silicon partial 

pressure and nitrogen pressure are required to prevent the continuous thermal 

decomposition during firing; it also suggests to use a sufficiently high nitrogen 

pressure to keep the system to the right of the solid-liquid coexistence boundary. 

However, in addition to silicon gas, silicon nitride is also in equilibrium with other 

gas~us substances, such as SiN, Si2N and Si2 [17]. 

When a mixture of silicon nitride, aluminium nitride and the additive 

oxides, such as Y 20 3, Alz03 is fired at high temperatures, the following thermal 

decomposition reactions can occur [18-21]: 

Si3N4(s) + Si02(s) -> 2Si0(g) + 2Si(l,g) + 2N2(g) (4) 

Si3N4(s) + 3Si02(s) -> 6SiO(g) + 2N2(g) (5) 

Si3N4(s) + Al:a03(s) -> 2AlN(s) + 3Si0(g) + N2(g) (6) 

Si3N4(s) + Y20 3(s) -> 2YN(s) + 3Si0(g) + N2(s) (7) 

2AlN(s) + Si02(s) -> Al20(g) + SiO(g) + N2(g) (8) 

Thermodynamic analysis [21] indicates these volatization reactions can be 

suppressed effectively by using high pressure nitrogen gas. Therefore, a "rule of 

thumb" is to carry out the sintering process at a nitrogen pressure at least 1 MPa 

higher than the equilibrium pressure given in Fig. 5-1. 

Secondly, in the case of sintering nitride ceramics under elevated nitrogen 

pressures, high temperatures can be employed to achieve complete densification 

of silicon nitride ceramics, so that a higher atom mobility is expected. As a 

consequence the amount of additive oxides can be reduced [22] as compared with 

that in pressureless sintering. The use of a lower additive concentration is expected 
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to yield a lower residual glass content at grain boundaries, and therefore would 

improve the mechanica! properties of the densified materials, especially at high 

temperatures. 

Thirdly, a high nitrogen gas pressure also provides an extra sintering driving 

force. A typical magnitude of the driving force in pressureless sintering (surface 

tension divided by the neck radius) is about 1 MPa [23,24]. The applied nitrogen 

gas pressure of 7-10 MPa (70-100 bar), which is about one order higher than the 

driving force in liquid phase sintering, is a very important factor for the fmal 

densification of nitride ceramics because residual pores can be removed effectively 

due to this additional driving force [25]. 

Finally, compared with hot pressing and hot isostatic pressing, gas pressure 

sintering is an inexpensive way to mass produce complicated shaped, fully dense 

silicon nitride and oxynitride ceramic components with improved mechanical 

properties at high temperatures [26]. 
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5·2. GAS PRESSURE SINTERING WITH TWO STEPS 

To achieve full densification of nitrogen ceramics, a gas pressure sintering 

process with two steps was proposed in literature [11,15,27-28]: a) the first step 

is to close surfäce pores under low nitrogen pressure at moderate sintering 

temperatures, and b) at the second step a high sintering temperature together with 

a higher nitrogen gas pressure are subsequently used för the final densification. 

According to literature [29-30], after the closed-pore condition is reached 

these closed pores will decrease in size corresponding to 

~ = cPoRo3/(PaRe + 2r 8g118)]
112 

where ~ = final pore size 

Ro = initia! pore size 

P0 = pressure in the initia! pore 

P8 = applied nitrogen pressure 

2 r sg/lg = surfäce tension 

(9) 

so that the final densification will be promoted effectively by use of external high 

gas pressures. If the closed-pore condition is not obtained . during the first step, 

the applied high nitrogen gas pressure will act in the pore too and oppose to the 

driving force for pore closure. 

Figs. 4-18 and 4-19 show the densification behaviour of samples A2, B2 and 

C2 during firing with two isothermal sintering steps. The first was a presintering 

step at a moderate temperature of 1800°C for 10 min under a low nitrogen 

pressure of 0.5 MPa, and then the second step (the final step) followed at 1900°C 

for 15 min under 10 MPa N2• The densification behaviour and the sintering 

mechanism during heating up (to 1800°C) were discussed in chapter four. The 

further densification in the case of sample A2 was considerable by healing at high 

temperature under high nitrogen pressure, while a very minor or no further 

shrinkage was observed in the case of B2 and C2. Fig. 5-2 shows the density and 

weight loss for these three samples A2 (LC-12), B2 (DFV0014) and C2 

(DFV0015). The first bars are the densities achieved after the presintering step, 

the second and the third are the density and total weight loss observed after the 

final sintering step, respectively. It is seen that the high nitrogen pressure 

employed at the second sintering step caused the further densification only in the 

case of sample A2, where the density increased from 97% to above 99% and the 
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total weight loss was less than 2.0 wt%. However, for samples B2 and C2, the 

relative density was slightly decreased by undergoing the fmal sintering step and 

a high weight loss (above 4 wt%) was observed. Tuis can be understood from the 

microstructure observation after the first sintering step. Fig. 5-3 shows that sample 

A2 bas reached a closed pore structure, while B2 and C2 (Fig. 5-4) have a large 

number of interconnected pores. The increased weight loss for B2 and C2 is due 

to the large intemal surface area in comparison with A2. 

The effect of the high nitrogen pressure employed at the second sintering 

step on the densification is also demonstrated in Fig. 5-5, which shows that the 

high pressure promoted the final densification effectively. Samples with a relative 

density less than 82% were further densified as well under high nitrogen pressures. 

Microstructure observation indicates that even though there was a number of 

pores existing both in the surface and bulk, most of them were not connected to 

each other, i.e. some pores were closed, so that the high nitrogen pressure applied 

also led to a fürther densification in these samples, as can be expected according 
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Fig. 5-3: 

Fig. 5-4: 

SEM micrograph of sample A2 indicating a closed pore structure 
after presintering. The bar is 10 µm. 

SEM micrographes showing the interconnected pores existing in 
samples B2 (left) and C2 (right) after presintering. 
The bar is 10 µm. 
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to equation (9). It is also seen that the final density was slightly. declined with 

increasing oxide additive(s), which will be discussed later in this chapter. 

Regarding to equation (9), the initial pressure in the presintering step 

should be as low as possible, but in practice, a minimum nitrogen pressure is 

required to suppress the thermal decomposition of silicon nitride and aluminium 

nitride during sintering. Hence in the present investigation an initial nitrogen 

pressure of 0.5 MPa was selected for all experiments. 

Theoretically a higher pressure during the second step should lead to a 

smaller pare size and a higher density. However, the experimental results indicate 

that the influence of the final pressure decreases as the pressure increases. There 

is a very minor difference in the fmal densification by using a high nitrogen 

pressure of 7 MPa or 10 MPa. However, the higher nitrogen pressure faveurs to 

enhance the solubility of silicon nitride into the liquid [41]. Furthermore it inhibits 

grain growth, so that a nitrogen pressure of 10 MPa, as the highest pressure 

allowed in the fumace, was selected for the final sintering step. 
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The ternperature in the presintering step is another process parameter 

which sensitively influenced the weight loss as shown in Fig. 5-6. The weight loss 

rapidly increased with temperatures above 1850°C due to the severe thermal 

decomposîtion of nitride or oxynitride, while the holding time during presintering 

showed a negligible influence on the weight loss (see Fig. 5-7), unless the 

temperature was above 1850°C. The weight loss at the fmal step was very small 

if the closed surface pore condition was reached during presintering. 

Besides the effect on the weight loss, the temperature and holding times 

of both the presintering and the finàl step played an even more important role 

for the densification and the microstructure. A higher temperature and longer 

sintering time faveur not only the densification but also the negative effects such 

as grain growth and coalescence [22]. Therefore, a careful selection of the 

sin tering conditions should be made to achieve a fully dense nitrogen ceramic with 

a fine-grained microstructure. 

The heating rate of 10°C/min was used for heating up as stated in chapter 

three, and the high nitrogen pressure was applied immediately at the end of the 

presintering, in such a way that the desired pressure of 10 MPa was reached 

simultaneously with the desired fmal temperature. 

Fig. 5-6: 
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5-3. STATISTICAL EVALUATION 

If we neglect the influence of the heating rate, there are temperature, 

holding time and pressure as variables. Tuis means six variables for a two step 

process. Prelirninary experimental results show that the density values vary with 

the conditions during both the first and second step, as can be seen from Fig. 5-8. 

Therefore, the attention is focussed first on the influence of the presintering 

condition. The second step was performed at 1900°C for 30 min under 10 MPa 

nitrogen pressure, while the pressure in the presintering step was fixed at 0.5 MPa. 

Thus only two of six sintering parameters are left as shown in Fig. 5-9. Even with 

this simplification, a large number of experiments is necessary. 

In order to find the optimum sintering condition for a' -sialon cerarnics with 

various mixture compositions, a statistica! evaluation method proposed by Hurst 

et al. [31] for cerarnic materials was used. The method, known as response surface 

methodology, is a technique for mathematically mapping the experimental data 

resulting from the designed experiments [32-33]. Equations are generated, which 

describe a response surface and can therefore be used to predict optimum 
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conditions for sintering of silicon nitride based ceramics [22]: 

Y = C0 + C1T + <;t + <;T2 + C4t2 + C5Tt + E 

where Y is the "Yield", such as the density, weight loss or other properties, T, t 

are the respective isothennal sintering temperature and time during presintering, 

C; are constants and E error. Thus each experiment leads to one equation. With 

a minimum number of six experiments, the C1constants can be evaluated by 

numerical calculation. More than six experiments allow also estimates of the 

errors involved. With these Crvalues curves for constant density values are 

calculated and the contour-curves can be plotted as a function of temperature

time-conditions. 

Experimental sintering conditions, for the statistical evaluation in the 

present investigation were plotted in Fig. 5-10. Only the density was selected here 

to optimize the sintering conditions, while the microstructure evolution will be 

Fig. 5-8: 
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discussed later in this chapter. It also should be noted that for all experiments the 

weight loss was less than 2 wt%. The specimens, densified by using gas pressure 

sintering, were first ground to remove the surface layer of about 0.5 mm and then 

used to measure the density. 

The corresponding densities are given in Table 5-1. The experiments were 

conducted at least three times for each specimen. Since there are very little or no 

open pores left in the fmal products, the density value can be determined very 

precisely. 

The C;-constants calculated from the density are presented in Table 5-2. 

Some of the isodensity contours as a function of the sintering temperature and 

time are shown in Figs. 5-11 to 5-18. The density data and the isodensity contours 

for sample L2 were not included because of the swell of some specimens in some 

éxperiments, as will be discussed later in this chapter. 

Fig. 5-11 shows the isodensity contours for sample Al. It indicates that the 

optimum condition for densification is approximately 1775°C for about 75 min. 

The density decreases as the sintering condition shifts away from this optimum 

one, e.g. if the temperature used was lower than 1700 ° C the density was lower 

than 3.32 g/cm3• In this figure the crosses indicate the density data observed in 

experiments. It is seen that the experimental results are well in agreement with 

the calculated isodensity contours. Similar conclusions can be drawn from the 

other figures with an exception of Fig. 5-12. 

Fig. 5-12 is unlikely in practice, probably due to improper design of 

experimental conditions, since temperatures higher than 1850°C during 

presintering resulted in a very severe thermal decomposition and thus no further 

densification can be achieved. 

The optimum sintering conditions derived from the respective figures are 

summarized in Table 5-3. 

The optimum temperature is always in the range 1775°C to 1820°C with 

a holding time of 50 min to 75 min. Therefore, a general conclusion can be drawn 

that the variation of the cornposition of the mixtures and the final products exerts 

a minor influence on the densification in the presintering step. 

It should be noted here that if a higher sintering temperature and/or a 

langer holding time are used in the second step, the isodensity contours will 
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Table 5-1: The density values for statistica! evaluation 

Temp. (°C) 1700 1700 1750 1800 1800 1800 1850 

time(min) 30 90 30 30 60 90 30 

Al 3.2810 3.3193 3.3206 3.3292 3. 3319 3.3238 3.3125 

A2 3.2223 3.2489 3.2856 3.2843 3.2926 3.2839 3.2794 

A3 3.2125 3.2349 3.2549 3.2806 3.2839 3.2338 3.2794 

A4 3.2061 3.2131 3.2217 3.2259 3.2314 3 .2139 3.2200 

A7 3.2653 3.2220 3.2812 3.2751 3.2842 3.2594 3.2715 

AS 3.2337 3.2361 3.2368 3.2613 3.2705 3.2586 3.2591 

A9 3.1460 3.2042 3.2212 3.2178 3.2226 3.2158 3.2089 

AO 3.1029 3.2181 3.2236 3.2217 3.2311 3.2273 3.2158 



Table 5-2: constant values of ei 

C0+E(10 1) c1 (10·2) C2 (10" 1) C3 ( 10"6) C4 ( 10"2) c5 ( 10"4) 

Al -1. 3275 1.8325 0.1203 -5.0600 -0.0006 -0.0633 

A2 0.1344 2.3600 -0.0907 -o. 7200 -0.0009 0.0567 

A3 -1. 5363 2.0010 0.2660 -5.3800 -0.0030 -0.1323 

A4 -0.3476 0.7344 0.0664 -2.0200 -0.0013 -0.0295 

A7 -0.5358 0.9766 -0.0451 -2.7667 -0.0014 0.0324 

AS -1.4951 1. 9713 0.1732 -5.3400 -0.0012 -0.0887 

A9 -0.0025 o. 3772 -0.0313 -1.1000 -0.0006 0.0215 

AO 0.0829 0.2757 -0.0173 -0.8000 -0.0007 0.0150 
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Fig. 5-13: 
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expand. The contours with lower density values will expand faster. As a 

consequence, the density differences generated in the presintering step will be 

greatly reduced by prolonging the final sintering process or using higher 

temperatures. 

To optimize process parameters, it is necessary to consider the influence 

on the microstructure and the subsequent properties of the fmal products. Tuis 

will be discussed later in this chapter. 

Table 5-3: The optimum presintering parameters 

Sample Temperature Time 

Al 1775°C 75 min 

A2 - -
A3 1800°C 50 min 

A4 1775°C 55min 

A7 1soo 0 c 50 min 

AS 1s20°c 50 min 

A9 1775°C 55min 

AlO 1800°C 65 min 

5-4. OTHER FACTORS 

A. Nitrggen gas 

Fig. 5-19, a back-scattered SEM micrograph, gives a comparison of the 

composition between the surf ace layer and the bulk of the composite a '+ .B '-sialon 

sample A4, densified by using gas pressure sintering. In the bulk there are black 

bars dispersed in a grey matrix phase, also with a small amount of white spots, but 

in the surface layer no black bars are observed. The selected area electron 

diffraction and EDS analysis (see next chapter) indicates that the black bars are 

8'-sialon and the grey matrix is the a'-sialon phase, while the white spots are an 

yttrium-rich amorphous phase retained at grain boundaries. 

Further analysis results are given in Fig. 5-20, which shows the composition 

determined by using XRD as a function of the depth from the surface. It is seen 
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that the surf ace layer consists of a '-sialon, as the only crystalline phase observed. 

The bulk exists of a two-phase mixture of a'- and 6'-sialon. The yttrium-rich 

amorphous phase was not detectable by using XRD and therefore was not 

included in the figure. The thickness of the surface layer was approximately 100 

µ.m, but varied with the temperature and time of the second step in the sintering 

schedule. 

The effects of the nitrogen gas have been discussed before under the 

assumption of no solubility of nitrogen gas both in the liquid and solid phases, and 

of no reaction between the specimen and the nitrogen gas during sintering. In 

practice, however, nitrogen gas both trapped in pores in the specimen and from 

the surrounding gas is expected to dissolve into the liquid in spite of a low 

solubility. Probably this solubility is also increased by increasing nitrogen pressure. 

Besides, at high temperatures, the high pressure nitrogen gas is also expected to 

react with oxides or/and oxynitrides to form oxynitrides or/and nitrides, especially 

with the liquid phase remaining . at grain boundaries. The presence of carbon 

vapour, which is generated from the graphite heating elements, will play a role to 

promote this nitridation process just like carbon powder used for carbotherrnal 

reductions. This nitrogen-rich liquid phase will subsequently react with the 

crystalline phases, the sialons. In the case of composite o:'+ 6'-sialon ceramics, 

some 6'-sialon as an oxygen-rich phase will be transfered to the more nitrogen

rich, o:' -sialon phase. In the same way, the amount of nitrogen gas trapped in bulk 

pores of the specimens can be considerably reduced due to the dissolution into the 

liquid, and therefore the pores can be removed from the bulk. In this way the high 

pressure nitrogen gas provides not only an extra mechanical force but also a 

decrease of the free energy. Therefore the densification of sialon ceramics is 

expected to be improved significantly by using high gas pressure. 

B. Powder bed & crucibles 

As stated previously in chapter three, in the investigation described in this 

thesis three different types of powder beds were used: A1N, BN powders and a 

mixture consisting of 75 wt% Si3N4, 20 wt% A1N and 5 wt% Y203• The 

experimental results . indicate that if sintering was conducted at a temperature 

below 1850°C under 0.5 MPa N2 or below 1950°C under a nitrogen pressure of 
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10 MPa, the weight loss was approximately the same, normally less than 2 wt%. 

A variation of the composition of the surface layer was not detectable and no 

decomposition product was observed by using XRD and SEM with EDS, although 

different powder beds were used. However, if no powder bed was used during 

firing, the weight loss was considerably increased, sometimes above 10 wt%. Si, 

as a decomposition product, and also a lot of pores were always found in the 

surface layer of the specimens, under the sintering conditions mentioned above. 

According to the literature [34-35], the powder bed for sintering of silicon 

nitride or oxynitride ceramics is required, since thermal decomposition reactions, 

described previously in this chapter, become operative at sintering temperatures. 

Thus a certain silicon partial pressure is supposed to be necessary to prevent the 

decomposition of silicon nitride even though a high nitrogen pressure is employed 

during firing. The powder bed used normally in the literature is a mixture 

consisting of silicon nitride and sintering additives, of which the composition, in 

most cases, was approximately the same as that of the compact, and this powder 

bed was thus proposed to provide a silicon partial pressure as well as other 

necessary vapours during firing. 

However, in the present experiments, only one powder bed was able to 

provide silicon and other vapours. AlN or BN powders obviously cannot provide 

Si. The fact that the same results were observed here for the three different 

powder beds implies that the vapour phases provided by the powder beds were not 

necessary to suppress the thermal decompositions. However, the occurring of 

considerable weight loss and significant decomposition when no powder bed was 

applied shows the necessity of using powder bed. The results above therefore 

suggest that the vapour partial pressures are necessary to prevent the thermal 

decomposition and are provided by the compacts. The powder bed used is to keep 

silicon and other vapours around the compacts. In this way, the continuous 

thermal decompositions of nitrides and/or oxynitrides is suppressed. Besides, 

reactions between powder beds and compacts were hardly detectable and thus 

supposed to be negligible. The influence of the composition of powder beds 

therefore is considered to be not important. 

Although two types of crucibles, made of graphite and BN respectively, 

were used, no significant influence of using different crucibles was observed, 
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probably due to the relative thick layer (normally not less than 1 cm) of powder 

beds present between the specimens and the crucibles. 

C. Grain growth 

Grain growth in a '-sialon ceramics starts simultaneously with formation and 

densification approximately at a temperature as low as 1360°C and continues as 

the temperature rises. Above 1600°C the grain growth progresses rapidly due to 

the Ostwald ripening process as discussed previously in chapter four. 

During the presintering step, the grain growth proceeds rather slowly. Fig. 

5-21 shows the SEM pictures of sample A4 sintered under various presintering 

conditions. The pictures show a very small variation of the grain size and 

morphology. Grain growth becomes much fäster during the final sintering step. 

A higher sintering temperature or a longer holding time lead to a coarse-grained 

microstructure. The amount of liquid phase remaining at grain boundaries in the 

final stage is much smaller than during presintering. The smaller amount of the 

liquid leads to a faster grain growth [36-38] due to a shorter diffusion distance. 

Besides, a higher sintering temperature used at the final step results in a higher 

atom mobility. 

D. Swelling phenomena 

Swelling was observed in the sintering of sample L2 under a high nitrogen 

pressure and a very large hole was formed inside the specimen. These swell 

. phenomena were also found in the case of B'-sialon [42], silicon nitride [43] and 

Alon [44] ceramics sintered by using gas pressure sintering, if a relatively large 

amount of sintering additive oxide(s) was used. 

During sintering two types of pore diffusion are expected to occur. The first 

is pore diffusion out. of samples, and the second is the merge of small pores to 

form large pores, i.e. pore growth. Tuis pore growth generally results in a decrease 

of the density [37]. 

In the case of gas pressure sintering, the high pressure nitrogen reacted with 

the surface layer increasing thereby the liquid viscosity. Besides, the use of a high 

nitrogen pressure led to a faster densification of the surface layer than the bulk 

due to the temperature decreasing from the surface to inside, when the nitrogen 
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Fig. 5-21A: SEM micrograph of the fracture surface of a'+J3'- sialon (A4) with 
presintering at 1700 °C, 30 min . The bar is 10 µm . 

Fig. 5-21B: SEM micrograph of the fracture surface of a'+B'-sialon (A4) with 
presintering at 1700°C, 90 min. The bar is 10 µm. 
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Fig. 5-21C: SEM micrograph of the fracture surface of a'+il' -sialon (A4) with 
presintering at 1800°C, 90 min . The bar is 10 µm. 

Fig. 5-21 D: SEM micrograph of the fracture surf ace of a' + il'-sialon (A4) with 
presintering at 1850°C, 30 min. The bar is 10 µm. 

- 94 -



pressure increased simultaneously with the temperature. The formation of this 

highly densified nitrogen rich surface layer is expected to be enhanced when a 

large amount of extra sintering additives is used. Thus the difficulty of pore 

diffusion out through the surface layer is enhanced. As a consequence, the merge 

of small pores results in an increase of the pore volume, which subsequently 

results in swelling. 

The pore growth during the fmal stage of sintering is also proposed to 

explain the decrease of the density of the final products with the increase of the 

amount of sintering oxides added into the starting mixtures as shown in Fig. 5-5. 

5-5. DISCUSSION AND SUMMARY 

The experimental results have demonstrated that the high nitrogen pressure 

applied during the fmal sintering step promoted a significant densification only in 

the case of a closed pore condition achieved previously. However, the build up of 

the high pressure inside pores opposed to the further densification. 

It is seen that to optimise the sintering parameters a statistica! evaluation 

method is very useful. In the present investigation, the optimum presintering 

parameters are found to be approximately 1800°C for about 60 min under a low 

nitrogen pressure of 0.5 MPa, followed by a fmal sintering step at 1900°C for 30 

min under 10 MPa N2• The similar optimum presintering parameters observed 

imply that a similar sintering process occurred in these samples, although the 

compositions of the starting mixtures and the fmal products were considerably 

different. The liquid phase formed during sintering plays a predominant role for 

the densification. The constituents of the liquid phase were gradually consumed 

to form sialons and most of the liquid phase was absorbed as the sintering 

temperature reached about 1800°C. Only a very minor amount of highly viscous 

liquid phase remained. It is therefore proposed that a liquid phase with similar 

composition and properties remains at the final densification stage. Although the 

starting composition of these samples varied considerably, at later stage of 

densification the liquid phase remaining could be very similar. Tuis possibly 

explains the similar optimum presintering parameters obtained for various 

samples. 

The classica! gas pressure sintering model of equation (9) assumes that the 
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gas is inert and does not react with the matrix. In that case the high pressure gas 

employed solely provides a mechanical force, which exerts its effect on the 

densification only by reducing the size of the closed pores. However, the 

experimental results show that the nitrogen gas either trapped in pores or 

surronding the specimens will react with the liquid phase at grain boundaries by 

replacing oxgen. Tuis nitrogen-rich liquid phase will further react with the 8' -sialon 

to givenitrogen-rich phase, a'-sialon as proposed in literature [39]. In this waythe 

composition of the gas trapped in pores becomes richer in oxygen which might 

influence the gas diffusion out through the matrix. A recent investigation [40] 

reported that pores existing in sintered silicon nitride based ceramics can be füled 

by liquid under high nitrogen pressures and also suggested that pores can be 

eliminated due to diffusion of the trapped gas through the matrix. Therefore, fully 

dense nitrogen ceramics can be obtained by sintering under high nitrogen 

pressures. 

The reaction between the high pressure nitrogen and the surface layer of 

the specimens and the fast densification in the surface layer compared to the bulk 

hampers gas diffusion out of the pores. When a large amount of liquid phase 

existed, swelling of the specimens was observed. 

It also should be noted that the grain growth in the presintering step was 

not very significant but it became much faster during the fmal sintering step. Tuis 

is probably due to the decrease of the amount of the liquid phase and also higher 

temperatures. 

In summary, fully dense a' -sialon ceramics can be obtained by gas pressure 

sintering with optimized sintering parameters. With two sintering steps, it is 

suggested that a certain minimum densification level should be reached in the 

presintering step, since the high sintering temperature favours not only 

densification hut grain coarsening as well. 
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CHAPTER SIX. MICROSTRUCTURE AND PROPERTJES 

OF a'·SIALON CERAMICS 

6-1. INTRODUCTION 

In the . previous chapters, we have discussed the material composition and 

the fabrication conditions. We have seen that fully den se a ' -and composite a '+ J3' • 

sialon ceramics can be obtained routinely by using gas pressure sintering with 

optimized process parameters. In this chapter, we will first present the 

microstructure analysis results, and then the mechanical properties of a' • and 

mixed a'+ B'-sialons. The oxidation resistance of a'- and mixed a'+ 13'-sialon 

ceramics at various conditions will be presented at the end. 

In genera!, the attention here was concentrated rnainly on the a'-and mixed 

o:'+B'-sialons which were fully densified at 1800°C for 60 min under 0.5 MPa N2 

followed by 1900°C for 30 min under 10 MPa N2• It means that samples AS, A6, 

B2 and C2 are not included in this chapter, and for L2 only the microstructure 

analysis is discussed. 

6-2. MICROSTRUCTURE 

A. Neutron diffraction analysis 

The crystal structure of yttrium containing a'-sialon was studied by using 

neutron powder diffraction [1-2]. This technique is very sensitive for the light 

elements like oxygen and nitrogen. The purpose of this work is to refine the 

structure parameters and to obtain the site distribution of the elements aluminium 

and oxygen in the a'-sialon lattice. 

The Rietveld refinement technique [3-4] was applied. Tuis method bas 

found wide spread application in the structure determination of compounds which 

are not available as single crystals. In Rietveld analysis the parameters in a 

structural model, plus necessary instrumental parameters, are adjusted in a 

computer calculation until the least-squares best fit is obtained between the entire 

calculated and observed powder diffraction pattems. The neutron diffraction 

analysis was performed at ECN in Petten. A range of scattering angle 5 ° < 20 < 
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155 ° was investigated 0.1 ° in step with a count time of 2 min per step. The total 

scan time was approximately 50 hr. The structure refinements were conducted 

approximately the same as that given by Izumi et al. for X-ray diffraction 

refinements [5-6]. 

The a'-sialon powder was prepared from the mixture of A2 (see Table 3-3). 

The starting composition was Y 0.5S~.75Al2•2500.75N 15•25 • After mixing and/or milling, 

the mixture was fired in a gas pressure furnace first at 1800 ° C for 60 min under 

a nitrogen pressure of 0.5 MPa and then followed at 1900°C for 30 min under 10 

MPa N2, which is the same as for the preparation of dense sialon ceramics 

described previously. The powder obtained contains Y-a '-sialon as the only 

crystalline phase detectable. 

For the Rietveld refinement, space group P31c was assumed for a'-sialons 

and the y 3+ content was treated as a free parameter. Table 6-1 lists the final R 

factors (fitting criteria) and structure parameters for the Y-a'-sialon phase. The 

definition of the R factors in the table is identical with that described by Young 

and Wiles [7]. Rather low R factors were obtained and the· full powder pattern 

calculated from the refined parameters matched the experimental result very well 

as demonstrated in Fig. 6-1. In this figure, the observed data are indicated by dots 

and the calculated ones by the solid line overlying them. The short vertical lines 

mark the positions of possible Bragg reflections and the lower dots show the 

differences between the observed and calculated · intensities. The results above 

clearly support the model that a'-sialon has the expanded a-silicon nitride 

structure built up of [(Si,Al)(O,N)4] tetrahedra with yttrium ions partially 

occupying the interstitial sites [8-10]. No significant preference of the oxygen 

distribution was observed, thus a random distribution of the oxygen is assumed. 

However, the distribution of aluminium is seen to have a significant preference for 

the position [0.1631,0.24889,0.0093] with atom ratio Si:Al =3.9:2.1,instead of 

the statistic ratio 4.9:1.1, whereas silicon prefers the position [0.5051, 0.0771, 

0.2192] with Si:Al =5.9:0.1. This is contrary to that was proposed [5]. 

Table 6-2 shows the Y-(N,0) and (Si,Al)-(0,N) tetrahedral bond lengths 

calculated by using UNICS III [ll]. Each yttrium ion is coordinated by seven 

nitrogen or oxygen cations [5-6]. The Y-(0,N) bond lengths range from 0.2326nm 

to 0.2662 nm, with the shortest bond parallel to the c-direction. 
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Table 6-1: Results of Rietveld Refinements for Y-a'-sialon with 
composition Y 0.34Sig.8Alu00.ssN1s.1s * 

Atom Position x z Occupation 

y 2b 1/3 2/3 0.242(8) 0.34(2) 

Si(l) 6c 0.505(1) 0.077(1) 0.219(2) 5.9(3) 

Al(l) 6c 0.505(1) 0.077(1) 0.219(2) 0.1(3) 

Si(2) 6c 0.163(1) 0.2488(9) 0.009(3) 3.9(3) 

Al(2) 6c 0.163(1) 0.2488(9) 0.009(3) 2.1(3) 

N(l) 2a 0 0 0 1.9062 

0(1) 2a 0 0 0 0.0938 

N(2) 2p 1/3 2/3 0.651(2) 1.9062 

0(2) 2b 1/3 2/3 0.651(2) 0.0938 

N(3} 6c 0.3422(5) -0.0480(4) -0.014(2) 5.7186 

0(3) 6c 0.3422(5) -0.0480(4) -0.014(2) 0.2814 

N(4} 6c 0.3155(5} 0.3175(5) 0.253(2) 5.7186 

0(4) 6c 0.3155(5) 0.3175(5) 0.253(2) 0.3814 

~ = 2.71% Temp. Factor: 0.36(4) À2 

~ = 3.54% a = 7.8154(2) A 
x:a = 3.73 c = 5.6963(1) A 

~ = 2.20% 

*: Standard deviations of last significant figures in parentheses. 
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Table 6-2: Y-(N,0) and (Si,Al)-(N,0) Bond Lengths for the Y-a'sialon 

*: 

Bond*"' Length (nm) 

Y-(N,O)z 0.2326 

Y-(N,O)Ja 0.2639 

Y-(N,0)4 0.2662 

Y-(N,0)3b 0.2639 

Y-(N,0)4° 0.2662 

Y-(N,0)3d 0.2639 

Y-(N,0)/ 0.2662 

(Si,Al)i-(N,0)3 0.1745 

(Si,Al)1-(N,0)/ 0.1765 

(Si,A1)1-(N,O)i1 0.1796 

(Si,Al)1-(N,0)3h 0.1721 

(Si,Al)2
1-(N,0)/ 0.1712 

(Si,Al)2i·(N,0)4i 0.1731 

(Si,Al)2i·(N,0)3j 0.1744 

(Si,Al)2i-(N,0)/ 0.1796 

a: x, l+y, z b: -y, x-y, z 

c: 1-y, l+x-y, z d: l+y-x, 1-x, z 

e: y-x, 1-x, z f: 1-y, x-y,z 

g: y, x, -l/2+z h: x-y,-y, 1/2+z 

i: x, y, l+z j: -y, x-y, l+z 

k: y, x, 1/2+z 

Subscript number indicates the atom position, e.g. Y-(N,0)2 

indicates the bond between Y and N, 0 at 2b position (see 

Table 6-1) 
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Fig. 6-1: Rietveld refinement pattems for the Y-a '-sialon. 
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The length of the (Si,Al)-(0,N) bond is in the range from 0.1712 nm to 

0.1796 nm, with an average length of 0.1752 nm. It is larger than the mean Si-N 

length in à-silicon nitride 0.174 nm, but smaller than the mean Al-N length in 

aluminium nitride 0.187nm. Also it is seen that the mean length of the (Si,Al)i

(0,N) bonds, 0.1757 nm, is slightly longer than 0.1746 nm of (Si,Al)z-(0,N) bonds. 

It is explained in corresponding to the distribution preference of ·the element 

aluminium. 

The observed composition of the a'-sialonpowder isY0•34Si9.8Al:u00•85Nu.is• 

which is slightly different from that calculated from the starting mixtures. The 

yttrium content is smaller, whereas the oxygen content is slightly higher. Also the 

lattice parameters observed here, a = 0.78154(2) nm and c = 0.56963(1) nm, are 

slightly smaller than 0.782927(7) nm and 0.570757(6) nm of 

Y0_,S~.uA.lz.2S00•75N15•25 , respectively (5-6]. The results above clearly support the 

idea that only a part of yttrium was incorporated into the crystal lattice of the a' -

sialon, and another part is consumed in the formation of the oxynitride amorphous 

phase which is necessary for the formation of the a '-sialon. 

B. X-ray diffraction analysis 

Table 6-3 gives a comparison of the products observed in the final products 

and calculated according to the phase diagrams (12-15] {see Figs. 2-10 and 3-3) for 

various samples. It shows that there was only one crystalline phase of a'-sialon in 

the final products in the case of samples Al, A2, A7 and AS, while o:'- and B'

sialon phases were observed for others. It is seen that composite a '+ B • -sialons 

were obtained in the case of A3, instead of monolithic o:'-sialon as expected 

according to the phase diagram. Also there was no 6-silicon nitride phase observed 

in A4, but B' -sialon. The same result was seen in the case of sample AS (see Fig. 

4-5). Also the table shows that for all composite a'+B'-sialon ceramics the ratios 

of 6': a' were found to be higher than that calculated. For instance for sample A9 

the ratio of 6': a' was expected to be about 50:50 but 60:40 is observed. Besides, 

the lattice parameters both of o:' and B' -sialons were observed to be smaller than 

expected. For example, in the case of A2, the lattice parameters of the o:' -sialon 

determined by using both XRD and neutron diffraction are smaller than those 

calculated according to the composition. The data was given in the previous 
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paragraph. 

The experlmental results above imply that there was a · shift of the 

composition of the crystalline phases for both monolithic a'-sialon and composite 

a:'+ B'-sialon ceramics. However, there was o_nly a small weight loss (less than 

2 wt%) during sinterlng as discussed in the previous cbapters, and thus the overall 

composition of the specimens is proposed to have not cbanged. The shift of the 

composition of the crystalline phase(s) is explained to occur in two ways. The first 

is that in the final products there is some amorphous material that consumed a 

part of yttria and aluminium nitride. The second is due to the existence of the 

oxygen impurity in the starting mixtures. 

Table 6-3: A comparison of the final product compos1t1ons observed 
and calculated from the phase diagram. 

Observed Calculated 

No. 
Phases Ratio of a':B' Phases Ratio of a':B' 

Al a' 100;0 a' 100:0 

A2 a' 100:0 a' 100:0 

A3 a',B' 90:10 a' 100:0 

A4 a' ,13' 75:25 a', B-SN* 80:20 

A7 a' 100:0 a' 100:0 

A8 a' 100:0 a' 100:0 

A9 a',B' 40:60 a',B' 50:50 

AIO a',13' 35:65 a',B' 50:50 

*: B-SN is B-silicon nitride 

In chapter three we have stated that there was oxygen impurity content of 

1.57 wt% present in the silicon nitride starting powder (LC-12, Starck), but it was 

not counted into the composition of the starting mixtures. The oxygen impurity in 

general is assumed to be in the form of Si02, and thus approximately 3.0 wt% 

Si02 was present in the silicon nitride starting powder. At high temperatures Si02 

was proposed to react with silicon nitride and aluminium nitride to form 13' -sialons 
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in the following reactions [16]: 

(4-z)Si3N4 + z(Si02:2AlN) -> 2 B'-Si6.zAlzOzNs.z· 

A similar conclusion can apply for the oxygen impurity in the aluminium nitride 

starting powder. 

As a consequence, B' -sialon was obtained in the case of sample A4. In a 

similar way a shift of the composition towards to the oxygen rich side in the phase 

diagram (see Figs. 2-10 and 3-3) resulted in the formation of mixed a'+B'-sialons 

in sample A3. In all samples, the crystalline phase composition was observed to 

shift towards to a higher oxygen content in the lattices than indicated in the phase 

diagrams, along with the overall decrease of the crystal lattice parameters of a ' -

and B' -sialons. 

C. OM and SEM study 

For the investigation of the microstructure of a'- and composite cc'+ B'

sialon ceramics, the method of plasma etching was used to prepare the specimens. 

The fundamental of the plasma etching was described in great detail in literature 

[17] and therefore is not repeated ·here. The etching experiments were conducted 

by using Plasma Enhanced CVD under the following conditions: temperature 

300°C, pressure 600 mtorr, 300 kHz, 100 W, a gas of mixed CFJ02 (5 vol%) with 

a flow rate of 200 mVmin for 10 minutes. Other etching methods were tried as 

well, by using a mixture of acids: 6 vol% HF, 5 vol% H20 2, 1 vol% HN03 and 5 

vol% H20, and molten KOH or KOH/KN03, which are normally u$ed for etching 

silicon nitride and B' -sialon ceramics. However, neither acid nor alkaline etching 

for times up to one hour was successful. 

Fig. 6-2 is the SEM fractograph of a'-sialon of sample A2, densified by 

using gas pressure sintering. cc'-sialon bas a homogeneous microstructure and 

appears with equi-axed grains approximately with a mean grain size 4 µ.m. Fig. 6-3 

shows the SEM fractograpb of the composite a' + B' -sialon A4. It is seen that in 

this composite the a'-phase bas the same micromorphology as in monolithic a'

sialon ceramics, whereas the mean grain size is about 3 µm. B' -sialons possess 

needle or fibre-like grains, the ratio of length to width, in genera!, was about 7. 

For B'-sialon grains, an average kngth of about 14 µmand a width of about 2 µ.m 

were observed. 
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Fig. 6-2: 

Fig. 6-3: 

SEM micrograph of the fracture surface of sample A2. 
The bar is 10 µm . 

SEM rnicrograph of the fracture surface of sample A4. 
The bar is 10 µ m. 
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The influence of the addition of alumina on the microstructure was studied 

as well. The micromorphology and the grain size in the case of monolithic et' -

sialon samples A 7 and AS were approximately the same as those in A2. The 

increasing amount of alumina in the mixtures is expected to increase the amount 

and to decrease the viscosity of the liquid phase during sintering. The former 

consequently results in an increase of the diffusion distance, and thus the grain 

growth during sintering is expected to be slower. In contrast, the latter enhances 

the diffusivity of the atoms or/and ions through the liquid phase resulting in faster 

grain growth. The experimental results therefore imply two possible explanations. 

The first is that the influence of both the amount and the viscosity of the liquid 

were very small, which seems not very likely according to the literature [18-19). 

The second is that the influences of the increasing amount and the decreasing 

viscosity of the liquid phase approximately compensate each other, so that a small 

influence is observed experimentally. 

Por composite a '+ 13 '-sialon ceramics the increasing amount of alumina in 

the starting mixtures was seen ·to result in a decrease of the ratio of the length to 

width (see Fig. 6-4). The mean ratio was observed to be approximately 4, and the 

length 10 µm and width 2.5 µm. 

Fig. 6-5 shows the intergranular fracture surface of sample L2. The mean 

grain size of the a' -sialon phase is only about 2 µm. The additionl of the extra 

sintering additive Laz03 into the mixture results in a fine-grained microstructure. 

The Laz03 is expected not to be incorporated into the crystal lattice (8-10] and 

thus solely to increase the amount of the liquid. Therefore, the presence of Laz03 

in the mixture L2 suppressed the grain growth due to the longer diffusion distance. 

D. TEM stµdy 

For a close study of the grain boundaries, TEM studies with EOS analysis 

and selected area electron diffraction technique were done. 

Fig. 6-6 shows the TEM photomicrograph of a' -sialon ceramics in the case 

of sample A2. The selected-area electron diffraction technique was used to 

determine the crystallinity and EOS was used to analyse the composition of the 

different phases. The amount of secondary phase was calculated from TEM 

photomicrographes. There is only one crystalline phase viz. a' -sialon and 
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Fig. 6-4: 

Fig. 6-5: 

SEM photograph of mixed a' +fl' -sial on of A8 with alumina 
powder used in the starting mixture. The bar is 10 µm. 

SEM micrograph of the fracture surface of smaple L2 with 
addition of La20 3 to the starting mixture. The bar is 10 µm. 
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Fig. 6-6: TEM micrograph and the composition of the grain boundary 
amorphous phase determined by EDS in sample A2. 
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approximately 8.5 vol% of an amorphous phase, which remains not only at the 

intersections of three grains (triple junctions) and four grains, but also at the 

intersections of two grains. That means that all crystal grains are covered with a 

thin film of amorphous material. In sample A2 the amount of yttria used is much 

smaller than the upper solubility limit, thus theoretically all yttria should have 

been incorporated into the lattice of the a'-structure. The present investigation 

shows, however, that it is very difficult to complete the formation of the a'-phase. 

The EDS analysis indicates that the amorphous phase at grain boundaries is rich 

in yttrium with an atom ratio Si:Al:Y = 1:0.6:0.8. This is different from the 

average content in the overall composition of the sample, Si:Al:Y = 1.00:0.23:0.05. 

Also it is seen that the aluminium content at grain boundary phase is higher than 

that in the overall composition. The results obtained above are in good agreement 

with the literature [13, 20-22]. 

Fig. 6-7, as an example, shows a TEM photomicrograph of composite a:'+ 

6'-sialon ceramics of sample A4. Similar to monolithlic a'-sialons, a glassy phase 

is always observed at grain boundaries although the amount of grain boundary 

phase, about 3.5 vol% in A4, is much smaller. Furthermore, the composition of 

the glassy phase, in atom ratio Si:Al:Y = 1:0.5:0.8, in comparison with the overall 

composition Si:Al:Y = 1.00:0.10:0.02, appears quite similar to that in a'-sialon 

ceramics, even though the amount of yttria is much smaller than the solubility 

limit in the a'-phase. Only a very thin glass film is present at the intersections of 

two grains. This is also the case at the intersections of three and four grains 

junctions. It is seen that the amount of glassy phase at grain boundaries is 

increased with the increased amount of alumina in the mixtures, even though the 

alurnina theoretically is totally soluble into the structures of a '-and 6' ·sialons. No 

clear explanation is available at the moment. 

Fig. 6·8 shows the TEM micrograph and the grain boundary composition 

of sample L2. We have seen earlier that the addition of the extra sintering additive 

L8203 into the mixture of L2 suppresses the grain growth during sintering. It is 

also seen that the addition of La20 3 promotes the incorporation of yttria into the 

lattice of the a'·phase as expected and the composition of the grain boundary 

phase was changed to Si:Al:Y:La = 1:0.4:0.6:1.2, whereas the overall composition 

is Si:Al:Y:La = 1.00:0.23:0.05:0.003. However, the amount of glass phase at grain 
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Fig. 6-7: TEM micrograph and the composition of the grain boundary 
amorphous phase determined by EDS in sample A4. 
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Fig. 6-8: TEM micrograph and the composItIOn of the grain boundary 
amorphous phase determined by EDS in sample L2 . 
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boundaries is greatly increased to about 16 vol%, almost doubled compared with 

A2. Due to the large size of the La3+ ion, the addition of Lap3 solely contributes 

to increase the amount of amorphous phase remaining at grain boundaries after 

cooling. Thus it is expected that a reduction of the amount of L&i03 will 

consequently result in a decreasee of the amount of the grain boundary phase. 

It is also seen that the addition of L&i03 to the mixture resulted in the 

formation of crystal defects inside of the o: '-sialon crystal as demonstrated in Fig. 

6-9. Such crystal defects were hardly observed when no L&i03 was added into the 

starting mixtures. Some possible explanations are as follows. The first is that a 

small amount of La3+ entered the o:'-sialon lattice and thus the cystal lattice was 

greatly distorted due to the large size of La3+ ions. The second is the merge of 

two grains during sintering and amorphous phase was trapped in crystal grains. 

Further detailed investigation is needed. 

The TEM observations, together with the EDS analysis and the selected

area electron diffraction technique, reveals that in all of our o:'- and mixed o:'+B'

sialon ceramics, a small amount of yttrium-rich amorphous phase is always 

present at grain boundaries. 

6-3. MECHANICAL PROPERTIES 

A. Vickers hardness and fracture toughness 

Table 6-4 gives the Vickers hardness (HV0.5) and fracture toughness (K1c) 

of o: ' - and composite o: '+ B' -sial on ceramics, The details of the methods used were 

described previously in chapter three. Not less than 15 measurements were 

conducted for each sample. 

The highest Vickers hardness achieved is 21.0 GPa in monolithic o:'-sialon 

ceramics in the case of sample Al. The hardness is seen to decrease in the order 

of Al > A2 > A3 > A4, which corresponds to an increase of the amount of mixed 

Y20 3:9AlN in the starting mixtures (see Table 3-3). This rises the amount of the 

amorphous phase at grain boundaries of the fmal products. Although the 

composition of the final products varies from monolithic o:';.sialon in the case of 

samples Al and A2, to composite a'+B'-sialon in A3 and A4, no discontinuous 

change of the hardness was observed (see Fig. 6· 10). Therefore the decrease of the 
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Fig. 6-9: High resolution TEM micrograph of sample L2, showing the 

crystal structure defect. 
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Vickers hardness is explained due to the increased amount of the yttrlum-rich 

amorphous phase at grain boundaries of the final products. In case of monolithic 

a' -sialon ceramics the hardness is also seen to decrease in the order of A2 > A7 

> AS, in correspondence to the increasing amount of alumina in the starting 

mixtures. Similar results apply to the composite a'+S'-sialons of samples A4, A9, 

and AlO. However, the microstructure observation showed that the increase of the 

amount of alumina in the starting mixtures hardly influenced the amount and the 

composition of the grain . boundary phase, thus the decrease of the hardness is 

proposed to correspond to the increased amount of aluminium in the lattice of the 

a'-sialon crystalline phase. 

Table 6-4: Vickers Hardness and Fracture Toughness of 
a'- and a'+B'-sialon ceramics 

HV(0.5N) K1c 

No. (GPa) (MPa.m112) 

Al (ex') 21.0 ± 1.6 5.1±0.5 

A2 (ex') 19.6± 0.6 5.6 ± 0.3 

A3 (et',B') 19.0 ± 2.0 5.6 ± 0.4 

A4 (a',B') 17.2 ± 1.5 6.0 ± 0.7 

A7 (ex') 19.4 ± 0.8 . 5.4 ± 0.4 

AS (et') 18.9 ± 1.0 5.3 ± 0.3 

A9 (a',B') 16.8 ± 1.0 5.8 ± 0.6 

AlO(a',B') 14.5 ± 1.0 5.7 ± 0.7 

In contrast to the Vickers hardness, Table 6-4 indicates that the fracture 

toughness <Kic> is almost constant for samples Al, A2 and A3. The highest 

fracture toughness is 6.0 MPa.m112 in composite et'+B'-sialon ceramics in the case 

of sample A4. It is seen in Fig. 6-10 that the fracture toughness shows a 

discontinuity as the composition of the final products changes from monolithic et' -
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Fig. 6-10: 

HV0.5 (GPa) K1c(MPa·m112) 
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Vickers hardness and fracture toughness of a'.; and composite 
a '+ B' -sialon ceramics. 

sialon to composite a'+8'-sialons. We propose that this is due to the presence of 

elongated grains of the 8'-sialon phase. Besides, the fracture toughness of the 

composite a'+ 8'-sialons decreases with increasing amount of alumina, which 

correlates with the decrease of the aspect ratio of the 8' -grains. A similar variation 

of the Vickers hardness and fracture toughness of a' - and composite a '+ 8 '-sialons 

bas been observed by other investigators [23-26]. 

B. Biaxial bending strengtb 

The bending strength of a'-sialon and composite a'+ 8'-sialon ceramics 

measured with the "ball-on-ring" test are given in Table 6-5. The measurement 

was conducted at ambient temperature (about 20°C) under 0.1 MPa nitrogen at 

a dew point of -35 ° C ( relative humidity 1 % ). A crosshead speed of 85 mm/h was 

used. The specimens were 20 mm in diameter and 1 mm in thickness. The surface 

roughness was approximately 0.2 µm. Not less than 12 measurements were 

performed for each sample. 

In general, composite a'+8'-sialon ceramics show higher bending strength 

than monolithic a'-sialon ceramics. The highest bending strength achieved is 734 
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± 55 MPa in the case of sample A4, and the lowest is 517 ± 36 MPa in sample Al. 

It is seen that the bending strength of composite a' + B' -sialon ceramics decreases 

in the order of A4> A9 > AlO, corresponding to the increase of the amount of 

alumina used in the starting mixtures. This is not observed in the case of 

monolithic a '-sialon ceramics. 

Microstructure observation reveals that both monolithic a '-sialon and 

composite a '+ .B' -sial on ceramics show a typical intergranular fracture surf ace 

along with cracks propagated at grain boundaries. For composite a '+ B '-sialon 

ceramics, the elongated grains of B'-sialon phase thus have increased the fracture 

surface and consequently increased the strength. 

The bending strength observed here are biaxial strength data. As shown by 

Dortmans and de With the three-point bending strength is about 75 % of the 

biaxial strength [52), the precise percentage dependent on specimen size. Thus the 

highest three-point bending strength is calculated to be 550 MPa and the lowest 

388 MPa. A comparison with literature wîll be given later in the discussion section. 

Table 6-5: Biaxial Bending Strength of a'- and a'+B'-sialons 

Sample Density O'bi 

No. (g/cm3) (MPa) 

Al 3.33 517 ± 36 

A2 3.29 519 ± 55 

A3 3.28 -
A4 3.23 734 ± 36 

A7 3.28 570 ± 40 

AS 3.27 553 ± 101 

A9 3.22 680 ± 50 

AlO 3.23 598 ± 73 
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C. Wear resistance 

Some preliminary experiments on wear resistance were conducted as well. 

The experiments were performed with a pin-on-plate apparatus. The details of the 

instrument parameters are given by Kokmeijer [28]. The experimental condition 

was selected as follows: 4 N load, pin frequency of 1 Hz, a tracklength of 10 mm, 

70 hr under 0.1 MPa nitrogen at room temperature, with steel pins. The specimens 

used are the same as for biaxial bending strength measurement. 

Figs. 6-11 and 6-12 show the friction coefficients and the wear depths as a 

function ofwear time for both monolithic o:'-sialon (sample Al) and composite o:'+ 

B'-sialons (sample A9), respectively. The friction coefficient for a'-sialon ceramics 

was seen to be about 0.5, whereas for composite o:' + B' -sialons 0.4 was obtained, 

both are constant in time. After 65 hr wear, wear depths were 0.033 mm and 0.020 

mm for a:'-sialon and composite a'+B'-sialons, respectively. The composite a'+B'

sialon shows a better wear resistance than the monolithic o:'-sialon ceramics. 

Microstructure observation indicates that polishing wear is the only process during 

these 65 hr wear experiments, no fatigue and/or abrasive wear was observed for 

both monolithic a'-sialon and composite o:'+ .6' -sialon ceramics. 

In comparison with the wear resistance of B' -sialon reported by Kokmeijer 

[28), it is seen that the o:'-sialon bas a relatively poor wear resîstance (with a wear 

depth of 0.033 mm after 65 hr wear), whereas the composite o:'+B'-sialon (a wear 

depth of 0.020 mm) shows a similar wear resistance as the B' -sialon (a wear depth 

of 0.015 mm). For a better understanding a further study is necessary. 

D. Discussion 

Although the mechanica! properties of a'-sialon ceramics have been widely 

investigated in comparison with other properties, only a limited understanding has 

been achieved [10]. The mechanical properties of a'-sialon ceramics, including the 

o:'+ B'-sialon composites, reported in literature can be summarized as fellows 

[20,21,23-26, 29-39]. The Vickers hardness is in the range of 16.2 to 19.6 GPa, 

K1c varies from 3.7 to 7.0 MPa'ffi11l, and the bending strength (three or four-point 

bending strength) from 256 to 900 MPa, but an extremely high bending strength 

of 1300 MPa was also reported [35]. The large variation of the mechanica! 

properties is probably due to different material compositions, process conditions 
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and testing methods used in various research groups. Thus a comparison of the 

mechanica! properties observed in the present work with those reported in 

literature is very difficult. However, an analysis of the literature data reveals that 

the most reproducible mechanical properties would be as follows: the Vickers 

hardness is 17.0 to 19.6 GPa, the K1c between 4.5 and 6.0 MPa·m112 and the three 

or four-point bending strength between 450 and 580 MPa. The mechanical 

properties above were obtained in a'- and composite a'+B'-sialon ceramics. It is 

seen that the mechanica! properties of a ' - and composite a' + B' -sialons achieved 

in the present investigation are very good compared to the literature data. 

Kokmeijer [28] reported a strength of 490 MPa for the B'-sialon. The B'

sialon ceramics were made under approximately the same GPS condition and the 

biaxial bending strength was measured under the same test condition as for the a ' -

and a'+B'-sialons in the present investigation. It is seen that the composite a'+.B'

sialons have the highest biaxial bending strength with a maximum of 730 MPa, in 

comparison with monolithic a'- and 6'-sialon ceramics. This enhancement of the 

biaxial bending strength can be explained in terms of the microstructure of mixed 

a'+.S'-sialon ceramics. Firstly, it is seen that the pull-out of B'-grains, with high 

aspect ratio, results in increasing the fracture energy, and also the mean grain size 

of the a'-phase in the case of mixed a'+B'-sialons is somewhat smaller than in 

monolithic a'-sialon ceramics. Secondly, the amount of the amorphous phase 

remaining at grain boundaries is much smaller in mixed a'+B'-sialons than that in 

monolithic sialon ceramics, which probably results in a reduced the size of the 

flaws. 

6-4. OXIDATION RESISTANCE 

A. Thermodynamic aspects 

The thermodynamics of the oxidation of silicon nitride has been well 

documented in literature and can be briefly summarized as follows. 

Silicon nitride and oxynitride, including sialons, can have two distinctive 

types of chemical reactions [40-42],just like silicon and silicon carbide [43-44]. At 

high partial oxygen pressures, a passive oxidation takes place: 

Si3N4(s) + 302 -> 3Si02(s) + 2N1 (1) 

and a dense silica layer (mainly amorphous) is subsequently formed, which inhibits 
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further oxidation, and thus provides excellent oxidation resistance, e.g. at 1600 K 

this layer is stable at partial ox.ygen pressures above 8.104 bar. However, at lower 

partial oxygen pressures so-called active oxidation occurs, and volatile SiO is 

formed according to the reactions: 

2Si3N4(s) + 302 -> 6SiO(g) +4N2 (2) 

(3) 

As opposed to passive oxidation, active oxidation causes a continuous loss 

of material from the surface due to the formation of silicon monoxide gas. 

Although the ox.idation of sialons is a more intricate process than silicon 

nitride, in principle the thermodynamic fundamentals above are still applicable. 

Extensive investigations of the ox.idation of various types of silicon nitride 

ceramics have shown that passive oxidation follows a parabolic relationship of the 

form x2 = kt, where X is the oxide layer thickness or the weight gain at time t, 

and k is the temperature dependent rate constant [45-48]. The rate of this 

reaction is controlled by the oxygen diffusion through the ·oxide layer and thus is 

greatly influenced by the composition, crystallinity and quantity of the 

intergranular phase. 

Investigations of B' -sialon ceramics [49-50] also showed the occurrence of 

passive oxidation in air. For B'-sialon with yttria as sintering aid an oxidation 

mechanism was proposed [50-51]; oxygen ions diffuse through the silica layer; 

yttrium ions diffuse to the surface and can form different phases in the Y-Si-Al-0-

N system, but eventually yttria precipitates are formed. Sialon decomposes and 

forms mullite and silicon oxynitride. The resulting nitrogen diffuses to the surface 

and forms craters in the oxide layer. 

Up to now only little is known of the oxidation of a'-and mixed a'+B'

sialons [10] in comparison with silicon nitride and 8' -sialon ceramics. The 

following section is concentrated on our work of the oxidation resistance of a'

and a'+S'-sialons. 

B. Oxidation behaviour of a'- and a'+ B'-sialons 

Figs. 6-13 and 6-14 give the experimental results of the oxidation resistance 

of samples Al to A4, and the experiments were perfonned at 1450°C under an 

atmosphere of air for 50 hr in a NETZSCH simultaneous thermal analyzer. 
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- 123 -



Fig. 6-13 shows that the weight increased very rapidly in the first 10 hr for all 

samples. After 5 hr the weight gain per unit surface area was seen to be 4.9, 4.2, 

2.8 and 2.1 mg/cm2 for samples Al to A4, respectively. It is also seen that the 

weight gain increases in the array of Al to A4, in correspondence to the increasing 

amount of Y :P3:9AIN in the starting mixtures. The further oxidation is seen to 

result in a weight decrease in the case of samples Al and A2 and a small change 

of the overall weight in A4, while a slow continuous weight increase was observed 

in A3. Fig. 6-14 indicates that in the early stage the oxidation of both a'- and a'+ 

B '-sialons follows the parabolic relationships. As the oxidation progresses, the rate 

decreases strongly. 

The oxidation behaviour of the a'-sialon ceramics of samples A7 and AS 

is quite similar to that of A2 as demonstrated in Fig. 6-15. A rapid weight 

increase was observed for all three samples in the beginning until about 10 hr, 

followed by a weight decrease for longer oxidation times. A decrease of the 

weight gain from A2 to A 7, and then to AS correlates with the increase of the 

alumina content in the starting mixtures. Also an irregular weight increase 

occurred between 20 to 25 hr during the oxidation experiment in the case of 

sample A7. 

For composite a'+ B'-sialons the results of the oxidation experiments in 

samples A9 and AlO are compared with those for A4 in Fig. 6-16. The rapid 

weight increase in the beginning can be described by the parabolic oxidation 

relationship for all three samples. However, a slow weight increase followed as the 

experiment continued after 10 hr. Por sample AIO another rapid weight increase 

was seen to occur after 25 hr and a small irregularity in the weight change also 

appeared in the case of sample A9. It should be noted here that in contrast to 

monolithic a '-sialon ceramics, the increase of the alumina content in the starting 

mixtures led to a deterioration of the oxidation resistance of composite a•+ B'

sialon ceramics. 

For all samples . above, an oxide layer formed on the surface of the 

specimens during oxidation. There were always a lot of pores at the interface 

between the oxide layer and the bulk. The oxide layer consists mainly of 

amorphous silicate and a small amount of a-cristoballite (a-SiOi), mullite 

(3~03'2SiOJ and sometimes also B-phase (Y2SiA105N). Fig. 6-17A, as an 

• 124 -



7 
1450°( Air 

6 

N 5 e 
~ 
O> e 4 
:z 
::( 
l::l 3 1-
:r: 
l::l 
;:;:; 2 ):: a A2 

o A7 
• A8 

0 0 5 10 15 20 25 30 35 40 45 50 
TIME (hr.l 

Fig. 6-15: Weight gain per unit area as a function of time for a'-sialons. 

7 
1450°( Air 

6 

~ 
~5 
en e 
i4 
:;;( 
l::l 

'i: 3 
l::l 

~ 2 
A A4 
• A 9 
• A10 

0 0 s 10 15 20 25 30 35 40 45 50 
TIMElhr.J 

Fig. 6-16: Weight gain per unit area as a function of time for mixed 
a' +.6'-sialons. 

- 125 -



Fig. 6-17 A: Surface texture of scale after oxidation in Air for 50 hr 
for mixed a'+fi'-sialons (sample A4). The bar is 1 mm. 

Fig . 6-17B: a-cristoballite formed on the oxidized surface layer. 
The bar is 50 µm . 
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Fig. 6-17C: Surface eruption site for gas bubble. The bar is 50 µm. 

Table 6-6: Parabolic Oxidation Constants (k) and Products in a ' - and a' +13'
sialon after oxidation at 1450°C under 0.1 MPa air 

Sample Composition 

No. 

Al a' 

A2 a' 

A3 a'+B' 

A4 a'+B' 

A7 a' 

A8 a' 

A9 a'+B' 

AIO a'+B' 

A: amorphous silicate, 

M: Y20 3 Si3N4 , 

k (xl0-8 Products* 

mg2/cm4.min2
) 

14.8 A, a,M 

10.2 A, a,M,B 

4.7 A,a,M 

2.3 A,a 

8.5 A, a,M 

5.3 A, a,M 

3.6 A, a 

5.0 A, a 

a: a -cristoballite, 

B: Y2SiA105N 
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example, shows the micrograph of the oxide layer in the case of sample A4. The 

a-cristoballite can be seen in Fig. 6-17B and a lot of craters are seen to form in 

the surface (see Fig. 6-17C). 

Table 6-6 summa.rizes the oxidation products observed and also gives the 

parabolic rate constants for va.rious samples obtained in the initial period. It is 

seen that, in general, the composite a'+ 6'-sialons show a better oxidation 

resistance. This correlates quite well with the observatioti that their 

microstructures show only a minor amount of intergranular phase as discussed 

previously. 

C. Oxidation mechanism of a '-sialon ceramics 

The parabolic oxidation behaviour of a'-and a'+B'-sialons can be explained 

as passive oxidation, in which a dense oxide layer consisting of mainly amorphous 

phase is formed and the further oxidation of the bulk is controlled by oxygen 

diffusion through this oxide layer. Since the atom mobility in a viscous liquid phase 

is faster than in a crystalline phase, the oxidation occurs along with the grain 

bounda.ries, thus the oxidation resistance is significantly influenced by the amount 

and the composition of the glassy grain bounda.ries phase. It explains that the 

oxidation resistance deteriorates with increasing amount of the amorphous phase 

at grain bounda.ries. 

During the passive oxidation, the protective oxide layer formed and its 

thickness increases as the oxidation proceeds. If the oxygen diffusion · control is still 

applicable, just like in silicon nitride and B '-sialon ceramics, the concentration of 

oxygen (or partial oxygen pressure) at the interface between the oxide layer and 

the bulk declines due to the increase of the diffusion resistance as demonstrated 

in Fig. 6-18. When the partial oxygen pressure decreases below the critical value, 

active oxidation is expected to occur (see Fig. 6-19). After reaching the critical 

thickness, active oxidation is predominant (see Fig. 6-20). The active oxidation 

leads to a lose of mass due to the formation of silicon monoxide via the reactions 

6-3 and 6-4, and thus an overall weight decrease is expected. In the present 

experiments it is seen that the active oxidation occurred after approximately of 5 

to 10 hr, depending on the rate of the formation of the protective oxide layer. 

If the oxide layer breaks due to some incidents, such as release of a large 
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nitrogen gas bulb, then a part of or all the "inner" surf ace of the bulk is accessable 

to the oxygen gas, and as a consequence the passive oxidation restarts and results 

in an irregular weight increase as demonstrated in Fig. ()...21. Such oxidation 

process is also seen in the case of samples A7, A9 and AIO in Figs. 6-15 and 6-16. 

For a better understanding, further investigation is needed. 

D. Influence of temperature & oxygen partial pressure 

Fig. ()...22 gives the oxidation behaviour of the a' -sialon sample A2 under an 

atmosphere of air at temperatures in the range from 1250°C to 1450°C. The 

oxidation behaviour at the early stage follows the parabolic relationship due to the 

predominance of the passive oxidation. It is also seen that the weight gain 

increases with rising temperatures. However, the further oxidation exhibits some 

irregularity as we have observed previously in the case of A7, A9 and AIO. 

The influence of the partial oxygen pressure on the oxidation of the a ' -

sialon sample A2 is given in Fig. 6-23. The partial oxygen pressure, in a gas 

mixture of oxygen and nitrogen, increases from 0.21, 0.5, 0.75 to 1.0 bar at the 

temperature of 1350°C. In all cases, the oxidation behaviour follows the parabolic 

relationship in the beginning. However, it is quicldy overlapped by a weight 

decrease, especially under a high partial oxygen pressure. As the oxidation goes 

on, a continuous weight loss is observed. The higher partial oxygen pressure results 

in a higher weight decrease. No explanation is available yet. 

E. Powder oxidation 

Fig. ()...24 shows the oxidation behaviour of the a'-sialon powder. The a'

sialon powder is the same as for the neutron diffraction analysis. The surface area 

of the powder is 1.2 m2/g, as determined by N2 adsorption (BEn. The oxidation 

experiments were conducted under the same condition as for dense a'-and /or a'+ 

B' -sialons. It is seen that the oxidation proceeds very rapidly during the first 

period of about one hour and then follows with a very slow weight increase. It is 

seen that the a' -sialon powder shows a better oxidation resistance than the dense 

products (see Figs. 6-22, 23 etc.) and does not follow the parabolic relationship at 

all. A significant difference is that after a short period of weight increase, the 

weight remains almost unchanged in following experiments. 
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This figure also shows the influence of the partial oxygen pressure on the 

oxidation of the a' -sial on powder. The higher partial oxygen pressure results in a 

larger weight increase in the early stage. Also nitrogen enhances the oxidation in 

gcomparison with argon, probably due to the oxygen and water vapour present in 

nitrogen (P02 is about 104 bar). The overall oxidation behaviour at those four 

different conditions is approximately the same. 

The difference of the oxidation of a' -sialons between dense compacts and 

powder is probably due to the influence of the amorphous phase. It remaines at 

grain boundaries in the case of dense materials, while for powder the amorphous 

phase mainly covers the crytalline phase. As a consequence the oxidation of a' -

sialon powder proceeds in two steps. The first is the oxidation of the amorphous 

phase at the particle suface. The second is the oxidation of the crystalline phase 

at bulk. Thus a very rapid oxidation is seen in the beginning while a very slow 

oxidation follows after a short period. 
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6-S. SUMMARY 

The experimental results observed in the present investigation indicate that 

typically all a'-sialon and mixed a'+ B'-sialon ceramic microstructures contain a 

small amount of a residual glassy phase after sintering, comparable with B' -sialon 

ceramics. During sintering there is a viscous liquid phase, after cooling a glassy 

phase remains between the grain boundaries. As a result there is a slight shift of 

the composition of the crystalline phases. Also in case the amount of yttria used 

is below the solubility limit, a part of the yttria remains as an amorphous phase 

at the grain boundaries. 

The amount of the grain boundary phase was seen to increase with 

increasing amount of Y20 3:9AIN in the starting mixtures. Also the addition of 

1403 to the starting mixture resulted in a change of the composition and an 

increase of the grain boundary glassy phase. On the contrary, the addition of 

alumina to the starting mixtures showed a small influence on the amount of the 

grain boundary phase. For monolithic a'-sialon ceramics the increasing amount of 

alumina in the starting mixtures was seen to have a very minor influence on the 

grain size and microstructure morphology. In contrast, addition of alumina 

reduced the ratio of the length to width of the B '-sialon grains. 

The composite a'+ B'-sialons have the highest fracture toughness of 6.0 

MPa.m112 and biaxial bending strength of 734 MPa in the case of sample A4, 

whereas the highest Vickers hardness achieved is 21 GPa in the case of monolithic 

a '-sialon ceramics. The mechanica} properties achieved in the present investigation 

are rather good in comparison with the data reported in literature. 

In genera!, for both monolithic a ' - and composite a '+ B' -sialons an 

increasing amount of alumina in the starting mixtures results in a lower strength 

and fracture toughness. The influence on the mechanica! properties of the 

addition of La20 3 to the starting mixture was not studied. 

Active oxidation was observed to occur after a short period of passive 

oxidation. It is supposed to be due to the oxygen diffusion control through an 

oxidized layer. The oxidation resistance of a '-sialon ceramics shows very 

complicated relationships with the temperature and the partial pressures. The 

composition and amount of the amorphous phase at grain boundaries play a very 

important role. Oxidatiön is reduced with decreasing amount of grain boundary 
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amorphous phase. 

Final summary and conclusions will be presented in the next chapter. 

6-6. REFERENCES 

1. Gillot, N., Cowlam, N. and Bacon, G.E" J. Mater. Sci., 1981,16,2263. 

2. van Dijen, F.K., Metselaar, R. and Helmholdt, R.B" 

J. Mater. Sci. Lett., 1987,6,1101. 

3. Rietveld, H.M" J. Appl. Crystallogr" 1969,2,65. 

4. Albinati, A. and Willis, B.T.M" J. Appl. Crystallogr., 1982,15,361. 

5. Izumi, F., Mitomo, M. and Bando, Y" J. Mater. Sci., 1984,19,3115. 

6. Izumi, F" Mitomo, M. and Suzuki, J., J. Mater. Sci. Lett., 1982,1,533. 

7. Young, R.A. and Wiles, O.B" J. Appl. Crystallogr., 1982,15,430. 

8. Jack, K.H" J. Mater. Sci., 1979,14,1135. 

9. Jack, K.H., Progress in Nitrogen Ceramics, ed. Riley, F.L" 1983, p45, 

Martinus Nijhoff, The Hague. 

10. Cao, G.Z. and Metselaar, R., to be published in Chemistry of Materials. 

11. Sakurai, T. and Kobayashi, K., Rikagaku Kenkyusho Hokoku, 1979,55,69. 

12. Huang, Z.K., Greil, P. and Petzow, G., J. Am. Ceram. Soc., 1983,66,C-96. 

13. Stutz, D" Greil, P. and Petzow, G., J. Mater. Sci. Lett., 1986,5,335. 

14. Slasor, S. and Thompson, D.P., J. Mater. Sci. Lett" 1987,6,315. 

15. Slasor, S. and Thompson, D.P., Non-oxide Technical and Engineering 

Ceramics, ed. Hampshire, S., 1986, p223, Elsevier Applied Sciences. 

16. Ukyo, Y. and Wada, S.,Euro-Ceramics, eds. de With, G., Metselaar, R. and 

Terpstra, R.A., 1990, pl.566, Elsevier Applied Science. 

17. McGuire, G.E. (ed.), Semiconductor Materials and Process Technology 

Handbook, 1988, Noyes Publications. 

18. Kingery, W.O., Browen, H.K. and Uhlman, D.R., Introduction to Ceramics, 

1976, John Wiley and Sons. 

19.. Gennan, R.G" Liguid Phase Sintering, 1985, Plenum Press, New York. 

20. Greil, P., Nagel, A" Stutz, D. and Petzow, G" Presented at Gennan

Yugoslavian Symposium on Advanced Materials, April 22-24th, 1985, FRG. 

- 135 -



21. Stutz, D" Ph.D Thesis, Institute fur Metallkunde der Universitá"t Stuttgart, 

D-7000 Stuttgart, FRG. 

22. Cao, G.Z., Metselaar, R. and Ziegler, G., To be published in Proc. 

7th Cimtec, June 1990, Italy. 

23. Ekström, T., Austceram 90, eds. Darragh, P.J. and Stead, R.J., 1990, 

p586, Trans. Techn. Publications Ltd. Australia. 

24. Ekström, T" presented in Nov. 1990, Arita, Japan. 

25. Ekström, T., Mater. Sci. Eng" 1989,A109,341. 

26. Ekström, T" Mater. Sci. Forum, 1988,34/36,605. 

27. de With, G. and Wagemans, H.H.M., J. Am. Ceram. Soc., 1989,72,1538. 

28. Kokmeijer, E" Ph.D Thesis, Eindhoven University of Technology, 1990. 

29. Slasor, S. and Thompson, D.P., Non-oxide Technical and Engineering 

Ceramics, ed. Hampshire, S., 1986, p223, Elsevier Applied Science. 

30. Ishizawa, K., Ayuzawa, N., Shiranita, A., Takai, M., Uchida, N. and 

Mitomo, M., Ceramic Materials and Components for Engines, eds. Bunk, 

W. and Hausner, H., 1986, p511, DOK. 

31. Mitomo, M., Tanaka, H" Muramatsu, K., Ji, N. and Fuji, Y., 

J. Mater. Sci. Lett., 1980,15,2661. 

32. Chatfield, C., Ekström, T. and Mikus, M., J. Mater. Sci., 1986,21,2297. 

33. Wötting, G. and Ziegler, G" Sprechsaal, 1986,119,265. 

34. Uchida, I., Takai, M. and Matsushita, Y., 

Shinagawa Technical Report, 1990,33,209. 

35. Ukyo, Y. and Wada, S., Nippon Seram. Kyokai Gakuj. Romb., 1989,97,872. 

36. Ekström, T., Solid State Phenomena, 1989,8/9,471. 

37. Olsson, P.O. and Ekström, T" J. Mater. Sci., 1990,25,1824. 

38. Ekström, T" Kali, P.O., Nygren, M. and Olsson, P.O., 

Mater. Sci. Eng., 1988,AlOS/106,161. 

39. Arat6, P., Besenyei, E., Kele, A. and Weber, F" 

to be published in Proc. 7th Cimtec, June 1990, Italy. 

40. Singhal, S.C., Ceram. Int., 1976,2,123. 

41. Singhal, S.C., Nitrogen Ceramics, ed. Riley, F.L., 1977, p607, 

NATO ASI Series E23, Noordhoff, Leyden. 

42. Singhal, S.C" J. Mater. Sci" 1976,11,500 . 

. 136. 



43. Wanger, C" J. Appl. Phys" 1958,29,1295. 

44. Antill, J.E. and Warburton, J.B" Corr. Sci" 1971,11,337. 

45. Cubicciotti, D" Lau, K.H. and Jones, R.L" 

J. Electrochem. Soc" 1977,124,1955. 

46. Fanz, I. and Langheinrich, W., Solid State Electron" 1971,14,499. 

47. Porz, F. and Thummler, F" J. Mater. Sci., 1984,19,1283. 

48. Babini, C.N., Bellosi, A. and Vincenzini, P., J. Mater. Sci., 1984,19,1029. 

49. Pomeroy, M.J. and Hampshire, S., Mater. Chem. and Phys" 1985,13,437. 

50. Van Dijen, F.K. and Metselaar, R" Science of Ceramics 14, ed. Taylor, D" 

1988, p327, The Institute of Cerarnics, Stoke-on-Trent. 

51. Sato, T., Haryu, K" Endo, T. and Shimada, M" J. Mater. Sci., 1987,22,2635. 

52. Dortmans, L.J.M.G. and de With, G" to be published in J. Eur. Ceram. Soc . 

• 137 • 



CHAPTER SEVEN. SUMMARY AND CONCLUSIONS 

The formation, densification, microstructure, and properties of both 

yttrium-containing a'-sialons and mixed a'+.B'-sialons have been described in the 

previous chapters and are summarized as follows. 

The compositions of the materials studied were restricted to the 

concentration plane of Si12N16-Y4Al8N12-Si4Al80 8N8 in the Y-Si-Al-0-N system. 

The materials can be divided into two groups according to the composition of the 

starting mixtures. The materials of one group are prepared from Si3N4, AlN, and 

Y20 3 and the others contain, apart from Si3N4, AlN and Y20 3, also Alz03 (see 

Table 3-4). One exception is sample L2, in which 5 wt% Laz03 as an extra 

sintering additive was added to the starting mixture. The· final products are either 

a'-sialons or mixed a'+B'-sialons (see Fig. 3-3 and Table 6-3). 

In genera!, Starck LC-12 silicon nitride and Starck Grade C aluminium 

nitride powders were used. They contain a small amount of metallic impurities and 

are very fine powders but have a relatively high oxygen content (more than 

1.5 wt% oxygen, see Table 3-1). Additionally two other silicon nitride powders 

(laboratory grade) with both lower oxygen impurity and a '-phase content (see table 

3-3) were used in sample B2 and C2, respectively (see Table 3-4). It also should 

be noted that the oxygen content increases slightly during powder processing (see 

Fig. 3-4). 

The reaction sequences of the formation ofa'-and B'-sialons were followed 

by using X-ray diffraction and in-situ-dilatometry. The formation of a '-sialons 

starts approximately at 1360 °C, immediately following the dissolution of silicon 

nitride, while the 6'-phase appears at about 1460 °C (see Figs. 4-1 to 4-10), in 

spite of the variation of composition and amount of liquid phase formed during 

heating. The completion of the formation of sialons is considered to be at a 

temperatures below 1800 °C, although a small amount of liquid phase still 

remains, whlch should be fully incorporated into the crystal lattice if the reaction 

proceeds completely. The formation of a'-sialons is proposed to be a reaction 

controlled process which requires the presence of a liquid phase, but proceeds 
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independently of the quantity and composition of this liquid phase. Funhermore 

it is supposed to be a secondary reconstructive phase transformation. The a'- 6' 

phase transformation occurs at high temperatures by chemica! reactions in the 

presence of a suitable liquid phase. 

The densification of sialons starts with rearrangement in the temperature 

range from 1210 °C to 1400 °C, greatly depending on the amount and properties 

of the liquid phase (see Figs. 4-12, 4-13, 4-15, 4-17, 4-20 , and 4-21). The 

dissolution-precipitation process starts as the dissolution of silicon nitride begins 

approximately at 1360 °C by the contact-flattening mechanism. At temperatures 

higher than 1600 ° C, the densification of sialons is dominated by the Ostwald 

ripening process, accompanied by significant grain growth (see Fig. 4-24). 

The sintering behaviour varies greatly with the amount and type of sintering 

additives used in the starting mixtures, the characteristics of the starting silicon 

nitride powders, the formation and dissolution of some intermediate compounds 

during fi.ring, and the heating rate used. As the temperature rises up to 1800 °C, 

with a heating rate of 10 ° C/min, for most specimens a relative density of about 

90% is reached (see Figs. 4-14 and 4-16). However, full densification of both a'

and mixed a '+ 6'-sialöns is very difficult to reach, since the overall composition is 

nitrogen rich and thus the amount of liquid phase is small. Therefore, gas pressure 

sintering was applied to overcome this difficulty. 

Funher densification of sialons by using gas pressure sintering can be 

achieved only when the closed pore structure is reached (see Figs. 5-2 and 5-3). 

Thus a two-step sintering process is applied. A modest temperature under a low 

nitrogen pressure was used at the first step to close the surface pores and then the 

second step was applied with a combination of high temperatures and high 

nitrogen pressures to achieve full densification of the sialons. Also a certain 

amount of oxide additives is necessary to achieve full densification, which was 

found to be 2.5 mol% yttria in the present work. But a large amount of oxide 

additives used in starting mixtures results in the formation of a large amount of 

liquid phase during heating, consequently it leads to swelling during GPS. The 

process parameters optimized by using a statistica! evaluation method are found 

to be at 1800 cc for 60 min under 0.5 MPa N2, followed by 1900 cc for 30 min 

under 10 MPa N2 (see Table 5-3). Grain growth in the second step is faster than 
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that during the first step, probably due to the high atom mobility at higher 

temperatures and to a shorter diffusion distance because of a small amount of 

liquid phase left. 

The high pressure nitrogen gas not only provides an extra sintering driving 

force for densification but also reacts with the compacts to alter the composition 

of the final products. Notably, this reaction results in the a' to B' phase 

transformation, especially in the surface layer of the mixed a'+B'-sialons (see Figs. 

5-19 and 5-20). 

Microstructure analysis was conducted by means of x~ray and neutron 

powder diffraction, and optical and electron microscope observations (with energy 

dispersive spectrometer and the selected area electron diffraction technique). The 

typical microstructure of both yttrium-containing a '-sialons and mixed a '+ 8' -

sialons consists of a crystalline phase of sialons and a small amount of an yttrium

rich amorphous phase at grain boundaries. · Only a part of yttrium is incorporated 

into the crystal lattice and the rest is consumed to form an amorphous phase, even 

though the overall yttrium content is smaller than the lower solubility limit in a ' -

sialons. The amount of amorphous phase decreases with the yttria content used 

in the starting mixtures. The a'-sialon always appears as equiaxed grains (mean 

grain size 4 µ.m) and the B'-phase as needle or fibre-like grains with an aspect ratio 

in the range from 4 to 7 (the width of the grains is approximately. 2 µ.m). The 

aspect ratio of the 8' -grains decreases with increasing amount of alutnina used in 

the starting mixtures. For mixed a' + B '-sialons the elongated 8' -grains ke dispersed 

in a matrix of equiaxed a'-grains, and a smaller amount of grain boundary phase 

(about 3.5 vol%, see Fig. 6-7) than for a'-sialons (about 8 vol%, see Fig. 6-6) was 

observed. Also it is noted that the addition of La.03 to the starting mixtures 

results in a reduced a' -grain size (about 1.5 µ.m, see Fig. 6-5), but strongly 

increased amount of amorphous phase (about 15 vol%, see Fig. 6-8), almost twice 

as much as in other a '-sialons. Tuis also leads to the formation of many crystal 

defects (see Fig. 6-9). The amount of the grain boundary amorphous phase 

increases slightly wîth the alumina content used in the starting mixtures but its 

composition remains almost unchanged. 

Mechanical properties of a'-sialons are as follows: Hv0.5 in a range from 

19 to 21 GPa, K1c fron:i 5.3 to 5.7 MPa·m112, and abi from 517 to 570 MPa (see 
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Tables 6-4 and 6-5). Whereas those for mixed a'+ 8'-sialons are Hv0.5 from 14.5 

to 19 GPa, K1c from 5.6 to 6.0 MPa·m1ll, and abi from 600 to 734 MPa. For mixed 

o:'+.B'-sialons also a better wear resistance was observed (see Figs. 6-11 and 6.12). 

The higher fracture toughness and biaxial bending strength achieved for the mixed 

o:'+ B'-sialons in comparison with both monolithic o:'- and 8'-sialon ceramics is 

explained in terms of the microstructure. The pull-out of elongated 8' -grains 

results in increased fracture energy and the small amount of amorphous phase 

reduces the size of the flaws. In genera!, the mechanical properties ofboth o:'-and 

mixed a'+B'-sialons become worse with increasing amount of alumina content in 

the starting mixtures. 

The oxidation resistance of o:'-and mixed o:'+B'-sialon ceramics follows a 

parabolic relationship in the early stage and is explained by a passive oxidation 

mechanism. However, further oxidation is always overlapped by a weight decrease 

(see Figs. 6-13, 6.15, 6-16, 6.20, and 6-21). This is probably due to the formation 

of volatile silicon monoxide (SiO) after the formation of a protective oxide layer, 

which normally consists of an amorphous silicate phase and a small amount of 

crystalline phases, such as Si02, Y20 3·Si3N4, and Y2SiA105N (see Table 6-6 and 

Fig. 6- l 7B). The oxidation resistance is seen to deteriorate with an increasing 

amount of amorphous phase remaining at grain boundaries. 

The main conclusions from the experimental results described in this thesis 

can be summarized as follows: 

1. The parallel investigation of formation, densification, and microstructure 

development bas led to a better understanding of the liquid phase sintering 

process. The formation reaction bas a strong influence on the densification via the 

liquid phase. The composition, amount and properties of the liquid phase are 

determined by the powder characteristics and by the type and amount of the 

sintering additives. The liquid phase exhibits a great influence on the densification 

and grain growth, but only a small influence on the formation of the sialons. 

2. Gas pressure sintering is a suitable technique to obtain fully dense, fine 

grained a'- and mixed a'+ B'-sialon ceramics. The use of a statistical evaluation 

rnethod is of great value to optimise process parameters. 
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3. An increasing amount of oxide additives faveurs the fast densification, but 

bas a negative influence on the microstructure and consequently also on the 

material properties. For full densification of a ' - and mixed a '+ 6' -sialon ceramics 

by using GPS, not less than 2.5 mol% oxide additives are required. 

4. The resulting microstructures lead to excellent mechanical properties. The 

mixed a'+ 6'-sialons show both higher fracture toughness and bending strength 

than the monolithic sialons. Tuis is due to their favourable microstructure with 

needle-like 6'-grains in a matrix of a'-sialons with fine equiaxed grains and with 

a small amount of amorphous phase remaining at grain boundaries. 

5. Single phase a'-sialon with equiaxed fine grains can be produced. These 

materials promise the possibility of using superplastic deformation for near-net 

shaping. 

6. The oxidation resistance is strongly influenced by the amount of amorphous 

grain boundary phase. The highest resistance was obtained for mixed a'+6'-sialons, 

which is due to the small amount of amorphous phase in these materials. 
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SUMMARY 

o:'-sialons have attracted more and more attention world-wide recently due 

to their excellent high temperature mechanica! properties and thennal shock 

resistance. A significant difference between o:'-sialons and ether nitrogen 

ceramics, including B' - and O' -sialons, is that the fonner can incorporate both 

sintering additives and impurities present in to the crystal lattice, because ex' -

sialons have the ex-silicon nitride type structure with interstitials available for 

cations like Li, Ca, Y. 

The work is first concentrated on the study of the fonnation and 

densification mecbanisms of a'-sialon and a'+B'-sialons by means of X-ray 

diffraction and in-situ-dilatometry. It is shown that the formation of a'-sialons, 

Y x(Si,Al)12(0,N)16, from a-Si3N4, AlN and oxide(s) is a reaction controlled process 

which requires the presence of a liquid phase but proceeds independent of the 

quantity and the cornposition of this liquid phase. Furthermore, the forrnation of 

ex'-sialons is considered to be associated with a secondary reconstructive phase 

transformation as in the case of B'-phase. Although a'-sialon is a stable phase, the 

a:'...S' transfonnation can occur by chemica! reactions. 

The densification of a:'- and a'+ B'-sialon ceramics proceeds by the 

mechanisrn of liquid phase sintering. Primary rearrangement occurs only in the 

case of a large amount and a low viscosity of the liquid phase. The dissolution

precipitation proceeds by the contact-flattening mechanism only in the early stage, 

while the Ostwald ripening mechanism becornes dominant for the further 

densification at temperatures a_bove 1600°C. The latter is always accornpanied by 

a significant grain growth. Moreover, the characteristics of the silicon nitride 

starting powders strongly influence the sintering behaviour and the properties of 

the final product. A high a~phase content and a certain amount of oxygen 

impurity are considered to be necessary for full densification of a: '-sialon ceramics. 

Gas pressure sintering (GPS) is employed to achieve full densification of 

a:'-sialon ceramics with a fine-grained microstructure. It is seen that application 

of a high nitrogen pressure promotes the final densification only when a closed 

pore structure bas been achieved. A statistica! evaluation method, known as 
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response surface methodology, is applied to optimize the process parameters. The 

optimized GPS process with two steps consists of a heat treatment at 1800°C for 

60 min under 0.5 MPa N2, followed by 1900°C for 30 min under 10 MPa N2• The 

high pressure nitrogen gas is found not only to provide an extra sintering driving 

force but also to react with compacts during sintering. 

The typical microstructure of o:' - and o: '+ B' -sialon ceramics always consists 

of a crystalline phase of sialons and a small arnount of amorphous phase 

remaining at grain boundaries. Only part of the yttrium is incorporated into the 

lattice, while the rest is consumed to form an yttrium-rlch glass phase. It is seen 

that a '+ B '-sialon composites possess a very promising microstructure, needle-like 

grains of the B'-phase (the ratio oflength to width is about 7) present in a matrix 

of equi-axed a' -sialon grains (mean grain size is about 4 µ.m) with a very small 

amount of amorphous phase remaining at grain boundaries. 

In general, o: '-sialon ceramics have a higher Vickers hardness (HV0.5) than 

composite o:'+ B'-sialons, with the highest value of 21.0 ± 1.6 GPa. On the other 

hand, composite o:'+ B'-sialon ceramics have both fracture toughness (K1c) and 

biaxial bending strength (ab;) higher than o:'-sialon ceramics, with the highest 

values 6.0 ± 0.7 MPa·m112 and 734 ± 55 MPa, respectively. 

The oxidation resistance of o: ' - and o: '+ B' -sial on ceramics follows a 

parabolic relationship only in the early stage, and overlaps with a weight decrease, 

which is probably due to an active oxidation after formation of a protective oxide 

layer. The oxidation resistance is seen to deteriorate with an increase of the 

amount of grain boundary glassy phase and also with increasing temperature. 

Besides, partial oxygen pressure exhibits a very complicated influence on oxidation 

resistance, for which no explanation is available yet. 

The results observed in the present experiments indicate that the increasing 

amount of oxide additives leads to some negative effects on the microstructure and 

consequently on the properties of the final products. The composite a'+B'-sialons 

have very promising mechanica! properties and an oxidation resistance comparable 

with both monolithic a ' - and B' -sialon ceramics. • 
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SAMENVATTING 

a'-Sialons staan momenteel in de belangstelling vanwege hun uitstekende 

hoge temperatuur mechanische eigenschappen en goede thermoschok 

bestendigheid. Een belangrijk verschil tussen a'-sialons en andere 

stikstofhoudende keramische materialen, waaronder .6' - en O' -sialons, is namelijk 

dat sinterhulpmiddelen en verontreinigingen in het kristallijne rooster van de 

eerste kunnen worden ingebouwd omdat de a'-sialons dezelfde structuur hebben 

als a-Si3N4 met ruimte voor interstitié" le kationen zoals Ll, Ca of Y. 

Het onderzoek omvat een studie naar de vormings- en verdichtings

mechanismen van a'- and a'+ .6'-sialons met behulp van röntgendiffractie en 

dilatometrie. Er is aangetoond dat de vorming van a'-sialons, Yx(Si,Al)12(0,N)w 

uit a-Si3N4, A1N en oxyde(n) een reactie bepaald proces is. De reactie vindt 

alleen plaats wanneer een vloeibare fase aanwezig is maar is onafhankelijk van de 

hoeveelheid en samenstelling van deze vloeibare fase. De vorming van a '-sialons 

wordt als een secundaire reconstructieve fase transformatie beschouwd net als in 

het geval van .B'-phase. Hoewel a'-sialon een stabiele fase is, kan een a',...6' 

transformatie optreden tengevolge van chemische reacties. 

De verdichting van a ' - and a '+ .B' -sialons vindt plaats door vloeibare fase 

sintering. Verdichting tengevolge van herrangschikking treedt alleen op wanneer 

een grote hoeveelheid vloeibare fase met lage viscositeit gevormd is. 'Oplossen 

en precipiteren' treedt alleen in het beginstadium op tengevolge van 'contact

flattening'. Gedurende verdere verdichting boven 1600°C is het Ostwald groei 

mechanisme dominant, hetgeen duidelijk blijkt uit de waargenomen korrelgroei. 

Bovendien beinvloeden de eigenschappen van de uitgangspoeders nadrukkelijk 

zowel het sintergedrag als de eigenschappen van het gesinterde product. Gebleken 

is dat voor het verkrijgen van volledig dichte a'-sialons een boog gehalte a-fase 

en een zekere hoeveelheid oxidische verontreiniging nodig zijn. 

Voor het verkrijgen van volledige dichtheid met fijne microstructuur is 

daarom gebruik gemaakt van een gasdruk-sinterproces. Het gebruiken van hoge 

stikstofdruk versnelt de laatste verdichting alleen wanneer reeds een dichte 

porië nstructuur is verkregen. Een statistische evaluatie methode bekend als 
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'response surfäce methodology' wordt toegepast om de optimale procesparameters 

te vinden. Het geoptimaliseerde gasdruk-sinterproces bestaat uit twee stappen: 

een sinterstap van 60 minuten bij 0.5 MPa N2 en 1800°C gevolgd door een 

sinterstap van 30 minuten bij 10 MPa N2 en 1900°C. Het hoge druk stikstofgas 

levert niet alleen een extra drijvende kracht voor het sinteren maar reageert ook 

met de compacts tijdens het sinteren. 

De microstructuur van a'-en a'+B'-sialons wordt gekarakteriseerd door de 

kristallijne fase van sialons en een geringe hoeveelheid amorfe fase die overblijft 

op de korrelgrenzen. Alleen een deel van het yttrium wordt in het rooster 

ingebouwd, terwijl de rest wordt verbruikt om een yttriumrijke glasfase te vormen. 

De composiet a '+ B' -sialon heeft een zeer veelbelovende structuur bestaande uit 

naaldvormige 8'-sialon korrels (de verhouding tussen lengte en breedte is ongeveer 

7) in een equi-axiale a' -sialon matrix (gemiddelde grootte is ongeveer 4µm) met 

een slechts zeer geringe hoeveelheid amorfe fase op de korrelgrenzen. 

In het algemeen hebben a '-sialons een hogere Vickers hardheid (HV0.5) 

dan de composiet a '+ .6' -sialons. De hoogste gemeten hardheid is 21.0 ± 1.6 GPa. 

Maar de composiet a'+.6'-sialons hebben zowel een hogere breukweerstand (K1c) 

als tweeassige buigsterkte (ab1) dan a'-sialons met hoogste waarden van 6.0 ± 0.7 

MPa m 112 en 734 ± 55 MPa respectievelijk. 

De oxydatieweerstand van a ' - and a '+ B' -sialons volgt allben tijdens de 

eerste fase een parabolische relatie en overlapt met een gewicht afname vanwege 

een actieve oxydatie na de vorming van een beschermende oxyde laag. De 

oxydatieweerstand neemt af met toenemende hoeveelheid interkristallijne fase en 

met stijgende temperatuur. Daarnaast heeft de partiële zuurstofdruk een 

ingewikkelde invloed op de oxydatieweerstand waarvoor tot nu toe geen verklaring 

beschikbaar is. 

De waargenomen resultaten van de onderzoeken indiceren dat de 

composiet a' + B' -sialons zeer veelbelovende mechanische eigenschappen hebben 

en een oxydatieweerstand vergelijkbaar met die van de monolithische a' - en B' -

sialons. • 
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STATEMENTS (Stellingen) 

Guo-zhong Cao 

Eindhoven, Feb. 1991 

1. Phase diagrams of nitride and oxynitride systems detennined by means of 

experiments do not represent thermodynamica! equilibrium phase 

relationships. 

Cao, G. and Metselaar, R., Chemistry of Materials, in press. 

'Ihis thesis, chapter two. 

2. In discussions on the influence of sintering additives on solid state sintering, 

it is often neglected that impurities in the ppm range can cause a liquid phase. 

Bennison, S.J. and Harmer, M.P., J. Am. Ceram. Soc., 66(1983)C-90. 

3. Fukuhara stated that the Y-free a'-sialon, (Si,AIMO,N)4, can be made from 

mixtures of Si3N4 and AIN by hot-pressing. Tuis is not true because it is not 

possible to complete the reaction between Si3N4 and AlN at l 723K, which was 

used for the detennination of the phase relationships. What the author 

actually obtained seems to be unreacted a-Si3N4• 

Fukuhara, M., J. Am. Ceram. Soc" 71(1988)C-3S9. 

4. The conclusion of Moser and his colleagues "The increase of positive values 

of enthalpy of mixing with temperature is an anomaly" is not correct. The 

increase of positive values of enthalpy of mixing with temperature is a natura! 

consequence of the increasing randomisation of honds between equal and 

unequal atoms. 

Moser, Z., Castanet, R" Rzyman, K. and Ratukio, S.L., Z. Metallkde, 76(1985)596. 

5. The statement of Yoshimatsu and Kawasaki "The t-Zr02 phase is stabler in 

the powders prepared from zircoaluminates than in the powders from 

mixtures of Zr(0Bun)4 and Al(0Ft)3 because of the more homogeneous and 

intragranular distribution of the t-Zr02 grains" is not convincing. The grain 

size is an important factor to affect the stability of the t-Zr02 phase; this 

phase is stable when the grains are 0.6 µm in size or smaller. 

Yoshimatsu, H. and Kawasaki, H., J. Mater. Sci" 23(1988)332. 



6. The claim made by Xu et al regarding the nature of the silicon nitride 

whiskers they produced is unfounded. Energy dispersive spectroscopy and 

electron probe microanalysis cannot be used to distinguish between the a and 

B modi:fications of silicon nitride. 

Xu, Y.R., Huang, L.P., Fu, X.R. and Yan, D.S., Scientia Sinica, A28(1985)556. ' 

7. A relatively high electrical conductivity of the Li-a'-sialons made by hot

pressing is probably due to conduction via a grain boundary amorphous phase. 

Milomo, M. and Uemura, Y., J. Mater. Scl. Lett., 16(1981)552. 

8. It is interesting to see that elaborate studies are conducted on heat transfer 

and combustion in porous radiant burners without consideration of materials 

aspects and without validation of models. 

Sathe, S.B., Peck, R.E. and Tong, T.W., Int. J. Heat Mass Transfer, !J!J(1990)1331. 

9. Although many people take the cold fusion carried out in a test tube as a 

hype1
, some recent results reveal that there is something new and real2• 

Maybe it is worthwhile to pursue the idea. 

I: Close, F., New Scientist, 1752(1991)46. 

2: Bockris, J,, New Scientist, 1752(1991)50. 

10. The development of nuclear energy is of great importance to meet the need 

of the society in the future 1
• Ho wever, significant improvement in the 

efficiency of energy use is the real hope2• 

1: Besmann, T.M., Am. Ceram. Soc. Bull., 69(1990)1637. 

2: Gibbons, J.H"Blair, P.D. and Gwin, H.L" Scientific American, 261(3), (1989)86. 

11. To stop the degradation of the environment, we need a change in both the 

attitude of ordinary people and policy makers and the way we live now. 

Scientlfic American, (Special issue), 261(3),(1989). 

12. For any scientific reseach a thorough literature survey wil1 be of benefit to 

both scientists and their science. 

Roy, R., Am. Ceram. Soc. Bull., 68(1989)1553. 




