
 

Influence of the Production Process Conditions on the Specific
Surface Area of Olivine Nano-Silicas
Citation for published version (APA):
Lazaro, A., Geus, J. W., & Brouwers, H. J. H. (2012). Influence of the Production Process Conditions on the
Specific Surface Area of Olivine Nano-Silicas. In Proceedings of the international conference nanomaterials:
applications and properties (NAP2012), september 17-22 2012, Crimea, Ukraine (pp. 01PCN29-1/4).
(Proceedings of the International Conference Nanomaterials : Applications and Properties; Vol. 1, No. 1). Sumy
State University.

Document status and date:
Published: 01/01/2012

Document Version:
Publisher’s PDF, also known as Version of Record (includes final page, issue and volume numbers)

Please check the document version of this publication:

• A submitted manuscript is the version of the article upon submission and before peer-review. There can be
important differences between the submitted version and the official published version of record. People
interested in the research are advised to contact the author for the final version of the publication, or visit the
DOI to the publisher's website.
• The final author version and the galley proof are versions of the publication after peer review.
• The final published version features the final layout of the paper including the volume, issue and page
numbers.
Link to publication

General rights
Copyright and moral rights for the publications made accessible in the public portal are retained by the authors and/or other copyright owners
and it is a condition of accessing publications that users recognise and abide by the legal requirements associated with these rights.

            • Users may download and print one copy of any publication from the public portal for the purpose of private study or research.
            • You may not further distribute the material or use it for any profit-making activity or commercial gain
            • You may freely distribute the URL identifying the publication in the public portal.

If the publication is distributed under the terms of Article 25fa of the Dutch Copyright Act, indicated by the “Taverne” license above, please
follow below link for the End User Agreement:
www.tue.nl/taverne

Take down policy
If you believe that this document breaches copyright please contact us at:
openaccess@tue.nl
providing details and we will investigate your claim.

Download date: 24. May. 2023

https://research.tue.nl/en/publications/73ed8392-9ca1-4785-8f27-77797456dc4d


PROCEEDINGS OF THE INTERNATIONAL CONFERENCE NANOMATERIALS: APPLICATIONS AND PROPERTIES 

Vol. 1 No 1, 01PCN29(4pp) (2012) 

 

 

2304-1862/2012/1(1)01PCN29(4) 01PCN29-1  2012 Sumy State University 

Influence of the Production Process Conditions on the  

Specific Surface Area of Olivine Nano-Silicas 
 

A. Lazaro1,*, J.W. Geus2, H.J.H. Brouwers1 
 

1 Eindhoven University of Technology,  P.O. Box 513, 5600 MB Eindhoven, The Netherlands 
2 Institute for Nanomaterials Science, University of Utrecht, Utrecht, The Netherlands 

 

(Received 19 June 2012; published online 24 August 2012) 

 

The production of nano-silica by the olivine route is a cheaper and greener method than the commer-

cial methods (neutralization of sodium silicate solutions and the flame hydrolysis) because of the low cost 

of raw materials and the low energy requirements. The produced olivine nano-silica has a specific surface 

area between 100-400 m2/g and primary particles between 10 to 25 nm (agglomerated in clusters). The pro-

cess conditions and the ripening process influence the properties of nano-silica in the following ways i) the 

cleaner the nano-silica is the higher the specific surface area is; ii) the higher the filtration pressure is the 

higher the surface area is (unless the pressure is so high that the voids of the material collapse reducing 

drastically the SSA); iii) the ripening process diminishes the specific surface of nano-silica by two thirds 

and could be even further reduced. Thus, modifying the process conditions and/or adding an Ostwald ripen-

ing process, nano-silicas with different specific surface areas can be synthesized. 
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1. INTRODUCTION 
 

At present, a wide range of silica products is manu-

factured industrially for various applications. Amor-

phous silicas are mainly used for reinforcement of elas-

tomer products, thickening of liquid systems such as 

paints, thermosetting resins, and printing inks, and as 

fillers in silicone rubber [1]. World demand for specialty 

silicas, which includes precipitated silica, fumed silica, 

silica gel and silica sol, was 1.9 million metric tons in 

2009 and will rise to 2.7 million metric tons in 2014 

with a total value of $5.8 billion [2], making it one of 

the most used nano-materials. Nowadays, the two most 

important commercial processes in the production of 

nano-silica are the neutralization of sodium silicate 

solutions with acid and the flame hydrolysis. Both pro-

cesses are expensive and not environmentally friendly 

because of the price of the raw materials and the ener-

gy requirements. Nano-silica could be applied even 

more widely if a new industrial, low cost production 

process could be developed.  

Initial research [3-6] has demonstrated that nano-

silica can be produced by dissolving olivine in acids. 

The acid is neutralized by olivine mineral, according to  
 

 2

2 4 4
(Mg,Fe) SiO 4H Si(OH) 2(Mg,Fe) .  

 

The neutralization yields a slurry consisting of a 

mixture of magnesium/iron sulfate, silica, unreacted 

olivine and inert minerals (see Fig. 1). Once the reac-

tion is complete, the unreacted olivine and inert miner-

als are removed from the final suspension by sedimen-

tation. Subsequently, the silica can be cleaned from the 

resulting mixture by washing and filtering. After the 

filtration, a cake with a 20 % solid content of nano-

silica is obtained.  

This nano-silica has a specific surface area (SSA) 

between 100 and 400 m2/g (see Table 1) and primary 

particles between 10 and 25 nm. These particles are 

agglomerated in clusters (see Fig. 2), forming a porous 

material with an average pore diameter between 17 

and 28 nm. The impurity content depends on the wash-

ing steps, being able to obtain a material above 98  of 

purity. Because of the good properties of the olivine 

nano-silica and the low energy requirements, the oli-

vine dissolution process is a convenient alternative to 

the commercial methods of nano-silica production.  
 

 
 

Fig. 1 – Schematic process flow diagram of the olivine process 
 

The SSA, both internal and external, is a crucial pa-

rameter for nanomaterials, conferring special properties 

to these types of materials. That is because materials 

with a huge surface area possess a huge surface energy 

and, thus, are thermodynamically unstable or metasta-

ble [7]. Therefore, the application of these materials 

strongly depends on this parameter, making it one of the 

http://nap.sumdu.edu.ua/
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most relevant parameters to study in the field of nano-

materials. In the case of olivine nano-silica, there is a 

lack of data about how the specific surface area is affect-

ed by the production process conditions. 
 

Table 1 – Surface area, particle size and pore size of different 

nano-silicas. 
 

Parameters Pyrogenic 
Precipitat-

ed 

Olivine 

Route 

Purity SiO2 

( ) 
99.8 95 95 

SSABET (m2/g) 50-400 30-500 100-400 

d (nm) 5-50 5-100 10-25 

dp (nm) None 30 10 

Reference Ecetoc Ecetoc Lazaro 
 

 
 

Fig. 2 – Transmission electron microscope photograph (89 kx) 

of the olivine nano-silica. 
 

The specific surface area of olivine nano-silica de-

pends on the kinetics of the reaction of olivine, the 

pressure during filtration and the amount of magnesi-

um sulfate in the porous solution. Likewise, the kinet-

ics of the dissolution of olivine depends on the tempera-

ture, surface area of olivine and hydrogen ion activity. 

In addition, it is possible to alter the specific surface 

area of olivine nano-silica by post treatment such as 

the Ostwald ripening. The Ostwald ripening consists of 

a hydrothermal treatment at basic pH to dissolve the 

small silica particles and to deposit them on the bigger 

ones.  

The main purpose of this research is to establish the 

influence of the process conditions and Ostwald ripen-

ing on the specific surface area of olivine nano-silica.  

 

2. METHODOLOGY 
 

Experiments were carried out in a vigorously 

stirred glass thermostated reactor of one liter. The rea-

gents used were 500 ml of 3 M sulfuric acid and an 

stoichiometric amount of olivine, previously dried. The 

ground olivine rock used in this study was from Nor-

way with a purity content of 89 percentage in mass of 

olivine with the composition (Mg1.84Fe0.153Ni0.007)SiO4. 

The neutralization reaction was stopped when the 

concentration of [H+] reached 0.1 mol/l. After that, the 

solution was separated from the solid residue by sedimen-

tation. Subsequently, the slurry was washed and filtered 

either using a vacuum pump or a filter press.  

The ripening experiments were carried out in the 

thermostated reactor with a NH4OH solution of pH 10 

at 90 C during 6 hours. The pH was measured at regu-

lar intervals and was adjusted to the set value in case 

of deviation.  

The nano-silica produced was characterized by gas 

physisorption, and transmission electron microscopy 

(TEM). A Micromeritics TriStar 3000 equipment using 

N2 and with a soaking time of 240 min at 190 C was 

used for the gas physisorption analysis [8]. The phy-

sisorption analyses were carried out three times with a 

standard deviation below 5 . The specific surface ar-

ea, SSABET, the specific micropore surface area, SSAMP, 

and the pore size distribution were calculated using the 

BET [9], t-plot [10,11] and BHJ methods [12], respec-

tively. The particle size of the nano-silica was calculat-

ed from the geometrical relationship between surface 

area and mass given by  
 

 
BET

6000
d (nm)=

SSA ρ
, (1) 

 

where d is the particle size of nano-silica considered to 

be spherical (nm), ρ the density of the material, 

2.2 (g/cm3) for nano-silica, and SSA the surface area 

(m2/g). This particle size is an average value, consider-

ing that the particles are spherical. 

 

3. RESULTS 
 

Different olivine silicas were synthesized using dif-

ferent process conditions. The process conditions stud-

ied are the number of washing steps (washing and fil-

tration), which are filtered using a vacuum pump, the 

filtration pressure and the addition or not of a hydro-

thermal post-treatment to the silica. Table 2 shows the 

specific surface area, the particle size (calculated from 

equation 1) and the pore size of these silicas. The ad-

sorption isotherm and the t-plot are showed in Figures 

3 and 4, respectively. 

There is an increase in the specific surface area 

with the number of washing steps. During the washing 

and filtration, the sulfate salts, which are soluble, are 

being removed from the silica. The sulfate salts are 

adsorbed on the surface area of the silica and the clean-

ing can be regarded as an extraction of the salts from 

the silica. The sulfate salts do not contribute signifi-

cantly to the overall surface area, but to the overall 

weight of the sample. Thus, the presence of salts in 

silica reduces the specific surface area. From the re-

sults of the SSA for NS-3F and NS-4F can be observed 

that the relative increase of the SSAMP is higher (in-

crease of 110 ) than the increase of the SSAE (increase 

of 15 ). For the next washing steps, the same trend 

can be observed; however, it is more difficult to appre-

ciate it due to the lower content of salts. A plausible 

interpretation to explain this trend would be to consid-

er that the sulfates are located mainly in the meso-

pores, making more difficult the entrance of the gas 

200 nm 
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into these pores. In order to test this hypothesis, more 

results need to be carried out about. 

Samples NS-6F and NS-HP were filtered as many 

times as necessary to reach a high purity level, the only 

difference between them being the pressure of filtra-

tion. However, there is a clear difference in the specific 

surface area. This phenomenon is due to the compres-

sion effect on the bulk structure of the silica. This phe-

nomenon is in agreement with what Madeline stated 

about the influence of a pressure on the voids of cake of 

nano-particles [13]. Because the specific surface area 

does not decrease but increase, it means that the filtra-

tion pressure is high enough to compress the voids of 

the material but not enough so the voids collapse. If the 

filtration pressure would be higher, the voids could 

collapse, resulting in a drastic drop of the SSAMP. Thus, 

the filtration pressure is a key parameter influencing 

the specific surface area. 

During the ripening process the SSA drops by two 

thirds, compared with data of clean nano-silica filtered 

under vacuum (NS-6F). This drop is due to the removal 

of small particles and increase of the big particles of 

silica because of the difference in solubility of the parti-

cles of different diameter [14]. Therefore, the ripening 

process is an interesting alternative for reducing the 

specific surface area of nano-silicas. The specific sur-

face area could be further decreased by adding gradual-

ly new nano-silica as has been described by Iler [14]. 

 

4. CONCLUSIONS 
 

The process conditions of the olivine nano-silica pro-

duction have a great influence on the specific surface 

area of this material. Thus, modifying the process condi-

tions, nano-silicas with different specific surface areas 

can be synthesized. In addition, treatment of the olivine 

nano-silica by Ostwald ripening can be a useful method 

to reduce the specific surface area below 150 m2/g. 

The process conditions and the ripening process in-

fluence the properties of nano-silica in different ways.  

The cleaner the nano-silica is the higher the specific 

surface area is, reaching values around between 300 

and 400 m2/g for olivine silicas with low content of 

salts. The higher the filtration pressure is the higher 

the surface area is. That is due to a reduction of the 

voids volume. However, if the pressure is too high, the 

voids of the material can collapse reducing drastically 

the SSA. The ripening process diminishes the specific 

surface of nano-silica by two thirds and could be even 

further reduced if the material would be treated gradu-

ally.  
 

Table 2 – Surface area, particle size and pore size of different 

olivine nano-silicas. 
 

Sample 
SSABET 

(m2/g) 

SSAMP             

(m2/g) 

SSAE 

(m2/g) 

d 

(nm) 

dp 

(nm) 

NS-3F 233 58 175 11.7 14.5 

NS-4F 324 122 202 8.4 13.9 

NS-5F 346 142 204 7.9 13.7 

NS-6F 348 142 206 7.8 14.6 

NS-HP 433 125 308 6.3 14.7 

NS-

RIP 125 20 
105 

21.8 18.9 

F refers to washing/filtration steps, HP to high pressure filtration and 

RIP to Ostwald ripening process. 
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Fig. 3 – Adsorption isotherm of the olivine silicas with different number of filtration steps 
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Fig. 4 – t-plot curves of the olivine silicas with different number of filtration steps 
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