
 

The effect of physical aging on the embrittlement of steam-
sterilized polycarbonate
Citation for published version (APA):
Senden, D. J. A., Engels, T. A. P., Söntjens, S. H. M., & Govaert, L. E. (2012). The effect of physical aging on
the embrittlement of steam-sterilized polycarbonate. Journal of Materials Science, 47(16), 6043-6046.
https://doi.org/10.1007/s10853-012-6512-1

DOI:
10.1007/s10853-012-6512-1

Document status and date:
Published: 01/01/2012

Document Version:
Publisher’s PDF, also known as Version of Record (includes final page, issue and volume numbers)

Please check the document version of this publication:

• A submitted manuscript is the version of the article upon submission and before peer-review. There can be
important differences between the submitted version and the official published version of record. People
interested in the research are advised to contact the author for the final version of the publication, or visit the
DOI to the publisher's website.
• The final author version and the galley proof are versions of the publication after peer review.
• The final published version features the final layout of the paper including the volume, issue and page
numbers.
Link to publication

General rights
Copyright and moral rights for the publications made accessible in the public portal are retained by the authors and/or other copyright owners
and it is a condition of accessing publications that users recognise and abide by the legal requirements associated with these rights.

            • Users may download and print one copy of any publication from the public portal for the purpose of private study or research.
            • You may not further distribute the material or use it for any profit-making activity or commercial gain
            • You may freely distribute the URL identifying the publication in the public portal.

If the publication is distributed under the terms of Article 25fa of the Dutch Copyright Act, indicated by the “Taverne” license above, please
follow below link for the End User Agreement:
www.tue.nl/taverne

Take down policy
If you believe that this document breaches copyright please contact us at:
openaccess@tue.nl
providing details and we will investigate your claim.

Download date: 26. May. 2023

https://doi.org/10.1007/s10853-012-6512-1
https://doi.org/10.1007/s10853-012-6512-1
https://research.tue.nl/en/publications/9c127d9d-abd7-44e2-9055-f96e9b0fe167


The effect of physical aging on the embrittlement
of steam-sterilized polycarbonate

Dirk J. A. Senden • Tom A. P. Engels •
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Abstract Polycarbonate is known to suffer from dramatic

reductions in ductility upon exposure to hot, humid envi-

ronments, such as during steam sterilization. Two phe-

nomena have been proposed to be the main causes of this

embrittlement: hydrolysis and microcavity formation. The

present study focuses on a third phenomenon, whose con-

tribution to the embrittlement has until now been consid-

ered insignificant: (physical) aging. By studying the

influence of steam sterilization on the tensile deformation

behavior of polycarbonate, it is shown that aging actually is

one of the dominant factors in the embrittlement.

Introduction

Polycarbonate (PC) is the foremost example of a ductile

polymer, and, as such, the material of choice for many

engineering applications that require superior impact

resistance. However, if exposed to hot environments, PC is

known to quickly lose its ductility [1, 2]. This phenomenon

especially limits the use of PC in medical appliances that

are required to withstand steam sterilization, where the

combination of high temperature and humidity proves extra

demanding. It has been proposed that there are two prin-

cipal causes for this embrittlement [3]: hydrolysis and

microcavity formation.

The molecular weight reduction resulting from the

hydrolysis of carbonate groups [3–7] leads to decrease of

the tensile strength [8–10] that eventually induces a ductile

to brittle transition [11]. At the same time, the ductility of

steam-sterilized PC is reduced by the formation of small,

disk-shaped microcavities or microcracks [3, 6, 7, 12–15].

Upon exposure to a hot and humid environment, the

material becomes saturated with water; subsequent cooling

causes supersaturation [7], triggering the formation of

water-filled cavities [3, 6, 7, 12–15]. The sharp edges of

these microcavities act as crack initiation sites, thus pro-

moting brittle fracture [3, 7, 14, 15].

On the other hand, a strong loss of ductility is also

observed upon annealing in dry air at high temperature

(below the glass transition) [1, 2, 16]. It finds its origin in

the increase of the yield stress as a result of (physical)

aging (‘annealing’) [17–20]. This increase in yield stress is

accompanied with an increase in intrinsic strain softening,

which induces a more severe strain localization [16], pro-

moting an increased build-up of hydrostatic stress that

triggers void formation and crazing [2, 21, 22]. This effect

is especially prominent in notched samples [2].

Although some researchers have hypothesized an influ-

ence of aging on the embrittlement of PC upon steam

sterilization [3–5], it has never been thoroughly studied, as

it was considered to be subordinate to the effects of

hydrolysis and microcavity formation [4, 5]. In the present

study we will demonstrate that, in fact, aging is one of the

dominant factors in the embrittlement of steam-sterilized

PC.
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Materials and methods

Three different molecular weight grades of polycarbonate

(PC) were used in this study: Lexan OQ1020, Lexan 141R

and Lexan 101R (Sabic Innovative Plastics, Bergen op

Zoom, the Netherlands). For ease of notation, these grades

will be referred to as LM-PC, MM-PC, and HM-PC,

respectively. Initial ‘‘apparent’’ molecular weights are lis-

ted in Table 1 (0 cycles).

Dog-bone shaped tensile bars (ASTM D638) were

injection molded and subsequently subjected to steam

sterilization using a Boxer Laboratory Equipment LTD

200/50 L autoclave machine, operating at a chamber tem-

perature of 123 �C, a load temperature of 121 �C, a run

time of 30 min, and a steam time of 3 min. After each

steam-sterilization cycle, the samples were left to cool to

room temperature before the next cycle.

Uniaxial tensile tests were performed on a MTS Elas-

tomer Testing System 831 at a strain rate of 10-3 s-1 and a

temperature of 23 �C. Size exclusion chromatography

(SEC) was performed on a Shimadzu LC-10ADVP system

with a Shimadzu RID-10A refractive index detector, a

Shimadzu SPD-M10AVP UV–Vis detector at 254 nm, and

a serial configuration of a PLgel 5-lm mixed-C column

and a PLgel 5-lm mixed-D column, using THF as eluent.

The recorded molecular weights are reported relative to

polystyrene standards and are therefore referred to as

‘‘apparent’’ molecular weights.

Results and discussion

In the tensile tests, a clear distinction can be made between

specimens that display ductile failure, involving consider-

able macroscopic plastic deformation, and specimens that

show brittle failure. Figure 1a shows tensile curves for

HM-PC after 0, 5, 10, and 15 steam-sterilization cycles; the

reduction in ductility is clearly visible. Figure 1b depicts

the failure stress for all three PC grades. Failure stress is

defined as the first maximum in the tensile curve; ductile

failure is characterized by a yield stress at typical strains of

6–7 % followed by (stable) necking, whereas brittle failure

is characterized by a breaking stress at \6 % strain. For

MM-PC and HM-PC, the yield stress increases steadily

with the number of steam-sterilization cycles. This phe-

nomenon is well-known, and is related to the occurrence of

physical aging [18]. Although the initial yield stress of

these two grades is similar, the number of steam-sterili-

zation cycles after which they become brittle differs con-

siderably. The LM-PC grade also ages, but its yield stress

increase cannot be observed because it already shows

brittle failure after a single steam-sterilization cycle. This

early brittle failure is related to the fact that its initial

‘‘apparent’’ molecular weight (see Table 1) is already

below the critical level found by Gardner and Martin [4],

i.e., �Mw = 33.800 and �Mn = 14.300. These results are now

discussed in terms of the three mechanisms that contribute

to the embrittlement: hydrolysis, aging, and microcavity

formation.

Table 1 ‘‘Apparent’’ weight-averaged and number-averaged molec-

ular weights of the three polycarbonate grades after 0, 7, and 14

autoclave treatments

Cycles 0 7 14

HM-PC �Mw 50339 50103 49582

�Mn 19157 20076 19868

MM-PC �Mw 43399 41948 40577

�Mn 19626 18863 18580

LM-PC �Mw 28058 27621

�Mn 13620 13254

Fig. 1 Influence of steam-sterilization on the tensile behavior of polycarbonate. a Typical curves for HM-PC after 0, 5, 10, and 15 autoclave

cycles. b Yield and break stresses of the three grades
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Hydrolysis

Long-term exposure to hot water or high temperature steam

conditions can lead to dramatic reductions in molecular

weight [4, 23, 24]. The relatively short exposure times used in

this study are, however, insufficient to lead to a significant

reduction, see Table 1. This is in agreement with observations

made during continuous exposure of PC to steam at 125 �C

and 1.4 atm., where a significant reduction in molecular

weight was found only after more than 50–100 h [23, 24].

Physical aging

The increase in yield stress resulting from repetitive steam-

sterilization cycles is now compared to the increase in yield

stress upon dry annealing [2]. Time–temperature-superpo-

sition is employed to shift the measured yield stresses,

annealed at different temperatures, to a single reference

annealing temperature: Tref = 23 �C. The effective aging

time, teff, is calculated according to Klompen et al. [20]:

teffðTðtÞÞ ¼
Z t

0

a�1
T ðTðt0ÞÞdt0 ð1Þ

Herein, T is the temperature, t the time, and aT is an

Arrhenius type shift factor:

aTðTðtÞÞ ¼ exp
DUa

R

1

TðtÞ �
1

Tref

� �� �
ð2Þ

where DUa is the activation energy of aging (205 kJ/mol

[20]) and R the gas constant.

The open markers in Fig. 2 show the yield and break

stresses of HM-PC and MM-PC as a function of effective

aging time. The closed markers in Fig. 2 represent tensile

yield stresses, measured by Engels et al. [2], of MM-PC

after dry annealing at temperatures of 100, 110 and 130 �C.

Clearly, the evolution of the yield stress induced by steam

sterilization agrees well with that induced by dry anneal-

ing, indicating that the presence of steam does not signif-

icantly influence aging.

The increase in yield stress as a function of effective

aging time can be described by [20]:

ryðTðtÞÞ ¼ ry;0 þ c � log
teffðTðtÞÞ þ ta

t0

� �
ð3Þ

with ry,0 = 22.1 MPa the reference stress level depending

on loading rate (here for a strain rate of 1� 10�3 s�1),

c = 3.60 MPa/decade the slope of the increase in yield

stress with respect to the logarithm of time,

ta = 3.5 9 1010 s the initial age of the material, t0 = 1 s.

The effective aging time that accumulates during each

steam-sterilization cycle teff,cycle can be calculated from the

exact time–temperature history, or be approximated from

the increase in yield stress after the first cycle, Dry;1st cycle,

in which case the effective time follows from:

teff;cycle ¼ ta � 10

Dry;1st cycle

c

� �
� 1

0
B@

1
CA ð4Þ

Using Eq. 4, the increase in teff per cycle is calculated to

be 7.6 9 1012 s. The solid line in Fig. 2 illustrates that

Eq. 3 accurately describes both the increase in yield stress

resulting from dry annealing, as well as from steam

sterilization.

Although the aging-induced evolution of the yield stress

is the same for steam-sterilized and dry-annealed PC, Fig. 2

shows that the latter remains ductile up to much longer

aging times. To understand this difference, it is important to

realize that the fundamental cause for aging-induced

embrittlement is not the increase in yield stress, but rather

the accompanying increase in intrinsic strain softening.

[16]. Near stress concentrations, intrinsic softening will lead

to the initiation of localised plastic deformation zones. The

higher the amount of softening, the more extreme this strain

localization will be, and the higher the build-up of hydro-

static stress within the zone [2, 21]. A brittle-to-ductile

transition is subsequently triggered if the local hydrostatic

stress exceeds a (molecular weight dependent) critical level,

leading to incipient cavitation and craze initiation [2, 25].

In other words, aging makes the material more vulner-

able to stress concentrations such as impurities, voids and

microcavities.

Microcavity formation

For all three PC grades, disk-shaped microcavities are

observed to form in the tensile bars after a number of

Fig. 2 A comparison of the yield stress evolution due to autoclave

treatments and (dry) annealing. Open markers represent the same

experimental data as in Fig. 1b, closed markers represent data taken

from [2] and the solid line is a fit using Eq. 3
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steam-sterilization cycles, which is consistent with obser-

vations reported in literature [3, 6, 7, 12–15]. Figure 3a

shows tensile bars of MM-PC after 0, 7, and 14 steam-

sterilization cycles, clearly demonstrating the increasing

presence of microcavities. When the material is stressed,

these microcavities act as stress concentration sites and

strain tends to localize around them, as shown in Fig. 3b.

As these microcavities do not form upon dry annealing, this

phenomenon explains why dry-annealed PC remains duc-

tile much longer than steam-sterilized PC.

Conclusion

Three phenomena have been documented to contribute to

the embrittlement of PC upon steam sterilization: hydro-

lysis, aging, and microcavity formation. At the time scale

considered in this study, hydrolysis proves to have no

influence since the decreases in molecular weight are

insignificant. Aging, however, does play a major role

because it decreases the material’s ability to delocalize

strain, making the material vulnerable to stress concentra-

tions. The microcavities which form upon steam steriliza-

tion are just such stress concentrations. The embrittlement

observed in steam-sterilized PC samples is therefore found

to be a result of the interplay between aging and micro-

cavity formation.

Open Access This article is distributed under the terms of the

Creative Commons Attribution License which permits any use, dis-

tribution, and reproduction in any medium, provided the original

author(s) and the source are credited.
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