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Summary
Mechanics of the contact interface between cells and functionalized surfaces

Current biosensing concepts are largely aimed at measuring the concentration of
molecular biomarkers in samples of body uids. Diseases that are not character-
ized by pathological molecular concentrations can potentially be diagnosed by de-
termining the presence and size or a functional property of speci c cell populations.
Since many cell functions have a signi cant mechanical component, evaluating cell-
mechanical properties is a promising direction of research. In this thesis, we describe
an investigation of mechanical phenomena that occur at the interfaces between cells
and functionalized surfaces, such as the ones that can potentially be integrated into
a biosensing device. In particular, we study the dynamics of magnetic particles in
contact with monocytic cells and the detachment mechanism of adhering cells from
a non-speci cally coated surface.

Magnetic particle actuation is a promising tool for cell mechanical research as the
applied elds usually do not interact with biological matter. Existing methods, such
as magnetic twisting cytometry, have used magnetic actuation and massively paral-
lellized translational particle tracking to extract the dynamic scaling properties of the
cytoskeleton. In chapter 3, we focus on single particles with the aim of investigating
the details of the cell-particle interaction. By tagging magnetic particles with uo-
rescent duciary nanoparticles, we succeed in tracking not only the translational but
also the full rotational dynamics of the magnetic particles. We visualize the parti-
cles in simultaneous bright- eld and uorescence mode and track their motion us-
ing a custom-written so ware algorithm. Chapter 3 contains a theoretical and ex-
perimental analysis which demonstrates the feasibility of this approach with a trans-
lational tracking accuracy of about 30 nm and a angular tracking accuracy of about
2°. We then functionalized the particles and bound them to monocytic THP-1 cells
via integrin LFA-1, the scavenger receptor CD14, or via the Fc receptors. By ap-
plying magnetic actuation in combination with Euler angle tracking, we found that
the probed region of the cell appears isotropic if the particles are bound via LFA-1
or CD14. In contrast, probing with particles that were bound via the Fc receptors
revealed an anisotropic stiffness of the contact site with an about ten-fold reduced
relative rotational stiffness about one axis. We propose that the observed effect is
caused by partial disjoining of the cell membrane from the underlying actin cortex,
which is possibly related to the onset of phagocytosis as a result of Fc receptor ac-
tivation. Generally, the observed receptor-dependent effect underlines that the cell
membrane and the actin cortex is amechanically anisotropic assemblywhose degree
of interconnectedness determines the measurable mechanical properties.

In chapter 4 we use the Euler angle tracking approach to study phagocytosis as a
model process that involves the interaction between particles and cells. Cells inter-
nalize particles by actively driving membrane protrusions around them to nally en-
close them in vesicles called phagosomes. We measure the mechanical properties of
the emergingmembraneprotrusions, calledphagocytic cups, byusing functionalized
ferromagnetic particles as phagocytic targets and by exposing them to an oscillating
magnetic eld during their internalization. By simultaneously tracking the transla-
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tional and rotational motion of the particle, we infer the stiffness of the dynamically
evolvingphagocytic cup. Ourmeasurements show that during successful phagocyto-
sis, the measured rotational stiffness initially increases slowly before reaching a peak
and therea er decreases at a faster rate. We capture this process theoretically by
treating the phagocytic cup as a deformedmembrane in connectionwith an isotropi-
cally elastic actin cortex. In thismodel description, thepeakof stiffness appearswhen
themembrane has engulfed the largest circumference of the particle. e application
of this model to our data reveals that the leading edge of the membrane advances at
a speed of about 20 nm/s before reaching the equator of the particle. Phagocytosis
assays show that the actuation of the particles does not affect the global efficiency of
phagocytic uptake. By measuring the viscoelasticity of the particle binding site, we
show that internalized particles are embedded in a more viscous environment than
externally bound particles. is approach for the rst time enables direct and time-
resolved measurements of the mechanical properties of emerging phagocytic cups.
Ourmethod is suited to study the effect of inhibitors on themechanics of uptake and
it can potentially be used to investigate the reorganization of the cytoskeleton during
uptake in micro-rheological terms.

In the last chapter of this thesis we describe an investigation of the detachment
kinetics of cells that were allowed to adhere to a positively charged surface. We
show that detaching cells do not peel off the substrate but remain transiently attached
through 20 to 60membrane tethers that undergo elongation under the applied uidic
shear stress. We propose that the extrusion of tethers is a consequence of an inho-
mogeneous adhesive interfacewith several focal points where the interaction energy
of adhesion is maximal. Such a patterned adhesive interface can arise if separation of
lipid components leads to local electrostatic charge matching.

e research described in this thesis contributes to the understanding of mechan-
ical processes between cells and the functionalized surfaces of particles and at sub-
strates. ework on themechanics of phagocytosis demonstrates how rotational and
translational tracking of magnetic particles opens a new direction in cell-mechanical
research. Combining thedescribed approachwithmolecular imaging techniques can
yield further insight into the mechanisms that drive macroscopic cellular processes
and might reveal novel targets for medical diagnosis and treatment.



.1 Introduction

e dominant modality in in-vitro diagnostics is to measure concen-
trations ofmolecular biomarkers in body uid as indicators of the pres-
ence or severity of a disease. Nowadays, cells and tissue are important
targets as well. e white blood cell count, for example, is an estab-
lished indicator of an infection. Beyond establishing the size of cell
populations, measuring their physiological function and its deviation
from standard values is expected to expand the capabilities of future
in-vitro diagnostic solutions. is chapter sets the scene for this thesis
by discussing elements of cellular diagnostics with a particular focus
on the mechanical characterization of white blood cells. e second
part of this chapter introduces tools that are used in research settings
to study cell responses. Finally, the central question of this thesis is
formulated and the subsequent chapters are introduced.



2 Chapter 1

1.1. Molecular and cellular diagnostics

e word diagnosis is derived from the Greek language and means to discern or to
distinguish. e etymology of the word captures the fact that in order to correctly
identify an illness, its symptoms have to be (i) visible and (ii) classi able.

In the course of history, the eld of medicine has spawned an ever-growing range
of tools and procedures that enable or facilitate the diagnosis of diseases. ese tools
and procedures need to be effective and simple enough to be amenable for routine
use. Before modern imaging techniques became available, most diagnostic tech-
niqueswere based onwhat a doctor could seewith bare eyes, which limited the accu-
racy of the associated diagnostic procedures. e invention of X-ray imaging at the
end of the 19th century for the rst time enabled the non-invasive diagnosis of con-
ditions with internal symptoms1. Later developments like computed tomography
(CT)2, sonography3 and magnetic resonance imaging4,5 greatly expanded the set of
diagnostic tools and procedures at the disposal of physicians.

While modern imagingmodalities havemade it possible to obtain detailed images
of the humanbody, the acquired level of detail falls short of themolecular and cellular
scale. Tumors, for example, are characterizedby their diameter6 andblood vessel oc-
clusion is diagnosed by analyzing millimeter-scale images acquired by angiography.
If the resulting treatments are aimed at a macroscopic scale, e.g. a tumor excision
or a bypass surgery, macroscopic diagnostic methods are o en sufficient. However,
the pharmacological treatment of these diseases takes effect at the molecular scale.
To improve such treatments and to devise new ones, the diagnosis should ideally be
carried out with a corresponding level of detail.

e last decades have seen a steady development of methods that aim to diagnose
diseases at the molecular and cellular scale. In a laboratory setting, immunoassays
are used to detect protein biomarkers such as troponin7 and prostate-speci c anti-
gen (PSA)8 to, respectively, diagnose myocardial infarctions and, possibly cancer-
related, prostate disorders. Polymerase chain reaction (PCR) enabled the detection
of minute amounts of nucleic acids in patient samples and is used in virology9 and
cancer diagnostics10. Beyond the detection of speci c nucleic acid fragments, the
eld of genomics has given rise to a multitude of genetic sequencing techniques that

yield completemaps of the geneticmaterial of an organism. Understanding the func-
tion of the genome and its involvement in the pathways that underlie speci c diseases
is expected to greatly improve personalized treatment11. Outside laboratories, diag-
nostic tests for general practitioners and for home use have been introduced to mea-
sure e.g. the concentration of glucose* or human chorionic gonadotropin† (hCG) in
a small sample of a body uid. Owing, amongst others, to the high concentration
(μM to mM range) of the target species, glucose and hCG testing are mature elds.
Considerable efforts are under way to detect species at lower concentrations, for lab-
oratory as well as for point-of-care settings12--16.

While certain biological processes are traceable via soluble molecular markers,
other processes manifest themselves essentially at the cellular or the tissue level. In
pathology, the inspection of tissue from biopsies has been coupled with in-situ ge-
netic analysis17,18 to locally correlate the morphology of tissue with the genetic pro-
le of its cellular constituents. If the involved cell type can be found in a body uid,

the diagnostic test can be designed to target a speci c group of cells. e white blood
cell count is routinely measured to determine the severity of an infection. An exam-
* Abnormal concentrations of glucose and uctuations thereof are indicative of diabetes. † e hor-
mone hCG is produced by the placenta and indicates an ongoing pregnancy.
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ple of a test that targets a cell population by a speci cmolecular signature is theCD4+

T-cell count which detects the concentration of CD4-positive T-cells in a blood sam-
ple to assess the progression of an HIV infection19. Similarly, albeit at considerably
lower concentrations, the number of circulating cancer cells is seen as a measure of
tumor progression by metastasis20.

Nowadays, most molecular or cellular diagnostic tests report the concentration
of a target species that is identi ed by a molecular signature. ese approaches can
only be effective if the condition in question causes an abnormal concentration of the
diagnostic target. Diseases that are caused and/or characterized by the pathological
function of a protein or a group of cells, aremore difficult to detect. To quantitatively
characterize these disease patterns, functional testing at the cell or tissue level may
be required. An example of a functional test is platelet aggregometry21 where the
transient formation of clusters of platelets is characterizedwith the aimof identifying
bleeding disorders.

Functional testing of cells can be carried out passively or actively. In passive test-
ing the cell is not disturbed and a speci c process is visualized in order to examine
and classify its function‡. However, removing cells from their native in vivo environ-
ment frequently creates disturbances that effectively prevent the realization of a real
passive test. Future cell functional testing hence critically depends on understand-
ing and controlling the interactions of cells in the arti cial environment of an in vitro
diagnostic device.

1.2. Immune cells and immunological processes

Circulating cells are promising targets for future cellular diagnostics because patient
samples can be obtained more easily than from tissue. White blood cells or leuko-
cytes are particularly intriguing due to their involvement in the immunological pro-
cesses that are triggered bymany diseases. Atherosclerosis and phagocytosis are two
examples of processes that are crucially dependent on leukocyte function, as outlined
below.

All white blood cells are derived from hematopoietic stem cells that reside in
the bone marrow. From this progenitor, two major lineages extend that give rise
to myeloid and lymphoid cells (see Fig. 1.1). Neutrophils and monocytes are the
two most commonly occurring non-lymphoid leukocytes. While neutrophils are
fully differentiated,monocytes are progenitor cells that initially circulate through the
bloodstream for 8 to 12 hours and eventually migrate into tissue where they differ-
entiate into macrophages. Monocytes are approximately 8 to 10 μm in diameter and
possess kidney-shaped nuclei. roughout this thesis, cultured THP-1 cells are used
as amodel system formonocytes because they displaymany basic immune functions
and are readily available. Additionally, THP-1 cells can be differentiated into adher-
ent macrophage-like cells.

1.2.1. Atherosclerosis

Atherosclerosis is an in ammatory condition which is characterized by a thickening
of the arterial wall as a result of an accumulation of cells and lipids23,24. At the on-
set of atherosclerosis, the integrity of the endothelial cell layer is compromised, and
as a result, low-density lipoproteins (LDL) can enter sub-endothelial space where
they become trapped by interactionswith the extracellularmatrix (ECM).Oxidation
‡ In passive testing of cells the idea of Richard Feynman resonates that most problems in biology can be
solved by 'just looking at the thing'.
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Figure 1.1 – Simpli ed overview of hematopoietic differentiation. By differentiation, hematopoietic
stem cells that reside in the bone marrow give rise to all white blood cells. First differentiation steps take
place in bone marrow before most cells enter blood circulation. Upon a variable time in circulation, cells
either die or extravasate into tissue where they can continue to differentiate. e gure has been adapted
from www.wikipedia.org (under the terms of the GNU free documentation license) and from ref. 22.

of LDL leads to the release of chemokines that increase the expression of adhesion
molecules on endothelial cells and circulating monocytes. As a result, monocytes
locally adhere to the endothelium and migrate from the blood stream into the tissue
where they differentiate into macrophages. Once differentiated, these macrophages
begin ingesting locally present LDL particles and turn into so-called foam cells. e
continuous release of chemokines gives rise to a positive feedback loop that leads to
further growth of the atherosclerotic plaque. Eventually, the lesion can become un-
stable and release its clotted contents into the blood stream. e thus released clot
can locally block the circulation of blood and result in a myocardial infarction or a
stroke25.

e growth of the atherosclerotic lesion is strongly driven by the extravasation of
monocytes as a result of an increased expression of adhesionmolecules26,27. Current
research is guided by the hypothesis that the severity of atherosclerosis correlates
with the emergence of a subset of monocytes with an abnormal level of membrane
receptor expression28--31. In viewof future applications in functional cell diagnostics,
this thesis explores the potential ofmicroparticles to differentiate between subsets of
cells by studying the broader framework of cell-surface interactionswith quantitative
biophysical means.
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1.2.2. Phagocytosis

Phagocytosis is the process by which immune cells ingest foreign objects and apop-
totic cells that are larger than about 0.5 μm32. Smaller objects, such as viruses and
macromolecules, are taken up by clathrin-dependent endocytosis while liquids are
internalized by macropinocytosis. Many cells are capable of phagocytosis but only
macrophages, monocytes and neutrophils are specialized in it and are hence called
professional phagocytes.

Phagocytosis can be seen as a process with four stages (see panels A-D of Fig.
1.2 for an illustration of the special case of Fc-receptor-mediated phagocytosis): (A)
recognition and binding via speci c receptors on the cell, (B) engulfment by actin-
drivenmembraneprotrusion, (C) formationof a closed vesicle (phagosome) and (D)
degradation of phagosome contents. Successful completion of this sequence is based
on the parallel execution of many complex biochemical pathways.

e identi cation of phagocytic prey occurs upon binding of speci c target
molecules by receptors on the phagocyte membrane32. To increase the robust-
ness of recognition, the molecular targets are highly conserved and generally form
integral parts of the invading pathogens. Commonly called pathogen-associated
molecular patterns (PAMPs)33, these targets includemannans in yeast cell walls and
lipopolysaccharides in the outer cell wall of Gram-negative bacteria. ese patterns
are directly recognized by a diverse range of receptors, e.g. themannose receptor, in-
tegrins like CD11b/CD18 and scavenger receptors such as CD14. In some cases, the
phagocytic target is identi ed through a molecular intermediary. Examples of such
processes are the binding of complement and the recognition of antibody fragments
by theFc-receptors of the cell. In the latter scheme, anobject is rst taggedby speci c
antibodies (a process called opsonization) whose well-conserved tail region in turn
serves as a target for cells of the immune system. e initial binding of phagocytic
targets has traditionally been regarded as a passive process that is driven by thermal
uctuations of the membrane and the diffusive motion of membrane receptors but

recent studies suggest that actively driven protrusions akin to probing tentacles are
involved as well34,35. In general, several receptors can be simultaneously engaged in
the stage of recognition and it remains challenging to distinguish those that merely
bind the target from those that trigger its uptake36. Fc-receptors have conclusively
been shown to do both32 and Fc-receptor mediated phagocytosis remains the most
commonly studied mechanism of phagocytosis.

Upon binding of the target, its uptake is triggered. In Fc-receptormediated phago-
cytosis, the crucial signaling unit is the immunoreceptor tyrosine based activation
motif (ITAM) found on the cytoplasmic tail of some Fc-receptors. Fc-receptors that
do not possess an ITAMcolocalize withmembrane-bound subunits that serve as sig-
naling beacons. Once ligated by an Fc region, the receptors are triggered to form
clusters that stimulate the phosphorylation of the ITAM by kinases of the Src fam-
ily37. e formation of clusters is thought to be required to generate signals that
exceed a threshold beyond which phagocytosis ensues38. Single activated recep-
tors hence do not initiate a response and are internalized in a clathrin-dependent
way39. Upon phosphorylation of ITAM, the kinase SYK binds to the motif and sub-
sequently initiates further signaling pathways that trigger the polymerization of actin
which is thought to be the main driver of the protrusion of the membrane. Among
the molecules that have been implicated in downstream signaling are calcium, phos-
pholipases, kinases of the PKC family and several phosphoinositide kinases38,40. e
local structure of actin is mainly orchestrated by the Arp 2/3 complex . Newly poly-
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Figure 1.2 – Stages of Fc-receptor-mediated phagocytosis. (A) A phagocytic target is initially identi ed
via speci c bonds between the Fc-receptor and opsonizing antibodies. (B) Subsequently, intracellular
signaling triggers a directed deformation of the membrane (phagocytic cup) with the aim of engul ng
the external object, which can be an arti cial particle or a bacterium. (C) By closing the phagocytic cup,
an intracellular vesicle, called a phagosome, is formed. Subsequently, lysosomes begin merging with the
phagosome. (D) Acidi cation and/or enzymatic digestion eventually lead to the neutralization of the
phagocytic target.

merized actin laments are subsequently connected by cross-linking proteins, such
as α-actinin41, into networks that can be contracted by a large family of involved
myosin motor proteins42,43.

Eventually, the membrane protrusion closes on itself and the phagocytic target is
contained in a vesicle. e phagosome is then coupled to cytoskeletal structures via
motor proteins on its external membrane44,45. Enabled by these motor proteins, the
phagosomes subsequently undergo a characteristic centripetal motion towards the
center of the cell. During this transport phase, the phagosome fuseswith intracellular
vesicles called endosomes and lysosomes. ese vesicles contain proton pumping
proteins and speci c enzymeswhich help to lower the pHand to biologically degrade
the contents of the phagosome.

Despite the existing comprehensive insight into the biochemical processes at play
during internalization of phagocytic targets, little is known about themechanical de-
terminants of the process, such as deformation energies and forces. A characteriza-
tion of these 'output variables' will complete our view on how the above molecu-
lar processes collude to drive the complex mechanics of phagocytosis. In this the-
sis, we present a method that enables the mechanical characterization of emerging
phagocytic cups in chapter 4 of this thesis. Beyond functional cell diagnostics, this
approach can potentially become useful to quantify the mechanical changes that are
driven by the biochemical pathways sketched above.
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1.3. Studying the mechanics of single cells

e function of single cells can be characterized by properties whose quantitative
values correlatewith the experimental ormedical condition in question. ese prop-
erties can be static, e.g. uorescence intensities in ow cytometry, or dynamic, such
as excretion pro les or migration velocities.

With functional cell diagnostics in mind, not all of the accessible characteristics
make for suitable diagnostic targets because their acquisition necessitates involved
biochemical procedures. For this reason, the mechanical properties of cells are a
promising basis for functional cell testing46--48. Mechanical properties can usually be
determined without the use of labels and most measurement techniques come with
an inherent quantitative scale. e deformability of cancer cells, for instance, has
been studied as a differentiating property and signi cant differences have been re-
ported between healthy cells and tumor cells49--53. In other experiments, red blood
cells infected by Plasmodium falciparum§ were shown to be stiffer than their healthy
counterparts54. Beyond static properties like stiffness, a wide range of dynamic me-
chanical processes, e.g. cell spreading, migration or phagocytosis, can potentially
serve as a basis for novel diagnostic concepts.

e schematic in Fig. 1.3 depicts a generic pathway that exempli es how molec-
ular processes, cell mechanics and disease states are linked. At the molecular scale,
drug treatments, environmental factors or foreign pathogens interact with cells pas-
sively or via speci c receptors in the cell membrane. Intracellularly, these interac-
tions lead to the activation of signaling pathways and potentially to increased or de-
creased gene expression. Resulting changes in structural protein concentrations or
turnover rates can affect the mechanical integrity of the cell. At the cellular level,
these changes manifest themselves in alterations of passive properties like deforma-
bility or shape which in turn affect dynamic processes that are central tomany physi-
ological processes. At the tissue or organ level, themolecularly induced stimuli result
in pathological patterns that characterize diseases.

e eld of biophysics has spawned a number of techniques for cell-mechanical re-
search that enable the investigation of the mechanisms at play during the interaction
of cells with arti cial surfaces and probes. An overview and discussion of selected
available biophysical techniques is given below.

1.3.1. Overview of techniques

During the last three decades, the eld of cellmechanics has beendrivenby thedevel-
opment of a variety of techniques for the mechanical characterization of single cells.
Nowadays, many of the techniques are used in parallel as every approach has inher-
ent physical characteristics that enable its use for speci c tasks. Fig. 1.4 introduces
ve commonly used techniques and the length scale at which they operate.
Many early experiments seeking to verify the predictions of elementary concepts

inmembranemechanics were carried out with themicropipetting approach55--57. In
this setup, a lipid vesicle or a cell is partially aspirated at the ori ce of a pipette with
an inner diameter of a few micrometers. From the applied pressure difference and
the measured deformation of the specimen, properties such as bending stiffness and
cortical tension can be determined.

e 1980s saw the development of optical tweezers58,59 and atomic force mi-
croscopy (AFM)60, two techniques whose introduction would have a lasting impact

§ Plasmodium falciparum is one of the Plasmodium parasites that can cause malaria in humans.
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Figure 1.3 –Generic biochemical pathways that relate disease states with cell mechanics. External fac-
tors trigger biochemical changes that manifest themselves in alterations of themechanical structure of the
cells. In turn, these structural changes affect the function of the cells and lead to physiological conditions
that are recognized as diseases. Adapted from ref. 46.
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on the development of bothmolecular and cellular biophysics. Optical tweezers take
advantage of the force that a refractive particle experiences when interacting with
light. With micrometer-sized particles and strongly focused laser beams, the appli-
cable optical forces can reach up to several hundred piconewtons, making optical
tweezers suitable for highly localized cell mechanical measurements.

AFM was initially used for dry, solid specimens and became useful for cell me-
chanics when liquid-phase AFM was introduced61,62. In AFM, a cantilever with a
knownmechanical stiffness is brought in contact with a sample via a small tip. Upon
displacement of the cantilever, the contact point experiences a force whose magni-
tude is determined bymeasuring the de ection of the cantilever. e force detection
limit of AFM depends on the stiffness of the cantilever. e tip has a radius of a few
nanometers and enables highly localizedmeasurements. However, the inhomogene-
ity of the cell membrane at the nanometer scale usually complicates the interpreta-
tion of results inmechanical terms. In this regime, the properties of singlemembrane
constituents dominate the measurements. For this reason, in cell-mechanical stud-
ies, the tip of an AFM is frequently replaced by a small sphere.

1.3.2. Magnetic manipulation

Manipulation of biological matter by magnetic forces far precedes the above tech-
niques. First experiments aimed at elucidating the mechanical properties of the cy-
toplasm have been reported by Crick andHughes in 195063,64. In these studies, mag-
netic particleswere injected into cells andexposed to a strongmagnetizing eld. Sub-
sequent actuationby amuch smallermagnetic eld then evoked amotionwhose time
course revealed that the cytoplasmwasmuchmore viscous thanwater and that it had
elastic properties. e demonstrated ability to manipulate living matter by applica-
tionofmagnetic elds gave rise to twogeneral approaches that havebecome standard
tools by the end of the 20th century.

Magnetic tweezers take advantage of the force that a particle experiences in an in-
homogeneousmagnetic eld. As indicated by the term 'tweezers', these instruments
usually include sharp ferromagnetic tips that locally create strong eld gradients in
the vicinity of single particles. Due to the high inductance of the iron core,mostmag-
netic tweezers have a small frequency bandwidth¶ but generally allow for application
of high forces� of up to 100 nN on 5 μm particles74. Since themagnetic eld gradient
around a sharp tip drops off rapidly with increasing distance, magnetic tweezers are
inherently unsuitable for multiplexed acquisition of data frommultiple particles.

In the past, magnetic tweezers have been used to study the viscoelastic properties
of the actin cortex75,76 and the cytoplasm77,78. Other work focused on the strength
of focal adhesions79 and the different roles of integrins in mechanotransduction80.

e original experiments of Crick and Hughes were based on the torque that a
magnetic particle experienceswhen forced into alignmentwith an externally applied
eld. is approach requires the particles to carry a xed magnetic moment that is

usually imposed by a strong initial magnetizing pulse. With similar aims as Crick
and Hughes, Valberg and coworkers carried out comparable experiments81--83 in the
1980's and measured the viscoelastic properties of the cytoplasm in the presence of

¶ e coil acts as an inductive low-pass lter with cutoff frequency fc = R/(2πL). As an example, for
the magnetic tweezers setup used by Schmidt et al. 73 the cutoff frequency is less than 1 Hz. Removing
the iron core would increase the bandwidth but decrease the strength of the generated magnetic eld.
� e effective shear force τ/R at the surface of a bound particle in magnetic twisting cytometry is taken
for comparison.
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various chemical interventions, such as the actin polymerization inhibitor cytocha-
lasin D.

e work of Valberg and others was later extended to particles that were bound to
the extracellular face of the cellmembrane andwhose collectivemotionwas detected
by induction coils. In a seminal paper, this technique, now called magnetic twisting
cytometry (MTC), was applied to discover that the integrin class of membrane re-
ceptors are capable of transmitting mechanical stress84 from extracellular space to
the cytoskeleton. is ground-breaking paper gave a decisive impulse to research
aimed at understanding the mechanisms of mechanical interactions between cells
and their surroundings. Nowadays summarized under the term mechanotransduc-
tion (ormechanobiology), this line of research has spawned intense interdisciplinary
research at the intersection between physics and biology.

e introduction of MTC coincided with the adoption of the tensegrity princi-
ple, describing the mechanical structure of the cytoskeleton as an ensemble of rods
and cables that are under compressive or tensile stress, respectively85. In later years,
MTCwas used to investigate the in uence of cell spreading on cell stiffness86 and the
role of different proteins in coupling integrins to the cytoskeleton87,88. MTC proved
to be a useful tool to study the differences between differentially treated cell popula-
tions as, unlike AFM or optical tweezers, it made it possible to readily acquire data
from thousands of cells simultaneously. is point is crucial because the variation in
stiffness between cells of the same sample can easily reach two orders ofmagnitude66

and many individual measurements need to be taken before a comparison between
two samples becomes statistically signi cant. However, the lack of a single-cell per-
spective, small dynamic range, complicated instrumentation required for magnetic
detection** and a susceptibility formisinterpretation of results due to heterogeneous
particle binding across a sample91 eventually led to a new development that retained
the principle of actuation but introduced a different means of detection.

To mitigate some of the above shortcomings, magnetic twisting cytometry was
combined with microscopic imaging of ensembles of individual particles65. With
high-speed imaging at hand, this approach enabled dynamic measurements at ac-
tuation frequencies of up to 1 kHz. is approach was used to study the dynamic
modulus of the cytoskeleton as a function of frequency and led to the discovery of
an unexpected power-law dependence, indicating a lack of a dominant time scale
of relaxation66. Interestingly, this nding was independent of the type of molecular
coupling92 to the cell. e utility of magnetic twisting was further demonstrated by
time-dependentmeasurements which revealed the transient change of the viscoelas-
tic properties of HASM cells upon administration of contractile or relaxing agents93.

rough years of application to a wide range of questions, magnetic twisting cy-
tometry has become a standardized tool for research into mechanotransduction and
network dynamics. Yet, despite its widespread use, the details of the mechanical in-
teraction between single magnetically actuated particles and cells remain poorly un-
derstood. A large array of theoretical studies94--99 has sought to simulate the motion
of individual particles with the aim of validating the results gained in MTC experi-
ments. On the experimental side, however, the geometry of the binding site which is
mainly expressed by the degree of particle embedding, has so far only been studied
by reconstruction of confocal microscopy images100. As a result, magnetic twisting

** e measurements involve detecting a nanotesla signal from the particles in presence of a millitesla
actuation eld. Hence, great care has to be taken to shield the setup from magnetic stray elds. is
was partially solved by spinning the sample at a xed frequency and using lock-in detection to lter the
signal 89,90.
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of particles cannot be reliably used to extract absolute material properties. In chap-
ter 3 of this thesis, we introduce an experimental technique that can help to further
corroborate or disprove some of the theoretical predictions.

1.4. Interactions of cells and surfaces

1.4.1. Biological context

Cell adhesion is a ubiquitous phenomenon as most cells of the human body adhere
to each other or to assemblies of structural proteins to form tissue. Tissue cells are
crucially dependent on establishing and retaining these mechanical connections and
cannot survive without them. For research purposes, these cells are usually grown
on at substrates that have been coated with proteins, e.g. bronectin, that mediate
adhesion via integrin receptors. While this approach is accepted practice, recent
advances in mechanotransduction have raised concerns that the proliferation and
migration of cells on two-dimensional substrates differs from behavior that has been
observed in more realistic three-dimensional scaffold environments.

Non-adherent (circulating) cells, while not requiring contact for survival, are also
regularly involved in adhesive processes. For neutrophils and monocytes, adhesion
to the endothelium is an inherent stage of their life cycle as it precedes their migra-
tion into the underlying tissue. Adhesion de ciencies caused by a lack or defect of
the requiredmolecular receptors has been shown to trigger severe recurringbacterial
infections101 whilemitigating the impact of in ammatory diseases like atherosclero-
sis102. Phagocytosis is another example of a process that is tightly regulated by the
recognition of speci c molecules by the cell, followed by adhesion and engulfment.

1.4.2. Methodological context

Testing the function of cells is typically conducted according to the principle of sys-
tem identi cation wherein the stimulus and the response are related to infer a target
characteristic. Existing functional testingmethods, such as platelet aggregometry or
ow cytometry, are o en semi-quantitative as they require a calibration scale to as-

sess the acquired results. e eld of biophysics can potentially help to overcome
this shortcoming and has spawned a number of methods that enable the veri cation
of theoretical models and thereby give rise to a quantitative understanding of biolog-
ical systems.

In Fig. 1.5, ve (cell-)biophysicalmethods are comparedwith respect to the scales
of force and length (torque and angle) that they employ. e techniques thereby
access different energy scales that are in turn related to different physiological pro-
cesses. In order to study a physiological process, it is hence important that the
relevant energy scale and the required degree of localization (see Fig. 1.4) can be
reached. Furthermore, the energy scale and the degree of localization determine the
appropriate coarseness of applicable quantitative models. In chapter 4 of this thesis,
wemake use of magnetic microparticle actuation to study phagocytic uptake. In this
approach we address the biological context by employing particles are of a similar
size as bacteria. e energy scale of the membrane protrusion is matched by actua-
tion of ferromagnetic particles.
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1.4.3. Implications for biosensing

In the context of biosensing, it is imperative to understand the processes at play dur-
ing interaction of cells with the arti cial surfaces in a biosensing device. A better
insight into the mechanism of these interactions and ways to control them can po-
tentially lead to three future developments.

In a research setting, an improved understanding of cell-surface interactions will
help to unravel the coupling between themolecular scale andphysiological processes
at the level of the whole cell. Understanding these links can potentially reveal new
starting points for future treatments. is approach is related to the eld of organ-on-
a-chip, where molecular and cellular processes are studied in an arti cially created
tissue environment.

In view of the hypothesis that circulating cells and their classi cation by sub-
sets carries diagnostically relevant information, future biosensing concepts could be
based on the analysis of freshly isolated but xed blood cells. Fixation prevents that
active processes lead to in-vitro degradation of patient material and thereby facili-
tates the establishment of standard procedures.

Further in the future, live-cell diagnostics aimed at quantifying dynamic cellular
processes in patient samples might emerge in an effort to diagnose complex disease
patterns. is development brings with it the challenge of establishing standards for
diagnostic work with living cells as opposed to xed cells.

1.5. This thesis

e objective of this thesis is to investigate static and dynamic mechanical interac-
tions that cells can potentially experience in the arti cial environment of a biosensing
device. Some of these interactions cannot be avoided and their consequences need
to be understood better than is currently the case. Other interactions can be initiated
deliberately and offer insight into the physiological workings of the cell.

In chapter 2 the experimental and theoretical foundation of this thesis is laid out.
e rst two sections of chapter 2 cover the primary methodological tools of mag-

netic particles and image processing. e latter sections introduce elementary con-
cepts of membrane mechanics and interfacial forces.

Chapter 3 introduces Euler angle tracking as an extension of conventional particle
tracking methods. e chapter introduces the general approach of using uorescent
markers to measure the rotational and translational movement of a particle with 5
degrees of freedom. Using this approach in combination with magnetic actuation to
probe the mechanics of the cell cortex, we reveal previously unreported patterns of
motion. Our measurements are indicative of receptor-induced changes in the me-
chanical structure of the contact region between the particle and the cell.

In chapter 4 of this thesis, we used Euler angle tracking to study the cellular up-
take of particles by phagocytosis. To this end, we functionalized magnetic particles
such that they would be recognized as phagocytic prey upon making contact with a
cell. By dynamically measuring translational and rotational stiffness during the up-
take phase, we detected characteristic mechanical patterns that are representative of
phagocytosis. Furthermore, we provide a theoretical model of a phagocytic cup that
can explain the observed characteristics.

Chapter 5 of this thesis touches upon the interaction of cells with non-speci cally
coated substrates. We applied a uid shear ow to detach cells from their substrate.
By using differential interference contrast (DIC) imaging and measuring the trajec-
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tory of single detaching cells, we found that the cells do not simply peel off the
substrate but remain transiently attached by multiple membrane tethers that sub-
sequently fail under the applied load. We suggest that the formation of tethers is
intricately linked to the topology of the adhesion zone.



.2 Experimental and theoretical
background

e primary objective of cell mechanical research is to further the un-
derstanding of mechanisms that determine the fate of cells in their na-
tive environment. However, understanding how cells interact with an
arti cial environment is equally important in view of an ever growing
interest in diagnostic tools targeting whole cells. In this chapter, the
theoretical foundations for this thesis are laid. In 2.1, the properties of
magnetic particles are explained. Section 2.3 gives an introduction to
particle image trackingwith aparticular focus on theHough transform.
Section 2.4 gives an overview of the structure of cell membranes and
provides a framework for a mathematical description of their mechan-
ical properties. e last part of this chapter discusses the interactions
between cell membranes and surfaces.
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2.1. Magnetic particles

Due to their size and a large number of available surface modi cations, micrometer-
sized particles provide an ideal handle for investigations at the single-cell level. In
chapter 3 and 4 of this thesis, we use ferromagnetic particles to exert forces on cells.
In this section, their most important characteristics are given.

2.1.1. Magnetic actuation

In ferromagneticmaterials, themagnetic spins of unpaired electrons give rise to a net
magnetization of the sample, even if no external magnetic eld is applied. Magnetic
materials are organized in domains whose boundaries delineate volumes that con-
tain elementarymagnetic moments with the same orientation. Domains arise due to
the balance between quantum-mechanical exchange interaction, classical magneto-
static forces and randomizing thermal forces. Unlike in paramagnetic materials, the
exchange interaction between neighboring spins is dominant in ferromagnetic ma-
terials, hence allowing for stable domains to persist at room temperature. At high
temperature, thermal forces become dominant and as consequence, ferromagnetic
materials lose their domain structure when heated above the critical Curie tempera-
ture.

Macroscopically, a magnetic particle can to rst order be approximated as a mag-
netic dipole. If exposed to an external magnetic eld, the dipole moment will expe-
rience a force and a torque that aim to minimize the interaction energy between the
dipole and the eld. If the interaction with an external magnetic eld is assumed not
to alter either the dipole or the eld, the force F and torque τ are given by

F = ∇ (m ·B) and (2.1)
τ = m×B. (2.2)

Here,mdenotes themagneticmoment vector of theparticle andB is the uxdensity
vector of the external magnetic eld. Equation 2.1 expresses that, given a constant
magneticmoment, a particle only experiences a force if the surrounding eld is inho-
mogeneous, i.e. its gradient is non-zero. Equation 2.2 shows that the resulting torque
will drive the magnetic dipole moment into alignment with the magnetic eld lines.

2.1.2. Ferromagnetic particles

In absence of an external magnetic eld and without prior exposure to one, ferro-
magnetic materials have a disordered domain structure. As a result, the netmagneti-
zation of the material vanishes. Tomagnetize the material, it has to be exposed to an
external magnetic eld whose interaction energy with individual domains is strong
enough to enforce reordering. emagnetic eld at which domains reorient is called
the coercive eld. It is material-dependent and is usually not an isotropic property
of the object. Depending on the crystalline structure of thematerial, the shape of the
object and the structure of its surface, the coercive eld can be lowest along certain
axes. ese axes are called easy axes because themagnetic eld required tomagnetize
the object in these directions is minimal.
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A B

Figure 2.1 – Scanning electron images of ferromagnetic particles. (A) An overview image reveals that
a majority of particles has a uniform spherical shape. Scale bar is 10 μm. (B) A close-up shows that the
surface of the magnetic particles is covered by rod-shaped crystals. e particles had been marked with
small uorescent spheres (colored green; see chapters 3 and 4 for applications of uorescently marked
magnetic particles) with a diameter of about 200 nm. Scale bar is 3 μm. For improved clarity, the images
have been false-colored manually.

Compared to superparamagnetic particles*, the coercivity of ferromagnetic parti-
cles is o en much higher. As a result, strong magnetic elds are necessary to fully
magnetize ferromagnetic particles. A er removal of the magnetizing eld, the parti-
cles retain a remanentmagneticmoment. In the experiments described in this thesis,
we will use this remanent moment to apply forces and torques. Since the magnetic
elds that are used to actuate the particles are below the coercive threshold, no sig-

ni cant remagnetization occurs on the time scale of an experiment.
e particles we used in chapters 3 and 4 were ferromagnetic with a diameter of

about 4.4 μm (Spherotech, Inc., Lake Forest, IL, see Fig. 2.2). ey are made by
coating polystyrene spheres with a layer of chromium dioxide. To render the surface
bio-compatible and amenable to chemical modi cation, a nal polystyrene shell is
applied (see103 for details of the manufacturing process). e surface morphology
of the particles is shown in SEM images in Fig. 2.1. In all our experiments, we made
use of particles with a carboxyl termination and covalently bound proteins via free
amine groups, using EDC/NHS chemistry.

2.1.3. Torque calibration

To determine the torque on the particles upon application of a magnetic eld, the
magnetic moment of the particles had to be measured. To this end, we uorescently
tagged our particles as described in themethods section of chapter 3 andmagnetized
them by applying a magnetic eld pulse of at least 100 mT.We then suspended them
in an aqueous glycerin solution with a water content of about 6 w% and applied a ro-
tating homogeneous magnetic eld by powering all four coils of a quadrupole setup
(previously described by Janssen et al.104). At a xed rotation frequency of 1 Hz and
magnetic ux densities of more than 5mT, all particles rotated at the same frequency
as the eld because themagnetic torque was large enough to overcome the hydrody-
* Superparamagnetic particles consist of ferromagnetic grains embedded in a polystyrene matrix. e
spins in individual grains are rapidly randomized due to dominant thermal forces. As a result, the particle
is non-magnetic in absence of an external eld. In presence of a magnetic eld, the individual ferromag-
netic domains align and give rise to a larger magnetic moment than commonly observed in paramagnetic
materials.
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Figure 2.2 – Size distribution of ferromagnetic Spherotech particles. e manufacturer of the particles
measured the particle size with a Coulter counter (solid line, adapted from batch description). We es-
timated the particle size from calibrated micrographs (bar histogram values) with single pixel accuracy
(1px≡90 nm). Both distributions are in good agreement and have a main peak at about 4 to 4.3 μm (mean
diameters 4.44 μm (Coulter analysis), 4.5 μm (micrographs, as shown here)).

namic drag of the viscous uid. By decreasing the magnetic ux density in steps of
0.1 mT, we determined the minimum eld strength (from hereon called the critical
eld strength) at which the particles could still follow the eld. Below this limit, the

applied magnetic torque is lower than the hydrodynamic drag and the particles en-
ter a characteristic "wiggling" regime of motion105 (see Fig. 2.3). At the critical eld
strengthBcrit, the magnetic torque equals the hydrodynamic drag:

mBcrit = 8πηR3 dφ

dt
(2.3)

Here, η is the viscosity of themedium,R is the radius of the particle and dφ/dt is the
rotation frequency of the particle (equal to the eld frequency in equilibrium).

We determined the critical eld strength for 7 particles from the same sample. We
used a value of η = (0.40±0.06) Pa·s106 and assumed an uncertainty of 15% due to
the strong dependence of the viscosity of aqueous glycerin solutions on temperature
and water content. e presence of the surface presents another source of uncer-
tainty as the assumption of a bulk liquid fails for small distances. Simulations have
shown that the resulting increase in effective viscosity is less than 20%107. e error
resulting from the uncertainty of the applied current and magnetic eld was on the
order of 1-2% and could be neglected in the face of the uncertainty of the viscosity.

e resultingmeanmagneticmoment in a sample of 7 particleswasm=2.2·10-13 Am2

with a coefficient of variation of 15%. e observed spread of values can be mainly
attributed to the imperfect monodispersity of the size of the particles which was ap-
proximately 10% for the batchwe used. e average remanentmagneticmoment we
determined is in good agreementwith the value of (2.3±0.23)·10-13 Am2 that Laurent
et al.100 obtained frombulkmeasurements using amodi ed vibrating samplemagne-
tometer (VSM) and the Fonermethod108. De los Santos et al. used a SQUID† sensor
to measure the bulk magnetization of dried particle samples and found a remanent
magnetic moment of about 4·10-13 Am2 109.
† Abbreviation for superconducting quantum interference device.
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Figure 2.3 – Simulation of a magnetic particle in a rotating magnetic eld. At low magnetic eld fre-
quencies, magnetic torque and uid drag are always in balance and the particle can follow the imposed
eld. Above the critical frequency, the particle movement is intermittently asynchronous with the eld

and periods of retrograde angular motion ('wiggles') begin to appear (see inset). As a result, the average
rotation frequency drops. e data was obtained from a Brownian dynamics simulation with parameters
that represent the experiment carried out to calibrate themagnetic moment of ferromagnetic Spherotech
particles: m=2.2×10-13 Am2,B=3 mT, η=0.4 Pa·s,R=2.25 μm.

e resulting peak magnetic torque on a particle is given by the product of the
magnetic moment and the maximummagnetic ux density of the actuating eld. At
a typical actuating eld of 8mT, the appliedmagnetic torque is hence about 1.8·10-15

Nm, or 38 Pa, if normalized by the volume of the particle. is value is comparable
to torque amplitudes that have commonly been applied in magnetic twisting cytom-
etry66.

2.2. Stiffness measurements

Due to their size and the applicable range of forces and torques, magnetic particles
are frequently used to study the local mechanical stiffness of cells. To this end amag-
netic eld of a well-de ned magnitude and gradient is applied to exert a torque on
a particle that is in contact with a cell. e displacement of the particle in response
to the eld can then be measured by a variety of means and be related to the applied
torque or force. e quotient of both quantities is a stiffness. To obtain the inherent
material property that governs the resistance to deformation, e.g. the shear modulus
G, the geometry of the contact region needs to be known. Given the usual complex-
ity of the contact interface between a particle and a cell, the formulation of a suitable
model is formidable task. Fortunately, themeasured stiffness values can o en be pro-
cessed in alternative ways to extract time-resolved behavior or scaling laws that can
yield insight into the structure of the material.

Cells derive their structural stability from an inhomogeneous meshwork of entan-
gled lamentous proteins, called the cytoskeleton. While individual laments are
mainly elastic and can be modeled as bendable rods, the networks they form exhibit
viscoelastic properties. is gives rise to rheological phenomena such as stress-strain
hysteresis, creep and stress relaxation. ese properties are most easily observed
in the time-domain. Many micromanipulation studies characterized the viscoelas-
tic properties of cells by analyzing the deformation in response to a constant applied
force or (somewhat more difficult to measure) the gradual decrease of stress under
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an imposed constant strain. ese approaches are suitable if the main focus is on
the static material properties. If the probed region of the cell is expected to change
dynamically, the applied stress can be modulated with an oscillation of known fre-
quency. e stiffness of the material is then obtained by evaluating the Fourier spec-
tra of applied torque and measured displacement at the applied frequency of actu-
ation. is approach enables measurements in the presence of noise while offering
bandwidths of up to 1 kHz that are mainly limited by the maximum frequency of the
applied magnetic eld.
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Figure 2.4 –Oscillatory actuation. (A)A particle in contact with a viscoelastic medium is magnetized to
assume a magnetic moment in the xy-plane. In a continuously rotating magnetic eld in the same plane,
the particle experiences a time-varying magnetic torque that is opposed by the complex stiffness of the
material. Note: the zero-frequency component of the angle measurement has been removed for clarity.
(B) e resulting displacement of the particle assumes a sinusoidal shape and is phase-shi ed by∆ with
respect to the applied torque. (C) e Fourier spectrum of the amplitude ofϕ exhibits a pronounced peak
at the driving frequency (here, fa=0.5 Hz). e absence of higher harmonics indicates that the relation-
ship between torque and angle is linear in the range of applied torques.

In oscillatory actuation, the magnetic eld is modulated with a frequency fa such
that the torque on the particle takes on a sinusoidal shape:

τ(t) = τ0 sin (2πfat). (2.4)

In response to the induced torque, the material of the cell will locally deform. is
deformation is measured as the phase-delayed angular excursion of the particle (see
Fig. 2.4)

φ(t) = φ0 sin (2πfat+∆). (2.5)

e value of the phase shi ∆ varies between 0° for an ideally elastic material and 90°
for a purely viscous environment. Torque and displacement are related to each other
by the dynamic modulusG∗ which in Fourier space is given by

G∗ (f) =
τ∗ (f)

Φ (f)
. (2.6)

If the probed material is linearly viscoelastic, the measured deformation is phase-
shi ed with respect to the oscillatory actuation, but not distorted. In this case, the
Fourier spectrum of Φ does not contain higher harmonics and the dynamic modu-
lus can be determined by evaluating G∗ at the driving frequency fa. e dynamic
modulus can be decomposed into its components as follows:

G∗ = G′ + iG′′. (2.7)
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Here, G′ and G′′ denote the storage (elastic) modulus and loss (viscous) modulus,
respectively. e quotient δ = G′′/G′ is called the loss tangent and provides a scale-
free parameter of the general nature of the probed region, δ =0being perfectly elastic
and δ → ∞ indicating a purely viscous uid.

Within the framework of this thesis, we carried out two types of oscillatory exper-
iments. In frequency sweeps, a series of actuation sets at different frequencies is ap-
plied to obtain the frequency dependence of the dynamic modulus. In time sweeps,
the sample is continuously actuated by a magnetic eld at a xed frequency. In both
types of experiments, the magnetic actuation was phase-locked to the recording fre-
quency of the camera, typically such that 15 frames were recorded per actuation cy-
cle. To obtain acceptable signal-to-noise (S/N) ratios, the stiffness was calculated on
intervals that comprised several actuation cycles. In a time sweep experiment, the
recorded time trace was thus evaluated inside a rectangular window that included
integer multiples of one actuation cycle (see Fig. 2.5).
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Figure 2.5 – Extraction of stiffness values from oscillatory actuation. In a typical time-sweep experi-
ment, the measured displacement is evaluated on intervals that each contain cycles. e example depicts
a measurement where the character of the probed region gradually became more solid-like. is is indi-
cated by the increase of the storage modulus G′ in relation to the loss modulus G′′ (or the decrease of
the loss tangent δ). e absolute increase in stiffness (expressed as |G*|) is relatively small as the dynamic
modulus of the material is dominated by its viscous component.

e acquired stiffness values are subject to uncertainty due tomeasurement noise.
To estimate the propagated error, we decompose the dynamicmodulus into its com-
ponents:

G∗ =
R{τ∗}R{ϕ∗}+ I{τ∗}I{ϕ∗}

R{ϕ∗}2 + I{ϕ∗}2
+ i

I{τ∗}R{ϕ∗}+R{τ∗}I{ϕ∗}
R{ϕ∗}2 + I{ϕ∗}2

. (2.8)

Here, R{·} and I{·} denote taking the real and imaginary part, respectively. We
carried out most of our experiments at an actuation frequency of 0.5 Hz where the
driving current (and themagnetic eld) is not distorted by the self-inductance of the
coils. Hence, we assume that the applied torque is perfectly sinusoidal such that the
real part of τ∗ vanishes. e absolute value ofG∗ (as evaluated in chapter 4) can now
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be written as

|G∗| =

√
(I{τ∗}I{ϕ∗})2 + (I{τ∗}R{ϕ∗})2

R{ϕ∗}2 + I{ϕ∗}2
. (2.9)

e uncertainty of |G∗| can then be approximated by the total differential

∆ |G∗| =
∣∣∣∣ ∂ |G∗|
∂I{τ∗}

∣∣∣∣∆I{τ∗}+
∣∣∣∣ ∂ |G∗|
∂I{ϕ∗}

∣∣∣∣∆I{ϕ∗}+
∣∣∣∣ ∂ |G∗|
∂R{ϕ∗}

∣∣∣∣∆R{ϕ∗}.

(2.10)

e uncertainty ∆I{τ∗} has to be estimated for the experimental setting and de-
pends on the alignment of the magnetized particles with the applied eld and the
variability of the magnetic moment in a sample of particles. To obtain estimates of
the uncertainties∆R{ϕ∗} and∆I{ϕ∗}, we consider the measurement noise in the
Fourier spectrum of the angular displacement. We assume that the measured time
course is a superposition of the real angular displacement of the particles, ϕa, with
measurement noise e

φ(t) = φa(t) + e(t), (2.11)

where we assume thatφa is a harmonic function that lags the applied torque and that
e is normally distributed white noise with zero mean and variance σ2. We calculate
e(t) on the examined interval by subtracting spectra in Fourier space and transform-
ing back into the time domain:

e(t) = F−1{Φ− Φδ(fa)}. (2.12)

Here, δ is the Dirac delta function. e variance of the noise can now be estimated
from a Gaussian t of the histogram of amplitudes in e(t). Finally, we write the un-
certainties of the determined Fourier components at the driving frequency fa as

∆R{ϕ∗} = ∆I{ϕ∗} =

√
2σ2

L
. (2.13)

Here, L denotes the number of samples on the considered interval. To decrease the
uncertainty of the determined stiffness values, it is hence advisable to strike a balance
between sampling length and desired time resolution.

2.3. Particle image tracking

With the rapid rise of digital image acquisition methods came the need to rapidly
process large amounts of visual data. A common task is the position detection of
point-like light sources in an image, o en with the aim of reconstructing their tra-
jectories. Within an appropriate theoretical framework, these trajectories can then
be analyzed to reveal the properties of the underlying physical system. A plethora of
algorithms has been created to track point-like objects under a variety of conditions.

is section gives a short introduction to particle tracking in general and the circular
Hough transform in particular.
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2.3.1. Conventional methods

Particles have been used to manipulate and tag molecular and cellular targets. Due
to the scaling relationship between applicable force and particle size, the manipula-
tion of cellularmatter o en requiresmicron-sized particles whose diameter is clearly
above the diffraction limit of typical light microscopes. Particles that serve as tags,
however, are commonly selected to be as small as possible to avoid disturbing the na-
tive diffusion behavior of the molecule they are attached to. Due to their small size,
these particles can no longer be resolved by conventional light microscopy and ap-
pear as diffraction-limited spots. In this size range, the tracking of particles is similar
to the tracking of individual uorescent molecules.

2.3.1.1. Centroid tracking

In centroid tracking a particle is considered a two-dimensional set of pixels whose
center of mass is equivalent to the position of the particle. is algorithm is time-
efficient, it does not impose restrictions on the shape of the particle and it can be
used at different length scales. Depending on the image quality, the performance of
the algorithm can be substantially reduced by additional lter operations that are re-
quired to suppress noise and background110. To determine the pixels that represent
the particle, the image is typically thresholded. To decrease the dependence on a
xed threshold value, the coordinates of each pixel are weighed by their respective

intensity. For large targets like the magnetic particles used in this thesis, centroid
tracking is more susceptible for position bias than cross-correlation tracking111 at
signal-to-noise ratios of less than 6. is algorithm has been used‡ for real-time anal-
ysis of magnetic twisting cytometry data66,93, interactions between colloidal parti-
cles110, passivemicrorheology112 and for tracking theBrownianmotion of individual
membrane constituents113,114.

2.3.1.2. Gaussian tting

e image of a single spherical (approximated as a point source) particle with a di-
ameter below the diffraction limit (≈ 200 nm) arises as the convolution of the light
sourcewith thepoint-spread function (PSF)of the imaging system. For circular aper-
tures, the resulting intensity distribution is an Airy pattern with a pronounced zero-
order that is commonly approximated by a Gaussian distribution. e positions of
single particles can hence be found by directly tting two-dimensional Gaussians to
the image data. In the diffraction-limited regime, this method has been shown to
operate better than centroid tracking or cross-correlation tracking, both in terms of
position bias and position variance111. Gaussian tting should not be used for par-
ticles that are larger than approximately 500 nm since their intensity pattern is no
longer Gaussian. In the past, Gaussian t tracking has been frequently used in u-
orescence microscopy studies of single molecules115, an approach o en called uo-
rescence specklemicroscopy (FSM)116. More recently, Gaussian ts were employed
to accurately determine the positions of single uorophores in images recorded with
super-resolution techniques such as STORM117,118 and PALM119.

‡ is list is by far not exhaustive in its breadth but focuses on references that explicitly mention centroid
tracking as the used tracking routine.
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2.3.1.3. Cross-correlation

Particles that are larger than the diffraction limit are o en tracked by cross-
correlating a stationary image of the particle (called a kernel) with the recorded im-
ages. e position of the particle is then equivalent to the position of themaximum in
the cross-correlationmap. At S/N ratios below 4, cross-correlation tracking exhibits
very low bias, but has a higher position uncertainty than centroid tracking. At higher
S/N ratios, both algorithms perform equally well111.

2.3.2. The Hough transform

e magnetic particles we used here are much larger than the diffraction limit of the
imaging system. As a result, the particles appear as circular areaswith relatively sharp
edges that separate them from the background. If no uorescentmarkers are present
on the particles and the depth of eld is larger than one particle diameter, their po-
sitions can be determined by centroid tracking or by cross-correlation tracking (see
above). While these algorithms are time-efficient, they are prone to errors if the in-
tensity distribution of the visible part of the particle is not stationary and the particles
are free to rotate. is is the case if uorescent markers are present on the particle
or if as a result of a small depth of eld, parts of the particle are not in focus and im-
perfections are visible. In those situations, the intensity patternwould change during
rotation of the particle and a conventional tracking algorithmwould recognize trans-
lationwhere there is none. However, the circular circumferenceof the particlewould
remain stationary and can hence serve as a feature for detection.

e Hough transform has originally been invented by Paul Hough120 to automate
the detection of lines in bubble chamber images. It was later extended to detect other
parametric objects like circles and ellipses121. Nowadays, the Hough transform is
routinely used in computer vision applications.

e general idea of theHough transform is to nd a set of pixels that are part of the
same geometric object. To this end, candidate pixels are selected and their locations
are mapped into a space (called the accumulator) whose dimensions represent the
parameters that are necessary to describe the object to be found. e location of the
object in the image space then emerges as a maximum in the parameter space.

To nd the outline of a circular particle, the pixels at its edge are the candidate
pixels that serve as input for the Hough transform. e determination of edge pixels
(x, y) can be carried out by a number of image segmentation and ltering techniques.

e simplest approach is to calculate the gradient matrix of the image and selecting
the locations of its local maxima as candidates. More sophisticated methods of nd-
ing edges include the Canny lter, the Sobel lter or morphological operations like
the watershed transformation.

e acquired set of candidate pixels ideally lie on the same circle. In Cartesian
coordinates, a circle is represented by the expression

R2 = (x− a)
2
+ (y − b)

2 , (2.14)

whereR is the radius of the circle and (a, b) the location of its center. e parameter
space for circles is three-dimensional and is spanned by a,b and R. Assuming that a
pixel (x, y) in the image space is part of a circle with unknown size and location, the
locus of possible parameters (a, b, R) is represented by a circular cone in the accu-
mulator space (see Fig. 2.6). Each point on thewall of the cone describes a circle that
the pixel (x, y) could be a part of. If for every pixel on a circle, the respective locus in
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Figure 2.6 –Overview of the circular Hough transform. (A) A set of candidate pixels that form the edge
of at least one circle is acquired by ltering or image segmentation. (B) For each candidate pixel, the locus
of potential parameters is constructed. e resulting cones overlap in parameter space at points (a, b, R).
For clarity, only two cones corresponding to the candidate pixels (12,23) (blue cone) and (21,15) (red
cone) are depicted. (C) For each radius, the overlapping cones give rise to an intensity distribution. In
the depicted case, the local maxima of these distributions lie in the planesR=8 andR=15. e locations
of these maxima correspond to the center positions of the circles in the original image. e centers of
the circles in the original image are thus located at (20,23) and at (34,17) and have the radii 8 and 15,
respectively.

the parameter space is drawn, the pointwhere amaximumnumber of cones intersect
represents the location and size of the circle in the image space. e detection of a
circle in image space is thus transformed into the search for amaximum in parameter
space.

Finding the correct maxima in the accumulator space poses additional difficulties
as every plane has at least one local maximum. Especially if the number of circles in
the image space is unknown, it is not sufficient to simply select themost pronounced
maxima. Since the intensities of maxima in the planes with constant R represent
the number of intersecting parameter loci, they are proportional to the number of
pixels on a circle. Given a certain image resolution, the values of the maxima in the
parameter space should thus be normalized by their respective radii to formulate a
general selection criterion.
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2.4. The cell membrane

e interaction of a cell with its environment is crucially determined by the function-
ality of the cell membrane. Separating intra- and extracellular space, the membrane
serves as a semipermeable barrier and enables tight control of the plethora of chemi-
cal reactions that drive every process in the cellular life cycle. Nowadays, the view of
the cell as a mere reaction vessel has long been abandoned and substantial research
efforts are directed at the mechanical aspects of cell biology. Since the research in
this thesis is concerned with the mechanical interactions between cells and surfaces,
we here give an overview of the structure of the membrane and provide the mathe-
matical basis for the modeling in chapters 4 and 5.

2.4.1. Membrane structure

e cell membrane principally consists of lipid molecules and proteins. Under phys-
iological conditions, the membrane is typically associated with a thin sheet of la-
mentous proteins, called the cortical cytoskeleton.

2.4.1.1. The lipid bilayer

Lipids constitute the vast majority of molecules in a typical cell membrane and are
present at a density of about 106 per μm2 122. e main components of all cell mem-
branes are phospholipids, cholesterol and glycolipids. All membrane lipids have a
hydrophobic (nonpolar) and a hydrophilic (polar) region. Phospholipids have a to-
tal length of about 3 nm and consist of a polar head group and two hydrocarbon tails.

ere is a large variety of phospholipidswhichdifferwith respect to their headgroups
and the length and shape of their tail groups. Cholesterol intercalates with phospho-
lipids and serves to modulate the uidity of the membrane. Glycolipids allocate to
the extracellular side of membranes and provide the cell with a protective coating of
sugar residues. In addition, some glycolipids are thought to mediate cell-cell adhe-
sion by performing as ligands for a group of carbohydrate-binding membrane pro-
teins, called lectins.

Membrane lipids spontaneously self-assemble tominimize the exposure of nonpo-
lar regions to polar water molecules. Depending on the shape (intrinsic curvature)
and the polarity of individualmolecules, the resulting structures resemble at sheets,
spheres, or cylinders123. Given the right concentration, some lipids form spherical
vesicles that enclose a hydrophilic core inside a curved bilayer. Such minimal model
systems can be reconstituted in a laboratory and are frequently used to study the in-
teraction of membranes with surfaces and with other vesicles124,125. e spherical
shape of a freely suspended cell is hence a consequence of the minimal energy state
of an ensemble of lipid molecules.

Due to the hydrophobic interactions that shape a bilayer, individual molecules
rarely switch sides between the two monolayers. However, they are free to rotate
about their long axis and to diffuse throughout themonolayer by swapping positions
with neighboring molecules. To determine the mobility of lipids in bilayers uores-
cent dyes and small gold particles have been attached to their head groups. By either
following individual lipids or studying ensemble dynamics, the associated diffusion
constant of lipid molecules was determined to be on the order of 1 μm2/s. As a con-
sequence, a lipid bilayer cannot withstand shear forces and is frequently termed a
'two-dimensional uid'.
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Figure 2.7 – Overview of the structure of the cell membrane. e cell membrane comprises a bilayer
of lipid molecules that self-assemble to minimize the exposure of their hydrophobic sections. Specialized
membrane proteins are lodged into the bilayer and perform a variety of tasks. Integrins span the bilayer
and establish mechanical connections between the extracellular space and the intracellular cytoskeleton
(via adaptor proteins). Othermembraneproteins, such as glycophosphatidylinositol(GPI)-anchoredones
like CD14 (see chapter 3) do not have an intracellular domain.

Lipid bilayers minimize exposure of their hydrophobic regions to the surround-
ing aqueous solvent. As a result, bilayers exhibit a nite resistance to stretching and
bending. Similar to macroscopic thin sheets (e.g. sheets of metal), lipid bilayers can
undergo dramatic bending uctuations without failing while intraplanar strains of
more than 5% will lead to rupture.

2.4.1.2. Membrane proteins

A pure lipid bilayer as a cell membrane ful lls the purpose of isolating the intracel-
lular space from its environment but does not provide a means of communication.

is task is performed by dedicated proteins that are inserted into the membrane
such that their hydrophilic regions face the extracellular space or the cytoplasm and
their hydrophobic regions are in contact with the non-polar parts of the surrounding
lipid molecules122. e principle of hydrophobic matching in combination with the
speci c protein structure give rise to a variety of ways by which proteins associate
with the lipid bilayer126.

A large group of membrane proteins possess both intracellular and extracellular
domains and span the entire lipid bilayer (seeFig. 2.7). Examples of such proteins are
ion channels and integrins. By changing their conformation, some of these proteins
can switch between an inactive and an active state to become selectively permeable
for ions (in case of channel proteins) or to transmit force (in case of integrins). Similar
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to lipid molecules, membrane proteins can freely diffuse in the membrane although
the cortical cytoskeleton sets limits to this motion (see section 2.4.1.3).

A lot of membrane proteins perform a signaling function by binding extracellu-
lar molecules (ligands) and triggering a chemical pathway inside the cell. Important
examples are the epidermal growth factor (EGF) receptor and the Fc receptor. e
former binds the polypeptide EGF which triggers cell growth, differentiation and
proliferation127. e Fc receptor binds the crystallizable fragment of immunoglobu-
lins and is strongly involved in the recognition and neutralization of pathogens128.

2.4.1.3. The cortical cytoskeleton

Essential processes such as cell crawling, division andphagocytosis require the cell to
exert forces on their environment. is is achieved by the cytoskeleton, a heteroge-
neous network of lamentous structural proteins. e most important cytoskeletal
proteins are actin, intermediate laments and microtubules.

e organization of the network differs between cell types and depends on the
task a cell has to perform. In animal cells most actin laments are located in a mesh-
work lining the intracellular side of the plasma membrane, called the actin cortex.

is meshwork is approximately 0.5 to 1 μm thick and has a mesh size of about 0.1
μm129,130. e cortex is linked to the cellmembraneby adaptorproteins such asezrin,
radixin andmoesin, collectively known as ERMproteins131. Via speci c tail regions,
these proteins simultaneously bind tomembrane proteins and actin laments. Other
actin-binding proteins such as vinculin and talin possess positively charged groups
that enable the aspeci c adsorption to the cell membrane.

By association with membrane proteins, the cortex does not only impart stability
but also contributes to the spatial organization of receptors. As speci c proteins in
the membrane form links with the underlying cytoskeletal meshwork, their diffusiv-
ity is greatly reduced and they effectively become immobile obstacles for other pro-
teins. ismechanismgives rise to a compartmentalization of themembrane that has
rst been recognized and described within the framework of the uid-mosaic model

by Singer and Nicolson in 1972132.

2.4.2. Membrane mechanics

2.4.2.1. Membrane stretching

In equilibrium, the molecules in a lipid bilayer have a mean spacing a0 that is deter-
mined by their attractive and repulsive energies. Stretching themembrane increases
the average spacing and exposes the hydrophobic tail regions of the lipids to the sur-
rounding water. is increase in interfacial energy generates a restoring force and
bestows elasticity on the membrane. To arrive at an expression that relates the en-
ergy of a lipid-water interface to a mechanical modulus, we consider the interfacial
energy of a single molecule.

e energy required to fully expose one lipid molecule is given by the interfacial
tension of the lipid-water interface γ, divided by the density of lipids in the mem-
brane a−2

0 . At typical values of γ=50 mN/m and a0=1 nm, the resulting energy per
lipid is between 10 and 20 kT. is energy is comparable to the binding energies of
non-covalent bonds and underlines that a lipid membrane is structurally stable at
typical laboratory time scales and temperatures.

In a rst approximation, the energy of repulsion scales with the intermolecular
spacing as a−2 133. e interfacial energy of a single lipid as a function of the mean
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areaA = a2 it covers is then given by134

E =
α

A
+ γA, (2.15)

where α is an arbitrary scaling constant. From ∂E/∂A=0 follows the covered area
at equilibrium as A0 =

√
α/γ. By Taylor expansion the interfacial energy can now

be written as (see Fig. 2.8)

E = 2γA0 +
γ

A0
(A−A0)

2
. (2.16)

Dividing E by A0 gives the energy density for elastic deformation which for small
deformations can also be expressed as134

E

A0
= 2γ +

KA

2
(uxx + uyy)

2 , (2.17)

whereKA is the area expansion modulus and uxx and uyy are the diagonal compo-
nents of the strain tensor during biaxial stretching of the membrane. Comparison of
eqs. 2.16 and 2.17 readily yields an estimate of the expansionmodulus in terms of the
interfacial energy:

KA = 2γ. (2.18)

is value ofKA is valid for a monolayer of lipid molecules and twice as large for a
bilayer.

e area expansion modulus can be experimentally determined by recording the
stress-strain relationship of amembrane. is is typically done by partially aspirating
a cell or a lipid vesicle into the ori ce of a micropipette with an inner diameter of a
few micrometers. As a lipid bilayer forms a vesicle, a surface tension σ appears in
the membrane to maintain the curvature. e Young-Laplace equation states that
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the pressure difference ∆p across a thin-walled spherical vesicle of radius R is then
given by

∆pves = 2
σ

R
. (2.19)

In an experiment, the pressure difference ∆pint between the interior of the mi-
cropipette and the inside of the vesicle results in partial aspiration and the formation
of a spherical cap with radiusR1:

∆pint = 2
σ

R1
. (2.20)

By controlling the pressure difference∆p = ∆pint −∆pves and measuring the pro-
trusionof the vesicle into thepipette, the tension in themembrane canbedetermined
from135,136

σ =
∆p

2

R1

1− R1

R

. (2.21)

Aspirating the vesicle with sufficient pressure results in an extension of its surface
area. As a result, the membrane tension increases proportionally to the area expan-
sion modulus:

σ = KA
∆A

A0
. (2.22)

e change in surface area can be determined from micrographs under the assump-
tion of rotational symmetry about the long axis of the pipette. By then equating eqs.
2.21 and 2.22, an expression is found that allows to extract the area expansion mod-
ulus from experiments as the slope of the curve∆A/A0 vs. ∆p.

e derivations above establish a linkbetween themolecular compositionof a lipid
membrane and its macroscopically accessible properties. Importantly, the above
equations have been derived for single-component lipid vesicles. e structure of
cell membranes is considerably more complex as membrane proteins, mixtures of
lipids and, perhaps most importantly, the underlying cytoskeleton can be expected
to in uence the tension in the membrane. If active cell locomotion is avoided, one
can still measure an effective cortical tension but the link to the molecular scale is
less clear. e micropipetting approach has rst been used in 1954137 to determine
the elastic membrane properties of red blood cells and the method and its analysis
have undergone multiple re nements55,56. In later experiments with migrating cells
such as granulocytes68,138,139 and macrophages140, it was essential to inhibit active
cell motion into or out of the micropipette by tuning the ionic composition of the
buffer solution and the surface treatment of the micropipette.

2.4.2.2. Membrane bending

Asmentioned above, membranes exhibit considerable resistance against an increase
of their surface area. Owing to their thickness of just a few nanometers (for pure lipid
bilayers), comparatively little energy is required to produce large bending deforma-
tions. e energy required to bend a membrane depends on the curvature and the
intrinsic resistance to bending, which in turn is determined by the molecular com-
position. It is expressed as the Helfrich-Canham free energy141,142

E =

∫ (κb
2
(C1 + C2 − C0)

2 + κGC1C2

)
dA. (2.23)
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Figure 2.9 – e shape of a bent membrane is described as a surface h(x,y). If the function h(x,y) is
known, its curvature can be calculated from the local tangents to the surface. e mean curvature is the
arithmetic mean of the minimum and the maximum (principal) curvatures in a point. eir directions in
P are delineated by blue lines.

Here,C1 andC2 are theprincipal curvatures of themembrane surface,C0 is the spon-
taneous curvature, κb denotes the bending energy and κG is the Gaussian bending
rigidity. e contribution of the Gaussian curvatureC1C2 is commonly neglected as
it is invariant under deformation of the membrane and only contributes to the free
energy if the topological con guration of the membrane changes, e.g. during transi-
tion from a sphere to a torus. To compute the free energy of a deformed membrane,
one hence needs to nd an expression for the mean curvature (C1 + C2)/2.

For simple geometries such as spheres or cylinders, the curvature can be easily de-
terminedbutmore complex shapes require a generalized approach. emembrane is
commonly described as a suspended sheet whose local deformations are captured by
the height function h(x, y) in an external Cartesian coordinate system (see Fig. 2.9).
Within the Monge representation, the function h(x, y) is uniquely de ned for each
(x, y), i.e. membrane overhangs are not permitted134. Analogous to the description
of a lamentous polymer, the surface is locally described by the unit normal vector

n =
rx × ry
|rx × ry|

=
1√

1 + h2x + h2y

−hx
−hy
1

 , (2.24)

where rx and ry are the local tangent vectors of h in x- and y-direction, represented
by (1, 0, hx) and (0, 1, hy), respectively. hx = ∂h/∂x and hy = ∂h/∂y denote the
local slopes in direction x and y.

e local curvature of a surface is de ned as

C = n
∂2r

∂s2
, (2.25)

where s is a step in an arbitrary direction. is implies that the curvature in a point
h(x, y) depends on the direction of the tangent. e curvature in a point is uniquely
described by two principal curvatures, i.e. the maximum and minimum values ofC.
In Cartesian coordinates, a lengthy derivation leads to the following expression for
the mean curvature134:

C1 + C2

2
=

1

2

(
1 + h2x

)
hyy +

(
1 + h2y

)
hxx − 2hxhyhxy(

1 + h2x + h2y
) 3

2

(2.26)
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In chapter 4 we calculate the energy of a deformed membrane in an axisymmetric
model where the height of the membrane becomes a function of the radius r and the
mean curvature is given by143:

C1 + C2

2
=

1

2

(
hrr

(1 + h2r)
3
2

+
hr

r (1 + h2r)
1
2

)
. (2.27)

Expressions 2.26 and 2.27 can only be evaluated if the shape function h is known.
In equilibrium, the shape of the membrane can be found by imposing appropriate
boundary conditions and minimizingE.

2.4.2.3. Energy minimization

e results from the preceding sections can be combined by writing the energy of
deformation as

E =

∫ (κb
2
(C1 + C2 − C0)

2 + σ
)
dA. (2.28)

In this equation the two main contributions to the membrane energy are taken into
account. e surface tension acts to reduce the surface area of the membrane and
the bending energy minimizes the mean curvature.

e functional in eq. 2.28 allows to compute the energy of a membrane con g-
uration given by the function h. e exact shape of the membrane depends on the
parameters of eq. 2.28 and is generally only known at its boundaries. In equilibrium,
h is a solution of eq. 2.26 (or 2.27) that minimizes E and can be found by invoking
the appropriate Euler-Lagrange equation. In chapter 4 the shape of themembrane is
described in a one-dimensional axisymmetric system. In this case, the energy func-
tional has the form E =

∫
L(r, hr, hrr)dr and its stationary solution can be found

by solving

0 =
∂2

∂r2

(
∂L

∂ (hrr)

)
− ∂

∂r

(
∂L
∂ (hr)

)
. (2.29)

is fourth-order non-linear differential equation can generally only be solved nu-
merically. Only under assumption of small deformations, an analytical solution of
eq. 2.29 can be found143.

e energy functional in eq. 2.28 can be extended to include the following addi-
tional factors that in uence the free energy of the membrane:

(i) Differential stretching - e above description of bending assumes that the
membrane is a thin sheet with negligible thickness. If a lipid bilayer is bent, the in-
ner monolayer is stretched while the outer monolayer is compressed. is effect is
captured in the model of area-difference elasticity144.

(ii) Suppression of membrane undulations - At low tension, the membrane is un-
dergoing thermally driven bending uctuations, similar to an unstretched polymer in
solution. Workneeds tobedone to suppress these undulations, for example by apply-
ing tension on the membrane through aspiration in a micropipette. e unstretched
surface areaA0 hence refers to the macroscopic area of the cell, a er suppression of
the thermally induced wrinkles. is effect has rst been described by Helfrich and
Servuss145,146 and was later re ned by Evans and Rawicz147.

(iii) Volume constraints - An increase in volume at constant pressure difference
across the membrane reduces the surface tension. In most experiments, the total
change in volume is negligible68,148.
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(iv) Constant surface tension - e surface tension is assumed to be constant. is
approximation is valid for small areal strains and if the cell can provide additional
membrane to buffer an increase in tension68,149,150.

2.5. Cell-surface interactions

2.5.1. Nonspeci c interactions

e non-speci c adhesion of biological membranes to surfaces is mediated by the
fundamental interactions that are commonly found in colloidal systems. Primarily,
these are electrostatic interactions, van derWaals (vdW) interactions and hydropho-
bic interactions. Electrostatic and vdW interactions have been summarized in the
DLVO theory and are o en sufficient to describe the stability of colloidal suspensions
and the adhesion of particles to charged surfaces151. e interaction of biological
membranes with surfaces is more complicated since biological membranes and their
constituents (e.g. lipid molecules and membrane proteins) exhibit substantial ther-
mally induced deformations. ese uctuations give rise to additional interactions
that are o en repulsive. In the following sections elementary aspects of membrane
adhesion are discussed.

2.5.1.1. Van der Waals interaction

Van der Waals forces arise as the electric dipoles of neighboring atoms interact and
align under a minimization of free energy. vdW forces are usually attractive but can
be repulsive for certain pairings of interacting surfaces. e vdW interaction energy
per area between two at surfaces is given by151

EvdW = − H

12πh2
. (2.30)

Here, H is the Hamaker constant and h is the separation between the two sur-
faces. is equation is valid if the spacing between the surfaces is small compared to
the thickness of the lipid bilayer (typically on the order of 5 nm) and has to be cor-
rected for larger separations152,153. With the force density between the two surfaces
given by F = −∂E/∂h, the Hamaker constant is positive for attractive vdW inter-
actions and negative for repulsive interactions. e Hamaker constant is typically on
the order of 10-20 J151. At a separation of h = 0.4 nmwhich assumes that each surface
has a monolayer hydration shell, the speci c interaction energy is approximately 1.7
mJ/m2. For a circular interaction area of radius 10 nm, the resulting interaction en-
ergy is approximately 120 kT. is energy could arise from the interaction of about 80
lipid molecules (spaced 1 nm apart) with a surface and is several times higher than
that of strong speci c ligand-receptor pairings. However, it clearly cannot be the
only interaction potential at play because cells usually do not spontaneously adhere
to uncoated surfaces or to each other.

2.5.1.2. Electrostatic interaction

e outer face of most cell membranes is negatively charged as a result of dissoci-
aton of membrane-bound species. e main contribution stems from gangliosides,
a group of glycolipids, and membrane-associated glycoproteins. Both contain the
monosaccharide sialic acid whose negative charge provides the cell membrane with
a hydration shell and prevents the nonspeci c clustering of cells.
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Figure 2.10 – e electrostatic interaction of a cell membrane with a substrate. (A) When in contact
with an acqueous solution, dissociation of head groups creates negative charges on the surface of the cell
membrane that are partially neutralized by counterions from solution. Shown here is a substrate that
has been chemically modi ed to acquire a positive charge. (B) If σ1/σ2 > 0, the cell membrane will
always be repelled by the surface but if σ1/σ2 < 0, the membrane can approach the surface and reach an
equilibrium position that only vanishes if σ1 = |σ2|. Panel 2.10B has been adapted from ref. 154.

In aqueous solutions that contain ions, the dissociation of head groups and the ab-
sorption of (co-)ions from solution gives rise to an electric double layer where the
attraction between positive surface charges and the negative ions is balanced by the
entropic pressure that drives ions away from the surface. is competition is cap-
tured by the Possion-Boltzmann (PB) equation. e linearization of the PB equation
proposed by Debye and Hückel results in the characteristic length scale with which
the electric potential decays due to ionic screening:

κ−1 =

√
ϵ0ϵrkT

2NAe2Ic
. (2.31)

Here, κ-1 is the so-calledDebye length, ϵ0 is the vacuumpermittivity, ϵr is the relative
permittivity of the solvent (ϵr = 80 for water),NA is the Avogadro constant and Ic is
the ionic strength of the solvent. e Debye length only depends on the conditions
of the solvent and is about 1 nm in typical physiological buffer solutions with ionic
concentrations on the order of 100 mM.

If two surfaces with surface charge densities σ1 and σ2 interact with each other,
their electric double layers overlap. e resulting pressure between two plates at
spacing h and the corresponding free energy per unit area are given by154--157

P (h) =
8πσ2

2

ϵ0ϵr

1 + 2σ1

σ2
coshκh+

(
σ1

σ2

)2
(sinhκh)

2 (2.32)

Eel(h) = −
∫ h

∞
Pdh =

2π

ϵ0ϵrκ

(
σ2
1 + σ2

2

)
exp (−κh) + 2σ1σ2

sinhκh
. (2.33)

If the charges on both surfaces have equal sign, the interaction will always be re-
pulsive. For charge densities with different signs, the surfaces will be attracted to
each other at large separations but will generally not be able to make contact unless
|σ1| = |σ2|. is effect is caused by the entropic pressure of increasingly con ned
counterions and is illustrated in Fig. 2.10. A similar equation exists for the assump-
tion of constant surface potentials. e validity of eqs. 2.32 and 2.33 is limited to
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Cell type Charge density [Cm-2] Reference
Red blood cell -0.038 Georgieva et al.158

Liver cell -0.022 Dobrzynska et al.159

romobocyte -0.01 Kotynska et al.160

Table 2.1 –Charge densities on cell membranes. Charge densities on most cells range between 0.01 and
0.1 Cm-2 and are negative at physiological pH.

small surface potentials (ψ <25 mV) or to large separations (κh >1)154. At small
separations, the assumption of constant surface charge density fails as counterions
from solution will recombine under the increasing electrostatic pressure152.

Estimates of the surface charge density can be obtained by measuring the elec-
trophoretic mobility of the cells in an electric eld. At physiological pH, the surface
charge density of most eukaryotic cells is on the order of -0.01 Cm-2, equivalent to
about one negative charge per 16 nm2. Table 2.1 gives an overview of typical surface
charge densities.

e above equations treat the cell membrane as a surface with a uniform charge
density. is assumption only holds for single-component lipid vesicles. In multi-
component vesicles the lateral diffusion of lipids in the outer monolayer can read-
ily lead to non-uniform charge distributions as non-ionic lipid molecules are driven
away from the contact interface. Nardi et al.157,161 studied this unmixing process the-
oretically and experimentally and found that the adhesion zone between a charged
lipid membrane and an oppositely charged surface takes on a patchy appearance as
islands of strong adhesion emerge. In these zones, the equilibrium density of surface
charges on the membrane is locally matched by the xed density on the surface, i.e.
σ1=|σ2|. ose parts of the membrane that are not in close contact with the surface
exhibit a lower charge density and form blister-like structures that bulge under the
osmotic pressure inside the compartments that they form. ese effects have been
observed in red blood cells in contact with positively charged polylysine72,162.

e surface charge density on a functionalized surface can be estimated from the
number density of functional groups. Microparticles and other polymeric surfaces
are o en terminated by carboxyl groups to enable convenient conjugation of pro-
teins. ese groups are typically spaced apart to occupy an area of 1 to 12.5 nm2 163,
giving rise to a theoretical maximum charge density of -0.16 Cm-2. However, at typi-
cal pKa values of about 3 to 5, notmore than 0.1% of these groupswill deprotonate in
a neutral aqueous solution and the expected surface charge densitywill hence assume
a value much closer to zero. Once a particle is functionalized with proteins, the re-
sulting overall charge density is mainly determined by the structure and orientation
of the protein. e number density can be estimated from the theoretical packing
limit of proteins on the surface of the particle which, owing to the size of a protein, is
typicallymuch lower than for carboxyl groups. Assuming that one protein has lateral
dimensions of about 5 nm, the maximum number density is expected to be about
0.04 nm-2. If each protein displays one effective charge, the surface charge density
should be on the order of 0.005 Cm-2. Measurements on nearly complete monolay-
ers of streptavidin indeed revealed an effective surface charge density of about -0.019
Cm-2 164 at neutral pH and a comparatively low ionic concentration.
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Figure 2.11 – e entropic repulsion resulting from the con nement of surface groups. (A)Membrane
proteins with polymeric extracellular regions assume a globular shape at low concentrations. e size
of this mushroom structure is approximately given by the radius of gyration, Rg . (B) e interaction
potentials arising from entropic con nement and van der Waals attraction for one coated surface with
Rg=2,4,6 nm (see eq. 2.35) and for two coated surfaces with Rg = 4 nm (see eq. 2.34). e size of the
polymer determines the equilibrium spacing of the two surfaces and only for very small gyration radii the
limit of close contact is reached. For all curves, the following constants were used: H = 7×10-21 J 153, c0
= 2×1015 m-2. For all curves, c0R2

g ≪ 1, indicating that the polymeric coat is in the mushroom regime.

2.5.1.3. Steric interactions

Cells and functionalized substrates usually do not possess smooth surfaces but are
covered by exible hydrophilic macromolecules with dimensions of the same order
of magnitude as other relevant length scales, such as the Debye length. Bringing two
such surfaces into close proximity results in con nement of the molecules on both
surfaces. e ensuing reduction of entropy gives rise to a repulsive force between
the surfaces. is effect bestows a protective function on the dense layer of glyco-
proteins (glycocalyx) on the outer membrane of most eukaryotic cells as it prevents
the adhesion of bacteria. To stabilize colloidal systems entropic repulsion is o en
leveraged by gra ing polymers onto the surfaces of particles.

e structure of polymers is characterized by the contour length l of the chain
and its persistence length lp. e latter is an intrinsic property of the polymer and
depends on its bending rigidity. If the polymer is shorter than its persistence length,
it acts like a stiff rod. If l > lp, the polymer curls up to maximize its con gurational
entropy. If thepolymer is solvatedby a solvent thatminimizes interactionof the chain
with itself, it will assume a compact conformation that is characterized by the radius
of gyration, Rg (see Fig. 2.11A). Not surprisingly, the steric repulsion between two
surfaces of which at least one is decorated with polymers is dependent on the size of
the polymer and on the solvent. Additionally, the steric interaction is in uenced by
the surface concentration of the polymers and by the way the molecules are coupled
to the surface133.

Depending on the functionalization of the surface, different interaction potentials
have to be considered. If both surfaces are covered by low concentrations c0 of poly-
mers§, the interaction energy between the surfaces is approximately given by133,165

Est = 36kTc0 exp−
h

Rg
. (2.34)

§ At low concentrations polymers of the same surface do not overlapwith each other and acquire a globu-
lar shape. is concentration regime is called themushroom regime. At high concentrations, interactions
between the polymers straighten them out, giving rise to the term brush regime.
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is expression is valid for separations down to h = 2Rg . If only one of the surfaces
carries a polymeric coat, the following expression can be used:153

Est =
π2

6
kTc0

(
Rg

h

)2

exp

[
−1.5

(
h

Rg

)2
]
. (2.35)

Both equations are valid for constant surface concentrations of the repelling polymer
chains. See Fig. 2.11B for a depiction of the interaction energy landscape that arises
as a consequence of the con nement of surface-bound polymer chains. However,
as for electrostatic interactions, phase separations in multi-component membranes
can readily invalidate the assumption of constant surface concentration. To capture
this effect, Bruinsmaet al. assumed thepolymer groups tobe at xed chemical poten-
tial153 andwent on to show that the resulting interaction energy exhibits twominima
that are representative of strong and weak adhesion sites.

It remains to determinewhich type of surface group dominates the entropic repul-
sion of a cell from a surface. While glycolipids and glycoproteins have rather small
head groups that protrude only a few nanometers, the extracellular domains of inte-
grins have a size of about 20 nm166. Other, even larger, molecules can absorb on the
outer face of the membrane which further complicates the de nition of a predomi-
nantly interacting part of the membrane.

2.5.2. Speci c interactions

e functioning ofmany biological processes rests on the association of proteins that
uniquely interact with each other. ese bonds are called speci c bonds if they ex-
hibit low cross-reactivity. At the atomic level, these bonds are an ensemble of physic-
ochemical interactions of different nature (e.g. electrostatic, van der Waals, steric,
etc.) that are spatially organized to allow for the binding of a tting counterpart.
For this reason, speci c interactions are o en said to work according to the key-lock
principle. In addition to the interactions that are discussed in this chapter, hydro-
gen bonds and hydrophobic interactions play an important role in the formation of
speci c bonds. Hydrogen bonds are formed between electronegative atoms and pos-
itively polarized hydrogen and typically have a energy of 5 to 10 kT per bond, which
makes them stronger than typical vdW bonds, but much weaker than covalent or
ionic bonds133. Hydrophobic interactions are forces that arisewhenwatermolecules
are expelled from the contact zone between two hydrophobic surfaces133, such as
between self-assembling lipids. Experimental measurements and theoretical treat-
ments of hydrophobic interactions are difficult due to the coexistence with other in-
teractions and due to the inherent complexity. Examples of speci c interactions are
the integrin- brinogen bond that leads to the formation of focal adhesions and the
bond between an antibody and the Fc receptor which triggers phagocytosis.

e strength of a speci c bond is characterizedby an effective interactionpotential
whose shape is determined by the type and spatial distribution of the interactions
that constitute the bond. Owing to the close t between two binding molecules,
this energy landscape usually has a pronounced minimum that is separated from the
unbound state by a barrier. Under thermal activation, there is a nite probability for
the bond to spontaneously dissociate. is probability is determined chie y by the
depth of the minimum and the shape of the barrier. If a force is applied on the bond,
the energy landscape is deformed such that the probability of bond failure increases.
Early concepts of thermally induced failure of chemical bondshavebeendiscussedby
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Kramers167 andhave been extended to include the application of force byZhurkov168

and Bell169. Later re nements by Evans170--172 gave rise to the so-called Bell-Evans
model of force-induced bond rupture where the rate at which bonds break is given
by:

k = k0g(F ) exp
∆Ebd(F )

kT
. (2.36)

Here, k and k0 denote the failure rates in the stressed and unstressed case, respec-
tively. e functions g(F ) andEbd(F ) describe the deformation of the energy land-
scape under an applied force F . For small deformations of the potential well, the
following simpli ed expression is frequently used:

k = k0 exp
Fxβ
kT

. (2.37)

e value xβ is the distance of the energy minimum from the cusp of the adjoining
barrier and is o en assumed to be constant. While harboring serious simpli cations,
this equation has been used to describe a variety of force-dependent dissociaton pro-
cesses, mainly for its ease of implementation and because detailed information about
the shape of the energy landscape are difficult to acquire. Recently, alternative ap-
proaches173--176 were developed to acquire the free energy landscape of a bond and
to analyze bond breaking events such that some of the severe limitations of themodel
based on equation 2.37 could be circumvented.

2.5.3. Interactions with particles

Above discussions of cell-surface interactions have assumed that both surfaces are
planar and that the cell membrane does not deform as a result of contact. However,
if the cell membrane interacts with objects such as the micron-sized particles used
in chapters 3 and 4, it may accomodate the shape of the rigid particle and assume a
curved conformation. In absence of active processes, stable large-area binding be-
tween a particle and a cell membrane is hence only possible if the energy gained by
adhesion is larger than the energy required for deformation of the membrane.

e adhesion of a particle results in a decrease of the free surface energy. e
gained energy Eadh can originate from any of the speci c and nonspeci c interac-
tions discussed above and can be described as a surface energy γ (energy per unit
area). As the interface is created, the membrane (partially) wraps around the parti-
cle with radius R and is bent in the process. e energy Eb for bending the mem-
brane is given by eq. 2.28. e binding of a particle to a cell membrane (beyond the
theoretical limit of a point contact) hence requires that

Eadh ≥ Eb (2.38)∫
γdA ≥

∫ (κb
2
(C1 + C2)

2 + σ
)
dA (2.39)

γ ≥ κb
2
(C1 + C2)

2 + σ. (2.40)

Assuming that the particle 'sinks' into the cell and that the membrane is otherwise
at (see Fig. 2.12A), themean curvature is equal toR-1. e requirement for particle

binding is then given by

γ ≥ 2κb
R2

+ σ. (2.41)



Experimental and theoretical background 39

undeformed 
membrane

bent membrane

R

0 1 2 3 4
0.000

0.025

0.050

0.075

In
te

rf
a

ci
a

l e
n

e
rg

y
 [

m
J/

m
2
]

Particle radius R [μm]

κ = 10-18 J

σ = 2.5×10-5 J/m2

no binding

wrapping

σ

κ

BA

interacting surface γ

particle

Figure 2.12 – e energetic requirement for particle binding by a exible membrane. (A) In the sim-
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beyond its radius. e particle is bound by a host of interactions that have an effective interfacial energy
of γ. e energy gained by forming bonds drives the deformation of the membrane, represented by the
bending energyEb. (B) e minimum interfacial energy required to bind the particle depends on the ra-
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cortex. For small particles, themembrane deformation is dominated by the bending termof eq. 2.41while
for larger radii the surface tension determines whether the particle is bound or not. e depicted values
of κb and σ were taken from ref. 143.

is inequality readily reveals the important insight that the binding of particle de-
pends on the mechanical properties of the cell and that larger particles can be more
easily bound. For large particles, the minimum interfacial energy converges towards
the valueof the cortical tensionof themembrane (seeFig. 2.12B). e example inFig.
2.12B yields a minimum interfacial energy of 0.025 mJ/m2 or about 6000 kT/μm2.
Assuming that only speci c bonds contribute to the binding of the particle and each
bond contributes with 10 kT, the required density of receptors on the surface of the
cell has to be 600/μm2. If the wrapping process is to be seen in the context of Fc-
receptor mediated phagocytosis, this value is reasonable as Fc receptor densities on
the order of 100/μm2 to 1000/μm2 are typical for phagocytic cells177.

e above discussion has been vastly extended by computing the equilibrium
shape of the membrane during phagocytosis (instead of imposing it) and by assum-
ing that the particle is so enough to deform under the stress that the protrusion
of the membrane exerts178. In other approaches, the diffusion of receptors in the
membrane was taken into account to model the time course of the wrapping pro-
cess analytically179--181 or numerically143,182. Some of these studies also treated the
engulfment of non-spherical particles180,182.

2.6. Links to this thesis

Manyof the topics presented in this chapter pertain to at least twoof the topical chap-
ters. e section on magnetic particles will help to understand the actuation proto-
cols used in chapters 3 and 4 and underpin the arguments concerning misalignment
of the magnetic moment that are brought forward in chapter 3. e discussion of
available particle tracking routines with particular focus on the Hough transform ra-
tionalize the choices made to realize the Euler angle tracking described in chapter 3.

e structure and mechanics of the cell membrane are covered in detail because all
three chapters featuremembrane-related effects. In chapter 3, a qualitative argument
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is presented to explain the observed effects while chapters 4 and 5 in part rely on the
quantitative description in terms of the Helfrich free energy. Lastly, the treatment
of physicochemical cell-surface interactions serves to aid the arguments in chapter 5
and it gives an understanding of the link between the binding energy of a particle and
the mechanical reorganization of the membrane.



.3 Euler angle particle tracking

e mechanical properties of the cell membrane and the subjacent
actin cortex are determinants of a variety of processes in immunity
and cell division. e lipid bilayer itself and its connection to the
actin cortex are anisotropic. An accurate description of the mechan-
ical structure of the cell membrane and the involved dynamics there-
fore necessitates a measurement technique that can capture the inher-
ent anisotropy of the system. Here, we combine magnetic particle ac-
tuationwith rotational and translational particle tracking to simultane-
ouslymeasure themechanical stiffness ofmonocytic cells in three rota-
tional and two translational directions. When using particles that bind
via integrins to the cell membrane and the subjacent cortex, we mea-
sured an isotropic stiffness and a characteristic power-law dependence
of the shear modulus on the applied frequency. When using particles
functionalized with immunoglobulin G, we measured an anisotropic
stiffness with a ten-fold reduced value in one dimension. We suggest
that the observed reduced stiffness in the plane of the cell membrane
is caused by a local detachment of the lipid bilayer from the subjacent
cytoskeletal cortex. We expect that our technique will enable new in-
sights into the mechanical properties of the cell membrane that will
help to better understand membrane processes such as phagocytosis
and blebbing.*

* Parts of this chapter have been published in
M. Irmscher, A.M. de Jong, H. Kress† & M.W.J. Prins† Probing the cell membrane by magnetic particle
actuation and Euler angle tracking. Biophysical Journal 102, 698-708 (2012).

e dagger indicates joint corresponding authorship.
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3.1. Introduction

3.1.1. Motivation

Cells receive mechanical and biochemical cues from a highly inhomogeneous and
anisotropic environment through a variety of interactions. ey are capable of re-
acting to these cues by generating mechanical stress183. Examples of physiological
processes that involve mechanical responses are the migration of cells in a chemical
gradient184, cytokinesis185, cell rolling186 and the ingestion of extracellular objects38.
Each of these processes is enabled on the molecular scale where complex pathways
regulate the microscopic mechanical response.

e mechanical properties of cells have been studied by a variety of means that
span a broad spectrum of applicable forces, frequencies and degrees of localiza-
tion187. emeasurementmethods can be classi ed as active or passive. Active tech-
niques measure the deformation of the cell in response to a known externally gener-
ated force while passive techniques analyze the uctuations due to thermal forces
that generate appreciable displacements in so -matter systems. In the past, cells
have been actively deformed by applying suction pressure via a micropipette57, by
indenting the cell surface with a solid tip188,189 and by applying forces and torques on
micro-particles that have been brought in contact with the cell34,75,190.

Micro-particles have been found to be particularly useful for cell studies since they
enable the highly localized application of forces in the relevant force regime between
1 pN and 1 nN. Importantly, particles can interact with cells on amolecular scale and
thus enable the study of cellular responses under the spatially inhomogeneous stim-
ulatory conditions191 that are typically found in nature. In the past, micro-particles
have been manipulated by optical34,190 and magnetic traps75. Optical trapping al-
lows for precise positional control over single and multiple particles but the appli-
cable forces are typically limited to a few hundred piconewtons, not the least by the
damaging effect of high laser powers. In contrast, the position of magnetic particles
is more difficult to control but forces of up to several nanonewtons can be achieved
without causing damage to biological matter.

One method that has been used for the study of the mechanical properties of cells
is magnetic twisting cytometry (MTC) where the movement of a magnetic parti-
cle under torque is measured. Originally devised for the study of ensembles of cells,
application of the technique yielded the insight that integrin receptors transmit me-
chanical stress into the cytoskeleton84. To avoid population averaging and to enable
dynamic measurements, Fabry and coworkers measured the translation of individ-
ual particlesmicroscopically65,93 and found that the stiffness of cells scales as a power
law of actuation frequency. Measuring translation of particles instead of rotation was
based on the assumption that the lateral displacement of a particle held the same in-
formation as the rotation it simultaneously undergoes (Fig. 3.1A). Mijailovich et al.
con rmed this assumption97 by simulating the stresses and strains that developwhen
a torque is applied to a particle that is partially immersed in a cell with isotropic me-
chanical properties. e authors modeled the cell as a slab with an isotropic shear
modulus. is assumption can hold for a small region around the particle wherein
the introduced stresses decay towards zero. However, it is in general not true for
larger regions or the cell as a whole. e relevant length scale of stress decay was
estimated to be on the order of 1 μm for a particle with a diameter of 4.5 μm97. As
applications of MTC have focused on the study of the network mechanics of the cy-
toskeleton, great care has been taken to ensure a direct link between the magnetic
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particle and the lamentous protein networks within the cell, e.g. by formation of
focal adhesions. Considering the dimensions of the cytoskeleton, the assumption
of an isotropic material within the probed region of about 1 μm around the particle
probe was valid in the systems considered. However, when no tight connection be-
tween the particle and the cytoskeleton can be guaranteed, the region adjoining the
cell-particle interface is highly anisotropic.

3.1.2. Anisotropy of the cell membrane

e particle binds to proteins lodged in an approximately 10 nm thick lipid bilayer
which has been modeled as a two-dimensional uid192. Discrete distributed bonds
connect the bilayer with the cortical part of the cytoskeleton whose network struc-
ture as a whole has viscoelastic properties193. e bending modulus κb of an in-
tact bilayer-cortex assembly (κb ≈ 10−18J)194 and an unsupported bilayer (κb ≈
10−19J)195 differ by approximately one order of magnitude. From this description it
becomes clear that the region probed by the magnetic particle cannot be considered
isotropic unless the link between the lipid bilayer and the cell cortex is intact and
the applied torque is coupled into the cytoskeleton. Previous research into the me-
chanics of cell membranes has shown that there are several processes during which
the link between membrane and cytoskeleton is severed. is fact has been demon-
strated by pulling of long membrane tethers from blebbing cells196 and is thought to
enable the engulfment of foreign objects during phagocytosis149,182. Once the link
between the lipid bilayer and cell cortex is altered, the assumption of isotropic ma-
terial properties fails. For example, the response of a magnetic particle under torque
can be expected to change as depicted in Fig. 3.1B. Hence, under those conditions,
the analysis of particle translation renders an incomplete picture of the processes at
play at the interface between a magnetic particle and a cell.

translation

rotat
io

n

rotat
io

n

torque torqueA B

translation

Figure 3.1 – Independence of translation and rotation of bound particles. Applying a torque to a mag-
netic particle bound to a cell membrane induces a movement that can be characterized as a superposition
of translation and rotation. (A) Under the assumption of isotropic material properties within the probed
region, the translation and rotation of the particle are coupled and one can be inferred from the other. (B)
In a general case, the particle can undergomovements that are indistinguishable by translationalmeasure-
ments and can only be quanti ed by additional rotational tracking.

3.1.3. Membrane receptors

is chapter repeatedly refers to speci c molecular bonds that are established be-
tween particles and cells. e following sections give a short overview of the recep-
tors that are targeted in this work.
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3.1.3.1. Integrins

Integrins are a group of membrane receptors that allow cells to transmit mechanical
and chemical stimuli across the cell membrane. ey enable the adhesion of cells to
each other and the surrounding extracellular matrix and, by way of two-way signal-
ing, receive signals that control cell growth and differentiation. Given the general
importance of cell adhesion, integrins are crucially involved in tissue development,
hemostasis and leukocyte traffic. Conditions such as bleeding disorders197, tumor
metastasis198, and auto-immune diseases such as atherosclerosis199 or in ammatory
bowel disease200 can all be traced back to integrin (mal)function.

All integrins are heterodimers of an α-chain and a β-chain that both span the lipid
bilayer. In total, 18 α-subunits and 8 β-subunits have been identi ed and found to
form 24 different dimers201. Integrins have an active and an inactive conformation
which allows them to be permanently present on the membrane. Given the right
trigger, the receptor can be switched to its active conformation. Once activated, the
integrin can bind extracellular ligands and, by way of several adaptor proteins, can
establish a mechanical connection with the actin cytoskeleton122.

THP-1 cells express a variety of integrins such as very late antigen (VLA-4)202 and
lymphocyte function-associated antigen (LFA-1)203. LFA-1 has been identi ed in
1981204 and consists of the subunits β2 (also called CD18) and αL (CD11a). e na-
tive ligand of LFA-1 is intracellular adhesion molecule 1 (ICAM-1) which is consti-
tutively expressed on endothelial cells. Under resting conditions, both LFA-1 and
ICAM-1 are expressed at low levels and adhesion between leukocytes and the en-
dothelium is rare. In diseases such as atherosclerosis23, in ammatory cytokines trig-
ger increased expression and enable tight binding of leukocytes to the endothelium
and, ultimately, extravasation, the migration of immune cells from the blood stream
into the subjacent tissue.

In previous work, magnetic particles have been coated with peptide sequences
containing the RGD motif that is known to bind to a distinct subgroup of integrins
and to induce the formation of focal adhesions. In this way, the magnetically in-
duced forces were transmitted to the cytoskeleton65,84. Since THP-1 cells do not
express RGD-binding integrins, we instead used monoclonal antibodies against the
αL-subunit of LFA-1 (CD11a) to establish amechanical connection to the underlying
cytoskeleton.

3.1.3.2. CD14

THP-1 cells are frequently used as a model cell line for primary human monocytes.
ey have been frequently used for research into the role of monocytes in the re-

sponse of the innate immune systeme to bacterial infections. e protein CD14 has
been identi ed as a pattern recognition receptor for lipopolysaccharide (LPS) that
can be found in the cell wall of gram-negative bacteria. Since CD14 lacks a cyto-
plasmic tail, it cannot signal on its own and has been found to associate with other
proteins such as Toll-like receptor 4 (TLR-4), that do have signaling capabilities. It
is unclear how CD14 is connected to the cytoskeleton. In this work, we used parti-
cles functionalized with antibodies against CD14 to test whether the lack of an ap-
parent association with the cytoskeleton alone leads to different results compared
to integrin-mediated attachment. In a similar approach by Fabry et al., the protein
CD45 on neutrophils was targeted for magnetic twisting cytometry66. Despite hav-
ing a cytoplasmic tail, the connection of CD45 with the cytoskeleton is not de ned.
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3.1.3.3. Fc receptors

As a rst line of defense, the immune system produces speci c antibodies to single
out pathogens for removal by specialized cells, called phagocytes. If an antibody
against a speci c molecular marker on the surface of the invading object exists, the
antibody will bind the pathogen in a process called opsonization. e highly con-
served tail region of the antibody, also called the crystallizable fragment (Fc), is then
recognizedby the eponymous family of Fc receptors onphagocytic cells. e ligation
of the Fc receptor triggers phagocytosis, a process during which the cell internalizes
the pathogen and proceeds to destroy it.

Fc receptors (FcR) are class ed by the group of immunoglobulins they recognize,
e.g. FcγR binds IgG and FcαR binds IgA. Each group has several subgroups. THP-1
cells express FcγRI (CD64), FcγRII (CD32) and FcγRIII (CD16). Due to an about
100× higher affinity for IgG, FcγRI can be expected to be themainmediator of parti-
cle binding. FcγRII serves to modulate the downstream signaling of FcγRI. FcγRIII
has a low affinity for IgG and is expressed at about 10 times lower densities than the
other Fc receptors (see Table 3.1 for an overview of receptor densities). Fc recep-
tors are primarily involved in signaling and do not make a direct connection with
the cytoskeleton. However, ligation of FcγRI triggers the localized polymerization
of actin40 with the aim of forming a phagocytic cup.

Receptor Receptors per cell Average density [μm-2]
CD14 10800± 2600 11
FcγRI 27900± 7600 28
FcγRII 53500± 16100 53
FcγRIII 2200± 1000 2

Table 3.1– edensity of surface receptors onTHP-1 cells, asmeasuredbyAntal-Szalmas et al. 177. e
number of CD14 receptors has been determined by different antibodies, yielding differing total numbers
of receptors. Here, the average value is given. e resulting average densities have been calculated under
assumption of a spherical cell with a diameter of 18 μm.

3.1.4. Chapter overview

In this chapter, wepresent a novelmethod that combinesmagnetic particle actuation
with rotational and translational particle tracking to study the stiffness of the interface
between a particle and a cell (see Fig. 3.2). To verify proper functioning of the algo-
rithm and to systematically explore its limits, we rst apply ourmethod to computer-
simulated images of particles. We then demonstrate the general applicability of the
tracking technique by quantifying the translational and rotational motion of a freely
moving sphere in a laminar ow. Independently measuring translation and rotation
allows us to determinewhether the sphere is simply rolling ormoving in amore com-
plex way, e.g. by skidding. In the main part of this chapter, we measure the orienta-
tionally resolved stiffness of the contact region between a functionalized particle and
a cell. We achieve this by tracking themotion of the particle with ve degrees of free-
dom in an oscillating magnetic eld. When using particles functionalized with anti-
bodies againstCD11a, a part of integrinLFA-1, or againstCD14, amembrane protein
without an intracellular domain, the probed regions of the cells had isotropic proper-
ties and we could reproduce the previously demonstrated power-law dependence65

of the shearmodulus on the applied frequency of actuation. However, when employ-
ing particles with a nonspeci c IgG coating, we found an unexpected anisotropy of
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the mechanical stiffness. e observed anisotropy can possibly be explained by a
local detachment of the plasma membrane from the underlying cytoskeleton.

3.2. Materials and Methods

Particle preparation

Carboxyl-coated ferromagnetic particles with a diameter of about 4.5 μm (Sphero-
tech, Lake Forest, IL) were used in the experiments. e particles were functional-
izedwithmonoclonal antibodies againstmembrane proteins CD11a (Acris Antibod-
ies, Herford, Germany), CD14 (Acris Antibodies, Herford, Germany) or withmouse
immunoglobulin from serum (Merck Chemicals, Darmstadt, Germany).

In all cases we covalently coupled the antibodies to the particles in a two-step
reaction. Particles (500 μg) were rst washed with coupling buffer (100 mM 2-
N-morpholinoethanesulfonic acid (MES) at pH 5). To activate carboxyl groups,
the particles were suspended in 25 μl 25 mM MES buffer containing 3 mg 1-ethyl-
3-(3-dimethylaminopropyl) carbodiimide (EDC) and 3 mg N-hydroxysuccinimide
(NHS). Upon incubation, excess EDC andNHSwere removed by washing the parti-
cles twice inMESbuffer. en the particleswere allowed to reactwith the antibodies
in the coupling buffer. Typically, 10 μg of monoclonal antibodies or 200 μg of mouse
IgGwere used to functionalize 500 μg of magnetic particles. A er 2 hours of incuba-
tion the remaining carboxyl groups were quenched by spinning down the particles
and incubating them in 100 μl 50 mM ethanolamine for 1 hour. Finally, the particles
were washed in 0.1M phosphate buffered saline (PBS) with 0.5% BSA (wash buffer)
three times and stored in the same buffer.

To verify successful coupling, the particles were incubated with uorescent sec-
ondary anti-mouse antibodies (Invitrogen, Life Technologies, Carlsbad, CA). e
mean uorescence intensity of Alexa488-tagged secondary anti-mouse IgG (Invitro-
gen) per particle was measured by ow cytometry and taken as an indicator of the
number of immobilized antibodies (see Fig. 3.3A).

Upon successful functionalization, 50 μl of a 1:50 dilution of magnetic particles
were mixed with about 25 ng of biotinylated polyclonal goat anti-mouse antibody
( ermo Fisher Scienti c, Rockford, IL) and incubated for 20 minutes at room tem-
perature on a shaker. Subsequently, unbound antibodies were removed by washing
the particles twice with 100 μl of wash buffer. e original concentration was re-
constituted by suspending the particles in 50 μl of wash buffer. en, the magnetic
particleswere labeledwith uorescent streptavidin-coatednano-particles. A volume
of 1 μl of a 1:100 dilution of streptavidin-coated uorescent spheres (0.2 μmdiameter,
Bangs Labs) was added to themagnetic particles and allowed to bind under agitation
for 20 minutes at room temperature. If microscopic observation showed undesired
aggregation of particles, the vial containing the particle mixture was dipped into an
ultrasonic bath for 5 seconds to break up the largest clusters. Under the chosen ex-
perimental conditions, 1 to 5 markers were visible per particle (see Fig. 3.3B).

Cell culture and preparation

Human acute monocytic leukemia cells (THP-1) were used as a model for pri-
mary human monocytes due to their comparable morphology and functionality. As
such, they express Fc receptors that speci cally bind the crystallizable region of im-
munoglobulins (Fc region). It has been shown that THP-1 cells express the IgG-
speci c receptors FcγRI and FcγRII at relatively high levels compared to neutrophils
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Figure 3.2 – Overview of the experiment. (A,B) Monocytic cells were immobilized on glass cover slips
coated with poly-l-lysine. Magnetic particles were functionalized with antibodies and labeled with uo-
rescent duciarymarkers. e particles were then bound to the cells andmagnetized in vertical direction.
An in-plane unidirectional sinusoidal magnetic eld was then used to actuate the particles. (C) A micro-
graph of a typical interaction between a cell and a tagged particle under simultaneous bright- eld and
epi uorescence illumination. (D)To target Fc receptors, particles functionalized with nonspeci cmouse
IgG were used. In experiments with monoclonal antibodies against CD14 or CD11a, cross-reactivity of
exposed Fc regions with Fc receptors was prevented by application of a blocking reagent. Schematics are
not to scale.
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Figure 3.3 – Antibody loading and marker visibility. (A) e amount of IgG binding sites per particle is
saturated under the parameters we used for the functionalization of our magnetic particles (indicated by
arrow). e loadingwasmeasured by owcytometry a er labeling available IgGby secondary anti-mouse
antibodies tagged with uorescent Alexa 488. e solid curve is a t of the data with a second-order rate
equation that describes the reactionof IgGon theparticleswith secondary antibodies in solutionunder the
assumption of gradual depletion of IgG binding sites. (B)Under the experimental conditions described in
the Materials and Methods section, between 1 and 5 markers are visible (on the top hemisphere) on 80%
of all magnetic particles.
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and primary monocytes177. THP-1 cells were cultured at 37°C in Roswell Park
Memorial Institute medium (RPMI-1640, Life Technologies, Carlsbad, CA) supple-
mented with 25 mM HEPES buffer, GlutaMax-I and 10% fetal calf serum (Gibco,
LifeTechnologies, Carlsbad, CA). e cellswere kept at concentrations between 105

cells/ml and 106 cells/ml. Before an experiment approximately 1 ml of cell solution
at a concentration of 8·105 cells/ml to 106 cells/ml was taken from culture for sample
preparation. For experiments where ligation of Fc receptors was undesirable, 0.5 ml
of cells were incubated with 5μl of Fc-blocking reagent (Miltenyi Biotech, Germany)
under slight agitation for 20 minutes at 37°C.

Fluid chambers

Fluid chambersweremade fromtwoglass cover slips (Menzel-Gläser, Braunschweig,
Germany) and two stretched Para lm (Pechiney Plastic Packaging, Chicago, IL)
strips that served to create a clearance of approximately 100 μm between the glass
surfaces. Upon assembly, the uid chambers were lled with poly-L-lysine (PLL)
solution (0.1% w/v in deionized water, Sigma Aldrich, St. Louis, MO) and le to
incubate overnight at room temperature in a moist Petri dish. Prior to each experi-
ment, the uid chambers were washed several times with RPMI-1640 medium.

Sample preparation

Cells were introduced into the uid chambers by dispensing about 50 μl of cell solu-
tiononto the area of the cover slip next to the inlet of the chamber. If passive displace-
ment of themedium inside the chamber was not sufficient, dry tissue paper was used
to create a (small) capillary drag force at the outlet and thereby pull the cell solution
into the chamber. Subsequently, the cellswere allowed to settle onto thePLL-coated
glass surfaces for two to threeminutes before taggedmagnetic particles at an approx-
imate concentration of 5·106 particles/mlwere brought into the chamber in the same
way.

e successful binding of particles to the cells was veri ed by observation of im-
mobile particles in a shear ow of approximately 10 to 50 μm/s. e resulting shear
stress was physiological at about 0.1 pNμm-2 (1 dyn·cm-2) and was considered negli-
gible compared to the stress applied during magnetic twisting. Once an appreciable
number of particle-cell bonds had formed, the sample was magnetized perpendicu-
larly to the coverslip (along the z-axis) by shortly placing it onto a permanentmagnet
with an almost perfectly vertical magnetic eld of at least 150 mT. Upon exposure to
the magnetizing eld, the particles retained a remanent magnetic moment of about
2.2·10-13 Am2 in z-direction (see section 2.1.3 for details on the calibrationof themag-
netic moment). A er magnetization, the sample was transferred onto the magnetic
setup to start the measurements. About 5 minutes passed between magnetization of
the sample and the beginning of an experiment.

Magnetic eld generation

Experiments were carried out on a custom-mademagnetic quadropole setup as pre-
viously described by Janssen et al.70. Two opposite coils were used to generate a
sinusoidally varying magnetic eld in horizontal direction (see Fig. 3.2) with equal
components in x- and y-direction. In a typical setting the coils were operated be-
tween 0.1 and 20 Hz and at a peak current of 250 mA which corresponded to a mag-
netic ux density of 8 mT. e applied speci c torques ranged from 15 to 80 Pa and
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are within the range of values applied in previous studies66. e homogeneity of the
magnetic eld has previously been veri ed by nite element simulations70. Within 2
mmof the central vertical symmetry axis the lateral eld gradient is 0.25Tm-1 and the
vertical eld gradient is 1.5 Tm-1. At a remanent magnetic moment of about 2·10-13

Am2, the lateral and vertical forces on a ferromagnetic particle thus become 0.05 pN
and 0.3 pN, respectively. e gravitational force on a particle is about 0.7 pN which
renders the in uence of the eld gradient negligible.

Image acquisition

Imagingwas performedwith awater immersion lenswith a numerical aperture ofNA
= 0.9 and a magni cation of 63× on an upright light microscope (Leica DM6000M,
LeicaMicrosystems,Wetzlar, Germany). Fluorescence imaging of the tracer spheres
was supplemented by bright- eld imagingwhichwas sufficient to render the outlines
of the magnetic particles detectable for further image processing. Images were ac-
quired with a camera equipped with an electron-multiplying charge-coupled device
(EMCCD, Luca S, Andor Technology, Belfast, Northern Ireland). In experiments
without uorescent markers, images were acquired with a high-speed camera (Red-
lake X3, IDT, San Jose, CA). e acquisition of images was locked to the driving
frequency of the magnetic coils to record 15 frames per actuation cycle. e rela-
tively low maximum frame rate of the EMCCD (about 30 frames per second at typi-
cal illumination) effectively restricted the actuation frequencies to below 2 Hz when
acquiring uorescence signals.

3.3. Tracking of Euler angles

3.3.1. General approach

We bound ferromagnetic particles to cell membranes and actuated them in an os-
cillating magnetic eld. To enable tracking of the rotational motion of the particles,
we coupled small uorescent tracer spheres to their surfaces. Imagingwas performed
under simultaneous bright- eld and uorescent imaging. Details about particle func-
tionalization and imaging can be found in section 3.2.

Our algorithm for tracking the position and the orientation of the magnetic par-
ticle rst determines the position of the particle in every frame. Subsequently, the
locations of the uorescent markers with respect to the center of the magnetic parti-
cle are tracked. Finally, the rotational motion of the particle around the three major
axes is calculated from the obtained trajectories.

We determine the location of the magnetic carrier particle by applying the Hough
transform for the detection of circular features205. In order tominimize computation
time, the approximate radius of the magnetic particle is used as a constraint for the
detection. We also tested algorithms that are based on determining the intensity-
weighed centroid of the magnetic particle. However we found that these algorithms
were less robust due to the non-uniform intensity distribution on the visible surface
of the carrier particle. Furthermore, centroid-basedmethods are in general prone to
errors when the particle is in proximity of the edges of a cell.

We subsequently use the found locations to center a region of interest (ROI) of
xed size around the particle in each frame. Within this ROI, we then apply a

centroid-based algorithm110 to locate the uorescent duciarymarkerswhich appear
as peaks of light intensity. To ensure the effectiveness of the localization of the uo-
rescentmarkers, the background illumination of the simultaneously acquired bright-



50 Chapter 3

eld images needs to be sufficiently dim to avoid the confounding in uence of light
re ections on the surface of the magnetic particle.

e positions of the duciary markers in each frame are nally fed into a tracking
algorithm that reconstructs the trajectories of individual markers by analyzing the
spatial and temporal evolution of the determined coordinates. Between each two
successive frames the algorithm attempts to correlate the positions of the uorescent
markers to construct their trajectories. is places a limit on the maximum density
of duciary markers that can be used at a given camera frame rate. e spacing of
different markers on the carrier particle should be well above the distance covered
by each individual marker within one frame interval.

Upon locating and identifying the duciary markers for each frame, we express
their positions in a three-dimensional Cartesian coordinate system (see Fig. 3.8).
Although we do not measure the z-position of the markers directly, we can infer it
from the x- and y-position by assuming that a uorescent marker is at a constant
distance from the center of the magnetic particle such that

z =
√

(R+ r)2 − y2 − x2, (3.1)

where R and r are the radii of the magnetic carrier particle and the uorescent
marker, respectively. Finally, we write the locations of k markers present in frame i
in matrix format:

Xi =

x1i · · · xki
y1i · · · yki
z1i · · · zki

 (3.2)

e locations of the duciary markers in each frame are xed with respect to each
other and represent a set of points in a particle- xed coordinate system. According
to the Euler rotation theorem, the rotation of the sphere can now be described by
three successive rotations thatmap a given set of marker locations into that found for
a successive frame.

Xi+1 = R3R2R1Xi (3.3)

eparameters of the requiredmatrices are three angleswhichwechose according to
the pitch-roll-yaw convention206. Using this notation, the anglesψ, θ andφ describe
rotations about the axes x, y and z, respectively. e Euler matrix R can now be
written as the product of three successive rotations:

R = RψRθRφ (3.4)

Since the point sets that represent the locations ofmarkers are noisy, theEulermatrix
cannot be directly calculated by inversion. Instead, we determine R by solving the
least-squares problem

E = ∥R ·Xi −Xi+1∥2 (3.5)

If only one marker is visible, the solution found by minimizing E is not necessarily
unique since there are o en several sets of rotations that can map Xi onto Xi+1.
If a main rotational axis can be identi ed by inspection, boundaries can be imposed
on the minimization routine to suppress alternative solutions. For more complex
motions, at least two duciary markers are necessary to yield meaningful tracking
results.
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e accuracy of the angular tracking algorithm largely depends on the precision
of the circular Hough transform used for nding the center of the magnetic carrier
particle. Since in our movies the contrast between particle and background is low
compared to traditional bright- eld imaging, the edge detection is mainly hampered
by camera noise. To estimate the impact of noise on the center tracking, we imposed
additive Gaussian white noise at different amplitudes on a test image and recorded
the results of repeated attempts to track the center of a simulated particle. At noise
levels comparable to actual values we estimated a tracking accuracy of about 30 nm.

is value is high compared to other particle tracking routines and can be explained
by the low contrast caused by the trade-off between simultaneous bright- eld and
uorescence imaging.

e error in the tracking of the position of themagnetic particle in uences all sub-
sequent processing steps since the determined location serves to de ne the reference
frame. Hence, the precision of tracking the duciary markers is limited by the error
of the circularHough transform. e uncertainty in the rotational angle derived from
the location of the duciary markers can thus be expressed by∆θ = ∆x/R. With a
particle radius of about 2.3 μm, the accuracy of the angular tracking routine is there-
fore on the order of 1 to 3°. e error in the calculation of the z position of a marker
given by Eq. 3.1 can be estimated by

∆z =

√
(R−∆R)

2 − (r +∆r)
2 −

√
R2 − r2 (3.6)

where r2 = x2 + y2 and, correspondingly, ∆r = 42 nm . e algorithm of the
Hough transform currently only yields a pixel-accurate estimate of the radius of a
tracked particle. In our experiments, we assume a corresponding uncertainty of∆R
= 100 nm. At a typical distance of x = 1 μm from the center of the particle, the esti-
mated absolute error in z is thus about 130 nm (relative error 0.07). Conclusively, the
most precise measurements can bemade withmagnetic particles that carry multiple
nanoparticle markers close to their zenith position at (x = 0, y = 0, z = R+ r).

3.3.2. Validation

To test the validity and robustness of our tracking algorithm, we tested it both on real
samples and on simulated images of particles.

3.3.2.1. Translational tracking accuracy

As detailed above, the overall tracking performance hinges strongly on the accuracy
with which the outline of the magnetic particle can be detected by the Hough trans-
form. So far, the Hough transform has mainly been used in applications that do not
share the stringent requirements of particle tracking at the microscale. In conven-
tionalmagnetic twisting cytometry, the intensity-weighed centroid of the particles is
tracked. is is a valid approach if the surfaceof a particle has an intensity pattern that
does not change if the particle moves. At low magni cations, this is o en true and
most magnetic particles will appear as circular black spots. However, at the higher
magni cations we typically used in our experiments, irregularities on the surfaces
of the particles created intensity distributions that changed as the particles rotated.
Under those circumstances, a centroid tracking algorithm would detect translation
on a purely rotating particle. is situation is aggravated if uorescent markers are
present on the particle.
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Here, we tested the performance of the Hough transform in tracking stationary
particles that were immobilized on a glass substrate by drying. We used a piezoelec-
tric stage actuator (Nano LPS, Mad City Labs, Madison, WI) to move the substrate
to prede ned positions with high accuracy (0.6 nm, according to the manufacturer).
We then used both theHough transformand the centroid trackingmethod to nd the
positions of the particles in every frame. As shown in Fig. 3.4, there were strong po-
sition uctuations in absence of actuation (FWHM ≈ 55 nm, data not shown). We
attribute these uctuations to vibrations of the microscope table and to Brownian
motion of the particle. Since we dried the particles on their substrate, the latter con-
tribution was expected to be small. At a translation amplitude of 50 nm, the instan-
taneous position of the particle hence was subject to substantial noise. Nonetheless,
the Fourier transform of the data shows that the average amplitude of the particle os-
cillations could be extracted with less than 3% deviation from the real value. We did
not perform experiments at smaller actuation amplitudes because we could not fully
eliminate oscillations from the system.
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Figure 3.4–Trackinguntaggedparticles. Untaggedparticleswere affixed to a cover slip andplaced onto a
piezoelectrically controlledmicroscope stage. e stage underwent de ned sinusoidal translations in one
dimensionwith amplitudes 50 nm (top) and 1 μm (bottom). e observed positional uctuations at t < 2
s arise from imperfect damping of the microscope table and a small amount of Brownian motion. While
measuring the instantaneous position of the particle is subject to substantial noise, the Fourier transform
of 10 cycles reveals less than 3% deviation from the set amplitude.

Conclusively, we found that both algorithms are capable of resolving linear dis-
placements at amplitudes down to 50 nm. is indicates that using the Hough trans-
form to determine the position of a particle does not carry a penalty in comparison
to the more commonly used centroid tracking.

3.3.2.2. Tracking accuracy in the presence of noise

Noise is a recurringobstacle in image analysis. Asqualitatively outlined above, the ac-
curacy of our particle tracking method hinges on the contrast between background,
magnetic particle and uorescentmarkers. Achieving near-optimum contrast in this
setting requires an inefficient use of the dynamic range of the camera and results in
noise.

To quantitatively investigate the susceptibility of the Hough tracking method to
the presence of noise, we simulated a noise-free image and superposed it with in-
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Figure 3.5 – Translational tracking accuracy in the presence of noise. (A) Varying levels of Gaussian
noise were added to a simulated image of a particle. (B) e noise is expressed as the normalized variance
on an interval [0,1]. Typical noise levels are indicated by the limits of the window of operation. Below
the upper limit of the window of operation the absolute deviations from the real position do not exceed
10 nm while the standard deviation of the determined positions increases monotonously. Beyond noise
variances of 10-3 theHough tracking fails because the associated intensity uctuations reach the same level
as the contrast between the particle and the background. e inset shows the standard deviations of the
positions in x and y.

creasing levels of Gaussian white noise. At each noise level, the noise pattern was
generated 50 times and the position of the particle was determined. e results are
shown in Fig. 3.5. e simulation demonstrates that at typical uctuation widths of
the image noise, the standard deviation of the determined position is approximately
20 nm. At a normalized noise variance of 10-3, the standard deviation of the noise in
an 8-bit image is 255

√
10−3 ≈ 8. Since the intensity contrast between the particle

and the background is approximately 30, the algorithm fails due to ambiguous results
as the Hough transform returns several locations that are all equally likely. To deter-
mine the position of a particle in this regime, the parameters of the Hough transform
have to be adjusted or constraints on allowed locations have to be introduced.

3.3.2.3. Rotational tracking of simulated particles

To further test the performance of the Hough transform and to characterize the per-
formance of the rotational tracking method, we simulated images of uorescently
tagged particles. In this way, we could investigate the performance of the Hough
transform under different levels of contrast and noise. More importantly, creat-
ing time-lapse movies of particles undergoing de ned rotational movements made
it possible to also characterize the performance of our rotational particle tracking
method.

Using simulated images to validate the performance of the rotational tracking al-
gorithm is advantageous as it allows to model motion patterns that could not be
achieved in practice. While well-de ned translations can be realized by placing the
sample on a piezoelectric stage, inducing particle rotation is more involved. e
setup at our disposal allowed the accurate application of a magnetic eld in the xy-
plane containing the sample and could hence only be used to induce known angular
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displacements about the z-axis. Since the ability to track rotations about the x and y
axes is a central feature of our method, we therefore had to resort to using simulated
time-lapse sequences for calibration.
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Figure 3.6 – Simulating images of particles. Particle images were simulated by superposition of two
boxcar functions with a truncated Gaussian. e uorescent markers were simulated as small Gaussians
with high intensity. e relative intensities were adjusted to approximate an exemplary image from an
actual experiment. e magnitude of camera noise was estimated from the intensity uctuations in an
image region without features. Gaussian noise was then added to the simulated image such that the noise
variances were comparable.

To create particle images that represent the actual appearance of the particles we
used in experiments, we analyzed the cross-section of a still image. e edge of the
particle is marked by a ring of increased intensity that represents the highest order
of the diffractive pattern. At the magni cation we used in our experiments, the focal
depth of the objective was too small to acquire a sharp image of the particle along the
optical axis. As a result, if the focus plane was coplanar with the hemisection of the
particle, the central area of the particle imagewould appear slightly brighter than the
rim region. e uorescent particles appeared as blurred spots since their diameter
was below the diffraction limit.

We simulated particles as a superposition of several intensity pro les:

I(x, y) = IdΠ(dc, wd)− IintΠ(dc, wint)︸ ︷︷ ︸
diffraction ring and interior

+

Idef exp

[
−
(
x− xc
wdef

)2
]
exp

[
−
(
y − yc
wdef

)2
]
Π(dc, wint)︸ ︷︷ ︸

defocused center region

+

n∑
k=1

Ifl exp

[
−
(
x− xk
wfl

)2
]
exp

[
−
(
y − yk
wfl

)2
]

︸ ︷︷ ︸
n uorescent markers with k=1…n

+ Ibkg + In︸ ︷︷ ︸
noisy background

(3.7)

with dc =

√
(x− xc)

2
+ (y − yc)

2 and Π(d,w) is a two-dimensional boxcar func-
tion with Π=1 for d < w/2 and Π = 0 for d > w/2. e intensity amplitudes
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were chosen to achieve approximate agreement between the cross-sectional inten-
sity pro les of a simulated image and the image of an actual particle. We assumed
Gaussian white noise and adjusted the variance such that the intensity distributions
of background pixels matched. To simulate blur, the images were nally subjected
to a 2-dimensional Gaussian lter. An example of a simulated image is shown in Fig.
3.6.

e rotations of the particle were simulated by consecutive mapping the three-
dimensional locations of the markers with respect to an initial reference set. eir
projections onto the xy-plane were then used to draw the markers in individual
frames. Since we used our algorithm mainly for the tracking of small angular dis-
placements below 20°, we did not take into account that the rotation of the mag-
netic particle leads to defocusing of the uorescent markers (out-of-focus blur). If
desired, this effect could be integrated by modeling the dependence of the point-
spread function on the axial distance from the focus plane. In our example, we linked
the translation of the particle to its rotation by assuming a no-slip rolling motion, i.e.
∆θR = ∆x.
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Figure 3.7 – Tracking simulated trajectories. A time-lapse sequence of a particle undergoing simultane-
ous translation and rotation was simulated to calibrate the accuracy of the rotational tracking algorithm
in the presence of 1 (red circles in time domain and red lines in frequency domain) and 2 (blue squares
and lines) markers. e deviation from the set motion (black line in time domain) for the case of 1marker
shows that at least twomarkers are necessary to accurately resolve the rotations of the particle. While the
motion in θ andφ is resolvedwith less than 1% error, the tracking result inψ overestimates the actual mo-
tion by about 70% (see Fourier spectra in the right column). is error is caused by the limited accuracy
of the translational tracking as the associated maximum displacement in y is about 0.4 pixels.
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As an example, we simulated 5 cycles of sinusoidal particle oscillations at a fre-
quency of 0.5 Hz and a sampling rate of 7.5 Hz. e angular displacement amplitudes
were ψ̂ = 1◦, φ̂ = 20◦ and θ̂ = 10◦. e results are shown in Fig. 3.7. If only one
marker is present on the particle, the trajectory of the particle cannot be reproduced.
At least two visible markers are necessary to accurately track the three-dimensional
rotation of a magnetic particle. is can be understood as two markers uniquely de-
ne the orientation of the magnetic particle if its center position is known and the
z-coordinates of the markers can be deduced from their position in the xy-plane. In
extension of this argument, if the location of the particle is unknown, its rotation
can also be reconstructed from the motions of three markers that are all subject to
the constraint of being at a constant radial distance from the center of the magnetic
particle.

3.3.2.4. Tracking particle motion in a laminar ow

We have characterized the performance of our algorithm under experimental condi-
tions by tracking themotion of a particlemoving over a surface in a laminar ow (see
Fig. 3.8A,B). By analyzing the translation and rotation of the particle independently,
we reveal the quantitative superposition of both fundamental modes of movement
and demonstrate the robustness of the rotational tracking. By relating the transla-
tional and rotational velocities to each other, the particle is shown to undergo a mo-
tion that we describe as skidding (see Fig. 3.8C,D). is test also indicates that out-
side cell mechanical research, the Euler angle tracking approach can potentially be
useful for the analysis of near-wall ow phenomena in micro uidic systems, such as
the ones investigated by Derks et al.207.

3.4. Results

3.4.1. Cell stiffness measurements

We applied rotational particle tracking to measure the local mechanical stiffness of
the cells. In our experiments, we used particles coated with anti-CD11a, anti-CD14
and nonspeci c mouse IgG. e particles were tagged with uorescent markers for
Euler angle tracking. We immobilized the cells on a PLL-coated substrate and then
bound particles to the cells (see Fig. 3.2). erea er we magnetized the samples
in a strong vertical magnetic eld and subsequently applied a harmonically oscillat-
ing eld in horizontal direction. A similar method has previously been applied for
magnetic twisting cytometry studies66. During the experiments, we monitored the
motion of individual particles to infer qualitative and quantitative information about
the coupling of the particle with the cell.

3.4.1.1. Particle binding via CD11a or CD14

Particles that carried an antibody against CD11a or CD14 underwent a sinusoidal
rocking motion along the axis imposed by the direction of the horizontal magnetic
eld. e displacement of the particle center was on the order of 20 to 200 nm and

clearly discernible. e simultaneous rotation of the particle was about 1 to 10 de-
grees. An example of the motion pattern of a particle in contact with an isotropic
contact region is given in Fig. 3.9. e idealized motion of a particle bound to a cell
with an isotropic contact region has previously been simulated in detail97. To deter-
mine the dynamic moduli of the contact region between particle and cell, we used a
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Figure 3.8 – Extracting themode of motion from translational and rotational trajectories. (A) In every
frame, the region of interest was centered on the magnetic particle. e location of each duciary marker
in a carrier particle- xed three-dimensional Cartesian coordinate system was then calculated under the
assumption that the radial distance to the center of the magnetic particle remained constant. (B) e
exemplary movement of a particle in a laminar ow was tracked in x, y and three rotational angles. Af-
ter about 3 seconds, themotion of the particle is dominated by rotation around the y-axis, denoted by the
angle θ. e Euler rotation angleswere calculatedwith respect to the initial orientation of the particle. Mi-
crographs show the particle at four time points. (C) e unidirectional motion of a sphere above a surface
can take several forms. If the sphere does not rotate, it is purely translating. If the length of the perimeter
section that is covered by the rotation angle is equal to the displacement of the center, the sphere is said to
undergo pure rolling. If the displacement of the center is larger or smaller than the perimeter section, the
sphere is skidding or slipping, respectively. e motion of the particle can be described as a superposition
of pure translation and pure rolling. (D) From the tracked rotational motion the displacement of the par-
ticle under ideal rolling is calculated by (ψ, θ) × R. By adding translational components with constant
velocities of vx=1.4 μm/s and vy=0.5 μm/s, the originally traced displacements of the particle, x(t) and
y(t), are approximated very well. is indicates that the particle is skidding.
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method previously described by Fabry et al.65. Our data follow the structural damp-
ing lawwith a power lawexponent ofx=1.24 (Fig. 3.10A)which is in good agreement
with the value found for primary blood neutrophils66.
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Figure 3.9 – Typical motion of a particle bound to a cell with nearly isotropic stiffness. Anti-CD11a
Particles bound via integrin LFA-1 typically undergo a characteristic rocking motion in the direction of
the externally applied eld. e particle mainly translates in x- and y-direction and concomitantly rotates
about these axes (respective angles θ,ψ).

3.4.1.2. Particle binding via nonspeci c IgG

Particles with a non-speci c IgG coating showed a markedly different motion when
subjected to the same magnetic actuation protocol. e translational displacements
of the particles (see Fig. 3.11D) were smaller than expected from the rotational mo-
tion and they were not restricted to the main axis of the external magnetic eld. In
contrast to the experimentswith coatings against CD14 andCD11a, rotation of parti-
cles about the z-axis (angle φ) of the imaging plane was observed (Fig. 3.11B). Even
without duciarymarkers, the rotationalmotionwas clearly visible by eye. However,
for precise quanti cation of the rotation the duciary markers were necessary.

We attribute the observed rotation around the z-axis to elastic compliance of the
cell in the xy-plane and to the presence of an in-plane componentmxy of the mag-
netic moment of the particle. An xy-component of the magnetic moment occurs
when the magnetizing eld is not ideally vertical or the particle is reoriented a er
the initial magnetization step, e.g. by active movements induced by the cell. e re-
sulting in-planemagnetic moment is likely to bemuch smaller than the one imposed
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in vertical direction. e applicable torque, in turn, is determined not only by the in-
plane magnitude of the magnetic moment but also by its orientation with respect to
the axis along which the magnetic eld lines run. In our experiments the magnitude
and direction of the in-plane component of the magnetic moment can be estimated.
To this endwe tracked theorientationof anunactuatedparticle during a time interval
of 10 minutes and measured reorientations in θ and ψ of not more than 10°. Hence,
we estimated the mean in-plane component to be 10% of the absolute torque. e
uncertainty of this approximation was assumed to be 10% of the absolute torque as
well.

3.4.2. Application of an isotropic material model

Considering the small amplitude of the in-plane torque, the angular excursions in φ
(see Fig. 3.11B) are surprisingly large compared to the excursions in θ and ψ (see
Fig. 3.11) and indicate a strongly reduced stiffness in the plane of the particle-cell
interface. e anisotropy of the probed region becomes apparent when we apply an
isotropic model description. For this purpose, we assume that half of the particle is
embedded in ahomogenous isotropic linear elasticmediumcharacterizedbyYoung's
modulus E and Poisson's ratio ν. Under these conditions, the shear modulus G is
given by G = E/(2(1 + ν)). e elastic torque exerted on a particle rotated by an
angle θ now becomes100

τ =
4

3
πR3Eθ = 2Vp (1 + ν)Gθ (3.8)

T =
τ

Vp
= 2(1 + ν)Gθ (3.9)

Here, Vp is the volume of the particle which is subsequently used to normalize the
torque to introduce the torque density T . We obtain the shear modulus by adapting
a method proposed by Fabry et al.65 which yields the complex dynamic modulus
G∗ as the quotient of the Fourier transforms of the normalized torque T ∗ and the
rotational displacement at the frequency of actuation fa.

We also calculated the shear modulus from the dimensionless normalized transla-
tion d̃ = d/R of the particle by using the results of Mjailovich et. al.97. Here, the
quotient Gd = T/d̃ is called the apparent shear modulus because it does not take
into account the geometry of the contact interface between particle and cell. e
actual shear modulus of the cell material can then be obtained by using the scaling
factor β which depends on the degree of particle embedding and the thickness of the
cell:

G =
Gd

β
(3.10)

In line with the above assumptions, we use β = 1 for a semi-embedded particle and
a cell thickness of 5 μm97. If the contact region were indeed an isotropic medium,
the values of G obtained from the rotation and the translation of the particle should
be equal. Indeed, the shearmoduli calculated from the translation of the particle and
the rotations θ andψ agree reasonably well (Fig. 3.11). However, the shear modulus
ascribed to the rotation φ is signi cantly lower than that for the other coordinates
(Fig. 3.11E, F). In total, we recorded this behavior in 8 different cells from 4 inde-
pendent experiments. is is in contrast to experiments wherein antiCD11a-coated
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Figure 3.10 – Binding via integrin LFA-1 or CD14 renders an isotropic contact interface. (A) e dy-
namicmoduli of 51 cells as a functionof actuation frequency as determined from the translationof particles
coated with CD14 or CD11a. e measured power-law dependence is a characteristic of the cytoskeleton
which supports the view that under these experimental conditions, a strong link between the membrane
and the cytoskeleton exists. e power-law exponents of individual cells are normally distributed among
the measured population (inset). (B) e elastic moduli assigned to different degrees of freedom for a
particle coated with antibodies against LFA-1 (taken from the same experiment as Fig. 3.9). Assuming
that the magnetic moment of the particle is slightly misaligned, the available torque was distributed as
10%:90% (see text for rationale). e resulting stiffnesses are on the same order of magnitude, indicating
that the contact region has a nearly isotropic stiffness.

particles were used to establish a strong link to the cytoskeleton. In that case, we pre-
dominantly observed an isotropic stiffness across all probed dimensions (x, y), θ, φ
and ψ (see Fig. 3.10).

In conclusion, we have shown that the measured stiffness of the probed region
of the cell membrane is not uniform in all orientations and that the assumption of
material isotropy fails when particles are used that are coated with nonspeci c IgG.
To quantitatively understand the origin of the observed anisotropy, we expect that a
model description of the interface comprising the particle surface, the lipid bilayer
and the cytoskeleton is needed.

3.4.3. Estimation of embedding angle

Inmagnetic twisting cytometry, it is generally not possible to determine the absolute
value of the shear modulus directly since the measured particle translations depend
not only on the material properties of the cell but also on the embedding angle of
the particle and the distance between particle and substrate. Neglecting the weak
in uence of the cell thickness, the shearmodulus could hence only be determined by
using an estimate of the embedding angle, e.g. from SEM images, to transform the
apparent shearmodulus97. Asmentioned above, a particle that is partially embedded
in a cell will undergo both translation and rotation upon the application of torque.
While the individual amplitudes of translation and rotation are determined by the
elasticity of the material, their ratio is given by the structure of the probed region. If
the particle is strongly coupled to the cytoskeleton and the probed region is thereby
isotropic, measuring the ratio of translation to rotation hence makes it possible to
directly determine the embedding angle of the probing particle.

To illustrate this procedure, we used a generalized abacus (see Fig. 3.12) that has
previously been published byOhayon et al.98. eymodeled the cell as a slabwith an
isotropic neo-Hookean elasticity and a partially embedded particle on its apical sur-
face. e authors then explored the motion of the particle in response to an applied
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Figure 3.11 – Tracked motion and time course of measured cellular stiffness for a particle with a non-
speci c IgG coating. (A-C, le column) As shown by the respective Fourier transforms (right column),
the rotational displacement of the particle is on the order of 2°. e motion in φ is unexpectedly large
since it is generated by a substantially lower torque than that in ψ and θ . Since tracking in φ does not
require the z coordinate, the obtained motion is subject to considerably less noise. (D) e translation
of the particle is restricted to amplitudes of about 50 nm. (E) Elastic moduli calculated from the particle
motion depicted in panels A-D. emoduli calculated from translation and rotation inψ and θ are similar
while the modulus in φ is about one order of magnitude lower. (F) Similar results obtained in a different
experiment. e shaded areas depict the standard error of the mean.
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Figure 3.12 – Kinematic constraints of a partially embedded particle. (A) Geometry of a typical mag-
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would only rotate (not shown). For thick cells with h/2R > 2, the in uence of the stiff substrate on the
motion of the particle becomes negligible. Panel B redrawn from Fig. 9 of ref. 98 with kind permission
from Springer Science and Business Media.

torque while varying its embedding angle α. As expected, for α → 0, the particle is
rolling with∆θR = ∆x. At the maximum embedding angle of 180°, the particle was
found to mainly rotate.

From Fig. 3.9, the displacement in y, normalized by the particle radius (R=2.1
μm, determined from micrographs), is approximately δy=0.023 with the associated
rotation ψ=0.054 rad. e relevant ratio thus becomes

ψ

δy
= 2.35. (3.11)

To determine the corresponding embedding angle from the abacus, the distance of
the particle from the substrate needs to be determined. Given that the cells in our
experiments did not spread signi cantly, we estimated that the thickness of the cell
is at least equal to the diameter of the particle, such that 2R

hu
≤ 1. In this regime,

the strain eld induced by actuation of the particle decays entirely within the cell
body and the stiffness of the substrate has little in uence. Under this assumption,
we can readily determine that the embedding angle is approximately 80°. is is a
comparatively high value as previous research has reported values on the order of
40°65. However, we found a value of about 25° for another sample and it is very likely
that the embedding angle is a function of time.

Besides being time-dependent, the embedding angle presumably depends on the
material properties of the cell membrane and the density and type of available bind-
ing sites on the particle. e equilibrium embedding angle is reached if the deforma-
tion energy of themembrane is equal to the energy gained by the formation of bonds.
In our experiments, the antibody density on the particles was nearly saturated such
thatmost variability in the embedding angle is expected to originate from cell-to-cell
variations of the bending stiffness and cortical tension of the membrane. is aspect
underlines why it is crucial to ensure that the ligand density on the particles is close
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to saturation. In the linear regime of the loading curve in Fig. 3.3A, the antibody den-
sity will greatly differ between particles. As a result, the embedding angles will also
vary, even if the relevant material properties of the respective cells are the same. e
resulting spread in measured apparent shear moduli could thus be misinterpreted as
a distribution of the elastic properties of the cells.

3.5. Discussion

3.5.1. Origin of observed anisotropy

Magnetic particle microrheology methods have so far relied on the assumption that
the mechanical properties of the probed region are isotropic. As mentioned above,
this assumption is valid under the conditions of experiments aimed at studying cy-
toskeletal dynamics where the membrane is constantly and strongly coupled to the
cytoskeleton. In the general case, however, the system of the plasmamembrane and
the subjacent cytoskeletal cortex cannot be seen as an isotropic entity.

Firstly, the cytoskeleton itself is not isotropically organized. By applying a mag-
netic twisting eld along two perpendicular axes, it has previously been shown that
adherent cells display anisotropic stiffness due to a preferential orientation of stress
bers208. Directional particle tracking microrheology later revealed that unidirec-

tional shear ow triggers a reorganization of the cytoskeleton to effectuate an in-
crease in compliance parallel to the ow direction209.

Secondly, as mentioned above, tight coupling to the cytoskeleton is o en taken as
an argument to neglect the in uence of the coupling between the lipid bilayer and
theunderlying cortex. Unexpectedmotionof actuatedparticles such as rolling on the
membrane or no apparent translation at all210 have been observed before but could
not be quantitatively interpreted. It has been speculated that improper linkage of a
membrane receptor to the cytoskeleton could lead to reducedmovement due to lack
of a mechanical support structure.

Our experiments with particles coated with CD11a or CD14 yielded the expected
power-law rheology that has beenmeasured for awide range of different cell types66.

is result is evidence of a strong link between the targeted membrane receptor and
the cytoskeleton. While the antibody against CD11a is expected to bind to integrins
directly, the nature of the cytoskeletal link when using particles that bind to CD14
is unde ned. CD14 itself does not possess an intracellular domain and thus should
not be able to establish a mechanical connection. However, it has been shown to co-
localize with a variety of other membrane receptors that might provide an indirect
link211.

In our experiments with nonspeci c IgG-coated particles, we assume that bind-
ing is mainly established through Fc receptors. ese receptors are known to play a
major role in the phagocytosis of opsonized targets and speci cally have been shown
to diffuse freely in the lipid bilayer212. is nding indicates that on the time scale
of an experiment Fc receptors do not necessarily have a link with the cytoskeleton.
Elasticity measurements on a particle bound to free receptors would then produce
values that are representative of the mechanical properties of the lipid bilayer itself
and its degree of connectivitywith the underlying cortex. Topological factors such as
excess membrane or membrane folds are likely to play a role as well. e measured
anisotropy of the mechanical stiffness thus can be understood as the result of mem-
brane processes that increase the rotational freedom of the probing particle. is
does not necessarily imply an inherently anisotropic stiffness of the cell membrane
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itself. When combinedwith a suitablemodel description, we expect that ourmethod
can thus be used to study processes such as membrane ruffling and partial dissocia-
tion of the plasma membrane from the cortex.

3.5.2. Potential improvements and applicability

Our method makes it possible to simultaneously measure the local stiffness of a cell
in ve coordinates which represent two translational and three rotational degrees of
freedom. is constitutes an improvement over previous single-cell techniques that
onlymeasured translation and thusnever acquiredmore than three coordinates at the
same time. Hence, our technique is inherently suited for studies of the heterogeneous
assembly of lipid bilayer and cortex in live cells.

In contrast to methods that make use of magnetic tweezers with sharp tips, our
method is inherently suited formultiplexing because the force on the particles can be
considered homogeneous within the eld of view which has a size of about 150×100
μm2. Multiplexing is very useful for studies of cell-to-cell differences in large popu-
lations66.

e current implementation of our angular tracking technique has a limited res-
olution caused by the need to simultaneously acquire bright- eld and uorescent
images. Switching between bright- eld and uorescence modes for each frame can
break this trade-off but complicates the temporal synchronizationwith themagnetic
actuation. Abetter solution is the use of two cameras and a dichroicmirror to achieve
spatial separation of the bright- eld and uorescent signals. Our technique can be
further improved by more stringently controlling the orientation of the magnetic
moments of the particles, for example with three independent orthogonal coils as
presented byHu et al.208. By unifying themagnetization and actuation of particles in
situ, undesired changes of the applicable torques due to cell-induced motion of the
particle can be minimized.

3.5.3. Outside the box

e use of micro-particles is not limited to studies of cell membrane mechanics.
ere are other applications that would bene t from simultaneous rotational and

translational tracking. To further illustrate the usefulness of our approach, one po-
tential application is highlighted here.

One of the central goals of biophysics is the accurate characterization of the el-
ementary building blocks of biological systems with respect to both structure and
physiologically relevant properties. e use of protein crystallography and electron
microscopy revealed the atomic structure of many molecules but le more complex
behavior concealed. With the development of techniques such as optical tweezers,
magnetic tweezers and atomic force microscopy, it became possible to manipulate
single molecules.

In a typical experiment, amolecule is sandwichedbetweena substrate andamicro-
particle (see Fig. 3.13). By then exerting a known torque or a force on the particle
and measuring the concomitant movement of the particle, one can determine the
mechanical properties of themolecule and study the structural changes that it under-
goes. Such approaches have revealed the effects of restriction enzymes on the con-
formation of DNAmolecules213,214, the behavior of super-coiled sections of DNA215,
and the torsional stiffness of proteins complexes70.

A common complication in these experiments is the frequently ill-de ned geom-
etry of the molecular attachment sites. In experiments wherein torque is applied to
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Figure 3.13 –Applying three-dimensional particle tracking to single-molecule studies. e elasticity of
a protein or DNA molecule can be determined by attaching one end to a colloidal particle and the other
end to a surface. By then exerting a known force and/or torque on the particle, the molecule is stretched
and/or twisted. In most cases, the molecule will undergo both modes of deformation. By determining
the translation and rotation of the particle simultaneously, both the linear and torsional elasticity of the
molecule and the location of its attachment point on the particle surface can be determined from one
experiment.

deformamolecule, it is essential to decouple torque and force to achieve a purely uni-
modal deformation. In optical traps, the application of force is independent of torque
because a spherical particle is free to rotate inside an ideally symmetric focal spot. In
magnetic tweezers, the decoupling of applied force and torque requires substantial
efforts in shaping suitable magnetic elds by superposition216. Nonetheless, even if
a pure torque is exerted on a tethered particle, the variability of the location where
the molecule is attached to the particle can lead to particle translations and, conse-
quently, to stretching. Vice versa, exerting a stretching force on a molecule that has
an off-center attachment pointwill also induce an elastic torque that leads to rotation
of the particle217 and, unless corrected for, will result in inaccurate force-extension
curves.

Given the difficulties of experimentally achieving pure stretching or pure twist-
ing of a molecule, one can alternatively attempt to measure the associated material
properties simultaneously. To this end, it is necessary to separate the effect of ap-
plied torque and induced torque. is can be achieved bymeasuring both translation
and rotation of the particle simultaneously in response to suitably designed actuation
protocols. If in addition to our method the z-position is acquired as well, the motion
of the particle can be fully resolved in all six degrees of freedom. e motion of the
particle is theoretically descibed by a set of six Langevin equations. e parameters
in this set of equations are the linear and torsional elastic constants of the molecule
and the locations of its attachment points on the surface of the particle (expressed
by two angles in spherical coordinates) and the substrate. Given the motion of the
particle in six degrees of freedom, these parameters can then be extracted from one
experiment.
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3.6. Conclusions

We have combined rotational particle tracking and magnetic particle actuation to
investigate the mechanical properties of the interface between a functionalized par-
ticle and a cell. Previous investigations have mostly rested on the assumption that
the probed region is mechanically isotropic and could therefore be characterized by
measuring one mode of deformation at a time.

Here, we have demonstrated that mechanical anisotropy can arise as a result of
binding via speci cmolecular ligands. By applying three-dimensional rotational par-
ticle tracking, we showed that ligation of Fc receptors leads to a strongly reduced
stiffness in the plane of the cell membrane. We attribute the observed behavior to
the loosening of links between the lipid bilayer and the cytoskeletal cortex. As of
now, we do not have a quantitative description of such a local detachment process
and the resulting loss inmechanical stability. A suitablemodel will have to determine
the effective stiffness as a functionof the size of the detached regionof themembrane.

We envision that our combination of Euler angle particle tracking and magnetic
particle microrheology will become a powerful tool for studies of the mechanical
properties of the cell membrane and for the quanti cation of time-dependent in-
teractions between the lipid bilayer and the cytoskeleton. Beyond research in cell
mechanics, the application of Euler angle particle tracking is potentially useful for
particle-based single-molecule studies where the tracking of additional degrees of
freedom will improve the control of the experiment and the accuracy of extracted
parameters.



.4 Probing the mechanical stiffness
of phagocytic cups

e uptake of matter by phagocytosis is a highly conserved function
of the mammalian innate immune system. It is of key importance in
the defense against bacterial pathogens, in the removal of apoptotic
cells, and in the control of cancerous tumor growth. Substantial work
has been directed at the elucidation of the pathways that drive the en-
gulfment of objects, but despite the fact that phagocytosis is an inher-
ently mechanical process, little is known about the forces and energies
that the cell generates during internalization. Here, we use function-
alized magnetic particles as phagocytic targets and track their motion
while actuating them in an oscillating magnetic eld, in order to mea-
sure the translational and rotational stiffnesses of the phagocytic cup as
a function of time. e measured evolution of stiffness reveals a char-
acteristic pattern with a pronounced peak preceding the nalization of
uptake. e measured stiffness values and their time-dependence are
in agreement with a model that describes the phagocytic cup as a pre-
stressed membrane connected to an elastically deformable actin cor-
tex. In the context of thismodel, the stiffness peak is thedirectmanifes-
tation of a previously described mechanical bottleneck that can result
in stalled phagocytic uptake. A comparison ofmodel and data suggests
that themembrane advances around the particle at a speed of about 20
nm/s. is approach is a novel way ofmeasuring themechanical prop-
erties of emerging phagocytic cups in situ and in real-time, without the
need for uorescent labeling of the cells. We expect that the method
will be useful for research into the in uence of uptake inhibitors, such
as CD47.*

* Parts of this chapter have been published in
M. Irmscher, A.M. de Jong, H. Kress† & M.W.J. Prins† A method for time-resolved measurements of the
mechanics of phagocytic cups. Journal of the Royal Society Interface 10, 20121048 (2013).

e dagger indicates joint corresponding authorship.
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4.1. Introduction

4.1.1. Phagocytosis

e ability of cells to bind and ingest objects by a process called phagocytosis is a
highly conserved mechanism and can be found in a variety of different systems218.
While unicellular organisms perform phagocytosis to take up nutrients219, the pro-
cess is mostly known as a key feature of the innate immune system of higher-order
organisms. Several types of immune cells are capable of carrying out phagocytosis,
but specialized white blood cells called phagocytes are most effective.

In the course of phagocytosis potentially harmful objects such as bacteria, apop-
totic cells or foreign particles larger than about 0.5 μm32,36 are rst identi ed via na-
tive or acquired molecular patterns on their surfaces that allow immune cells to bind
them. Depending on the ligand-receptor interaction, a speci c signaling cascade
then triggers a directed and localized deformation of the membrane with the aim of
internalizing theboundobject. Avarietyofmolecules havebeen shown to function as
phagocytic markers32, most prominently complement and crystalline fragments (Fc
regions) of immunoglobulins220. e latter are bound by Fc receptors (FcR) whose
structure is conserved across the different cell types that express it. Interestingly, ge-
netic transfection of Fc receptors has been shown to enable phagocytosis even in cell
lines that normally lack the receptor221. Due to its robust andunambiguous response,
Fc receptor-mediated phagocytosis remains the most frequently studiedmechanism
by which cells recognize and internalize external objects.

During the engulfment phase, the cell membrane is deformed such that the inter-
action area with the phagocytic target increases and a so-called phagocytic cup is
formed. In the case of FcR-mediated phagocytosis, the membrane deformations are
made permanent by new bonds that are formed in a zipper-like fashion222. As the
membrane is protruding, the ligation of additional receptors triggers the localized
polymerization of actin laments which provide a stabilizing scaffold. e engulf-
ment of the particle is nalized when themembrane closes in on itself at which point
the phagocytic target is entirely surrounded by an envelope comprising a lipid dou-
ble layer and the previously formed actin shell223. is object, called a phagosome,
subsequently undergoes a sequence of steps that are aimed at destroying its contents
by acidi cation and enzymatic digestion.

4.1.2. Mechanical aspects of phagocytosis

e actin-dependent reorganization of the membrane during the formation of a
phagocytic cup is an inherently mechanical process143,182. e deformation of the
membrane is governed bymechanical parameters such as the cortical tension and the
bending stiffness of the cell membrane68. Depending on the size of the object, en-
gul ng the phagocytic target may require the mobilization of excess membrane that
can be provided through the unwrapping of membrane folds68,149. e shape and
orientation of the phagocytic target143,182 as well as its elastic stiffness224 have been
shown to have an in uence on the effectiveness of phagocytosis. All of these parame-
ters are de ned on a larger scale than themolecular processes that drive phagocytosis
and many questions regarding the bridging of these scales remain unanswered.

In a classic experiment, the cortical tension of a phagocyte is measured dynam-
ically by holding a non-adherent neutrophil in a micropipette at constant suction
pressure while presenting it with a suitable phagocytic target225. ese experiments
have shown that the engulfment of a medium-sized target coincides with an increase
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in cortical tension as the cell membrane stretches and excess membrane is released
from wrinkles68. e trajectory of the target during ingestion has been found to de-
pend on its coating, indicating that molecular recognition triggers distinct modes of
force generation226. Despite the insights the micropipetting approach has provided,
it has the disadvantage that a connection is made between a globallymeasured quan-
tity and a highly localized cellular process.

Given the complexity of the phagocytic process and the relatedmultitude of exper-
imental variables - some of which are difficult to determine independently by exper-
iment - numerical simulations have been used to model the formation of the phago-
cytic cup. Herant et al.227 used the interpenetrating ow formalism to reveal the se-
quence of mechanisms required for internalization of a particle. Tollis et al.182 sim-
ulated the thermal uctuations of the membrane and proposed actin-independent
'passive' uptake as an alternative mechanism.

Micro-particles are uniquely suited to measure forces at the site of phagocytosis.
Particles in a weak optical trap have been used as phagocytic bait to reveal that pro-
truding lopodia pull targets closer in discrete steps34. During this initial stage of
phagocytosis, optical tweezers are most useful due to their force resolution on the
order of piconewtons. At a later stage, when the particle is in the process of be-
ing wrapped by the protruding membrane, the energy gained by the formation of
multiple bonds supersedes the interaction energy between the particle and the op-
tical trap. In this regime, discernible displacements can only be produced by meth-
ods such as magnetic tweezers or atomic force microscopes. While both the initial
transport of particles by retracting lopodia34,228 and the viscoelastic environment
of phagosomes77,81,229 have been characterized in mechanical terms, measurements
of the forces that drive the formation of the phagocytic cup remain elusive.

4.1.3. Chapter overview

We developed a novel experimental approach that uses an oscillating magnetic eld
to actively deform the contact region between a particle and a macrophage that is in
the process of internalizing the particle by phagocytosis. By measuring the induced
excursions of the particle, we determine the stiffness of the phagocytic cup quanti-
tatively and with high temporal resolution. Our approach extends the general idea
of optical magnetic twisting cytometry, a method that has previously been used to
study the viscoelasticity of cytoskeletal networks65, by adding rotational tracking at
the single-cell level. Furthermore, we developed a mechanical model to allow for a
quantitative interpretation of ourmeasurementswithin the framework of phagocytic
cup formation.

In this chapter, we present our method and the data we acquired on the evolution
of translational and rotational stiffness during both successful and interrupted inter-
nalizations of particles. We found that during successful phagocytosis, the stiffness of
the contact region between particle and cell rst increases before peaking and con-
verging to plateau values. During the uptake, the particle is accelerated and pulled
towards the cell center. is cell-induced displacement does not necessarily coin-
cide with the peak in stiffness. In cases of interrupted internalization, the stiffness
initially increases steeply, but then drops until the particle eventually detaches from
the cell. Prior to detachment, the cell membrane undergoes strong bending defor-
mations, indicating that the lipid bilayer has lost its association with the actin cortex.
We interpret this effect as the forced breakdown of stalled phagocytic cups. Finally,
to understand the obtained measurements quantitatively, we present a model of the
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phagocytic cup that describes the stiffness as a function of particle engulfment and
takes into account the deformation of the membrane and the elasticity of the un-
derlying actin cortex. In the framework of this model, the peak in stiffness arises as
the direct manifestation of the mechanical bottleneck that has been suggested as the
origin of stalled phagocytic cups143 and the slope of the increasing stiffness can be
interpreted as the characteristic speed of membrane advancement.

4.2. Materials and Methods

Particle preparation

Ferromagnetic particles with a diameter of 4.5 μm (Spherotech, Lake For-
est, IL) were prepared as described in chapter 3 and in ref.230. Brie y,
mouse immunoglobulin (IgG) from serum was covalently bound to the carboxyl-
terminated particle surface by way of a two-step reaction based on 1-Ethyl-3-(3-
dimethylaminopropyl)carbodiimide (EDC) andN-Hydroxysuccinimide (NHS).We
used ow cytometry to verify that the particles were loaded with mouse IgG at sat-
urating levels. e magnetic particles were subsequently labeled with uorescent
spheres (diameter 0.2 μm) as described in chapter 3.

For experiments with a mixed functionalization with IgG and CD47, mouse IgG
and protein Gwere bound to the particle in two successive steps. Wemade particles
with a functionalization that comprised both IgG and a small fraction of protein G.
First, proteinGwas incubatedwith a stock solution (ca. 108 particles/ml) of particles
at a concentration of 50 μg/ml for 30 minutes. en, the same volume of EDC dis-
solved in 100mMMESbuffer at 100mg/mlwas added to the solution and incubation
proceeded for another hour. e particles were nally washed and resuspended in
100mMMES buffer. e volumewas again doubled by addition of 100mg/ml NHS.
Mouse IgG was added such that the effective concentration per stock volume of par-
ticles was 1 mg/ml. e sample was then incubated for 1 hour under on a vortexer.

e sample was washed once and the coupling reaction was stopped by suspension
in 50 mM ethanolamine. Finally, the particles were washed three times and resus-
pended in PBS with an addition of 0.5% (w/v) BSA. Prior to experiments, the parti-
cle stock solution was diluted 1:50 in Dulbecco's Modi ed Eagle Medium (DMEM)
and 200 ng of recombinant human Fc-CD47 (R&D Systems, Minneapolis, MN) was
added to the solution. A er one hour of incubation, the particles were washed twice
and resuspended in DMEM. e resulting functionalization made it possible to use
the particles for IgG-mediated experiments (with protein G unbound) as well as for
experiments with partial inhibition by CD47 (with Fc-CD47 bound to the available
protein G).

Upon incubationof the cellswith anFc receptor blocking reagent (MiltenyiBiotec,
BergischGladbach, Germany), the probability of bindingwas strongly reduced. is
observation indicated that the cell-particle interaction is Fc receptor-mediated. It is
unclear which speci c interaction between the available receptors (FcγRI, FcγRII
and FcγRIII, see chapter 3) and the antibody isotypes present inmouse serummedi-
ated the binding. It is known that the affinities of humanFc receptors for the different
isotypes of mouse IgG differ by orders of magnitude231.

Fluid chambers

Fluid chambers were assembled from a 18×24 mm2 bottom glass slide and a 15×15
mm2 top cover slip. Between the two, a clearance was created by two narrow, ap-
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Figure 4.1 – Experimental setup and protocol. (A) Particles were functionalized with mouse IgG and
allowed to bind to humanmacrophages adherent to a glass slide. e particles weremagnetized in thexy-
plane and subsequently actuated by a continuously rotating eld in the same plane. In this way, particle
dri around the z-axis could not lead to a change in torque. (B) e stiffness was calculated by evaluating
the Fourier spectra of the angular displacements inside a moving window and by relating the amplitude
to the applied magnetic torque. (C) A confocal image (top view and slice from z stack) of a differentiated
THP-1 cell whose actin cytoskeleton has been uorescently labelled by LifeAct. Upon differentiation, the
cells spread on the glass substrate and adhere rmly. e dashed lines indicate the position of the slice.

e scale bar is 10 μm.

proximately 100 μm thick strips of double-sided tape. e nal volume of a uid
chamber was thus about 20 μl. e bottom glass slides were rst cleaned in ethanol,
then rinsed in deionized water and blown dry. A er the tape was attached, the bot-
tom substrates were sterilized under UV illumination for 1 hour. Cells were seeded
onto the glass substrates on the day of preparation.

Cell culture and sample preparation

Human acute monocytic leukemia cells (THP-1) were cultured at 37°C in Roswell
Park Memorial Institute medium (RPMI-1640, Life Technologies, Carlsbad, CA)
supplemented with 25mM HEPES buffer, GlutaMax-I, 10% fetal calf serum (Gibco,
Life Technologies, Carlsbad, CA) and 1% penicillin and streptomycin. Two days be-
fore an experiment, the concentration and viability of the cells was veri ed using
a two-component stain (ViaCount, Millipore). If necessary, the concentration was
adjusted to about 5×105/ml. To trigger differentiation into macrophages, phorbol-
12-myristate-13-acetate (PMA) dissolved in dimethylsulfoxide (DMSO) was added
to the medium to reach a nal concentration of 160 nM. e dilution of DMSO in
the culture medium was 1:1250. Approximately 500 μl of cell solution were then
dispensed onto each prepared substrate and the samples were incubated in sealed
Petri dishes at 37°C. A er two days, the cells adhered to the glass surface and some
cells had spread signi cantly. One hour before an experiment, the uid chambers
were sealed with the top cover slip and the cell medium was replaced by serum-free
DMEMwith 25 mMHEPES buffer.
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Magnetic actuation

Experiments were carried out on a magnetic quadropole setup as previously de-
scribed by Janssen et al.70. Here, we used four pair-wise perpendicular coils to gener-
ate a rotating magnetic eld in the plane of the sample (see Fig. 4.1). We conducted
all of our experiments at a rotation frequency of 0.5 Hz and at magnetic ux densities
ranging from 3.7 to 37mT. As explained in chapter 3 and in ref.70, the generated eld
was homogeneous with only minor lateral eld gradients within the dimensions of
the sample. In a typical experiment, the particles were initially bound to the mem-
brane. e samplewas transferred to aHelmholtz coil that produced a homogeneous
magnetic eld in a 300 μs pulse of about 120mT. e vector of the remanentmagnetic
moment was in the xy-plane and the actuating eld was continuously rotating in the
same plane. Under such an actuation scheme, the particle rotated about its z-axis in
an approximately sinusoidal fashion. Unlike in other experiments where the actuat-
ing eld and the magnetic moment of the particle are ideally perpendicular to each
other, a reorientation of the particle in φ (see Fig. 4.1) did not change the torque it
experienced in interaction with the rotating eld. To facilitate the quantitative inter-
pretation of experiments, particles that weremainly rotating about their z-axes were
chosen. We then only evaluated the rotational stiffness about z but used the available
markers to detect possible reorientations of the particle.

Sample heating

To keep the samples at the physiological temperature of 37°C, a 180 μm thick trans-
parent indium tin oxide heater (Cell Micro Controls, Norfolk, VA) was placed un-
derneath the glass slide carrying the cells. is approach did not appreciably affect
the homogeneity or horizontal orientation of the magnetic eld in the plane of the
sample and hardly decreased the image quality. e temperature was measured by
a thermistor probe in contact with the heated surface. A separate experiment veri-
ed that in equilibrium the temperature inside the uid chamber was not more than

4°C below the set temperature. To avoid convection currents due to the temperature
gradient between the sample and the body of the microscope, an additional heater
(Cell Micro Controls, Norfolk, VA) was wrapped around the immersion objective to
keep it at a constant temperature of 40°C.

Image acquisition

Imaging was performed on an uprightmicroscope using a 63×water immersion lens
with an NA of 0.9. Samples were imaged in uorescence mode with simultaneous
weak bright- eld illumination. Under these conditions, both the uorescent tracer
particles and the outline of themagnetic particleswere visible. Imageswere acquired
using a CMOS camera (Andor Neo, Andor, Belfast, UK) at a frame rate of 7.5 fps and
an exposure time of 10ms. e image acquisition was synchronized with themagnet
to record 15 frames per cycle at an actuation frequency of 0.5 Hz. Given the long
time scale of the experiment, image acquisition occasionally had to be interrupted to
save data to the hard drive of a computer. Images were processed offline using the
approach outlined in chapter 3. Brie y, the Hough transformwas used to correct for
the translation of the magnetic particles while the uorescent spheres were detected
by conventional centroid tracking.



Probing the mechanical stiffness of phagocytic cups 73

Phagocytosis activity assays

To determine the global rate of particle uptake by the cells in a speci c sample, we
determined the ratio of internalized particles versus the total number of cell-particle
contacts. A er 45minutes of contact betweenparticles and cells, 5 μl of 2mg/ml goat
anti-mouse antibodywith a uorescent Alexa488 label (Life Technologies, Carlsbad,
CA) were added to the chamber. To prevent further phagocytic activity, the sample
was then incubated on ice for 30 minutes. A er incubation, the sample was washed
with copious amounts of coldDMEM.We then scored at least 80 cells by counting the
number of cell-particle contacts in bright- eldmode and determining the fraction of
internalized (i.e. non- uorescent) particles.

Life-Act transfection

For transfection, undifferentiated THP-1 cells were diluted in medium to a concen-
tration of about 3×105/ml. In a 24-well plate, 1ml of cell solutionwere added to each
well. To induce differentiation, 125 μM PMA dissolved in DMSO was added to the
wells such that the nal concentration was 160 nM. e cells were then incubated
at 37°C and at 5% CO2 for 72 hours. For each well, the transfection reagents were
prepared as follows: 20 μl Opti-MEM I reduced serum medium (Life Technologies,
Carlsbad, CA) was added to a tube together with 100 ng pCMVLifeAct-TagGFP2
plasmid (Ibidi, Martinsried, Germany) at 997 ng/μl and 100 nl Plus reagents (Life
Technologies), mixed, and subsequently incubated for 10 minutes at room temper-
ature. Finally, 5 μl Lipofectamine LTX (Life Technologies) were added to the tube
and the sample was incubated for 25 minutes. To start the transfection, 25 μl of the
DNA-lipid mixture were added to each well containing differentiated THP-1 cells.

e well plate was gently rocked to achieve mixing and was subsequently incubated
for 24 hours at 37°C and at 5% CO2.

Confocal imaging

Imaging was carried out on a Nikon Ti Eclipse laser scanning confocal microscope
using an argon laser at 488 nm as an excitation source. Z-stacks were acquired with
a resolution of 0.6 μm per xy-slice. Acquisition of a full stack took approximately 10
minutes.

4.3. Results

We introduced uorescently tagged magnetic particles to uid chambers containing
adherent THP-1 macrophages and allowed the particles to bind. By imaging single
particles in simultaneous bright- eld and uorescence mode, we then measured the
translational and rotational stiffness of the dynamically changing contact interface
between particles and cells. Here, we describe typical results and suggest a mechan-
ical model to explain the observed data.

4.3.1. Successful particle internalization

At the beginning of an experiment, a majority of particles was initially bound to the
membranes of the cells, which can be attributed to the avid binding of the cellular
Fc receptors to the Fc regions of the immunoglobulins on the magnetic particles. In
each sample several phagocytosis events occurredduring anexperiment anda limited
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Figure 4.2–Twoexemplary cases of temporally and spatially resolved evolution of stiffness during suc-
cessful particle internalization. (A,C)During the internalization process, the stiffnesses and particle po-
sition are simultaneously tracked. e color coding indicates the particle velocity. e main panel shows
the simultaneous measurement of the translational (Gxy) and rotational (kφ) stiffnesses. Characteristi-
cally, the rotational stiffness initially increases slowly and then drops off at a faster rate. e internalization
is considered complete if both the rotational and the translational stiffness have peaked and converged to
plateaus. (B,D) e graphs show the in-plane movement of the particle during the phagocytosis process
and how it is pulled into its nal position at an accelerated pace. Across cells, the phagocytosis events all
exhibit an accelerated pull-in and show peaks in the stiffness evolutions, but the sequence of acceleration
and peaks can be different.

number of internalization events could be recorded. We speci cally picked particles
that were marked by at least two clearly visible uorescent markers.

e rotating magnetic eld caused the particles to undergo rotational as well as
translational oscillations due to the partial embedding of the particles in the cells.

e obtained rotational and translational trajectories were processed by analyzing
the Fourier spectra inside a sweeping window function (see Fig. 4.1). As explained
in chapter 3, the separate evaluation of rotational and translational oscillations is es-
sential because the contact region between the particle and the cell is anisotropic.
In the theory section of this article we will present a model of a phagocytic cup that
indeed predicts an anisotropic stiffness.

We monitored the stiffness during the internalization of particles in real-time and
found a characteristic evolution of the stiffness (see Fig. 4.2A,C). e rotational stiff-
ness initially increased slowly and intermittently reached localmaximaduring phases
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of increased velocity. Eventually, the rotational stiffness peaked and dropped off at
a higher rate than it previously increased. e translational stiffness qualitatively fol-
lowed a similar sequence but its peak did not necessarily coincide with the peak of
the rotational stiffness. At the end of the process, both the rotational and the trans-
lational stiffnesses converged to plateaus below their respective maximum values.

e rate at which the rotational stiffness increased before reaching the peak was
well-preserved across different cells. Fig. 4.3 shows a comparison between four data
sets that were recorded on different days. To extract the involved time scale, we nor-
malized the data to the absolute stiffness at the peak of each curve and translated the
curve such that the peak occurred at t=0 s. ree curves were recorded at 37°C, with
remarkable agreement of the slopes; the fourth curve was recorded at a temperature
of about 26°C and showed a signi cantly lower slope.

Simultaneously,wemonitored theoverall trajectoryof thephagocytic targets. Fig-
ure 4.2B shows the movement of the particle in the xy-plane with the color-coded
absolute velocity averaged over 20-second periods. e velocities but not the de-
picted positions have been corrected for motion of the cell itself. Clearly, the par-
ticle is drawn into the cell in almost a straight line at a non-constant velocity. e
maximum particle velocity of about 35 nm/s is reached during the peak phase of the
rotational stiffness. Note that this is the xy-component of the velocity and that the
three-dimensional velocity can be larger. In other phagocytosis cases, the phase of
increased velocity preceded the peak in stiffness (see Fig. 4.2D for an example).

Weconsidered aparticle successfully internalized if the translational and rotational
stiffness stabilized and did no longer change appreciably a er a period that included
the dynamic evolution shown in Fig. 4.2. In some cases we observed that particles
that had undergone this transition started rotating about the secondary axes a er the
particle reached its nal position (see Fig. 4.4).
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4.3.2. Interrupted internalization

In parallel to successful internalizations, we encountered particles whose uptake had
begunbut ultimately did not nish. Wehave recorded 9of such caseswheremeasure-
ments show a sudden increase in stiffness, followed by a short plateau and, eventu-
ally, the detachment of the particle (see Fig. 4.5). Inmost of these cases, the particles
had been bound to the apical membrane of the cells for periods of up to 30 minutes.
Upon the beginning of a measurement, the rotational stiffness of the contact region
between particle and cell membrane rst remained constant. We observed nearly
constant stiffness values for up to 200 seconds. Surprisingly, and initially without
visible changes in the morphology of the cell, the stiffness then increased 3 to 5-fold
before peaking and proceeding to decrease. We found that the duration of the slope
leading to the peak is about 30 to 50 seconds. is time was consistent across differ-
ent cells and did not depend on the absolute stiffness which varied by one order of
magnitude. Compared to cases of successful internalization, the stiffness increased
at least twice as fast.

Typically, the stiffness peak was followed by a period wherein the stiffness de-
creased slowly with intermittent uctuations. At the end of this intermediate phase
the oscillations of the particle rapidly increased. Interestingly, we found that this
drop in stiffness was frequently accompanied by the gradual advent of conspicuous
periodic deformations of distal parts of the cell body (see Fig. 4.6). When the par-
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ticle nally detached, the edge of the cell o en looked rugged and occasionally we
observed pieces of membrane material on the freely spinning particle.

4.3.3. Modeling the stiffness of a phagocytic cup

To understand our data quantitatively, we drew upon a model of a phagocytic cup
developed by van Zon et al.143 that describes the interaction potential between a
particle and a cell membrane based on the elastic energy stored in the protrusion of
the membrane. We extended this model to extract the apparent rotational stiffness
of the phagocytic cup. Additionally, we had to account for the elastic potential of the
contact region that we dynamically probed by actuation of the particles.

e formation of new bonds leads to an increase in the membrane area adherent
to the particle. is wrapping process effectively restricts the motion of the particle
inside a continuously steepening elastic potential that is dominated by the mechani-
cal properties of the membrane and the underlying actin cortex. In this context, the
bonds between the cell and the particle are considered in nitely stiff connections.
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Given the large number of available Fc receptors and IgGmolecules on the particles,
several hundreds to thousands of bonds are expected to form during the engulfment
of the particle. Magnetic actuation creates maximum shear forces on the order of 1
nN which, if evenly shared, results in an effective force per bond on the orders of a
few piconewtons. is is not enough to break the bonds inside the phagocytic cup,
especially in the face of rapid rebinding as a result of the actively driven protrusion
of the membrane.

e model of van Zon et al. describes the phagocytic cup as a radially symmetric
protrusion of the membrane. e energy required to form the cup comes from the
formation of bonds along the cell-particle interface and is described by the Helfrich
free energy functional:134,142

E =

∫ (κb
2
(C1 + C2 − C0)

2 + σ
)
dA. (4.1)

Here, (C1 + C2)/2 is the mean curvature, C0 is the spontaneous curvature of the
membrane which we assume to be zero due to the spreading of the cells†, dA is a
surface element and κb and σ are the bending energy and surface tension of the cell
membrane, respectively. e equilibrium shape h(r) of the membrane between an
attachment point (r0, h0) (see Fig. 4.8A) at the circumference of the particle and an
arbitrary cut-off radius is determined by minimizing the energyE. We followed the
approach by van Zon et al. and used the shooting method to numerically solve the
fourth-order differential equation (see eq. 2.29) that yields the shape of the mem-
brane h(r) as its solution‡. e resulting membrane shapes are exempli ed in Fig.
4.7.

In accordance with experimentally determined values194,232, we chose a value of
1×10-18 J for the bending energy of the assembly of lipid bilayer and actin cortex.

is value is about one order of magnitude higher than for unsupported lipid bilay-
ers195 and mainly originates from the bending stiffness of the thin sheet of actin l-
aments in the cortical cytoskeleton. Since we are relating the calculated energies to
the undeformed reference state of the membrane and because the bending energy is
dominated by the actin cortex, we do not take the microstructure of the membrane
into account. If one were to integrate the absolute Helfrich free energy of bending
by integration over the highly curved ruffles of a typical leukocyte membrane, the
resulting values would far surpass our results. e energy stored in the membrane
fold close to the transition from bound to unbound membrane is small compared to
the overall free energy of the phagocytic cup and can hence be neglected143. Using
above value for the bending energy of the membrane and typical values for the cor-
tical tension in the range of 10-5 to 10-3, it becomes apparent that the deformation
of the cell during phagocytosis is governed chie y by the cortical tension, i.e. the
tendency of the cell to minimize its surface. is is concurrent with computationally
backed studies of particle phagocytosis68,227.

Once the equilibrium shape for a speci c position of the cell-particle contact line
is known, the associated energy can be calculated using eq. 4.1. Van Zon et al. calcu-
lated the resistance against further extension of the membrane in terms of the force

FS = −∂E
∂S

. (4.2)

† With C0=0, the reference energy of the undeformed membrane becomes Eud = πσr21 .
‡ e

Supporting Material of ref. 143 has a detailed explanation of the mathematical procedure.
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completely internalized particle. e leading edge of the membrane is indicated by the arrow. e scale
bar is 5 μm.

Here, S = αR is the arc length along the engulfed portion of the particle (see Fig.
4.8A). Since the membrane is attached to the particle, this force also acts on the par-
ticle and effectively draws it into the phagocytic cup. As the membrane advances,
the force increases because an increasingly large circumference has to be engulfed.

Starting from this model description, we derive the associated stiffness of the
phagocytic cup. We consider the force FS a distributed force acting along the lead-
ing edge of the membrane. If during actuation of the particle the phagocytic cup is
twisted around its z-axis by a small angle φ and no bonds are broken, the size of the
cup and the force associated with it remain constant but a restoring force will coun-
teract the rotation of the particle (see Fig. 4.8A). e resulting torque on the particle
is approximately

τz = FSR sinα sinφ. (4.3)

Under a small-angle approximation for φ, the stiffness around z hence becomes

kmφ =
τz
φ

≈ FSR sinα. (4.4)

is component of the stiffness has the character of a prestress as the force FS does
not depend on the deformation induced by the rotation of the particle.

In addition to this torque, the material surrounding the particle creates an elastic
potential whose associated stiffness is determined by the degree of particle internal-
ization. e problem of the apparent stiffness experienced by a partially embedded
particle has been comprehensively treated by analytical and numerical methods98,99.
Due to the complexity of the cell structure, the probed region is mostly regarded as a
homogeneous isotropicmediumwith shearmodulusG. We have previously pointed
out the pitfalls of this assumption (see chapter 3 and ref.230) but we assume here that
the connection between lipid bilayer and actin cortex is preserved throughout the
internalization of the particle since (partial) disjoining would diminish the essential
ability to exert force on the phagocytic target. Under this assumption, we based our
calculation of the isotropic stiffness on the results of an FEM simulation carried out
by Ohayon et al.98. In their model, the particle is partially embedded in a hypere-
lastic (nonlinearly elastic; commonly used for biological materials) medium and un-
dergoes both rotation and translation in response to an applied torque. e effective
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Figure 4.8 – Modeling the stiffness of a phagocytic cup. (A) e protrusion of the membrane exerts a
force FS on the particle, similar to an extruded membrane tube. Twisting the phagocytic cup by a small
angleφ results in a restoring force and a stiffness kmφ that oppose the externally appliedmagnetic torque.

e magnitude of the torque depends on the force FS and the position of the leading edge of the cup,
indicated by the arc length S = αR. (B) We model the total stiffness experienced by the particle as the
sum of the membrane protrusion stiffness kmφ and an isotropic elastic stiffness kiso that depends on the
shearmodulus of the actin cortex. (B, inset) e velocity rst remains constant at about 20 nm/s and rises
to about 120 nm/s at the point of half-engulfment.

shear modulus can then be found by multiplying the material shear modulusGwith
an expression that depends on the embedding angleα and the distance of the particle
from the surface of the underlying substrate, hu:

Giso =

(
A (α) +B (α)

2R

hu

)
G. (4.5)

Here,A andB are power series of the embedding angle. is effective shearmodulus
is then used to calculate the associated stiffness

kiso = 6V Giso, (4.6)

where V is the volume of the particle. e total stiffness experienced by a rotating
particle is nally given by the linear superposition of the prestress component and
the elastic stiffness of the emerging actin envelope:

kφ = kmφ + kiso. (4.7)

Ourmodel does not include the dynamics of the growth of the phagocytic cup. How-
ever, the calculated values can be linked to our measurements by mapping the size
parameterS onto a time scale and by adjusting the parameters of themodel such that
the characteristicmaximaand the rising slopes overlap. For this regionof thedata set,
we can then extract the approximate speed of cup advancement from the local value
of dS/dt under the assumption that the cortical tension and the shear modulus are
constant.

We applied our model to the data set from Fig. 4.2A by assuming a cortical ten-
sion of σ = 0.2 mN/m and a shear modulus ofG=100 Pa (see Discussion section for
rationale). Using these values, the peak stiffness is about 5×10-14 Nm/rad. e slope



Probing the mechanical stiffness of phagocytic cups 81

external

internalized

0

20

40

60

80

100

In
te

rn
a

li
ze

d
 p

a
rt

ic
le

s 
[%

] p < 0.005

IgG
CD47
37°C
act

IgG
CD47
37°C

no act

IgG
10× cD

37°C
act

IgG
N/A
37°C

no act

IgG
N/A
37°C
act

IgG
N/A
26°C
act

IgG
1× cD
37°C
act

#uorescence bright-$eld

A B

Figure 4.9 – Scoring assays of the efficiency of particle internalization. (A) e total number of particle-
cell contacts is counted in bright- eld mode by selecting particles whose perimeters overlapped with the
outline of a cell. e fraction of internalized particles is determined by counting the particles that have not
been uorescently labeled. (B) e results show that the actuation of particles does not decrease the phys-
iological rate of uptake (compare 'IgG, 37°C' and 'IgG, 37°C no act'). e assays furthermore con rm that
the presence of cytochalasin D in solution (1×≡1μM,10×≡10μM) and a decrease in temperature both
reduce the efficiency of phagocytosis. Particles with a small added fraction of CD47 but unaltered surface
concentration of IgG are also taken up at a reduced rate. e signi cance of decrease was con rmed by a
one-tailed t-test assuming unequal variances.

leading to the peak overlaps with themeasurements at a velocity of dS/dt= 20 nm/s.
Upon reaching the peak, the rotational stiffness drops off at an approximately 7 times
higher rate than it increased before the peak. A comparison of the model with our
data (see 4.8B) showed that the velocity increased to about 120 nm/s. In the frame-
work of this model description, the membrane hence rst advances at a nearly con-
stant speed from an initial embedding angle of about 50° at t = 50 s until it reaches
the point of half-engulfment and proceeds to rapidly close the phagocytic cup. e
normalized graph in Fig. 4.3 shows that throughout different cells the speed of cup
progression is remarkably well conserved at about 20 nm/s. e measurement we
recorded at 26°C shows a reduced speed of approximately 10 nm/s.

4.3.4. Phagocytic activity assays

In microparticle experiments that involve the active induction of deformation it is
essential to study the potential interference of the particle actuation with the phys-
iological processes. For example, the pulling velocity of lopodia has been shown
to depend on the counteracting force exerted on the tip by an optically trapped par-
ticle34. In the context of our method, we decided to verify whether the oscillatory
particle actuation has an in uence on the internalization process.

We performed a series of assays designed to determine the binary outcome of
phagocytosis at the single-cell level. We used secondary anti-mouse antibodies with
an Alexa-488 label to distinguish internalized from non-internalized particles. e
antibodies bind to external particles but do not bind to particles inside cells. A er
incubation, we counted the number of internalized particles and related it to the to-
tal number of particle-cell contacts. We conducted this assay both for samples that
had been incubated in absence of magnetic actuation and for samples that had been
subjected to magnetic particle actuation. e results show that under both condi-
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tions, about 60% of all particles are internalized within a time window of 45 minutes
(see Fig. 4.9). We also performed assays wherein the cells were given only 30 min-
utes for internalization andwe found that the efficiency was close to 60% (results not
shown). e degree of particle internalization was thus close to saturation and the
remaining 40% are possibly cases of stalled phagocytosis. In fact, some of the parti-
cles scored as 'external' had a crescent shape in uorescence which indicates that the
cell did not manage to fully engulf the respective particle.

To test the validity of the assay itself, we performed additional tests at low temper-
ature and in the presence of inhibitors cytochalasin D and CD47. Both conditions
are known to decrease phagocytic activity, the former through a general reduction
of cellular activity, the latter by speci c inhibition of actin polymerization. Our assay
showed that at 24 to 27°C and under actuation, particle internalization was reduced
to about 40% while the presence of 10 μM cytochalasin D at 37°C almost completely
abolished phagocytic uptake (see Fig. 4.9).

e presence of protein G on our particles allowed us to couple additional speci c
antibodies or recombinant Fc-chimera versions of proteins to our particles without
affecting the overall concentration of IgG on the particles. We made use of this op-
tion by adding Fc-CD47 to the particles. As previously reported by Tsai et al., the
presence of CD47 at the phagocytic synapse abrogates the activity ofmyosin-IIA and
hence diminishes the efficiency of Fc receptormediated phagocytosis233. In linewith
their ndings, we found that IgG particles with an added CD47 fraction were inter-
nalized signi cantly less efficiently.

4.3.5. The viscoelastic environment of internalized particles

e stiffness measurements presented above have all been carried out at a constant
amplitude and frequency with the aim of capturing the time evolution of the particle
engulfment. As pointed out in section 2.2, the use of frequency-varying actuation
can potentially yield additional information about the viscoelastic properties of the
probed region. Given the difficulties associated with determining whether a particle
has been phagocytosed, we investigated the viscoelastic environment of internalized
particles and compared it to that of externally bound ones. To this end, we carried
out experiments wherein we picked particles of which we knew whether they were
internalized and subjected them to actuation protocols with an actuation frequency
varying from 0.1 to 20 Hz. To avoid the rotational tracking as a source of noise, we
tracked the particles in bright- eld mode and evaluated their translational motion
pattern. We magnetized the particles in z-direction and subsequently actuated one
pair of coils, as described in section 3.2. To achieve higher temporal resolution than
in usual experiments, the exposure of the camera was phase-locked to the magnetic
actuation via a shared trigger line.

e graph in Fig. 4.10A shows the frequency dependence of the absolute dynamic
modulus. Five traces have been recorded for external and internalized particles each.
While the variation between individual samples is substantial, the averaged curves
for each group of particles reveal that the stiffness depends on the applied actuation
frequency as a power law G ∝ fx with exponents x = 0.2 and x = 0.44 for external
and internalized particles, respectively. It has to be noted that the absolute stiffness of
the probed region can change during the recording of a frequency sweep. As a result,
the recorded slopes are distortedwhich potentially leads to amisinterpretation of the
viscoelastic character of the probed region.



Probing the mechanical stiffness of phagocytic cups 83

0.1 1 10 100
0.1

1

10

External
0.0

0.5

1.0

1.5

Internal

Internal
x=0.44

|G
*|

/|
G

*(
f=

1
 H

z)
| [

-]

Actuation frequency [Hz]

External
x=0.20

 L
o

ss
 t

an
g

e
n

t 
δ

(f
=

0
.5

 H
z)

 [-
]

p < 0.05

A B

Figure 4.10 – e viscoelastic environment of internalized particles. (A) e frequency dependence of
the normalized dynamicmodulus experienced by internalized (red) and externally bound (blue) particles.
Small symbols indicate individual measurements and large symbols are averages across at least four sam-
ples. e shaded areas delineate plus/minus 1 standard deviation of the acquired values. e solid lines
are ts to the power law |G∗| / |G∗(f = 1Hz)| = fx. e higher exponent for internalized particles
indicates amore viscous-like environment than for externally bound particles. (B)While exhibitingmore
spread across samples, the loss tangents recorded for internalized particles are signi cantly higher than for
externally bound particles. e relative increase of the loss modulus with respect to the storage modulus
corroborates the conclusion drawn from the frequency dependence in A.

To circumvent the in uence of time-dependent changes of the stiffness, the vis-
coelasticity of the material can be characterized by recording the loss tangent dur-
ing short actuation bursts. We hence actuated the particles (same samples as in Fig.
4.10A) with 5 cycles at 0.5 Hz and constant amplitude and determined δ. e results
inFig. 4.10B reveal that externally boundparticle exhibit a narrowdistributionof loss
tangentswith a characteristic average valueof δ=0.31±0.06. In contrast, the loss tan-
gents of internalized particles varied greatly with an average of δ = 0.76±0.40. is
difference indicates that the movement of internalized particles is more dissipative
than that of externally bound particles. In an alternative formulation, internalized
particles experience a more uid-like environment.

4.4. Discussion

4.4.1. Critique of method

In the previous sections we have presented amethod to study the dynamic evolution
of stiffness of a phagocytic cup during the uptake of a spherical magnetic particle. To
measure the stiffness, we employ simultaneous bright- eld and uorescence imag-
ing and track the motion of the particle in an oscillating magnetic eld. e stiffness
and its changes are a consequence of the increasingly protruding membrane which
restricts the motion of the particle. Our method allows us to detect the internaliza-
tion of a particle based on its motion and the associated stiffness, without the need
for uorescent labeling of the cell membrane.

Previous research into the mechanical aspects of phagocytosis has focused on
the extracellular transport by extended lopodia34, on the viscoelasticity of the cy-
toplasm77 or on the global change in surface tension during particle internaliza-
tion68,68,234. To our knowledge, our approach for the rst time allows localized quan-
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titative measurements of the mechanics of the phagocytic cup progression, thereby
lling a gap in the temporal sequence of events during internalization.
In the context of phagocytosis, magnetic tweezers have been used to exert pulling

forces on externally bound particles. While such approaches are suitable for studying
the viscoelastic properties of the actin cortex, they are prone to disturb the formation
of the phagocytic cup because the vector of the applied force is nearly anti-parallel
to the preferred pull-in direction of the particle. By applying a continuously rotating
'tickling eld', we apply a shear force that is perpendicular to the symmetry axis of
the phagocytic cup (if the particle is not taken up 'sideways') and hence less likely to
disturb the physiological activity of the cell.

To con rm that the application of a magnetic tickling eld indeed does not affect
the efficiency of phagocytosis, we performed assays to measure the binary outcome
of particle binding at the single-particle level. ese assays showed no signi cant
difference in phagocytic efficiency between samples that had been incubated under
control conditions and those that had been exposed to magnetic actuation. While
this result proves that our method does not signi cantly hinder phagocytosis, it also
indicates that phagocytosis is not facilitated by the application of force. While less in-
tuitive than a detrimental effect, the application of force at the micro-scale has been
shown to elicit strengthening of the underlying cytoskeletal structures80,84. In the
context of phagocytic uptake, such behavior has (to our knowledge) not been re-
ported.

An important advantage of continuous magnetic actuation is the high temporal
resolution. To limit the amount of data, we restricted our frame rate to 7.5 frames per
second. However, at an exposure time of 10 ms, we could have acquired as much as
90 frames per second, thereby effectively decreasing measurement noise by a factor√
12 at unchanged temporal resolution.

4.4.2. Observation of internalization

During internalization, an initially bound particle moves to a position within the
perimeter of the cell. e fact that the outline of the particle is fully enclosed by
the cell does not necessarily indicate nalized uptake since we have observed that a
particle reached a nal position before the rotational stiffness peaked. Extracellular
transport of the particle and its engulfment can thus be independent events that can
proceed simultaneously or sequentially. Presumably, the transport of the particle
towards the cell center is a process by which the contact interface is increased in an
effort to facilitate engulfment. is pull-inmotion can be accomplished by extending
lopodia or by contractive processes at the binding site between the particle and the

cell. Given the comparatively long time of contact between particles and cells in our
experiments, the latter mechanism is more likely.

Since the extent of the phagocytic cup could not be visualized directly, nalized
uptake of the particle had to be determined from the associated secondary measure-
ments. As mentioned above, one criterion was the cell-induced displacement of the
particle. is movement could be less pronounced in cases where the measurement
was started a er the particle had already been pulled closer. A second criterion was
the observation of a peak in rotational stiffness, followed by a drop and stabilization
at a lower level. Whether both rotational and translational stiffness decreased by an
equal factor presumably depended on the way the nascent phagosome latched onto
the cytoskeletal support structures. e emergence of strong rotations about sec-
ondary axes at nearly constant translational stiffness was seen as a clear sign of n-



Probing the mechanical stiffness of phagocytic cups 85

ished phagocytosis. We attribute this observation to the fact that the phagosome has
an increased rotational freedom within the cytoplasm when the connection to the
cell membrane is lost (see Fig. 4.4 for an example).

4.4.3. Interrupted internalization

At rst glance, the evolutions of stiffness in cases of interrupted and successful in-
ternalization seem similar, as the stiffness rst peaks before dropping precipitously.
However, in cases of interrupted internalization, both the translational and rotational
stiffness do not reach a plateau a er peaking. Instead, they concomitantly proceed
to drop until the particle detaches. is is in contrast to successful internalizations
where the translational and rotational stiffnesses converge to new levels, re ecting
the geometry of phagosomal attachment inside the cell. e sequence of events dur-
ing interrupted internalizations can be likened to a catastrophic failure during which
the connection between the cell and the particle is severed. In this process, bonds
between the particle and the cell membrane are broken and, as indicated by the on-
set of strong membrane uctuations, the link between lipid bilayer and actin cortex
is severed.

At the start of experiments that culminated in particle detachment, the rotational
and translational stiffness o en remained comparatively constant for periods of up
to 4 minutes. Notably, this is the time of observation, not the total time of contact
between particle and cell, which can be longer. Given that during phagocytosis the
membrane continuously wraps around the particle, one would normally not expect
extended periods without any changes in stiffness. However, the internalization of
particles and bacteria is known to stall even under physiological conditions143,233.

is has been explained by invoking the idea of a mechanical bottleneck143 that sets
a limit to the extrusionof themembrane and is determinedby the size andorientation
of the phagocytic target and the potential of the cell to generate force by the directed
polymerization of actin. In the context of our experiments, the extended period of
nearly constant stiffness at the start of an experiment hence likely indicates that the
phagocytic cup has stalled.

e dramatic increase in stiffness is in these cases presumably not causedby a rapid
advance of themembrane. While the onset of phagocytosis immediately a er forma-
tion of the rst bonds is known to be occasionally delayed, the process itself proceeds
continuously until it either nishes or stalls. Judging from the measured stiffness the
particles had already been partially engulfed.

e unfolding of membrane wrinkles is one process by which cells increase their
available surface area during the late stages of the uptake phase140,149. Since this pro-
cess involves the irreversible breaking of bonds and a change in surface area, it has
previously been modeled as a viscous contribution to the cortical tension68,150. e
unfolding of wrinkles and the subsequent increase in surface area would hence lead
to a transient rise of the effective cortical tension and the associated stiffness. As
in our experiments the membrane eventually appears to detach under continuous
actuation, we cannot readily determine if the presumed unfolding of wrinkles is a
spontaneous process initiated by the cell or whether it is induced by the actuation.

4.4.4. Linking results and theory

Ourmeasurements show that the rotational stiffness peaks during the internalization
of a particle. is is not obvious as conventional continuum mechanics models pre-
dict that an increasingly embedded particle experiences a monotonously rising stiff-
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Figure 4.11 – A macroscopic analog of a phagocytic cup. e architecture of a prestressed phagocytic
cup is comparable to the model of a hyperboloid. Such a model consists of two disks that are connected
by exible ropes and kept at a constant distance by a central axis. e more tension exists in the ropes, the
higher the resistance against rotating one disk while keeping the other one xed.

ness. However, in Fc receptor mediated phagocytosis a protrusion of the membrane
grows around the target. Since this protrusion is stabilized by bonds, the particle
experiences a growing force in vertical direction. As pointed out by van Zon et al.,
this force becomes maximal when the leading edge of the membrane extends to the
equator of the particle143. We treat this force as a prestress that is independent of the
deformation induced by actuation. Under small torsional deformations, the shear-
ing of the force eld then gives rise to a restoring torque on the particle. Within this
framework, the measured peak in stiffness could thus be seen as direct evidence of a
mechanical bottleneck. It is also instructive to consider the model of a hyperboloid
for comparison (see Fig. 4.11).

e prestress in the membrane depends on the bending energy and the effective
cortical tension of the composite bilayer-cortex assembly. In line with previous nd-
ings143,194, we assumed a value of 1×10-18 J for the bending stiffness of the bilayer-
cortex assembly. e resting cortical tension of macrophages has been shown to be
almost an order of magnitude higher than in neutrophils. We used the resting ten-
sion of suspended J774 macrophages (0.14 mN/m140) as a point of reference for our
model. Since we conducted our experiments on adherent macrophages, this value is
presumably a lower limit as we expect that the deviation from a spherical shape in-
duces an increase in cortical tension. Measurements have revealed thatmacrophages
can increase their surface area by about 10% at nearly constant cortical tension. e
engulfment of a particle with a diameter of 5 μm by a 15-18 μmmacrophage requires
an increase in surface area by about 30% and the concomitant cortical tension can
rise up to 1.5 mN/m140. We conclude that the value of the cortical tension we use in
our model is in fact only constant on short time segments, such as the characteristic
region around the peak of stiffness.

In addition to the torque from the prestress in the membrane, the particle experi-
ences an elastic restoring torque as thematerial of the phagocytic cup is deformed by
actuation. e main contribution to this elasticity comes from the actin meshwork
that lines the interior side of the lipid bilayer. Its elasticity is strongly determined by
the concentration of actin and the degree to which it is cross-linked. To nd appro-
priate model parameters, we refer to magnetic microrheology studies75,76 that have
found that the shear modulus of the actin cortex of endothelial cells is on the order
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Figure 4.12 – Mechanical anisotropy of a phagocytic cup. e uniaxial prestress generated by the pro-
trusion of the membrane leads to an anisotropic effective stiffness. (A) If the phagocytic cup is twisted
by φ about its z-axis, the restoring torque is proportional to FS sinφ. (B) If the particle rotates about y
(and/orx), the restoring torque is proportional toFS . is difference gives rise to an anisotropic effective
stiffness.

of 100 Pa under baseline conditions. e addition of the contractile agent histamine
resulted in rapid stiffening by more than 1 order of magnitude, presumably by an in-
crease in cross-linking density76. During phagocytosis, actin is enriched in the rim
of the phagocytic cup and as a result, the stiffness of the contact region increases. It
is thus unlikely that the shearmodulus remains constant throughout the experiment.
Asmentioned above, in the later stages of the internalization, the effective shearmod-
ulus is thought to be increasingly determined by themechanical linkage between the
phagosome and the cytoskeleton.

Driving the protrusion of the membrane is an actin-dependent process (see Fig.
4.9, also ref.234) and one can generally expect that a higher concentration of actin
results in a higher driving force at the leading edge of the phagocytic cup. However,
as the concentration of actin in the advancing edge of the phagocytic cup increases,
more energy is required to further push out the membrane because the associated
bending stiffness of the actin cortex increases as well. is balance between elastic-
ity of the membrane and the available driving force is one possible explanation why
successful phagocytosis can be observed at stiffness values that differ by one order of
magnitude between cells. e model we adapted from van Zon et al. takes the in-
crease of actin concentration into account by assuming that the energy of the bound
membrane is increased by a factor of 5 with respect to that of the unbound mem-
brane.

Our description of the stiffness of a phagocytic cup leads to an interesting pre-
diction about the internalization of particles coated with complement. Previously,
those particles have been said to 'sink' into the cell32,36,41, i.e. without the formation
of amembrane protrusion. Considering our two-componentmodel, the evolution of
stiffness in those cases should thus display a less pronounced maximum but instead
mainly re ect the change in effective shear modulus of the surrounding medium as
the particle is internalized.

e mechanical model of a phagocytic cup that we propose here also implies that
the stiffness of the contact interface is anisotropic because the membrane deforma-
tion creates a state of uniaxial prestress that is superposed onto the elasticity of the
material (which in itself is not necessarily isotropic). is mechanism is depicted in
Fig. 4.12. As the particle is twisted about its z-axis, the restoring torque reads as
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Figure 4.13 – Kinetics of actin polymerization at the leading edge of a growing phagocytic cup. At
the leading edge of the phagocytic cup monomers with a length of δ bind to the barbed end of growing
laments at a rate kon and unbind at rate koff . e effective rate of lament extension is determined

by the local monomer concentration cm and strongly depends on the force FS that acts on the tip of the
lament. e counteracting force is determinedby the size of thephagocytic cup and reaches itsmaximum

at the point of half-engulfment.

follows:

τz = FSR sinφ sinα+ kiso (α)φ. (4.8)

If twisted about the y-axis (or, equivalently, about the x-axis), the restoring torque is

τy =

∫ φ=π

φ=0

FSR sinα sinφ′dφ′ + kiso (α) θ (4.9)

τy =
2

π
FSR sinα+ kiso (α) θ. (4.10)

For rotations about x and y at a xed size of the phagocytic cup, the restoring torque
hence has a constant offset as a result of the anisotropic deformation of the mem-
brane. e restoring torque for rotations about the z-axis (angle φ) is, in contrast,
proportional to the sine of the angular deformation. As a result, equal applied torques
will lead to larger excursions in φ than in ψ and θ. e emergence of a phagocytic
cupmight hence provide an explanation for the observed stiffness anisotropy during
probing with IgG-functionalized particles (see 3.4.2). In reality, phagocytic cups do
not follow the idealized geometry that our model assumes. e effect on the effec-
tive stiffness can thus be more or less pronounced and, in extreme cases wherein the
particle is taken up by a sideways growing cup, even reversed.

Our measurements are in agreement with the calculated model values, when the
cup grows at a constant velocity before the stiffness reaches its peak and accelerates
a er passing the maximum. Importantly, the velocity dS/dt at which the membrane
advances is not (directly) related to the instantaneous velocity of the particle itself
because contractive forces at the base of the phagocytic cup can lead to its retraction,
even if the membrane does not advance. From the superposition of size and time
scales, we could extract the effective speed atwhich thephagocytic cupgrows around
the particle. As the protrusion is driven by the directed polymerization of actin, the
speed at which the cup advances is directly related to the counteracting force that the
membrane exerts on the growing ends of the laments.

Application of our model resulted in growth velocities of the phagocytic cup of
about 20 nm/s for the phase preceding the stiffness peak. To verify the plausibil-
ity of this value, we refer to theoretical considerations about the extension speed of
actin-driven membrane protrusions. Given the parameters shown in Fig. 4.8, the
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maximum force resisting further growth of the membrane is approximately 17 nN or
4000 kT/nm. To put this value into perspective, we consider the polymerization of
actin. e reduction of free energy by addition of an actin monomer to the barbed
end of a growing lament depends on the concentration ofmonomers. Lamellipodia
are comparable in structure to phagocytic cups and have been reported to contain
monomeric actin at concentrations of about cm = 150 μM235. With a critical con-
centration of c0 = 0.1 μM236, about 7 kT are gained by addition of a monomer that
extends the lament by about δ = 2.8 nm. To overcome the maximum resistance at
the equator of the particle, themembrane hence has to be pushed outwards by simul-
taneous elongation of at least 1600 laments. Distributed along the largest perimeter
of the particle, the resultingmean lament densitywould be at least≈110/μm,which
is on the same order of magnitude as values reported for lamellipodia. To obtain an
estimate of the speed atwhich themembrane is pushed outwards, wemake use of the
Brownian ratchetmodelwhich assumes that force-dependent thermal uctuations in
the membrane are stabilized by the addition of monomers. e growth velocity v of
the lament then becomes237,238

v = δ

(
koncm exp

Fδ

kT
− koff

)
. (4.11)

Here, F is the counteracting force each lament experiences and kon = 10 μM-1s-1

and koff = 0.1 s-1 are the rates of monomer addition and removal, respectively. If we
assume a force of 10 pN per lament, the resulting growth speed is about 3 nm/s. In
view of the strong nonlinearity of the force-velocity relationship, this is a reasonable
estimate (a force of 8 pN per lament results in a speed of 20 nm/s). e exponential
increase of velocity at low forces also explains the sharp drop in stiffness beyond its
maximum. If a xednumber of laments havepushed themembranepast the point of
half-engulfment, their growth rate will increase exponentially as the retention force
from the membrane drops. e temperature dependence of actin polymerization
could also explain the reduced rate of stiffening we observed at 26°C as the polymer-
ization velocity increases by 25% (at 8 pN, by 70% at 10 pN) between T = 26°C and
T = 37°C.

ese considerations serve to illustrate the plausibility of the mechanical model
we have applied. Approximating the dynamics of particle engulfment in this way re-
quires several simpli cations. Importantly, we do not take into account (i) network
effects239, and (ii) changes in the concentration ofmonomeric actin. Including these
aspects in future re nements of the model will likely require the acquisition of addi-
tional measurements to avoid over tting the obtained data.

4.4.4.1. Viscoelastic environment of internalized particles

e approachwe are presenting in this chapter is based on an indirect observation of
phagocytosis events. Internalization is detected by way of the associated changes in
effective stiffness that amagnetic particle experiencesduring its engulfment. Wehave
noticed that a large majority of particles that are known to have been internalized§

undergoes a characteristicmotion that differs from that of externally boundparticles.
Qualitatively, the motion appears to bemore viscously dominated than that of exter-
nally bound particles. A similar effect appears in motion patterns of objects moving
in liquids at different Reynolds numbers.
§ We have carried out phagocytosis assays and actuated particles a er uorescent tagging. is made it
possible to clearly determine which particles had been internalized.
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To test whether this observation is quanti able, we have measured the frequency
dependence of the dynamic modulus and the loss tangents of both externally bound
and internalized particles. Our results show that internalized particles indeed expe-
rience a more viscous environment. Due to the variability of dynamic moduli across
a cell population, we cannot readily determine how storage and loss moduli differ
in absolute terms. From the ratio, we can conclude that internalized particles ex-
perience a more uid-like environment, but not whether the probed environment
is more viscous (and equally elastic) or less elastic (and equally viscous). However,
since the connection of the particle with the actin cortex as the main support struc-
ture is severed as the phagosome is formed, the latter option is more likely.

e insight that internalized particles are embedded in a more uid-like environ-
ment can potentially be useful to determine the outcome of phagocytosis experi-
ments without having to uorescently tag the particles as described in section 4.3.4.
Measuring the loss tangent during a phagocytosis experiment did not yield conclu-
sive results which we attribute to the fact that the synchronization between camera
and magnetic actuation was achieved by simultaneous triggering of the rst frame
via the so ware of the camera. is approach is more prone to phase delays than the
rigorous frame-by-frame coupling through a common trigger line that we used for
recording the results shown in Fig. 4.10.

4.4.5. Outlook

Future work should be directed at verifying some of the model assumptions experi-
mentally. Importantly, the extends of the phagocytic cup could be imagedby live-cell
confocal microscopy. e data from such experiments could be used to investigate
the correlation between measured increases in stiffness and advances of the rim of
the phagocytic cup. e apparent concentration of proteins at the phagocytic cup
can usually not be evaluted in absolute terms but might give away the relative in-
crease, e.g. of actin, and thereby allow estimates of the change in shear modulus.
To obtain better estimates of the cortical tension and/or its changes, the integration
of our technique with the micropipetting approach68,226 or with optical tweezers is
thinkable. e former approach would yield absolute values for σ while the latter
approach needs additional knowledge about the membrane composition to be fully
quantitative.

e purpose of our analytical model is to provide a theoretical framework with a
minimal number of parameters that capture the essential mechanics of the system, in
order to explain (i) semi-quantitatively the magnitude of the stiffnesses we observed
in our measurements and (ii) qualitatively the time course, i.e. the appearance of a
sharp maximum. e model is not meant to comprehensively describe the process
of phagocytosis with all its complexities.

When additional experiments yield better estimates of the relevant parameters, we
may nd that the minimal-parameter model is valid in certain regimes and invalid in
other regimes. Based on these insights, we may proceed with further extensions of
themodel. For example, the contractilemovements of the actin-myosin cortex could
be included by modeling a deformed mesh whose individual nodes are modeled as
force dipoles. Once the time-dependent progression of the phagocytic cup can be
measured, it would also become possible to relate the term dS/dt, which we now
have to assume, to the speed of actin polymerization at the rim of the protruding
leading edge of the cup. In this way, themodel could possibly be extended to include
molecular kinetics.
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Figure 4.14 – e interaction of CD47 with SIRPα as a model system for phagocytic inhibition. e
protein CD47 is bound by the SIRPα receptor on the cell membrane. is interaction reduced the effi-
ciency of phagocytosis, presumably by suppression of myosin activity. e competition between positive
signaling via the Fc receptor and negative signaling via CD47 determines the outcome of a phagocytosis
attempt. It is not clear how the dynamics of uptake are affected by this competition.

Beyond studying the transient growth of the phagocytic cup, ourmethod could be
used to investigate the dynamics of receptor disengagement and actin depolymeriza-
tion upon successful internalization of a particle. Suchmeasurements might provide
novel insight into themechanisms by which phagosomes are prepared for intracellu-
lar transport.

Actively probing the phagocytic cup also enables systematic studies into the vis-
coelastic properties of the contact region between the phagocytic target and the cell.
As bilayer and actin cortex are dynamically reorganizing, measuring the elastic and
viscous moduli (and their ratio) might reveal the network dynamics at play and help
to better understand the mechanical aspects of failed uptake.

We think that our method is suitable to study the in uence of uptake inhibitors on
the dynamics of phagocytic cup formation. Recently, CD47 has been identi ed as
a membrane marker whose presence on phagocytic targets decreases the efficiency
of uptake by suppression of myosin activity233,240. is effect is thought to shield
tumor cells from phagocytes and blocking CD47 was suggested as a therapeutic ap-
proach241,242. However, while the inhibiting effect of CD47 has been studied, it is not
clear how it affects the mechanics of phagocytic cup formation. Phagocytosis assays
such as the ones that Tsai and Discher233 used to demonstrate the inhibiting effect of
CD47, only capture the static outcome of a phagocytic challenge a er a xed period
of time. Using our method, it would become possible to determine whether a reduc-
tion of uptake is caused by slower engulfment speed or by an increased occurrence of
stalled cupswith otherwise unchanged dynamics. e answer to this questionwould
contribute to the understanding of the role of myosin motors in phagocytic cup for-
mation and closure.

4.5. Conclusions

In this work, we have usedmagnetic particles as phagocytic targets to actively probe
the stiffness inside an evolving phagocytic cup. By actuating the particles and track-
ing their rotational and translational motion, we were able to characterize the me-
chanics of the internalization of a particle. Our measurements revealed characteris-
tic patterns of particle trajectories and simultaneous evolutions of mechanical stiff-
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nesses. To understand the results quantitatively, we established a composite model
that treats the probed region as a prestressed membrane in connection with an elas-
tically deformable actin cortex. We show that the main determinants of the model,
the cortical tension of the cell membrane and the shear modulus of the actin cortex,
are within the expected range of values. Our method, in combination with the the-
oretical framework we present, constitutes a novel approach to study the mechanics
of phagocytic cup formation at the single-cell level and in real-time.



.5 Nonspeci c adhesion and
cell detachment

e adhesion of cells to surfaces plays a crucial role in processes related
to motility and tissue growth. Nonspeci c interactions with a surface,
e.g. by electrostatic or van der Waals forces, can complement speci c
molecular interactions and can themselves support strong adhesion. In
order to understand the mechanism by which cells establish an adhe-
sive interface in absence of speci c proteins, we have studied the de-
tachment kinetics of monocytic cells from glass surfaces coated with
poly-L-lysine. We exposed adhering cells to a shear ow and studied
their deformation and detachment trajectories. Our experiments re-
veal that between 20 and 60 parallel membrane tethers form prior to
detachment from the surface. We propose that the extraction of teth-
ers is the consequence of an inhomogeneous adhesion interface and
model the detachment mechanism as the dynamic extrusion of coop-
eratively loaded tethers. In our model, individual tethers detach by a
peeling process wherein a zone of a few nanometers is loaded by the
externally applied force. Our ndings suggest that the formation of an
inhomogeneous non-speci c adhesion interface between a cell and its
substrate gives rise tomore complexdynamics of detachment thanpre-
viously discussed.*

* Parts of this chapter have been published in
M. Irmscher, K.A. van Laarhoven, A.M. de Jong & M.W.J. Prins e in uence of inhomogeneous ad-
hesion on the detachment dynamics of adhering cells. European Biophysics Journal, available online,
doi:10.1007/s00249-013-0891-3.
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5.1. Introduction

5.1.1. Motivation

Cells attach to surfaces via speci c andnon-speci c interactions. Whilemolecular at-
tachments have been widely studied, largely with the aim of elucidating the speci c
mechanisms of mechanotransduction, purely nonspeci c cell adhesion has received
less attention. Colloidal and entropic interactions accompany every contact between
a cell and a surface243 and their in uence can facilitate or inhibit the formation of spe-
ci c bonds. Nonspeci c interactions of cells with their substrates play an important
role in tissue culture244 and the early stages of the formation of bio lms245. A better
understanding of non-speci c cellular adhesion can thus potentially be leveraged to
improve the design of implantable surfaces and scaffolds for tissue engineering pur-
poses.

e interaction between a cell and a substrate is commonly characterized by the
work required to remove the interface between the two. is adhesion energy of
a cell and the underlying substrate has been quanti ed by applying a de ned uid
shear stress while imaging the deformation of the contact interface194 or measuring
the stochastic detachment of the cells246,247. e latter method typically yields des-
orption curves that can be interpreted as a transition between the bound and the
unbound state. e relationship between the detachment of the cell and parameters
at themolecular level is then established by application of a model that describes the
mechanism of detachment.

To obtain statistical signi cance, desorption assays are typically carried out on
large numbers of individual cells and on time scales of minutes. As a consequence,
the spatial and temporal resolution of such experiments is limited and the details of
the detachment process itself go unnoticed.

5.1.2. Chapter overview

In this chapter, we present an investigation of the detachment mechanism of cells
from a positively charged surface. For this purpose, we used a shear ow assay and
measured the displacement of single cells as a function of time. Under modest shear
stresses, the cells deform in a viscoelasticmanner and relax backwardsuponcessation
of the shear ow. Under high shear stress, the cells remain transiently attached to the
surfaceby severalmembrane tether beforeultimately detaching. In section5.3.2.1we
use a simpli ed model of tether elongation to relate the measured displacement ve-
locity to the number of tethers. In section 5.3.2.2 we argue that in absence of molec-
ular attachment sites, the non-uniform apposition of the electrostatically adhering
area accommodates the formation of strongly adhering patches fromwhichmultiple
parallel membrane tethers can be drawn. Finally, we suggest that single tethers are
peeled off the substrate and that the force required to simultaneously initiate an en-
semble of lipid tethers constitutes a threshold force beyondwhich the detachment of
individual cells ensues.

5.2. Materials and Methods

Cells

HumanmonocyticTHP-1 cellswere cultured inRPMI-1640medium, supplemented
with 10% FCS and 1% Penicillin/Streptomycin and kept at concentrations between
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2×105 and 1×106 1/ml. THP-1 cells were chosen for their ability to culture them in
suspension and their almost ideally spheroid shape which facilitated the calculation
of the applied shear force.

Sample preparation

A 4mm wide, 75 mm long clearance was cut into double-sided tape with a thick-
ness of 200 um. Glass slides with dimensions 24x76 mm (Menzel-Gläser, Braun-
schweig, Germany) were cleaned in isopropanol and deionized water and the tape
was attached. Subsequently, the channel oor was incubated with a solution of poly-
L-lysine (PLL, Mw=150000 to 300000 g/mol, 1150 to 2300 monomer units, Sigma
Aldrich) for 1 hour. Upon incubation, the micro uidic channel was washed with DI
water. e micro uidic assembly was nalized by attaching a 125 μm polymethyl-
methacrylate (PMMA) strip to close off the channel and two inlet ports to accom-
modate the attachment of uidic tubing.

Calculation of shear force

Tocalculate the approximate force acting on an individual cell in a laminar shear ow,
we modeled the cells as spheres in contact with a at surface. is is motivated by
previous work248 and the observation that within the time scale of a typical exper-
iment undifferentiated THP-1 cells do not spread signi cantly upon contact with
PLL-coated glass slides but retain a round shape with a diameter of about 18 μm.

e expression for the drag force acting on a sphere in contact with a wall have been
derived by Goldman et al.249 and are given by

Fd = F ∗
d 6πηR

2S (5.1)

Here, η is the dynamic viscosity which we assume as η = 10-3Pa·s, R is the radius of
the cell and F ∗

d is a dimensionless parameter whose value depends on the distance
between the sphere and the wall. In our case we assumed a distance of R = 9 μm
between the center of the cell and the substrate in which case F ∗

d = 1.7.
To calculateS, we assume that the ow is laminar and fully developed. In this case,

the velocity pro le in the rectangular channel is given by250
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Here, vavg is the mean axial velocity, h and w are the thickness and width of the
channel, respectively, and m and n are constants that depend on the aspect ratio
h/w of the channel cross-section. e shear rate close to the channel surface is then
given by
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Experimental protocol

Before each experiment, the micro uidic chamber was ushed with PBS. Subse-
quently, THP-1 cells suspended in culture medium were pumped into the channel
at a ow speed of 10 μl/min and allowed to adhere under no- ow conditions for 3
minutes. Each sample was subjected to 8 consecutive actuation periods lasting 30 s
each at ow speeds increasing from 100 μl/min to 800 μl/min. Each actuation period
was followed by a pause of 2 min to allow the cells to relax.
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Figure 5.1 – Application of force on adherent cells in a shear ow assay. (A) When cells detach from
electrostatically charged surfaces the adhesive interface can be gradually peeled away (solid line) or coop-
eratively loaded through multiple focal patches (dashed line). We supplement a regular shear- ow assay
by adding trajectory tracking to determine the mode of detachment for individual cells. (B) DIC images
of the stretching process reveal that the main body of the cell undergoes little deformation while a thin
adhesive patch at the upstream side of the cell seems to support the load. (C)Under constant shear stress,
loosely adhering cells rst deform (or displace) elastically before undergoing viscoelastic creep. When the
shear ow is turned off, they relax back toward their original position.

Imaging

Movies of cells were recorded on an inverted microscope (Leica DMI5000, Wetzlar,
Germany) under bright- eld illumination with a 20× objective (NA = 0.4) using a
charge-coupled device (CCD) camera (IDTX3) at a frame rate of 5 Hz. e DIC im-
ages were recorded on an inverted microscope (Nikon Ti-E/B, Tokyo, Japan) with a
60×water immersion objective (NA=1.2). emovieswere processed by a custom-
made image segmentation algorithm written in Matlab (Mathworks, Natick, MA).

e algorithm invokes the Canny lter to detect the outer edges of each cell and cal-
culates the centroid of all internal pixels to obtain the location of the cell.

5.3. Results

5.3.1. Observations

Upon initiation of a uid ow at low shear rates, the cells displaced in direction of the
ow. e movement typically included an immediate displacement ∆x0, followed

by a gradual deformationwherein the position of the cells approached an equilibrium
position. A er cessation of the ow, the position of the cells relaxed back to their
original values (see Fig.5.1.

e trajectory of a cell terminates at the moment of detachment since the ow
speeds were too high to image free cells in suspension. Before each instance of de-
tachment, the displacement of the cell deviated from the curve of viscoelastic creep
and became a linear function of time. At this point of transition, the instantaneous
slope of the curve increased and progressively steepened, occasionally at clearly vis-
ible kinks in the displacement curves. During this linear phase of displacement, the
aspect ratio of the cell changedonly slightlywhile the total distance traversed reached
several cell diameters. If the owwas turned off during this phase the cell returned to
its resting position (see Fig. 5.2), which indicated that a physical link with its original
location persisted throughout the duration of the shear ow.
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Since no apparent link was visible under bright- eld illumination and we could
exclude uidic effects such as back ows, we speculated that thin lipid tethers were
drawn from the cell membrane and thus provided a link with its resting position.
Using DIC imaging at 60×magni cation, we were able to visualize these tethers and
found that multiple parallel tethers extended from the dorsal sides of the cells. e
tethers were stretched under ow conditions and partially retracted and curled up
upon discontinuation of the shear ow. Since the width of the tethers is close to the
diffraction limit, we estimate their diameter to be on the order of 200 nm.

5.3.2. Modeling

5.3.2.1. Tether elongation

Our data show that the measured displacement of the cells becomes a linear func-
tion of time when lipid tethers are formed. In that situation the constant shear force
is in dynamic equilibrium with the sum of dissipative forces acting on each tether.

e equation of motion of a cell that is attached to the channel oor via N tethers
that share the applied load is given by a simple extension of the general single-tether
equation:190,251,252

dx(t)

dt
= ζ

(
Fd

N(t)
− F0

)
(5.4)

Here, ζ is the effective inverse viscosity of the tether, F0 is the force that is neces-
sary to retain a tether at constant length and Fd is the drag force acting on the cell
body. N is a function of time because the connections break sequentially during
the detachment phase and as a consequence the effective force on each remaining
tether increases. e effective viscosity ζ -1 summarizes the friction between lipids
in the same monolayer, between layers and between the inner monolayer and the
cytoskeleton192. We assume a value of ζ = 5×105 (Ns/m)-1 for the inverse effective
viscosity. is value is slightly higher than previously reported values192,253 since we
expect additional friction to arise from the interaction of the cell body with the sur-
face. Our model does not include the effects of membrane depletion or tether co-
alescence254 as the currently implemented experimental method does not allow a
veri cation of their in uence.

e force F0 that is required to retain a static tether can be estimated from the
surface tension σ and the bending energy κb of the membrane as192,255

F0 = 2π
√
2κbσ (5.5)

In this work, we have assumed σ = 50 pNμm-1 and κb = 1 pNμm to arrive at an equi-
librium force of F0 = 63 pN. e comparatively high value of the bending energy232

could indicate that the tethers are not entirely void of cytoskeletal laments. e
expression in eq. 5.5 can only give an approximation as it contains several serious
simpli cations. Most signi cantly, the membrane is assumed to be a thin mono-
layer with zero thickness and adhesion between cytoskeleton and the bilayer256 is
neglected. Both effects give rise to additional terms in eq. 5.5 and their in uence on
the dynamics of tether extraction have been studied extensively.

Within the framework of our model description, a threshold force arises from the
energy barrier that opposes the formation ofN0 cylindrical tethers. e value of the
threshold force is higher than the force that is necessary to maintain the cylindrical
tethers at a constant length257 and is known to depend linearly on the size of the spot
on which the force is exerted213.
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Figure 5.2 – Formation of multiple tethers precedes detachment. A er brief incubation and under high
shear stress, several parallel tethers (inset, arrow) are extruded simultaneously from the anterior side of
the cell (scale bar is 10 μm). e formation of tethers is expressed by a transition to a linear extension curve
that can be modeled as the extension of N tethers under the given shear force (see text for description).
Failure of tethers results in an abrupt increase in displacement velocity. e formation of tethers provides
an elastic restoring force that enables full retraction of the cell once the shear ow is turned off. At higher
forces, previously formed tethers quickly fail and cell detachment ensues.

5.3.2.2. Electrostatic adhesion of membrane patches

In our experiments, the attachment site of each tether is an area wherein the cell
membrane is in close contact with the glass substrate. Before tether elongation, the
interaction energy landscape as a function of cell-surface distance arises from the su-
perposition of attractive van derWaals forces and attractive electrostatic interaction
between the PLL-coated surface and the cell membrane. e interaction of nega-
tively charged cell membranes with PLL-coated substrates is typically dominated by
electrostatic interactions and can be described by the following interaction potential
as a function of the distance h (see also section 2.5.1.2):154,155

Eel =
2π

ϵ0ϵrκ

(
σ2
1 + σ2

2

)
exp (−κh) + 2σ1σ2

sinhκh
. (5.6)

Here,σ1 andσ2 are the surface charge densities of the surface and the cellmembrane,
respectively, ϵ = ϵ0ϵr is the permittivity of water (ϵr = 80) and κ is the inverse Debye
length (κ−1 ≈ 1 nm for a 0.15 M salt solution). We assumed that the surface charge
density of the cell membrane is -0.04 Cm-2 72 and that an excess of positive charges
by the surface treatment results in a value of approximately 0.5 Cm-2 for σ1. e
latter value has a high uncertainty as the effective number of charges that are free to
interact with the cell membrane is unknown. However, for a large range of values,
if |σ1| > |σ2|, varying σ1 only results in a shi of the equilibrium distance without
affecting the depth of the resulting energy minimum. With the above parameters,
the equilibrium spacing between cell membrane and surface is 2.5 nm at an energy
density of 27 mJm-2.
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Figure 5.3 –Peeling of single tethers. (A) Individual tethers likely detach by peeling. e force per tether
is focused on a small peeling zonewhere the adherentmembrane is folded backwards. In the peeling zone,
the removal ofmembrane is resisted by the electrostatic attractionwith the positively charged surface. (B,
inset) e interaction energy landscape of the unstressed peeling zone has a deepminimum that does not
allow for spontaneous detachment. If the applied force is focused in the peeling zone, the energy barrier
for detachment of the membrane is lowered and the lifetime of the connection is drastically decreased.
(B) If the peeling zone has an area of A and the tethers detach successively, the increase in force per tether
leads to an exponentially rising failure rate and a total lifetime of the tethered cell on the order of seconds.

e following parameters were used for the simulation: N0 = 60, F0 = 70 pN, Fd = 4.2 nN.

As argued by Nardi et al., equation 5.6 is strictly speaking only valid for single-
component lipid vesicles157,161. Inmulti-component vesicles and in redblood cells72,
segregation of membrane components was shown to result in local charge matching
between the interacting surfaces. As a result, the adhesion interface took on an in-
homogeneous appearance with tightly adhering spots separated by blister-like cavi-
ties at increased osmotic pressure by con ned counterions from the buffer solution.
In comparison with Hategan et al.72, we used a comparatively low concentration of
poly-L-lysine of 0.1 mg/ml to functionalize our glass substrates but due to the high
molecular weight of more than 150 kDa, the resulting surface charge density should
be sufficient to evoke the formation of adhesion pattern as previously reported.

5.3.2.3. Peeling of attachment sites

In the context of our experiment, the tethers are hence likely supported by patches
of strong electrostatic adherence. Under a sustained shear force, these tethers fail
successively until the cell nally detaches. We describe each adhesive spot as a cir-
cular area with the diameter of one tether. From eq. 5.6, the adhesion energy of one
tether attachment site with a diameter of 100 nm is on the order of 105 kT. With a
force per tether of about 100 pN and characteristic distances of a few nanometers,
this energy barrier can only be lowered by a few tens of kT. erefore the complete
tether attachment site cannot be removed at once. Instead, each tether is likely to
fail by peelingwhereby the applied force is focused in a small adhesion zone (see Fig.
5.3). For such a small area, the adhesive energy is much lower and the applied force
can distort the energy landscape sufficiently to enable rapid detachment.

e Bell-Evansmodel169,172 has been frequently used to describe the thermally ac-
tivated dissociation of speci c bonds under an applied force. In our experiments, the
interaction of the cell membrane with the substrate is electrostatic and no discrete
bonds can be identi ed. Instead, we perceive the adhesion energy of the peeling
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zone as the equivalent of the binding energy. A similar discretization approach has
been used to describe the detachment of absorbed proteins as the sequential failure
of multiple bonds258,259. In the framework of this model, the average lifetime τ of a
bond is given by170,171

τ =
2πγ

√
κminκmax

exp
∆E − Fh

kT
. (5.7)

Here, κmin andκmax are the curvatures of the energy landscape at theminimumand
the cusp of the barrier, respectively, γ is the friction coefficient and F is the applied
force (per tether). e prefactor in eq. 5.7 is the so-called attempt frequency. We
used γ = 2×10-8 pN·s·nm-1 and obtained κmin and κmax from the deformed energy
landscape E(h) − Fh (see inset of Fig. 5.3B). e resulting attempt frequency was
approximately 10-6 s-1. We assume that the entire force F is acting to propagate the
peeling zone at the rear end of the tether attachment site (see Fig. 5.3A).We divided
the adhesion area of a single tether into segments of the size of the peeling zone and
found the lifetime of the tether by obtaining the sum of the segment lifetimes. We
obtain an upper limit of the lifetime of a tethered cell by assuming that the tethers
detach one a er the other. e lower limit is given by the scenariowherein all tethers
fail simultaneously and the total lifetime is equal to the lifetime of the rst tether to
fail. However, the calculated intervals constitute average lifetimes and are subject to
stochastic uctuations. For a single tether, we had to assume a peeling zone of about
7 nm2 to arrive at lifetimes on the order of seconds. With a mean spacing of 1 nm
between lipid molecules in the membrane, effectively less than about 10 molecules
are thus simultaneously pulled off by the applied force.

e simulation shows that the lifetime of a tethered cell is a strongly non-linear
function of the number of tethers. Beyond a pronounced tipping point atN ≈ 0.9N0

the failure rate of single tethers rises steeply as the applied force is distributed across
a rapidly diminishing number of tethers (see Fig. 5.3B). is tipping point explains
why the detachment of cells occurs at seemingly high numbers of remaining tethers,
as exempli ed in Fig. 5.2. Finally, in our experiment we cannot determine whether
the failure of a tether is related to the detachment of its tip from the substrate or to
the rupture of the membrane. Lysis tensions of cell membranes are on the order of
severalmN/m260 and are only reached in the nal stages of our experimentwhen few
tethers bear the applied shear force. e desorption of the tether tip is hence likely
the dominant mechanism during the detachment of the cells.

5.4. Discussion

5.4.1. Tether detachment by peeling

e initial stage of adhesion of cells to electrostatically charged surfaces has been
shown to be a dynamic process wherein the adhesive surface area increases on a time
scale of minutes until a steady state is reached248. Owing to the mobility of differ-
ent membrane constituents, interaction with the surface can result in a departure
from the initial mixed state of the membrane and lead to inhomogeneous adhesion
zones153,157. During this process, the distance betweenmembrane and surface is not
uniformacross the contact interface and as a result, themechanical support of the cell
hinges on several patches wherein tight contact has been made. Upon application of
a shear force, the loosely adhering regions will rapidly detach and the stress will be
focused on the remaining adhesive patches. If the patch size is sufficiently small, i.e.
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close to the limit of a point force, the local normal stresses on the membrane can
result in the extraction of lipid tethers.

In order to form a stable cylindrical tether, the membrane has to be extruded lo-
cally and will initially take on the shape of a hyperboloid257. e force required to
intiate the extraction of a tether is higher than the force needed to hold it at a con-
stant length. is implies that, given a sufficiently focused application of force at one
spot of the adhesion interface, a tether will be extruded and immediately proceed to
extend as the applied load per tether is always larger than the holding force for a sin-
gle tether, i.e. Fd/N0 > F0. In our experiments, cells that have been incubated for
longer than 10 minutes no longer detached under the applied shear stresses (results
not shown). is can be explained by the growth of individual adhesive sites as the
cellmembrane adapts to the charged surface. Once a critical size is reached, the force
required to extract a tether becomes higher than the available shear force.

e existence of a force threshold for the detachment of cells is in line with pre-
vious ndings261,262. e origin of the threshold has been attributed to the succes-
sive peeling of discrete receptors. Here, we suggest that the energetic barrier for the
initiation of multiple tethers gives rise to a similar threshold force. Under the ex-
perimental conditions we chose here, this force barrier seems to be lower than that
for receptor peeling. On other substrates, such as polystyrene, the evolution of the
adhesion site might lead to different detachment kinetics.

e extraction of low numbers of multiple tethers has been implicated in cell
rolling263,264. Here, we report the formation of a large number of multiple tethers as
a consequence of an inhomogeneous adhesive interface. During the observed forma-
tion of multiple membrane tethers the binding spots are cooperatively, rather than
successively, loaded. e applied shear force is thus distributed across all available
binding sites. At a lowdensity of attachment sites, this tethermechanism (see dashed
line sketch in Fig. 5.1A) leads to a smaller force per attachment point than a peeling
process wherein a small number of bonds at a time are sharing the load.

Even with conservative estimates of the electrostatic adhesion energy, the applied
force is not sufficient to remove the adhesive spot at the end of a single tether at once.
We estimated that an adhesive front with an effective size of 7 nm2 could give rise to
the lifetimes we typically observed in experiments. Due to the exponential depen-
dence of the lifetime on the absolute adhesion energy, slightly larger peeling areas
result in tether lifetimes beyond the laboratory scale. e lower limit of the peeling
area is given by the dimensions of the membrane and its bending rigidity. In the ex-
treme case of folding back on itself, the length of the peeling zone,Lp, becomes equal
to the thickness of themembrane which is on the order of 5 to 6 nm. For a single row
of lipidmolecules, the effective areawould hence be 5 to 6 nm2. ese considerations
indicate that the peeling likely occurs on the level of single molecules where the ap-
plied shear force is sufficient to tilt the landscape of the interaction energy such that
the membrane progressively delaminates and detachment ensues.

5.4.2. Outlook

e research presented in this chapter establishes a link between the two disparate
elds of colloidal adhesion and cell membrane mechanics. As a result, the modeling

approach we chose includes a number of parameters that are not readily available
and have to be estimated. Future research in this area should thus focus on obtaining
independent measurements of relevant parameters. Two general lines can be identi-
ed and we will discuss both of them below.
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5.4.2.1. Visualizing the adhesive interface

e force balance during the extrusion of multiple tethers hinges on the instanta-
neous number and size of the tethers. e number and, to lesser extent, the size of
the tethers can be obtained from images of the contact interface during the extru-
sion process. For this purpose, surface-sensitive techniques such as total internal re-
ection ( uorescence) microscopy (TIRFM) or interference re ection microscopy

(IRM) are well suited due to their exclusive sensitivity for a thin plane at the inter-
face between glass and buffer solution. At sufficiently ne sectioning in z-direction,
confocal microscopy is a potentially viable alternative.

Before TIRF microscopy became common, IRM was the primary surface-
sensitive technique and it has been used extensively to study processes such as ex-
ocytosis265,266 and adhesion267,268. Brie y, IRM is based on the interference of light
that has been re ected at different interfaces in the vicinity of the substrate. In the
simplest case, light is re ected at the interfaces between glass and membrane (in
locations of direct contact), between glass and medium and between medium and
membrane. In absence of re ections inside the optical system and given an objective
with a high NA268 to supress higher-order fringes, the brightness of the resulting in-
terference regions becomes proportional to the distance of the membrane from the
substrate.

TIRF microscopy has been developed later than IRM and in many elds replaced
it due to its higher sensitivity to changes in distance between membrane and sub-
strate and due to the ability to image speci c uorescently labeled molecules inside
the imaging plane269,270. If no uorescent labels are applied, the objects in the imag-
ing plane can still be visualized by the light they scatter. is approach is usually not
applicable for biological membranes due to their small scattering cross-section but it
has been successfully used to study the dynamics of colloidal particles in the vicinity
of a surface271,272. In TIRFM, a light beam is totally internally re ected at the inter-
face between glass and liquid. As a result, a standing evanescent wave is generated
whose intensity decays exponentially as a function of distance from the re ecting in-
terface. e surface sensitivity of the technique arises as only uorophores within a
typical decay length of about 100 nm are excited by the evanescent eld.

Either TIRF or IRM provides a possibility to determine the number of adhesive
tether attachment. However, since it is likely that the size of the adhesive sites is close
to the diffractive limit, TIRF is supposedly the better option as diffraction-limited
spots would be easier to locate if uorescently labeled. However, stable staining of
the membrane (without rapid endocytosis of the dye molecules) or transfection of a
uorescently labeled reporter molecule that inserts into or binds to the membrane

at a sufficiently high concentration are both non-trivial tasks. In a comparable ap-
proach, TIRF has been used to study the dynamic tethering of rolling cells273,274 at
selectin-coated surfaces.

Measuring the number of adhesive sites contributes to a more precise determina-
tion of the holding force F0 if one assumes that the effective viscosity ζ−1 remains
constant during intermittent failure of single tethers. Additionally, the assumption
that tether detach rather than breaking can be veri ed aswell since abrupt changes in
cell velocity should be accompanied by a decrease of the number of attachment sites.
Depending on the size of the sites and the available time resolution, direct imaging
might also reveal the peeling process of single tethers.
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5.4.2.2. Studying adhesion strength

In this work, we based our calculations of the electrostatic double-layer interaction
between the cell membrane and the PLL-coated substrate on assumptions and liter-
ature values of the surface charge densities. To further re ne our model parameters
and to derive general statements about the electrostatic interactions, independent
measurements are necessary.

e interaction of surfaces at the sub-micron scale can be described in terms of
energy or in terms of forces or pressure. As the nonspeci c peeling model that we
proposed in this chapter underlines, the strength of an adhesion is primarily given
by the interaction potential. e force required to remove the interface can vary
by orders of magnitude and is crucially dependent on the geometry of the induced
separation and the mechanical compliance of the involved materials. Only if these
additional determinants are known, can the force that leads to detachment be related
to the adhesion energy.

Alternatively, the interaction energy of two surfaces canbedeterminedbymeasur-
ing the attractive or repulsive force between them in equilibrium. For this purpose,
several generations of surface force apparati (SFA) have been designed275--277. Com-
monly, these instruments allow for precise control of the separation between two
surfaces. In the instrument designed by Israelachvili et al.276, the distance is mea-
sured interferometrically and the force is determined from the de ection of a cali-
brated spring. e development of the atomic force microscope (AFM)60 spawned
a second generation of instruments that could sensitively measure the interaction
forces between charged surfaces across aqueous solutions. Typically, the sharp tip
of a conventional AFM would be replaced by a colloidal particle with radius R and
the force per unit area is obtained as F/R from the Derjaguin approximation278,279.

Besides potentially yielding better approximations of the parameters that govern
the cell-substrate interactions, the insights from experiments as sketched above can
be used to minimize nonspeci c interactions between cells and colloidal particles
while still allowing for speci c receptor-ligand binding to occur. In such a scenario
the application of a controlled force on the particle can be expected to yield detach-
ment kinetics that canbe analyzed in the frameworkof theBell-Evansmodel (see sec-
tion 2.5.2). Due to the stochastic nature of bond failure, many bond rupture events
have to be recorded before the underlying parameters can be reliably extracted. In
practice, the critical level of signi cance can be reached by repeated measurements
on the same specimen or by highly parallel acquisition of data.

Given the high spatial and temporal resolution of an AFM, it seems the primary
choice for probing the adhesion strength between cellular receptors and their lig-
ands. e cantilevers of early AFM were too stiff to generate discernible displace-
ments in the low pN regime that is relevant when interfacing with so -matter sys-
tems, such as cell membranes or single molecules. Only when advances in microma-
chining enabled the fabrication of thin cantilevers, AFM became a suitable tool for
studies on biological membranes. In the meantime, the biomembrane force probe
(BFM) found widespread use. Originally developed by Evans et al.280, it consists of
a ligand-coated sphere that is glued to a pressurized membrane sphere which in turn
is held at the ori ce of a micropipette. Under an applied axial load, the membrane
capsule deforms, thereby ful lling the function of a force transducer. In an experi-
ment, the coated sphere is brought in contact with a cell and subsequently retracted.
In a similar way as in AFM experiments, the acquired force-distance curve then re-
veals the molecular properties of the established contact interface. To achieve the
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desired single-molecule resolution, the density of the particle functionalization and
the contact time between particle and cell are adjusted such that approximately 3 of
10 repeated approachments lead to the formation of a bond. Under the assumption
that the number of bonds formed during contact follows Poisson statistics, a 30%
success rate translates into an 85% chance that a recorded rupture event is indeed a
single bond breaking281--283.

In view of future biosensing applications, magnetically enforced dissociation is a
viable approach due to its inherent potential formultiplexing284--286. So far, magnetic
tweezers have been used to dissociate pairs of puri ed proteins wherein one binding
partner was bound to a solid substrate. To explore the kinetics of ligands and re-
ceptors in their native environment, themagnetic particles have to be functionalized
such that nonspeci c binding to the constituents of the cell membrane is abrogated
without affecting the ability to form speci c bonds. is aspect requires considerably
more attention than in single-cell experiments with repeated apposition because the
time and pressure of contact cannot be controlled conveniently across a population
of particles. e functionalization of the particles hence has to be adjusted to allow
for single-molecule binding under equilibriumconditionswhere the rate of bond for-
mation is zero, thereby approximating the idealized stable point-contact between a
particle and a cell. In this regime, the mechanics of the contact site are negligible†

and magnetic particle probing is expected to become a viable tool to access molecu-
lar characteristics of membrane receptors.

5.4.2.3. Methods of reducing nonspeci c interactions

e occurence of nonspeci c interactions is a recurring topic in studies that involve
interfacing biological systems with arti cial probes. For colloidal solutions, these in-
teractions can be described within the framework of the DLVO theory that includes
both electrostatic and van der Waals forces. Typically, aggregation of particles is
not a concern at low salt concentrations due to the large screening length. How-
ever, at physiological ionic concentrations, the Debye length is on the order of 1 nm
and nonspeci c interactions become more likely. For this reason, surfaces are o en
passivated with proteins such as bovine serum albumin (BSA) or casein to prevent
nonspeci c adsorption. In amore sophisticated approach, molecular spacers such as
polyethylene glycol (PEG) have been used to increase the hydrophilicity of proteins
and particles and to introduce a steric repulsion force. Both effects are not captured
by traditional DLVO theory.

To prepare micro-particles for use in force spectroscopy as outlined above, het-
erobifunctional PEG molecules can be used as linkers that passivate the surface and
minimize nonspeci c interactions while their end groups support the attachment of
speci c protein ligands. At sufficiently high surface coverage, the linker molecules
will formabrush-like structurewhose thickness determines the equilibriumdistance
between the particle and the cell membrane. e challenge in this approach is then
to strike a balance between the entropic and hydrophilic repulsion and the required
proximity of the proteins and their receptors in the cell membrane.

† If the receptor is coupled to the cytoskeleton, the loss of this connection under force can lead to the
extraction of a membrane tether. As the particle moves out of focus, this situation can be mistaken as a
dissociation event and hence has to be distinguished from the actual detachment of the particle from the
membrane.
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5.5. Conclusions

In this chapter, we studied the nonspeci c adhesion of cells and established a con-
nection between an inhomogeneous adhesive interface and the kinetics of detach-
ment. Our modeling approach is dependent on several ad-hoc estimates for crucial
parameters but nonetheless is sufficient to qualitatively explain our experimental ob-
servations. From microscopy images, the number of membrane tubes and, given
sufficient resolution, the diameter of the tethers can be estimated. e approach we
demonstrate here can be extended to acquire more data about the detachment pro-
cess. Internal re ection microscopy (IRM) or total internal re ection microscopy
(TIRM) are microscopy methods that are suitable for imaging of the adhesion area
and could potentially be leveraged to determine the number, size and distribution of
the sites where the lipid tethersmake contact with the substrate (see section 5.4.2.1).

In summary, we have studied the detachment behavior of non-speci cally adher-
ing cells with an inhomogeneous adhesive interface. In particular, we have found
that these cells do not simply peel off under an applied shear stress but detach whilst
transiently being held by multiple lipid tethers that share the load. ese tethers are
sufficiently long-lived to extend by several micrometers and are likely to detach in-
dividually by peeling of their contact sites. Our work demonstrates that previously
proposedmodels for the detachment of cells have to be extended to account formore
complexmechanisms of detachment. Suchmodels can then be used to quantitatively
analyze the results from cell detachment assays and distinguish cells with a homoge-
neous adhesion interface from those with an inhomogeneous interface.
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.6 Conclusions and outlook

e research described in this thesis embodies two possible ap-
proaches to study interfacial mechanical effects between live cells and
arti cial surfaces. During the course of these studies, new knowledge
was generated and the boundaries to related research and obstacles for
future investigations were sharpened. In this concluding chapter, we
summarize the main ndings and provide an outlook towards future
work.
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6.1. Introduction

e aim of the work summarized in this thesis was to investigate the interactions be-
tweencells and surfaces in theperspective of futurebiosensing solutions that use cells
as diagnostic targets. To this end,we employedbiophysicalmeasurement techniques
to study themechanical properties and processes that occur as cell membranes inter-
act with functionalized surfaces.

In chapters 3 and 4, the use ofmagnetic particles asmechanical probes at the single
cell level was investigated. ese studies showed that enhanced motion tracking of
single particles leads to an increased resolution for mechanical effects that are likely
related to the connectivity between the lipid bilayer and the actin cortex of a cell.
In chapter 4, we demonstrated the usefulness of advanced particle tracking and a
suitably chosen actuation scheme for dynamic measurements at the site of evolving
phagocytic cups. In chapter 5, we investigated the interaction of cells with a at sub-
strate and the resulting desorption behavior under application of a shear ow. e
obtained results indicate that the inhomogeneity of the contact interface between
a cell and a substrate can lead to detachment kinetics that go beyond the currently
used model of peeling detachment. In this chapter, the conclusions from the previ-
ous chapters are used to synthesize general insight in the perspective of both future
research and biosensing applications.

6.2. Accessing the molecular scale

Biophysical research is conducted at different length scales, ranging frommolecules
to cells, tissues and even whole organisms. In most of its subdisciplines, there is a
'drive towards the bottom' that is motivated by the notion that in order to fully un-
derstand a system, one needs to understand its elementary architecture.

In the present thesis, we measured mechanical processes as the integrated behav-
ior of multiple heterogeneous molecular constituents. e magnetic particles we
used to apply forces and torques (see overview in Fig. 1.5) typically establish a con-
tact area on the order of 1 μm2. In chapter 5, cells remain transiently attached via
patches with a diameter of about 100 nm. At these length scales, the heterogeneity
of the cell membrane (and the subjacent cortex) prohibits the identi cation of dis-
crete molecular effects. To nevertheless obtain molecular resolution, three possible
avenues exist:

(i) Simpli cation of the biological system - If the mechanical properties of the cell
membrane are known to strongly depend on a few molecular components, a model
system can be reconstituted from these components. Such approaches are common
in studies of the dynamics of vesicles in contact with surfaces and each other. Us-
ing appropriate numerical and analytical models of the interactions between lipid
molecules, the interfacial energy and the bending energy of the vesicle membrane
can be predicted and experimentally veri ed by measuring, e.g. the bending uctu-
ations of the vesicle287,288.

(ii) Controlling multivalent interactions - e equilibrium interfacial contact area
between a micrometer-sized particle and a cell membrane can potentially be mini-
mized to the limit of single molecule binding by tightly controlling the molecular ar-
chitecture on the particle surface. Commonly used techniques from colloidal chem-
istry, e.g. the use of PEG brushes, in combination with theoretical approaches to
valency-limited interactions289,290 between surfaces, can help to systematically iden-
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tify suitable conditions. Once molecular contact can be established in equilibrium,
the magnetic particle can serve as a transducer for force spectroscopy methods.

(iii) Using nanometer-sized particles - Single molecules can be targeted directly
by reducing the size of the particles themselves to themolecular scale. is approach
has limited use for force spectroscopy applications since the scaling of the magnetic
energy reduces the applicable forces below values that would noticeably affect most
non-covalent bonds. Owing to the uidity of the cell membrane, the forces are, how-
ever, sufficient to in uence the diffusive dynamics of single molecules291.

6.3. The biosensing perspective

At its current level of maturity, the magnetic probing technique presented in chap-
ters 3 and 4 can be used in research environments. In such settings, phagocytosis
should be regardedmore broadly as a behavior in cell motility that sharesmany char-
acteristics with cell migration. With this perspective, the presented method enables
systematic quantitative studies on the effect of molecular agents on the mechanical
machinery of the cell. In the context of disease mechanisms, such studies can lead to
the discovery of novel pharmacological substances for more effective treatments.

Measuring themechanical properties of cells is an intriguing topic within the con-
nes of biophysical research and in the perspective of diagnostic biosensing devices

this thesis provides an exploratory basis for further studies. e research we con-
ducted has shown that absolute measurements of mechanical properties are subject
to strong variations across populations and, dependingon the localizationof themea-
surement, on a single cell. ese variations are the result of multiple effects that can-
not easily be distinguished in experiments, e.g. bilayer-cortex connectivity, cortex
density and degree of cross-linking, membrane tension and motor activity. is fact
is re ected in the conspicuous lack of comprehensive quantitative models that can
be rigorously veri ed in whole-cell mechanical experiments.

Somemolecular processes lead to scale-free emergent phenomena that can poten-
tially be addressed by future biosensing applications because they are subject to less
variation. For example, magnetic twisting cytometry has served as a useful tool to
study the frequency scaling behavior of cytoskeletal mechanics and in chapter 4 we
have used a similar approach to distinguish internalized from non-internalized par-
ticles. Besides scale-free emergent phenomena, parameters that are related to the
efficiency of functional processes, e.g. the time required for phagocytosis or the time
for a platelet to fully spread, are likely to exhibit less variation due to evolutionary
selection pressure. is re ects the ability of a cell to compensate non-optimal vari-
ations in some of its subsystems in order to achieve a goal that might be essential to
the survival of the organism that contains the cell.

In the perspective of future biosensing devices, the ability of cells to actively adapt
to a change of their environment is a formidable obstacle since it can lead to un-
controlled, and possibly unrecognized, degradation of patient samples. To enable
the acquisition of speci c parameters, most cell-diagnostic applications, such as ow
cytometry, hence incorporate xated cells whose morphology has been 'frozen' by
chemical cross-linking. To aid standardization and to increase robustness, it is thus
likely that future generations of cell biosensing devices will initially be based on x-
ated samples as well.

Since cells die during xation, actively driven processes that might hold informa-
tion about the state of the cells cannot be measured on xated samples. Nowadays,
platelet aggregometry is the main group of diagnostic tests that record the function
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of living cells. e development of functional tests for eukaryotic cells will require
the discovery of processes that occur in a similarly robust manner as the irreversible
in-vitro activation of platelets. e methods of cell biophysics can contribute to the
discovery process by generating mechanistic insight into the fundamental processes
that drive the function of cells. With growing insight into these fundamental mech-
anisms, we can eventually expect the emergence of application-oriented research
aimed at identifying robust parameters that are subject to disease-related deviations
and are amenable for measurements in biosensing devices.

6.4. Future work

e research presented in this thesis proves the feasibility of the proposed methods.
To obtain a better understanding of the biophysics of cellular adhesion processes,
the developed techniques can be improved and combined with other methods to
broaden the acquired picture.

As demonstrated in chapter 4, magnetic probing of phagocytosis has the potential
to aid our understanding of the processes that drive the active and directed reorgani-
zation of the membrane and the underlying actin cortex. In a next step, the existing
measurement setup should be extended to include uorescence imaging of relevant
molecules such as actin, myosin or speci c membrane lipids. With the dynamics of
those molecules in hand, the measured stiffness can then be related to the geometry
and molecular composition of the phagocytic cup. ese correlations can poten-
tially unravel the individual molecular contributions to the concerted macroscopic
effort of particle internalization and might have generalizable bearing on other pro-
cesses in cell motility. Additionally, the measurement setup would bene t from a
system that allows for controlled initiation of contact between singlemagnetic parti-
cles and cells. is enhancement is expected to increase the throughput beyond the
level where relative differences between controlled populations become appreciable
and statistically signi cant.

Pending additional experimental data, the theoretical model we used to rational-
ize our measurements of the stiffness of phagocytic cups can be extended. At the
moment it is based on a minimal set of parameters that are thought to be the main
determinants of stiffness. Using data from time-lapse images, the kinetics of actin
polymerization or the diffusive dynamics of the Fc receptors could be integrated to
arrive at a fully dynamic model description. At any time, further re nements should
be understood as a support of stiffness measurements on live cells. In order to ren-
der a complete image of the morphological rearrangements during the phagocytosis
of particles, complex computational models based on nite element methods227 are
more suitable.

e investigation of non-speci c adhesion and ow-induced detachment dynam-
ics of cells should be extended by inclusion of surface-sensitive microscopy. Once
the morphology of the contact interface can be imaged directly, many of the current
assumptions about the morphology of the interface can be veri ed. As in the work
withmagnetic particles, the acquisition of qualitatively newdata enables veri cation,
and possibly the extension, of the currently used theoretical model.
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Nomenclature
Abbreviations

FWHM Full width at half-maximum

(EM)CCD (Electron-multiplying) charge-coupled device

AFM Atomic force microscope

BSA Bovine serum albumin

CD Cluster of differentiation

CD11a α-subunit of integrin LFA-1

CD14 Co-receptor of lipopolysaccharide

CD18 β-subunit of integrin LFA-1

DLVO Derjaguin-Landau-Verwey-Overbeek

EDC 1-ethyl-3-(3-dimethylaminopropyl)carbodiimide

Fc Crystallizable fragment of an immunoglobulin

Fc(γ)R Fc receptor (for immunoglobulin G)

HEPES 4-(2-hydroxyethyl)-1-piperazineethanesulfonic acid

IgG Immunoglobulin

IRM Interference re ection microscopy

LFA-1 Lymphocyte function-associated antigen, consists of subunits αL (CD11a) and β2 (CD18)

LPS Lipopolysaccharide

MES 2-N-morpholinoethanesulfonic acid

NHS N-hydroxysuccinimide

PBS Phosphate buffered saline

PEG Polyethylene glycol

PLL Poly-L-lysine

PMMA Polymethylmethacrylate

RPMI Roswell Park Memorial Institute (medium)

SFA Surface forces apparatus

TIRFM Total internal re ection uorescence microscopy

Constants

ϵ0 Vacuum permittivity [F m-1]

e Elementary charge [C]

k Boltzmann constant [ J K-1]

NA Avogadro constant [mol-1]

Variables

α Half-angle of embedded particle section [deg]

ϵr Relative permittivity [-]
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η Dynamic viscosity [Nm-2s]

κ−1 Debye length [m]

κb Bending energy [ J]

ν Poisson's ratio [-]

ψ Rotation angle about x-axis [deg]

σ Cortical tension [Nm-1]

τ Magnetic torque [Nm]

θ Rotation angle about y-axis [deg]

φ Rotation angle about z-axis [deg]

A Surface area [m2]

B Magnetic ux density [T]

C1,C2 Principal curvatures [m-1]

E Young's modulus [Pa]

G Shear modulus [Pa]

G∗ Complex dynamic modulus with G*=G′ + iG′′ [Pa]

G′ Storage modulus [Pa]

G′′ Loss modulus [Pa]

H Hamaker constant [ J]

h Distance between interacting surfaces [m]

I Image intensity [-]

Ic Ionic strength [mol m-3]

k Rotational stiffness [Nm rad-1]

KA Area expansion modulus [Nm-1]

m Magnetic moment [Am2]

p Pressure [Nm-2]

R Particle radius [m]

S Length of internalized particle perimeter [m]

T Temperature [K]

T Torque, normalized by particle volume τ/V [N m-2] or [Pa]

u Strain [-]

V Volume [m3]

NA Numerical aperture [-]
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