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Abstract. The ground state energies of Ag and Au in the face-centered cubic (FCC), body-centered cubic
(BCC), simple cubic (SC) and the hypothetical diamond-like phase, and dimer were calculated as a function
of bond length using density functional theory (DFT). These energies were then used to parameterize the
many-body Gupta potential for Ag and Au. We propose a new parameterization scheme that adopts
coordination dependence of the parameters using the well-known Tersoff potential as its starting point.
This parameterization, over several phases of Ag and Au, was performed to guarantee transferability of the
potentials and to make them appropriate for studies of related nanostructures. Depending on the structure,
the energetics of the surface atoms play a crucial role in determining the details of the nanostructure. The
accuracy of the parameters was tested by performing a 2 ns MD simulation of a cluster of 55 Ag atoms –
a well studied cluster of Ag, the most stable structure being the icosahedral one. Within this time scale,
the initial FCC lattice was found to transform to the icosahedral structure at room temperature. The
new set of parameters for Ag was then used in a temperature dependent atom-by-atom deposition of
Ag nanoclusters of up to 1000 atoms. We find a deposition temperature of 500± 50K where low energy
clusters are generated, suggesting an optimal annealing temperature of 500 K for Ag cluster synthesis.
Surface energies were also calculated via a 3 ns MD simulation.

1 Introduction

Applications of noble metal nanoparticles are currently
emerging in medicine where they are used as antimicro-
bial agents [1], antivirals against HIV-1 [2], antiangiogenic
agents [3], in drug delivery [4] and in cancer therapy [4,5].
They are also used in chemical sensory devices due to
their enhanced surface chemical activity [6–10]. Ag clus-
ters as small as Ag7 and Ag8 supported with mercap-
tosuccinic acid have been demonstrated to be very po-
tent in water purification through their chemical sensitiv-
ity to the presence of heavy metals like Pb, Cd, Hg [11].
The application of noble metal nanoparticles in electronic
industry in inkjet printing of conductive lines for cir-
cuitory [12] and as electronically conductive adhesives [13–
16] results from their electronic properties. Organic mem-
ory devices based on DNA biopolymer nanocomposites
with Ag nanoparticles have been demonstrated [17]. The
large optical forces induced by the transfer of momentum
from electromagnetic radiation to a dielectric nanoparticle
also make them useful in nano optical manipulation [7,18–
20]. It has been shown that subjecting Au nanoparticles to
optical forces induces aggregation and enhances the Ra-
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man scattering intensity of the thiophenol coverage of the
Au nanoparticle [21].

It is common to synthesize noble metal nanoparti-
cle either as free standing or in an inert gas matrix
with sizes ranging from one to several hundred nanome-
ters. Ag nanoclusters as small as 4.1 nm and 5.6 nm
have been deposited on silicon substrates. Their ther-
mally induced disintegration has been studied, revealing
melting at temperatures well below Ag melting tempera-
ture [22]. Clusters of few atoms are also routinely isolated
by stabilizing them with some protective molecules [22,23].
For example, a 25 atom Au-thiolate cluster in solu-
tion [24], dodecanethiol-stabilized-Au38 [25], a 1 nm
lyzozyme-stabilized-Au nanocluster for Hg2+ sensor [26]
and DNA-encapsulated 10 atom Ag-cluster [27] have been
reported. A small angle X-ray study on the mechanism
of Ag nanoparticle formation showed that nanoparticle
formation initiates with the formation of Ag13 clusters
which agglomerate together to form a nanoparticle within
6 ms [28].

The advances in synthesis methods have not been ac-
companied by an equal increase in understanding of the
structural, electronic and optical properties. The nano-
sized nature gives these particles/clusters properties that
are intermediate between molecular – of quantum origin
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– and bulk character. Size dependent structural changes
have been widely investigated using methods ranging
from experiments based on electron diffraction spec-
troscopy [29,30] to theoretical methods involving classical
molecular mechanics approaches [31] and quantum cal-
culations. In particular, pseudopotential time-dependent
density functional theory (TDDFT) calculations of the
optical absorption of magic number noble metal nanopar-
ticles have been carried out [32]. Crossover from molecular
to nanosized behavior was predicted to occur for clusters
with around 150 Ag atoms [32]. Calculations of the absorp-
tion and the Raman enhancement of Agn-pyridine com-
plexes (n = 2−20) have been done using TDDFT and both
properties were found to depend strongly on the cluster
size [33].

Theoretical studies of noble metal clusters are widely
based on classical approaches making use of interatomic
potentials like the Gupta potential [34,35], the Sutton-
Chen potential [36,37] and the embedded atom poten-
tial [38,39]. The latter has been used to study the size
dependent melting of Ag nanocluster [40], spontaneous al-
loying in Au-Ag nanoclusters [39] and structural optimiza-
tion of Ag-Pd [41]. The Gupta potential is widely used in
predicting stable structures of noble metal nanoparticles
like Ag and Au [42] and bimetallic clusters like Pd-Au [42].
The parameters of the potential are obtained by fitting
experimental or DFT [42] data on the bulk face-centered
cubic (FCC) system. This does not, however, guarantee
transferability of the potential to the different phases of
the system. For example, when the resulting potentials are
applied to lower coordination states of the material (such
as dimers, trimers, etc.), very short bonds and overbind-
ing are obtained rendering the potential inappropriate for
studies of low dimensional objects like nanoclusters. This
effect has also been demonstrated to explain the finding
that the Gupta and Sutton-Chen parameterizations pre-
dict different growth patterns already for small Ag clus-
ters [43]. Shao et al. [43] pointed out that due to the flat-
ter nature of the dimer potential as given by the Gupta
formulation, it is susceptible to yield more strain-tolerant
structures than those generated using the Sutton-Chen
potential.

In this study, we use the DFT approach to perform
ground state energy calculations on the FCC, BCC, sim-
ple cubic, the hypothetical diamond-like phase and dimer.
These energy profiles are used to parameterize the Gupta
potential. The parameters are given as functions of the co-
ordination number of the Ag and Au atoms-giving them a
bond-order character. The appropriateness of the param-
eters for low coordinated structures is demonstrated.

2 All electron calculation: parameterization
of the Gupta potential

We used the WIEN2k all-electron-full-potential linearized-
augmented-plane-wave DFT code [44] to calculate the
binding energies of Ag and Au in FCC, BCC, sim-
ple cubic, diamond-like phases, and dimers. This DFT
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Fig. 1. Energy per Ag atom as a function of distance be-
tween atoms for five phases of Ag: FCC, BCC, simple cubic,
the diamond-like phase and dimer.

approach partitions the unit cell into muffin-tin (MT)
spheres centred on each atomic site and the interstitial
region. Within the MT spheres, the Kohn-Sham functions
are given as linear combinations of spherical harmonics
weighted by radial functions. In the interstitials they are
parameterized as plane-waves. The generalized gradient
approximation (GGA) [45] for the exchange and correla-
tion energy is adopted. The two parameters governing the
accuracy of the calculation are the number of plane-waves
in the Brillouin zone and the plane-wave vector k cut-off
parameter-RKM . This latter parameter is the product of
the maximum plane wave vector in the interstitial region
and the smallest muffin-tin radius in the system. For the
calculations, the total number of k-points used to describe
the Kohn-Sham orbitals in the interstitials ranged from
1000 to 3000, depending on the lattice type. This, with
the RKM value of 6, was found to converge the binding
energies to an accuracy of 3 mRy per atom.

Non-magnetic calculations were performed since both
bulk Ag and Au are known to be non-magnetic. For each
of the noble metal structures, energy-bond length depen-
dencies were obtained. From them, extrapolation to very
large lattice parameters permitted the isolated atom val-
ues to be removed yielding the binding energies as shown
in Figures 1 and 2. For FCC Ag, we find an equilibrium
lattice parameter of 4.07 ± 0.02 Å and a binding energy
of 3.16 ± 0.04 eV/atom. The former compares very well
with the measured value of 4.09 Å while the binding en-
ergy overestimates the measured value of 2.95 eV [46] by
about 7%. The bulk modulus was found to be 106 ± 2 GPa
which is in excellent agreement with the experimental
value of 109 GPa at 0 K [47]. For Au, a lattice param-
eter of 4.09 ± 0.02 Å (see Fig. 3a) compares very well
with the measured value of 4.08 Å. The binding energy
of 4.01 ± 0.04 eV, however, overestimates the experi-
mental value of 3.81 eV [46,48,49]. The bulk modulus of
179 ± 2 GPa is in excellent agreement with experimentally
measured value of 180 GPa at 0 K [47].

http://www.epj.org
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Fig. 2. Energy per Au atom as a function of distance be-
tween atoms for five phases of Au: FCC, BCC, simple cubic,
the diamond-like phase and Au dimer.

The BCC phase is less stable than the FCC phase
by about 0.06 (0.08) eV/atom for Ag (Au) and is, thus,
predicted to be the high pressure phase of these materials.
This is in agreement with another theoretical work that
predicted the same result for Au [50]. The small energy
difference between the BCC and the FCC phases of Ag
is a possible reason for the recently observed continuous
and reversible BCC-FCC phase transformation in Ag/V
multilayers [51].

We used these energy-lattice parameter (or energy-
bond length E − r) dependencies to parameterize the
Gupta potential for Ag and Au. For this, we rescaled the
binding energies by a factor of 0.934 (0.951) for Ag (Au)
to equate the FCC value with the experimentally mea-
sured value while rescaling distances by a factor of 1.006
(0.996) for Ag (Au) to equate to the corresponding FCC
experimental bond length of 2.889 Å (2.884 Å). The bulk
moduli become 99 GPa for Ag and 170 GPa for Au. Most
of the parameterizations that have been done are based
on the bulk properties of these materials which are in
the FCC phase [42,43]. To our knowledge, this is the first
attempt to develop parameters that make the potential
transferable enough for use in various phases. These new
parameters should therefore be appropriate in high tem-
perature studies of these metals and for low-dimensional
structures formed from them.

For this potential, the energy of atom i is given by [52]:

Vi = V r
i − V a

i , (1)
where the repulsive part of the potential is given by:

V r
i =

1
2

∑

j �=i

α exp
[
−λ

(
rij

R0
− 1

)]
(2)

and the attractive part by:

V a
i =

1
2

⎡

⎣
∑

j �=i

β2 exp
[
−2μ

(
rij

R0
− 1

)]⎤

⎦
1/2

. (3)

In the first approximation, the phase dependence of this
potential is introduced by adopting a coordination depen-
dence of the parameters: coordination is defined by intro-
ducing a cut-off function fc as in the Tersoff potential [53]

fc(x) =

⎧
⎪⎨

⎪⎩

1 ; x ≤ Rc − D

1
2

[
1−sin

(
π
2

x−Rc

D

)]
; |x − Rc| < D

0 ; x ≥ Rc + D

(4)

by which coordination nci is given by:

nci =
∑

j∈Nei(i)

fc(rij), (5)

where Nei(i) is the set of nearest neighbor atoms of
atom i. A continuous and differentiable cut-off function
is chosen for the convenience of force calculations. We set
Rc = 3.1 Å and D = 0.1 Å. The parameters λ and μ are
obtained from the FCC potential (Figs. 1 and 2) as previ-
ous values for Ag [43] and Au [42] did not permit a good
fit of our DFT calculations. The Tersoff potential has been
used in a similar manner to construct a water [54] model
which reproduces many of the important thermodynami-
cal anomalies of water.

The parameters α(nc), β(nc) and R0(nc) in equa-
tions (2) and (3) are given as functions of the coordination
number of the atoms (and, therefore, of the phases). On a
more practical note, when this potential is used on systems
in which neighbouring atoms have differing coordination
structure like surfaces and interfaces, these parameters are
obtained for such pairs of atoms i and j by taking the aver-
age coordination number around these interacting atoms.

We suggest here the following simple functional forms:

α(nc) = α∞

(
1 + ζ �L

(
nc + n0

δ

))

β(nc) = β∞

(
1 + γ �L

(
nc + Δ

η

))

R0(nc) = R∞

[
1 − ρ0

(1 + (nc/ν)ξ)

]
, (6)

where �L(x) = 2
(
exp

(−x2
) − 1 + x2

)
/x4.

Fits to these functional forms are performed as shown
in Figures 3 and 4 for Ag and Au, respectively. In the
fitting procedure, periodic images are included such that
interactions between atoms separated by distances as far
as 9 Å are included. The parameters are listed in Table 1.

The effect of this new parameterization for Ag and Au
clusters is that in lower coordination environments (such
as surfaces), the atoms become less energetic. For exam-
ple, the energy per atom of an Ag dimer was found to
be 1.09 eV. This compares better with the experimen-
tal value of 0.83± 0.02 eV [55] than the previously ob-
tained values of 1.22 eV [43] and 1.40 eV [41,56]. Also
the dimer bond length of 2.59 Å is in good agreement
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Table 1. Parameters of the Gupta potential for Ag and Au.

λ μ α∞ (eV) ζ n0 δ β∞(eV) γ Δ η R∞(Å) ρ0 ν ξ
Ag 10.167 3.105 0.1613 6.939 –0.616 1.848 2.1585 0.592 –0.901 3.470 3.053 0.172 8.710 2.452
Au 12.728 3.173 0.1730 6.5149 –1.234 1.593 2.7565 0.628 –2.041 1.952 2.927 0.144 6.247 3.330
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Fig. 3. DFT parameters of the Gupta potential for the four
phases of Ag: FCC, BCC, simple cubic, diamond-like phase
and dimer. The fitted potentials are shown in panel (d) and
the points are the corresponding DFT binding energies.

with the measured value of 2.53 Å [55,57,58] as com-
pared to values of 2.37 Å [43] and 2.43 Å [41,56] that
result from the previous parameterizations. The best DFT
dimer energy so far is 0.9 eV with a corresponding dimer
bond length of 2.58 Å [59]. The Au dimer bond length
of 2.56 Å compares very well with the experimental value
of 2.47 Å [60] whereas previous parameterization sets this
value at 2.3 Å [42]. Also, the dissociation energy per atom
of 1.53 eV for Au2 is much closer to the experimental
value of 1.15 eV [61] than the value of 2.42 eV that pre-
vious parameterization gives [42]. The observations made
here about the properties of dimers are also valid for other
low coordinations such as 2-, 3- and 4-coordinated atoms.

The implication of the weaker binding of lower coordi-
nated atoms – as opposed to the strong binding obtained
with the previous parameters [41–43] – in studies of Ag
and Au nanoclusters is that surface atoms will become
more mobile. This results in the nanoclusters experienc-
ing surface premelting at lower temperatures. Thus, the
current parameterizations may be very appropriate in sur-
face studies.

To demonstrate that the strain-tolerant nature of pre-
vious Gupta parameters [41–43] for Ag and Au has been
improved, we plot the second derivative of the dimer po-
tential in Figure 5. Our results show higher curvature at
all dimer separations demonstrating that the current pa-
rameterization will not accommodate strained systems.

A series of constant temperature MD was performed
to check the performance of the potential and the new
parameters in characterizing the properties of Ag clusters
and surfaces. Temperature was kept constant by using the
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Nosé-Hoover thermostat [62,63] and the velocity-Verlet al-
gorithm was used.

We evaluated the vacancy energy by performing pairs
of 600 ps MD simulations: one for a 864 atom periodic cell
and another with a vacancy created in the same 864 atom
system. Simulations were performed at 300 K and 600 K
and the energy of the vacancy was calculated from both
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calculations by averaging over 500 ps as:

ev = (N − 1) [e(N − 1) − e(N)] , (7)

where e(N) is the energy per atom of an N-atom sys-
tem. Using the previous parameters for Ag [43], we found
a vacancy energy of 0.88± 0.02 eV for both tempera-
tures. Our parameters give values of 0.94± 0.03 eV and
0.98 ± 0.03 eV at 300 and 600 K, respectively. These latter
results compare very well with measurements that situate
the silver vacancy energy between 0.99 and 1.16 eV [64].

Surface energies γ were calculated by performing 3 ns
MD simulations of Ag clusters of diameter 3.4 nm made
of N = 935 atoms. The surface energy was calculated as:

es =
N [e(N) − ebulk]

4πR2
, (8)

where ebulk is the bulk energy per atom, e(N) the energy
per atom of an N-atom silver cluster and R is the radius of
the cluster. We obtained a surface energy of 0.88 J/m2 us-
ing our parameterization. Using the previous parameteri-
zation [43] gave 0.70 J/m2. Our result is closer to ab initio
value of 1.08 J/m2 obtained on a 249 atom cluster [65].

The surface energy γ of the (100), (110) and (111)-
oriented surfaces of Ag were also calculated on slabs
which were appropriately oriented and periodically re-
peated in the lateral directions. The surface energies
were calculated from 1 ns MD runs using equation (8)
with the 4πR2 denominator replaced by twice the sur-
face area of one of the face of the slabs. The surface
energies were calculated at different temperatures us-
ing the current and previous parameters. The results in
Figure 6, obtained as statistical averages over 600 ps,
show that the order of the surface energy per atom of
(100) < (111) < (110) is maintained by the present
and earlier parameterizations [43]. However, the previ-
ous parameters underestimate γ as compared to experi-
mental surface energy of 0.57 eV/atom (1.25 J/m2) [66,67]
and ab initio results [67–69]. Our zero-temperature sur-
face energy of about 0.5 eV/atom (1.1 J/m2) for the
(111)-surface is in excellent agreement with DFT val-
ues of 0.49 eV/atom [67] and 0.5 eV/atom [70], and
the experimental value of 0.57 eV/atom [66]. The value
0.40 eV/atom for the (100)-surface is very close to the
ab initio value of 0.41 eV/atom [71], although the (111)
value of 0.32 eV/atom obtained by the latter authors is
very low compared to ours and measurements [66]. The
use of Sutton-Chen potential gives values of 0.52 eV/atom
(0.99 J/m2), 0.78 eV/atom (1.06 J/m2) and 0.42 eV/atom
(0.92 J/m2) for the (100), (110) and (111)-surfaces, re-
spectively [72]. Using the embedded-atom functions, Foiles
et al. [69] obtained values of 0.37 eV/atom (0.71 J/m2),
0.57 eV/atom (0.77 J/m2) and 0.28 eV/atom (0.62 J/m2),
for the (100), (110) and (111)-surfaces, respectively. They
are considerably lower than experimental surface energy of
Ag. The current parameters, therefore, improve the sur-
face energies by more than 20% as compared to widely
used classical potentials.

Kohn-Sham DFT calculations on small (2−12 atoms)
Ag clusters has demonstrated an even-odd oscillation in
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the stability of silver clusters which is attributed to spin
subshell closing [73]. Although the current level of param-
eterization does not include spin effects (unlike DFT [73]),
but we performed a dynamic search for the global energy
minima of small silver clusters using our parameterization
and a previous one [43]. Apart from Ag3 for which the cur-
rent and previous parameterizations find the equilateral
triangular shape the most stable structure, both parame-
ter sets fail to reproduce the planar structures of Ag4, Ag5

and Ag6 as the most stable ones, but rather suggest them
to adopt two isomeric structure: planar and 3D structures
with an almost vanishing energy difference between them.
For example, with our parameterization we find the 3D
prism structure for Ag4 to be lower in energy by 2 meV
as compared to the 2D rhombus. The parameters of Shao
et al. [43] find the prism to be lower by 8 meV. The fail-
ure in predicting the 2D structures of small clusters (Agn,
n = 4, 5, 6) as the most stable ones may be related to the
missing angular dependence which should account for hy-
bridization of the p-orbitals of small silver clusters. For
higher index clusters (Ag7 and above), however, the 3D
structures are found to be the most stable.

3 Relaxation of Ag55 cluster
and MD deposition of Ag clusters

We performed a 2 ns MD simulation to relax a 55 atom Ag
cluster at 300 K. The cluster’s structure was transformed
from a 4-shell cluster to a 3-shell within the first 10 ps.
Figure 7 shows the density distribution as a function of
distance from the central atom. The cluster is character-
ized by a central atom, a Ag12 first-shell of radius 2.74 Å,
a next shell of 30 Ag atoms of radius 4.73 Å and an outer-
most shell of 12 atoms of radius 5.45 Å. The final structure
of the cluster is shown in the right of Figure 7.
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simulation.

To further test our parameters, we performed an atom
by atom molecular dynamic deposition of Ag nanoclus-
ters of up to 1000 atoms. The starting configuration was
a Ag4 cluster with four Ag atoms sitting at the corners
of a square. While the cluster is undergoing relaxation at
a fixed temperature, an atom is initiated far away (4 nm
from the center of the formed cluster) with a kinetic en-
ergy of 2 eV and velocity pointing toward the cluster cen-
ter, with the position of the atom chosen randomly on the
sphere of radius 4 nm. Once this atom has entered the
field of the relaxing cluster (distance less than 3.5 Å from
the closest cluster atom) its dynamics are included in the
Nosé-Hoover thermostating scheme. The resulting cluster
is relaxed for 100 ps and the process is repeated for sub-
sequent atoms. Similar deposition process was done using
the old parameters [43].

Figure 8 shows the evolution of the energy per atom as
the cluster size grows at different temperatures using both
the new and old sets of parameters. We find that the en-
ergy decreases monotonically as the cluster size increases
at all temperatures except at temperature 500 ± 50 K,
where sudden drops in energy were recorded for cluster
sizes larger than 126 and 150 for the old parameters, and
150 and 192 for the new set of parameters. We fitted the
energy per atom as a function of the cluster size with the
function [74]

e(T ) =
E(N, T )

N
= e∞(T ) + bN−1/3 + cN−2/3 + dN−1,

(9)
where E(N, T ) is the total energy of an N -atom Ag clus-
ter at temperature T (in Kelvin). The temperature de-
pendence of the extrapolated large cluster energy, e∞, is
shown in the inset and reveals lower energy clusters at a
temperature of 500± 50 K. Note the big drop in energy as
the temperature is raised from 300 K to 500 K for the new
parameters and the almost constant value of the energy
when the old parameters are used. This indicates that the
current set of parameters predicts an optimal temperature
of 500 K at which there is a kinetically-driven structural
or morphological transformation of small and medium-size
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new parameters, closed symbols: old [43]. The arrows indicate
points of energy drops. Inset: temperature dependence of e∞
(see Eq. (9)).
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Fig. 9. The lattice structure of a 561 atom Ag nanoclus-
ter generated by MD deposition at 500 K and annealed at
300 K. The electron diffraction pattern (left) is calculated by
using the Hartree-Fock parameterized form factors of Doyle
and Turner [75]. The density distribution with respect to the
central atom, G(r), (top-right) shows a highly ordered crystal
and the structure factor S(q) (lower-right) shows well defined
features. The (111) spot can clearly be seen. Other spots (200),
(220), (311)/(222), (400) and (331)/(420) are clearly visible
and denoted as A, B, C, D and E, respectively. The lines in
the lower-right panel are for the functions used to fit the (111)
spot.

Ag clusters into more energetically favourable ones. It also
shows that it may be capable of distinguishing between the
various temperature induced structural changes within Ag
nanoclusters.

Typical structural properties of a 561 atom Ag cluster
atom-by-atom deposited at 500 K and annealed at 300 K
with the new set of parameters is shown in Figure 9.
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We calculated the electron diffraction pattern by using
the Hartree-Fock atomic form factors as parameterized
by Doyle and Turner [75]. The atomic distribution with
respect to the central atom of the cluster G(r), shows a
highly ordered nanocluster, with FCC order up to a ra-
dius of more than 1 nm . This is also confirmed by the
structure factor S(q), with q = sin θ

λ , λ being the wave
length and θ is the Bragg’s diffraction angle. All results
are averages over 10 ns in time intervals of 200 fs. The as-
signment of the spots agree excellently with that of Khan
et al. [76] on Ag nanoparticles and Kang et al. [77] on sin-
tered inkjet-printed Ag nanoparticles. In particular, the
electron diffraction pattern is quite similar to the high res-
olution transmission electron microscopy (HRTEM) mea-
surement of reference [76] on Ag nanoparticles of size
16.37 nm . G(r) also shows that the 561 atoms cluster
has a diameter of about 2.5 nm , which is also confirmed
by size L of 24.97± 0.21 Å, obtained based on the po-
sition 2θ = 38.16◦ and the full-width at half-maximum
(FWHM) σ = 4.24◦ of the (111) spot as [76,78,79]

L =
0.94λ

σ cos 2θ
, (10)

where σ is in radians and the wavelength λ = 0.1541 nm is
used. The 2θ and σ values are obtained from a fit (in the
interval ±12◦ around the (111) spot) with a sum of three
Gaussians and a Lorentzian, with the latter centered at
q = 0. A similar calculation on a 2093 atoms cluster cut
out of bulk Ag and relaxed at 300 K yielded a diameter
of 4.22 ± 0.29 nm which was also quite close to its size of
4.2 nm obtained on the basis of G(r).

4 Conclusion

We performed DFT calculations of the binding energies
of Ag and Au in five different phases: FCC, BCC, simple
cubic, diamond-like and dimer. We computed the corre-
sponding equilibrium bond lengths, binding energies and
bulk moduli, and found them to compare very well with
experimentally reported values. We used the binding en-
ergy versus bond length dependencies to perform a cross-
phase parameterization of the many-body Gupta potential
for Ag and Au. The new parameters, whose coordination-
number dependencies are fitted to simple analytical func-
tions, are done so as to correctly describe the energetic
and structural behavior of low coordinated noble metal
atoms sitting in dimer, linear chains, diamond-like envi-
ronment, etc. We believe that these new parameteriza-
tions should be appropriate for studies of low dimensional
structures such as nanoclusters and surfaces. In order to
demonstrate the improved accuracy of this potential, we
have shown that the surface energies of the most common
Ag surfaces obtained using this potential compare better
with experimental and ab initio than previous parameter-
izations. They may also be used to reconcile the struc-
tural differences reported for medium-sized clusters of no-
ble metals generated using the traditional bulk-fcc-based
parameters of the Gupta potential – which is susceptible

to yield more strained structures – and the Sutton-Chen
potential, which leads to less-strained structures [43]. The
current parameterization of the Gupta potential solves the
problem of strain-torlerance reported for the parameters
of Shao et al. [43] as the broadness at the bottom of the
dimer potential well is improved. The current parameter-
ization only considers local atomic coordination. It does
not account for angular degrees of freedom. The lack of
this in the current and previous potentials is one of the ma-
jor reasons for their inability to predict the 3-dimensional
structure of Agn (n = 4, 5, 6). Incorporating this will be
the subject of our subsequent studies.

We would like to thank Martin Müser and Jari Jalkanen for
critical reading of the manuscript. This work was supported
by the Natural Sciences and Engineering Research Council
of Canada (MK). Computational resources were provided by
SharcNet [www.sharcnet.ca].
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