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Summary: Brittle fracture of cemented carbides is an important factor in cutting tool performance. It has been observed 
that strength and toughness of cemented carbides are predominantly influenced by grain size and layer thickness of the 
binder. Some investigators have determined a significant dependence of strength on the isostatic-stress component. This 
dependence was found to increase with decreasing percentage of the binder component. An attempt has been made to evaluate 
the ratio of the effective stress and the maximum tensile stress component within the binder (c=a/o) in relation to 
strength. It has been shown that the ultimate uniaxial tensile strain can be related to c. In turn, the parameter c is 
dependent on structural parameters. Equations can be derived wich permit the prediction of failure in terms of the ulti
mate uniaxial strain if the E-value is known. The use of the E-modulus also accounts for the influence of porosity. 

Dr. Ir. H.J.J. Kals, Eindhoven University of Technology, Department of Mechanical 
Engineering, Division of Production Technology, W.hoog 99.116, P.O. Box 513, 
Eindhoven, The Netherlands. 



I Introduction 

It is a weI I known fact that grain size and mean free path between 
the grains influence strength and toughness of cemented carbides. 
Gurland and Parikh (see reference 1» have shown that strength 
increases with increasing value of the mean free path A. However, 
beyond A = 0,45 ~m - when the influence of plastic deformation 
becomes important - the trend is reversed (Fig. 1). Hatano 2) and 
Brandes 3), who examined the influence of the deformation rate 
and the isostatic-stress component on brittle failure respective
ly, concluded that the ultimate uniaxial strain (E f ) rather than 
the fracture strength (af) is the reliable brittle failure crite
rion. Brandes showed that brittle failure occurs, - irrespective 
of the state of stress - when the maximum elastic strain 

(1) 

reaches a critical value. 
This would mean that the combined principal stresses rather than 
the maximum uniaxial stress determine failure. It has been shown 
by Kals and Veenstra 4) that for a number of representative cut
ting tool carbides the uniaxial strain in bending (EfT) appears 
to be related to the mean free path A. An attempt to relate the 
transverse rupture strength (afT) to the mean free path was not 



('1 

succesfull. From work of Doi et al. 5), Fig. 2, it appears that 
there is a systematic increase in rupture strength with a decrease 
in grain size. Although a relationship between structural and 
strength parameters exists, there remains the wish for determining 
a generally appl icable structural parameter which would uniquely 
quantify the fracture behaviour of cemented carbides. It has been 
the purpose of the present analysis to contribute towards this ob
jective. Emphasis has been placed on the definition of failure in 
terms of one easily determinable structural material parameter . 
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Fig. 1 Transverse rupture strength (afT) as a 
function of mean free path for various 
compositions (Gurland and Parikh 1)). 
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Fig. 2 The influence of grain size on tensile 
strength (aft) and fracture strai~ (Eft) 
for straight carbides (Doi et a1. )). 

I I The influence of the isostatic-stress component on brittle 
failure. 

It has been observed on a number of occasions that strength of ma
terials is a function of the isostatic-stress component. 
Brandes 3) showed that fracture strength in uniaxial tension can 
be formulated as 

(2) 

where aft is the tensile strength, R is the strength related to 
p=O and p stands for the isostatic s~ress. This isostatic-stress 
dependency is particularly pronounced for brittle materials. 
Recently, Shaw et a1. 6 ) reported similar effects for cemented car
bides. The extent of the influence of isostatic stress was found 
to depend on the cobalt content of the specimen; the lower the 
percentage of coba 1 t the 1 a rger the effect. I n these cases, the 
value of the isostatic-stress component was taken as the average 
value of the principal bulk stresses. 
Consideration of the bulk stress field only has to date, however, 
not lead to an ~xplanation of the difference in isostatic-stress 
dependency on failure for carbides of different cobalt content. 
This might yet be possible if we consider the local stresses. 
Assuming brittle fracture to be preponderantly caused by the in
abil ity for stress relaxation by plastic deformation in the binder 
phase, it seems rewarding, in the above context, to examine the 
relation between brittle failure and the ratio of effective stress 
and maximum tensile stress in the binder, a/a. 

I I I Structural parameters and their influence on the stress dis
tribution in the binder phase of cemented carbides. 

Bridgman 6) noticed that when performing tensile tests involving 
a high degree of plastic flow, the state of stress in the necking 
area can no longer be considered uniaxial. Applying the model of 
Fig. 3a , which shows a toroidal-shaped reduction area character
ized by the ratio R/h and assuming a three dimensional state of 
stress, Bridgman derived the relation 

[ 
2h R ] -1 a/az = Cs = (1 + ~)ln(l + 2h) 

This relationship explains the results of tensile tests at high 
strain values (a stands for the effective stress, whilst a re
presents the average value of the axial tensile stress rel~ted to 
the true area). The factor c B is known as the Bridgman factor. 
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Fig. 3 a) Geometry of the Bridgman model. 
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b) Analogue for the structure of cemented 

carbides. 
c) Ideal isation and stress distribution 

of the analogue model. 

The graphical representation of Eq. (3) is given as the sol id 
line in Fig. 4. The curve shows that high values of Rfh result 
in small values of cB' meaning that the value of the effective 
stress a-relative to a - is smal I. Under critical load conditions 
the possibil ity for pl~stic-flow relaxation should then be small, 
with a subsequent high risk of brittle failure. 
Close examination of the structure of cemented carbides reveals, 
both on the surface and in the bulk (particularly in and around 
voids and pores) specific detail that is geometrically comparable 
to the tensile test situation of Fig. 36 • It seems therefore jus
tified to adopt the analogue model of Fig. 3b , where it will be 
noticed that davf2 substitutes for R, whilst half the average 
value of the mean free path Aavf2 represents a fair minimum value 
of the radius. Generally, the ocurrence of intergranular voids is 
less frequent than is suggested in Fig. 3b. Putting the average 
effective distance between the voids equal to kda ' an expression 
analogous to Eq. (3) is arrived at: v. 

( :) = c = [(1 + ~~av) In(1 + ~~av) ] -1 (4) 
Oz z=O av av 

The factor k depends upon the density of the voids. Its value will 
be largely determined by specific material processing conditions. 
The ratio d fA is a structural parameter and will be character-
. . f av av f · d Th . I . . F' f h' IStlC or a speci IC gra e. e potentia slgnl Icance a t IS 

parameter to failure, in terms of the ultimate uniaxial strain, 
is shown in Figs. 5 and 6. 
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It can be noticed that both figures no longer different
iate on the basis of grain size. The data of Fig. 6 
deals with a number of different commercial carbides; 
the solid lines represent cobalt bonded types of two 
different manufacturers whilst the dotted line relates 
to the molybdenum-nickel bonded types for either 
straight or alloyed grades. Fig. 6 suggests that the 
slopes of the different lines are equal. More data are 
required) however, to confirm this. The difference 
in offset between the cobalt lines in Figs. 5 and 6 
may be due to the specific processing and test methods 
used. For instance, in the tensile test (Fig. 5) each 
unit volume material is uniformly and equally loaded. 
This is not the case in the bending test (Fig. 6). 
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Fig. 4 The Bridgman factor as a function of the 
ratio R/h and the corresponding upper and 
lower bound solutions for cemented struc
tures vs. d/A. 
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This results in lower tensile strength values. Experien
ce with brittle materials also indicates that tensile 
test results are less reliable than those from bending 
tests. A differentiation between cobalt grades will no 
longer be present when effects due to processing, such 
as porosity, are taken into account via the E-modulus 
(See further Section 4). One can therefore not expect 
singularity in terms of dne and Ef for the data of 
Figs. 5 and 6. 

The ultimate uniaxial strain can thus be formulated as 

E f = A-B. In(d fA ) av av 

Where A and B are constants, specific values depending on the 
type and state of the binder layer and test load characteristics. 
The value of the parameter d fA for cemented carbide cutting 
t 1 . b 10 d av av .. 00 s varies etween an 50. whl Ie it seems reasonable to 
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Fig. 6 The ultimate uniaxial strain (EfT' ben
ding test) vs. the ratio dav/Aav for a 
number of commercial grades (Table 1). 

accept that the value of k substantially exceeds 1. Realizing 
this, we use the next approximations 

2A av 
+ kd z1 

av 

kd kd 
av....... av 

1 +-v:--v;:-
av av 

Introducing this into Eq. (4) we get 

-1 kd av 
c % In (v:-) 

av 

(6) 

(8) 

Combining the Eqs. (8) and (5), we are able to express the maxi
mum uniaxial strain directly in terms of the specific state of 
stress. 



The use of the tensile test analogue (Fig. 3) to our problem gives 
rise to the following reservations. Firstly, unl ike th~ necking 
phenomenon in a tensile specimen, the plastic flow in the carbide 
intergranular layer is local ized and concentrated in the immedi
ate vicinity of the voids. Secondly, the Bridgman factor has not 
been verified for values of R/h exceeding 10, this being a defi
nite maximum value for the tensile test. Cemented carbide struc
tures, however, show values of dav/Aav up to 50, which means that 
even for k=l certain approximations made by Bridgman may no long
er be allowed. The next analysis therefore provides for an inde
pendent upper (elastic) and lower (plastic) bound solution for 
the ratio 0/0z in the intergranular binder layer, the results of 
which appear to justify the initial use of the Bridgman factor in 
relating the state of stress (c) to the ultimate uniaxial strain. 
The elastic solution has been derived while I imiting the maximum 
shear stress 1rz at the location r=R, z=h, (Fig. 3c ) to c1f (Tf 
stands for the flow shear stress, while c<l). A suitable solu
tion of the stress distribution in the layer has been obtained by 
using a fifth degree stress polynominal. This polynominal com
bines two fifth degree and two third degree stress polynominals 
as develloped by Timoshenko 7) for the derivation of stress 
fields in circular plates. This procedure ensures that the re
quirements concerning equil ibrium and compatibility are being met. 
The following boundary conditions have been set (Fig. 3c ). 

For r = R { :rz 
r 

c1 f ; c<l 

= 0 

and for z = h: E = 0 
r 

( i . e. an i nf i n i te I y high 
E-value of the grains) 

The derivation of the different formulas representing the stress 
distribution is given in Appendix I, from which results 

C1
f 

1 rz 
rz Rh 

a 
r 

a 
z 

c1 f 2 2 2 
= - (5z + R - r ) 

2Rh 

Rh 

( 1 0) 

( 11) 

From this follows for the stress ratio in the middle of the 
layer (z=O) : 



R2 - r2 + 12h2 

2{R2 - r2) + 12h2 
(12 ) 

For r=R, at the void surface, the state of stress is uniaxial. 
With respect to brittle fracture the worst condition is reached 
at the centre of the layer where 

(6/0) 0 = z z= , 
r=O 

(R/h)2 + 12 

2(R/h)2 + 12 

This relation is depicted in Fig. 4 as the dotted line. 

(13 ) 

As to the plastic solution, the elastic shear stress distribution 
given in Eq. (9) has once more been adopted. This seems reason
able since plastic deformation up to failure is highly localized 
in the immediate vicinity of voids and pores. Further assuming 
5=2l f for z=O, one arrives at the equation (see appendix I I) 

1 
(6/oz)z=0 = (R/8h) + 1 (14 ) 

This relation is depicted in Fig. 4 as the stripe-dot line. Just 
1 ike the Bridgman solution, the expression of Eq. (14) concerns 
the average value of the ratio a/oz. The elastic solution (Eq. 
(13» is I imited to the location z=O, r=O, i.e. the most danger
ous location in the layer. Considering the different solutions 
shown in Fig. 4, it may be expected that the Bridgman factor will 
best quantify the ratio a/oz. A fundamental relation between this 
ratio and the ultimate uniaxial strain has, however, not yet been 
succesfully derived. It is suggested that future effort be put 
on this subject. 

IV Fracture toughness and its relation to Young's modulus. 

The value of the ratio d v/Aav depends predominantly on the per
centage of bindermateriaY. Factors such as shape and size distri
bution of the particles are not expected to have any significant 
influence on the value of this ratio 8). For cubic grains of uni
form size - which resemble the actual shape of tungsten carbide 
grains - one can derive that 

where Xf = 

d /' = av Aav - X f 
(15 ) 

~l-f and f is the volume fraction of the binder. The 
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E-value also depends very much on the fraction of binder material. 
From results of Rudiger et al. 9

), dealing with straight grades 
within the range 5 < vol. % cobalt < 40, one can derive that the 
E-value in N/mm2 can be calculated from 

E :: 700 - 662.f (N/mm2) (16 ) 

The numerical values given in Eq. (16) do of course result from 
the specific sampling and as such will restrict the use of this 
relation in a general sense. As an example, the lower solid line 
of Fig. 6 can be expressed as 

The Eqs. (15), (16) and (17) can be rearranged to yield 

1 [ 3/ _ 7 . 00 - E. 1 0 - 5' )- 1 _ 
EfT = 8.75 - 1.751n (~ 1 

6.62 

Such equations enable us to determine fracture toughness as ex
pressed by uniaxial strain when only the E-modulus is known. 
Fig. 7 demonstrates, for a number of commercial K- and M-grades 
(with percentages of TiC, TaC etc., smaller than 3 %), that the 
calculated EfT-values (Eq. (18» are in fair agreement with the 
original afT/E-values. Striking is the fact that, notwithstanding 
a high sensitivity of EfT (Eq. (18» to specific E-values (rela
tive-error ampl ification up to 10), a differentiation in cobalt 
bonded grades (Fig. 6) no longer occurs. Evidently, EfT is not 
uniquely dependent on d/A. Most 1 ikely one has to consider the 
contribution of k (porosity) which has been left out in Fig. 6. 
This is in principle done via Eq. (18) in Fig. 7, where the ex
perimentally obtained E-values selectively account for the influ
ence of porosity. In this respect, the numerical values of Eq. 
(16) appear to represent an acceptable mean, which in the same 
context also holds for the values chosen for A and B in Eq.(17). 
It turns out that Eq. (18) no longer holds when substantial 
amounts of titanium and tantalum carbides are present, or in 
general, when the carbide size distribution is distinctly non 
uniform. This is particularly the case for the low numbered K
and P-grades. The deviations are bel ieved to be caused by the 
character of Eq. (16). 
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Fracturing in cemented carbides is controlled by the type of bin
der, the structural parameter d IA and the degree of porosity. 
It has been found that the ulti~~tea~niaxial strain - an adequate 
toughness criterion - is related to the ratio d IA . A possible 
explanation for this behaviour follows from thea¥ac~Vthat an in
crease of d IAav results in a decrease of the ratio effective 
stress to r~Yevant tensile stress (ala), ultimately leading to an 
increased risk of failure. 
When for the various types of structure the expression E=E(f) 1s 
known, one may arrive at an equation which permits the prediction 
of failure from the E-value. The influence of porosity will then 
be automatically included. It has been shown that this procedure 
1s val id for most K- and M-grades, for which the ultimate un
iaxial strain can be calculated with Eq. (18). This equation no 
longer holds for alloyed grades. It is believed that this is due 
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mainly to the non-uniformity of particle size. These grades ther~ 
fore require more adequate expressions than Eq. (16). 
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Appendix I 

An appropriate stress polynominal is found in (see reference 7, 
pp. 348 and 349). 



3 222 2 2 2 2 + B(2z - 3r z)(r + z ) + Cz(r + z ) + Dz(2z - 3r ) 

The expressions for the stresses follow from the equations 

o 
r 

T rz 
-(1-\}}V'¢-~ d [ 2 a

2rh
J' 

dr dz2 

By substituting <p, adjusting the constants so as to satisfy the 
boundary conditions (see Fig. 3C ) 

T = CTf rz 

o 0 
r 

€ 0 for z = h r 

for r = R 

and putting \} = 1/3, one arrives at the equations (9), (10) and 
( 11) I n sect Ion I I I . 

Ix II 

Departing from the elastic shear stress distribution 

T rz 

we use the first of the equations of equil ibrium, which by virtue 
of the rotatory symmetry can be written as 

dO __ r 

dr = -
rz 

dZ 



i It follows that 

Real fzing that a = 0 for r = R one arrives at the equation 
r 

T f 2 2 
or = Rh (R - r ) 

According to Huber Hencky - von Mises one can write under the 
given circumstances 

i Taking for z o the condition 0 = 2T f ,it follows that 

and hence for the lower bound solution as mentioned in section 
III 

R 

= ~ 1i{_1 (R2 
R2 ) I 2Rh 

Tf 0 


