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Abstract 

Abstract 

In this report the magnetic and electrical properties have been investigated ofFeHfD thin films 
with thicknesses between 0.7 and 10.5 j.lm prepared by reactive sputtering in an Ar/02 mixture 
at various conditions. The oxygen flow is the most important parameter to adjust the electrical 
and magnetic properties. The optimal conditions give FeHfD samples with a saturation 
magnetization Bs of 1.1 T, a (relative) magnetic permeability p., at 100 kHz of 1500 and a 
resistivity p of about 1000 j.LOcm. The magnetostriction constant Às being 5 ·1 o-6 is too large to 
make this material suitable for application as flux guide material in magnetic recording heads. 
Ho wever, films with larger oxygen contents with resistivities near 105 j.LOcm and permeabilities 
of approximately 200 are promising to be applied as separation oxide between the flux guide 
and the MRE in a read head so as to improve the efficiency of the thin film head. 

With the HF-permeability set-up which is automatised and optimized during this graduation 
project, the frequency dependenee ofthe permeability up to 200 MHz is investigated. The rol1-
ofT of the permeability of the FeHfD appears to be dominated by ferromagnetic resonance. 
Furthermore, it is shown that the permeability at low frequencies is caused by both rotation of 
magnetization and domain wall movements. 

The FeHfD films that exhibit good or moderate soft magnetic properties show very small 
magneto resistance (MR.) ratios. FeHfD films prepared with relatively large amounts of oxygen 
exhibit poor soft magnetic properties but show considerable magnetoresistance probably 
caused by spin dependent tunneling between Fe grains. It has been shown that the MR. ratio of 
the films change from 2% at room temperature to 7% at 4.2 K, which can bedescribed rather 
well by simple electrical circuit models assuming that spin dependent tunneling is the basic 
mechanism including spin-flip scattering processes to account for the strong temperature 
dependence. 

A magnetic transmission line model has been developed to describe a thin film inductor 
consisting of a conducting coil sandwiched between two soft magnetic layers. lt has provided 
considerable insight on the behaviour of the impedance and inductance as a function of 
different parameters and dimensions. The main condusion is that the inductance L is 
proportional to ../ p. rather than to p. for normal coils with magnetic cores. Furthermore, the 
inductance does not scale with the cross sectional area er but scales with the side length a, 
caused by the fact that the flux is concentrated near the conductor wires. These conclusions 
have been confirmed by experiments performed on inductors employing a 0.8 j.lm thick FeHfD 
thin film. 
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Technology assessment 

Technology assessment 

The investigations carried during this graduation project in this report can be seen within the 
framework of two main fields of application: (1) soft magnetic materlafs and (2) magnetic field 
sensors. 

(1) The research on soft magnetic materlafs in general has been motivated by different 
applications of these materials. In general, they are suitable for applications in the recording 
industry. In this report we restriet ourselves to the so-called nanocrystalline materials. 
Recently, FeCuNbSiB was discovered as a nanocrystalline material. These materlafs attract the 
attention to application engineers because ofthe high Bs (FeTaN, FeNbSiN) and can be used as 
a flux guide (yoke) in for example magnetic heads. High information densities ofthe tape lead 
to specified requirements on the write head which should be able to saturate the hard magnetic 
storage material on the tape: the saturation magnetization A1a and thus the saturation magnetic 
induction Bs of the flux guide or yoke material of the write head should be large. To obtain a 
high efficiency to produce flux or to piek up magnetic flux, the permeability should be as high 
as possible, implying a small magnetic uniaxial anisotropy. PeNhSiN does not show a large 
resistivity p. 

On the contrary, FeHfD is one of the materlafs with a smaller Bs but with a large resistivity. 
It is composed ofbcc-Fe nano-grains in an amorphous phase. The investigation ofFeHfD has 
been motivated primarily by the potential use of this magnetic material as flux guide or core 
material in magnetic heads. The large resistivity provides a relatively large permeability also at 
large frequencies. This is a necessity for the application in the magnetic recording of video 
signals and in hard disk applications. 

An important requirement fortheuse ofFeHfD is an as smallas possible magnetostriction. 
This is not only because a large magnetostriction can lead to a too large anisotropy, but also 
because the tape moving across the head can cause the so-called rubbing noise. 

In the regime with large oxygen amounts in the FeHfD, the films exhibit a very large 
resistivity near 105 JlOcm combined with a not too small permeability of about 200. Such 
F eHfO films might be usabie as separation oxide between the flux guide and the 
magnetoresistance element (MRE) in a read head, which may improve the efficiency of the thin 
film head enormously. 

(2) In magnetic field sensors use is made of the effect of magnetoresistance: the resistance 
of a material changes by applying a magnetic field. An example of such a sensor is the already 
mentioned, the MRE. Insome materlafs the giant magnetoresistance (GMR) can be observed, 
for instanee in multilayers consisting of a stack of altemating ferromagnetic and non-magnetic 
layers, but also in granular systems in which ferromagnetic clusters are dissolved in a non
magnetic matrix. This phenomenon takes place in FeHfO films sputtered with large oxygen 
flows. Although the permeability is too low for the application in a :MRE, this research might 
be interesting from a fundamental point of view. In particular the study ofthe spin dependent 
turineling mechanism in these systems is extremely relevant for the recently observed tunneling 
magnetoresistance (TMR.) in ferromagnetic layers separated by a insulating harrier, for which 
application in magnetic field sensors is foreseen in a near future. 
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1. Introduetion 

1. Introduetion 

This report will present an investigation of several magnetic and electrical properties of soft 
magnetic FeHID thin films, including the tunneling magnetoresistance and also discusses the 
application in a thin film inductor. Apart from the latter application this work has been 
motivated also, or perhaps even primarily, by the potential use of this magnetic material as flux 
guide or core material in magnetic heads. In order to know which of the magnetic and 
electrical properties are important to investigate we therefore briefly review the basic principles 
of this application first. Because almost all materials requirements are the same for an inductor 
and a magnetic head, a limitation of the discussion to the latter will indeed suffice. The theory 
and application of a soft magnetic film in an inductor will be discussed extensively in chapter 6. 

1.1 Recording principles and matcrials requirements 

In Fig. 1.1(a) a schematized representation of a sandwich video head [1] is given. Essentially it 
consists ofthree parts: the yoke (or core), the coil and the gap. The yoke is made of a soft 
ferromagnetic material which conducts the magnetic flux. The different processes of recording 
are also indicated very schematically in Fig. 1.1 (b ). A write head and a read head are shown 
together with a moving tape coated with a magnetizable material . 

~nd 

-
Fig. 1.1 (a) Sandwich video head (b) Magnetic recording: writing and reading process with a 
tape recorder on a moving tape [1]. 

In case of writing a signal current through the coil generates a magnetic field which via a 
fluxguide at the gap, is permitted to fringe out and intercept the recording medium so as to 
produce a magnetization in the tape. Since the density of the information recorded on the tape 
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1. Introduetion 

has been increased over the last years, this has led to severe requirements on both tape and 
recording head. If the storage capacity grows and consequently the size of the domains 
decreases, the demagnetizing field of adjacent domains magnetized in the opposite sense in the 
tape increases. It may be clear that, to prevent demagnetization of written domains, the 
demagnetizing field should be balanced by a suflident coercive field He. This implies that a 
high information density requires a high value of the coercivity: the storage medium should be 
hard magnetic. This leads to specified requirements on the write head which should be able to 
saturate the hard magnetic storage material on the tape. Consequently, the saturation 
magnetization M" and thus the saturation magnetic induction Bs of the flux guide or yoke 
material of the write head should have a high enough value to generate fields larger than He. 

Mostly the same head is also used for the reading process in which fringing fields emanating 
from the domains in the moving magnetic tape will be guided via the yoke towards the coil and 
cause an induction voltage V;nd· Another requirement is that the efficiency to produce flux or to 
piek up magnetic flux should be as high as possible (Fig. 1.2). 

(Î!P:. 
co re 

V;nd coil 

(/Jgap 
~ 

\/ ~I 
\ (/Jtotal ~ tape 

/ .,. 
" 

Fig.l.2 Efficiency TJ of a magnetic head 

(/Jeore 

1J = (/Jeor/( (/Jcore +t/Jgap) 

=Rga/(Rgap +Rcore} 

The reading efficiency TJ is defined as the ratio of the core flux l/J care that crosses the coil and 
the total flux tP,otaJ· The latter consists of the flux that crosses the gap l/Jgap and that passing 
through the core l/J care' see Fig. 1.2. 

TJ= (/Jcore = (/Jcore Rgap 

(/Jtotal (/Jcore +(/)gap Rgap +Rcore 
(1.1) 

Here, Rgap is the magnetic reluctance (resistance) ofthe gap and Rcare is the magnetic reluctance 
of the core (flux guide). The definition of the magnetic reluctance Rm of a material having 
(relative) permeability Pr is: 

(1.2) 
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1. Introduetion 

Here, I is the path length which the flux has to traverse and A the cross sectionat area. Eq. 
(1.2) can be seen as the magnetic analog ofthe electrical resistance of a piece of material: the 
permeability plays the role ofthe conductivity. As can beseen from Eq. (1.1) and Eq. (1.2) a 
high efficiency means that the magnetic resistance of the flux guide Rcore should be small 
compared to the gap resistance. This implies a high permeability of the core or flux guide 
materiaL 

As we will see later on, to obtain a high permeability it is necessary that some magnetic 
uniaxial anisotropy is present. This is because a non-zero anisotropy promotes a well defined 
domain structure so that use is made of the rotational permeability mechanism instead of the 
wall permeability mechanism. Wall permeability contributions should be avoided since they 
decrease much more steeply with :frequency so that it is difficult to obtain a reasonable 
permeability at high :frequencies. This is important, because high :frequencies correspond to 
high data rates in the magnetic recording of video signals and in hard disk applications. As we 
will see later on this also means that in the case of rotational permeability a high electrical 
resistance is desirable. Furthermore, the uniaxial anisotropy should be relatively small, so that 
the spins are able to rotate almost freely which means that the direction of magnetization is 
susceptible to small tape fields, corresponding to a high permeability. 

To get good soft magnetic material it is obvious that also a low remanence is required, 
otherwise unwanted stray fields would obstruct the reading process. Regarding a desirabie high 
permeability, the coercivity He of the yoke must also be small. Otherwise it is possible that 
inner magnetization loops cause a smaller permeability. This aim also provides low hysteresis 
losses. 

Furthermore, the flux guide material must have a low magnetostriction. This is necessary 
because unavoidable internat stresses within the magnetic head in combination with 
magnetostriction gives rise to magneto elastic anisotropy contributions leading to a decrease of 
the permeability, or to an undesired domain structure which, as we have mentioned, decreases 
the permeability at higher :frequencies. A second reason for an as small as possible 
magnetostriction is that magnetostriction causes the electrical output to be coupled to 
vibrations set up by the tape moving across the head, which results in the so-called rubbing 
noise. We mention that during recording and playback the head is in direct contact with the 
tape. 

In summary the most important requirements for fluxguide materials are in case of a read 
he ad: 

• a high permeability p, 
• a high permeability also for high frequencies, implying a high electrical resistivity p, 
• a not too small uniaxial magnetic anisotropy K", 
• a low coercivity Hco 
• a low saturation magnetostriction À8 • 

For the write headthe same requirements apply, but there is an extra requirement viz.: 

• a high value of saturation magnetization À1s· 
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1. Introduetion 

1.2 This report 

Examples of well-known soft magnetic materials that are being used nowadays as flux guide or 
yoke materials are Ni8of~0, Co87.5Nb9.5Zr3.0 and Fe80Ta10N10• Although these materialsmeet the 
requirements mentioned above to a satisfactorily degree regarding current applications, they all 
exhibit a relatively low resistivity varying between 24 JlQcm for NiFe to 130 JlQcm for 
CoZrNb. As mentioned, in future higher data rate applications a high resistivity would be 
desirable. 

Recently, a new class of soft magnetic materials, so-called granular alloys of the type Fe
TM-0 {TM=transition metal) have been discovered that are promising in this respect [2-11]. 
They exhibit much larger electrical resistivities, which is adjustable by varying the oxygen 
content. Since these are fairly unknown materials, a lot of research is still necessary. This thesis 
will report the investigations of one example of these granular alloys, namely FeHfO. It may be 
clear that emphasis is put on the study of magnetic properties relevant to application. 
However, magnetoresistance phenomena receive also attention since these are expected to 
contribute also to the understanding of the behaviour of granular alloys in generaL This report 
reflects the work performed within a graduation research project carried out in the group 
Magnetism of Philips Research Laboratorles Eindhoven in a collaboration with the group 
Cooperative Phenomena at the Eindhoven University of Technology. The structure of this 
report is as follows: Chapter 2 describes the necessary theoretica! background about magnetic 
anisotropy, and in more detail about the magnetic permeability. Furthermore, because of the 
aim for high frequency applications, it is a necessity to measure at frequencies higher than was 
possible with the existing magnetic permeability set-up (10kHz- 13 MHz). Therefore chapter 
3 describes the set-up for magnetic permeability measurements up to 200 MHz. The 
complications accompanying the extensions of the frequency range will be discussed. In 
chapter 4 the preparation technique of the F eHfO thin films, and the experimental techniques 
which have been used to characterize the films will be discussed. The results are presented in 
chapter 5, including the optimizing of sputtering and annealing conditions, including the effect 
of additions of small amounts of other elements (Cu and Si). Furthermore, the frequency 
dependent magnetic permeability and resistivity receives attention. Finally, the tunnel-type 
GMR results will be discussed in this chapter. The temperature dependent MR ratio will be 
modelled with simple equivalent circuits. In chapter 6 the application ofFeHfO layers in a thin 
film inductor will be discussed. Some impedance measurements as well as (transmission line 
model) calculations as a function of permeability and other ( dimensional) parameters will be 
presented there. The final chapter will review the results, summarize the conclusions and give 
recommendations for future research. 
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2. Theory 

2. Theory 

2.1 Introduetion 

In dus thesis primarily soft magnetic materials will receive attention for reasens mentioned in 
chapter I. The present chapter will describe the most important theoretica! issues that are 
neerled to understand this report. Magnetic anisotropy is the phenomenon that the direction of 
the magnetization is aligned parallel to certain preferential axes (easy axes). This will be 
discussed in sectien 2.2. Both magnetic anisotropy and the domains will influence the 
magnetization process. The reason to discuss this is that the anisotropy and the magnetization 
process determine the permeability. Sectien 2.3 discusses the magnetization process in the case 
of static magnetic fields whereas in sectien 2.4 the case of time dependent fieldsis treated. The 
frequency dependenee of the magnetic permeability, particularly the effect of eddy currents and 
ferromagnetic resonance will be considered. In sectien 2.5 the physics of the soft magnetic 
materials, especially the so-called nanocrystalline materials like FeHfO, the core ofthis report, 
will be discussed. In sectien 2.6 the theoretica! background concerning magnetic field 
dependent resistance and more precisely tunneling and the giant magnetoresistance (GMR) is 
presented. 

2.2 Magnetic anisotropy 

According to the Heisenberg model, the quanturn mechanica! exchange interaction between 
two atoms i,j hearing electron spins S; en~ is written as 

(2.1) 

where J is the exchange integral which is related to the overlap of the charge distributions of 
the atoms i,j and 1/1 is the angle between the spin directions. The sign ofthe exchange integral 
is positive for ferromagnets, zero for paramagnets and negative for antiferromagnets. From Eq. 
(2.1) it is obvious that for ferromagnets in the parallel spin contiguration the energy is minimaL 
The exchange energy is a very strong interaction, which by definition is present in ferromagnets 
and opposes changes in the relative directions between adjacent spins. It plays a role in domain 
walls, where these relative directions are non-zero ( l/J#<O), and also causes averaging effects of 
locally varying magnetic properties. We will comeback to this important point in sectien 2.5. 
Besides this pure isotropie exchange interaction there is an energy in a ferromagnetic crystal 
which directs the magnetization along certain preferential axes, which is called magnetic 
anisotropy. In general, this anisotropy energy contains four different contributions: 

a) the magnetocrystalline anisotropy, 
b) the shape anisotropy, 
c) the magneto elastic anisotropy and 
d) the field induced anisotropy. 

We shall now briefly discuss the different contributions. 

10 



2. Theory 

a) Magnetocrystalline anisotropy 

In a cubic crystal like iron, for example, the cube edges [100], [OIO] and [OOI] are the 
directions of easy magnetization, while the body diagonals [±I±I±I] are hard axes. lts origin 
arises from spin-orbit coupling. Because of the Coulomb-Coulomb repulsion between orbitals 
of neighbouring atoms, the orientation of these orbitals is related to the crystallattice, and thus 
dependent on crystallographic directions. Fig. 2.I shows two situations illustrating the relation 
between magnetization or spin direction indicated by the arrows and the orientation of the 
orbitals. 

a) 

b) 

Fig. 2.1 Origin of magnetocrystalline anisotropy. The figure depiets the case of an infinitely 
strong spin-orbit interaction The exchange energy and the electrostatic interaction energy of 
the charge distributions of neighbour atoms is different for the case that the magnetization 
points upwards, situation (a) compared to situation (b) in which the magnetization points to 
the right. Hence there exists a magnetic anisotropy energy. 

From this tigure it follows that the overlap of the electron clouds of neighbouring atoms is 
different for the case that the magnetization points upwards (Fig 2.Ia) compared to the 
situation (Fig.2.I b) in which the magnetiztion points to the right. This leads to a different 
exchange energy and electrostatic energy for both situations, resulting in a magnetic anisotropy 
energy. 

The energy of the magnetization as a function of its direction i.e. the crystalline anisotropy 
energy of Fe is expressed in so-called direction cosines ab «2 and a 3 referred to the cube 
edges. A phenomenological expression can be derived making use of the cubic symmetry. 
Since opposite ends of a crystal axis are equivalent magnetically, the crystalline anisotropy 
must be an even power of each «;. Moreover, it has to be invariant under exchanges of the «; 
among themselves. Because a/+a/+a/=I, the lowest order non vanishing term is of the 
fourth degree. Mostly it is sufficient to express this anisotropy energy per unit of volume as 

(2.2) 

where K1=42 kJ/m3 and K2=15 kJ/m3 are the cubic anisotropy constants for Fe at room 
temperature [I2]. 
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2. Theory 

b) Shape anisotropy 

In samples with uniform magnetization, magnetic poles on the surface give rise to a 
demagnetizing field Hd which is proportional and opposite to the uniform magnetization M: 

(2.3) 

Here fJ is the demagnetizing tensor which depends on the shape of the sample and, in general, 
on the position in the sample. The shape anisotropy energy per unit of volume can be 
expressed as 

1 -t> .... 1 .... - .... 
E = --p liÁ·H =-11 ""'·N·M. d 2 (fY..I. d 2r(fY-'- (2.4) 

In this equation p 0=47t·l0-7 NI A2 is the permeability of vacuum. In Eq. (2.4) we assumed no 
dependenee of the position in iJ. The tensor can only be calculated exactly for spheres, thin 
films and ellipsoids. For spheres, for instance, the tensor is diagonal with elements 
Nx=Jfy=Nz=l/3. In case of a thin film with infinite dimensions and the normal on the surface 
parallel to the z-axis, the tensor is diagonal with elements Nx =Jfy =0 and Nz = 1. F or more realistic 
films (Fig. 2.2) one must take into account the finite dimensions in the x- and y-directions. 
However, Nx+NY+Nz=1 always holds. 

z ··-.. 
M 

Fig. 2.2. Magnetization in a thin film with length I, width wand thickness t represented in 
spherical coordinates. 

In this case the shape anisotropy given by Eq. (2.4) can be rewritten and becomes in spherical 
co-ordinates 

(2.5) 

Here, the angles 4J and 8 are defined in Fig. 2.2 and constant energy contributions are 
neglected, because they will not give rise to anisotropy. Fora film with length /, width w and 
thickness t satisfying I> w >> t this means that NY < Nx << Nz. This is because free poles appear 
on the very narrow edges of the film, hence demagnetizing fields in the plane will be very 

12 



2. Theory 

weak. Consequently, in equilibrium the magnetization will be orientated along the y-axis. Por 
the film infinitely extended in the x- and y-directions Eq. (2.5) becomes rather simple and can 
be written as 

(2.6) 

with an uniaxial anisotropy constant K;=-112p ,/'.1}, which for pMs= I. 0 T is about -400 kJ/m ~ 
This expresses more clearly that the magnetization is preferably orientated along the film plane 
(0=90°). 

c) The magneto elastic anisotropy 

lf a magnetic material is magnetized, for example by applying a magnetic field it often has the 
property to change dimensions during the magnetization process. The length change caused by 
a magnetic field divided by its originallength is characterized by the so-called magnetostriction 
constant À. Because this parameter depends on the applied field, one is mostly interested in the 
length change at saturation À8 • The crigin again arises from spin-orbit interaction (Fig. 2.3). 

Fig. 2.3 Simplified picture of magnetostriction in a ferromagnetic material. Because of their 
own magnetic moments the charge distributions are ellipsoidal inslead of spherical. The 
individual moments wil! be directed parallel to the applied field Consequently, the distances 
between the atomie eentres wil! change with field orientation, which results in enlarging or 
shrinking of the material. 

When a field is aplied the individual magnetic moments will be directed parallel to the applied 
field. Because of the ellipsoidal charge distribution, the distances between the atomie eentres 
will change with field orientation. This means that the material enlarges or shrinks. 

The inverse effect also occurs if one applies a stress, the orbitals reorient and cause by spin
orbit coupling the magnetization e.g. to rotate to another more preferabie direction. The latter 
is the magneto elastic anisotropy contribution: the preferential direction depends on the 
direction of the stress. 
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2. Theory 

In general Äs is a tensor, but in nanocrystalline matenals Äs reduces to a scalar when no texture 
is present. In the case that an uniaxial stress a is applied, the magneto elastic energy can be 
written as [13]: 

E =!A. asin2 
''' ,l 2 s .", (2.7) 

where 1/f is the angle between the magnetization direction and the stress axis. It is clear that 
the preferential direction depends on the sign of both Äs and o: If the product is positive then 
there will be an easy axis for ljr-=0° as distinct :from the case when the product is negative, 
resulting in an energy minimum for ljr-=90°. Again, this anisotropy contribution is an uniaxial 
energy with anisotropy constant KA.=3!2Ä p. If for instanee Ä ~ 1·1 0-6 and o= 100 MP a, this 
contribution can be as large as 150 J/m3

. If the stresses in the material are isotropic, the above 
considerations will notlead to any anisotropy. Only when the stresses in different directions are 
not the same, this will result in anisotropy. To dirninish this anisotropy contribution in 
applications it is important to reduce the magnetostriction and the stresses in the materiaL 

d) Field indoeed magnetic anisotropy 

In the presence of a magnetic field during annealing it is possible to induce a preferential axis in 
a material, which is believed to be caused by the rearranging of atoms in pairs. The random 
distribution is then disturbed and the pairs will be directed with their axis parallel to the field 
direction (e.g. the x-direction). After the annealing treatment the pairs have been frozen in and 
act as easy or hard axis for the magnetization, which again results in an uniaxial energy: 

(2.8) 

Here, ifJ is the angle between the pair orderening axis and the magnetization. Typical values for 
the field induced uniaxial anisotropy K;nd can be a few hundreds J/m3

. 

Apart :from the magnetostriction contribution, the field induced anisotropy is rather small 
compared to the anisotropy contributions mentioned above. This is important in conneetion 
with a high magnetic permeability. As will be discussed insection 2.5, the magnetocrystalline 
anisotropy will be averaged out as much as possible in nanocrystalline alloys. Moreover, if the 
shape anisotropy and magneto elastic anisotropy of the thin films are very small, the only 
remaining anisotropy is the induced anisotropy, which is more or less controllable and can be 
very small. As will be clear :from the next section, this can result in a large magnetic 
permeability. 
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2. Theory 

2.3 Static magnetic permeability 

The relation between the magnetic induction with magnitude B and the magnetization with 
magnitude M defines the permeability p by 

B=po(H+M)=p0(1 + X)H=prfl,Jl=pH. (2.9) 

Here, H is the magnitude of the magnetic field, X is the susceptibility, and #r is the relative 
permeability. Por materials with X*O or Pr* 1, this implies that an applied field will cause a 
magnetization. In general the permeability is field dependent as can be seen from the hysteresis 
loops. In this section static fields in relation to the permeability will be considered, while in 
section 2.4 a review ofthe magnetic permeability in relation to frequency dependent fields will 
be given. Two major mechanisms which contribute to the magnetization process, and more in 
particular the permeability, will be described in this section: reversible rotation of 
magnetization and domain wall displacements. 

a) Rotation of magnetization 

In a ferromagnetic material the domain magnetization will be directed along the easy axis. 
When a static magnetic field is applied perpendicular to this preferential direction i.e. along the 
hard direction the magnetization will rotate away towards the hard direction until it is 
orientated parallel to it. 

Let us consider a single domain with a certain easy axis in a magnetic field. The total energy 
E1 ofthis domain is the sum ofthe field energy E1and the magnetic anistropy energy EK 

(2.10) 

per unit of volume, where t/JH is the angle between the easy axis and the direction of the 
magnetic field H (Fig. 2.4), K" is the constant of uniaxial anisotropy and t/JM is the angle 
between the easy axis and the magnetization direction. The magnetization M in the field 
direction is now given by M=~cos( t/J11 t/JM) in the field direction. 

M 

Fig. 2. 4 Rotation of magnetization in a single domain. 

The stabie direction of magnetization can be determined by minimizing this energy with respect 
to t/JM· In the case where the applied field is perpendicular to the easy direction ( t/JH=90°), one 
can calculate that with increasing field the magnetization M=M,;sint/Ju changes from zero to the 
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maximum value ~ in a linear fashion and that saturation is reached at the anisotropy field 
HK=2KJprl'vfs when all magnetic moments are parallel to the hard axis. Fig. 2.5 shows the 
magnetization process as function of the applied field. Of course, minimizing Eq. {2.10) can 
also be done for angles ifJH different from 90°. In general this yields magnetization curves that 
are not straight lines. 

M 

~ ······················.,...--------

H 

Fig.2.5 Magnetization curve with the applied field along the hard axis direction caused by 
rotation of magnetization from the easy axis towards the hard axis . 

The slope of the M-H curve represents the susceptibility X So the (relative) rotational 
permeability flr. roz=1+xcan be written in the case ofFig. 2.5 as 

aM Ms 
P = 1+x= 1+- = ----

r. rot aH 2Kj fl#s 
{2.11) 

This is the contribution to the magnetic permeability in case of rotation of magnetization from 
an easy axis to the hard axis, when the field is applied perpendicular to the easy axis ( ifJH=90°). 
A more general expression has been derived for angles ifJH different from 90° in appendix A, 
with the following result: 

2 
flvMs · 2A.. 

flr rot= 1 + Sln 'YH· . 2K 
u 

(2.12) 

This equation is only valid for weak magnetic fields (H <<Kj prl'vfs), due to the fact that in this 
case the permeability depends on the field, which is distinct from the situation that the applied 
field is orientated perpendicular to the easy axis. As is clear from Eq. (2.13) the permeability is 
largest for applying a field in the hard axis direction and becomes unity for fields along the easy 
axts. 
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In the above equations, the anisotropy Ku is in general an effective anisotropy composed of the 
contributions discussed in the previous section: K"=K;nd+3!2À8 l7-112pJvf/·N Often p is 
corrected for the shape contribution since the latter is not a material dependent property. An 
alternative way of correcting for the shape anisotropy than by subtracting it from K" and 
calculate the intrinsic anisotropy K;=K;nd+3!2À8 l7 to recalculate p is to consider the effective 
internat field H; in a magnetic sample, which is given by the sum of the applied magnetic field 
Ha and the demagnetizing field Hr-NM caused by poles on the edges: 

Fig. 2.6 shows the resulting magnetization curve due to this field. 

M 

Ms ----------------------~;---------r-----
j: 

I : 
I : 

I : 
I : 

I : 
I : 

I : 
I 

I 
I 

I 
I 

Fig. 2. 6 Magnetization corrected for demagnetization. 

(2.13) 

From this figure it follows that there has to be corrected for the demagnetizing field to know 
the intrinsic susceptibility X; ( or permeability). 

2 
J.l}J, 

2K" Xeff 

u u 2 1 -Nx.eff· 1-N-ru_ .. ,, 
2K" 

(2.14) 

Here XeJJ is the susceptibility that will be measured in an experiment. Because flr=1+z it is 
obvious that for ferromagnetic materials with high permeabilities it is also permissible to write 
for the intrinsic relative permeability flr,i· 

_ fleff 

Pr. ;- 1 -Nfl . 
rejf 
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As can be seen from Fig. 2.6 it is clear that the factor of demagnetization can have much 
influence on the magnetic permeability and the magnetization curve, particularly for large Pr· 
Fora detailed discription ofthe mechanism ofthe magnetization process see Stoner et al. [14]. 

b) domaio wall displacement 

Eq. (2.13) suggest that the magnetic permeability measured in the easy-axis direction is unity. 
This is not true in practice: Eq. (2.13) was derived for the rotation magnetization process, 
whereas in a fermmagnet also another magnetization process contributes to the magnetic 
permeability, viz. domain wall displacement This section focuses on this contribution and 
shows that this is maximal along the easy axis. If all magnetization veetors in a magnetic 
material would be directed paralleland along the (in-plane)y-direction (see Fig. 2.7(a)), a high 
magnetostatic energy 112pJvf/(Ny-NJ would be build up by means ofpoles. To avoid this, the 
ferromagnetic material displays the phenomenon to subdivide its magnetization in domains 
with different magnetization directions (see Fig. 2. 7(b )). The magnetic energy outside the 
sample is red u eed because of the reduced spatial extension of the field outside the film. In Fig. 
2.7(c) the magnetostatic energy Ed is even zero. The boundaries ofthe triangular domains in 
this case make angles of 45° with the magnetization of the domains, so that the component of 
the magnetization nomal toeach boundary is continuousacross the boundary (E.t=O). Becausè 
the flux doses inside the crystal, these triangular domains are ciosure domains. 

a) i 
b) 

c) 

Fig. 2. 7. Top view of the a magnetic film displaying three types of domain patterns .. 
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The latter case is the most common situation encountered. Returning for a moment to the 
rotational permeability as measured in the x-direction, it is clear that in Eq. (2.15) and Eq. 
(2.16) the demagnetizing factor N equals Nx and not Nx-Ny as suggested by Eq. (2.5). This is 
because no poles are formed at the edges ofthe film in the width (y) direction if one measures 
the permeability ( applies a field) in e.g. the x-direction. 

The domains are separated by a transition area in which the direction of magnetization 
changes gradually. The thickness of such a domain wall is determined by the balance of the 
exchange energy and the anisotropy energy. In iron the thickness of a so-called 180° domain 
wall, where the magnetization changes from parallel to antiparallel, is 55 nm [15]. Figure 2.8 
shows the domain structure with a 180° domain wall. 

N 

I 
I I 

-6-..! 
I I 

s 

•. 
Fig. 2.8 Domain structure of aferromagnetic material showing two domains separated by a 
180° domain wal/ ofthickness ó [12]. 

Let us consider the displacement of a wall in a non-uniform materiaL In the absence of a field, 
the wall will be positioned at sa. which is alocal minimum in the energy (Fig 2.9). 

s0 s 

Fig. 2.9 Domain wal/ energy as ajunetion ofposition. 

In first approximation the energy of a wall with area A near this minimum displaced to s can be 
expressed as 

(2.16) 
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If this displacement is the result of a magnetic field that is applied, with a direction making an 
angle <PH with the magnetization in the domain, the corresponding change in field energy is 
given by: 

(2.17) 

for a 180° domain wall, because by wall displacement the magnetization will change from 
+Mscos<f>H to -M,;cos</>H, in the region [s0, s] where the wall passes, see Fig. 2.10. 

easy axis 

H 

hard axis 

Fig. 2.10 Domain wal/ movements. 

After minimizing the total energy Ew +EH with respect to the the displacement s-s0 of 
equilibrium position of the wall becomes 

2p.Jvf
8
cos<f>n 

s-s0 H. (2.18) 
aw 

As aresult of this, the magnetization in a unit cell with volume A·Dw as indicated in Fig. 2.10 
increases by ll.m=2p.Jvfscos</>Ji(s-s 'J·A·2D wwith 2D wthe size of a domain repetition period in 
the hard axis direction. This results in a (relative) wall permeability 1 +llmi(H·A·Dw): 

(2.19) 

From Eq. (2.19) it is clear that the wall permeability is maximal for a field applied along the 
easy axis and at a minimum for fields in the hard axis direction. This is exactly the opposite to 
the case of magnetization rotation. The general case of the permeability will be a combination 
of wall permeability and rotation permeability so that the angular dependenee of the magnetic 
permeability can be described by: 

(2.20) 
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with J-l,, warr and J-l,, rot the wall and rotaticnat permeability contributions, respectively. Both 
processes are indicated again schematically in tigure 2.11. 

a) b) 

H 

H 
> Î 

Fig. 2.11 (a) Rotation of the magnetization and (b) domain wal/ di spiace ment. 

2.4 Frequency dependent magnetic permeability 

Until now, static magnetic fields were regarded in the magnetization process and more in 
particular the magnetic permeability. However, in industrial research one is often interested in 
high-frequency applications. The response of the magnetization of a ferromagnetic material to 
frequency dependent (or time dependent) magnetic fieldscan be completely different from the 
static situation discussed in sectien 2.3. At low frequencies the magnetization or the magnetic 
induction b(t) is able to fellow a time dependent magnetic field h(t)=h0cosrut, whereas for high 
frequencies the induction can not fellow the applied field due to severalloss mechanisms which 
will be discussed in this section. An example of what may occur is schematically depicted in 
Fig. 2.12. 

a) b) M c) M 

/ 
H / H H 

Fig. 2.12. Schematic magnetization processin case of (a) DC-field, (b) a smal/ amplitude AC
fieldfor low frequencies and (c) a AC-fieldfor highfrequencies. 
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Figure 2.12(a) depiets the magnetization process in case of a DC-field as already discussed 
extensively in sectien 2.3. Low frequency AC-fields give for both the magnetic field and the 
magnetic induction harmonie fields proportional with coswt. For large frequencies with a time 
dependent applied field h(t)=h0coswt, the magnetic induction b(t) in general displays a phase 
shift relative to h(t) and can be written as: 

(2.21) 

Here e is the magnitude of the phase delay of the magnetic induction. If we define 
p'=b/poh0·cose and p"=b/poh0·sine, Eq. (2.21) becomes 

(2.22) 

Eliminating the time parameter t when combining h(t)=h0cos(JJ/ and Eq. (2.22) yields an ellips 
as depicted in Fig.2.12(c). When using the convenient complex notation, Eq. (2.22) becomes: 

b(t)=poJi,Îz(t), (2.23) 

where h(t)=h0exp(jwt) and the complex (relative) permeability fÎ, is defined by 

fÎ, =p' -jp" 0 (2.24) 

From Eq. (2.22) or (2.23) combined with Eq. (2.24) it is clear that p' determines the 
magnitude of the component of the magnetic induction in phase with the field, whereas p" 
determines the magnitude of the component which is delayed by Tt/2, i.e. the out of phase 
component of the magnetic induction. The latter part describes the magnetic energy losses 
( dissipation) in the materiaL 

So far only a phenomenological relation between the energy lossesin a magnetic material 
and its permeability was discussed. Two main loss mechanisms are important in the description 
ofthe (complex) frequency dependent permeability. An important loss mechanism in magnetic 
materials is related to the aceurenee of so-called eddy currents. A second possible contribution 
to the energy losses is ferromagnetic resonance, which essentially is absorption of 
electromagnetic radiation by the precessing magnetic moments. Both mechanisms suppress the 
rotational permeability as well as the wall permeability. We shall discuss both loss terms and 
start the discussion for the case of rotational permeability. 
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a) Eddy currents 

At high frequencies the magnetic field h(t) in a magnetic material is screened by eddy currents, 
which are generated, obeying Lenz' s law: The currents will flow in a manner that flux changes 
are opposed, see Fig. 2.13. Consequently, the induced magnetization in the material will be less 
and thus the magnetic permeability will be smaller. It may be clear that the time derivative of 
the flux is larger for larger frequencies and that thus the degree of suppression of the 
permeability will be frequency dependent and larger for higher frequencies, which means that 
the magnetic permeability will decrease with frequency. 

z 
h(t)=h0exp(j wt) 

Fig. 2.1 3. Screening of the time dependent magnetic field h(t) by eddy currents. 

F or a thin film with infinite dimensions in the x- and y-directions it is possible to calculate the 
effect these eddy currents have on the permeability. The denvation relies on solving the 
Maxwell equations, a treatment which is discussed in [16]. Here we only give the result ofthe 
permeability: 

A _ Pr, i (sinhk+sink)-j(sinhk-sink) 
Pr, eddy- k coshk+cosk ' (2.25) 

where Pr. i is the intrinsic relative static rotational permeability such as discussed in section 2.3 
and k=t/ ö with t the thickness of the film and ö the skin depth which is given by: 

(2.26) 

Here u is the conductivity, p=llu the resistivity and /-l;=/-loPr.; the intrinsic permeability. The 
skin depth is a measure for penetration or decay of the extemal applied field as a function of 
distance from the surface. It is now obvious that for high resistivities the skin depth can still be 
large at high frequencies. Therefore the field can penetrate deeper into the film, so in this 
manner a high permeability can still be guaranteed at high frequencies, which is important from 
a technological point of view. It is also clear from Eq. (2.25) and (2.26) that as a function of 
frequency p ' drops off more rapidly if the thickness t of the film is larger. At large t only a 
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relatively small part ofthe film proportional to o 'sees' the field and thus can contribute to an 
induced magnetization or alternatively can contribute to the permeability. Figure 2.14 
represents a measurement of the complex permeability as function of frequency together with a 
calculation basedon Eq. (2.25). 

Z' 111 ~ 
..c 1d CU 
CD Hi! E 
L.. 
CD 
a. 

1 6'1 !f 0 

11f 11J 11f 
frequency (Hz) 

Fig. 2.14 Measurement and calculation of frequency dependent magnetic permeability 
frequency of a 2 pm thickNi8;<e20 thinfilm (Bs=l T, p=24 pilcm). 

Both at low frequencies and at high frequencies the permeability becomes a very simple 
formula. At low frequencies Eq. (2.25) reduces to 

(2.27) 

by which the realand imaginary components ofthe complex permeability will behave as p'=pr,; 
and p"ocw, i.e. as a horizontalline and an ascending line with slope 1 (see Fig. 2.12). At high 
frequencies 

(2.28) 

and both components drop of as 1// w, i.e. a deseending line with slope -1/2 on a log-log scale, 
see Fig. 2.14. The cross frequency at which the realand imaginary part ofthe permeability are 
equal can be considered as a typical frequency at which the decrease of the permeability sets in. 
It can be shown easily using Eq. (2.25) that this frequency is given by 

- 1tp 
Ieross- 2 

Jlrfl,t 
(2.29) 
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b) Ferromagnetic resonance 

Apart from eddy currents, there is another loss mechanism possible in ferromagnetic materials, 
which is related to the dynamic response of the spin system itself Spins always carry out a 
precessional motion with a certain frequency around their equilibruim position. When the 
frequency of an applied field approaches this frequency, resonance occurs. This is the so-called 
ferromagnetic resonance (FMR). Actually it is a quanturn mechanica} phenomenon, but it is 
possible to describe it classical if many spins are coupled to a macroscopie magnetization M. 
The Landau-Lifshitz equation gives a phenomenological description ofthis phenomenon. The 
equation is an equation of motion for the magnetization and describes the response of the time 
dependent magnetization on static and time dependent fields. Consequently, the discription 
includes the effects ofresonances on the magnetic permeability. The equation is given by: 

ldM - - a -dM --=pJvfxH.--Mx-, 
ydt I rMs dt 

(2.30) 

Here y=ge/2me=l85 GHz/T is the gyromagnetic ratio for Fe with e the electrical charge, me the 
mass of a free electron, and g the Landé-factor which is 2 for spin motion. H; is the internat 
( effective) field, which is the sum of the applied magnetic field and the effective anisotropy 
field. The first term on the right of the Landau-Lifshitz equation describes the normal 
precessional motion of a magnetic moment in the internat magnetic field. The second term 
describes the damping force acting on the precessional motion, a is the damping constant. This 
force gives rise to a motion perpendicular to the magnetization, moving it towards the 
equilibrium direction. Consequently, the magnetization will spiral towards its equilibrium 
direction along fir 

Strictly speaking, the Maxwell equations should be solved coupled with the Landau-Lifshitz 
equation to obtain the magnetic permeability or susceptibility i.e. the proportionality between 
the dynamic magnetization and the field. To make this easier, the following assumptions are 
made: 

• the time dependent field is uniform across the thickness of the film, i.e. eddy currents are 
not considered. This assumption decouples the Landau-Lifshitz equation from the Maxwell 
equations and it is sufficient to solve Eq. (2.30) seperately. 

• uniform precession ofmagnetization, i.e. no spinwave-like modes occur. 
• the magnetization À1s is large in comparison with the anisotropy field HK. 
• higher order terms (~2) in the dynamic componentsofMand Hare neglected. 

U sing these assumptions, it is possible to obtain an analytic expression for the complex 
magnetic permeability including ferromagnetic resonance effects. In this report we will 
distinguish two cases in geometry, which are interesting to examine more in detail. 

First, in conneetion with frequency dependent permeability measurements, a small time 
dependent magnetic field h(t)=h0exp(jcut) is applied in the y-direction of a thin film (Nz =1), 
having uniaxial anisotropy K" with an easy axis in the x-direction. 
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z 
h(t)=h0exp(j rut) 

l 

Fig. 2.15 Geometry of time dependent magnetic fields in case of permeabilty measurements. 
The easy axis is along the x-direction whereas the applied field is along the y-direction.. 

Solving the complex frequency dependent permeability out of the Landau-Lifshitz equation, 
yields [ 16]: 

(2.31) 

In this equation the resonance frequency rures is given by: 

(2.32) 

with K" the effective uniaxial anisotropy, represented by the sum ofthe (field induced) uniaxial 
anisotropy Kind and the shape anisotropy ( and in general also other possible contributions such 
as magneto-striction): 

(2.33) 

At the resonance frequency (JJ=Wres the dedominator in Eq. (2.31) becomes minimal meaning 
that at this point p.' becomes maximal while p." becomes 1. Note that taking the limit (c)-+Û 

gives Eq. (2.11) which describes the static situation. 
Another geometry which is of interest to us is related to electron spin resonance 

experiments (ESR). Here, a constant main field is applied in the y-direction. In contrast with 
the permeability measurements, the small time dependent component of the magnetic field is of 
fixed frequency in the GHzrange and is applied in the direction parallel to the x-axis (see Fig. 
2.16). 
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Fig. 2.16 Ge ometry of time dependent magnetic fields in case of ESR experiments. 

Again, solving the Landau- Lifshitz equation, yields for the permeability: 

PJvfs(pJvls+Jlrfi) + jGJ apJv!s 
1î =I+ r r[mr 

[(GJm)2-(~)2][1 +tr] + jyGJ a(;tJvfs +2prfl) 
r r 

In this equation the resonance frequency wres is given by: 

( (Ures)2_ p,fl{p,Jvfs +prfl). 

r I+ti 
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(2.34) 

(2.35) 

The reason that the uniaxial anisotropy K;nd does not appear in Eq.(2.34) and (2.35) is because 
ofthe assumptionHK=2K;"J f.lJvfs<<H. 

Another difference between the permeability measurements and the ESR experiments is that 
in the first case the frequency is a variabie parameter, while in the latter case the frequency is a 
constant determined by the klystron and the magnetic field H is the scanning parameter. 
Resonance occurs at a certain field H obeying Eq.(2.35). 

By substituting the permeability due to ferromagnetic resonance (Eq. (2.31)) for the 
intrinsic permeability Jl; in the eddy current formula (Eq. (2.25)) one obtains a permeability 
accounting for both mechanisms. Strictly speaking this is not the correct way, because the 
Maxwell equations and the Landau-Lifshitz equation are not uncoupled, as mentioned before. 
In Figure 2.17 a summary of three situations is given for a FeHfO film with the roll-off of the 
permeability caused by: (a) only eddy currents, (b) only FMR, (c) both FMR and eddy 
currents. The parameters used for the calculations are indicated in this figure. Figure 2.18 
represents the same calculated curves but now plotted on a logaritmie scale. 
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Fig. 2.17 Permeability of a FeHfO thinfilm caused by (a) only eddy currents, (b) only FMR, 
(c) bath FMR and eddy currents. The parameters usedfor the calculations are indicated 
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Fig. 2.18 Permeability of a FeHJO thinfilm caused by (a) only eddy currents, (b) only FMR, 
(c) both FMR and eddy cu"ents. The parameters used for the calculations are indicated This 
figure is the same as Fig. 2.18, but the permeability is plottedon a logarithmic scale. 
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c) Frequency dependent wall permeability 

The two preceding sections are related to the loss mechanisms in case of rotational 
magnetization. This section describes the frequency dependenee of the wall movements: the 
domain wall is not able to follow a time dependent magnetic field h(t) at high frequencies. 
Again eddy current losses and FMR losses occur. 

At the position where the wall moves as a function of time, the magnetization changes. 
Consequently, the magnetic induction changes with time, which again leads to local eddy 
currents which oppose the magnetic field and thus suppress the wall movements. The same 
damping mechanism that opposes the precession of magnetization (FMR) also suppresses the 
rotation of the spins in a rnaving domain wall. In the same geometry as depicted in Fig. 2.1 0, 
except for the choice that the field is now parallel to the easy axis ( <PH=O), the equation of 
motionfora 180° domain wallis [15] 

d 2s(t) ds(t) 
m --+P, -+a .r;(t)=2p. liÁ h(t), 

w dt2 w dt "' (f·~r (2.36) 

where mw is a measure for inertia of the wall per unit area, Pw the damping coefficient, aw the 
restoring coefficient which is the same as in Eq. (2.16). The position of the wall is s(t), while 
the term on the right hand side represents the driving force being related to the gain in field 
energy in the time dependent field. Additionally, we have chosen s0=0 for convenience. After 
solving this differential equation assuming harmonie time dependendes we obtain the 
frequency dependent permeability 

(2.37) 

Here Dw is again the width of a domain in the hard axis direction (see again Fig. 2.10). In the 
limit for low frequencies (.()--0 we again obtain Eq. (2.21) with </JH=0°. The behaviour ofthe 
permeability as function of the frequency depends on the damping PW' For small damping 
(Pw- 0) the function shows re sananee at a frequency wres =..J ( a)m.), while for large Pw the 
permeability represents a relaxation behaviour. In the latter case where the permeability is 
decreased by a factor 2 at the frequency (JJ=aj Pw· Fig. 2.19 shows this situation. 

We note that the loss mechanisms (eddy currents and FMR) are bidden in the parameters mw 
and and Pw· Expressions for these parameters have been derived in literature [ 17]. 
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frequency (a. u.) frequency (a.u.) 

Fig. 2.19 Frequency dependent permeability due to domain wal! movementsin case of large 
damp ing. 

2.5 Basic principles of soft magnetic materials 

This section discusses the principle that underlies the soft-magnetic behaviour of nano
crystalline materials. Because this principle exclusively applies to nano-crystalline matenals we 
start this section by putting things into perspective and briefly mention other classes of 
matenals where the soft-magnetic properties are based on a different principle. As may be clear 
from the previous sections, particularly Eq. (2.11), soft magnetism i.e. a high magnetic 
permeability is obtained only in case of a low magnetic anisotropy. Now, soft magnetic 
matenals can be divided into three main groups: 

1. Crystalline materials. Few crystalline materials happen to combine a low magneto
crystalline anisotropy with a low magnetostriction, in order to obtain a high permeability. The 
most well known examples of these matenals that are used nowadays are Mn-Zn ferrite and 
Ni8of~o (permalloy). 

2. Amorphous materials, which also combine a low anisotropy with a low magnetostriction. 
Here, magneto-crystalline anisotropy is absent because of the absence of crystal symmetry. 
Examples of these materials are CoFeSiB and CoNbZr. By adjusting the [Co]/[Fe] ratios and 
the [Nb]/[Zr] ratios, respectively, the magnetic properties can be varied. For example, the 
magnetostriction constant can be manipulated and tuned to zero. 

3. Nanocrystalline materials, which are inhomogeneous materials consisting mostly of two 
phases: a ferromagnetic and a non-magnetic phase. Although the magneto-crystalline 
anisotropy of the ferromagnetic nano-crystals themselves is large, the effective averaged 
anisotropy can be rather smallas will be discussed below. FeH:fD, subject ofthe present report, 
but also FeTaN, form examples of these materials. 
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The remainder of this section is to discuss the physical mechanism underlying the above 
mentioned averaging of the magnetic anisotropy in nano-crystalline materials. The basic 
ingredient of the mechanism that determines the soft-magnetic properties appears the interplay 
between the local magnetic anosotropy and the ferromagnetic exchange energy. The important 
length scale that determines how and to what degree the interplay determines the magnetic 
properties is set by the ferromagnetic exchange length Lex given by: 

L =fA 
ex ~K' 

(2.38) 

where A denotes the exchange stiffness which is proportional to Jin Eq. (2.1) and K the 
constant of anisotropy. The typical domain wall width ö, for instance, satisfies ö=rcLex. For 
nano-crystalline materials the average size of the grains D compared to Lex tums out to be the 
critical parameter that determines the magnetic properties. 

In case of large grains satisfying D > L= the magnetization will be determined by the 
crystalline anisotropy K1. To clarify this, a schematic representation of the microstructure of 
nano-crystalline materials like FeTaNis shown in Fig. 2.20 

[~ 

I 
bcc Fe 

Fig.2.20 Mierostruc/ure of FeTaN. 

These nano-crystalline material consist of nanometer-sized polycrystallites with at the triple 
points a non-magnetic phase, TaN in the case ofFeTaN. The orientations ofthe easy axes are 
random. In order to minimize the magnetic anisotropy energy the magnetization direction 
would like to follow these random directions. The exchange interactions between the spins 
oppose these changes in direction. However, for large crystallites the change in direction can 
take place gradually causing the exchange energy in the thus formed domain walls to be limited 
i.e. the wall contribution is smaller than the gain in magnetocrystalline anisotropy energy that is 
obtained by letting the magnetizations follow the preferential directions. Since the anisotropy 
of each crystallite is large it is clear that in such a situation this means that in the magnetization 
process this large anisotropy must be overcome, leading to a low permeability (Eq. (2.12)) in 
the case of large grains. 
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For very small grains satisfying D << Lex the magnetization will not follow the local 
preferential directions. This is because in that case the magnetization should change direction 
within short distances which is energetically unfavourable: it costs too much exchange energy, 
see Eq. (2.1), where lj!is now the angle between the preferential directions oftwo crystallites. 
Thus the magnetization direction will be uniform across a number of random orientated 
preferential directions and consequently the crystalline anisotropy will be averaged out to some 
degree teading to a high permeability in the case of small grains. 

In the general cas, the magnitude of the averaged anisotropy <K> is determined by statistics 
and is shown [18] to be given by 

<K>-;::, K1 =K ( D )3t2 
m 1 L ' y'N ex 

(2.39) 

where N=(LeJD)3 is the number of grains across which the magnetization has a uniform 
direction. The exchange length now becomes Lex=../(A/<K>). Substituting this into Eq. (2.39) 
yields that the effective anisotropy is given by 

K4 
<K>-;::.-1 D 6• (2.40) 

A3 

From this equation it is clear that the effective anisotropy is strongly dependent on the grain 
size: low anisotropies and hence high permeabilities are obtained for very small crystallites. 
This is the reason why these matenals are called nano-crystalline materials. 

What is also clear from Eq. (2.40) is that preferably as a base a ferromagnetic material wih 
an as Iow as possible magnetocrystalline anisotropy is used. This is the reason that one prefers 
Fe based nano-crystalline matenals above Co-based nano-crystalline materials. Ni-based nano
crystalline matenals can be made also soft. However, here the disadvantage from technological 
point of view is that the saturation magnetization would be rather Iow. In fact the advantage of 
the nano-Fe matenals over that of the matenals in group 1 and 2 is the considerably higher 
saturation induction. The combined soft-magnetic properties and high saturation magnetisation 
is the main reason for the fact that these matenals attract the attention to application engineers. 
FeTaN and FeNbSiN and more in general Fe-TM-Nare examples, with TM a transition metal. 
The present report focusses on FeHfO. Here, the advantage is not the high saturation 
magnetization but the very high resistivity. The somewhat lower saturation magnetization is a 
result of the higher ( summed) hafuium and oxygen content. The higher resistivity is also related 
to the latter. However, if one would reptace oxygen by nitrogen and thus compares FeHfO and 
FeHfN matenals with the same amount ofnon-magnetic elements it appears that the resisitivity 
of the oxide based material is considerably higher [19]. As mentioned earlier the high 
resistivities are desirable: they extend the frequency range in which the soft-magnetic material 
has a high magnetic permeability. It appears that FeHfO like matenals have a different 
microstructure compared to the earlier mentioned FeTaN like materials: it is composed ofbcc
Fe nanograins in an amorphous phase, see Fig. 2.21. 
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Fig. 2.21 Schematic representation of the mierostruc/ure of nanocrystalline FeHfO (a) in 
case of large p behaviour and (b) in case ofGMR behaviour. 

From the discussion earlier it is clear that to yield a high permeability or equivalently an 
anisotropy that is averaged out, the crystallites should be small and that the amorphous phase 
should be ferromagnetic (Fig. 2.21(a)) with a sufficiently large exchange constant A to couple 
the crystallites. This is to prevent that domain walls are formed within. Furthermore, the 
di stance between the crystallites must be comparable to the sizes of the crystallites. Obviously, 
such microstructural details are expected to depend on the preperation conditions. In chapter 4 
the relation between the soft-magnetic properties and the preperation conditions is 
investigated. 

It will become clear from the next section, that in order to exhibit a significant 
magnetoresistance effect the material has to fulfill a principle requirement viz. the angles 
between the magnetization directionsin the neighbouring Fe-crystallites should be changeable 
by applying a magnetic field. This automatically implies that the crystallites are weakly coupled 
or not coupled at all. In turn this has the consequence that a large magnetoresistance effect and 
a high magnetic permeability in these materials mutually exclude each other: for a large 
permeability a large exchange constant is required (see Eq. (2.40)) whereas for a high 
magnetoresistance a preferably zero exchange constant is requird (A=O). Clearly, films with 
high permeability will differ from films with a high magnetoresistance as regards their 
microstructure. This difference is schematised for clarity in Fig. 2.21(b). For a large 
magnetoresistance FeHfO, i.e. a so-called GMR FeHfO, the effective decoupling of the Fe
crystallites can be caused by either the fact that the amorphous FeHfO phase seperating the 
crystallites is non-magnetic (A=O, see Fig. 2.21 (c)) or altematively in the case that it is 
ferromagnetic the di stance between the F e-crystallites should be considerably larger than the 
exchange length. In the latter case domain walls form between the several crystallites. 
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2.6 Magnetoresistance (MR) in granular alloys 

2.6.1 Introduetion 

The resistance changes when a magnetic field is applied. Mostly the so-called anisotropic 
magnetoresistance (AMR) occurs. This is the dependenee ofthe resistance on the direction of 
the magnetization ( or applied magnetic field) with respect to the direction of the current. Like 
magnetic anisotropy the phenomenon originates originates from spin-orbit coupling by 
application of a magnetic field, the magnetization rotates towrds athe magnetic field and 
because of the spin-orbit coupling the atomie electron orbits will also rotate to some degree. It 
might be clear that due to the latter, the orientation of the orbit with respect to the current also 
changes and that hence the cross section or scattering probability of the conduction electrans 
with atomie orbitals changes. The result is the above mentioned angular dependent resistance. 
This magnetoresistance effect is typically 2% and occurs in homogeneously as well as in 
inhomogeneously magnetized ferromagnetic magnets. This is not true for the so-called GMR 
effect. For few effects to occur it is necessary that the magnetization direction within the 
material changes. Magnetic multilayers consisting of a stack of alternating ferromagnetic and 
non-magnetic layers such as Co/Cu/Co/ ... form an example. Here, the magnetization direction 
may change from layer to layer. Forthese systems the GMR effect was first observed. Another 
example is formed by granular matenals where the magnetization mayalso be non-uniform, i.e. 
it may vary from crystallite to crystallite. Clearly, the latter case is of interest for the present 
report, i.e. for the FeHfO films that havenotbeen studied. Wedefine the MR.-ratio as follows: 

R(O)-R(H ) 
MR=100%· sat . (2.41) 

R(Hsat) 

Here, R(H) is the resistance in the presence of an external field H and Hsat is the field at which 
the system magnetically saturates. The MR.-ratio is therefore the relative difference in 
resistivity between the situation that all magnetic moments are alligned parallel to the field (see 
Fig. 2.22(b)) and the situation at zero field where the magnetization in the crystallites make 
certain non-zero angles with each other (see Fig. 2.22(a)). The reason that these situations 
have different resistivity will become clear from the next section. 

a) b) 

Fig. 2.22. Magnetizations of ferromagnetic clusters in a non-magnetic matrix in (a) zero-field 
and (b) in case of saturation. 
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2.6.2 Origin of GMR 

N owadays, it is accepted that the GMR arises from a different scattering probability for 
different spin directions of the conduction electrans with respect to the direction of the local 
magnetization resulting in two different resistivities for spin-up (sz=l/2) and spin-down (s ~-
1/2) electrons, viz. pT and p! repectively. lf we accept for a magnetic moment that pT is 
indeed not equal to p! , we will co me back later to this point, then it is relatively 
straightforward to reason that this will he a difference in resistivity between the satuarated 
sistuation and a saturated situation. 

F or the situation that the magnetization in the ferromagnetic crystallites are aligned parallel, 
the current can he subdivided in two independent currents according to the two current model 
[20]: a spin-upand a spin-down current of electrons, see Fig. 2.23 (a). The resistance will he 

R = pTp! 
P pT +p! (2.42) 

In case of antiparallel magnetizations, every electron spin will have its spin direction 
alternatively parallel and antiparallel to the magnetization when it traverses the several 
crystallites, which may occur in a multilayer system but will in general not occur in a granular 
system. In the case that the number of crystallited that heve their magnetization pointing 
upwards is equal to the number of crystallites with the magnetization pointing downwards, the 
situation is described by Fig. 2.23(b) and the resistivity is consequently given by: 

RAP=~(pT +p! ). (2.43) 

Cernparing Rp and RAP it is clear that the resistivity in the antiparallel (AP) situatienis different 
and larger than the resistance in the parallel situation (P). An alternative way of presenting the 
ferromagnetic and antiferromagnetic state is presented in Fig. 2.23(c) and (d). The reason why 
this has been done becomes clear insection 2.6.4 where we will discuss the spin-flip scattering. 
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a) parallel 

d) antiparallel 

Fig. 2.23 Resistance in case of (a) parallel magnetization and (b) antiparallel magnetization. 
In (c) and {d) the paralleland antiparallel state are presenled in an alternative way. In the 
latter case the spin-up and spin-down electrons switch channel. 

To conclude this section we briefly discuss why pl .Ppl, i.e. the origin of spin dependent 
scattering becomes clear when we consider the density of states of the 3d bands of the 
ferromagnets Fe, Co and Ni. For these, the d-band is splitted for spin-up and spin-down 
electrons and are shifted relative to each other, resulting in a different density of states D at the 
Fermi energy Ep, viz. Dl and Dl respectively. Clearly, this shift is the origin offerromagnetism 
of Fe, Co and Ni. Now the transport occurs by conduction electrons: the s- and p-electrons. 
The corresponding energy bands have no assymetry with respect to the spin direction. 
However, the reason for pl being not equal to pl, is due to the fact that the scattering 
probabilities of the d-scattering processes is proportional to the final density of states. 

2.6.3 Tunnelling magnetoresistance (TMR) in granular magnetic films 

In granular alloys where ferromagnetic metalic clusters are dissolved in a insulating matrix, it is 
possible that electrons can tunnel through the insulating harrier. The magnetoresistance in this 
case is often called tunneling magnetoresistance (TMR). It has been recently observed in highly 
resistive CoAlO granular magnetic films The resistivity shows a non-Ohmie character and a 
non-metalie temperature dependence. This has been explained by Sheng et al. [21] in terms of 
electron tunneling between the grains and shows an exponential behaviour with temperature, 
VlZ. 
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(2.44) 

This is the resistivity in zero field in the case of non-magnetic clusters. Inoue et al. [22] 
showed that the conductance a= 11 p for ferromagnetic metalic clusters is dependent on the 
relative magnetization m, by 

(2.45) 

where m is the magnetization normalised to the saturation magnetisation: m=O corresponds to 
a random distribution of the magnetization directions and m= 1 corresponds to the saturated 
situation. P is the polarization which represents the asymmetry in the density of states for 
different spin directions and is defined as 

P=DT -DL. 
DT +DL 

(2.46) 

Here, DT is the density of states at the Fermi level for spin-up electrons whereas Dl is the 
density of states at the Femi-level for spin-down electrons. l\1R(m), which is the magneto
resistance as a function ofthe relative magnetization mis defined as (compare Eq. (2.41)): 

MR(m)=100%· p(m)-p(m=1). 
p(m=1) 

(2.47) 

l\1R(m) behaves as P 2(1-m2)/(1 +P2m2
) ~ P 2(1-m2

) for small values of P. The maximall\1R ratio 
is now P2

. This means that in case of Fe the maximum l\1R ratio is achieved at 16%, because 
P=40% for Fe (table 1). From this model it also follows that ifno other mechanisms take place 
than tunneling, the l\1R ratio should be temperature independent. 

TableI Polarization and maximum (theoretica!) MR ratio of three magnetic d-metals [22]. 

me tal polarization P (%) maximum MR ratio (%) 

iron (Fe) 40 16 

Cobalt (Co) 34 12 

Nickel (Ni) 23 5.3 
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2.6.4 Temperature dependenee of MR 

As mentioned just before the MR. ratio will not be temperature dependent when the resistivity 
and thus the conductanceis just determined fully by the tunnel resistance. However, in practice 
spin-flip scattering processes are expected to occur. Since these processes depend on 
temperature and have the tendency to mix the currents of the two spin directions, the MR. ratio 
may decrease with the temperature. Fert et al. [20] proposed this mechanism for temperature 
dependent resistance in ferromagnetic matenals diluted with transition metal ions and applied 
the resistor scheme illustrated in Fig. 2.24 to describe this. 

Fig. 2.24 Equivalence circuit of granular alloy including spin-mixing (pt !}. 

The resistance of such a circuit is given by (see also Fert [20]): 

pp_+pt !(p++pJ 
p--------

p++p_+4ptl 
(2.48) 

where P+ and p_ denote the resistivities of the majority and minority electrons respectively, 
andwhere pt! is the spin-mix resistivity, descrihing spin-flip scattering processes which tend to 
equalize the tospin currents. This means that for pt! - oothespin-up and spin-down channel 
is entirely equalised, yielding MR=O, whereas for pt! - 0 the situation without spin flips is 
again obtained. The resistivities P+ and p_ consist of the sum of the part of the grains with 
magnetizations 'up' and the part with magnetizations 'down': 

p =.!_ N pf +.!.(1- N)p! 
+ 2M 2 M ' 

p =.!_Np! +.!.(1- N)pf. 
- 2M 2 M 

(2.49) 

Here, Mis the total number of grains and Nis the number of grains with magnetization 'up', 
teading to a resistivity pt and M-N the number of grains with magnetization down, teading to a 
resistivity pl. By applying a field the granular alloy is saturated if N=M and if no field is 
applied N=M/2. 
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From this circuit model the resistivity p can be calculated as a function of the relative 
magnetization m. This is done by substituting Eq. (2.49) into Eq. (2.48) and using m=(2N
M)IM. 

(pT -p!)2 
p=.!.(pt+p!)-.!.m 2 . 

4 4 pT +p! +4pT ! 
(2.50) 

This can be regarded as the general formula for the resistivity in a field. If no spin-mixing 
(pT ! =0) is present Eq. (2.50) returns to the usual two current model: for m=I the parallel 
situation of Eq. (2.42) is described For m=O the antiparallel (or random) situation, see Eq. 
(2.43). The temperature dependenee can now be obtained by comparison ofEq. (2.50) and Eq. 
(2.45). This enables one to express pT+p! and pT -p! in termsof Po. exp(C//1) and P. The 
result is: 

2 c p0exp(2-) 
p=p exp(..E_)-m 2P 2 .ft 

0 .ft c 
p0exp(-)+pT! 

{t 

(2.51) 

Clearly, pT! becomes sufficiently large (at high temperatures) and total mixing of spins takes 
place and the resistivity is no Jonger dependent on m. The spin-mixing rate at finite tetnperature 
has been modeled by Fert et al. [20] showing that, without going into details, pT! must be 
proportional with P.. Because the spin-flip resistivity can be described with a P.-law and not 
with an exponentionallaw as in Eq. (2.45), it follows that the GMR ratio becomes temperature 
depend ent. 

This model description will be used in the interpretation of the magnetoresistance data in 
chapter 5. We would like to emphasize the simplicity of this model, since some rather crude 
assumptions have been made, such as the averaging over the crystallites in series with just 'up' 
and 'down' magnetizations. However, the effect of spin-mixing in the tunneling magneto
resistance effect havenotbeen treated in literature so far. Our model can beregardedas a first 
attempt. 
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3 High frequency p measurements 

3.1 Introduetion 

Up till now, frequency dependent magnetic permeability measurements were performed with a 
set-up operating in the low frequency range: from 10 kHz up to 13 MHz. In future applications 
high permeabilities also for high frequencies are required. Moreover, to study loss mechanisms 
in the dynamic behaviour of magnetic films, it is desirabie to investigate the behaviour in an as 
wide as possible frequency range. Therefore efforts have been made to extend the frequency 
range up to 200 MHz. This chapter describes how this is done and discusses the complications 
connected with the extension ofthe frequency range. The build up ofthis chapter is as follows: 
Section 3.2 addresses the principle of the frequency dependent permeability measurements. 
From this it becomes clear that the measurement ofthe inductance of a coil plays a central role. 
Therefore some attention to this is given in section 3.3. Section 3.4 describes the measurement 
procedure: in high frequency permeability measurements, the measuring coil will resonate at a 
certain frequency, related to the stray capacity of the coil and the sample inside. How to 
correct for this complication will be discussed also. Section 3.5 gives a summary of the 
advantages and disadvantages of the high frequency set-up above the low frequency set-up. 
Finally, section 3. 6 will draw conclusions and give recommendations. 

3.2 Principle of the measurement 

To measure the magnetic permeability p. as function ofthe frequency, use is made of a coil, in 
which a sample is placed (Fig 3.1 ). 

coil 

Fig. 3.1 Principle of a frequency dependent magnetic permeability measurement. 

The determination of p. involves measurement of the electrical impedance Z of a coil. This 
impedance is determined by the resistance Rand inductance L ofthe coil Z=R+jwL. In turn the 
inductance depends on the magnetic permeability of the magnetic sample. If the sample fills the 
coil completely, the (complex) self inductance L, which is defined as the flux through the coil 
divided by the current, is given by: 

A N 2A 
L=JJ.oPr -

1
-. 

c 
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3. High frequency Jl measurements 

Here, Nis the number of windings and lc is the length of the coil, while A is the cross sectionat 
area and fl, =p' -jp" is the complex relative magnetic permeability of the sample. So, in 
principle a (frequency dependent) measurement of the impedance and thus the inductance L 
enables one to determine the magnetic permeability. 

In practice, the sample (a thin film) will not fill the coil completely, but the total magnetic 
flux in the coil will be generated partly by the sample and partly by the surrounding air in the 
coil. So if one is interested in the permeability of the sample, one should correct for the flux 
through the air. This is done by subtracting the inductance L0 of an empty coil from the 
inductance L of a coil with a sample inside. Experimentally, this means that two measurements 
should be performed: a so-called sample measurement and a so-called empty measurement. It 
is a straightforward matter to derive an expression for the difference between those two 
inductances. The difference is given by: 

(N.!...)2 
L-L0=p0 ;c A(fl,-1). (3.2) 

Here, A is the cross sectionat area of the sample width times thickness. When consiclering this 
expression one notes that L-L0 can be considered as the inductance of a fully filled coil with the 
coil length equal to the sample of length l, thus with an effective number of windings equal to 
NI/ lc, see Fig. 3 .1. If the coil and sample dimensions are known and the inductances have been 
obtained from measurements, the magnetic permeability can be calculated. 

It should be noticed that the magnetic permeability extracted from the above considerations, 
must be corrected. There are a two sourees of error which can influence the permeability, 
besides the demagnetizing field already discussed in chapter 2: 

1. The applied field is overestimated, the field is not homogeneous: at the end of the coil, the 
field becomes weaker. 

2. The magnetic flux is only detected partly, because some flux lines close inside the coil. 

Both errors have an effect on the inductance because they alter the amount of flux enclosed by 
the coil. Both errors are estimated and discussed extensively in [23]. F or now, its sufficient to 
mention that the first error can be corrected with a factor C H which corrects for the 
overestimating of the applied field at the ends of the coil, and the second error with a factor C1 
which corrects for the missing flux. Both factors are smaller or equal to 1 and the magnetic 
permeability fle.ffofthe sample will be 

(3.3) 

As mentioned fleff may subsequently be corrected for the demagnetizing field as mentioned in 
chapter 2 to obtain the intrinsic (material determined) magnetic permeability flr,; by applying 
Eq. (2.14). 
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3.3 Refleetions on the indoetanee 

From the foregoing it is clear that determination of J1 completely depends on a reliable 
measurement ofthe inductanceL and on the validity ofEq. (3.1). This section focusses on this 
matter. The electrical circuit ofthe measuring coil is presented in Fig. 3.2. 

L 

Fig. 3.2 Equivalence circuit of the measuring coil. 

The frequency dependent impedance Z( w) of this equivalence circuit ts given by the 
express10n: 

Z( w)=R0 +jwL( w), (3.4) 

where R0 is the DC resistance of the coil. We designed a coil holder usable for measurements 
ofpermeabilities at strips of34 x 5 mm2

. This holder is shown schematically in Fig 3.3. 

1~00000000000000000000000~ 

ll ,, 
u 

connector 

Fig. 3.3 Coil holder for permeability measurements at magnetic strips of 34 x 5 mrrr. 

The coil holders contain 25 small holes and is able to carry 24 or 12 windings. Five coils were 
prepared to investigate. By means of a HP-4195A spectrum analyser which is connected toa 
HP-41951-60001 impedance test adaptor, the frequency dependent impedance was measured. 
In Fig 3 .4 the imaginary parts of the impedances of the empty coils are given. The frequency 
range is 10-1000 kHz, where the effect ofthe stray capacity (see section 3.4) is insignificant. 
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3.0 
-o-~ 1111'\ 24 tl.rns 
--6--1=41 1111'\ 24 tl.rns 

2.5 1=48 1111'\ 24 tl.rns 
-o-1=481111'\ 24 turns (thin w re) 

2.0 -<>--1=481111'\ 12 tums (thin w re) 

a - 1.5 
N' -E 1.0 

0.5 

frequency (kHz) 

Fig. 3. 4 The imaginary part of the impedance is shown logether with a fit: linear regression 
which is basedon the equivalence circuit description ofthe coil, Z(w)=R0+jwLO' 

It appears that the measured impedance can be described very well by Z(w)=R0+jwL() From 
the slope of the figure, the inductance L0 (of the coil without sample) can be obtained. The 
results of these inductances are summarized in table IT. In this table also the calculated values 
basedon Eq. (3.1) are given. 

Table ll: The dimensions of several coils and the measured and calculated inductances for 
the case that no sample is inside. The last column represents the magnetic permeability of a 
FeHfO layer as determinedfrom experiments employing the several coils. 

Coilnr. Coil number wire experimental calculated p' 
length oftums diameter inductance L inductance L (100kHz) 
(mm) (mm) (nH) (nH) 

I 34 24 0.5 454 373 ± 53 1250 

2 41 24 0.5 408 309±44 1230 

3 48 24 0.5 396 264 ± 38 1210 

4 48 24 0.3 432 264 ± 38 1250 

5 48 12 0.3 216 66± 11 1250 
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The first three coils are all the same with exception of their coil Iengths. The cross sectionat 
area is 17.5±2.5 mm2 and they all contain 24 windings, only the spacing between the tums is 
varied. Consiclering these coils, it is noted that the inductance of the coils is Iarger than 
expected from the simple formula ofEq. (3.1). They seem to detect more magnetic flux than is 
calculated (L=f/J/1). The reason why the measured inductances differ so much from the 
calculated ones, is not very clear. One could suggest that the tums of the coil are not 
sufficiently close to each other, so that not all magnetic flux is detected by the coil. However, 
this would lead to a experimental inductance that is lower than the calculated values which is 
not in agreement with the observation. 

The last two coils in the table possess a thinner wire (0.3 mm) than the first three coils (0.5 
mm). Coil 4 has the same dimensions as coil 3 with exception ofthe wire diameter. It is again 
remarkable that the measured inductance is even larger than derived from calculations. Finally, 
coil 5 is comparable with coil 4 except for the number of tums, which is halved. From Eq. 
(3 .1) it follows that the inductance should diminish with a factor 4. Ho wever, the measured 
inductance only decreases by 45%. The discrepancy between the calculated and the measured 
inductance L0 of the latter coil is very large. These results may be explained by assuming that 
some supply wires also contain an inductance L which adds to the self-inductance of the coil 
and so enlarges the total inductance as measured with the HP-4195A spectrum analyser. 

If we use the coils to determine the magnetic permeabiltity of a typical FeHfO film by 
employing Eq. (3.2) the data inthelast column of the table are obtained. It follows that no 
significant differences in the permeability occur. This strongly suggests that the discrepancy 
between experiment and calculation in the inductances for different coils must be a certain 
constant (sample independent) offset, which is eliminated by subtraction, see Eq. (3.2). In 
further chapters of these reports where use is made of the HF set-up that this is indeed the 
case. The there presented permeability results are all obtained with coil 2 with a coil lengthof 
41 mm, unless stated otherwise. 

3.4 Measurement procedure 

To obtain the permeability in the high frequency (HF) range from the inductance, a HP-4195A 
spectrum analyser, which can be used to measure impedances up to 500 MHz, is connected to 
an HP-41951-60001 impedance test adaptor. The spectrumanalyseris connected toa PC and 
can be controlled via a LABVIEW program. The corresponding LABVIEW program will not 
be presented in this report. After initialisation and calibration, the coil is connected to the test 
adaptor. 

In general the inductance is a complex quantity. It is obvious from Eq. (3.4) combined with 
Eq. (3.2) that the lossesin the permeability, p" will appear as a frequency dependent electrical 
resistance. The real part of the permeability p' finds its expression in the imaginary part of the 
impedance. The spectrum analyser measures the frequency dependent impedance Z( cu) of a coil 
with a sample inside and the impedance Zo( cu) of an empty coil. From Eq. (3 .4) it follows that 
the DC resistance of the coil is eliminated if one calculates the quantity of interest L-L0=(Z
Z0)/jcu. As mentioned, by applying Eq. (3.2), the permeability can be derived. 

In Fig. 3.5 an impedance measurement ofcoil nr. 3 (48 mm) withand one without a (typical) 
sample is presented. 
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-o-sample 
5000 --o-empty [J 

-~ 01-----------... 
E 
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-10000 

1~ 1~ 1~ 
frequency (Hz) 

Fig. 3.5. Imaginary part of the impedance measured with the HF-set-up for a sample 
measurement and an empty measurement. A lso the relative difference of the two impedances 
isshown. 
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From this tigure it is obvious that the difference in the imaginary part of these impedances 
(which is directly related top') is very small. It may be clear that this is because we are dealing 
with thin films: only a minor part ofthe coil is tilled with magnetic material. Moreover, one can 
see that at a eertaio frequency the impedance explodes and is not a straight line anymore which 
is to be expected keeping Eq. (3.4) in mind. What happens is that due to an electrooie 
resonance, the impedance steeply increases. The most simpte equivalence circuit to describe 
this frequency behaviour ofthe impedance is given in Fig 3.6. 

L 

c 

Fig 3. 6 Equivalence circuit with stray capacity. 

The resonance frequency of this circuit equals 

1 
(J) =-

res .jEE' (3.5) 

where C is the stray capacity of the coil or the coil with sample. Because the resonance 
frequency for both measurements (the one withand the one without sample) are not the same, 
an accurate determination of the permeability is not possible near this frequency. Only 
sufficiently below the resonance it is possible to determine p. However, in order to do this one 
still has to eliminate the effect of the capacity from the measured impedance Zexpt: the 
impedance Z in which one is interested is related to the measured impedance by: 

1 jCJC. 
Z R +j wL Z expt 

1 1 
(3.6) 

Which capacity mustbetaken into account and how this is measured will be discussed below. 
A problem that arises is the fact that the capacity of an empty coil may not be equal to the 

capacity of a coil with a sample inside. In case of an empty coil, the capacitance appears 
between the tums of the coil. In case of a sample measurement, an additional contribution to 
the capacity appears, viz. between the wires of the coil and the surface of the conducting 
sample. Based on this, the capacity of coil with sample will be higher than the capacity of a coil 
without sample. This is, besides the larger inductance, because of the higher permeability, also 
a reason why the resonance frequency in Eq. (3.5) shifts to lower frequencies, see Fig 3.5. It is 
possible to take into account two different capacities in order to obtain the inductances from 
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the impedances. Another way is, to perform an empty measurement with a non-magnetic 
sample ofthe same dimension as the magnetic sample, as was done by v.d Riet [24]. 

We prefer a different method, which becomes clear after considering Fig. 3. 7 in which the 
theoretica! magnetization curve of a magnetic sample with uniaxial anisotropy is presented, 
when measured in the hard axis direction. 

H 

Fig. 3. 7 Magnetization curve of a magnetic sample with uniaxial anisotropy measured in the 
hard axis direction. 

At a certain magnetic field, the sample gets saturated. The magnetic susceptibility x, which is 
the slope of this figure, is zero from this point on up to larger field and therefore the relative 
permeability Jlr equals one. This is the same value as for air or in other words, the empty 
measurements can be replaced by a measurement with a saturated sample. In practice this 
means that instead of an empty coil, a coil with the sample positioned in a magnetic field is 
used in the empty measurement option. After the empty measurement, the magnets which are 
used to saturate the sample, are taken away to perform the sample measurement. An advantage 
of this method is that the capacity, in both the empty measurement situation as well as the 
sample measurement situation, is the same. Additionally, there is the advantage of the 
avoidanee of slight changes in the contact resistance between coil and test fixture when the 
sample is positioned inside the coil, which can influence the accuracy measurement. Namely, 
the coil will not be touched between the two measurements. In Fig 3.8 the holder of the 
magnets is shown schematically together with a coil with a sample within. 

coil with 
sample 

.""' 
-------

""' 

···------------------------- ""' ----------

... --------

I~ ""' ~ ... ... 
"· ------.: 
magnetics 

""' 
magnetic holder 

Fig. 3.8 Magnetic holder with a (saturated) magnetic sample positioned inside the coil. 

48 



3. High (requency f.l measurements 

Because the magnets are rather close to the coil, it is possible that some extra capacity is 
introduced, which would eliminate the advantages of this procedure. So, this metbod is only 
allowed if no significant extra capacity plays a role. Whether this is the case or not, can be 
examined with some frequency dependent impedance measurements. We performed two 
measurements. First an empty measurement (without magnets placed near the coil) and a 
second new empty measurement with the magnets placed around the coil. The difference in the 
imaginary part ofthe impedances of these two measurements is shown in the graph ofFig 3.9. 

frequency (Hz) 

Fig. 3. 9. Difference in the imaginary part of the impedance obtained from an empty 
measurement with an empty coil and a measurement performed with magnets placed around 
the empty coil. 

We indeed conclude that for frequencies up to 200 MHz, the (relative) difference in the 
imaginary part of the impedance between the two measurements are rather small. So the effect 
of the extra capacitance related to the magnets can be neglected. It is obvious that the metbod 
with the saturated sample will lead to a different stray capacity than the metbod with the empty 
coil. This appears also from Fig 3 .1 0 in which the imaginary parts of the two measurements are 
plotted. In the same figure, a fitbasedon Eq. (3.6) is given for the imaginary parts. 
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Fig. 3. 10 Jmaginary parts of the impedances jor an empty coil (a) and for a coil with a 
saturated sample (b). The data points extractedjrom measurements are plotted tagether with 
a function that describes an inductance and a resistance in series, both parallel to a capacity. 

From the true empty measurement, it fellows that a stray capacity of 1.05 pF describes the 
impedance the best as distinct from the 'empty' measurement situation with the saturated 
sample which yields a capacity of 1.30 pF. The difference in both capacities finds its expression 
at frequencies above 10 MHz and becomes significant motivating again the necessity of the 
above correction scheme. 

The stray capacity only plays role at high frequencies. This is the reasen that there merely 
must be corrected in the HF set-up for this effect and that for the LF-permeability set-up used 
at Philips these corrections are not neccesary: the frequency range is between 10 kHz and 13 
:MHz. That the C-correction is important fellows again from the next figure. 
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Fig. 3.11 Correction for stray capacities. Figure (a) is showing the complex permeability as 
follows from the impedance measurements using the simple equivalence circuit of Fig. 3.2, 
while Fig (b) represents the permeability as calculated with the equivalence circuit of Fig. 
3.6. 

In this tigure the magnetic permeability as a function of frequency is shown for the case that 
one neglects the correction and for the case that it is taken into account. Because the total 
stray capacity is build up as the sum of the capacity between the tums of the coil, and the 
capacity between the wire of the coil and the film, it is self-evident that the capacity depends 
on the sample dimensions. For example, the capacity is expected to increase with increasing 
length of the sample. 
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Up till now only the low frequency behaviour of the coils is discussed to determine the 
validity of Eq. (3.1). To conclude this section we have to be able to perform permeability 
measurements up to 200 MHz, so a (better) fit of L and C is neccesary. Also the final 
parameters of the coil which we have used in the HF permeabilty measurements will be 
presented. 

At the same manner as described above, the frequency dependent impedance of coil nr. 2 
( 41 mm) in table TI is measured, again with a saturated magnetic sample with length 34 mm 
and width 5 mm. The imaginary part is plotted in Fig 3.12. Again a fit fitnetion is plotted that 
describes a resistance R0 and an inductance L0 in series, parallel to a stray capacity C. The two 
main fit parameters are L0 and C because the resistance is very small (-0.5 Q) and does not 
play a considerable role in the fit. On purpose, the inductance is left as a free parameter to 
create an extra degree of freedom in the high-frequency range. Fig 3.12(a) depiets the 
imaginary part ofthe experimental and the calculated impedance, while Fig. 3.12(b) shows the 
relative difference between the experiment and the fit. 

C=(1.20 +/- 0.05) pF 
L=(390 +/- 10) nH 

1=41mm 
N=24turns 

1~~~~~~----~~~~----~~~~~ 

1if 1~ 1~ 1~ 

frequency (Hz) 

Fig. 3.12 Imaginary part of the impedance of a coil with length 41 mm and 24 turns, as 
follows from measurements by the HP-4195A spectrum analyser together with the best fit 
function (a). The relative difference between the measurement and the best fit function is 
depicted in (b). 

52 



3. High frequency /l measurements 

The difference between the experiment and the fit, shows that at frequencies above 10 MHz 
the fit is good within 2%, while for Iow frequencies the discrepancy is somewhat Iarger. The 
best fit gives a capacity of 1.20±5 pF and an inductance L=390±10 nH. The inductance as 
derived from these experiments is slightly smaller than the previous result (table ll), but it is 
within experimental accuracy. 

The final coil parameters are shown in table nr. It should be noted that the capacity is only 
reliable for a sample with dimensions 34 mm x 5 mm. The capacity is expected to increase with 
increasing sample area. 

Table 111 Co i/ parameters of the coil used for permeability measurements at strips of 34 x 5 
mm2

• 

coil parameter value 

length 41.0±0.5 mm 

cross sectionat area 17.5±2.5 mm2 

number of windings 24 

inductance 390±10 nH 

stray capacity 1.20±0.05 pF 

resistance 0.5±0.1 Q 

All HF p measurements presented in this report were obtained using these parameters. 

3.5 Comparison ofthe HF and the LF set-up 

At Philips research also use is made of a LF -set up, to perfarm impedance measurements to 
obtain the permeability. The frequency range is 10 kHz - 13 MHz. As mentioned in the 
previous section, correction for the stray capacity of the coil with the sample inside is nat 
necessary for this frequency range. Because there is some overlap between the frequency 
ranges of bath set-ups, it is possible to campare the permeability obtained with bath 
equipments, see Fig 3.13. 
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Fig. 3.13 Comparison of J1. measurements performed with the HF- and the LF-permeability 
set-up. 

There seems to exist some discrepancy between the permeabilities measured with the different 
equipments. This is not very strange when the different methods are regarcled more precisely. 
The HF permeability set-up only uses a single coil. This coil serves to generate the current and 
the flux in the coil and is also used as a piek-up coil i.e. to detect the flux changes in the coil. 
The LF set-up on the contrary, commonly contains two coils, a long one to generate the field 
(the field coil) and a small one to piek-up the flux (the measuring coil). This forms an 
advantage of the LF equipment, because two opposite requirements can be formulated, which 
should be balanced. The first requirement is to aim at a homogeneous magnetic field in the coil 
and therefore also in the sample. Near the ends of the co i!, the field is smaller, see Bernards at 
al. [24]. This implies that the average field applied to the sample is lower than expected. As 
discussed in sectien 3 .2, there is an estimated correction for this effect. But if the length of the 
coil is small in comparison with the sample length, this correction becomes dominant which is 
not desirable. Based on this one would prefer as as long as possible coil. On the other hand, it 
can be argued that to length of the coil should be small compared to the sample length. This is 
connected with the fact that some flux lines originating from the sample close inside the 
measuring coil without being detected. As discussed in [24] one can correct for this effect 
al ready mentioned in sectien 3 .2. This missing flux correction is smallest for long samples with 
a small demagnetizing field. Thus, the coil length has to be small compared with the length of 
the sample. These conflicting requirements are not easy to fulfil with one coil in the so-called 
'single coil' mode such as used currently in the HF set-up. However, in the 'mutual coil' mode 
( used in the LF set-up) these aims can easily be pursued. A long coil is used to generate the 
magnetic field, while a second short coil is used to detect the magnetic flux. The latter coil is 
positioned inside the first one. 
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3. High frequency y. measurements 

The aim for field homogeneity is easily fulfilled also in the HF set-up. The differences which 
appear from measurements originate from the missing flux correction C1 Because of this 
correction factor which is sample dependent by the demagnetizing factor, there will always be 
a systematic difference in the permeability measured with the HF single coil set-up and the LF 
mutual coil set-up. 

Commonly, the LF set-up is used in the mutual coil geometry. However, to cernpare the 
equipment of the LF and HF set-up more accurately, we have used the LF set-up with the 
single coil method (Up till now it is not possible to use the HF set-up in the 'mutual coil' 
mode). From permeability measurements it appears that the permeability is in agreement to a 
satisfactorily degree for both methods. Fig 3 .14 compares the measurements performed on the 
two set-ups. 
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Fig. 3.14 Comparison of the permeability measured with the LF set-up and the HF set-up, 
both in the 'single co i/' mode. 

Finally, we present in table IV some experimental ,u-data performed with three different 
procedures, viz. 1) the LF mutual coil set-up, 2) the LF single coil set-up 3) the HF single coil 
set-up. It seems that no significant differences between the LF-single mode and the HF-single 
mode appear 
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Table IV Comparison of permeability measured with different set-ups. 

LF-mutual: p '(100kHz) LF-single: p '(100kHz) HF-single: p '(100kHz) 

778 791 1007 

2603 2247 2410 

3619 3174 3336 

6242 5012 5222 

12794 10694 9717 

3.6 Conclusions and recommendations 

Because of the correction of the stray capacity, the HF permeability set-up is able to measure 
frequency dependent magnetic permeabilities up to 200 MHz. This allows one to investigate 
e.g. eddy currents and ferromagnetic resonance, which play a role at high frequencies. This has 
been the main motivation to extend the frequency range which used to be up to 13 MHz for 
the LF set-up. Additionally it can also be utilized for frequency dependent resistances up to 
500 MHz, which is the limit of the HP-4195A. The HF permeability set-up and the LF 
permeability set-up give almost identical penneability results, when bothare used in the 'single 
coil' mode. As distinct from the LF permeability set-up, the LF permeability set-up is able to 
use the more accurate 'mutual coil' method, in which one coil is used togeneratea magnetic 
field, while the other coil is used to detect the flux changes in the coil. They give comparable 
results. The relatively small systematic differences are due to an error made in estimating the 
missing flux correction factor C1 in the case of a single coil. Currently the frequency range in 
which reliable p measurements can be perfonned is limited by the electronic resonance of the 
used coil. One way to eliminate the resonace by shifting it to higher frequencies is to diminish 
the stray capacity. One possible way to achleve this is to use a sort ofwaveguide insteadof a 
simple coil. 
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4 Other experimental techniques 

4.1 Introduetion 

In this chapter the experimental techniques, which were not reviewed in the previous chapter, 
are briefly discussed. Section 4.2 gives a review ofthe preparation ofthin films, including the 
reactive sputtering and the annealing treatment. Although the description is given in the special 
case of FeHID thin films, it is a general description which also sufHees for other similar 
materials. Section 4.3 describes the magnetic characterisation (BH-loop and magnetostriction 
measurements) and section 4.4 the electrical characterisation techniques. Finally, insection 4.5 
a structure analysis technique, X-ray diffraction, is briefly discussed. 

4.2 The preparation of FeHfO thin films 

4.2.1 Reactive sputtering 

One of the deposition methods that is quite often used in research and production is reactive 
sputtering. By means of this technique it is possible to deposit thin films of metals, metal
oxides, -nitrides and -carbides on a substrate. The principle of the technique is as follows: By 
applying a large constant negative voltage at the target ( cathode) and by grounding the 
substrate (anode), electrans will be accelerated to the substrate, on their way colliding withAr 
atoms to form Ar+ ions and other (secondary) electrons. Consequently, an Ar plasma will be 
formed, with a degree of ionisation of about 10-4 [25]. The positive i ons will be accelerated to 
the target where various processes can occur. Apart from reflections of the ions, emission of 
radiation and structural rearrangements at the target surface, bombarding ions may be 
implanted in the target which can result in the ejection of deposition material or the release of 
secondary electrons. The secondary electrans will make the glow discharge self-sustaining. The 
released material condenses on a substrate to forma thin film. The bombarding particles must 
be inert to avoid chemical reactions on both target and substrate, which is the reason why 
argon (Ar) is often used. Additionally, it is possible to insert some reactive gasses such as 
oxygen (02) to promote reactive sputtering. 

When the sputtered atoms reach the substrate, they are absorbed and diffuse across the 
surface until evaporation or junction with other atoms takes place. The growth of the film 
occurs by nucleation of a few atoms which start to form clusters, which can grow to a sort of 
metastable islands. At last they shall coalesce and form a continuous thin film. The process of 
sputtering can be influenced by varying the total pressure, the partial pressure of the reactive 
gasses and the applied power. 

The simplest way to sputter is by applying constant negative voltage difference. This is so
called DC diode sputtering which will not be discussed here, because it is hardly used 
nowadays. A more common and more efficient method to deposit thin films is RF diode 
sputtering. By superimposing a high frequency AC voltage (MHz region) on the DC voltage, it 
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is possible to obtain a higher ionisation efficiency. This is because it takes a langer way for the 
electrans to travel to the substrate, so they can collide with more Ar atoms to form ions. 
Therefore lower pressures are su:ffi.cient to get a self-sustaining plasma. Additionally, with DC 
sputtering it is not possible to produce insulators. For more thorough discussions of the 
technique of sputtering we refer to [26]. 

The deposition of all the FeHfO thin films in this report is done in a Perkin-Elmer 2400 RF 
diode sputtering system, which is shown schematically in Fig. 4 .1. 

matching I rl MFC ll 
network 

t---- I FeHftarget I 1-- Ar 

I ~ MFC2 1 

RF power 95% Ar+ 5% 

supply 
vacuum chamber 

I substrates I 
I substrate holder I ionisation 
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turbo mole- liquid N2 
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t 
pre vacuum I-

pump 
T 

Fig. 4.1 The Perkin Elmer sputtering model 2400 utilizedfor RF reactive sputtering. 

The vacuum chamber is evacuated by means of a roughing pump, a turbo molecular pump and 
a liquid nitrogen trap/pump to a base pressure below 5·10-7 mbar. The pump speed can be 
controlled by a throttle valve between the turbo pump and the chamber, because a too high 
pressure can cause turbulence. A 13.56 MHz RF generator supplies the power for the glow 
discharge of the plasma, controlled by a Randex matching network and a power stabiliser. This 
matching network contains variabie resistances, inductors and capacities. The power supply is 
variabie which is necessary to control the deposition rate of the films. A circular 15 cm 
diameter water caoled F eHf alloy target with 83.3% Fe and 16.7% Hf is used to sputter. The 
distance between the target and the substrate is about 5 cm. Oxygen and argon flow rate ratios 
are adjusted for each deposition to vary the incorporation of oxygen in the films. Two gas 
i niets are utilized for this goal: one inlet for Ar with a maximum flow of 100 sccm1 and one 
with a mixture of 95% Ar and 5% 0 2 with a maximum flow of 20 seem. The gas flows are 

1 seem: standard (273 K, 1 atm) cubic centimetre per minute. 
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mixed before entering the chamber and adjusted by the two mass flow controllers. Pressures 
above 1 o-3 mbar are measured with an MKS controller and lower pressures are measured with 
a Balzers IMG 060B ion gauge controller. The total pressure of the system is for the 
depositions in this report typically 4 to 5 mbar, dependent on the gas flow rates. 

The thin FeHfO films were deposited on D263 glass or on silicon (Si) substrates with a 
thermal Si02 layer of 0.3 J.lm thick. The glass substrates are cleaned in a sequence of six 
different baths containing 1) an alkaline soap, 2) running water, 3) an acid soap, 4)+5) (demi) 
water and 6) again in running demi water. Here, both soap baths were at a temperature of 
about 70 oe. Both the glass and silicon substrates have dimensions 5 x 34 mm2 to facilitate 
accurate and easy magnetic measurements. The thickness ofthe glassis about 0.33 mm and the 
thickness of the silicon is about 0.54 mm. Too thick substrates may hinder accurate 
magnetostriction measurements. 

Before the sputtering can start, the target is commonly presputtered to remove absorbed 
gasses. We used typically 30 minutes because the system had no load-lock and priortoeach 
deposition the system neerled to be exposed to air to load the substrates. After the pre
sputtering of the target, the substrates are sputter etched in argon (without reactive gasses 
such as oxygen) for 2 minutes again with the purpose of removing absorbed gasses. During the 
latter process, the substrate serves as a matter of speaking as a target. The substrate bias 
voltage is now -30 V and the power supply is now chosen to give 300 W. During sputtering 
the target voltage is -200 V and with the power supply at 500 W films are produced with 
growth rates of0.7 to 0.8 J.lm per hour. 

4.2.2 Annealing 

After the deposition the as-deposited samples receive an annealing treatment in a magnetic 
field to induce uniaxial anisotropy, see the requirements discussed in chapter 1. During 
annealing in a magnetic field actually several processes invalving rearrangements of atoms may 
occur: By heating, crystallisation of Fe is promoted. Also precipitation of Hf atoms from Fe 
crystallites is expected to take place since Hf only has a very limited solubility in Fe. 
Furthermore, Fe, Hfand 0 atoms may form Hf02 and F~03 • Apart from this, rearrangement of 
atoms in pairs due to the magnetic field is expected to take place. This latter mechanism 
provides uniaxial anisotropy. By rotating the sample in the field, after it has been given an 
anneal treatment in a static field, the net anisotropy can be reduced. Annealing in zero field will 
stabilize a random domain structure by inducing uniaxial anisotropy locally parallel to the 
magnetization within the domains. 

Besides the conventional classical thermal processing (eTP) based on resistive heating 
which has not been used here, there is another method of annealing: rapid thermal processing 
(RTP). It is this method that has been used to anneal our samples. In contrast with eTP, RTP 
is based on heating by radiation. The advantage is that the efficiency of the power supply is 
higher: all the energy will be supplied to the sample, instead of the surrounding walls. At 
Philips Research in Eindhoven, an AST Elektronik SHS 1000 MA prototype RTP reactor is 
used for the annealing treatments [27]. The applied magnetic field provided by an 
electramagnet is approximately 48 kAlm. In a few seconds the sample can be heated up to the 
desired temperature, because annealing based on radiation is a very effective method. Heating 
rates are typically 10 oefs. By means of a rotor, it is possible to do annealing treatments with a 
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rotating sample in a constant magnetic field. In the present work we used a static rotor unless 
stated otherwise. The annealing treatment in the case of rotating field annealing is shown 
schematically in Fig. 4.2. 
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Fig. 4. 2 Schematic representation of the annealing treatment in a rotating magnetic field 

This tigure depiets the temperature as a function of time. During the first stage, the ramping 
stage tramp• the temperature will raise from room temperature up to the desired annealing 
temperature. The next stage is divided in two sections: during a eertaio amount of time tstat the 
sample will be positioned in a static field and during the remaioder of the annealing time trot> the 
sample will be rotated in the magnetic field. Both sections take place at a eertaio constant 
temperature TRrP· During the final stage, the heating power supply is shut down causing the 
sample to cool down to room temperature Troom· 

4.3 Magnetic characterisation 

4.3.1 BH-loop measurements 

A simple method to measure the hysteresis loops (the magnetic induction Bas function ofthe 
applied magnetic field H) of soft magnetic material will be discussed here. In principle, this 
technique is not much different from the set-up ofthe magnetic permeability (see chapter 3) in 
the mutual set-up. Two coils are used for this aim: a primary coil generates a magnetic field 
and a secondary coil will piek up the response ofthe magnetic sample (Fig. 4.3). 
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secondary coil 

~~iiiiiii®J'D)iiii22Îbl sample 

primary coil 

Fig. 4. 3 Measurement circuit of the BH loop measurements. 

A low frequent AC current produces a time dependent magnetic field in the primary coil. The 
secondary coil {n2 tums) will piek up an induction voltage 

d(/J 
~nd, 2(t)=-n2 dt • (4.1) 

with f/J the time dependent magnetic flux in the secondary coil caused by both the field of the 
primary coil and the sample contribution. In the set-up used at Philips Nat. Lab. the primary 
coil is positioned inside the secondary coil. Another possibility is to conneet both coils by a 
magnetic core as was done by Schmidt et. al. [28]. The magnetic flux depends on whether 
there is magnetic material in this secondary coil or not. Two measurements have to be done: 
firstly, a sample is put inside the secondary coil. Then the measured induction is equal to 

Vi~~mple = -n2~[BA +B air(Acoiz-A)]. 
dt 

(4.2) 

Here, B is the magnetic induction in the film, B air is the magnetic induction in the air, A the 
cross sectionat area of the film, and Acoil is the cross sectionat area of the secondary coil. 
Afterwards an empty measurement is done, teading to an induction voltage given by: 

V empty _ _ d [B ,A ] 
ind - n2 dt ai coil . (4.3) 

Eliminating the magnetic induction in the air B air by combining the above equations, leads to an 
expression for the time derivative of the magnetic induction in the sample, equal to 

~B(t)=-1-[V.empty (Acoil-A) _V. sample] 
dt .dmd A. md nr... coil 

(4.4) 

V;~~mple and V;:;pty are measured to determine B(t). On the other hand, H(t) is known from 
H(t)=n1i(t)/11 in which i(t) represents the current through the primary coil which in turn is 
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obtained by measuring the voltage Vlt) across a known resistance (R=l Q), which is in series 
with the primary coil: i1(t)=V1(t)IR. By integrating Eq. (4.4) and combining with the magnetic 
field H(t) the hysteresis loop B(H) can be determined. The equipment for the BH loop 
measurements is shown schematically in Fig. 4.4. 

HP 8116Apulse/ 
function generator 

Kepco operational 
power supply/ 

amplifier 

Fig. 4. 4 Equipment for BH loop measurements. 

D 

Tektronix 7854 
oscilloscope 

A HP 8116A pulse/function generator produces an altemating voltage with a frequency of 160 
Hz, which is applied by means of a Kepco operational power supply/amplifier. This voltage is 
applied to the primary coil and the 1 Q resistance. The Tektronix 7854 oscilloscope is used to 
measure and store the data of V1(t) and the induction voltages. The integration of the induction 
voltages and the calculations are also done by the storage oscilloscope, including the 
determination of the saturation magnetic induction, the remanence, the coercivity and the 
uniaxial anisotropy constant. After these operations, the data are transferred to the HP 
computer. A typical magnetization loop for a 2.1 J.lm thick FeHfO film with dimensions 34 mm 
x 5 mm is given in Fig. 4.5. 

10002000 

H CA/m} 

Fig. 4.5 Typical magnetization loop of a FeHfO thinfilm with dimension 34 mm x 5 mm x 
2.1 pm annealed at 400°C. 
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4.3.2 Magnetostriction measurements 

Magnetostrictive stresses are frequently determined by measuring the deflection of a film 
deposited on a substrate. When a magnetic film is saturated (magnetized) in a certain direction 
it will undergo a length change because of magnetostriction. This length change in turn will 
cause the film to bend. It is possible to derive a relation between the saturation magneto
striction constant Às and the deflection D ofthe film [28]: 

2 
Els 2 1+~ 

À=D----
s E;1 9/2 1 + v,' 

(4.5) 

where E1 and Es are the Y oung' s moduli, ft and ts are the thicknesses and 11 and ~ are the 
Poisson ratios of the film and the substrate, respectively. The Poisson ratios are often assumed 
to be equal. Further, I is the distance from a fixed end to the point at which the deflection is 
measured. Some relevant Y oung' s moduli are represented in table V. 

Table V. Somerelevant Young's moduli. 

Material Young's modulus E (GPa) 

glass D263 72.9 

Si 208 

GGG 225 

nano-Fe =100 

The experimentalset-up to measure the saturation magnetostriction is illustrated in Fig. 4.6. 
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Fig. 4. 6 Schematic representation of the equipment to measure the saturation magneto
striction. 
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A strip of magnetic material on a substrate is fixed at one end. In the present set-up /=28 mm. 
The Eureko 604 tone generator produces two sinusoirlal currents with a phase difference of 
90° and a frequency .f=20 Hz, which are amplified by a Philips FA 951 amplifier and directed 
towards two sets ofHelmholtz coil pairs which have their axes mutually perpendicular toeach 
other. These produce a rotating magnetic field in the plane ofthe film. The field must be large 
enough to saturate the sample since we want to measure the saturation magnetostriction 
constant. The field strength is typically 2 kAlm. Due to the rotating field, the length of the 
sample will periodically change because of the magnetostriction (section 2.2). Because of the 
uniaxial symmetry of the magnetostrictive length change, a positive and a negative field in a 
certain direction give the same deflection, i.e. the deflection of the sample changes with the 
double frequency: 2/(see Fig. 4.7). 

I 

D 
H~ H~ 

Fig. 4. 7 Magnetostriction measurements: deflection D of a strip fixed at one end, due to a 
rotating magnetic field 

A very sensitive optical sensor KD 100 transfers this small deflection into a voltage. The 
output voltage is proportional with the deflection, the proportionality constant being 3.9 
nrnlm V. This rms2 voltage is measured with a two phase EG&G Brookdaellock in analyser at 
a frequency 2/ and should be multiplied with a factor 2../2 to obtain the peak-pea~ voltage. 
The sign of the output voltage is the same as the sign of the saturation magnetostriction. 

2 rms = root mean square. 
3 difference between maximum and minimum. 
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4.4 Electrical characterisation 

4.4.1 Resistivity 

The specific resistivity p of a material is related to the macroscopie resistance R by 

R=p.!...=p!_, 
A wt 

(4.6) 

where l is the length of the film in the direction parallel to the current, and A=wt is the cross 
sectionat area of the film. The sheet resistance Rs is defined as the resistance of a square film 
(w=l) with thickness t. By applying a certain voltage and measuring the current, it is possible to 
obtain a resistance. However, a better way to find an accurate value of the resistivity is to use 
the so-called jour-point method: four probes are placed on the film in a line at an equal 
distance (Fig. 4.8). 

I 

Fig. 4.8 Four-point methad 

film 
substrate 

The advantage ofthis method compared tothetwo-point method is that the voltage contacts 
are not the same as the current contacts so that the non-controllable contact resistance caused 
by the contact itself or the supply wires are not measured. A certain current souree causes a 
current I to flow through the sample and the voltage V is measured between the two inner 
probes. The relation between the resistivity and the sheet resistance ofthe film will be [29]: 

R =P=cv. 
s t I (4.7) 

Here C is a dimensionless geometrie factor which corrects for the non-unifonnities in the 
current density. It depends on the sample dimensions as well as the distance between the 
contact probes. Moreover the probes must be regarded as point contacts which means that 
their diameter is much smaller than the distance between the contacts. For the data presented in 
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this report a VEECO Instruments Inc. EPP 5000 four-point probe meter was used to measure 
the sheet resistance. In this case the correction factor C equals 0.616 for films with dimensions 
34 mm x 5 mm. From Eq. (4.7) it is possible to derive the resistivity. 

4.4.2 Magnetoresistance measurements 

The four-point method discussed above is also the basic starting-point of the equipment used 
to perform magnetoresistance measurements. In this case the distance between the outer 
contact probes is 7.5 mm. Fig. 4.9 shows a schematic representation of the set-up of the 
magnetoresistance measurements. 

cryostat 

current 
souree 

compensation 
unit 

····---~oils of 

magnet 

reference 
/=80Hz 

lock-in 

Fig. 4. 9 Schematic representation of the set-up of the magnetoresistance measurements. 

A current souree is connected to the outer pressure centacts on the sample while the output 
voltage is measured via the two inner pro bes. The sample is positioned between two coils of an 
electromagnet. A sweep generator can vary the magnetic induction between 0 Tand ±1.35 T. 
The direction of the magnetic field can be aligned parallel or perpendicular to the applied 
current, but it is always in the plane of the film. To obtain a high signal-to-noise ratio, the 
lock-in technique is used. Firstly, the output voltage in zero field is measured. Then a 
compensation unit is compensating for this voltage. The voltage varlation around zero in field 
can now be measured more accurately and is amplified by a factor 100 or 1000. The reference 
frequency used is 80 Hz. Finally, the data are transferred to a PC, linked to a Phydas system. 
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4.4.3 Temperature dependent (magneto )resistance measurements 

The equipment described in the previous section can also be used to measure temperature 
dependent resistances. The sample is placed into a cryostat (Fig. 4.9) that can be tilled with 
helium. By means of a heater which is positioned near the sample, the temperature can be 
varled between lOK and 350K. Now it is not only possible to measure temperature dependent 
resistivities, but also temperature dependent magnetoresistance measurements can be done. 

4.4.4 Frequency dependent resistance measurements 

In principle, the set-up used to measure magnetic permeabilities (chapter 3) also enables one to 
measure the frequency dependenee of the electrical impedance or resistance of a thin film. The 
HP 4195A is able to measure at frequencies up to 500 MHz. The LABVIEW program used for 
the high frequency permeability measurements is suitable for this aim. The main difference is 
that the HP 41951-60001 impedance test adaptor is now connected to two probes which can 
be placed on a sample, rather than connected to a coil in case of a permeability measurement. 

4.5 X-ray diffraction (XRD) 

To determine the structure and texture of a film, a very useful and powerfut method is X-ray 
diffraction (XRD). When a film is exposed to X-rays, constructive interference will occur when 
the difference in path length between two scattered rays is an integer number of wavelengths. 
Wh en applied to a crystallattice, this gives the so-called Bragg' s law. 

2dsinO=nÀ. (4.8) 

Here d is the interplanar spacing, 0 is the diffraction angle and n is the order of interference 
which is a positive integer, and À the wavelength ofthe used radiation (Fig. 4.10). 

Cu K'" souree detector 

a 
j 26 

sample··----....... / 
~c •• 

·-. ----·------------·-----------·-----------·------------·----

Fig. 4.10 Ge ometry of X-ray diffraction experiments. 
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The law describes at which angles peaks occur. The peak position in turn gives information 
about the spacing between the planes, in other words about the lattice constant d and about the 
texture. Unavoidably, in experiments the diffi"action peaks are broadened by the apparatus and 
moreover by the material itself For instanee nanocrystalline materials contain small grains with 
average size <D>. The Scherrer equation describes the dependenee of the peak width, in the 
ideal case ofno apparatus broadening, on the average grain size [30]: 

<D>=--0._9_-1 __ 
11 fJFWHu;os OB 

(4.9) 

Here 08 is the Bragg-angle and 11 {}FWHM is the peak broadening, or more precisely the full width 
at half maximum of the diffi"action peak. The broadening caused by the apparatus can be 
neglected for the experiments presented in this report, because here the peak broadening is 
dominated by the small crystallites. In our case, the XRD experiments were performed on a 
Philips PW 1800 diffi"actometer and the X-rays are emitted by a copper target that is 
bombarded with high energy ( 40 ke V) electrons. The X-rays are Cu K« with a wavelength 
-1=1.5418 A, and come from the deep level electrans of the Cu atom. By fitting the X-ray 
peaks with a Gaussian profile after subtracting the background radiation, its possible to obtain 
the di stance d of the plan es parallel to the surface and the grain size in the direction normal to 
the surface. 
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5 Results 

5.1 Introduetion I experimental 

In this chapter the results of the investigation of the FeHfO thin films will be presented. The 
present section will give a brief review of the sputtering characteristics such as pressure, gas 
flows and used target. Furthermore, the XRD results of some films are presented yielding 
information on the texture, lattice parameters and the size of the crystallites. A summary of the 
composition of some investigated samples, which will be discussed in this chapter, are also 
presented. Section 5.2. will give some magnetic properties of a typical FeHfO thin film, such as 
the BH loops and the magnetic permeability. To obtain good soft magnetic behaviour of 
FeHfO, some additional experiments were performed. Firstly, the influence ofthe throttle valve 
in the sputtering machine (see section 4.2) on the magnetic properties was investigated. 
Secondly, the effect of the addition of the elements Cu and Si to the FeHf target was 
examined. Both influences come up for discussion in section 5.4. Section 5.5 describes an 
important part of this work, namely the frequency dependent magnetic permeability. Finally 
section 5.6 presents some electrical transport studies on the FeHfO films, including the giant 
magnetoresistance (GMR) and temperature dependent resistance. 

The sputter conditions during the three stages (presputtering, etching and sputtering) are 
summarized in table VI. Additionally, the composition of the target, the base pressure and the 
used substrates are given. Further details on the sputtering process can be found in section 
4.2.1. 

Table VI. Sputter characteristics 

target composition Fes3.3Hft6.7 

base pressure (mbar) ~ 5·10"7 

substrates glass, Si/Si02 

conditions presputtering sputter etching sputtering 

RF power(W) 500 300 500 

target bias (V) 200 0 200 

substrate bias (V) 0 -30 0 

gas flow #1: Ar (seem) 10-60 10-60 10-60 

gas flow #2: 95%Ar/5%02 (seem) 40-75 0 40-75 

process presure (mbar) 3-4 2-3 3-4 

process time (min) 30 2 60-900 
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After sputtering the so-called as deposited samples were annealed in a constant magnetic field 
of 48 kAlm along its short axis at 400 oe during 5 seconds. This rapid thermal processing 
(RTP) has been briefly described insection 4.2.2. Table VII gives a summary ofthe prepared 
samples which are investigated and discussed in this report. In this table also the type of 
experiments performed on the respective films are indicated, including the section(s) in which 
they are discussed. The composition of some samples resulting from Rutherford backscattering 
measurements (RBS) or surface electron microscopy (SEM at the Eindhoven University of 
Technology) are also given in this table. 

Table VII. Summary of the samples discussed in this report. The films of group 3 to 6 are 
sputtered with the throttle valve completely open to diminish the background pressure during 
sputtering in contrast to the films of group 1 and 2. 

group typicat chemica/ analyses Ar flow Ar/02 experiments (section) 
nr. composition (seem) (seem) 

1 FeHfO 10-45 9 electric./magn. properties( 5.3 ), 
Pi/) (5.5) 

2 Fe51Hf100 39 RBS 30 8-13 electric./magn. properties (5.3) 

3 Fe48Hf100 42 RBS 42.8 11-13 electric./magn. properties (5.4) 
F es2.sHfu.10Js.s SEM 

....................................... ....................... .................. ..................... .................................................................. 

F e46.6Hfto.oÜ 43.4 SEM 42.8 12- GMR(5.6) 
13.4 

....................................... ........................ . ................... .................. ................................................................ 
FeHfO 42.8 12 RTP temperature (5.3), 

Pif) (5.5) ........................................ ....................... ..................... ................... ................................................................ 
FeHfO 42.8 11, 12 rotating sample during RTP 

(5.4) 

4 FeHfCuO 42.8 9-14 electric./magn. properties (5.4) 

5 FeHfSiO 42.8 8-15 electric./magn. properties (5.4) 

6 FeHfSiO 27.5- 10 electric./magn. properties (5.4) 
67.5 

• 'Typ i cal' means a sample with good soft magnetic behaviour or large GMR effect. The 
differences between RBS and SEM can be explained by the fact that the error in the 0 
concentration can be as large as 10% absolute, in case of RBS. 
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The XRD pattems representing the intensity as function of the double angle 2 {} together with 
the lattice parameters and grain sizes are shown in Fig. 5.1 to 5.5. Fig. 5.1(a) shows the XRD 
results of some FeHfD films of group 2 in table VII, prepared with different Ar/02 flows. The 
(110), (200) and (211) peaks of a-Fe are visible; in polycrystalline matenals there is a random 
texture. The broad peak near 33° is attributed to an amorphous FeHfD phase. Further, no 
peaks ofHf02 or Fe-0 phases can be identified. By applying the Bragg law (Eq. (4.8)) to the 
position of the Fe(110) peak in the several measurements one obtains the (110) interplanar 
distances. These are collected in Fig. 5.1(b). By using the Scherrer equation (Eq. (4.9)) it is 
possible to derive the grain size ofthe Fe crystallites from the peak broadening. These results 
are shown in Fig. 5.1(c). 
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Fig. 5.1 (a). Typical XRD patterns (Cu Ka radiation) of FeHJO thin films for different 
argonloxygen flows. 1he large peak at near 68° is a Si peak from the substrate. ft only 
appears for samples grown on the Si/Si02 substrates. 1he Fe (110) peak becomes more 
narrow for higher Arl02 flows. (b) represents the (110) interplonar spacing ofthe a-Fe and 
(c) the grain size ofthe Fe crystallites as ajunetion ofthe argonloxygenflow. 
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Figure 5.l(b) shows that the interplanar spacing between the Fe(llO) planes decreases with the 
flow indieating a deerease in the Fe lattiee parameter. The gradual deerease above 8.5 seem 
Ar/02 rnight be due to the dissapearanee of Hf out of the Fe crystallites into the amorphous 
phase to form HfD2. We note again that the samples are annealed. However, the steep deerease 
at about 8.5 seem Ar/02 probably has a different origin. A possible explanation is that the 
samples become ferromagnetic at room temperature, for flows larger than 8.5 seem, which 
leads to a non-zero magnetization M. Consequently, the lattice parameter changes via the 
magnetostriction. It is surprising that the grain size (Fig.5.l(c)) increases with the Ar/02 flow 
and thus with the concentratien of 0 in the F eHID film: it was expected that 0 promotes the 
amorphous phase, which rnight beat the expense ofthe size ofthe Fe crystallites. 

We have also prepared FeHfD films at various Ar flows. The results are shown in Fig. 5.2. 
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Fig. 5.2 (a). Typtcal XRD pattems (Cu Ka radiation) of FeHfO thinfilmsfor different argon 
flows. The large peak at near 68° is a Si peak jrom the substrate. ft only appears for samples 
grown on the Si!Si02 substrates. The Fe (i JO) peak becomes more narrow for higher Ar/02 

flows. (b) represents the (i JO) interplanar spacing ofthe ct-Fe and (c) the grain size ofthe Fe 
crystallites as a function of the argon flow. 
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From this tigure the lattice parameter increases with the Ar flow with a steep increase at about 
30 seem Ar, which is in agreement with the foregoing. It might he possible that more Hf atoms 
are build in at higher pressures (i.e. Ar flows), which enhances the lattice parameter. The mean 
grain size shows no obvious dependenee on the Ar flow: it remains small i.e. between 5 and 7 
nm. 

As will he discussed in section 5.3, by annealing the samples, the magnetic properties 
change. This may he related to structural changes in the FeHfO films. Therefore, Fig. 5.3 
collects the XRD pattems of samples (group 3 in table VII) annealed at various temperatures. 
The lattice parameter and grain size are included also; Fig 5.3 (b) and (c), respectively. 
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Fig. 5.3 XRD intensity pattem ofthe Fe (110) peak in FeHfO thinfilms annealed at different 
temperatures shown together with an as deposited sample (a). In this case the throttle valve is 
completely opened. In (b) the Fe(J JO) interplanar spacing and (c) the grain size of the Fe 
crystallites are shown as a function of the annealing temperature. 
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The lattice parameter is larger than expected from the lattice constant of a-Fe for all annealing 
temperatures including the as deposited state. As mentioned, this is probably caused by Hf 
atoms dissolved in the bcc Fe crystallites. By annealing, dissolved atoms leave the Fe 
nanocrystals accounting for the observed decrease in lattice parameter. It was expected that 
the grain size would increase with the RTP temperature, because annealing tends to promote 
crystallisation. However, this does not appear from the XRD patterns. The crystallite size does 
not change. Apparently, the amorphous FeHfO phase has a high thermal stability and inhibits 
the growth ofthe Fe-crystallites. 

For reasons to be discussed insection 5.4, we also investigated films prepared from a target 
with additions of copper (Cu) or silicon (Si). The XRD pattem of an FeHfSiO thin films are 
not shown in tigure 5.4: we mention that no notabie ditierences are observed for the XRD 
patterns when compared to the just discussed features. The films are polycrystalline with 
random texture. Therefore, only the lattice parameter and the grain size are shown for different 
argon/oxygen flows. 
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Fig. 5.4 (a) represents the (1 JO) interplanar spacing ofthe a-Fe and (b) the grain size ofthe 
Fe crystallites as ajunetion ofthe argonloxygenflaw as observedfor FeHJSiO thinfilms. 
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The behaviour of crystallites sizes displaying the remarkable rapid change at low Ar/02 flows is 
again observed. The behaviour of the lattice parameter, on the contrary does not resembie the 
behaviour as observed for pure FeHfD films. Figure 5.5 represents the same crystal properties 
as a function ofthe Ar flow. 
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Fig. 5.5 (a) represents the (110) interplanar spacing ofthe «-Fe and (h) the grain size ofthe 
Fe crystallites as ajunetion ofthe argonflow as observedfor FeHjSiO thinfilms. 

The lattice parameter again shows a certain steep increase (at 37.5 seem Ar), although less 
pronounced as in case ofFeHfO films. At flows higher than 37.5 seem, the lattice parameter 
increases, whilè at flows beneath 3 7. 5 seem the lattice parameter decreases as a function of Ar 
flow. The grain size seems to havealocal maximum as function ofthe Ar flow. 

Roughly, we can summarize the results as follows: 
• the films are poly crystalline, 
• the crystallite size is typically 2-7 nm, 
• a small Ar/02 flow or a large Ar flow seems to correspond to smaller crystallites, 
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• the Fe lattice parameter is larger than ofbulk Fe probably due to Hf in the Fe, 
• the grain size does notdepend on the annealing temperature up to 450 °C, 
• with annealing the lattice parameter decreases. 

5.2 Magnetic and electrical properties of FeHfO thin films 

T o see the difference between an as deposited F eHID thin film and a film annealed in the 
presence of a magnetic field, several magnetization loops are given for a typical soft-magnetic 
0.7 J.l.m thick FeHfD film in figure 5.6. In all cases, the applied field is directed along the long 
axis of the sample. Also the relative magnetic permeability p' at a frequency of 100 kHz is 
given in this picture. This permeability is measured in all cases with the rf field parallel to the 
long axis of the sample. 
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Fig. 5. 6 BH loops for a 0. 7 pm thick FeHfO thin film measured with the field applied along 
the long axis of the sample. The magnetization is depicted for an as deposited film (a), fora 
film annealed in a magnetic field of 48 kAlm along the short axis of the film, representing the 
hard axis magnetization curve (b) andfor afilm annealed in a magneticfield along the long 
axis of the film, re presenting the easy axis magnetization curve (c). 
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From this tigure it is obvious that annealing in a magnetic field changes the situation 
dramatically. An as deposited FeHfO shows a low permeability p'{IOO kHz)=283 with a 
relatively large coercive field He of370 Nm (Fig. 5.6(a)) and a large remanence. The domains 
for this film are expected to be orientated randomly, and no over all preferential direction is 
present. But there are domains which are orientated with their local easy axis parallel to the 
measurement direction, some with their local hard axis parallel to the measurement direction 
and some others have components parallel and perpendicular to the measurement direction. 
This implies that the BH loop is an averaged magnetization curve. 

After annealing at 400 oe in a magnetic field along the short axis of the strip, a field induced 
uniaxial anisotropy is expected to be introduced. As Fig. 5.6(b) shows this indeed occurs and 
results in a linear B(H) curve typical fora hard axis loop. This situation corresponds to a high 
relative permeability of I555 when measuring along the hard axis direction. When annealing 
along the long axis, the magnetization loop is square and the remanence induction Br is 100%. 
This situation corresponds to a relatively low magnetic permeability of 52. In this case the rf 
field is along the easy axis and the magnetization process finds its origin in domain wall 
movements which as discussed in section 2.4 have a strongly reduced and thus small 
contribution to the permeability at higher frequencies (IOO kHz). However, we note that in the 
present case of square loop with a remanence of I 00% and with a coercivity considerably 
larger than the small rf field (2.5 Nm) in the permeability measurement, it is rather surprising 
that the permeability is still 52. It is expected to be I, because the film is saturated at zero field, 
which means that there are no domain walls. 

The saturation induction Bs = I.I T is rather high. Compared to Bs =2.2 T in the case of iron 
this means that approximately 50% of the volume of the film contains Fe having its full 
magnetic moment. From RBS measurements (section 5.I, table VII) it follows that indeed 
circa 50% of the FeHfO thin film consists of Fe. It is rather surprising that the Fe atoms 
apparently exhibit their full moment. It would be expected that Fe atoms with 0 or Hf 
neighbours (e.g. in the amorphous phase) have reduced magnetic moments because of the 
transfer of electrans between the atoms. 

Also the resistance of the FeHfO changes during annealing. The resistivity of an annealed 
film is Iower than the resistivity of an as deposited sample. Typical values are 2000 J.lQcm for 
the as deposited film and I 000 J.lQcm for the annealed film. This may indicate some ordening 
process of the atoms. Consirlering Fig. 5.2 where the XRD pattems are shown for several 
temperatures, no significant change in the Fe(IIO) reflection peak can be observed. Therefore, 
the changes probably occur in the amorphous FeHfO phase rather than in the Fe crystallites. 
This is in agreement with the fact that the resisitivity is expected to be dominated by the high 
resistivity amorphous phase and not by the low resisitivity of the Fe crystallites (bulk Fe 
p=I0.5 J.lQcm). 

Table VIII gives a summary ofthe most important electrical and magnetic properties ofthe 
above discussed cases. 
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Table VIII. Electrical properties of a typical FeHJO thinfilm in the as deposited state as wel! 
in the annealed state (RTP 400 °C, 5", 48kA!m). The latter situation is subdivided in the case 
when the magnetization is measured in the easy axis direction and the case when the 
magnetization is measured in the hard axis direction. 

property as deposited annealed annealed 
(easyaxis) (hardaxis) 

resistivity p (f.!Ocm) 1950 1020 1034 

saturation magnetization Bs (T) 1.0 1.1 1.2 

coercive field He (Alm) 370 250 29 

magnetostriction coefficient À8 
5·10-6 5·10-6 5·10-6 

uniaxial anisotropy Ku (J/m3
) - - 310 

permeability ,u'(100 kHz) 283 52 1555 

domain wall domain wall rotation of 
magnetization process occurs by: movements + movements magnetization 

rotation of 
magnetization 

5.3 Sputtering parameters and annealing conditions 

To investigate the electrical and magnetic properties of the FeHfD thin films as function of 
several sputtering and annealing conditions, a number of experiments were performed. Three 
main parameters which are varied, are the argon flow, the oxygen flow and the annealing 
temperature. 

Firstly, the results ofthe variabie argon flow on the electrical and magnetic properties ofthe 
films measured with the techniques described in chapters 2 and 3, are presented in tigure 5.7. 
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Fig 5. 7 Electrical and magnetic properties of 0. 7 pm FeHfO thin films RF-sputtered on Si02 

substrates in an Ar/02 plasma at various argon flows. The resistivity p (a), the saturation 
induction Bs {b}, the coercive field He (c), uniaxial anisotropy constant K (4), 
magnetostriction À8 (e) and permeability pat100kHz (/) were measured at room temperafure 
after rapid thermal annealing treatment at 400 oe for 5 seconds in a static field of 48 kAlm. 
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From this figure it becomes clear that in the interval between 20 seem and 35 seem argon, 
reasonable soft magnetic behaviour ofthe film is observed: The relative permeability p' at 100 
kHz (Fig. 5. 7(f)) is always above 1200 with an optimum of 1800 at 30 seem argon. Beneath 20 
seem argon and above 3 5 seem argon the permeability decreases rapidly as function of the Ar 
flow. The uniaxial anisotropy (Fig. 5.7(d)) decreases when the permeability increases, in 
agreement with Eq. (2.1 0) which states that the permeability is inversely proportional to the 
uniaxial anisotropy. If one applies Eq. (2.1 0) on the K" data to calculate fl in fact a 
quantitatively satisfactorily agreement is obtained with the data in Fig 5.7(f). Consiclering the 
coercive field (Fig. 5.7(c)) we conclude that the coercive field is lower than 150 Alm with a 
minimum of23 Alm at 30 seem. For very low or very high argon flows the coercivity increases 
enormously. This suggests that a large permeability is connected with a low coercivity and vice 
versa, which is in agreement with the fact that the coercivity is proportionally related to the 
uniaxial anisotropy, while the permeability is inversely proportional to the uniaxial anisotropy 
(Fig. (5.7(d)). The resistivity (Fig 5.7(a)) of these films seem to remain constant, except for 
very low argon flows where the resistivity is much larger and for very high argon flows where 
it is lower (note the logaritmie scale for p). More Ar implies relatively less 0 2 in the plasma. 
We measured the magnetization loop showin paramagnetic behaviour, implying a decrease of 
the permeability. This has also been observed in Fe-rich FeZr [31], where the amorphous phase 
would exist of two magnetic states: one state is strongly ferromagnetic similar to a-Fe, while 
the other phase is antiferromagnetic. This can be seen as the limit of our FeHfO system for 
very low oxygen contents. In case of relative much oxygen the amorphous intergranular phase 
becomes non-magnetic, which means that the exchange interaction cannot do its averaging 
work: the Fe-crystallites are decoupled, see sectien 2.5. This is also in agreement with the 
large resistivity at low Ar flows: more oxygen implicates a larger resistivity. 

Because of a low coercivity, a high permeability and a reasonable saturation induction of 1.1 
T (Fig. 5.7(b)) are achieved, the investigated FeHfO thin filmscan be regarcled as good soft 
magnetic. Apart from this, a high electrical resistivity of850 !lQcm (Fig 5.7(a)) seems to make 
this material interesting for applications. One difficulty that makes these films not suitable for 
magnetic heads is the high saturation magnetostriction Às of 5·10-6 (Fig 5.7(e)) which is too 
large for this application: one needs typically values below 5·1 o-7

. 

A second parameter that might influence the structure and the electrical or magnetic 
properties of the FeHfO thin films is the amount of oxygen in the film. This effect has been 
studied by changing the Ar/02 flow leaving the Ar flow constant at a rate of 30 seem. 
Sputtering with different Ar/02 flows, again yields an optimum in the soft-magnetic 
properties, see Fig. 5.8. 
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Fig. 5.8 Electrical andmagnetic properties of0.7p.m FeHJO thinfilms RF-sputtered on Si02 

substrates in an Ar/02 plasma at various argonloxygen flows. The resistivity p (a), the 
saturation induction Bs (b), the coercive field He (c), uniaxial anisotropy constant Ku (d), 
magnetostriction À.s (e) and permeability p. at 100 kHz (/) were measured at room temperafure 
after rapid thermal annealing treatment at 400 oe for 5 seconds in a static field of 48 kAlm. 
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A possible explanation for the behaviour as a function of the amount of oxygen, has been 
discussed basically already in the foregoing. If the amorphous phase contains a lot of oxygen, it 
will not be magnetic. This implies that no coupling between the crystallites can take place. This 
is the reason why the permeabiltiy is reduced enormously for large Ar/02 flows. For very low 
oxygen concentrations in the plasma the permeability decreases rapidly. This steep decrease 
can also be discerned in the XRD data from Fig 5 .1. Also a possible explanation is given there 
for this behaviour. Also the behaviour ofthe resisitivity is clear: the more oxygen is used in the 
sputter deposition, the more oxygen is build in the amorphous phase. This implies a higher 
resistivity. 

The third and last parameter to be discussed here is the annealing temperature. Again, the 
influence on the electrical and magnetic properties has been investigated. Some FeHfO samples 
were sputtered with a 42.8 seem Ar flow and a 12 seem Ar/02 flow1

. Afterwards, they were 
RTP annealed at various temperatures during 5 seconds in a field of 48 kAlm. Figure 5.9 gives 
some properties of the films as a function of annealing temperature for FeHfO thin films 
deposited on glass and Si/Si02 substrates. 

It is striking that some magnetic properties such as permeability and coercivity are not very 
sensitive to different annealing temperatures. Good soft magnetic properties can be achieved in 
a wide temperature range (300°C-500°C). The resistivity, on the other hand, decreases 
considerably with the temperature. As discussed in section 5.2 this is probably related to 
changes in the amorphous phase and not due to the crystallization of Fe, see also the XRD data 
in tigure 5.3(c), which show that the crystallite size is rather independent with the annealing 
temperature. The fact that no further crystallization occurs with temperature is in agreement 
with the behaviour of the magnetostriction: 

À = ;a-Fe +(1-V )Àamorphous 
s V er'" s er s · (5.1) 

Here V is the volume fraction of the crystallites and À a-Fe =-4·1 0"6 and À amorphous:::: 10-4 a 1 o-s 
' er s s 

are the magnetostrictions of the crystalline and the amorphous phase respectively. The 
experiments showed that Às is positive for FeHfO. This implies that the total magnetostriction 
is dominated by the positive magnetostriction of the amorphous phase. The total 
magnetostriction Às is rather independent of anneal temperature suggesting that indeed ver does 
not change as supported by the XRD data. It is remarkable that there are also some differences 
for glass and Si/Si02 substrates. The BH loops of the samples which are submitted to the 
annealing experiments are shown in tigure 5.10. 

1These Ar and Ar/02 flows cannot be compared to those in Fig. 5.7 and 5.8. This is because 
for the annealing experiments, the films were prepared with a different setting of the throttle 
valve. This will be discussed in the next section. 
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Fig 5.9 Electrical and magnetic properties of 2.1 pm FeHJO thinfilms RF-sputtered in an 
Ar/02 plasma with an argonflow of 42.8 seem and an Ar/0 Jfiow of 12 seem (throttle valve 
opened completely) on Si02 and glass substrates. The resistivity p (a), the saturation 
induction Bs (b), the coercive field H c (c), uniaxial anisotropy constant K {4), 
magnetostriction À

8 
(e) and permeability p at 100 kHz (/} were measured at room temperafure 

after rapid thermal annealing treatment at various temperatures for 5 seconds in a static field 
of48 kAlm. 
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Fig. 5.10 BH loops at room temperafure of a sputtered FeHfO samples on Si, RTP annealed 
at different temperatures. 

From this figure it is immediately obvious that the FeHfO films at temperatures 350, 400 and 
450 oe exhibit the desired behaviour, as distinct from the films annealed at a temperature of 
525 oe, for instance. Because the magnetic properties change by annealing, it is expected that 
some structural changes might appear in the X-ray patterns. However, as mentioned this is not 
the case. The explanation therefore remains unclear. It may be related to changes in the 
amorphous phase since these cannot be identified by XRD. 
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5.4 Technological optimizing 

5.4.1 Background pressure 

After the former experiments it was suggested that the magnetic properties might be improved 
by achieving a lower background pressure in the chamber of the sputtering machine. lt is 
possible to increase the pumping rate by enhancing the opening of the throttle valve (section 
3.1). After opening the throttle valve between the turbo pump and the chamber completely, of 
course not only the background pressure gets lower, but also the pressure during sputtering: 
the Ar is pumped also more effectively. To get the same sputtering pressure, one is obliged to 
enhance the flows ofthe two gas inlets (Ar and Ar/02). So, the sputtering conditions where the 
optimum permeability was observed were adjusted from an Ar flow of 30 seem and an Ar/02 

flow of 9 seem to an Ar flow of 42.8 seem and an Ar/02 flow of 12.84 seem. This was a zeroth 
order gess, i.e. the ratio between the two flowsis taken to be the same. Because it was not 
excluded that this procedure is not valid, a number of samples were grown to find again the 
Ar/02 flow that maximizes the magnetic permeability. The results are presented in Fig. 5.11. 

From the tigure above it becomes clear that the expected optimum FeHfU thin film sample 
is not found at a Ar/02 rate of 12.84 seem, but at a slightly lower flow of about 12 seem. This 
is not so surprising when we consider the different gasses. Ar is an inert gas, while 0 2 is a 
reactive gas which can easily be absorbed by I react with the chamber walls, the target, etc. 
The gas balance in the chamber may be easily determined. The supplies of 0 2 gas and Ar gas to 
the chamber per unit time are denoted by Q02 and QAr respectively. Ifthe pumping speed is S, 
then an oxygen flow equal to Qp given by Qp=p0~ will be pumped by the vacuum pump, 
where p02 is the partial pressure of the oxygen. The flow of oxygen must be equal to the 
consumption by the pump and the absorption: 

Qo2=p02S+Qabs· (5.2) 

The argon, on the other hand, will not be absorbed by the chamber walls, so the the pumping is 
in equilibruim with the supply of argon: 

(5.3) 

Here, PAr is the partial pressure of Argon. Now it is clear that ifthe pumping speedS in Eq. 
(5.2) is increased by opening the throttle valve that the optimum gas flow ratio shiftstosmaller 
Ar/02 flows: 

P02 Qabs = -+--. 
PAr PA,S 

(5.4) 
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Fig. 5.11 Electrical and magnetic properties of 0. 7 pm FeHfO thin films RF-sputtered in an 
Ar/02 plasma at various argonloxygen flows on SiO jubstrates after the throttle valve was 
opened completelv. The resistivity p (a), the saturation induction Bs (b), the coercive field He 
(c), uniaxial anisotropy constant Ku (d), magnetostriction Às (e) and permeability p at 100 
kHz (/} were measured at room temperafure ajter rapid thermal annealing treatment at 400 
°Cfor 5 secamis in a staticfield of 48 kAlm. 
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5.4.2 Rotating field annealing 

The magnetic permeability can be fluther optimised by performing rotating field annealing 
experimentsas discussed below. Instead ofusing a FeH:ID film which is positioned in a static 
magnetic field during annealing, it is also possible to rotate the film during this rapid thermal 
processing. Normally the annealing process takes five seconds, excluding the ramp of the 
annealing temperature and the decline in temperature after the treatment. Because this 5" time 
of constant temperature is to short to average out every direction because of limited rotation 
speed < 120 rpm, the present annealing experiments including rotation were carried duringa 
somewhat longer time: 60 seconds. Because this enlargement does not influence the magnetic 
properties much as has been checked, there are no changes in the film to be expected from this 
adaptation alone. The varying parameter is the portion of the time during which the sample is 
rotated. For two different Ar/02 flows (11 and 12 seem), the magnetic permeability is 
measured and presented in tigure 5.12. 
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Fig. 5.12 Magnetie properties of 2.1 pm FeHfO thinfilms RF-sputtered in an Arl02 plasma 
at two different argonloxygen .flaws (1 1 and 12 seem) on SiO 2 substrates after the throttle 
valve was opened eompletely. The saturation induetion Bs (a), the eoereive field He (b), the 
remanenee B, (e) and permeability p at 100kHz (d) were measured at room temperafure after 
rapid thermal annealing treatment at 400 °C for 60 seeonds in a field of 48 kAlm. The films 
we re rotated for a eertain part of the time of the total anneal time. 
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A rotation time of 0 seconds, means that the sample is annealed for 60 seconds in a static field, 
while 60 seconds rotating means 0 seconds annealing in a static magnetic field. Fig. 5.12 shows 
an increase in the permeability with the rotation time and an optimum at about 3 0 seconds. If 
the rotation time becomes even larger, the permeability appears to decline again. The ramping 
behaviour in the permeability can be explained by consirlering the uniaxial anisotropy. To 
obtain a high permeability, a smal! uniaxial anisotropy should be present. This implies that by 
increasing the rotation time and connected with this, a diminishing period in which the 
annealing treatment takes place in a static magnetic field, the uniaxial anisotropy is expected to 
decrease and the permeability which is inversely proportional to this anisotropy would increase. 
This is because during the rotational part of the annealing process, no uniaxial anisotropy is 
induced in one single preferential direction. Actually, the anisotropy is averaged out. However, 
this would imply that the permeability would increase through the entire time interval i.e. until 
the sample is rotated during the whole process time. This is not the case. The declining part 
may be related to the enlargement of the remanence Bn which causes a smaller permeability. 
When the complete process is done without a period of static annealing, no uniaxial field 
induced anisotropy will remain so randomly orientated domains will determine the 
magnetization process. lt is remarkable that the permeability is rather high for the sample 
which has been rotated during the whole annealing process of 60 seconds. lt is expected that 
no uniaxial anisotropy is induced in a certain direction. 

5.4.3 Addition of Cu and Si 

From the considerations made in section 5.2. it became clear that the magnetic properties are 
good enough for the use in high frequency magnetic head, with the exception of a far too high 
saturation magnetostriction. As mentioned before, it is necessary that this parameter is as small 
as possible ( <5·1 0"7

) in combination with small internat stresses to reduce the magnetostrictive 
anisotropy. The lowest values reached in the experiments (5·10-6) are stillabout 50 times larger 
than desirable. Addition of other elements like Cu or Si might be helpfut to diminish À8 • 

Firstly, the addition of Cu was investigated. Part of the area of the 15 cm diameter 
Fe83 .3Hf16.7 target that has been used up till now, was covered with square shaped pieces of 
copper. By covering 0.5 % of the target area, the average composition of the target will be 
F e82.9Hf16.6Cu0.5. The motivation to use Cu to diminish the magnetostriction, is the assumption 
that Cu may promote nucleation of a-crystallites, see the discussion around Eq. (5.1). The 
magnetostriction of the Fe crystallites Àc is small and negative (-4·10-6) compared to the 
magnetostriction of the amorphous phase À a which is large and positive (1 0"5

). Therefore it is 
expected that the addition of Cu would contribute to a lower total magnetostriction, because 
the volume fraction ofFe would increase. Figure 5.13 summarizes the electrical and magnetic 
properties ofthe FeHfCuO thin films. 
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Fig. 5.13 Electrical and magnetic properties of 2.1 pm FeHfCuO thin films RF-sputtered in 
an Ar/02 plasma at various argonloxygen flows on glass substrates after the throttle valve 
was opened completely. The resistivity (a), the saturation induction (b), the coercive field (c), 
uniaxial anisotropy constant (d), magnetostriction (e) and permeability at 100kHz(/) were 
measured at room temperafure after rapid thermal annea/ing treatment (at 400 oe for 5 
seconds in a static field of 48 kAlm). The Fe Hf target area was covered for about 0.5% with 
Cupieces. 
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Camparing these results with those displayed in Fig 5.8 and 5.11, it appears that the resulting 
permeabilities (Fig.5.13f) of the FeHfCuO are similar to those of FeHfD. The saturation 
magnetostriction Às did not reduce. This appeared in agreement with the XRD data. The 
crystallites size did not increase in size nor did their number: the ratio between the height of the 
Fe(llO) peak and amorphous bumb was about the same. The addition of Cu increases the 
magnetostriction constant (Fig.5.13e). The resistances increase with the oxygen flow and are 
similar in magnitude to those of pure FeHfD. It is remarkable that the optimum is shifted 
slightly toa lower Ar/02 flow of 10 seem insteadof 11 seem. We have no explanation for this 
shift. 

It was suggested that Si could promate nucleation of a-Fe. The surface area of the FeHf 
target was covered with about 4% of the area with Si. Again the dependenee of the electrical 
and magnetic properties was investigated, see Fig. 5.14. 

The permeability shows a similar dependenee on the Ar/02 flow. The magnetostriction is 
similar to that ofFeHfD. It is obvious that the addition of elements such as Cu and Si do not 
diminish À

8
• The Ar dependenee is also considered for the FeHfSiO thin films. These results are 

depicted in Fig. 5.15. 
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Fig. 5.14 Electrical and magnetic properties of 2.1 p.m FeHJSiO thin films RE'-sputtered in an 
Ar/02 plasma at various argon flows on glass substrates after the throttle valve was opened 
completely. The resistivity p (a), the saturation induction Bs (b), the coercive field He (c), 
uniaxial anisotropy constant K" {d), magnetostriction À.

8 
(e) and permeability p. at 100kHz(/) 

were measured at room temperafure after rapid thermal annealing treatment (at 400 oe for 5 
seconds in a static field of 48 kAlm). The FeHf target was covered for about 4% with Si 
pieces. 
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5. Results 

Fig. 5.15 Electrical and magnetic properties of 2.1 pm FeHJSiO thin films RF-sputtered in an 
Ar/02 plasma at various argonloxygenjlows on glass substrates after the throttle valve was 
opened completely. The resistivity (a), the saturation induction (b), the coercive field (c), 
uniaxial anisotropy constant (d), magnetostriction (e) and permeability at 100kHz (f) were 
measured at room temperature after rapid thermal annealing treatment (at 400 oe for 5 
seconds in a static field of 0. 6 kOe). The FeHf target was covered for about 4% with Si 
pieces. 
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5.4.4 Application as separation oxide 

Up till now it has been shown that despite attempts to reduce the magnetostriction constant to 
an acceptable level has not been succeeded. It has not been possible to make FeHfD suitable 
for the application as a flux guide material in for example magnetic heads. However, FeHfD 
films with a large resistivity and still a reasonable magnetic permeability may be interesting for 
the application as a separation oxide. Here we will discuss this item briefly. 

In Fig. 5.15 a schematic overview of a conventional yoke-type magnetoresistive head 
(YMRH) is depicted. 

~ 
~tape 

Fig. 5.16 Schematic overview of a Yoke-type magnetoresisitive head The MRE represents the 
magnetoresistance element seperated jrom the jluxguide by a seperation oxide. 

Wh en the magnetic head is in operation, the flux guide material will guide part of the magnetic 
flux that originates from the tape towards a magneto resistive element (MRE), which serves as 
the magnetic sensor. The flux has to traverse the seperation oxide which serves as insulator. 
Ideally one would Iike as a separation layer a soft magnetic unsulating or at least high resistive 
layer. So far, no material has been identified that exhibits these properties and that can 
prepared also in thin film form at temperatures that are compatible with the currently used 
temperatures in head processing. Consiclering Fig. 5.15 FeHfSiO films may be a first candidate. 
As can be seen, films with a resistivity neat the required one with a magnetic permeability of 
200 can be prepared. Therefore, according to calculations presented in v.d. Zaag et al. [32] 
these films offer the oppertunity to increase the efficiency of the heads considerably, viz. by a 
factor 5 to 6. 
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5.5 Frequency dependent permeability measurements 

With the help ofthe HF permeability set-up, extensively discussed in chapter 3, it is possible to 
investigate the behaviour of the magnetic permeability as a function of frequeny up to 200 
MHz. Especially, the role of eddy currents and ferromagnetic resonance can be considered in 
this frequency range. Because wall permeability is only dominant at low frequencies, the LF 
permeability is more usefull to investigate this mechanism. 

F or F eHfO thin films, the frequency dependent complex permeabilities were measured for 
films of several thicknesses. The results are shown in figure 5.17 The squares and circles 
represent the experimental data p' and p" repectively. The meaning of the solid lines will be 
discussed later on. 
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Fig. 5.17 Frequency dependenee of the magnetic permeability for FeHfO thin films of 
different thicknesses as indicated The solid lines are model calculations taking eddy currents 
effects as well as ferromagnetic resonance effects into account. The used damping parameters 
a and resistivities p are indicated also. 
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It is seen that the Iow frequency real part ofthe penneability is independent ofthickness within 
the presently investigated thickness range, i.e. the uniaxial magnetic anisotropy is thickness 
independent. It also appears from this tigure that the cross frequency Ieross which is the 
frequency where p.' equals p.", decreases merely slightly with increasing thickness. As 
discussed in chapter 2 the losses measured by the magnitude p.", might be due to the screening 
of the magnetic field inside the film due to eddy currents, which become increasingly important 
for thicker films. As we have seen, for the eddy current mechanism, the cross frequency varles 
inversely proportional with f as described by Eq.(2.29). This implies that by enlarging the film 
thickness by a factor 10 for instance, and leaving all other properties (p and p.) constant, the 
cross frequency should decrease with a factor 100 if the frequency dependent behaviour of the 
permeability is determined by the eddy current mechanism. Consiclering tigure 5.17, this does 
not seem to be the case: the cross frequencies hardly change with increasing thickness except 
for the 10.5 )lm thick film where a small reduction in/cross is observed. This is more clear from 
Fig. 5.18 where the cross frequency is plottedas a function ofthickness (solid squares). In this 
tigure also the expected behaviour bases on the eddy current mechanism is plotted (Eq. 
(2.25)): the solid Jine that linear decreases with slope -2 (note the Jogaritmie scale for the 
thickness). For this calculation we have taken K"=321 J/m3

, p=IOOO )lOcm and Bs=I.1 T. The 
other lines will be explained later on. 
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Fig. 5.18. The crossjrequency as ajunetion of film thickness. The experiment is shown with 
solid squares. The calculated FMR frequency (horizantal fine), the eddy current behaviour 
( deseending fine) and the combination jor FMR tagether with eddy currents is plotted. 
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Aparantly, eddy currents are not the limiting factor for 11 in this thicknesses regime. The cross 
frequency that is expected from eddy current effect is much higher than the experimental cross 
frequency. 

It is possible that the assumptions to derive the eddy current mechanism is too simple. It is 
derived for a thin film with uniform properties. In granular films like FeHfO the situation is 
more complicated: it might be possible that capacative coupling of the crystallites may result in 
local eddy currents within the film, which would give rise to thickness independent roll-off of 
the permeability. The Fe crystallites in the amorphous phase can be represented by an 
equivalent circuit consisting of a resistance of an Fe crytallite in series with the impedance of 
the amorphous phase. The latter can be regarcled as a large resistance and in parallel with this a 
capacitor. Using such an equivalent circuit it is shown in [33] that the frequency at which this 
capacity effect might play a role is about 1014 Hz, which is much higher than typ i cal measured 
cross frequencies. Moreover, if these capacitance effects would be important they should find 
their expression in the frequency dependent electrical impedance. The real part of the 
impedance Re(Z) should decrease with frequency because of the short-circuit by means of the 
capacity. To verify if the resisitivity is indeed independent of frequency, the complex 
impedance of a typical F eHfO thin film is measured and presented in Fig. 5.19. 
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Fig. 5.19. Frequency dependenee ofthe complex impedance of a 10.5 pm thickfilm. 

The real part ofthe electrical impedance Re(Z) seems to be independent offreqency up to 200 
MHz. Thus, we have shown that capacitive behaviour in the granular structure cannot account 
for the fact that the experimental cross frequency is much lower than expected and calculated 
from a model of (local) eddy currents. 

Another candidate that might explain the experimental results of the frequency dependent 
permeability is ferromagnetic resonance (FMR). The horizontal line at 0.836 GHz represents 
the FMR frequency in the geometry ofthe permeability measurements (Fig.2.14) as determined 
by Eq. (2.32). The used parameters are y=185 GHz/Tand Keff=300 J/m3

. This FMR resonance 
frequency is higher than the cross-frequency. Evidently, a certain line width determined by the 
damping factor a is necessary to account for the roll-off To calculate the combined effect of 
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eddy currents shielding and FMR, the solution for the complex magnetic permeability caused 
by ferromagnetic resonanced (Eq. (2.31)) is substituted in the expression for the eddy currents 
( eq. (2.25)). The cross frequency was deterrnined numerically. The curved functions in Fig. 
5.18 represent the combined eddy current and Landau-Lifshitz problem for different damping 
factors a. The best fits are found for a between 0.06 and 0.10, and give an acceptable 
description of the observations. 

By electron spin resonance (ESR) experiments at the Eindhoven University ofTechnology, 
we have tried to determine this damping parameter independently. The geometry of the 
measurement has been depicted earlier in Fig. 2.15, i.e. a variabie DC magnetic field H is 
applied in the direction parallel to the length of the sample and a small AC microwave field h(t) 
is applied in plane perpendicular to this direction. The field H was swept through the 
resonance. The used equipment was a commercial Bruker spectrometer employing a standard 
rectangular TE102 X-band cavity for room temperature measurements with a klystron 
frequency of 9. 34 GHz. In figure 5.20 the field derivative of the absorbed power of a typical 
0. 7 11m FeHfO film is shown. 

JD 4D EID aD 

H(Oe) 
11ID 

Fig. 5.20 Derivative with respect to the magnetic field of the absorbed power as a function of 
this field of a 0. 7 pm FeHfO film. The magnetic field was directed along the film plane. 

In this tigure also the best fitbasedon Eq. (2.34) in combination with eddy currents is shown, 
yielding. a damping factor of a=0.02. This is clearly not in good agreement with the 
permeability measurements, resulting in a damping factor a between 0.06 and 0.10. This 
discrepancy is not yet clarified: it is likely that the determination of a based on the model, 
where the Landau-Lifshitz equation and the Maxwell equations are deccupled then solved 
seperately and then combined again is too simpte. 
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Up till now we have only fixed on one single point: the cross frequency. To infer if the 
permeability behaviour in the full frequency range between 100 kHz and 200 Mhz can be 
described by combining eddy currents and FMR we have performed some calculations. The 
solid lines in Fig. 5.17 represent these calculations. The values for the resistivity p and the 
damping parameter a used for the respective calculations are indicated. Here, the damping 
factors a were chosen such that the experimental cross frequencies were in agreement with the 
calculated cross frequency. The resistivity was not a fitted value but a value obtained from an 
independent resistance measurement. As can be seen from this tigure it is possible to calculate 
a reasonable fit for the experiments within the whole regime. 

In the frequency range below 3 MHz the calculations for p" start to deviate considerably 
from the experimental data. The magnitude of the deviation increases with decreasing 
frequency. The losses in this regime are ascribed to wall movements as discussed in section 
2.4. We investigated this behaviour more accurately by means ofthe LF permeability set-up, as 
will be discussed below. 

For the 10.5 J..l.m film we measured the permeability as a function of the frequency by 
making use ofthe LF set-up. The open square symbols in Fig. 5.21 represent this experiment. 
The other lines in this picture will be discussed below. 

"Cf3 ''èj[j'cïä'b"o'd o b'tl'tJ"':J'·a·a·trt:l'b"O"O'[j'O't:l"""· .... 
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---~~ 

'\, =321 J/m3 

p=1000~0cm 

0.~.02 

A=1.510' 11 Jlm 

Fig. 5.21 Frequency dependenee ofthe magnetic permeability for 10.5 pm FeHJO thin.film in 
the low frequency range. 

If the behaviour of the imaginart part of the permeability p" would be caused by eddy currents 
and FMR the low frequency behaviour would be a straigth line as discussed before. As 
discussed in section 2.5 the decrease in p" is caused by the domain wall movements, see Eq. 
(2.37). The wall permeabilty in the present case is deterrnined by the walls of the ciosure 
domains, see Fig.2.7( c), because these walls only can lead to magnetization in this case (the 
walls with their plane perpendicular to the field will not move). It is possible to calculate the 
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domain size Dw (Fig.2.1 0) as discussed in appendix D. In tlus appendix also some expressions 
are given for the mobility m and the damping factor p. The parameter a, now representing the 
restoring coefficient of the wall as in Eq. (2.36), was chosen to be zero. All the used and 
calculated parameters are presented in this figure. A denotes the exchange constant. The dotted 
line in Fig. 5.21 shows the calculated behaviour of the permeability which is a combination of 
rotational permeability and the just mentioned wall permeability. For both mechanisms the 
permeability is frequency dependent, related to eddy currents and BvlR. The calculations and 
the experimental data are in reasonable agreement. It must be noted that no fit parameters are 
used in the calculations. A possible explanation for the deviation between experiment might be 
the size ofthe domains Dw which is calculated to be 0.22 mm. In this calculation we assumed a 
macroscopie anisotropy constant. By stresses near the edges of the film the magnetostriction 
can cause some magneto-elastic anisotropy. This can leadtoa different domain sizes. To check 
this, a potograph was madethe domains near the edges of the film were imaged by the Bitter 
method. Fig.5 .22 shows the result. 

.! ' ,. . ~ 

I ,. 

Fig. 5.22 Photograph of the domains and domain walls of a 10.5 Jlm FeHfO thinfilm near 
the edges of the thin film. 

The observed domain size seems to be 0.079 mm which is about 3 times smaller than 
calculated. We used this value as input parameter and calculated again the frequency behaviour 
of the permeability leaving all ether parameters constant. This calculation is shown in Fig. 5.21 
with a solid line. As expected, this adjustment has no consequences for the permeability at 
large frequencies. However, the losses in the permeability Jl" decreases. This improves the 
calculation with respect to the experiment even more. Although the calculated behaviour is not 
exactly the same as the experimental permeability, it is surprising that within the simple model 
of appendix D the behaviour can be described rather well. This is because we know that some 
of the proposed assumptions are not correct: the domain patterns as can be seen in the 
photograph do not correspond with these ofthe theory. 
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5.6 Magnetorestance and tunneling 

In this sectien we present the main results concerning magnetoresistance and tunneling 
phenomena in FeHfD thin films. As already mentioned in sectien 2.4 the FeHfD films that 
exhibit GMR, contain more oxygen in the amorphous phase than the films that show goed soft 
magnetic behaviour. The different regions are indicated in the phase diagram ofFig. 5.23. 

oxygen content 
Ar/02 flow 

Fig. 5.23 Phase diagram of FeHJO thinfilms. 

As can be seen from this figure, by enlarging the Ar/02 flow the FeHfD films change from a 
paramagnetic behaviour to goed soft (ferro)magnetic behaviour. For larger oxygen contents 
the F eHfD films appear to exhibit GMR at the ex pence of goed soft magnetic properties. The 
resisitivity increases as a function of the oxygen content and at very large Ar/02 flows the films 
become insulating. The transition between the paramagnetic and ferromagnetic phases and the 
transition between the soft magnetic and the G:NlR-phase are gradually as distinct from the 
sharp border between the G:NlR-phase and the insulating phase. The colour of the samples 
changes dramatically from deep blue to transperant red probably due to the formation ofF~03 . 

We measured the 11R ratio at T=300 Kof a FeHfO samplesputtered with an Ar/02 flow of 
12 seem, see Fig. 5.24 Fe50.2Hf10.70 39.1 
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Fig. 5.24 MR ratio of Fe50.Jlf10.70 39.1 thinfilm sputtered with a 12 seem Arl02 flow in the 
paralleland perpendicular eonfiguration measured in the high field regime. 

film exhibits a :MR. ratio of 0.15% when the magnetic field is applied parallel to the current 
direction, while the :MR. ratio in the perendicular con:figeration is 0.12%. The shape of the 
curves are cernparabie and shows no dependenee on the direction of the applied field with 
respect to the current direction in the plane. However, when we zoom in field near H=O, we 
see the differences between the measurement in the parallel con:figuration and the 
measurements in the perpendicular configuration: the A:MR contribution disappears by 
changing the field direction, see Fig. 5.25. 

By varying the Ar/02 flow, the properties of the FeHfO with respect to the :MR. ratio 
changes. This is illustrated in Fig. 5.26(a). 

0.08 

-0.00 
~ 0 -0::: 0.04 

~ 
0.02 

lloH (T) 

Fig. 5.25 MR ratio of Fe50.Jlh0.70 39.1 thinfilm sputtered with a 12 seem Arl02 jlow in the 
paralleland perpendieular configuration measured in the low field regime. 
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Fig. 5.26 (a) MR ratio ofthree different FeHJO thinfilm sputteredwith three different Ar/02 

flows as indicated The magnetic field is applied perpendicular to the current and the MR is 
measured in the high field regime. The concentrations of the elements Fe, Hf and 0 are also 
represented in the picture. (b) Magnetization loopsjor the same FeHJO films. 

It appears that the not only the MR. ratio increases by raising the oxygen concentratien in the 
sputter clock during but also the resistivity. By performing SQUID measurements the 
magnetization loops of the above discussed films were measured. These are depicted in Fig. 
5 .26(b ). The magnetization process changes dramatically by increasing the oxygen 
concentratien in the FeHfD alloys. The magnetization changes from a square shaped loop for 
an Ar/02 flow of 12 seemtoa more curved loop at a flow rate of 13.4 seem. It is believed that 
the film becomes more amorphous at large 0-concentrations. The Fe crystallites are more 
separated by the amorphous FeHfD phase. The MR. ratio of 2% is the largest measured at 
room temperature for this FeH:fD system. By increasing the oxygen concentranon the films 
change their structure: they become brown/red and transperant, which could be due to the 
formation ofF~03 . 

The curved magnetization is due to rotatien ofthe nano-sized Fe crystallites. Ifthis GMR. is 
caused by tunneling the resistivity should exhibit an exponentional behaviour with the 
temperature as described by Eq. (2.44). The resisitivity is measured as a function of 
temperature in the temperature regime between 10K and 300 K for the three films, see Fig. 
5.27. 
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Fig. 5. 2 7 Temperafure dependent resistivity of three different F eH JO films. 

5. Results 

Regarding Fig. 5.26 and Fig. 5.27 it is clear that not only the resistivity increases but also gets 
a different character for the different films as a function oftemperature. For high temperatures 
the resisitivity ofthe films grown with Ar/02 flowsof 10.0 seem and 12.0 seem respectively 
increases with temperature: this suggests a metallic conduction behaviour. The Fe crystallites 
forma percollating conduction path. On the contrary, the FeHID filmsputtered with a flow of 
13 .4 seem Ar/02 shows a decreasing resisitivity with temperature. Additionally, it is seen that 
for small temperatures gets large. This temperature dependent behaviour could be indicative 
for tunneling. If the resisitivity is plotted logaritmie as function of 1/IT, the resisitivity should 
be a straigth line according to Eq. (2.44). As can be seen in Fig. 5.28, this is not the case: 
tunneling can not be the only mechanism that plays a role in the conduction. We will discuss 
this later on. 
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Fig. 5.28. Resisitivity ofFe4.jfj10043 thinfilm (1 3.4 seem Arl02 jlow). 

5. Results 

In Fig. 5.29 the resisitivity and the MR ratio is shown as a function of the Ar/02 flow during 
sputtering. 
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Fig. 5.29 (a) resisitivity pand (b) the MR-ratiofor FeHJO films as ajunetion of Arl02 jlow. 
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Both the resisitivity p and the l\1R-ratio increase rapidly above 12.0 seem AI/02. The 
maximum l\1R ratio is about 2. 0% at a flow of 13 .4 seem. lt is also obvious that in the regime 
where the l\1R ratio is relatively large, the soft magnetic properties of the film are bad and vice 
versa, see again Fig. 5.23. 

As distinct from the experimental results from Fujimori et al. [34] the l\1R ratio in our 
F eHfO films is temperature dependent The l\1R ratio as a function of temperature is shown in 
Fig. 5.30(b) together with the resistivity (Fig.5.30(a)). The curves will be explained below. 
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Fig. 5.30 (a) Resistivity pand (b) MR ratio as a function of temperafure fora FeHJO film 
grown with a 13.4 seem Arl02 flow. The curve in (a) represents the tunneling resistivity as 
given by Eq. (2.44}, while the curve in (b) represents the MR ratio by assuming spin-flip 
scattering processes. The inset in (a) shows the resistivity in a logarithmic representation. 
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As already discussed in chapter 2 tunneling alone can not be responsible for the temperature 
dependent behaviour ofthe :MR. ratio: ifthis would be the only mechanism the :MR. ratio should 
be independent with temperature. Spin-flip scattering processes in the amorphous phase might 
explain the temperature dependenee behaviour of the :MR. ratio. By calculating the I\1R ratio 
with the resistivity now given by Eq. (2.49) which includes spin-mixing, the I\1R data were 
fitted, see the curve of Fig. 5.30(b). The input paramaters are already obtained by fitting the 
resistivity, see Fig. 5.30(a). The relevant fit parameters are denoted in this figure. At first the fit 
of the I\1R ratio appears to be in reasanabie agreement with the experimental results. Also the 
calculated resisitvity seems to be a goed fit, But when we consider the latter more accurately it 
appears that the experimental results are not a straight line in a diagram where the resistivity is 
plottedon a logarithmic scale as a function of 1/JT, see inset Fig. 5.30(a). 

T o explain the deviant behaviour of the resistivity we assumed that a part of the current is 
able to chose a percolating path. The most simpte equivalence circuit to describe this behaviour 
is a temperature independent resistance shunted parallel to the tunneling resistance. This 
schematic circuit is represented in Fig. 5. 31. 

Ptunnel 

Pperc 

Fig. 5. 31 Equivalence circuit of tunneling Ptunnet shunted parallel with a percolating path Pperc-

The resistivity is fitted again and the I\1R ratio is calculated and fitted again by using the fit 
parameters obtained from the resistivity. This is illustrated in Fig. 5.32. This tigure shows that 
the fit that describes the experimental data of the resistivity is improved, which is rather 
obvious regarding the inset of Fig. 5.30(a). On the contrary, the fit that describes the data of 
the l\tfR. ratio is getting worse. Por T=O K the fit function even becomes zero. This also 
fellows from the equivalence circuit of Fig. 5.31 and Eq. (2.44) descrihing the tunnel 
resistivity, which gets infinite for T-0 K. This implies that the current would flow through the 
magnetic field independent shunt resistance, leading to a I\1R ratio of 0% for very low 
temperatures. 

Another attempt to describe the :MR-ratio as a function of temperature, was by assuming a 
serial circuit instead of a parallel circuit. Because this did not lead to interesting results this will 
nat be discussed here. 
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Fig. 5.32 (a) Resistivity p and (b) MR ratio as a function of temperafure for a FeHfO film 
grown with a 13.4 seem Arl02 flow. The curve in (a) represents the resistivity as given by the 
equivalence circuit of Fig. 5.31, while the curve in (b) represents the fitted MR ratio by 
assuming spin-flip scattering processes. The inset in (a) shows the resistivity in a logarithmic 
representation. 
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The main condusion concerning the temperature dependenee of the :MR. ratio is that it can be 
described qualitatively by spin-flip scattering processes in the amorphous phase. The 
quantitative description is fairly convincing. By just assuming tunneling in combination with 
spin-mixing the :MR. ratio can be described rather accurate, in contrast with the resistivity 
which is nat described numerically correct by the exponential behaviour ofEq. (2.44). 

By calculating the :MR. ratio out of Eq. (2.45) or Eq.(2.49) it fellows that the :MR. varies 
with l-m2 at a certain temperature. This behaviour is also valid for the equavalence circuit with 
a resistance shunted parallel, see Fig. 5.31. This could be checked experimentally. The 
magnetization loop of the concerning FeHfD film was measured with a SQUID, see 
Fig.5.33(a). After calculating the reduced magnetization m and calculating l-m2

, the curve of 
Fig. 5.33(b) is obtained. The shape ofthis tigure looks similar to the :MR. measured at 300K as 
a function ofthe magnetic field depicted in Fig. 5.33(c). 
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Fig.5.33 (a) The magnetization loop at 300 Kof a FeHJO film measuredwith the SQUID. (b) 
Calculating curve showing J-m2 where mis the reduced (c) MR as ajunetion ofthe magnetic 
field. 
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When the MR. curve and the curve representing l-m2 is depicted in one tigure it is obvious that 
the shapes ofthe curves are not completely in agreement. Fig. 5.34 gives a combined picture of 
the measurements performed at a temperature of 10K and 300K. 
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Fig.5.34 Calculating curve shawing 1-m2 where mis the reduced magnetization and MR as a 
function ofthe magneticfieldfor (a) T=JO K and (b) T=300K. 

The deviation can not be explained by the spin-flip scattering as discussed above, at least not in 
the situation were the resisitivity is described by just assuming tunnel phenomena. But it can 
also not be explained by assuming a percolating resistance shunted parallel to the tunnel 
resistance. This confirms that the granular structure of FeHfO is rather complicated and can 
not be described quantitatively to a satisfatorily degree by very simple equivalence circuit 
models. 
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6 Application: the thin film inductor~ 

6.1 Introduetion 

In the passive integration project within the group Microsystems technology, research is 
performed on planar inductors. These are thin film devices that basically consist of a square 
coil of Au or Al typically covering an area of 3 mm2 or less on a Si substrate. Generally 
speaking the devices may serve as inductances in LCR-circuits for application in resonators or 
band filters, sensors, de-de converters [34] , micro actuators [35], planar micro transfarmers 
for use in micro switching converters [36] and magnetic integrated circuits [37]. At Philips 
research one of the applications that one currently focusses on are inductors for use in 
front-end filters in FM-radio typically operating at 100 MHz. The principle aim is to develop 
inductors combining 

• an as high as possible inductance L per unit area 
• an as high as possible quality factor {l 
• the lowest possible costs 

For a soloooidal coil it is well known that if one fills the inner part with a soft-magnetic 
material having relative magnetic permeability Jlr that the inductance L increases by a factor flr· 

The reason is that the magnetic reluctance (resistance) R that the flux experiences, drops by a 
factor flr: R=ll p,ofl,A with I and A he length and cross-sectionat area of the coil, respectively. 
Fora soloooidal coil the inductance Lis given by L=lflR with N denoting the number ofwin
dings. Returning to the planar inductor it may be clear that by applying a soft magnetic layer 
above and below the square coil, the magnetic reluctance ofthe flux path around the conductor 
is red u eed resulting in an enhancement of the inductance L. In turn, this enhancement may 
offer the opportunity to lower the costs ofthe inductor or altematively to miniaturize it further. 

It is the aim of the present work to investigate to what degree the inductance can be 
enhanced. The idea to enhance L of planar inductors using soft-magnetic layers is not new: in 
several industriallabs. research on this subject is being performed. This research does not only 
focus on the mere application of magnetic layers but is also directed at finding new geometries 
(see e.g. [38]-[66]), other than that ofthe square coil considered here. In the present work we 
focus on the square coil with a soft-magnetic layer at a certain distance above and below it. 
The soft-magnetic layers where chosen of MnZn-ferrite and FeHfO. This is because of the 

1This chapter is a part of a Nat. Lab Techn. Note by Bloemen et. al. [33] 

2The quality factor Q is defined as Im(Z)/Re(Z) with Re(Z) and Im(Z) the realand imaginary 
parts ofthe complex impedance Z ofthe coil. Neglecting capacitive effects the quality factor is 
given by Q=wLIR with R the electrical resistance ofthe coil and wthe angular frequency. 
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presently available matenals these exhibited the highest electrical resistances3
. The latter 

property is important since the inductors should operate up to the highest possible frequencies. 
If low resistive magnetic layers would have been used, the rf coil fields would be shielded by 
eddy currents that run within the magnetic layers. This screening causes the magnetic 
permeability to drop and hence eliminates the enhancement of L. Though this eddy current 
effect is unwanted for planar inductors, such low resistance, high permeability soft-magnetic 
layers may be exploited successfully in shielding applications where one wants to limit 
disturbing rf-fields on the environment. However, this is notsubject ofthe present work. 

6.2 Experimental 

A schematic representation ofthe inductors stuclied in this workis given in Figure 6.1. 
b 
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Fig. 6. 1 Schematic representation of a planar inductor defining the used symbols; cross
sec ti on (left) top view (right). 

The inductors have been prepared on 40 x 40 mm2 Si substrates terminated with a 2 Jlm Si02 

layer. Si02 deposited at 300°C with CVD has been used to insulate the conducting coil (made 
of Au) from the soft-magnetic layers. On one wafer six coils are present having different sizes 
i.e. the side length assumes the values 420, 670, 920, 1170, 1420 and 1670 Jlm. The width I 
and thickness d of the conductors is in all cases 80 Jlffi and 0.3 Jlffi, respectively. The gap g 
determined by both the thickness ofthe conductor as wellas the Si02 was in the present design 
1.3 Jlm. The magnetic layers all have a thickness t of0.8 Jlm. 

The complex frequency dependent magnetic permeability has been measured using the 
mutual inductance method by means of a HP4129A impedance analyzer or with a single coil 
inductance method using a HP4195A network spectrum analyzer. Here, the rf field was 
directed along the long axis of the strip parallel to the film plane. See chapter 3 for a 
description of this technique. The complex frequency dependent electrical impedance of the 
inductors has been measured using the s-parameter technique described elsewhere [67]. 

3Here, available means: that could be readily sputtered. Other soft-magnetic materials such 
as NiZn-ferrite have considerably higher resistances. 

111 



6. ApPlication: the thin film inductor 

6.3 Relevant properties of the used soft-magnetic layers 
FeHfO and MnZn-ferrite layers 

In this section we briefly discuss the most relevant magnetic and electric properties of the 
FeHfO and MnZn-ferrite layers. For an extensive discussion regarding FeHfO we refer to 
chapter 5. Here, we will focus on the electrical resistivity and the magnetic permeability. These 
quantities have been measured either from strips that have been cut form the 40 x 40 mm2 Si 
wafers aft er complete processing of the inductor or on other strips on which the soft- magnetic 
layers have been deposited under the same conditions. It may be clear that the magnitude of 
the magnetic permeability plays an essential role in the enhancement of the self-inductance L 
of the coil whereas the resistivity plays a role to what degree eddy current and displacement 
losses occur. In Table X the de resistivities and the low frequency magnetic permeabilities of 
the FeHfO and MnZn-ferrite layers are collected. 

Table X: DC resistivity and magnetic permeability ft of sputtered MnZn-ferrite and FeHJO 
thin films. For the latter ft is anisotropic when the film is annealed in magnetic field 

film composition p (pfkm) p( sl3 MHz) 

Mn-Zn-ferrite 1-2 ·106 15 

FeHfO (as deposited) 2000 530 

FeHfO (hard axis) 1000 1400 

FeHfO (45°) 1000 750 

Contrary to FeHfO, in the case of MnZn-ferrite no uniaxial magnetic anisotropy has been 
induced by a magnetic anneal treatment. The FeHfO layers have been annealed with rapid 
thermal processing (RTP) at 400°C for 511 in magnetic field along the short axis of the strip 
(3rd row in the table) and at an angle of 45° with respect to the long axis ofthe strip (4th row 
in the table). It is clear that the permeability depends on the direction ofthe rffield relative to 
the magnetic hard direction. Figure 6.2 on the next page displays the full angular dependenee 
of the permeability measured at I 00 kHz for F eHfO. Here, the angle ( l/J) that has been avried is 
the angle between the direction of the rf measuring field and the magnetic hard direction. 

The solid line represents a fit of Eq. (2.20). Knowledge of this anisotropic behavior is 
relevant to our inductor since in the present case of a rectangular coil, flux transport occurs in 
two mutually perpendicular directions viz. locally perpendicular to the conductor. This draws 
on the question which case would yield the highest inductance: (a) the parallel case in which 
the annealing is performed with the field parallel to one ofthe conductor sides (see Fig 6.3) or 
(b) the case of annealing at an angle of 45° relative to the conductor sides. 
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Fig. 6. 2 Magnetic penneability as a function of the angle between the measuring direction of 
the rf-field and the hard axis direction. 

(a) flux 
H (b) H 

flux flux 

Fig 6. 3 Two different possibilities to anneal the inductors (a) with the applied magnetic field 
parallel to one of the conductor sides or (b) with the field at 45° with the conductors. 

In the parallel case one has the highest permeability for two conductors whereas the other two 
conductors ('with low permeability') will contribute considerably less to the inductance. On 
the other hand for the 45° case all conductors contribute equally to L but with a permeability 
that is roughly half of the maximum achievable permeability (neglecting Jiwarr in first 
approximation). This question will be answered later on. In the case ofMnZn-ferrite this issue 
does not play a role. 

Apart from the de properties the frequency dependent properties are also of interest since 
the inductors have tooperateat high frequencies. Fig. 6.4 shows the frequency dependenee of 
the magnetic permeability of a strip that has been cut from that part of the Si wafer that 
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contained no inductors i.e. the measurement is basically performed on a 0.8 1.1m FeHfD 
/spacer/0.8 1.1m FeHfD sandwich. 
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Fig. 6.4 Frequency dependenee of a 0.8 pm FeHfO/spacer/0.8 pm FeHfO sandwich in the 
as-deposited state. The spaeer consists of0.5 pm Si0/0.3 pm Au/0.5 pm Si02" 

Here, the spaeer consists of 0.5 Jlm Si02 /0.3 Jlm Au/0.5 Jlm Si02• The sample has thus 
received the same (thermal) treatments as the inductors. For the present case the sample was 
measured in the as-deposited state (no magnetic anneal treatment). It is seen that the real part 
ofthe complex magnetic permeability p' is constant up toa frequency of 190 :MHz. Basedon 
the behaviour of p" it is expected that just above 200 l\1Hz the permeability will roll-off. The 
behavior for the annealed sample is similar except for the magnitude of the permeability (see 
Table X). 
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Fig. 6.5 Frequency dependenee of a bulk 500 pm MnZn-ferrite film. The ferrite is not 
sputtered: it is the same as the ferrite used in the yokes of video heads. 
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The behavior ofthe MnZn-ferrite is as follows. The permeability (p') ofthe 0.8 Jlm thick films 
remains constant and equal to 15 up to frequencies of 13 MHz. Above this frequency no 
reliable measurements have been performed. Fora bulk sample (500 Jlm thick) a measurement 
is shown in Fig. 6.5. We have to note however that this does not correspond to sputtered 
MnZn-ferrite but to ferrite used in the yokes of discrete sandwich video heads. It is seen that 
although the resistance of the ferrite is relatively high, the permeability rolls off at already 10 
MHz. It is well known that the behavior is not determined by eddy currents but by 
ferromagnetic resonance. Since the bulk film has a considerably higher permeability ( about 
800) than the 0.8 Jlm thick MnZn-ferrite film used in the inductors (p=15) it is expected (based 
on Snoeks limit) that the roll-off for our film will occur at a frequency that is much higher: 
basedon Snoeks limit at 800/15=53 MHz = 530 Mhz. 

6.4 Magnetic transmission line modelling 

In this section an analytica! expression is derived for the inductance of a Hoop-type planar 
inductor in terms of its dimensions and the magnetic permeability of the magnetic layers. The 
result can be used to analyze and understand the experiments and provides insight that enables 
us to indentify bottie necks in the inductor design and thereby provides a basis for future 
better designed inductors. 

Since magnetic transmission line models have proven to describe thin film heads with very 
good accuracy we have adopted the same approach to derive an expression for L. Earlier this 
has also been done by Sato et al. [68] for circular shaped multi-turn coils and not for the 
general case of a finite fringing resistance (see below). Roshen et al. [69] also considered the 
problem but again considered the case of circular coils. Furthermore his denvation employing 
the method of current images does not give simple formulas from which the relation between 
the inductor characteristics and the coil parameters are clear. Below we apply the magnetic 
transmission line model on a rectangular coil. It will appear that this will result in a relatively 
simple formula for the inductance and consequently leads to a very transparent physical 
picture. 

The magnetic transmission line model is actually nothing else than solving the 
magneto-static problem with the correct boundary conditions i.e. applying the classicallaws of 
electromagnetism neglecting time dependendes i.e. applying Ampère's law and demanding 
conservation of magnetic flux and continuity of magnetic potential. 

To calculate the inductance L weneed to calculate how the magnetic flux, generated by a 
current through the coil, flows through the layers. The inductance L is defined as the ratio 
between the flux enclosed by the current and the magnitude of this current: 

L = 1/Jencz/ /. (6.1) 

Our coil consists of four indentical conductors arranged in a square, see Fig. 6.1. The sirles 
have a length denoted by a. The two magnetic layers have both a thickness t and are at mutual 
distance g symmetrically with respect to the coil. The surface area that the magnetic layers 
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cover is preferably larger than the coil area and is for the present model assumed to be of 
square shape with side lengtbs denoted by b (b>a). Another relevant parameter for the 
behavior is the width of the conductor making up the coil. This width is denoted by /. The 
thickness of the conductor is represented by d. Since the essential physics is already fully 
contained in the simpler problem of one straight conductor between two magnetic layers it is 
sufficient to solve this problem first. The salution of the full problem including the four 
conductors forming the square loop is simply constructed from the solutions of the simpler 

problem. i 1=1 i 1=2 ! 1=3 
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• ! 

l><! 
i i 
! : 

x i i 
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Fig. 6. 6 Schematic representation of the cross-section of a planar inductor defining the 
coordinates and three regions denoted by i= 1,2 and 3. 

Fora given conductor with a current I flowing in the z-direction (see Fig.6.6) it can be shown 
that the magnetic flux ([J flowing in the magnetic layers satisfies the following differential 
equation [70]: 

(6.2) 

Here, the following assumptions have been made: (i) the flux ([J is travelling solely in the 
y-direction within the magnetic layers, (ii) there is no x-dependence, (iii) the leakage fluxes 
from one magnetic layer to the other are normal to the plane of the layers and (iv) time 
dependendes i.e. eddy current effects are left out. 

The parameters À and athat have been introduced in Eq. (6.2) are defined as: 

Ä=~ p~g' (6.3) 

a= PoP/a. (6.4) 
21 

These parameters are the two important physical constants of the device. The constant À is a 
characteristic decay length for magnetic flux. It sets the length scale at which important 
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dependendes and effects will occur. The constant a represents a characteristic magnetic 
permeance or in other words a specific conductivity for magnetic flux. In the present case it is 
the inverse magnetic reluctance4 of a magnetic layer with cross section ta and magnetic path 
length 2/. This parameter will set the order of magnitude of the inductance. 

The general solution ofEq. (6.2) assumes the form: 

<P(y)=A;exp(y/Ä)+B;exp( -yi'A)+al, (6.5) 

where the subscript i denotes a particular region of the inductor. Here, it is to be noted that at 
positions where no conductor is present the current term in Eqs. ( ) and ( ) should be leftout 
(1=0). 

Three regions depending on the location of the conductor need to be discerned. They are 
labeled with i =1, 2 and 3 as indicated in Fig. 6.6 on the preceding page. The y coordinate for 
region 1 ranges from 0 to y 1. Similarly regions 2 and 3 are determined by y1~ys y 2 and y2~ys 
b, respectively. Here, y 1=(b-a-l)/2 and y2=(b-a+l)/2. As mentioned, for the solution in region 1 
and 3 one needs to set 1=0 in Eq. (6.5 ). The boundary conditions which the flux in the several 
regions has to satisfy are: 

1. Aty=O andy=b: 

atP g-=RtP. ay (6.6) 

This expresses that the magnetic potential difference at the edges of the magnetic layers is 
equal to the magnetic resistance R for the flux to cross from one side of the magnetic layer 
through air to the other magnetic layer times this flux. This is the magnetic analogon of Ohm's 
law. 

2. At y 1 and y 2 the flux as well as the derivative of the flux should be continuous across the 
boundaries. Here, continuity of the derivative is a result of the fact that the magnetic potential 
is continuous. 

These boundary conditions result in six linear equations for the the six unknown coefficients 
and A; and B;. It is a straightforward matter to solve these equations. As an example we give 
the expression for B2 in the case of an infinite fringing resistance R i.e. no fringing flux at the 
faces of the magnetic layers. 

B = al [coshe+a-1)-e M.cosh(b-a-z)]. 
2 2sinh(b/'A) 2.\ 2.\ 

(6.7) 

4The magnetic reluctance R of a piece of magnetic material of length /, relative magnetic 
permeability Jl and cross-sectionat area A is defined in complete analogy with the electrical 
resistance as R=ll JloJ.lr· 
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The other coefficients, also for the more general case of a finite fringing resistance, are listed in 
appendix B. Using these expressions the flux generated as a function of position y by a single 
conductor carrying a current I can now be calculated straightforwardly. 

In an inductor the four current conductors making up the coil behave identically and will 
generate a flux having the same spatial dependence. The total flux is thus simply the sum of the 
fluxes of each conductor. To calculate the contribution of one conductor to the enclosed flux 
q>encl. we consider again Fig. 2.6. The verticallines A-D at the boundaries between the several 
regions denote imaginary cross sections through which flux enters and leaves a region. For 
example, the flux that crosses the inside area of the coil must be equal to the flux teaving the 
magnetic layer. The latter is equal to <P{y2)-<P{y3). One may be tempted to assign this to the 
enclosed flux q>encL in Eq. (6.1). However, this is notcorrect since flux also crosses the current 
conductor itself and is thus enclosed by part of the current. Obviously this also contributes to 
and should be taken into account in the calculation of L. In appendix C it is argued that the 
correct expression for q>enct· is given by: 

Y2 

1q>encL = ~ f qi2(y)dy. (6.8) 

Y1 

This becomes a rather cumhersome formula if one substitutes Eq. (6.5) with for A2 and B2 the 
expressions given by Eqs. (B.2) and (B.3 ). A convienient expression can be obtained by taking 
the limit b/À-oo. It is an easy matter to show that the resulting expression is given by: 

À 
Lb=oo =4a{1-1[1-exp( -//À)]} (6.9) 

or altematively after substituting for À and athe expressions given by Eqs. () and ( ): 

L _ =4/'.,.U,ta {!-.!.~ p,Jg[1-ex (-//À)]} (6.10) 
b-oo 2/ / 2 p 

F or the present experiment this limit is appropriate since the magnetic layers extend across the 
entire Si wafer except where the cantacts have been made to facilitate impedance 
measurements. Considering Eq. (6.10), a number ofremarks can be made. The inductance can 
be viewed as the product of three factors (i) a geometry dependent factor between braces 
invalving the characteristic dimensions and the permeability dependent magnetic decay length 
(ii) a factor representing the (inverse) magnetic resistance that flux experiences within the 
magnetic layers when flowing around a single conductor (}loJ.J,ta/2[) and (iii) a factor 4 
counting the number of conductors. The factor between braces can be seen as a factor that 
reduces the enhancement of the magnetic resistance due to the presence of air gaps in the 
inductor. It accounts for the fact that L is not proportional top, but rather to J p,: it can be 
shown rather easily that in the limit oflarge Eq. (6.10) transfarms into: 
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L =4 ~ .U,.t 
(}l,.b)="' Prfl Sg (6.11) 

Furthermore, note that the inductance, unlike for the case of the conventional solonoidal coil 
does not scale with the area cl enclosed between the conductors but scales with the side length 
a. Ofcourse the latter is due to the fact that the decay length is much smaller than the side 
length a i.e. the majority of the flux is concentrated in a region À around the conductor. To 
conclude this section we remark that the factor 4 only applies if all four conductors contribute 
equally to the enclosd flux i.e. ifthe magnetic permeability is isotropic. This is generally not the 
case certainly for matenals where the large permeabilities are obtained by magnetic annealing. 
This issue has already been mentioned insection 6.3 where the question has been raised what 
the optimum direction of the magnetic field during the anneal treatment should be. This 
question can now be answered. If one anneals with the field parallel to one pair of the 
conductors then one pair of conductors does in first approximation not contribute to L 
because Pr is relatively low for that pair whereas the other pair contributes maximally: 

L =2prfl 
u 

(6.12) 

Annealing at an angle of 45° yields the case that all four conductors contribute equally but with 
112 the maximum permeability: 

L =4p_a 
11 fT" 

(6.13) 

It is now clear that the latter case, i.e. annealing at 45°, is preferred since it yields a factor ../2 
larger inductance than in the parallel case (Eq. (6.12)). 

6.5 Results and Discussion 

In this section the results of the impedance measurements of the planar inductors are 
presented. The complex impedance Z of the inductor will be frequency dependent simply 
because of its inductance L and also because of the stray capacitance C of the device i.e. the 
coil is capacitively coupled to the magnetic layers and to the substrate so that displacement 
currents may flow through these and therby short circuit the coil. In Fig. 6. 7 this situation is 
schematized in a cross-section for part ofthe inductor. 
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Au Au 

Si02 

SI 

Fig 6. 7 Schematic representation of part of the inductor and an equivalent electrical circuit. 
The Au coil is capacitively coupled to the ferromagnetic (FM) layer and to the Si substrate 
via the dielectric Si02 layers. 

The tigure also shows an equivalent electrical circuit that simplifies the situation further. Based 
on this circuit the electrical impedance of the inductor may be written ( approximated) by 

1 I I 
-- +----
z Re +jwL Rs + IljfAC 

(6.I4) 

Here, Re represents the coil resistance, R ans equivalent resistance determined by the 
thicknesses and resistivities of the magnetic layers and the substrate, and C a capacitance 
determined by the thickness and relevant area of the SiO layers. The inductance L is in general 
complex and frequency dependent because the permeability is. However, at low angular 
frequencies w capacitive effects can be neglected and the permeability is to a good 
approximation frequency independent so that Z equals R+j wL. In this limit the inductance can 
be obtained from the slope of the imaginary part of Z with w. 

The frequency dependenee of Z has been measured for several coil sizes a and for each 
measurement L has been determined as just discussed. The results are collected in Fig. 6.8 
displaying the inductance L versus a for coils were no magnetic layers have been used (open 
squares), for the case that MnZn-ferrite was used as a magnetic material (solid up triangles), 
for the case that FeHfD was used as a magnetic material in the as-deposited state (solid circles) 
and for the case ofFeHfD annealed in a magnetic fielddirectedat an angle of 45° relative to 
the sides of the coil (solid down triangles). The solid lines are calculations based on the 
transmission line formula (Eq. (6.IO)). Here, the only free parameter tobechosen was the 
magnetic permeability. The values that have been used in the calculation are indicated in the 
tigure also. The line labeled with 'air' is a calculation for the situation that no magnetic layers 
are present, from bere on referred to as the air-coil or air case. For this case we have used the 
express10n 
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. a U 4a 1} L(mr)=p - n(-)--, 0 21t 1tld 4 

which was obtained from Becker et.al. [71]5
• 

Here, a is again the si de length of the rectangular coil, I is the width of the conductor and d its 
thickness. 30 
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Fig. 6.8. /nductance L as a function of the side length a for the case of an 'air-coil' {open 
squares), for the case of MnZn-ferrite layers (solid up triangles), for the case of as-deposited 
FeHfO layers (solid circles) and for the case of annealed FeHfO layers (solid down 
triangles). The lines represent calculations (see text). 

Regarding this figure several remarks can be made. 

1. Eq. (6.15) describes the situation of an air-coil rather well, note that no adjustable 
parameters are involved. 

2. The linear dependenee ofthe inductance on the side length ofthe coil is predicted well by 
the transmission line model (see Eq. (6.10)). 

3. In the case of FeHfO the enhancement of the inductance L relative to the air case is 
certainly not by a factor equal to the magnetic permeability but much smaller, a factor 6 at 
best, compared toabout 750 basedon the permeability. 

4. The magnetic permeabilities used in the calculations for the as-deposited (p=550) state as 
well as for the annealed state (p=778) are rather close to the experimental values (p=530 and 

5The in [71] derived formula was for a circularly shaped coil. We have transformed this 
formula to the present one for a rectangular coil by replacing the radius of the conductor wire 
by l(ld/1t) (i.e. keeping the cross-sectionat area through which the current flows within the 
conductor wire the same) and by replacing the coil radius by 4a/21t i.e. keeping the 
circumference (ofthe area enclosed by the current) the same. 
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p=750, respectively). 

5. Application of the MnZn-ferrite layers (with p=15) does not yield any significant 
enhancement at all. 

The reason for the rather limited enhancement (factor 6) is understood from and correctely 
described by the transmission line model. The small enhancement is due to the presence of the 
air gaps. As discussed, these effectively dominate the magnetic reluctance and cause the 
inductance to be proportional to J prather than top. 

For the low permeability case ofMnZn-ferrite, the magnetic transmission line model fails to 
describe the experiments. The calculated line (labeled with p=15) gives considerably lower 
values than found experimentally (solid up triangles). The reason for this discrepancy originates 
in one of the assumptions made in the model viz. it was assumed that the magnetic flux lines 
cross the air gap perpendicularly to the plane of the layers. Ofcourse at low magnetic 
permeabilities this will no longer be the case i.e. other flux paths, more resembling the curved 
paths in case of an air coil, will exhibit a lower reluctance. Therefore, the transmission line 
model calculates a too high effective magnetic reluctance and thus underestimates the 
inductance. Finite element calculations would be needed to predict the behavior in this low 
permeability regime. 

So far we have limited the discussion to the static situation in particular to the inductance. 
For applications the quality factor and the frequency dependenee are also important. Fig.6.9 
shows the frequency dependenee ofthe real (Re(Z)) and imaginary part (Im(Z)) ofthe complex 
impedance Z. Also the inductance calculated as L=Im(Z )/2rr.f and the quality factor calculated 
as Q=Im(Z)/Re(Z) are shown. The data pertain to planar inductors with or without the 
application of a soft-magnetic layer and all have a coil side length a of 420 Jlm. 

It is seen for all cases i.e. the air coil (open circles) as wellas for the coils with the FeH:fD 
(solid squares) and MnZn-ferrite layers (open triangles) that the real part of increases with 
frequency. This is attributed to dissipation mechanisms related to displacement currents 
running across the Si02 layers and subsequently within the magnetic layers and or the substrate 
and to ferromagnetic resonance losses within the magnetic layers. For the FeH:fD case the 
increase ofRe(Z) occurs at a lower frequencies for three reasons: (i) because the inductance is 
higher causing the electronic resonance frequency (roughly given by w=l!JLC) to shift to 
lower values, (ii) because the resistivity of the FeH:fD is lower than that of the MnZn-ferrite 
thus facilitating an easier flow of displacements currents and (iii) because of the larger 
dissipation related to ferromagnetic resonance in the FeH:fD. Note with respect to the latter 
effect that the imaginary part of the magnetic permeability will appear as a resistance and that 
this imaginary part continuously increases with frequency, see Fig. 6.4. 

What is also seen from the tigure is that the inductance starts to roll-off already at about 
100 :MHz. This is lower than the frequency (190 :MHz, see Fig. 6.4) at which the magnetic 
permeability roUs off. The difference is attributed to capacitive effects: since L is calculated 
from Im(Z)/2rr.f all parts ofthe device that give rise toa contribution to Z having an imaginary 
component will enter in the behavior of L 6• 

60nly at low frequencies it is correct to interpret Im(Z)/2 as a true inductance and thus only 
at low frequencies the behavior of L will mimic the behavior of the magnetic permeability 
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Fig. 6.9. The frequency dependenee of the real {Re(Z)) and imaginary part lm(Z)) of the 
complex impedance Zand of the inductance L=lm(Z )12 7if and quality factor Q=lm(Z)!Re(Z) 
of three types of planar inductors with a=420 pm, the air case (open circles), the case of as 
deposited FeHJO layers (solid squares) and the case of MnZn-ferrite layers {open squares). 

123 



7. Summary and conclusions 

7 Summary and conclusions 

By reactive sputter deposition in an Ar/02 gas mixture FeHfO thin films with thicknesses between 
0. 7 1.1m and 10.5 Jlm have been prepared. The parameter to which the soft magnetic properties 
are most sensitive seems to he the oxygen flow. For the optimum conditions, good soft magnetic 
behaviour can he achieved: a saturation magnetization Bs of 1.1 T, a (relative) magnetic 
permeability fl-r at 100 kHz of 1500 and a resisitivity p of about 1000 1.10cm. The remaining 
problem is the relatively large magnetostriction constant Às of 5·10"6 which is a factor 10 toa 
large. This is the main reason why this material is nat suitable for application as flux guide 
material in magnetic recording heads. 

The HF-permeability set-up is automatized and optimized to measure permeabilities up to 200 
MHz. It is demonstrated that it is necessary to take into account a capacity correction. This is 
because at large frequencies the coil starts to resonate. By making use of the HF permeability set
up, the permeability as a function of frequency of several FeHfO films is measured up to 200 
MHz. It is shown that the roll-off ofthe permeability at frequencies near those that are presently 
accessed in experiment and in application is mainly determined by ferromagnetic resonance. 
Further increasing the resistivity in the future is therefore ineffective. Additionally, it is shown that 
local eddy currents instead of currents which flow through the entire film will nat give rise to a 
decrease in the permeability at large frequencies. At low frequencies the permeability is 
determined by a combination of rotation magnetization and domain wall processes. The latter 
contribution has been calculated also. The fits are in reasanabie agreement with the experimental 
data. 

FeHID films sputtered with a larger oxygen flow appear to exhibita very large resistivity near 
105 1.10cm combined with a moderate magnetic permeability ( ~200). Such FeHfO films are 
therefore candidates for use as seperation oxide between the fluxguide and the l\.1RE in a read 
head. This may imprave the efficiency of the thin film head considerably. By increasing the 
amount of oxygen in the sputter clock during the reactive sputter process, the properties of the 
F eHfO thin films change from good soft magnetic behaviour exhibiting neglegibly small 
magnetoresistance to films with a relatively large magneto-resistance ratio and poor soft magnetic 
properties. This implies that good soft magnetic behaviour is not compatible with a suflident 
GMR behaviour in view of applications. It has been observed that the GMR ratio ofthe FeHFO 
is strongly temperature dependent This can nat he explained by assuming that spin dependent 
tunneling is the only phenomenon that takes place. It is shown that an acceptable description of 
this temperature behaviour can he obtained by assuming a certain amount of spin-flip scattering. 

Finally, a magnetic transmission model has been developed and gives a usefull mathematica! 
description of a thin film inductor. The model has provided considerable insight. The effect of 
different parameters and dimensions on the behaviour of the impedance and the inductance of this 
inductor is well understood and described. It is demonstrated that the inductance increases 
proportional with J p as distinct from a normal coil with a magnetic care where the inductance 
increases proportional with the permeability. Furthermore, it is shown that the inductance scales 
with the si de length a of the coil instead of the enclosed area d fore a normal coil. This is because 
the flux is concentrated near the conductor wires. By making use of soft magnetic layers the 
quality factor and inductance are increased relative to an air coil. 
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ApPendices 

Appendix A: Rotation of magnetization. 

Let us consider a domain with a certain easy axis in a magnetic field. In magnetic materials the 
state of equilibrium is determined in a way that the total energy is minimized. The total energy 
E1 is the sum ofthe field energy E1and the magnetic anisotropy energy EK 

E1=Er+EK= -p0Mflcos( <Pn-t/JM)+KusinifJM, (A. I) 

per unit of volume, where <PH is the angle between the easy axis and the direction of the 
magnetic field H (Fig. AB.l ). Ku is the constant of uniaxial anisotropy and ifJM is the angle 
between the magnetization and the magnetization direction. 

M 

Fig. A.l Rotation of magnetization in a single domain. 

The stabie direction ofmagnetization can be determined by minimizing Eq. (A. I): 

:~ =Kusin2t/JM-p,)vfjlsin(t/JH-t/JM)=0. (A.2) 

For a weak magnetic field (H << 2Kjp,jv/
8
), the direction of the magnetization is almost 

parallel to the easy axis (sinifJM::::: tPM ). Using this assumption and calculating the derivative with 
respect to the magnetic field H ofEq. (A.2) gives the following expression: 

aifJM PJv!ssin(ifJH-ifJM) PJvfssinifJH 
-----------------:0::~-----

an 2Ku +p,)vfjlcos(t/JH-t/JM) 

The component of the magnetization parallel to the applied field is 

M=M8cos(t/Jn-t/JM). 

(A3) 

(A4) 

The magnetic susceptibility X is the derivative of the magnetization with respect to the 
magnetic to magnetic field H: 
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The magnetic permeability Pr,rot can thus be calculated as Jlr=l+z: 

2 
P)v/s . 2A., 

Jl r,rot = 1 + 2K sm 'Yn· 
u 
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ApPendices 

Appendix B: Complete expressions for the 
magnetic flux 

The general solution ofEq. (6.2) assumes the form: 

{B.l) 

As discussed in section 6.4 three regions are discerned so there are six unknown coe:fficients. 
These have to fullfill the boundary conditions given in section 6.4. These result in six linear 
equations for six unknowns which can be solved using elementary algebra. Assuming an 
infinite fringing resistance R i.e. no fringing flux at the faces ofthe magnetic layers, this yields 
the following expressions for the coe:fficients: 

A= 1 
al [ cosh( b+a-1) -coshe+a-1)]. 

2sinh(b/À) 2>. 2>. 

B = al [coshe+a-1)-coshe+a-1)]. 
1 2sinh(b/À) 2>. 2>. 

A = al [coshe+a-1)-e -bt>-coshe-a-1)]. 
2 2sinh(b/À) 2>. 2>. 

B = al [cosh(b+a-1)-e bt>-coshe-a-1)]. 
2 2sinh(b/À) 2>. 2>. 

A= 3 

B = al eba[coshe-a+1)-coshe-a-1)]. 
3 2sinh(b/À) 2>. 2>. 

{B.2) 

(B.3) 

(B.4) 

(B.5) 

(B.6) 

(B.7) 

For the general case of a finite fringing resistance R the following coe:fficients are obtained: 
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A al ( -yl~ _.r, Y/À· ( -yiA _.r, YiJ...] =- e +Je - e +Je J . 1 4jsinh(b/À) 

A= 2 

B al [ -yiA _.r, YiA ( -yiA .1: YiJ...] = e +Je - e +Je J . 1 4sinh(b/À) 

al [ -yiA _.r, YiA -b!A( Y/A _.r, -y11J...] ---- e +Je -e e +Je J . 
4jsinh(b/À) 

B al [ -yiA -fi YiA b!A( Y/À -fi -y/~] - e + e -e e + e . 
2 4sinh(b/À) 

B _ al -b!A[ yfA _.r, -y.fA ( Y/A _.r, -y1!J...] - e e +Je - e +Je J . 3 4sinh(b/À) 

Here we have defined fby: 

f R-g/À 
R+g/À 

ApPendices 

(B.8) 

(B.9) 

(B.10) 

(B.ll) 

(B.12) 

(B.13) 

(B.14) 

An expression for the fringing resistance R can he obtained rather easily if one assumes that the 
flux takes a circular path from one to the other face of the magnetic layer: 

1 Jl,P 
-=-ln(1 +2t/g) 
R 1t 

(B.15) 

It can be verified easily that for R-.oo i.e. for.f=1 Eqs. (B.8)- (B.13) transfarm into Eqs. (B.2) 
- (B.7 ). 
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Appendix C 
flux 

Appendices 

Expression for the enclosed 

As mentioned in section 6.4 in the calculation of the inductance the relevant flux enclosed by 
the current is not equal to the flux that crosses the inside area of the coil i.e. crossing the 
region between y3 and y2 (see Fig 6.6). This is because also flux crosses through the current 
conductorsitself To account for this effect we consider an infinitely small current element of 
width dy at position y located between y1 and y2. This element encloses a flux equal to 
tP2(y)dyll minus the flux that remains at a similar infinitely small element of the opposite 
conductor betweeny3 andy4• Here, dy/I is the factor taking into account that the contribution 
results from only a part ofthe conductor. Since the flux tP3(y) at the opposite conductor due to 
the first conductor can be neglected (À< <a) it follows immediately that the flux enclosed by the 
total coil is given by (see also [40]): 

Y2 

±tjJencl. = ~ f t!J2(y)dy. (C.I) 
Y, 

Here, the factor four is a result of the fact that the coil consists of four indentically behaving 
conductors. Substitution ofEq. ( ) yields for the inductance L the expression: 

(C.2) 
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