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Effects of the Functionalization of the Ordered
Mesoporous Carbon Support Surface on Iron Catalysts for
the Fischer–Tropsch Synthesis of Lower Olefins
Martin Oschatz,*[a] Jan P. Hofmann,[b] Tom W. van Deelen,[a] Wouter S. Lamme,[a]

Nynke A. Krans,[a] Emiel J. M. Hensen,[b] and Krijn P. de Jong*[a]

Introduction

C2–C4 olefins are crucial intermediates for the production of
plastics and fine chemicals and in the fuel industry.[1, 2] Conven-
tionally, these components are produced mainly by the steam
cracking of naphtha or fluid catalytic cracking of vacuum gas
oil. As a result of the rapid depletion and volatile price of
crude oil as well as environmental concerns, non-oil-based
feedstocks for lower olefins production are increasingly re-
quired.[2] Particularly, the use of synthesis gas has attracted
considerable attention in recent years.[3, 4] Syngas is a mixture
of CO and H2 that can be derived from, for example, coal, natu-

ral gas, and biomass. It can be converted to C2–C4 olefins
either through a methanol or dimethyl ether route[5, 6] or direct-
ly by using bifunctional catalysts.[7, 8] The direct hydrogenation
of CO is known as the Fischer–Tropsch to olefins (FTO)
process.[2, 9]

Although Co[10, 11] and Fe[12, 13] are the commonly used Fisch-
er–Tropsch metals, nanostructured iron (carbide) catalysts are
applied in the high-temperature FTO process because of their
low methane selectivity, high abundance, high water gas shift
activity, and low cost.[2, 14] Although numerous species (iron
oxides, metallic iron, iron carbides, and their combinations) can
play a role in the FTO process, it has been shown that iron car-
bides are the catalytically active phase.[15] Recently, it was
foundthat especially the addition of a combination of Na and S
promoters can suppress methane formation and increase the
activity of FTO catalysts at the same time.[16, 17]

Fe nanoparticles are often supported on porous inorganic
substrates to avoid the rapid deactivation of the catalyst
caused by sintering and mechanical breakdown.[18–20] Especially,
nanostructured carbon materials have received considerable
attention as supports for Fe-based FTO catalysts in recent
years.[21–25] Their weak interaction with Fe species facilitates the
formation of catalytically active iron carbide species and, there-
fore, high catalytic activity can be achieved.[9] The irreversible
formation of nonreducible and hence inactive Fe species that
may occur for silica and high-surface-area alumina is sup-
pressed on carbonaceous supports. Moreover, carbon supports
are highly versatile in terms of their textural and chemical
properties, that is, their pore size, pore geometry, carbon nano-
structure, and surface functionalization.[26, 27]

Ordered mesoporous carbon (CMK-3) with different surface
modifications is applied as a support for Fe-based catalysts in
the Fischer–Tropsch to olefins synthesis (FTO) with and with-
out sodium and sulfur promoters. Different concentrations of
functional groups do not affect the size (3–5 nm) of Fe parti-
cles in the fresh catalysts but iron (carbide) supported on N-en-
riched CMK-3 and a support with a lower concentration of
functional groups show higher catalytic activity under industri-
ally relevant FTO conditions (340 8C, 10 bar, H2/CO = 2) com-
pared to a support with an O-enriched surface. The addition of

promoters leads to more noticeable enhancements of the cata-
lytic activity (3–5 times higher) and the selectivity to C2–C4 ole-
fins (�2 times higher) than surface functionalization of the
support. Nitrogen surface functionalization and removal of sur-
face groups before impregnation and calcination, however, fur-
ther increase the activity of the catalysts in the presence of
promoters. The confinement of the Fe nanoparticles in the
mesopores of CMK-3 restricts but does not fully prevent parti-
cle growth and, consequently, the decrease of activity under
FTO conditions.
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Recent studies have shown that the surface chemistry of
carbon support materials plays a crucial role in Fe-based FTO
catalysts. Lu et al. reported that N-enriched carbon nanotube
(CNT) surfaces can enhance the reduction of iron oxides to cat-
alytically active iron carbides and that they can increase the se-
lectivity towards lower olefins because of their intrinsic basicity,
which enhances dissociative CO adsorption and promotes the
desorption of C2–C4 olefins. The anchoring effects and basicity
of the N-doped CNTs also lead to the enhanced stability of the
catalysts by preventing the loss of active species and basic
sites during operation.[28] In several studies, Muhler and co-
workers showed that N-functionalized CNTs provide a higher
catalytic activity and stability than O-functionalized CNTs be-
cause of the more severe sintering of Fe particles deposited on
the latter, which results from the higher thermal stability of N
groups than O groups.[29–31]

Most of these studies were performed with CNTs or other
highly graphitic materials as supports because of their well-de-
fined surface chemistry and the numerous available studies on
their surface functionalization.[28, 32] However, especially in the
presence of promoters, particle growth occurs for Fe particles
on supports with a large external surface area.[33] The encapsu-
lation of Fe into mesoporous carbon materials with a rather
disordered carbon microstructure is one way to slow particle
growth and to stabilize the catalytically active particles.[15]

However, much less is known about the influence of the sur-
face properties of such supports on the properties of FTO cata-
lysts. Although it is known that the chemical surface properties
of the support materials can have a strong influence on the ef-
ficiency of promoters,[15, 20] the effect of surface functional
groups on carbon supports in the presence of Na/S has not
been investigated.

We apply an ordered mesoporous carbon, CMK-3,[34] after
different surface functionalization treatments as a support for
Fe-based FTO catalysts with and without Na and S as promot-
ers. O-enriched CMK-3 is prepared by the heating of the
parent material in air. N-functionalization is achieved by heat-
ing the O-enriched material in an ammonia flow. Large parts of
the surface groups are removed by heating the parent material
under N2 flow. Although these treatments do not change the
Fe particle size and dispersion significantly after impregnation
and calcination, significant differences in the catalytic activities
are observed as a function of the surface properties of CMK-3,
especially in the presence of Na and S as promoters.

Results and Discussion

Postsynthetic treatments of the parent CMK-3 materi-
al under a N2 atmosphere at 900 8C and under air at
400 8C were performed to remove (CMK-3-C support)
or introduce additional O-containing surface func-
tional groups (CMK-3-O support), respectively. The
additional exposure of the O-rich material to ammo-
nia at 400 8C created N-containing groups on the
support (CMK-3-N support). N2 physisorption meas-
urements (Figure 1 A) show that these treatments do
not change the porosity of the carbon materials sig-

nificantly. Independent of the functionalization treatment, the
specific surface areas (SSAs) and total pore volumes (VPore)
remain comparable to those of the parent CMK-3 (Table 1). All
ordered mesoporous carbon materials provide specific surface
areas in the range of 1500–1600 m2 g�1 and total pore volumes
of 1.4–1.7 cm3 g�1. As already indicated by the comparable
shape of the isotherms, the pore size distribution (PSD) and
the average pore size of the functionalized materials also
remain in the same range as those of the untreated material
(Table 1 and Figure 1 B). All the functionalized supports retain
a narrow PSD with sharp maxima in the narrow mesopore
range (3.5–3.7 nm).

Surface analysis of the functionalized CMK-3 materials by
using X-ray photoelectron spectroscopy (XPS; Table 2 and Fig-
ure S1) shows that the surface composition of the CMK-3 ma-

Figure 1. A) N2 adsorption/desorption (filled symbols/empty symbols) iso-
therms (�196 8C) and B) differential pore size distributions of the parent
CMK-3, CMK-3-O, CMK-3-N, and CMK-3-C. The volumes of N2 adsorbed in A
are offset vertically by 200, 400, and 600 cm3 g�1, and the differential pore
volumes in B are offset vertically by 0.2, 0.4, and 0.6 cm3 g�1 nm�1 for CMK-3-
0, CMK-3-N, and CMK-3-C, respectively.

Table 1. Summary of the N2 physisorption data of the parent CMK-3 material and the
supports after different functionalization treatments and ICP-OES elemental analysis of
the promoted and unpromoted catalysts after calcination.

Material SSA VPore DPore, Average Fe/Na/S
(promoted)

Fe/Na/S
(unpromoted)

[m2 g�1] [cm3 g�1] [nm] [wt %] [wt %]

Parent CMK-3 1543 1.55 3.8 – –
CMK-3-O 1555 1.56 3.7 7.6/2.2/0.08 8.1/0.2/b.d.l.[a]

CMK-3-N 1530 1.62 3.5 7.1/2.3/0.08 7.6/0.2/b.d.l.
CMK-3-C 1555 1.45 3.6 7.1/2.2/0.07 7.9/0.2/b.d.l.

[a] b.d.l. = below detection limit.

ChemCatChem 2017, 9, 1 – 10 www.chemcatchem.org � 2017 The Authors. Published by Wiley-VCH Verlag GmbH & Co. KGaA, Weinheim2&

�� These are not the final page numbers!�� These are not the final page numbers!

Full Papers

http://www.chemcatchem.org


terials can be adjusted by the applied functionalization treat-
ments. The surface oxygen content of CMK-3-C after the treat-
ment under an inert atmosphere at 900 8C is only 2.2 at %,
whereas that of CMK-3-O after heat treatment at 400 8C in air
is 9.9 at %. The heating of the O-rich CMK-3 in ammonia at
400 8C leads to a decrease of the O content because of the
partial substitution of the O-containing functional groups with
N-containing groups. The fitting of the O 1s XPS spectra of the
CMK-3 materials (Figures 2 A–C and Table S1) shows contribu-
tions of two major peaks located at binding energies (BEs) of
532–533 and 530–532 eV, which correspond to O�C or O=C,
respectively.[30, 35–38] Two peak shoulders with a lower intensity
are located at BE� 535 and 537 eV. The N 1s peaks of CMK-3-N
are located at BE�398 and 399–400 eV, which correspond to
pyridinic- and pyrrolic-type N species, respectively (Fig-
ure 2 D).[30, 36] Furthermore, a minor peak is located at BE = 402–
403 eV, which could originate from N�H bonds, oxidized N, or
N incorporated into the graphite network.[28]

The C 1s XPS spectra of the CMK-3 materials can be decon-
voluted into different components (Figure 3 and Table S2):[35, 36]

sp2-hybridized graphitic surface C at BE�284.0 eV, sp3-hybrid-
ized surface C species or defects in the graphitic framework at
BE�284.8 eV, C�O (e.g. , in phenols and ethers) at BE
�286.3 eV, C=O (e.g. , in ketones and quinones) at BE
�287.5 eV, and O�C=O (e.g. , in carboxyls and carboxylic anhy-
drides) at BE�288.8 eV. Furthermore, typical p–p* shakeup
lines of graphite and graphitic-like compounds are present at
BE�290.2 and 292.3 eV. The CMK-3-C material shows a smaller
contribution of the sp3-hybridized C species/defective graphite
species at BE�284.8 eV (Table S2). The presence of functional
surface groups leads to the formation of defects in the graph-
ite-like nanostructure. Therefore, the carbon material with
a lower degree of functionalization has a higher concentration
of sp2 surface C atoms. Notably, adsorbed volatile organic com-
pounds from ambient air can also contribute to the peak at BE
�284.8 eV.[39] The presence of minor concentrations of surface
oxygen in CMK-3-C likely originates from the saturation of dan-
gling bonds present after the thermal treatment at 900 8C
upon the contact of the carbon material with ambient air.

Hydrogen thermogravimetric analysis (H2-TGA) of the sur-
face-modified CMK-3 materials provides further semiqualitative
insights into the ratio of the functional groups (Figure S2). The
CMK-3-C material shows the lowest weight loss of all the sup-
ports upon heating to 800 8C. As a result of the removal of sur-
face functional groups present on the CMK-3 surface after syn-
thesis, the residual mass of the heat-treated support material is
significantly higher than that of the parent carbon material. In

Table 2. C, O, N, Fe, and Na surface atomic composition [at %] of the
CMK-3 after different functionalization treatments and the promoted
catalysts after calcination determined by using XPS analysis.

Material/catalyst C O N Fe Na

CMK-3-O 90 9.9 0.2 0.0 0.0
CMK-3-N 91 5.7 3.5 0.0 0.0
CMK-3-C 98 2.2 0.0 0.0 0.0
Fe/Na/S-CMK-3-O 94 4.8 0.4 0.2 0.7
Fe/Na/S-CMK-3-N 86 9.2 2.9 0.4 1.3
Fe/Na/S-CMK-3-C 88 9.9 0.9 0.4 1.3

Figure 2. O 1s XPS spectra with fitted components of A) CMK-3-O, B) CMK-3-
C, and C) CMK-3-N. D) N 1s XPS spectrum with fitted components of CMK-3-
N.

Figure 3. C 1s XPS spectra with fitted components of A) CMK-3-O, B) CMK-3-
C, and C) CMK-3-N.
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contrast, the O-rich material shows a higher weight loss than
the parent CMK-3 because of the presence of additional func-
tional groups after heating in air. CMK-3-N shows a slightly
higher residual mass and the weight loss starts at a higher
temperature than that for CMK-3-O, likely related to the higher
thermal stability of N-containing functional groups than O-con-
taining groups.[40]

We used H2-TGA coupled with mass spectrometry (MS) to
show the release of H2O as the decomposition product mainly
at 340 and 400 8C, which originates from the removal of O-con-
taining surface groups with a relatively low thermal stability
(Figure S3 A). A significant peak at m/z = 18 is present at
�630 8C for CMK-3-O and CMK-3-N because of the release of O
surface groups with a high stability that are not present in the
CMK-3-C support. This is also observed for m/z = 17, which cor-
responds to OH or NH3 release (Figure S3 B). Further differences
are observed in the CO2 release (m/z = 44) at �600 8C (Fig-
ure S3 C). The contribution of CO2 release likely originates from
carboxylic surface groups, carboxylic anhydrides, or lactones.
No CO2 release is detected in the CMK-3-C in accordance with
the low contribution of doubly bound oxygen species at BE =

530–532 eV in the O 1s XPS spectra of this material (Figure 2 B
and Table S1). The higher intensity of the CO2 TGA peak of
CMK-3-O than that of CMK-3-N suggests the presence of
a higher concentration of carboxylic groups in the N-free mate-
rial. The C 1s and O 1s XPS spectra show a comparable distribu-
tion of singly and doubly bound O species as well as carboxylic
surface functional groups in CMK-3-O and CMK-3-N (Table S2).
Hence, it can be concluded that (although no quantitative ex-
change occurs) there is no preferential substitution of a specific
oxygen surface species by N and instead different kinds of
groups are affected during the ammonia treatment.

Precursor salts of Fe and Fe with Na/S promoters were infil-
trated into the CMK-3 pore system by incipient wetness im-
pregnation (IWI) followed by drying and calcination at 400 8C
under flowing N2. TEM and high-angle annular dark-field scan-
ning transmission electron microscopy (HAADF-STEM) images
(Figure 4) of the calcined promoted catalysts show the pres-
ence of well-dispersed Fe nanoparticles with a size of 3–5 nm
within the hexagonally ordered CMK-3 pore system. Energy-
dispersive X-ray spectroscopy (EDX; Figure S4) and HAADF-
STEM images of full CMK-3 particles (Figure S5) reveal the uni-
form distribution of Fe and the Na promoter over the entire
support material. No large agglomerates are observed on the
external surface area of the CMK-3 particles.

Inductively coupled plasma optical emission spectroscopy
(ICP-OES; Table 1) was used to show that the composition of
the catalysts can be controlled precisely by using the IWI tech-
nique. All calcined FTO catalysts have comparable Fe contents
of 7.1–8.1 wt % Fe. In accordance with a previous study of
Muhler et al. who used CNTs as supports,[29] different surface
functionalization does not have a significant influence on the
Fe loading capacities of the carbon materials. Na (2.2–2.3 wt %)
and S (0.07–0.08 wt %) are present in the promoted catalysts.
The unpromoted reference samples have much lower Na con-
tents, and the amount of S is below the detection limit. Hence,
any differences in the catalytic properties for the catalysts with

different surface functional groups will not arise from unwant-
ed variations in the Fe loadings or promoter contents.

After calcination, a larger concentration of O surface species
is present in the promoted Fe/Na/S-CMK-3-N and Fe/Na/S-
CMK-3-C catalysts because of the presence of iron oxide parti-
cles (Table 2 and Figure S6). For instance, a significant amount
of surface O (9.9 at %) is detected in the Fe/Na/S-CMK-3-C cata-
lyst. The reaction of the decomposition products of the Fe and
promoter salts with the CMK-3 surface and hence the forma-
tion of additional O groups on the support surface during cal-
cination cannot be ruled out. The amount of surface Fe, O, and
Na detected in the Fe/Na/S-CMK-3-O catalysts is significantly
lower than that of Fe/Na/S-CMK-3-N and Fe/Na/S-CMK-3-C.
Along with the higher surface sp2-hybridized C content
(Table S2), this indicates the more extensive encapsulation of

Figure 4. TEM and HAADF-STEM images of the calcined catalysts: A–C) Fe/
Na/S-CMK-3-C, D–F) Fe/Na/S-CMK-3-O, and G, H) Fe/Na/S-CMK-3-N.
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Fe particles within the mesopores of the carbon support after
the calcination of this catalyst.

Interestingly, the amount of surface Fe determined by using
XPS is much lower for all calcined catalysts than that deter-
mined by using ICP-OES on the bulk catalysts (Table 3). In con-
trast (with the exception of the Fe/Na/S-CMK-3-O), the detect-
ed amount of Na is comparable for both methods. This indi-
cates that Na is distributed homogeneously over the surface of
the CMK-3 particles, whereas Fe is largely encapsulated in the
pore system of the carbon support.

The C 1s XPS spectra of the calcined catalysts (Figure S7 and
Table S2) show various different kinds of O-containing groups
on the surface of the CMK-3-C support. In comparison to the
spectra of the Fe-free support materials, it can be seen that
the loading of Fe leads to an increase in the relative spectral
contribution of the peak located at BE = 530–531 eV in the
O 1s spectra that can be assigned to contributions from O
anions in iron oxides (Figure S8 and Table S1).[30] Additional N-
containing groups are also generated on the surface of the
support, likely because of the decomposition of the ammoni-
um iron citrate precursor. However, the surface N content of
the Fe/Na/S-CMK-3-N catalyst is significantly higher than that
of the CMK-3-C- and CMK-3-O-supported catalysts (Figure S8
and Table 2). Independent of the applied support material, the
Fe 2p XPS spectra (Figure S9) show the characteristic shape for
Fe3+ with two peaks at BE�711 (Fe 2p3/2) and 724 eV (Fe 2p1/2)
with a shakeup satellite at BE�719 eV.[28]

Powder XRD measurements of the calcined catalysts (Fig-
ure S10) show that the Fe species are present in form of mag-
netite or hematite after calcination. This is in line with a previ-
ous Mçssbauer spectroscopy study on CMK-3-supported Fe
catalysts, which showed that Fe3+ is the dominant Fe species
even after calcination at a slightly higher temperature.[15]

Hydrogen temperature-programmed reduction (H2-TPR)
analyses of the calcined promoted catalysts (Figure S11) show
the typical multistep reduction profile of FexOy species as re-
ported previously for CMK-3-supported Fe catalysts with a com-
parable composition.[15] The first peaks located at �350 8C orig-
inate from the formation of Fe3O4 from Fe2O3. The subsequent
H2 consumption at 450–500 8C is related to the reduction to
FeO, and the formation of metallic Fe is observed at 600–
700 8C. The inverse peaks observed at temperatures above
750 8C for the Fe/Na/S-CMK-3-N and Fe/Na/S-CMK-3-C catalysts
could result from the methanation of the support that can
occur in CMK-3-supported Fe catalysts after calcination, in par-
ticular, at calcination temperatures below 500 8C.[41] The Fe/Na/

S-CMK-3-O catalyst shows a lower overall H2 consumption and
no methanation at higher temperatures. As shown recently,
the formation of a carbon shell that surrounds the Fe particles
can prevent the methanation of the carbon support by Fe
even under H2 at high temperatures.[41] However, quantitative
information on FTO catalysts is difficult to extract from the H2-
TPR curves because of the overlapping contributions of Fe re-
duction and the release of surface groups during heating. A
H2-TPR analysis of the parent CMK-3 (Figure S11) shows that
the release of surface functional groups leads to a noticeable
contribution to the TPR profile over the whole relevant tem-
perature range.

N2 physisorption measurements of the calcined Fe/Na/S-
CMK-3-O and Fe-Na/S-CMK-3-C catalysts (Figure S12 and
Table S3) were used to show significant differences in their
pore structures after Fe loading and calcination. The isotherm
of Fe-Na/S-CMK-3-C still reveals the characteristic mesoporosity
of the CMK-3-C support. In contrast, Fe/Na/S-CMK-3-O has
a more microporous character with a higher micropore SSA
but a lower total SSA and pore volume. This indicates the high
reactivity of the O-functionalized support material during calci-
nation and a stronger encapsulation of the Fe particles in this
support, which is in line with the XPS and H2-TPR data.

The catalytic properties of the Fe-based catalysts were inves-
tigated under industrially relevant FTO conditions at 10 bar,
340 8C, and H2/CO = 2 (Figure 5 and Table S4). In general, Fe
catalysts provide a high activity for the water gas shift reaction,
and hence CO-rich syngas (e.g. , syngas obtained from coal or
biomass) can be applied directly without the prior adjustment
of its composition. In our experiments, in line with industrial
practice, we apply H2/CO = 2 to avoid excessive coke formation
and unwanted pressure increases in the FTO experiments. The
catalyst supported on the O-enriched CMK-3 and the support
with a higher N content show the lowest catalytic activity in
the absence of promoters (Figure 5 A). Only the Fe-CMK-3-C
catalyst maintains a noticeable iron time yield (FTY) with time
on stream (TOS) in the absence of Na and S. The generally low
catalytic activity of these catalysts might be because of the ab-
sence of Na/S promoters, the restricted accessibility of the Fe
particles encapsulated within the narrow pore system of CMK-
3, and limited iron carbide formation. A recent study has
shown that the activity of unpromoted catalysts depends
strongly on the degree of carbidization of the Fe.[33]

Independent of the surface properties of the support, the
promoted catalysts show a higher initial activity (CO conver-
sions of �20 %) and a higher Fe-weight-based activity, likely
because of enhanced iron carbidization. A recent study on
carbon-nanofiber-supported FTO catalysts has shown that the
formation of iron carbide is significantly more rapid in the
presence of Na and S promoters, which leads to a higher initial
catalytic activity.[33] After an initial decrease of the CO conver-
sion, all promoted CMK-3-supported catalysts show a slight in-
crease of the catalytic activity followed by stable operation for
up to 120 h TOS. However, the enhancement of the activity
compared to that of the unpromoted catalysts is more signifi-
cant for Fe/Na/S-CMK-3-N and Fe/Na/S-CMK-3-C than for Fe/
Na/S-CMK-3-O. Comparable trends have been reported by

Table 3. Comparison of the bulk (ICP-OES) and surface (XPS) Fe and Na
elemental composition [wt %] of Fe/Na/S-CMK-3-N, Fe/Na/S-CMK-3-O, and
Fe/Na/S-CMK-3-C after calcination.

Catalyst FeICP-OES FeXPS NaICP-OES NaXPS

Fe/Na/S-CMK-3-O 7.6 1.0 2.2 1.4
Fe/Na/S-CMK-3-N 7.1 1.7 2.3 2.3
Fe/Na/S-CMK-3-C 7.1 1.7 2.2 2.3
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Chew et al. without promoters for O-functionalized CNTs,
which showed a lower catalytic activity than N-functionalized
CNTs and O-functionalized CNTs treated under an inert atmos-
phere.[30] This was attributed to the lower thermal stability of
O-containing surface groups and the carbon encapsulation of
the Fe particles in the former. This is in line with the XPS and
N2 physisorption analysis results of the calcined Fe/Na/S-CMK-
3-O catalyst, which showed lower Fe and higher C surface con-
centrations as well as stronger encapsulation and, therefore,
provides a lower number of catalytically active sites.

The promoted catalysts show a lower methane formation,
a higher selectivity for C2–C4 olefins, and a higher chain
growth probability than the unpromoted catalysts (Figure 5 B–
E). However, the selectivity values might not be compared
easily because of the different CO conversions in the presence
and absence of Na/S (Table S4). The difference in the selectivity
between the promoted catalysts on different supports is not
significant. However, Fe/Na/S-CMK-3-N shows the highest se-
lectivity to C2–C4 olefins in the hydrocarbon products of 55 %C

after 100 h TOS (Figure 5 C). Similar findings were reported for
N-functionalized CNT supports.[30] All catalysts show methane
and C2 formation below the predictions of the Anderson–
Schulz–Flory (ASF) model (Figure 5 E), which indicates the effi-

ciency of the promoters under industrially relevant conditions.
The CO2 selectivities of the promoted catalysts are 40–50 %C.

In agreement with a previous study on promoted CMK-3-
supported FTO catalysts, TEM investigations of the spent pro-
moted catalysts show a growth of the Fe particles to 18–
26 nm in size (Figure 6).[15] The confinement of the particles in
the pore system of CMK-3 with different surface functionaliza-
tion can slow but not fully prevent particle growth during cat-
alyst operation under industrially relevant conditions. The
growth rate of the particles is related to their catalytic activity
as the highest growth rate is observed for the Fe/Na/S-CMK-3-
N catalyst, which has the highest catalytic activity, whereas the
Fe/Na/S-CMK-3-O and Fe/Na/S-CMK-3-C catalysts have smaller
Fe particles after 120 h TOS. However, from the comparable ac-
tivity but slightly larger Fe particle size of the Fe/Na/S-CMK-3-N
catalyst compared to Fe/Na/S-CMK-3-C after 120 h of TOS we
can conclude that the additional presence of N-containing
groups on the surface of the carbon support can increase the
catalytic activity of Fe-based FTO catalysts on CMK-3 supports.

Notably, after calcination, a high concentration of O-contain-
ing surface groups is also present in the Fe/Na/S-CMK-3-C cata-
lyst but this catalyst contains a larger concentration of surface
Fe than Fe/Na/S-CMK-3-O. In view of the similar Fe particle size

Figure 5. A) FTY against TOS of the Na/S-promoted (empty symbols) and unpromoted (filled symbols) Fe-based FTO catalysts supported on CMK-3-O, CMK-3-
N, and CMK-3-C. B, C) Hydrocarbon product selectivity and D, E) the corresponding ASF plots of the C1–C7 product fractions of unpromoted and promoted
catalysts, respectively. The chain growth probability (a) is calculated from the C3–C7 and C1–C7 products for the promoted und unpromoted catalysts, respec-
tively. Data obtained at H2/CO = 2, T = 340 8C, p = 10 bar, TOS �100 h (promoted catalysts) or 0–4 h (unpromoted catalysts).
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of the spent catalysts, the higher catalytic activity is related to
structural effects that occur during the calcination of the cata-
lysts in combination with the influence of the surface groups
during catalysis.

Conclusions

The surface of ordered mesoporous CMK-3 carbon materials
can be modified by different postsynthetic treatments. Heating
in air atmosphere at 400 8C results in a surface oxygen content

of 9.9 at %, whereas heating in N2 leads to a lower surface O
concentration of 2.2 at %. Ammonia treatment of the O-func-
tionalized material removes oxygen species partially and intro-
duces up to 3.5 at % of surface N. After the infiltration of Fe
and Na and S promoters, uniformly distributed metal particles
are encapsulated in the pore system of the CMK-3 samples
with a comparable size independent of the surface properties.

Under industrially relevant Fischer–Tropsch to olefins (FTO)
conditions, the addition of promoters leads to a more signifi-
cant enhancement of the activity than surface functionalization
alone. The activity of the FTO catalysts supported on N-doped
CMK-3-N and the thermally treated CMK-3-C support is higher
than that of the O-rich CMK-3-O support at a comparable parti-
cle size. Our findings indicate that the O-functionalization of
the carbon supports leads to a lower catalytic activity than N-
enrichment or thermal treatment, likely because of the very
strong encapsulation of Fe particles with the carbon during
calcination, which blocks the catalytically active sites. In gener-
al, the effect of the surface properties of the support on the
selectivity of the catalysts remains low. Methane formation can
be suppressed by the addition of Na and S promoters for all
support surfaces. Surface functionalization does thus not have
drastic effects on the efficiency of the Na and S promoters. The
presence of N-containing groups leads to a slight improve-
ment of the catalytic activity and a lower olefin production in
the presence of promoters. Hence, a combination of promoters
and the N-functionalization of CMK-3 supports is a useful
method to enhance the activity of Fe-based FTO catalysts and
retain a high selectivity to C2–C4 olefins and the low methane
production provided by the promoters.

Experimental Section

Synthesis and surface functionalization of CMK-3 : CMK-3 carbon
material with a hexagonal mesopore arrangement was synthesized
by mixing SBA-15 silica (2 g, treated hydrothermally at 130 8C) with
a solution of sucrose (2.5 g) and concentrated H2SO4 (280 mg) in
H2O (10 mL) in a porcelain dish. The carbohydrate was polymerized
by heating the mixture to 100 8C for 6 h and to 160 8C for another
6 h in air. Subsequently, impregnation was repeated with a solution
of sucrose (1.6 g) and concentrated H2SO4 (180 mg) in H2O (10 mL),
again followed by heating again to 100 and 160 8C. Carbonization
was performed in a tubular furnace under constant N2 flow at
900 8C for 2 h with a heating rate of 150 8C h�1. SBA-15 dissolution
was achieved by treating the carbon/SBA-15 composite material in
a mixture of hydrofluoric acid (concentrated solution in H2O)/H2O/
EtOH (1:1:1 by volume, �125 mL) in a closed polypropylene bottle
overnight followed by filtration, washing with ethanol, and drying
at RT. The CMK-3 yield was �1.1 g.

CMK-3 with a large number of O-containing surface groups (CMK-
3-O) was synthesized by placing the as-made parent material in
a porcelain dish followed by heat treatment in a muffle furnace
under static air atmosphere at 400 8C for 1 h with a heating rate of
100 8C h�1. CMK-3 with N-containing surface functional groups
(CMK-3-N) was synthesized by treatment of the CMK-3-O at 400 8C
for 6 h under an NH3 flow of 25 mL min�1 in a quartz glass cell fol-
lowed by cooling to RT under a He flow of 25 mL min�1. CMK-3
with low amount of surface functional groups (CMK-3-C) was syn-
thesized by heat treatment of the parent CMK-3 in a tubular fur-

Figure 6. TEM and HAADF-STEM images of the spent promoted catalysts A,
B) Fe/Na/S-CMK-3-C, C) Fe/Na/S-CMK-3-N, and D–F) Fe/Na/S-CMK-3-O and
G) the corresponding Fe particle size distributions after �120 h of TOS
under industrially relevant FTO conditions (H2/CO = 2, T = 340 8C, p = 10 bar).
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nace under a N2 flow for 2 h at 900 8C at a heating rate of
100 8C h�1.

Synthesis of FTO catalysts : In a mortar, the surface-functionalized
CMK-3 supports (135 mg) were impregnated slowly with an aque-
ous solution (�250 mL) of ammonium iron(III) citrate (94 mg, Fluka,
14.5–16 % Fe), sodium citrate dihydrate (19 mg, 99 %, Sigma Al-
drich), and iron(II) sulfate heptahydrate (1.3 mg, 99 %, Sigma Al-
drich). In the case of the nonpromoted catalysts, no sodium citrate
or iron sulfate was added to the impregnation solution. The im-
pregnated sample was dried at 120 8C under static air over night.
Calcination was performed for 2 h at 400 8C in a tubular furnace in
N2 flow with a heating rate of 2 8C min�1. The different catalysts are
labeled as “Fe-Support” (unpromoted) or “Fe/Na/S-Support”
(promoted).

Catalyst characterization : N2 physisorption isotherms were mea-
sured at �196 8C by using a Micromeritics TriStar 3000 instrument.
Before the measurements, samples were dried at 150 8C under
flowing N2. SSAs were calculated using the multipoint BET method
(0.05<p/p0<0.25). VPore, PSDs, and average pore diameters
(DPore,Average) were determined by the Barrett–Joyner–Halenda (BJH)
method by using the adsorption branches of the isotherms.

ICP-OES was performed by using a SPECTRO ARCOS ICP-OES
instrument after aqua regia extraction of the samples.

H2-TPR was performed by heating �40 mg of the calcined catalysts
up to 1000 8C at a rate of 5 8C min�1 in 50 mL min�1 of a gas mix-
ture of 5 % H2 in Ar by using a Micromeritics Autochem II 2920
Chemisorption Analyzer.

H2-TGA of the calcined catalysts was performed by using a Perki-
nElmer Pyris1TGA instrument. Samples were heated from RT to
800 8C at a rate of 5 8C min�1 in 50 mL min�1 of a gas mixture of
20 % H2 in Ar. MS was performed by using an Omnistar MS
instrument from Pfeiffer Vacuum Benelux BV.

XRD measurements were performed by using a Bruker D2 PHASER
with a CoKa1 radiation source (l= 0.1788 nm).

XPS was performed by using a Thermo Scientific K-Alpha spec-
trometer equipped with a monochromatic small-spot X-ray source
and a 1808 double focusing hemispherical analyzer with a 128-
channel delay line detector. Spectra were obtained using an alumi-
num anode (AlKa = 1486.6 eV) operated at 72 W and a spot size of
400 mm. Survey scans were measured at constant pass energy of
200 eV, and high-resolution scans of the separate regions were
measured at 50 eV. The background pressure of the ultra-high
vacuum (UHV) chamber was 2 � 10�8 mbar. No special precautions
were taken to keep the sample under an inert atmosphere during
catalyst transfer and handling. Sample charging was compensated
for by the use of an electron flood gun, and binding energy cali-
bration was done by setting the peak of graphitic sp2 carbon to
BE = 284.0 eV.

TEM, HAADF-STEM, and EDX of the calcined analysis were per-
formed by using a FEI Talos F200X transmission electron micro-
scope operated at 200 kV and equipped with a high-brightness
field emission gun (X-FEG) and a Super-X G2 EDX detector. TEM
and HAADF-STEM analysis of the spent catalysts were performed
by using an FEI Tecnai 20 FEG instrument operated at 200 kV.
Before the measurements, the samples were ground into fine pow-
ders, dispersed in ethanol, sonicated for �30 s, and drop-casted
on a carbon-coated copper TEM grid.

Catalyst testing : The FTO catalysts were tested under industrially
relevant conditions by using a 16-reactor catalytic testing setup
(Flowrence, Avantium) at 10 bar, 340 8C, and a H2/CO ratio of 2 (by
volume). The FTO reaction was performed at medium CO conver-
sions (�20 % initial conversion). Calcined catalysts were sieved to
a particle size fraction of 38–90 mm. The unpromoted catalyst (4–
6 mg) and the promoted catalyst (10–13 mg) were diluted with sili-
con carbide (50 mL, 212–425 mm) and transferred to a tubular fixed-
bed reactor. The catalysts were dried in a He flow at 280 8C for
20 min at 3 bar followed by subsequent change to a flow of H2/CO
(2:1 by volume) at 280 8C and 3 bar for 10 min. Then, the tempera-
ture was increased to 340 8C (heating rate = 2 8C min�1) and after
10 min the pressure was increased to 10 bar (TOS= 0 h). The gas
hourly space velocity (GHSV) was in the range of 10 000–
30 000 h�1. The products were analyzed by using online GC (Agi-
lent 7890A). The permanent gases and CO2 were separated on
a ShinCarbon ST column and quantified against He as an internal
standard using a thermal conductivity detector (TCD). CO conver-
sions were calculated as XCO = (molCO,in�molCO,out)/molCO,in. Hydrocar-
bons (C1–C9) were separated on an Agilent J&W PoraBOND Q
column, detected using an flame ionization detector (FID) and
quantified against the TCD signal of the internal standard He. The
activity of the catalysts is expressed as FTY in moles of converted
CO per gram of Fe per second. The product selectivity [%Carbon] was
calculated as the equivalent of carbon atoms present in a product
fraction in relation to total carbon atoms present in the formed hy-
drocarbons. At the end of the catalytic testing experiment, the re-
actors were cooled to RT under a flow of He.
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Effects of the Functionalization of the
Ordered Mesoporous Carbon Support
Surface on Iron Catalysts for the
Fischer–Tropsch Synthesis of Lower
Olefins

All in order: Ordered mesoporous
carbon materials with different surface
functionalizations are applied as sup-
ports for Fe-based catalysts in the Fisch-
er–Tropsch to olefins process. The influ-
ence of the surface properties on the
catalytic properties is investigated in
the presence and absence of sodium
and sulfur promoters.
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