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Graphene-Flakes Printed Wideband Elliptical Dipole
Antenna for Low-Cost Wireless Communications

Applications
Antti Lamminen, Kirill Arapov, Gijsbertus de With, Samiul Haque, Henrik G. O. Sandberg, Heiner Friedrich,

and Vladimir Ermolov

Abstract—This letter presents the design, manufacturing, and
operational performance of a graphene-flakes-based screen-
printed wideband elliptical dipole antenna operating from 2 up
to 5 GHz for low-cost wireless communications applications.
To investigate radio frequency (RF) conductivity of the printed
graphene, a coplanar waveguide (CPW) test structure was
designed, fabricated, and tested in the frequency range from 1
to 20 GHz. Antenna and CPW were screen-printed on Kapton
substrates using a graphene paste formulated with a graphene-
to-binder ratio of 1:2. A combination of thermal treatment and
subsequent compression rolling is utilized to further decrease
the sheet resistance for printed graphene structures, ultimately
reaching 4 Ω/� at 10-µm thicknesses. For the graphene-flakes
printed antenna, an antenna efficiency of 60% is obtained. The
measured maximum antenna gain is 2.3 dBi at 4.8 GHz. Thus, the
graphene-flakes printed antenna adds a total loss of only 3.1 dB to
an RF link when compared to the same structure screen-printed
for reference with a commercial silver ink. This shows that the
electrical performance of screen-printed graphene flakes, which
also does not degrade after repeated bending, is suitable for
realizing low-cost wearable RF wireless communication devices.

Index Terms—Antenna, graphene, printing, radio frequency
(RF), transmission line.

I. INTRODUCTION

PRINTED flexible graphene antennas for communications
systems are at the focus of science and technology on ac-

count of their decent electrical, but more importantly, excellent
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mechanical properties. Recently, graphene-based RFID anten-
nas [1], [2], radio frequency (RF) transmission lines and anten-
nas [3], and fully integrated RFID devices [4]–[6] have been
demonstrated. Conductivity of printed graphene flakes is sig-
nificantly lower than that of copper, aluminium, and even that
of printed metallic inks, which are the most commonly used
conductor materials in flexible antennas to date. Nevertheless,
graphene-based structures have several advantages such as low
cost, chemical stability, mechanical flexibility, and fatigue re-
sistance. For comparison, the cost of silver ink depends strongly
on the price level of bulk silver metal. The price of silver is very
stable and is not expected to decrease in the foreseeable future.
The cost for graphene-ink raw materials is very low, and the
manufacturing process is simple and scalable. The cost can be
estimated based on the complexity and scalability of the pro-
cess and is expected to be significantly lower than commercially
available silver inks.

The above-mentioned planar dipole or slot-type antennas that
have been realized [1]–[6] are narrowband and can be used only
in a limited frequency range. There is also a strong demand
for low-cost wideband antennas. Furthermore, for wideband
applications such as ultrawideband (UWB) wireless body area
networks [7]–[9], flexibility and bending fatigue resistance for
antennas are required. Recently, a wideband graphene-printed
triangular slot antenna design based on multiple resonances has
been published in [10]. A downside of such antennas is usually
multiple reflections in the antenna structure that may distort the
UWB pulse in the time domain.

We present in this letter a graphene-flakes printed nonresonant
planar elliptical element dipole antenna with a reasonably high
operational efficiency, designed by taking into consideration
the moderate conductivity of printed graphene flakes. We also
examine the electrical properties of a graphene-flakes printed
transmission line up to 20 GHz. Finally, we demonstrate the
flexibility of a graphene-flakes printed sheet by showing a stable
resistance for the printed sheet even after numerous bending
cycles.

II. ANTENNA AND TRANSMISSION LINE DESIGN AND

FABRICATION

An important consideration for the antenna design is that
screen-printed graphene-flake conductors have a relatively high

1536-1225 © 2017 IEEE. Personal use is permitted, but republication/redistribution requires IEEE permission.
See http://www.ieee.org/publications standards/publications/rights/index.html for more information.
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Fig. 1. WBQD and CPW transmission lines. (a) EM simulation model of the WBQD antenna (a = 46 mm, b = 45 mm, w = 4 mm, g = 0.9 mm). (b) Printed
graphene WBQD antenna. (c) Printed silver WBQD antenna. (d) Printed graphene CPW. (e) Printed silver CPW.

sheet resistance. Hence, we chose a wideband dipole antenna
with elliptical branches [11], where the impact of loss resis-
tance is minimized by maximizing the width-to-length ratio.
Thus, antenna radiation efficiency (ηr) is maximized by keep-
ing the radiation resistance (Rr) high and the loss resistance
(Rl) low, following the basics of the antenna theory equation
ηr = Rr/(Rr + Rl) [12]. The antenna has a tapered impedance
transformer from feedline to air and thus is not of a resonant
type, which is usually advantageous in wideband applications.
The wideband quasi-dipole antenna (WBQD) employs an ax-
ial ratio of 1.5 for the ellipse as this has been found to be an
optimal value with respect to input matching and uniformity
of the radiation pattern [11]. The final WBQD antenna layout
[Fig. 1(a)] was designed using a commercial electromagnetic
(EM) simulator (Ansys HFSS 2014) to operate at frequencies
from 2 up to 5 GHz. In the simulations, a target dc sheet re-
sistance of Rs = 4 Ω/� for graphene-flakes printed conductors
was used. The WBQD is fed by a coplanar waveguide (CPW)
transmission line shown in Fig. 1(d) and (e). Due to the fact that
printed graphene transmission lines have a rather high attenua-
tion at 2–8 GHz [3], the CPW length was minimized by halving
one branch of the antenna dipoles. In addition, the antenna de-
sign includes a cutout in the halved branch for an RF connector,
which is required for RF testing. CPW transmission lines were
designed to match with the WBQD antenna (CPW impedance is
93 Ω, center line width w = 4 mm, gap width g = 0.9 mm, and
length l = 44 mm) and were also used to test radio frequency
conductivity of the printed graphene.

Graphene WBQD and graphene CPWs were screen-printed
onto polyimide substrates (Kapton HN; DuPont; USA; 76 μm
thickness) using a DEK Horizon 03i (DEK International, U.K.)
semiautomatic screen printer following earlier published proce-
dures [13]. In brief, graphene-flake inks were prepared by gela-
tion of graphene/binder dispersions induced by mild heating
with a graphene-to-binder ratio of 1:2. After solvent exchange,
the graphene ink was applied to the substrate by screen printing
using a 45° angle polyurethane squeegee, at a printing speed of
50 mm/s followed by drying in air at 100 °C for 5 min. Subse-
quently, printed structures were thermally annealed at 350 °C for
30 min in air and, finally, compression rolled [1], [14] to reach
the target dc sheet resistance of 4 Ω/� at 10 μm layer thickness.
For comparison, WBQDs and CPWs were also screen-printed
using a commercial silver ink onto electronic-grade PET film

Fig. 2. (a) Simulated and measured attenuation for graphene CPW and
measured attenuation for silver CPW. (b) Simulated and measured reflection
coefficient for graphene WBQD antenna, and measured reflection coefficient
for silver WBQD antenna.

(ST506; DuPont Teijin Films; thickness 125 μm). Printing was
done with EKRA E2 semi-automatic screen, and stencil printer
(ASYS Group) in air at controlled temperature and relative hu-
midity. The silver structures were dried at 130 °C for 30 min
to reach a dc sheet resistance of 41 mΩ/� at an approximate
thickness of 50 μm. The printed WBQD antennas are shown in
Fig. 1(b) and (c).

III. TESTING OF THE PRINTED SAMPLES

Before RF testing, the WBQD and CPW structures were at-
tached to a 1.5-mm-thick Rohacell foam sheet for mechanical
support as the foam has εr,R � 1 and, hence, a negligible ef-
fect on RF performance. Using an Agilent 8722ES vector net-
work analyzer (VNA), the S-parameters of the CPW test struc-
tures were measured from 1 up to 20 GHz. The attenuation (A)
of the CPW was calculated from the measured S-parameters
following A = (1 − |S11 |2)/|S21 |2 [3]. A comparison of the
simulated and measured attenuation for the graphene CPWs
and the measured attenuation for the silver CPW are shown in
Fig. 2(a). Graphene CPW simulations with a sheet resistance of
Rs = 4 Ω/� agree well with the measurements up to 5 GHz. At
higher frequencies up to 13 GHz, agreement is good with simu-
lations using Rs = 5 Ω/�, and above 13 GHz, the results agree
well with simulations using Rs = 6 Ω/� up to 19 GHz. The
observed increase of sheet resistance with higher frequencies is
probably caused by increased contact resistance of the highly
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Fig. 3. (a) Image of graphene WBQD antenna connected to an ORT. (b) Image
of radiation pattern measurements in anechoic chamber.

porous graphene nanoflakes [1]. However, the results show that
the sheet resistance of the printed graphene flakes is reason-
able up to 20 GHz for developing antennas having moderate
efficiencies.

The reflection coefficients (S11) of the antennas were mea-
sured for the antenna frequency bandwidth from 1 up to 5 GHz.
A ferrite choke was used around the cable near the antenna
feeding point to provide high impedance for the common-mode
currents induced by the dipole antenna, this way reducing the
cable effect in the measurements [15], [16]. The simulated and
measured |S11 | of the antennas are presented in Fig. 2(b). It is
seen that the measured |S11 | is below –8.5 dB from 1.7 GHz at
least up to 5 GHz for both antennas, which indicates wideband
performance. The results also show that over 85% of the input
power is reaching the antenna and less than 15% is reflected
back, so that the input matching is good and the antennas work
as designed. Some deviation can be observed between the simu-
lation and experimental results, which is due to common-mode
currents that are not perfectly suppressed even when a ferrite
choke is used. The graphene antenna has lower |S11 | around
2 GHz, i.e., the input impedance is closer to 50 Ω than that of
silver antenna. From 2.5 to 5 GHz, the results for silver and
graphene antennas are very similar.

The radiation patterns of the antennas were measured in an
anechoic chamber. To minimize RF cable effects in the an-
tenna measurements, an electro-optical link has been proposed
[17]. An optical-to-RF transformer (ORT) with dimensions of
20 × 23.5 × 10 mm3 was also employed in this work. In the
measurements, an optical signal is fed to the transmitting an-
tenna under test (AUT) via an optical fiber to minimize the
influence of RF cable radiation [Fig. 3(a)]. The signal is trans-
formed into an RF signal in the ORT block. The ORT out-
put is directly connected to the AUT feeding RF connector.
Here, it should be noted that common-mode currents flow on
the ORT block, which inevitably becomes a part of the antenna
structure.

The received signal was measured using a standard gain horn
antenna and Agilent AG 8722E VNA analyzer. The antenna is
rotated by 360o (–180o � θ � 180o) in the horizontal plane with
an antenna positioner by Scientific Atlanta and data is acquired
in 2◦ steps. The antenna gain was determined using the gain
comparison method with known standard gain reference anten-
nas. Antenna efficiencies were determined from the measured
directivity and the antenna gain. A photograph of the radiation
pattern measurement setup is shown in Fig. 3(b).

Fig. 4. Simulated and measured radiation patterns of the printed graphene
WBQD antenna at 3 GHz in (a) φ = 0◦ plane and in (b) φ = 90◦ plane.

Fig. 5. Simulated and measured (a) maximum antenna gain and maximum
directivity, and (b) antenna efficiency as a function of frequency of the printed
graphene WBQD antenna.

The radiation patterns of the printed graphene-WBQD
antenna were measured from 2 up to 4.8 GHz. The ORT was in-
cluded in simulations for precise comparison with the measure-
ments. Simulated and measured copolarized and cross-polarized
gain patterns at 3 GHz are shown in Fig. 4(a) and (b) for two
principal planes φ = 0◦ and φ = 90◦, respectively. Typical
dipole-like radiation patterns can be observed.

An excellent match between simulation and measurement is
found in the copolarized beam. The maximum directivity and
gain are 3.3 and 0.6 dBi, resulting in an antenna efficiency of
56 ± 5%. The antenna has omnidirectional coverage, which
is very suitable for mobile applications. The simulated cross-
polarization level is below –40 dBi, while the measured level is
approximately –17 dBi at maximum, which is due to an RF leak-
age by the ORT, increasing the gain in cross polarization. Despite
the observed differences, the measured cross-polarization level
is sufficiently low to warrant no effect on the overall antenna
performance.

An important characteristic of the antenna is its directivity,
which describes the power density the antenna radiates over
solid angle. Simulated and measured maximum directivity and
maximum antenna gain are shown in Fig. 5(a) as a function
of frequency. Overall, the simulations and measurements agree
well. The curves are quite stable with frequency, but some dips
are observed at around 2–2.5 GHz. These dips are a measure-
ment artefact and a result of a superposition of signals radiated
by the antenna and the current flowing on the surface of the
ORT metal housing. The effect was confirmed by simulations
with and without ORT. Above 3 GHz, the surface currents on
the ORT surface are very small, and the radiation is excited only
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Fig. 6. Variation of resistance of graphene layer as a function of bending for
32 500 cycles (with a span of 40 mm and a bending radius 42.5 mm per cycle).

from the graphene-flakes printed antenna. It should be noted
that in a real application, an ORT would not be required. The
antenna gain increases with frequency and has a maximum of
2.3 dBi at 4.8 GHz.

Simulated and measured antenna efficiencies as a function of
frequency are shown in Fig. 5(b). At frequencies from 2.8 up
to 4.8 GHz, an antenna efficiency of 60% is measured. To the
best of the authors’ knowledge, these are the highest gain and
efficiency values published for graphene-flakes printed antennas
to date. For comparison, the printed silver WBQD antenna was
measured at 2 GHz and has a measured directivity and antenna
gain of 2.7 and 2.0 dBi, respectively, resulting in an antenna
efficiency of 86%.

Even though the sheet resistance of printed graphene flakes
is two orders of magnitude higher than the sheet resistance
of printed silver, a total loss in an RF link budget (including
transmitting and receiving sides) is only 3.1 dB higher than
for a silver-printed antenna. Such a performance is adequate
for usage of our developed graphene-flakes printed antenna in
wireless communications applications with ranges from meters
up to tens of meters.

Printed graphene layers were analyzed with respect to effects
of repeated bending on their electrical resistance. For bending
experiments, a strip of material 11.3 cm long and 0.9 cm wide
was cut from the substrate and fixed with electrical contacts in
the bending rig. During each of 32 500 bending cycles (with
a span of 40 mm and a bending radius of 42.5 mm per cycle),
the resistance of the strip was measured. As seen in Fig. 6, we
did not find any significant influence of repeated bending on the
measured resistance.

The absolute resistance of the strip decreased from 70.73 to
69.97 Ω, corresponding to about 1% gain in conductivity, in-
dicating excellent fatigue resistance, at least for the described
experimental conditions. For reference, screen-printed silver on
similar substrates has been shown to experience a gradual in-
crease in resistance up to 10%–20% within a few hundred rep-
etitions when bent to a radius of 6 mm [18].

A combination of a reasonable electrical performance
with no degradation of conductive properties of the printed

graphene-flakes layer even after 32 500 bending cycles renders
the printed graphene flakes antennas suitable for low-cost
wearable wireless communications devices such as health
monitoring or smart clothing.
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